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Glass ceramic composites were prepared by bulk crystallization of NaNbO3 in sodium niobium
borate glasses. A homogeneous bulk crystallization of the NaNbO3 phase takes place during heat
treatments that produces visible-near infrared transparent materials with �30 nm NaNbO3

nanocrystallites. Upon thermal poling, a strong Na+ depleted nonlinear optical thin layer is observed
at the anode side that should induce a large internal static electric field. In addition, the ��2� response
of the poled glass ceramic composites increases from 0.2 up to 1.9 pm/V with the rate of
crystallization. Two mechanisms may be considered: a pure structural ��2� process connected with
the occurrence of a spontaneous ferroelectric polarization or an increase of the ��3� response of the
nanocrystallites that enhances the electric field induced second harmonic generation process.
© 2006 American Institute of Physics. �DOI: 10.1063/1.2259816�
I. INTRODUCTION

Glass does not exhibit second order optical nonlinearity
due to its inversion symmetry. Nevertheless, some tech-
niques were developed to induce quadratic nonlinear optical
�QNLO� responses in glass-based materials. One of them—
thermal poling—was reported silica glasses by Myers et al.1

This technique consists in applying a direct-current �dc� elec-
tric field to the glass at an elevated temperature and then
cooling the temperature before removing the electric field.
As a result, a nonlinear layer with a thickness of 1–10 �m is
created at the anode surface of the glass due to a charge
migration. A model of built-in internal electric field created
in thin anode layer is proposed to explain the origin of
QNLO in thermally poled glasses.2 The effect of this electric
field combined together with the third order nonlinearity of
the glass, ��3�, determines the amount of second order optical
susceptibility, ��2�:3

��2� = 3��3�Edc. �1�

Recent advances in studies of thermal poling have re-
sulted in commercial electro-optical switches and frequency
converters based on poled silica glass fibers.4 However, the
optical nonlinearity is rather weak in silica glasses
��0.1 pm/V� whereas relative large values of ��2� were in-
duced in thermally poled niobium borophosphate
��5 pm/V� �Ref. 5� and chalcogenide glasses
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��8–10 pm/V�.6 Yet, the maximal values of ��2� gained in
thermally poled glasses are still one order of magnitude be-
low ��2� responses of the best ferroelectric crystals
�LiNbO3—��2��70 pm/V�.7

Concurrently, promising results have been achieved in
the preparation of glass ceramic composites containing crys-
tallites of ferroelectric phases.8 Composite materials pre-
pared by surface or bulk crystallization may show a second
order nonlinear optical efficiency comparable to that of ferro-
electric crystals.9 However, the particle size should be much
less than the wavelength of light to provide good transpar-
ency and optical homogeneity of the composites. At the same
time, the ferroelectric properties and the optical nonlinearity
of the composites decrease with the crystal size. Numerous
investigations provide examples of compromises between
optical transparency and ferroelectric and QNLO properties
of glass ceramic composites with domains of particle size
ranging between 20 and 200 nm.8,10,11

Some recent studies have shown that thermal poling may
improve the optical nonlinearity of glass ceramics containing
ferroelectric crystals.12,13 For example, Tamagawa et al. have
reported an enhancement of the second harmonic generation
�SHG� signal in a crystallized glass with composition of
15K2O–15Nb2O5–68TeO2–2MoO3 containing ferroelectric
crystals with �20 nm size.12 The SHG signal, after thermal
poling, was measured to be 6–20 times higher than in the
unpoled glass ceramic. An increase of the spontaneous polar-

ization in ferroelectric nanocrystals was assumed to be the

© 2006 American Institute of Physics03-1
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main result of the thermal poling that usually induces electric
field induced second harmonic generation �EFISHG� re-
sponses in poled glasses.

This article reports the experimental observation of ��2�

enhancement in thermally poled sodium niobium borate
glasses with nanocrystallization of NaNbO3. The second or-
der nonlinear optical susceptibility of thermally poled crys-
tallized glass ceramics was found to be ten times larger than
in poled noncrystallized glasses. The effect of crystallization
on both transparency and nonlinear optical properties of the
glasses is discussed.

II. EXPERIMENT

Glasses with nominal composition of 0.7Na2B4O7

+0.3Nb2O5 �called hereafter NBN30� were prepared using a
conventional melt-quenching method. Commercial reagent-
grade powders Na2B4O7 �Alfa Aesar, 99.5%� and Nb2O5

�Cerac, 99.99%� were mixed and melted in a platinum cru-
cible at 1050 °C for 40 min. The melt was poured onto a
brass plate and quenched by sandwiching with another brass
plate. Quenched glass was annealed at 300 °C for 24 h. The
glass transition, Tg, and crystallization, Tx, temperatures were
determined using differential thermal analyses �DTA� at a
heating rate of 10 °C/min.

As-prepared and heat-treated samples were examined by
x-ray diffraction �XRD� analysis at room temperature using
CuK� radiation �Philips Xpert, graphite monochromator�.
For transmission electron microscopy �TEM� crushed
samples were deposited on holey carbon grids. TEM obser-
vations and electron diffraction �ED� together with energy
dispersive x-ray �EDX� analysis were made on a Philips
CM20 microscope, operating at 200 kV. EDX analysis was
performed on the CAMECA SX100 spectrometer. Concen-
trations of the Na and Nb were measured on cross sections of
the poled samples. Relative accuracy of atomic concentration
values for Na and Nb is �5%

As-prepared glasses and glass ceramic composites were
cut and polished on both sides to gain optical quality. Ab-
sorption spectra were recorded in the wavelength range of
200–2500 nm at room temperature using a Cary 5000
ultraviolet-visible-near infrared �UV-vis-NIR� spectropho-
tometer. Thermal poling of glasses and glass ceramic com-
posites was performed at 180 °C. Samples were sandwiched
between a silicon wafer at the anode and a thin borosilicate
glass plate at the cathode. The poling voltage, 3 kV, was
applied for 30 min. Then, the samples were cooled down
before the external voltage was removed.

Measurements of SHG responses of as-prepared and
crystallized glasses were performed before and after thermal
poling. The experimental setup used for QNLO measure-
ments has been described earlier.14 The source was a
Q-switched Nd:YAG �yttrium aluminium garnet� laser oper-
ating at a wavelength of 1064 nm. The polarized source
beam was split into two branches by a beam splitter. One
branch recorded the fundamental intensity with a Ge photo-
diode, and the other, which passed through a polarizer to
adjust its polarization, was focused on the sample with a spot

of 100 �m diameter. The 2� transmitted signal was detected
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by a first photomultiplier and averaged over 50 pulses. The
calibration of the SHG intensities is obtained using a quartz
z-cut plate, taking �xxx

�2�=0.6 pm/V at 1064 nm as
reference.7 Linear refractive indices were estimated at � or
2� with a second photomultiplier by collecting the corre-
sponding 2� reflected wave around the Brewster angle over
the 10°–80° � range. The SHG Maker fringes were ana-
lyzed using a general ellipsometric analysis for planar mul-
tilayered media.14 The Maker fringe signals �in pp and sp
polarization configurations, where pp �sp� means p-polarized
�s-polarized� incident pump beam and p-polarized transmit-
ted second harmonic beam� were recorded for the studied
samples.

III. RESULTS AND DISCUSSION

Values of glass transition, Tg, and crystallization, Tx,
temperatures for NBN30 glass are 441 and 530 °C, respec-
tively. A two-step heat treatment was performed to obtain
crystallized glasses. First, NBN30 glass samples were an-
nealed at 420 °C for 24 h for nucleation and afterwards
samples were crystallized at 530 °C for 1, 4, and 10 h. A
homogeneous bulk crystallization of the NaNbO3 phase
takes place during the heat treatments. All diffraction lines
on the XRD patterns of crystallized glasses correspond to the
cubic NaNbO3 phase �Fig. 1�. The lattice parameter a of the
crystallized phase was determined by the least-squares tech-
nique. The determined value of a�3.89–3.90 for the crys-
tallized samples is close to that of pure crystalline cubic

NaNbO3 �space group Pm3̄m �Ref. 23��. The overall inten-
sities of the diffraction lines increase whereas their widths
slightly decrease upon increasing the time of heating. An
estimation of the average crystal size from full width at half
maximum �FWHM� of the diffraction lines was made using

FIG. 1. �Color online� XRD patterns of as-quenched NBN30 glass and
crystallized samples obtained by heating at the 530 °C during 1, 4, and
10 h. Indicated Miller indices correspond to cubic NaNbO3 phase �space

group Pm3̄m �Ref. 23�.
Scherrer’s formula and resulted values are �30�10� nm. The
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absence of surface crystallization and bulk crystallization of
large ��1 �m� particles was checked by optical microscopy.

TEM observations show that NBN30 glass samples crys-
tallized at 530 °C for 1 h consist of nanosized particles with
an irregular shape and various dimensions, ranging from
10 to 40 nm �Fig. 2�. The large area of circular shape with
size of about 200 nm corresponds to holey carbon grid de-
posited as a conductive substrate for analyzed samples. The
size of the particles is in good agreement with the values
calculated from XRD data ��30 nm�. The inset shows the
electron diffraction pattern corresponding to a selected area.
The ring pattern could be indexed as the cubic NaNbO3

structure: in Fig. 2, for clarity, only the most intense rings are
indexed. The d spacings of the ring pattern are similar to that
of the XRD patterns of crystallized glass containing the
NaNbO3 phase �Fig. 1�.

The transmission spectra of as-quenched and crystallized
glasses are reported in Fig. 3. A scattering of light merges
from the UV front absorption edge in all crystallized
samples, in connection with the increasing size of the crystal
nanoparticles. The sample heated at 530 °C for 1 h has a
good transparency in the visible wavelength range, while
glasses crystallized during 4 and 10 h are opalescent; mean-
while all crystallized glasses are transparent in the near in-
frared range ��900 nm�. Thus, the size of the particles in
this transparent glass ceramic should be at least 30 times less
than the wavelength of light. Such a strong scattering of light
on small particles is observed because of the huge difference
of the refractive indices of NBN30 glass matrix �n532

=1.70� and of the crystallized NaNbO3 particles �n532

�2.20�.

FIG. 2. Transmission electron images of a crystallized NBN30 glass
�530 °C,1 h�. The inset shows the corresponding SAED pattern. Only the
most intense rings are indexed.
As-prepared and crystallized glasses give no SHG sig-
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nal. To induce a second order optical nonlinearity, all
samples have been thermally poled in the same conditions:
T=180 °C, U=3 kV, and time=30 min. After the thermal
poling treatment, a SHG signal could be detected in all
samples. The shapes of the Maker fringe patterns obtained in
transmission indicate that a second order nonlinearity is in-
duced in a thin layer at the anode side of the poled samples.
A net polishing of the anode surface erases the SHG
response.

To collect the Maker fringe patterns in transmission, the
anodic NLO layer of each sample was oriented toward the
detection unit, so the laser beam enters first the cathode side
of the sample and goes out through the anode side. As men-
tioned above, the glass ceramic composites scatter slightly
light at 1064 nm and, as a result, we have limited in this way
the SHG scattering losses. For the analyses of the Maker
fringes, we used a two layer model: one isotropic layer with
thickness equal to the total thickness of the plate and one
NLO layer of thickness of a few micrometers. Two compo-
nents of the nonlinear susceptibility tensor �zzz and �zxx were
adjusted in accordance with the polar symmetry generated by
the poling treatment �C�v in the Schoenflies notation�. Addi-
tionally, following the EFISHG model,5 we have admitted
the relation �zzz=3�zxx. The SHG Maker fringe patterns
could be nicely fitted as illustrated in Fig. 4. The fitted values
of the second order optical susceptibilities ��2�, refractive
indices, and estimated thicknesses for all nonlinear layers are
gathered in Table I. The longitudinal second order optical
susceptibility �zzz is rather weak in poled noncrystallized
glass ���2��0.2 pm/V� but it increases progressively with
the rate of crystallization of the NaNbO3 phase. The values
of ��2� for samples annealed at 530 °C from 1 to 10 h in-
crease by a factor of �4.

The migration of sodium in the thermally poled samples
was studied by EDX analysis. A thermally poled noncrystal-
lized glass and a glass heated at 530 °C for 4 h were cut and
their cross sections along the poled layer thickness have been
analyzed. Only the Na and Nb concentrations could be mea-

FIG. 3. �Color online� Optical transmission spectra �uncorrected for reflec-
tion� for as-prepared NBN30 glass and crystallized samples obtained by
heating at 530 °C during 1, 4, and 10 h.
sured with the Na K� and Nb L� fluorescent lines. Oxygen
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and boron concentrations were not quantified. The concen-
tration of niobium was assumed to be constant in the poled
glasses and it was taken as a reference to quantify the sodium
migration. The Na/Nb atomic ratios along the anode cross
section of a noncrystallized and a crystallized poled glass are
both reported in Fig. 5. A layer with a lower concentration of
sodium is evidenced at the anode surface of the noncrystal-
lized poled glasses �Fig. 5�. A similar migration has been
reported earlier in thermally poled borophosphate glasses
with sodium and niobium and the depleted layer was found
to have the same thickness as the NLO layer.5 However,
unlike poled borophosphate glasses, the profile of the sodium
depletion in the as-prepared NBN30 glass is rather smooth
and the concentration of sodium never decreases to zero in
the depleted layer. In the crystallized sample, a migration of
sodium is also observed but it is less pronounced than in pure
NBN30 glass. The Na/Nb ratio at the anode surface of the
poled crystallized glass is close to 1 and it linearly increases
along the cross section on �4 �m. The concentration of so-
dium in the NLO layer is noticeably higher than in poled
noncrystallized glasses. The mobility of the sodium ions lo-
cated among the crystallized particles should be lower, and
probably only sodium ions involved in the glass matrix of
composite do migrate under the poling electric field. This
minimal Na/Nb ratio �1 may be explained assuming that
most of the niobium is located in the crystallized NaNbO3

TABLE I. Refractive indices and optical parameters obtained from the
Maker fringe analyses for as-prepared NBN30 glass and glass ceramic
samples.

Sample

Refractive indices n
�±0.02�

�zzz
�2�

�pm/V�
�±10% �

Layer thickness
��m�
�±0.1�1064 nm 532 nm

Pure NBN30 glass 1.64 1.70 0.2 2.7
NBN30, 530 °C, 1 h 1.64 1.72 0.5 2.5
NBN30, 530 °C, 4 h 1.66 1.75 1.2 4.2
NBN30, 530 °C, 10 h 1.68 1.82 1.9 3.9

FIG. 4. �Color online� Experimental �points� and calculated �solid lines�
SHG Maker fringe patterns �transmission� of an NBN30 glass crystallized at
530 °C during 4 h.
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phase: then, the glass matrix composition should be close to
a pure borate glass. Finally, the thickness of the depleted
layer ��4 �m� is quite consistent with the SHG analysis
�see Table I�.

Consequently, results from the elemental analysis let us
conclude that an internal electric field is created at the anode
surface of both the glass and glass ceramic because of a
strong sodium migration. This internal electric field induces
then a second order optical nonlinearity both in the glass and
the glass ceramic composites. Nevertheless, the origin of the
enhancement of ��2� with crystallization is not straightfor-
ward. Two mechanisms may be invoked that give large val-
ues of second order optical nonlinearity in thermally poled
crystallized glass.

The first mechanism could arise from the collective and
coherent ferroelectric �or superparaelectric� response of the
nanoparticles of NaNbO3 dispersed in the glass matrix. Such
a mechanism has been observed by Benino et al. in niobium
germanate and tellurite glass ceramics containing small
ferroelectric crystals.15 The authors have found that the SHG
intensity detected in the bulk of composites increases with
the applied external electric field E��0.5–2.0��106 V/m.
In our study, no SHG signal is observed in unpoled NBN30
crystallized glass. Therefore the crystallized particles of so-
dium niobate give no spontaneous polarization because ei-
ther their structure is not ferroelectric or it is, but with an
isotropic orientational averaging of the anisotropic ferroelec-
tric nanocrystals. Our first observation is consistent with the
fact that the pure NaNbO3 phase is antiferroelectric at room
temperature and atmospheric pressure.16 In addition, numer-
ous phase transitions between different ferroelectric and an-
tiferroelectric modifications of NaNbO3 have been observed
between room temperature and 460 °C, which is the last
phase transition temperature that stabilizes a paraelectric cu-
bic phase.17 Also, ferroelectric properties can be induced in
sodium niobate crystals by doping them or when applying an
external electric field. Konieczny has reported a ferroelectric
response in a NaNbO3 single crystal thermally poled at
200 °C under an electric field of 7�105 V/m.18 The internal
electric field created during thermal poling within the glass

9 1 8

FIG. 5. �Color online� Cross section profile of the Na/Nb atomic ratio at the
anode zone of thermally poled samples: as-prepared NBN30 glass �tri-
angles� and glass crystallized at 530 °C for 4 h �squares�. The dashed line
gives the theoretical Na/Nb atomic ratio in an NBN30 glass matrix.
can be as large as 10 V/m in silica glasses and 10 V/m in
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sodium niobium borophosphate glasses.19 Such a strong elec-
tric field should be able to induce a polarization in crystal-
lites of sodium niobate despite the small size of the particles
that should also feel an internal mechanical stress. The size
of particles is rather small to expect ferroelectric response of
NaNbO3 but superparaelectric effect may appear in small
crystals. Considering the small size and assuming a homoge-
neous distribution of the crystal particles in the glass, one
should expect the occurrence of a thin nonlinear optical layer
at the anode surface of the composite after thermal poling.

The second mechanism, responsible for the SHG re-
sponse of the plates after thermal poling, is connected to Eq.
�1� �EFISHG process�. The crystallization of sodium niobate
can increase the average value of ��3� in the glass ceramic
composite. Consequently, the second order optical nonlinear-
ity in thermally poled glass containing small particles of so-
dium niobate should increase. Shioya et al. have reported
modification of ��3� with crystallization of potassium nio-
bium tellurite glasses.20 More recently, Lipovskii et al. ob-
served a significant increase of the nonlinear refractive index
n2 �related to ��3�� measured at 	=1064 nm in silicate
glasses where a crystallization of NaNbO3 occurs.21 An en-
hancement of the nonlinear refractive index n2 from +0.2
�10−14 to +0.5�10−14 cm2/W has been observed in com-
posites with small crystal size of NaNbO3 particles
��10 nm�. The values of the Kerr coefficients could be cor-
related to the concentration of crystal particles, in good
agreement with the Maxwell-Garnet model.22 A similar be-
havior may be expected in NBN30 glass ceramic since a
crystallization of the sodium niobate phase takes place.

At the present time, for the poled glass ceramic compos-
ites under study, we are not able to exclude one of these two
mechanisms. It is difficult to separate the contributions of
these mechanisms since they both depend on the value of the
internal electric field. The symmetry of both effects should
be similar. Further investigations, including evaluation of
quantity and size of NaNbO3 particles by electron micros-
copy, measurements of ��3�, and studies of the dielectric
properties, are in progress.

IV. CONCLUSION

Glass ceramic composites were prepared by bulk crys-
tallization of NaNbO3 in sodium niobium borate glasses.
Thermal poling of as-prepared glasses and glass ceramic
samples induces a SHG signal in all samples. A sodium de-
pleted region at the anode side, detected by EDX measure-
ments, is evidence of an internal electric field induced at the
anode surface of the poled samples. The second order NLO
response of poled NBN30 glass ���2��0.2 pm/V� is much
weaker than that of sodium niobium borophosphate glass
���2��5 pm/V�. The NLO response ��2� of poled glass ce-
Downloaded 19 Oct 2006 to 147.210.60.241. Redistribution subject to
ramic composites increases with the rate of crystallization of
sodium niobate that also increases the size of the crystallized
particles. It reaches a value of 1.9 pm/V in a sample crys-
tallized during 10 h at 530 °C. Two mechanisms may be
considered to explain this phenomenon: first, a spontaneous
ferroelectric response arises from NaNbO3 nanocrystallites
�pure structural ��2� process� and second, the internal electric
field increases the ��3� response of the nanocrystallites and an
EFISHG process occurs. Further investigations are necessary
to detail the nature of the large second order nonlinearity
observed in NBN30 glass ceramic.
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