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Nuclear Thermodynamic Database Version 2007-01 developed by

transposing the Directive 96/9/EC of the European Parliament and the Council of 11 March 1996 on the legal protection of databases.

Extraction and/or re-utilization of the whole or of a substantial part, evaluated qualitatively and/or quantitatively, is strictly prohibited.

"Extraction" means the permanent or temporary transfer of all or a substantial part of the contents to another medium by any means or in any form.

"Re-utilization" means any form of making available to the public all or a substantial part of the contents by the distribution of copies, by renting, by on-line or other forms of transmission.

The user is not allowed to make changes or amendments to the database. Completeness and intactness have to be respected.

Disclaimer

The data have been carefully evaluated by experts, they have been checked, but THERMODATA can give no guarantee for the correctness of the data provided. In any important research, results should be carefully examined and rechecked before final conclusions are drawn.

I. INTRODUCTION

Since 1990 some people were interested in the assessment of thermodynamical data for a number of compounds of reactor materials and fission products based on the recommendations of a specialists meeting held at JRC-Ispra, Italy in 1990 [*]. Critical assessments have been made on a very large number of compounds and systems. NUCLEA is a Thermodynamic Data Base built for collecting all this knowledge. This database has to cover the entire field from metal to oxide domains. It allows the user to calculate the thermochemical equilibrium state at any step of a severe accident and to use the results of the thermodynamic approach for improving the predictions of thermo-hydraulic or other accidents codes.

NUCLEA

The Gibbs energy of all possible multicomponent condensed or gaseous substances and solution phases are modelled. The binary and ternary Gibbs energy parameters were critically assessed by means of sophisticated optimisation procedures.

Applications of a global thermodynamic approach, i.e. the simultaneous use of a highquality thermodynamic database and an equilibrium calculation code, are numerous :

condensed state phase diagrams, transitions, liquidus/solidus, compositions and proportions, coupling thermodynamics and thermo-hydraulic, viscosity, segregation, residual power distribution, gaseous fission products release in any external conditions … Such a database in much more than a compilation of thermodynamic data from various sources, its constitution needs a considerable work for self-consistency analysis, to ensure that all the available experimental information is satisfactorily reproduced.

Updating and improving the database has to be a regular task, tightly linked to the needs of end-users.

[*] Fission Product Chemistry in Severe Nuclear Reactor Accidents, Specialist's Meeting at JRC-Ispra, 15-17 January 1990, EUR 12989 EN (1990), A.L. Nichols ed.

GENERAL DESCRIPTION

PURE COMPONENTS.

The NUCLEA Thermodynamic Database for In-and Ex-Vessel Applications contains the 18 + 2 following elements :

O-U-Zr-Fe-Cr-Ni-Ag-In-B-C-Ba-La-Ru-Sr-Al-Ca-Mg-Si + Ar-H.

Ar and H are not taken into account in condensed solution phases.

CONDENSED SOLUTION PHASES.

The condensed solutions (48 non-stoichiometric phases, based on 281 reference substances) were deduced from the analysis of the assessed sub-systems (binary, ternary, …) ; some of them present possible miscibility gaps.

The list of condensed solutions stored in NUCLEA is presented in table 1.

CONDENSED SUBSTANCES.

The condensed stoechiometric compounds are presented in table 2.

Hydrogen was added because it is a major component of the system, but the dissolution of hydrogen in condensed solid and liquid solutions is not taken into account at this time.

GASEOUS SPECIES.

The gaseous species were added as an ideal mixture. The list is presented in table 3 

STATE of VALIDATION

The state of validation of a thermodynamic database is characterised by the good agreement between calculated and available experimental results (phase diagrams and thermodynamic properties) concerning basic sub-systems (binary, ternary, …) or practical global experiments, made in similar conditions and at thermodynamic equilibrium.

For user information, a quality criterion, based on comparison between calculation and available experimental data, has been established for each assessed sub-system.

Estimated

No experimental data available.

Perfectible

Some domains need more experimental information (phase diagram or thermodynamic properties).

Acceptable

The system is well known and satisfactorily modelled.

High quality

The system is quite known and modelled.

The complete list of the 153 (18*17/2) metal-metal or metal-oxygen binary systems based on pure elements and 105 (15*14/2) oxide pseudo-binary systems based on pure oxides are presented in tables 5 and 6 respectively.

Due to the very high number of possible ternary (18*17*16/3*2 = 816) and pseudo-ternary (15*14*13/3*2 = 455) systems, it is completely unimaginable to assess all of them in a human delay. For that reason it was decided to assess only the most important ternary systems for practical applications. The list of the selected ternary and pseudo-ternary systems is presented in tables 7 and 8 respectively.

For each system, the order number, source and provisional quality criterion are given. This criterion takes into account both phase diagram and thermodynamic properties, and thus cannot be indicated only on a phase diagram. This point is fundamental for the modelling of multi-component systems.

Moreover, it must be kept in mind that the set of a quality criterion remains somewhere subjective, and the improvement of existing sub-systems with newly available experimental results is a continuous task, which is part of the database management and updating. 

SELECTED TERNARY AND PSEUDO-TERNARY SYSTEMS.

Table 6 Ternary systems.

Table 7

Pseudo-ternary systems.

DOMAIN OF APPLICATION AND LIMITATIONS.

In this version of NUCLEA most of the binary and pseudo-binary systems have been analysed and critically assessed either by THERMODATA or AEA-T.

Only a limited number of binary systems (mainly based on the C-Cr-Fe-Ni quaternary system) were taken in open literature. However, some of them are still insufficiently known, and further experimental work is needed for the ones interesting the nuclear field.

In a very high-number component system such as the one covered by NUCLEA, the number of possible ternaries and pseudo-ternaries is equal to 1271, while the time cost to assess only one is about one-man year. Few experimental data are available in open literature for ternaries of high interest for nuclear safety. Consequently, the complete assessment of all ternaries is not achievable in a human delay and only some selected ternary systems of main importance for nuclear safety applications were assessed at this time.

Moreover, a simple overlook of the stars attributed to all sub-systems is not the best approach to estimate the global quality of the database. In fact, only some sub-systems are especially relevant in the nuclear domain. The quality of these specific sub-systems, designated by principal users, is much more important for NUCLEA dedicated to severe accident applications. Thus, further work will still have to be done for the selected sub-systems with less than three stars.

In any case, well-selected global experiments will always have to be done to validate definitively the thermodynamic approach on the final user point of view. Simultaneously, fulfilling and improving the sub-systems in the NUCLEA is a continuous task, the assessment work being based on the CALPHAD method, and ideally never completely realised.

In summary, the Nuclear Thermodynamic Database could be considered as well validated if sufficient predicting power was reached for practical applications, both in the In-and Ex-Vessel fields.

FUTURE.

In the future, specific actions will have to be foreseen to improve the state of validation of NUCLEA, both for In-and Ex-Vessel applications.

On the one hand, such a database must be continuously updated for all binary or pseudo-binary, and selected ternary sub-systems, by taking into account the newly available experimental results in the optimisation process based on the CALPHAD method.

On the other hand, the database must also be compared to available experimental results in higher-order systems, in order to validate the global thermodynamic approach or eventually to identify remaining uncertainties or insufficient knowledge.

This task involves two different aspects :

Obviously a very high quality scientific work for obtaining reliable thermodynamic data, by using adapted thermodynamic models and sophisticated optimisation codes.

But also a considerable technical work, which is the database management, in order to maintain an updated experimental database (phase diagram and thermodynamic properties), and to be able to re-assess binary or ternary subsystems if necessary, when new experiments becomes available.

ASSESSMENT of FE-O-U-ZR

An important experimental and modelisation work was done in the last 10 years by many people in the world to obtain now a rather good knowledge and representation of that main quaternary system.

In the present version of the database all the available information (equilibrium points of phase diagrams, activities measurements, vapour pressures etc…), up to the year 2004, was taken into account in the optimisation procedure.

To allow the user to have an idea of the validity of the obtained results the calculated phase diagrams are compared, in the following pages, with some experimental points. But if anybody is interested more in detail by the experiments or by critical assessment and optimisation work he has to look at the numerous scientific papers published in the recent years.

BINARY SYSTEMS.

Fe-O, Fe-U, Fe-Zr, O-U, O-Zr, U,Zr.

PSEUDO-BINARY SYSTEMS.

O 2 U-O 2 Zr.

IMPORTANT NOTE :

It must be underlined that pseudo-binary systems including iron oxides are not real quasibinary phase diagrams. These ones are only used for evaluation of the interaction parameters, but they have to be further controlled by calculating them as valid sections of the ternary systems Fe-O-U or Fe-O-Zr.

TERNARY SYSTEMS.

Fe-O-U, Fe-O-Zr, Fe-U-Zr, O-U-Zr.

FE-O

The phase diagram of the Fe-O binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a miscibility gap between an Fe rich liquid (L 1 ) and an FeO/Fe 2 O 3 rich liquid (L 2 ) ; • the intermediate solid oxides, Fe 3 O 4 (S) or magnetite, Fe 2 O 3 (S) or hematite, corundum ;

• the oxide solid solution, FeO 1+x , or wustite, with the face-centred cubic structure, of NaCl type, noted fcc_B1 ; • pure solid iron, with a negligible solubility of oxygen, and different allotropic structures, cubic face centred (fcc_A1) and body cubic centred (bcc_A2) ; • the gas phase, which shows an extended solubility of iron in oxygen above 2800 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of the stoichiometric compounds Fe 0.947 O 1 (fcc_B1), Fe 3 O 4 (S), Fe 2 O 3 (S) have been assessed separately in consistency with the available experimental data. The liquid phase has been described by a non-ideal associate model, with the formula (Fe 1 , Fe 1 O 1 , Fe 1 O 1.5 ,O 1 )(L), and the solid solution FeO 1+x by a simple one lattice model, with the formula (Fe 1 O 1 , Fe 1 O 1.5 )(fcc_B1). The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , Fe

1 O 1 , Fe 1 O 1.5 , O 1 , O 2 , O 3 ) 1 (G).
The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the activity of iron and oxygen are in satisfactory agreement with the experimental ones in the solid state and are strongly constrained by the assessed thermodynamic properties of stoichiometric compounds ; • the wustite phase limits are very well reproduced ;

• the liquidus in the iron rich region is in satisfactory agreement with the experimental one up to 2200 K, as well as the melting point of Fe 3 O 4 (S) and all the invariant reactions ;

• the miscibility gap in the liquid state was assumed to be closed around 3000 K, in agreement with only one series of experimental points, which should be validated again. 

FE-U

The phase diagram of the Fe-U binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a complete miscibility from iron to uranium ;

• the intermetallic compounds, Fe 2 U 1 (S) with the Laves structure, and Fe 1 U 6 (S) ;

• pure solid iron, with a negligible solubility of uranium, with two allotropic structures, Fe 1 (bcc_A2) and Fe 1 (fcc_A1) ; • the uranium rich terminal solid solutions, tetragonal (tet) and body cubic centred, bcc_A2, with a small solubility of iron. • pure orthorhombic uranium U 1 (ort_A20), with a negligible solubility of iron.

The heat capacity (Cp) of the stoichiometric compounds Fe 2 U 1 (S) and Fe 1 U 6 (S) have been assessed separately in consistency with the available experimental data. The fundamental properties at room temperatures (∆H 298 , S 298 ) have been assessed in consistency with all other data. The liquid, bcc_A2 and tet phases (φ) have been described by a simple substitutional model, with the formula (Fe 1 , U 1 )(φ). A realistic extrapolation of the excess Gibbs energy of the liquid phase at high temperature is proposed. The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , U 1 ) 1 (G).

The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the activity of iron and uranium are in satisfactory agreement with the experimental ones in the liquid state ; • the calculated and experimental phase diagrams are in very satisfactory agreement. 

FE-ZR

The phase diagram of the Fe-Zr binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a complete miscibility from iron to zirconium ; • the intermetallic compounds, Fe 765 Zr 265 (S), Fe 1 Zr 2 (S), Fe 1 Zr 3 (S) ;

• the intermediate non-stoichiometric Laves phase, Fe 2 Zr 1 (Laves) ;

• the terminal iron-rich solid solutions, bcc_A2 and fcc_A1, with a small solubility of zirconium ; • the terminal zirconium rich solution, bcc_A2, with a limited solubility of iron ;

• the terminal zirconium rich solution, with the hexagonal closed packed structure, hcp_A3, and a very small solubility of iron.

The heat capacity (Cp) of the stoichiometric compounds Fe 2 Zr 1 (Laves), Fe 1 Zr 2 (S), Fe 1 Zr 3 (S) have been estimated from the Neuman-Kopp rule. The fundamental properties at room temperatures (∆H 298 , S 298 ) have been assessed in consistency with all other data. The liquid, bcc_A2 and fcc_A1 phases (φ) have been described by a simple substitutional model, with the formula (Fe 1 ,Zr 1 )(φ). The Laves phase has been described with a two sublattice model, with the formula (Fe 1 , Zr 1 ) 2 (Fe 1 , Zr 1 ) 1 . A realistic extrapolation of the excess Gibbs energy of the liquid phase at high temperature is proposed. The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , Zr 1, Zr 2 ) 1 (G).

The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the activity of iron and zirconium are in satisfactory agreement with the experimental ones in the liquid state ; • the selected enthalpy of mixing of the liquid phase is incompatible with the liquidus shape in the zirconium rich region ; • the calculated and experimental phase diagrams are in satisfactory agreement : the non-stoichiometry.. range of the Laves phase and the temperatures of the invariant reactions are perfectly reproduced ; the liquidus shape in the zirconium rich region should be improved. 

O-U

The phase diagram of the O-U binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a miscibility gap between an UO 2 rich liquid (L 1 ) and an uranium rich liquid (L 2 ) ; • the intermediate solid oxides, O 3 U 1 (S) or UO 3 , O 8 U 3 (S) or U 3 O 8-z , O 9 U 4 (S) or U 4 O 9-y ; the compounds U 5 O 13 +x , U 8 O 21 , UO 2.61 , have also been cited ; • the oxide solid solution, UO 2 +x , with the face-centred cubic structure, of CaF 2 (fluorite) type, Fm 3 m, cF 12 , noted fcc_C1 ; • pure solid uranium, with a negligible solubility of oxygen, and different allotropic structures, orthorhombic, U 1 (ort_A20), tetragonal, U 1 (tet), and body cubic centred, U 1 (bcc_A2) ; • the gas phase, which shows an extended solubility of uranium above 2000 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of the stoichiometric compounds O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S) and O 2 U 1 (S) have been assessed separately in consistency with the available experimental data. The liquid phase has been described by a non-ideal associate model, with the formula (O 1 , O 2 U 1 , U 1 ) (L), and the solid solution UO 2 +x by a three sublattice model, with the formula (U 1 ) 1 (O 1 , □) 2 (O 1 , □) 1 (fcc_C1). In order to be compatible with the whole thermodynamic database and to allow the introduction of iron, the model has been simplified in a simple one lattice model, with the formula (O 1 , O 2 U 1 , U 1 ) 1 (fcc_C1). The gas phase has been described by an ideal mixture of gaseous species, with the formula

(O 1 , O 1 U 1 , O 2 U 1 , O 2 , O 3 , O 3 U 1 , U 1 ) 1 (G).
The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the oxygen potential experimental database is perfectly reproduced in the UO 2+x region, while the calculated curvature is stronger than the experimental one in the UO 2-x region, especially with the simplified model. However, the values in the diphasic domains are in good agreement ; • the phase equilibria (solid UO 2 +x region, liquidus, miscibility gap tie line) are well represented, but the UO 2+x region at high temperature has to be experimentally validated. The non-stoichiometry range of U 3 O 8-z and U 4 O 9-y have not been taken into account. The hypothesis of a small solubility of oxygen in liquid uranium has been retained. 

O-ZR

The phase diagram of the O-Zr binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a complete miscibility from O 2 Zr 1 oxide to Zr metal ;

• the pure solid oxides, with the allotropic forms monoclinic O 2 Zr 1 (mon) and tetragonal O 2 Zr 1 (tet) ; • the oxide solid solution, ZrO 2-x , with the face-centred cubic structure, of CaF 2 (fluorite) type, Fm 3 m, cF 12 , noted fcc_C1 ; • the terminal zirconium rich solid solutions, body cubic centred (bcc_A2), and hexagonal closed packed (hcp_A3) pure solid uranium, with a solubility of oxygen limited to about 10 at% and 30 at% respectively ; • the gas phase, which shows an extended solubility of zirconium above 3000 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of the stoichiometric compound O 2 Zr 1 (mon, tet, fcc_C1) have been assessed separately in consistency with the available experimental data. The liquid phase has been described by a non ideal associate model, with the formula (O 1 , O 2 Zr 1 , Zr 1 ) 1 (L), and the solid solution ZrO 2-x, bcc_A2 and hcp_A3 by three and two sublattice models, with the respective formula (Zr 1 ) 1 (O 1 , □) 2 ((O 1 , □) 1 (fcc_C1), (Zr 1 ) 1 (O 1 , □) 3 (bcc_A2), and (Zr 1 ) 1 (O 1 , □) 0.5 (hcp_A3). In order to be compatible with the whole thermodynamic database and to allow the introduction of iron, the model of the fcc_C1 solid solution has been simplified in a simple one lattice model, with the formula (O 1 , O 2 Zr 1 , Zr 1 ) 1 (fcc_C1). The gas phase has been described by an ideal mixture of gaseous species, with the formula

(O 1 , O 1 Zr 1 , O 2 , O 2 Zr 1 , O 3 , Zr 1 , Zr 2 ) 1 (G).
The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the oxygen potential experimental database is correctly reproduced in the monophasic regions ZrO 2-x , fcc_C1 and hcp_A3, while some disagreements have been observed in the diphasic region fcc_C1+hcp_A3 ; • the phase equilibria (solid ZrO 2-x region, diphasic regions O 2 Zr 1 (mon, tet) + hcp_A3, fcc_C1 + hcp_A3, hcp_A3 + bcc_A2) are well represented, but the liquidus L + ZrO 2-x should be validated ; • several stoichiometric oxides observed in the zirconium rich domain at low temperature (T < 750 K) could be included. 

U-ZR

The phase diagram of the U-Zr binary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a complete miscibility from uranium to zirconium ;

• the body cubic centred solid solution, bcc_A2, with also a complete miscibility at high temperature and a small miscibility gap deported on the uranium side between 950 K and 1000 K ; • the terminal solid solutions, uranium rich orthorhombic and tetragonal, ort_A20 and tet, with a small solubility of zirconium, and zirconium rich hexagonal closed packed, hcp_A3, with a small solubility of uranium ; • the intermetallic solid solution, δ, which extents from 64 to 78 at% Zr.

The liquid, bcc_A2, ort_A20, tet and hcp_A3 phases (φ) have been described by a simple substitutional model, with the formula (U 1 , Zr 1 )(φ), and the δ intermetallic solid solution by a two sublattice model, with the formula (U 1 , Zr 1 ) 2 (Zr 1 )(δ). The gas phase has been described by an ideal mixture of gaseous species, with the formula (U 1 , Zr 1 ) 1 (G). The excess Gibbs energy of the liquid and bcc_A2 solid solution has been assessed more physically than in other assessments found in open literature.

The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• some experimental activities were found to be too negative and discarded for experimental reasons (interaction with crucible, impurities) ; • the calculated phase diagram is in satisfactory agreement with the experimental one ;

• thermodynamic properties in the liquid phase should be determined at high temperature. 

FE-O-U

The phase diagram of the Fe-O-U ternary system presents the following solutions and substances, with the symbols used in this work :

• the liquid phase, L, which shows a miscibility gap between an Fe-U-O rich metal-oxygen liquid ( • pure solid iron, with a negligible solubility of oxygen and uranium, and two allotropic structures, body cubic centred, Fe 1 (bcc_A2), and cubic face centred, Fe 1 (fcc_A1) ; • pure orthorhombic uranium U 1 (ort_A20), with a negligible solubility of iron and oxygen ; • the gas phase (G), which shows an extended solubility in oxygen of iron above 2800 K and of uranium above 2000 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of the stoichiometric compounds Fe 0.947 O 1 (fcc_B1), Fe 3 O 4 (S), Fe 2 O 3 (S), O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S), O 2 U 1 (fcc_C1) have been assessed in the individual sub-systems, as well as the thermodynamic modelling of all binary or pseudobinary phases. The ternary liquid phase has been described by a non-ideal associate model, with the formula (Fe 1 , Fe 1 O 1 , Fe 1 O 1.5 , O 1 , O 2 U 1 , U 1 ) 1 (L). The fcc_C1 and fcc_B1 solid solutions have been described will a one lattice model, with the formula (Fe 1 O 1 ,O 2 U 1 ) 1 (fcc_C1) and (Fe 1 O 1 , Fe 1 O 1.5 ) 1 (fcc_B1) respectively. The Gibbs energy of the ternary solid oxide Fe 1 O 4 U 1 (S) has been assessed from the experimental information (thermodynamics and phase diagram). The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , Fe

1 O 1 , Fe 1 O 1.5 , O 1 , O 1 U 1 , O 2 , O 2 U 1 , O 3, O 3 U 1 , U 1 ) 1 (G).
In the metal-oxygen field, the only used experimental information [1997Kle] on phase diagram is located on the line Fe-UO 2 and indicate a very low solubility of UO 2 in liquid iron at very high temperature (2873 K).

In the ternary oxide field, the Fe 1 O 4 U 1 (S) was found to be decomposed at 1310 K.

Most of the more recent experimental informations are located in the pseudo-binary vertical sections, FeO-UO 2 ([1998Hel], [2003Pet], [2004Cor]) and Fe 2 O 3 /Fe 3 O 4 -UO 2 ([1969Ril], [2005Kis]), and come from the CORPHAD and SARNET international projects.

The main features of the FeO-UO 2 isopleth to section [2004Cor] are a complete solubility between FeO and UO 2 in the oxide liquid (L 2 ), and a non negligible solubility of iron oxide in the UO 2 rich fcc_C1 solid solution. The eutectic point was experimentally assessed as T = 1615 K (1342°C) and 4 mol% UO 2 (13.6 wt%). The solubility of iron oxide in fcc_C1 at the eutectic temperature was assessed as 17 mol% FeO (5 wt%).

The Fe 2 O 3 /Fe 3 O 4 -UO 2+x isopleth section has been experimentally studied in air [1969Ril], and its edges vary with composition from UO 2+x , U Kiselova and Petrov [2005Kis]. According to these authors, the eutectic L UO 2 + FeO 1.33 was located at 1621 K (1348 °C) and 68.5 wt% UO 2 , 31.5 wt% Fe 3 O 4 , and a miscibility gap was found between 1673 K (1400 °C) and 1973 K (1700 °C) on the iron oxide rich side.

In a first approximation, the excess interaction parameters between Fe 1 O 1 and O 2 U 1 on the one hand and Fe 1 O 1.5 and O 2 U 1 on the other hand have been estimated by assuming the pseudo-binary sections as quasi-binary ones.

The real isothermal or isopleth sections may be then calculated from the complete thermodynamic modelling. The main features of the FeO-UO 2 pseudo-binary system are qualitatively well reproduced, but the residual uncertainty on the Fe 2 O 3 /Fe 3 O 4 -UO 2 pseudo-binary system leads to quantitative differences between re-calculated liquidus and experimental one, due to the presence of Fe 1 O 1.5 species in the liquid phase.

The Fe 2 O 3 /Fe 3 O 4 -UO 2 pseudo-binary system has been considered without the new assumption of a liquid miscibility gap and the corrected eutectic temperature [2005Kis].

Finally, the refinement of the liquid interaction parameters between Fe 1 O 1 and O 2 U 1 and Fe 1 O 1 . 5 and O 2 U 1 will be mainly linked to the improvement of the description of the Fe 2 O 3 /Fe 3 O 4 -UO 2 pseudo-binary system.

At high temperatures (T > 2273 K), the ternary phase diagram is characterised by the following phase equilibria : 

L 1 + fcc_C1, L 1 + L 2 + fcc_C1, L 2 + fcc_C1, L 2 + G, L 2 + G + fcc_C1, L 1 + L 2 .

FE-O-ZR

The phase diagram of the Fe-O-Zr ternary system presents the following solutions and substances, with the symbols used in this work :

• the liquid phase, L, which shows a miscibility gap between an Fe-Zr rich metallic liquid (L 1 ) and an FeO/Fe 2 O 3 -ZrO 2 rich oxide liquid (L 2 ) ; it extends from the Fe-O side and closes at zirconium rich content ; it may also exist a liquid miscibility gap in the oxide field, observed in the Fe 2 O 3 /Fe 3 O 4 -ZrO 2 system between 2100 K and 2600 K, while there is a complete liquid miscibility in the FeO-ZrO 2 system. • the ZrO 2 rich oxide solid solution, with the face-centred cubic structure, of CaF 2 (fluorite) type, Fm 3 m, cF 12 , noted fcc_C1, and which can dissolves until 18 mol% FeO in ZrO 2 ; • the ZrO 2 rich oxide solid solution, with the tetragonal structure, noted tet_oxide, and which can dissolve until 7 mol% Fe 1 O 1.5 in ZrO 2 ; • the oxide solid solution, FeO 1+x , or wustite, with the face-centred cubic structure, of NaCl type, noted fcc_B1 ; no solubility of zirconia in wustite is reported ; • the terminal zirconium rich solid solution, body cubic centred (bcc_A2), with a solubility of oxygen limited to about 10 at% and a solubility of iron limited to 5 at% ; • the terminal zirconium rich solid solution, hexagonal closed packed (hcp_A3) with a solubility of oxygen limited to about 30 at% and a very small solubility of iron ; • the terminal iron-rich solid solutions, bcc_A2 and fcc_A1, with a small solubility of zirconium and a negligible solubility of oxygen ; • the intermediate non-stoichiometric Laves phase, Fe 2 Zr 1 (Laves) ; • the pure solid oxides, Fe 3 O 4 (S) or magnetite, Fe 2 O 3 (S) or hematite, corundum, O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S) ; • the intermetallic compounds, Fe 765 Zr 265 (S), Fe 1 Zr 2 (S), Fe 1 Zr 3 (S) ; • the pure solid zirconium oxide, with the allotropic form monoclinic O 2 Zr 1 (mon) ; • the gas phase (G), which shows an extended solubility in oxygen of iron above 2800 K and of zirconium above 3000 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of the stoichiometric compounds Fe 0.947 O 1 (fcc_B1), Fe 1 O 1.5 (S), Fe 3 O 4 (S), Fe 2 O 3 (S), O 2 Zr 1 (fcc_C1, tet, mon), Fe 2 Zr 1 (Laves), Fe 765 Zr 265 (S), Fe 1 Zr 2 (S), Fe 1 Zr 3 (S) have been assessed in the individual sub-systems, as well as the thermodynamic modelling of all binary or pseudo-binary phases. The ternary liquid phase has been described by a non ideal associate model, with the formula (Fe 1 ,Fe 1 O 1 ,Fe 1 O 1.5 ,O 1 ,O 2 Zr 1 ,Zr 1 ) 1 (L). The fcc_C1, tet_oxide and fcc_B1 solid solutions have been described with a one lattice model, whith the formula (Fe 1 O 1 ,O 2 Zr 1 ) 1 (fcc_C1), (Fe 1 O 1 ,Fe 1 O 1.5 ,O 2 Zr 1 ) 1 (tet_oxide) and (Fe 1 O 1 ,Fe 1 O 1.5 )(fcc_B1) respectively. The terminal iron-zirconium rich solid solutions, bcc_A2 and hcp_A3, have been described by a two-sublattice model, with the respective formula (Fe 1 ,Zr 1 ) 1 (O 1 ,□) 3 (bcc_A2), and (Fe 1 ,Zr 1 ) 1 (O 1 ,□) 0.5 (hcp_A3). The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , Fe 1 O 1 , Fe 1 O 1.5 , O 1 , O 1 Zr 1 , O 2 , O 2 Zr 1 , O 3, Zr 1, Zr 2 ) 1 (G).

In the metal-oxygen field, the only used experimental information on phase diagram is located on the line Fe-ZrO 2 and gives the solubility of oxygen in iron rich-zirconium liquid alloys. (1873 K -2073 K).

Most of the more recent experimental informations are located in the pseudo-binary vertical sections, FeO-ZrO 2 ([1997Fis], [1998Hel], [1999Bec], [2003Gus], [2004Cor]) coming from the CORPHAD international project, and Fe 2 O 3 /Fe 3 O 4 -ZrO 2 ([2003Pil], [2004Pet]) coming from the ECOSTAR international project.

The main features of the FeO-ZrO 2 isopleth section [2004Cor] are a complete solubility between FeO and ZrO 2 in the oxide liquid (L 2 ), and a non negligible solubility of iron oxide in the ZrO 2 rich fcc_C1 and tet_oxide solid solutions.

The eutectic temperature was located in the temperature range 1588 -1603 K (1315 -1330 °C) and the corresponding composition 10.26 mol% ZrO 2 (16.4 wt%). The solubility of iron oxide in 

  is a thermodynamic database for in and ex-vessel applications containing 18 + 2 elements : O-U-Zr-Ag-In-B-C-Fe-Cr-Ni-Ba-La-Sr-Ru-Al-Ca-Mg-Si + Ar-H and including the 15 oxide system : UO 2 -ZrO 2 -In 2 O 3 -B 2 O 3 -FeO-Fe 2 O 3 -Cr 2 O 3 -NiO-BaO-La 2 O 3 -OSr-Al 2 O 3 -CaO-MgO-SiO 2
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 1 Figure 1 Calculated Fe-O phase diagram with special points and invariant reactions.
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 2 Figure 2 Calculated Fe-O phase diagram compared with selected experimental data.

Figure 3

 3 Figure 3 Calculated Fe-O phase diagram compared with selected experimental data.

Figure 1

 1 Figure 1Calculated Fe-U phase diagram with special points and invariant reactions.
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 1 Figure 1Calculated Fe-Zr phase diagram with special points and invariant reactions.
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 1 Figure 1Calculated O-U phase diagram with special points and invariant reactions.
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 2 Figure 2Calculated O-U phase diagram compared with selected experimental data.
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 3 Figure 3Calculated UO 2+x solid region compared with selected experimental data.
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 4 Figure 4Calculated UO 2+x region compared with selected experimental data.
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 1 Figure 1Calculated O-Zr phase diagram with special points and invariant reactions.
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 1 Figure 1Calculated U-Zr phase diagram with special points and invariant reactions.

  Figure 1 Calculated O 2 U 1 -O 2 Zr 1 pseudo-binary phase diagram with special points and invariant reactions.

  Figure 2 Calculated O 2 U 1 -O 2 Zr 1 pseudo-binary phase diagram compared with selected experimental data.

Figure 1

 1 Figure 1Calculated Fe-O-U isothermal section at 1273 K.
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 2 Figure 2Calculated Fe-O-U isothermal section at 1773.15 K.
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 3 Figure 3 Calculated Fe-O-U isothermal section at 2273.15 K.
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 4 Figure 4Calculated Fe-O-U isothermal section at 2273.15 K.

Figure 2

 2 Figure 2 Calculated Fe-O-Zr isothermal section at 2473.15 K.
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 3 Figure 3Calculated Fe-O-Zr isothermal section at 2773.15 K.
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 4 Figure 4Calculated Fe-O-Zr isothermal section at 3073.15 K.

Figure 1

 1 Figure 1Calculated Fe-U-Zr isothermal section at 1073.15 K.
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 2 Figure 2Calculated Fe-U-Zr isothermal section at 1273.15 K.

Figure 3

 3 Figure 3Calculated Fe-U-Zr isothermal section at 1473.15 K.

Figure 4

 4 Figure 4Calculated Fe-U-Zr isothermal section at 1673.15 K.

  Figure 1Calculated O-U-Zr isothermal section at 1773.15 K.

Figure 4

 4 Figure 2Calculated O-U-Zr isothermal section at 2773.15 K.

  

  

  

Table Gaseous species stored in NUCLEA. Gibbs energy at T = 298.15 K

 Gaseous 

	506 98	B2FE3O6(S) SI4ZR5(S) B2O2(G) C2SI2(G) H1MG1(G) SR2(G)	-2160504.75 -740504.31 -528356.26 565930.03 111463.34 228192.96	-196409.52 -82278.26 -132089.07 141482.51 55731.67 114096.48	
	507 99	B2FE3U1(S) SI511U489(S) B2O3(G) C2SI3(G) H1MG1O1(G) U1(G)	-234009.51 -51020979.51 -920534.72 472155.08 -239351.24 476549.41	-39001.59 -51020.98 -184106.94 94431.02 -79783.75 476549.41	
	508	B2H4O4(S) SI5U3(S) B3H3O3(G) C3(G) H1NI1(G) ZR1(G)	-1447850.19 -419390.36 -1304546.82 749329.1 330523.83 535132.84	-144785.02 -52423.8 -144949.65 249776.37 165261.92 535132.84	
	509 510 511 N° 1 2 3 4 5 6 7 8 9	B2IN2O6(S) B2LA2O6(S) B2LA6O12(S) B2MG1(S) B2MG2O5(S) B2MG3O6(S) B2NI2O5(S) B2NI3O6(S) B2O4SR1(S) B2O5SR2(S) B2O6SR3(S) B2RU1(S) B2U1(S) B2ZR1(S) B3CR5(S) B3H3O3(S) B3NI4(S) B3RU2(S) B3RU7(S) B3SI1(S) B4BA1O7(S) B4CA1O7(S) B4CR1(S) B4CR3(S) B4FE1U1(S) B4LA1(S) B4MG1(S) B4MG1O7(S) B4O7SR1(S) B4U1(S) B4ZR3(S) B5H9(L) B6BA1(S) B6CA1(S) B6LA1(S) B6LA2O12(S) B6O10SR1(S) B6SI1(S) B6SR1(S) B7MG1(S) B8BA1O13(S) B9LA1(S) BA1(SER) BA13IN1(S) BA1C1O3(C) BA1C2(S) BA1CR1O4(S) BA1CR2O4(S) SR1(SER) U1(SER) ZR1(SER) SUBSTANCES AG1(G) AG1O1(G) AG2(G) AL1(G) AL1B1O2(G) AL1C1(G) AL1C2(G) AL1H1(G) AL1H1O1(G)1 AL1H1O1(G)2 AL1H1O2(G) AL1H2(G) AL1H2O2(G) AL1H3(G) AL1O1(G) AL1O2(G) AL2(G) AL2C2(G) AL2O1(G) AL2O2(G) AL2O3(G) AR1(G) B1(G) B10H14(G) B1BA1O2(G) B1C1(G) B1C2(G) B1H1(G) B1H1O1(G)1 B1H1O1(G)2 B1H1O2(G) B1H2(G) B1H2O1(G) B1H2O2(G) B1H3(G) B1H3O1(G) B1H3O2(G) B1H3O3(G) B1O1(G) B1O2(G) B1O2SR1(G) B2(G) B2C1(G) B2H4O4(G) B2H6(G) B2O1(G) C2SI1(G) H1IN1O1(G) SR1(G) C2O1(G) H1IN1(G) SI3(G) C2H8SI1(G) H1(G) SI2(G) C2H6O2(G) FE2(G) SI1(G) C2H6O1SI1(G) FE1O1(G) RU1(G) C2H6O1(G)2 FE1H2O2(G) O4RU1(G) C2H6O1(G)1 FE1(G) O3U1(G) C2H6(G) CR2(G) O3RU1(G) C2H5(G) CR1O3(G) O3(G) C2H4O4(G) CR1O2(G) O2ZR1(G) C2H4O2(G)2 CR1O1(G) O2U1(G) C2H4O2(G)1 CR1(G) O2SI2(G) C2H4O1(G)2 CA2(G) O2SI1(G) C2H4O1(G)1 CA1O1(G) O2(G) C2H4(G) CA1H2O2(G) O1ZR1(G) C2H3(G) CA1H1O1(G) O1U1(G) C2H2O2(G) CA1H1(G) O1SR1(G) C2H2O1(G) CA1(G) O1SI1(G) C2H2(G) C6CR1O6(G) O1(G) C2H1(G) C5FE1O5(G) NI1O1(G) C2(G) C5(G) NI1(G) C1SI4(G) C4NI1O4(G) MG2(G) C1SI3(G) C4(G) MG1O1(G) C1SI2(G) C3O2(G) MG1(G) C1SI1(G) C3H8O1(G)3 LA2O2(G) C1O2(G) C3H8O1(G)2 LA2O1(G) C1O1(G) C3H8O1(G)1 LA1O1(G) C1H4O1(G) C3H8(G) LA1(G) C1H4(G) C3H7(G)2 IN2O1(G) C1H3O1(G)2 C3H7(G)1 IN2(G) C1H3O1(G)1 C3H6O3(G) IN1O1(G) C1H3(G) C3H6O2(G) IN1(G) C1H2O2(G)T C3H6O1(G)5 H6SI2(G) C1H2O2(G)C C3H6O1(G)4 H4SI1(G) C1H2O1(G) C3H6O1(G)3 H3SI1(G) C1H2(G) C3H6O1(G)2 H2SI1(G) C1H1O2(G) C3H6O1(G)1 H2O2SR1(G) C1H1O1(G) C3H6(G)2 H2O2(G) C1H1(G) C3H6(G)1 H2O1(G) C1(G) C3H4O3(G) H2NI1O2(G) BA2O1(G) C3H4O2(G)2 H2MG1O2(G) BA1O1(G) C3H4O2(G)1 H2(G) BA1H2O2(G) C3H4O1(G)3 H1ZR1(G) BA1H1O1(G) C3H4O1(G)2 H1SR1(G) BA1H1(G) C3H4O1(G)1 H1SI1(G) BA1(G) C3H4(G)3 H1O2(G) B5H9(G) C3H4(G)2 H1O1SR1(G) B3H3O6(G) C3H4(G)1 H1O1(G) ZR2(G)	-2274346.65 -3200888.71 -6875312.02 -85027.23 -2586983.82 -3210718.06 -1786882.29 -2684614.08 -2039632.42 -2693841.04 -3345079.69 -64529.78 -180686.63 -332977.04 -305745.69 -1312211.18 -180515.06 -117375.7 -248863.36 -40318.35 -3353866.05 -3401581.06 -143702.66 -300194.72 -323844.87 -336133.98 -109898.64 -3281304.33 -3383923.05 -262832.38 -687794.06 -12113.99 -139573.03 -130370.27 -495419.13 -5805804.43 -4715632.16 -68841.13 -146468.5 -144815.93 -6022469.4 -513384.79 0 -337548.7 -1244422.84 -109126.62 -1493281.05 -1799480.43 0 0 0 J / mole 233486.92 236080.35 330017.71 264978.9 -621770.95 622924.02 610248.15 203428.25 -30727.26 -244386.47 -536048.12 183524.24 -727416.65 146618.21 12542.85 -161240.88 417169.13 480147.51 -261749.3 -561018.6 -643858.28 -46156.01 538182.95 -57690.78 -721293.83 766281.07 720235.12 391462.73 -258732.23 -84666.02 -632101.75 147135.1 -138946.62 -549473.36 50706.01 -358422.2 -720786.35 -1072202.07 -60631.53 -352997.53 -716271.78 792162.75 712324.94 -1388487.46 -28491.53 28362.76 562356.42 -177715.11 111785.53 217149.19 152854.46 542661.22 -161407.65 183796.42 511590.2 -485787.25 469463.25 400042.8 -274911.06 178944.32 600987.7 -263775.05 -414938.69 -269585.7 -318640.72 357670.39 -897302.47 -153107.32 558217.14 -160573.12 34994.68 -372207.2 70540.6 -920085.32 -155552.34 -477564.43 -439518.14 116976.46 -553546.13 -516784.01 364370.65 -490058.61 -244864.61 260561.61 -373666.79 -125057.23 -21543.41 -61164.58 -12894.53 -695884.08 14500.96 190611.68 -264083.57 -45138.27 -293215.66 168749.71 -70257.88 -119784.26 131470.25 -159349.18 166847.91 -1151001.24 201160.56 415160.63 -858789.13 237687.74 778291.25 906912.04 367484.91 551702.33 -722670.52 203668.81 529657.73 902613.79 -5395.48 484042.19 -175919.11 99565.8 667555.34 -364855.88 -715506.87 -457219.64 -351344.01 -141915.24 -169430.03 -308670.85 -192451.31 -272387.97 -184320.5 361792.21 -130372.16 1058.53 -132009.52 -93236.36 -9699.87 317670.57 -56395.19 -551960.79 99366.94 87828.46 -508581.67 188905.56 -436592.2 -221370.51 -960.95 -452963.2 -276757.48 -26675.76 -181090.29 -305159.22 139897.6 328605.08 -177491.66 211505.15 -288020.34 -223601.81 -673915.64 -23431.32 -59792.92 -205539.12 539587.82 -17441.99 -298082.19 669532.48 -593676.05 -342047.19 -327217.82 -382412.32 -651873.04 -197909.36 -415216.78 -38929.31 -719984.02 -167782.93 451889.28 -342305.72 -168823.64 155860.43 138270.27 -84410.12 317547.68 147398.23 110450.99 -65748.6 -8866.58 118253.14 -264116.81 -2375509.78 204503.03 -15399.56 851510.77	-227434.66 -320088.87 -343765.6 -28342.41 -287442.65 -291883.46 -198542.48 -244055.83 -291376.06 -299315.67 -304098.15 -21509.93 -60228.88 -110992.35 -38218.21 -145801.24 -25787.87 -23475.14 -24886.34 -10079.59 -279488.84 -283465.09 -28740.53 -42884.96 -53974.15 -67226.8 -21979.73 -273442.03 -281993.59 -52566.48 -98256.29 -865.28 -19939 -18624.32 -70774.16 -290290.22 -277390.13 -9834.45 -20924.07 -18101.99 -273748.61 -51338.48 0 -24110.62 -248884.57 -36375.54 -248880.18 -257068.63 0 0 0 187452.14 -59238.37 111785.53 9454.25 72383.06 76427.23 180887.07 -3561.44 -14673.42 183796.42 255795.1 -138848.75 -48578.73 234731.63 400042.8 237441.65 -27491.11 89472.16 600987.7 396081.38 -29308.34 -82987.74 -53917.14 -179067.94 -35404.52 357670.39 -224325.62 -117665.84 -19138.41 279108.57 -40143.28 -30315.76 4999.24 -93051.8 23513.53 -153171.72 -92008.53 -51850.78 -159188.14 -120131.06 -54939.77 58488.23 -184515.38 -71684.44 -64598 364370.65 -122514.65 12676.5 -34980.66 130280.81 -124555.6 -109894.67 -17865.32 -10771.71 -30582.29 -34736.66 -2149.09 -139176.82 7250.48 49045.03 38122.34 -88027.86 -22569.14 -158025.44 -48869.28 84374.85 -35128.94 -28222.01 -23956.85 131470.25 -79674.59 -86244.08 41711.98 -88538.56 201160.56 195731.36 138386.88 -78071.74 118843.87 240078.37 389145.63 181382.41 367484.91 383140.53 110340.47 -80296.72 101834.4 -180323.46 132414.43 225653.45 -2697.74 -2403.78 161347.4 -35183.82 99565.8 538182.95 333777.67 -30404.66 -178876.72 -46156.01 -152406.55 -29278.67 -47305.08 -128771.66 -84715.01 -25722.57 -96225.65 -140254.65 -45397.99 -16756.41 361792.21 -87249.77 -26074.43 105.85 -44003.17 120036.88 -18647.27 -969.99 158835.28 208584.57 -11279.04 -45996.73 49683.47 -53746.96 21957.11 -46234.7 188905.56 6271.42 -87318.44 -22137.05 -120.12 36654.55 -90592.64 -27675.75 -5335.15 -145483.33 -45272.57 -30515.92 34974.4 61174.75 109535.03 -17749.17 70501.72 -134012.03 -72005.08 -22360.18 -134783.13 -81462.16 -7810.44 -6643.66 -51384.78 -10242.42 269793.91 -1938 -99360.73 101714.13 669532.48 -59367.61 -68409.44 203416.05 -109072.61 -42490.26 -130374.61 311462.01 -98954.68 -46135.2 -19464.66 -155442.74 -143996.8 -20972.87 225944.64 264978.9 -114101.91 -21102.95 77930.22 165008.86 69135.14 -10551.27 158773.84 118040.18 147398.23 15778.71 -21916.2 233486.92 -633.33 16893.31 -88038.94 J / g-atom -197959.15 29214.72 -7699.78 425755.38	.

Table 5 Pseudo-binary systems.
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	System	Quality	Date of issue	System	Quality	Date of issue	System	Quality	Date of issue
	Al2O3-B2O3		03/2003	BaO-O2U		03/2003	Fe2O3-O2Si		03/2003
	Al2O3-BaO		03/2003	BaO-O2Zr		03/2003	Fe2O3-O2U		03/2003
	Al2O3-CaO		01/2006	CaO-Cr2O3		03/2003	Fe2O3-O2Zr		03/2003
	Al2O3-Cr2O3		03/2003	CaO-FeO		03/2003	In2O3-La2O3		03/2003
	Al2O3-FeO		03/2003	CaO-Fe2O3		03/2003	In2O3-MgO		03/2003
	Al2O3-Fe2O3		03/2003	CaO-In2O3		03/2003	In2O3-NiO		03/2003
	Al2O3-In2O3		03/2003	CaO-La2O3		03/2003	In2O3-OSr		03/2003
	Al2O3-La2O3		03/2003	CaO-MgO		03/2003	In2O3-O2Si		03/2003
	Al2O3-MgO		03/2003	CaO-NiO		03/2003	In2O3-O2U		03/2003
	Al2O3-NiO		03/2003	CaO-OSr		03/2003	In2O3-O2Zr		03/2003
	Al2O3-OSr		03/2003	CaO-O2Si		03/2003	La2O3-MgO		03/2003
	Al2O3-O2Si		03/2003	CaO-O2U		03/2003	La2O3-NiO		03/2003
	Al2O3-O2U		03/2003	CaO-O2Zr		03/2003	La2O3-OSr		03/2003
	Al2O3-O2Zr		03/2003	Cr2O3-FeO		03/2003	La2O3-O2Si		03/2003
	B2O3-BaO		03/2003	Cr2O3-Fe2O3		12/2004	La2O3-O2U		03/2003
	B2O3-CaO		03/2003	Cr2O3-In2O3		03/2003	La2O3-O2Zr		03/2003
	B2O3-Cr2O3		03/2003	Cr2O3-La2O3		03/2003	MgO-NiO		03/2003
	B2O3-FeO		03/2003	Cr2O3-MgO		03/2003	MgO-OSr		03/2003
	B2O3-Fe2O3		03/2003	Cr2O3-NiO		12/2004	MgO-O2Si		03/2003
	B2O3-In2O3		03/2003	Cr2O3-OSr		03/2003	MgO-O2U		03/2003
	B2O3-La2O3		03/2003	Cr2O3-O2Si		03/2003	MgO-O2Zr		03/2003
	B2O3-MgO		03/2003	Cr2O3-O2U		03/2003	NiO-OSr		03/2003
	B2O3-NiO		03/2003	Cr2O3-O2Zr		03/2003	NiO-O2Si		03/2003
	B2O3-OSr		03/2003	FeO-Fe2O3		03/2003	NiO-O2U		03/2003
	B2O3-O2Si		03/2003	FeO-In2O3		03/2003	NiO-O2Zr		03/2003
	B2O3-O2U		03/2003	FeO-La2O3		03/2003	OSr-O2Si		03/2003
	B2O3-O2Zr		03/2003	FeO-MgO		03/2003	OSr-O2U		03/2003
	BaO-CaO		03/2003	FeO-NiO		03/2003	OSr-O2Zr		03/2003
	BaO-Cr2O3		03/2003	FeO-OSr		03/2003	O2Si-O2U		03/2003
	BaO-FeO		03/2003	FeO-O2Si		03/2003	O2Si-O2Zr		03/2003
	BaO-Fe2O3		03/2003	FeO-O2U		03/2003	O2U-O2Zr		01/2005
	BaO-In2O3		03/2003	FeO-O2Zr		03/2003			
	BaO-La2O3		03/2003	Fe2O3-In2O3		03/2003			
	BaO-MgO		03/2003	Fe2O3-La2O3		03/2003			
	BaO-NiO		03/2003	Fe2O3-MgO		03/2003			
	BaO-OSr		03/2003	Fe2O3-NiO		03/2003			
	BaO-O2Si		03/2003	Fe2O3-OSr		03/2003			

  L 1 ) and a FeO-Fe 2 O 3 -UO 2 rich oxide liquid(L 2 ) ; it extends from the Fe-O side to the O-U side it could present a miscibility gap between a Fe 2 O 3 /Fe 3 O 4 rich phase(L 2 ) and a UO 2 rich liquid (L 3 ) ; • the oxide solid solution, (U,Fe)O 2 +x , with the face-centred cubic structure, of CaF 2 (fluorite) type, Fm 3 m, cF 12 , noted fcc_C1, and which can dissolves until 15 mol% FeO in UO 2 ; • the oxide solid solution, FeO 1+x , or wustite, with the face-centred cubic structure, of NaCl type, noted fcc_B1 ; no solubility of urania in wustite is reported ; • the uranium rich terminal solid solutions, tetragonal, tet_metal, and body cubic centred, bcc_A2, with a small solubility of iron. • the pure solid oxides, Fe 3 O 4 (S) or magnetite, Fe 2 O 3 (S) or hematite, corundum, O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S) ; • the inter-metallic compounds, Fe 2 U 1 (S) with the Laves structure, and Fe 1 U 6 (S) ;• the ternary solid oxide, Fe 1 O 4 U 1 (S) ;

  3 O 8 or U 4 O 8 below 2126 K and 1394 K, and from Fe 2 O 3 to Fe 3 O 4 (melting point, 1869 K) above 1730 K ; according to Riley [1969Ril], the eutectic reaction L U 3 O 8 + Fe 2 O 3 is located at 1513 K (1240 °C) and 30 wt% Fe 2 O 3 , 70 wt% UO 2 , corresponding to 59.2 mol% Fe 1 O 1.5 , 40.8 mol% UO 2 . Whatever, this diagram is still imprecise and presumption of a liquid miscibility gas was recently put in evidence by

FE-U-ZR

The phase diagram of the Fe-U-Zr ternary system presents the following condensed solutions and substances, with the symbols used in this work or found in open literature :

• the liquid phase, L, which shows a complete miscibility between all elements ;

• the intermetallic Laves phase, Fe 2 (U, Zr)(Laves), which shows a miscibility gap at low temperature between a Fe 2 U 1 rich Laves phase and a Fe 2 Zr 1 rich Laves phase ; • the terminal iron rich solid solutions, body cubic centred, bcc_A2, and face cubic centred, fcc_A1, with a negligible solubility of uranium and a small solubility of zirconium ; • the terminal uranium-zirconium solid solution, body cubic centred, bcc_A2, with a limited solubility of iron ; • the terminal uranium rich solid solution, tetragonal (tet_metal), with a very small solubility of iron and zirconium ; • the terminal uranium rich orthorhombic solid solution, ort_A20, with a negligible solubility of iron and a very small solubility of zirconium ; • the terminal zirconium rich solution, with the hexagonal closed packed structure, hcp_A3, and a very small solubility of iron and uranium ; • the intermetallic solid solution, δ, which extents from 64 to 78 at % Zr ;

• the binary intermetallic compounds, Fe 1 U 6 (S), Fe 765 Zr 265 (S), Fe 1 Zr 2 (S) and Fe 1 Zr 3 (S) ;

• the ternary intermetallic compounds, Fe 0.333 U 0.25 Zr 0.417 (ε), Fe 0.06 U 0.71 Zr 0.23 (λ), Fe 0.50 U 0.18 Zr 0.32 (χ).

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of substances, Fe 2 U 1 (Laves), Fe 1 U 6 (S), Fe 2 Zr 1 (Laves), Fe 765 Zr 265 (S), Fe 1 Zr 2 (S) and Fe 1 Zr 3 (S) have been assessed in the individual sub-systems, as well as the thermodynamic modelling of all binary phases. The liquid, bcc_A2, fcc_A1, hcp_A3 phases (φ) have been described by a non ideal substitutional model, with the formula (Fe 1 ,U 1 ,Zr 1 )(φ). The intermetallic Laves phase, Fe 2 (U,Zr)(Laves), has been described by a two-sublattice model, with the formula (Fe 1 , U 1 , Zr 1 ) 2 (Fe 1 , U 1 , Zr 1 ) 1 . In order to reproduce the non-stoichiometric field in the Fe-Zr binary system. The thermodynamic properties of the three ternary intermetallic compounds, Fe 0.333 U 0.25 Zr 0.417 (ε), Fe 0.06 U 0.71 Zr 0.23 (λ), Fe 0.50 U 0.18 Zr 0.32 (χ) have been estimated from the phase diagram information. The gas phase has been described by an ideal mixture of gaseous species, with the formula (Fe 1 , U 1 , Zr 1 , Zr 2 ) 1 (G).

The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• the ternary intermetallic compounds are reproduced in accordance with experimental phase diagram at temperatures below 1000 K ; • the miscibility gap in the ternary Laves phase is present up to 1373 K ; • above 1573 K, the only solid phases are the Fe 2 Zr 1 rich Laves phase, the iron rich (fcc_A1, bcc_A2) and uranium-zirconium rich (bcc_A2) solution phases. Then, the liquid domain is more and more extended, pure iron melts at 1811 K, pure Fe 2 Zr 1 at 1950 K, and pure zirconium at 2128 K. There is no available experimental information at high temperature (T > 1500 K).

O-U-ZR

The phase diagram of the O-U-Zr ternary system presents the following solutions and substances, with the symbols used in this work :

• the liquid phase, L, which shows a miscibility gap between an uranium-zirconium rich metallic liquid (L 1 ) and a UO 2 -ZrO 2 rich oxide liquid (L 2 ) ; the miscibility gap is closed at high zirconium content ; • the oxide solid solution, (U,Zr)O 2 +x , with the face-centred cubic structure, of CaF 2 (fluorite) type, Fm 3 m, cF 12 , noted fcc_C1 ; • the terminal zirconia rich solid solution, (U,Zr)O 2 , tetragonal, tet_oxide, with a solubility of O 2 U 1 limited to about 23 mol% ; • the terminal uranium-zirconium rich solid solution, body cubic centred, bcc_A2, with a limited solubility of oxygen on the O-Zr side, showing a complete miscibility at high temperature and a small miscibility gap deported on the uranium side between 950 K and 1000 K in the U-Zr system ; • the terminal zirconium rich hexagonal closed packed solid solution, hcp_A3, with a solubility of oxygen limited to about 10 at% and 30 at% respectively, and a small solubility of uranium (< 3 at%) ; • the intermediate solid oxides, O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S) ;

• the pure solid oxide, with the allotropic form monoclinic, O 2 Zr 1 (mon) ; • pure solid uranium, with a negligible solubility of oxygen, and different allotropic structures, orthorhombic, U 1 (ort_A20), tetragonal, U 1 (tet) ; • the terminal uranium rich solid solutions, orthorhombic, ort_A20, and tetragonal, tet_metal, with a small solubility of zirconium ; • the intermetallic solid solution, δ, which extents from 64 to 78 at% Zr ; • the gas phase, which shows an extended solubility of uranium above 2000 K and zirconium above 3000 K.

The fundamental thermodynamic properties (Cp, ∆H 298 , S 298 ) of substances, O 3 U 1 (S), O 8 U 3 (S), O 9 U 4 (S), O 2 U 1 (fcc_C1), O 2 Zr 1 (fcc_C1, tet, mon), have been assessed in the individual subsystems, as well as the thermodynamic modelling of all binary or pseudo-binary phases. The liquid phase has been described by a non ideal associate model, with the formula (O 1 , O 2 U 1 , O 2 Zr 1 , U 1 ,Zr 1 ) (L). The solid solution (U,Zr)O 2 +x has been described by a three sublattice model, with the formula (U 1 , Zr 1 ) 1 (O 1 , □) 2 (O 1 , □) 1 (fcc_C1), and simplified in a simple one lattice model, with the formula (O 1 , O 2 U 1 , O 2 Zr 1 , U 1 , Zr 1 ) 1 (fcc_C1), in order to be compatible with the whole thermodynamic database and to allow the introduction of iron and selected fission products, Ba, La and Sr. The terminal uraniumzirconium rich solid solutions, bcc_A2 and hcp_A3, have been described by a two sublattice model, with the respective formula (U 1 , Zr 1 ) 1 (O 1 , □) 3 (bcc_A2), and (U 1 , Zr 1 ) 1 (O 1 , □) 0.5 (hcp_A3). The gas phase has been described by an ideal mixture of gaseous species, with the formula

The comparison of the calculated thermodynamic properties and phase diagram with the experimental information leads to the following conclusions :

• on a qualitative point of view, the overall topology of the O-U-Zr ternary phase diagram is in agreement with the experimental data between 1273 K and 3173 K ; • on a quantitative point of view, the solubility of oxygen in uranium-zirconium liquid alloys, the liquid miscibility gap and the liquidus temperatures are in agreement with the selected experimental data ; • the remaining uncertainties are the accurate shape of the diphasic domain L 1 + fcc_C1 between 2000 K and 2500 K, the liquidus temperatures in the zirconium rich domain, the solidus temperatures, and the presence of an hyper-stoichiometric liquid at low temperatures, resulting from necessary improvement of the hyper-stoichiometric O-U region.