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Study of the interaction of a short fatigue crack with grain
boundaries in a cast Al alloy using X-ray microtomography

W. Ludwig a,∗ 1, J-Y. Buffière c, S. Savelli b, P. Cloetens a

a European Synchrotron Radiation Facility, BP220, 38043 Grenoble, France
b Pechiney Centre de Recherches de Voreppe, BP27, 38341 Voreppe Cedex, France

c Lab. GEMPPM, INSA-Lyon, 69621 Villeurbanne Cedex, France

Synchrotron Radiation X-ray microtomography is used to visualize and analyze simultaneously the three-dimensional 
shape of crystallographic grains containing a short fatigue crack in a cast Al alloy. The visualization of the grains is 
based on the decoration of Al grain boundaries by liquid Ga which serves as a selective contrast agent. The intricate 
three-dimensional shape of the fatigue crack, as well as the crack stops observed on the sample surface, are correlated 
to the grain structure of the material. Complementary measurements of the grain orientation on the sample surface by 
electron backscattering diffraction (EBSD) allow us to discuss and interpret the observations in terms of possible crack 
propagation mechanisms.

Résumé

La micro-tomographie utilisant le rayonnement X synchrotron est utilisée pour visualiser et analyser simultanément la 
forme tridimensionnelle de grains cristallographiques contenant une fissure courte de fatigue dans un alliage d’alumin-
ium de moulage. La visualisation des grains repose sur la décoration des joints de grains de l’alliage d’aluminium par le 
gallium liquide qui sert de marqueur sélectif. La forme compliquée de la fissure de fatigue au sein du matériau ainsi que 
les arrêts de la fissure observées à la surface du matériau apparaissent corrélés à la structure des grains sous la surface de 
l’échantillon. La determination de l’orientation cristallographique des grains par diffraction des électrons rétro-diffusés 
(EBSD) permet de discuter et interpreter ces re´sultats en terme de mécanismes de propagation des fissures.
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Zusammenfassung

Mit Hilfe von Synchrotronstrahlung-Röntgenmikrotomographie gelingt es die Kornstruktur einer Aluminium Guss-

Legierung in der unmittelbaren Nachbarschaft eines Ermüdungsrisses dreidimensional abzubilden. Die Abbildung der 
Kornstruktur beruht auf der selektiven Benetzung der Aluminium Korngrenzen mit fl¨ussigem Gallium, welches als 
Kontrastmittel verwendet wird. Die komplizierte Form des Ermüdungsrisses im Inneren der Probe, sowie die an der 
Probenoberfläche beobachteten Verzögerungen in der Rissausbreitung ko¨nnen mit der Kornstruktur in Verbindung geb-

racht werden. Die zusätzliche Analyse der Kornorientierungen mit Hilfe der Ru¨ckstreuelektronenbeugung (EBSD), 
ermöglicht die Diskussion und Interpretation der Ergebnisse hinsichtlich verschiedener Rissausbreitungsmechanismen.

Keywords: Short fatigue crack; Microtomography; Grain boundary wetting; Gallium; PACS:

1. Introduction

The Paris law which relates the growth rate

da/dN of a fatigue crack to the stress intensity fac-

tor �K is extensively used to predict the fatigue

life of engineering components. However, in many

engineering metallic alloys, it has been observed

that small cracks (with a size typically smaller than

a few grains [1]), do not show a “regular” growth

with �K (as described by the Paris law) but some

accelerations and retardations due to their interac-

tions with microstructural features [2]. If neglected,

this so called short crack phenomenon can lead to

a serious over estimation of the fatigue life [3]. It

is therefore a crucial problem to tackle. Among all

the microstructural features which can alter the

propagation of short cracks, grain boundaries have

been observed to play a key role [2,4–9]. However,

the experimental study of the interaction of short

fatigue cracks with grain boundaries is greatly

complicated by the fact that it is a three dimen-

sional problem. A few studies have shown that the

abnormal growth of fatigue cracks as observed

from the surface of a sample can be accounted for

by the presence of some sub surface microstruc-

tural features [10,11]. Those studies are based on

serial polishing and optical observations of fatigue

samples, a quite tedious and destructive experi-

mental technique which strongly limits the number

of observations and which is not free of artifacts

(e.g. crack blurring in ductile materials). In the last

five years, however, the availability of new power-

ful synchrotron X-ray sources has opened the way

for three dimensional (3D) imaging of the interior

of materials through the use of high resolution

microtomography. This technique which gives

direct images of internal defects in the micrometer

range has been used, for example, to study fatigue

crack closure in Al-Li alloys [12] but also damage

development in various heterogeneous materials by

repeated inspection of the specimens at different

deformation stages [13–18]. The use of coherent

X-rays has also been shown to improve the detec-

tion of cracks and microstructural features in

strained metal matrix composites [19].

In this work, high resolution microtomography

has been used to visualize simultaneously the 3D

shape of a short fatigue crack in a cast aluminium

alloy and of the surrounding grains. The grain visu-

alisation is achieved by applying liquid Ga to the

sample surface. Ga penetrates along the grain

boundaries into the bulk of the material and leads

to the formation of microscopic grain boundary

wetting layers which can be detected by X-ray

absorption imaging [20]. The 3D images obtained

with this technique clearly show that the surface

growth of short cracks is strongly correlated to sub

surface microstructural features. Besides, the

analysis of the crack shape with respect to the local

grain boundaries also reveals the importance of the

crack-plane tilt and twist for the propagation rate of

stage I cracks as suggested by other authors [21].

2. Experimental methods

A model AS7G03 cast alloy containing artificial

pores has been used in this study. A complete
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description of the microstructure and fatigue defor-

mation mechanisms of this material can be found

elsewhere [22,14], only the main details are given

in what follows. The alloy, which chemical compo-

sition is given in Table 1, was chill mould cast in

a silicon carbide mould. The artificial pores were

obtained by introducing at 1093 K a mixture of

hydrogen (H2) and argon (Ar) gases in the liquid

metal through a propeller. After cooling, the alloy

was solution treated during 10 h at 813 K,

quenched in cold water, and aged during 6 h at 433

K (T6 heat treatment). The resulting microstructure

is shown in Fig. 2a and b. It consists in large grains

with an average size of 300 µm (2D

measurements), containing a mixture of primary α
aluminium dendrites separated by the eutectic

phase containing small silicon particles with an

average size of 3 µm. The fatigue behaviour of the

material has been studied during constant stress

amplitude tests (120� �σ � 240 MPa) at room

temperature in air with a load ratio R � 0.1 and a

frequency of 10 Hz.

One fatigue sample has been prepared for tomo-

graphic investigation according to the sequence

described below:

1. An interrupted fatigue test with a stress ampli-

tude �σ � 160 MPa was carried out and the

surface growth of a crack initiated on one sam-

ple’s corner was monitored each 25.000 cycles

during 375.000 cycles by optical microscopy.

2. After the test, the grain orientation at the surface

around the crack was determined by the use of

electron backscattering diffraction (EBSD, sur-

face XZ defined in Fig. 1).

3. One needle shape tomography sample with a

square cross section of 0.7∗0.7 mm2 and a

length of 5 mm was carefully cut with a wire

saw around the fatigue crack (see Fig. 1).

Table 1

Chemical composition (mass %) of the studied model cast Al

alloy.

Al Si Fe Mg Ti Sb Cr rest

92.5 6.6–7 0.09– 0.29– 0.11– 0.12– 0.2 �0.01

0.14 0.34 0.14 0.14

Fig. 1. Schematic representation of the geometry of the

fatigue sample. The indicated small parallelepiped (0.7×0.7×5

mm) containing the short fatigue crack was wire-cut from the

original specimen and characterized by synchrotron radiation

microtomography.

4. A first tomographic scan was performed in order

to study the 3D shape of the crack in the bulk

of the sample.

5. The sample was then exposed to liquid gallium

and annealed for 1 h at 100 °C.

6. A second tomographic scan, revealing the grain

boundary structure was recorded.

7. The (now fragile) sample has been embedded

into epoxy resin, cut along the XY plane and

polished in order to determine the crystallo-

graphic orientation of sub-surface grains via

EBSD measurements.

2.1. Microtomographic imaging

The tomographic imaging experiments were car-

ried out at the ID19 beamline of the European

Synchrotron Radiation Facility (ESRF), Grenoble.

The dedicated microtomographic set-up consists of

a precision mechanic sample stage combined with

a fast, high resolution detector system. The detec-

tor system itself is based on a 26 µm thick trans-

parent fluorescent screen (LAG: Eu) [23] which

transforms the X-rays into visible light and micro-

scope optics to project the image on the Peltier

cooled 10242 CCD camera. The latter has a

dynamic range of 13 bits, fast readout (0.06
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Fig. 2. a) Optical micrograph of the fatigue crack at the sample surface b) EBSD mapping of the same zone c) tomographic reconstruc-

tion of the sample surface before application of Gallium (energy: 15 keV, distance: 5 mm) d) tomographic reconstruction after application

of Gallium e) plot of crack length versus number of cycles as observed by optical microscopy during the interrupted fatigue test.

s/frame) and a low dark current (3 e-/s) [24]. The

spatial resolution was determined with the knife-

edge method to be 1.7 µm (full width half

maximum of the line spread function) for the

optical magnification used in our experiments

(effective pixel size: 0.95 µm). The need for ulti-

mate spatial resolution in order to resolve cracks

with micron and sub-micron widths restricts the

field of view and consequently the sample cross-

section 2 to approximately 1 mm. In order to obtain

high quality 3D images the incoming ‘white’

synchrotron radiation was monochromatized to 15

keV using a synthetic Rb-B4C multilayer with

large energy bandwidth (�λ /λ � 2 × 10 � 2) [25].

2 For tomographic reconstruction the sample has to fit lat-

erally entirely into the field of view.
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Typical scan times (1000 projections over 180

degrees, 13 bit dynamic range, 1 µm pixelsize) are

of the order of 20 min. After some basic image

processing (subtraction of dark current, flat field

correction), the 3D distribution of the linear attenu-

ation coefficient µ is calculated using the filtered

backprojection algorithm [26]. The resulting three-

dimensional dataset consists in a set of isotropic

voxels 3 and can be visualised and analysed using

dedicated 3D image processing software packages.

It should be noted that the coherence properties

of third generation synchrotron beams can be used

to perform phase sensitive X-ray imaging. By

increasing the sample to detector distance to a few

centimeters, sample defects and heterogeneities

give rise to pronounced interference effects

(Fresnel diffraction, in-line holography). The use

of this phenomenon leads to a contrast enhance-

ment which improves the sensitivity of the tom-

ography technique for detecting cracks in materials

by at least one order of magnitude [19]. Part of the

work presented in this article is based on this phase

sensitive imaging technique.

2.2. Grain boundary imaging

Currently only a few experimental techniques

allow us to characterize the three-dimensional

arrangement of grains in the bulk of a polycrystal-

line material: serial sectioning, either mechanically

or by the focussed ion beam technique (limited to

grain sizes below 20 µm [27]), and X-ray tracking

[28,29]. The sectioning techniques have the disad-

vantage of being extremely laborious and destruc-

tive. X-ray tracking on the other hand is a non-

destructive technique based on Laue diffraction

and provides the shape and crystallographic orien-

tation of the individual grains in the bulk of a

polycrystalline material. However, the current spa-

tial resolution of the latter technique does not

exceed 20–40 µm and it does not allow to detect

the existence of cracks.

Due to their small lateral width, natural grain

3 3D equivalent to the 2D pixel; represents the smallest digi-

tal volume of the material from which the X-ray attenuation

is determined.

boundaries can not be detected by the change in

X-ray attenuation. However, for the case of Al

alloys we recently pointed out the possibility to

visualize the 3D grain structure by using liquid Ga

as a contrast agent for X-ray absorption tomogra-

phy [20]. When applied to the surface of a polycry-

stalline Al sample, liquid Ga (Tm � 29.7 °C) pen-

etrates rapidly (� 10 µm/s) [30] along the grain

boundaries where it tends to form liquid layers of

up to one micrometer thickness. Due to the fact

that Ga has a considerably higher X-ray attenuation

coefficient than Al, these layers can be easily

detected by means of high resolution absorption

microtomography (see Fig. 5). In order to improve

the visibility of the wetting layer, the sample is

annealed for about one hour at 100 °C before the

acquisition of the tomographic dataset. This

annealing leads to volume diffusion of Ga into the

neighboring grains and increases the width and the

continuity of the wetting layers in the tomographic

reconstruction. Note that only grain boundaries

which fulfill the wetting condition νgb � 2νsl,

where νgb and νsl denote the grain boundary and

solid-liquid interface tensions respectively, are

prone to penetration. Special grain boundaries and

low angle grain boundaries are known to have

lower surface tensions and might therefore not be

detected by this technique. It should also be noted,

that the penetration process leads to the complete

loss of the mechanical strength of the material

(grain decohesion by the liquid metal) and this

technique has, therefore, to be considered as a

destructive one which can only be applied at the

end of the fatigue experiment.

In order to be able to characterize and visualize

the individual grains in a convenient way, the

tomographic dataset has to be segmented and lab-

eled in order to extract the grain structure. The

transformation of the tomographic raw data, con-

taining the three-dimensional arrangement of the

grain boundaries, into its segmented representation

is shown in Fig. 5. All voxels belonging to the

same crystallographic grain (a grain is defined by

the closed grain boundary surface which delimits

it) have been attributed the same colour label.

Despite its apparent simplicity for the human eye,

the computer implementation of this procedure is

not straightforward and requires a considerable
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Fig. 3. a,c): Tomographic slices perpendicular to the surface of observation revealing the complicated morphology of the crack in the

bulk of the sample (energy: 15 keV, distance 42 mm). b,d): corresponding slices after segmentation by 3D morphologic reconstruction.

amount of image processing. In a first step the data

set is binarised by applying an intensity threshold.

In order to keep all voxels belonging to the grain

boundaries, this threshold has to be chosen rather

low and results in a relatively noisy representation

of the grain boundary structure. This binarised dat-

aset in turn has to be cleaned by a series of mor-

phological filter operations before it can be passed

to the actual segmentation routine (3D watershed

algorithm) [31,32]. The segmented volume is

finally labeled and can now be visualized with

adapted volume rendering software packages.

3. Results

3.1. Observations of the crack at the surface of

the sample: the validation of the method

The results of the crack propagation experiment

are summarized in Fig. 2. The optical micrograph

on the left side (Fig. 2a) shows the crack path at

the sample surface (plane XZ on Fig. 1). As already

observed for other samples of this material, crack

initiation occurred on a Si particle/matrix interface

at the immediate vicinity of a pore. Fig. 2b) shows

an EBSD map of the same zone and reveals the

position and orientation of the grains along the

crack path. The crack, as well as the silicon rich

particles cannot be indexed in the map and appear

as black points. Note, that the Si particles are not

only located at the grain boundaries, but also inside

grains. The crack growth chronology, as determ-

ined from surface observations, is reported in Fig.

2e. From this figure, it can be seen that the crack

stopped at the surface for � 50000 and � 25000

cycles on two grain boundaries visible on the

EBSD surface map (points ‘X’ and ‘Z’). A shorter

arrest of the crack (� 20000 cycles) was also

observed (point ‘Y’) but does not seem to be corre-

lated with the presence of a grain boundary at the

surface. The tomographic reconstructions of the

sample surface before and after application of gal-

lium are shown on Fig. 2c and d respectively.

Although the presence of the sample surface

deteriorates the quality of those images slightly 4

it appears that the crack shape observed on recon-

structed images is very close to that observed by

optical microscopy. The white contrast in Fig. 2d

is due to the enhanced absorption caused by the

presence of liquid Ga which has penetrated the

grain boundaries [20]. Note that the gallium also

wets the crack surface. 5 The rather large width of

4 On reconstructed slices in the bluk of the material, individ-

ual Si particles can be more clearly visualized, see for example

Fig. 3a.
5 It is always possible, however, to distinguish the crack

from a grain boundary by comparing with the tomographic scan

obtained before the application of gallium.
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the Ga rich zone (about 10 µm) is a result of the

volume diffusion from the wetted grain boundary

into the adjacent grains during the mentioned heat

treatment at 100°C. Again, a good match is

obtained between the reconstructed gallium layers

and the grain boundaries as observed by EBSD

(Fig. 2b). From those comparisons it is concluded

that both the crack and the grain shapes in the

interior of the sample can be studied with a good

accuracy from the tomographic images.

3.2. Observations of the crack in the bulk of the

sample

The crack path in the interior of the sample is

strikingly more complex than the relatively linear

propagation observed at the surface. This is illus-

trated on Fig. 3a and c which show two tomo-

graphic slices parallel to the XY plane defined in

Fig. 1. Three marked changes in the direction of

the crack can be seen on Fig. 3a. In addition, when

going further in the material along the same direc-

tion, small crack segments appear, apparently dis-

connected from the main crack front (Fig. 3d).

For the post-mortem EBSD analysis of the sam-

ple (# 7 in the experimental procedure) the sample

was cut along the plane depicted in Fig. 3a in order

to analyse the grain orientations in this particular

section of the sample. This study revealed that the

planar portions of the crack are close (within 10°)

to crystallographic {111} planes.

A better understanding of the crack morphology

can be obtained when looking directly at a three

dimensional representation of the crack surface.

However because of the dual phase microstructure

of the material (aluminium matrix plus silicon

particles) this 3D representation is not straightfor-

ward. Indeed, in the reconstructed images, the gray

levels of voxels corresponding to the crack and to

the Si particles are both lower than the gray levels

of voxels corresponding to the Al matrix; a mere

segmentation based on gray levels would therefore

extract the crack and the particles simultaneously.

To avoid this problem, a sequence of 3D morpho-

logical filter operations [31] has been used and

allowed the selective extraction of the crack sur-

face from the 3D tomographic data. The result of

this operation is illustrated on Fig. 3b and d for the

two slices described previously. It can be seen that

the binary image, although slightly less accurate

that the initial one, still provides a good description

of the crack. It is thus possible to obtain a 3D ren-

dering of the binary data set representing the crack.

Such a rendering is shown on Fig. 4 where the

crack surface intersection, examined in EBSD and

optical microscopy is indicated by an arrow. A

close examination of this figure reveals that, in

fact, the apparently unconnected crack segments

described in Fig. 3c do belong to the crack front.6

This illustrates clearly the difficulty of studying

crack propagation from simple 2D observations. In

the central part of the crack front (label #2), one

can also distinguish the bifurcation number 3

shown previously in Fig. 3a. One striking feature

of this 3D view is that the crack front does not

appear as a regular circular line. It is rather formed

by three independent main segments (labelled 1,2

and 3) around 200 µm in length separated by

uncracked Al matrix invisible in this rendering.

This suggests that the crack front propagates first

Fig. 4. Three dimensional rendering of the crack surface. Note

the abrupt change in inclination of the central arc-shaped crack

segment (#2). The finger-like crack extensions (see arrows) cor-

respond to the crack fragments depicted in Fig. 3d.

6 Details labeled “finger” in Fig. 4.
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Fig. 5. a) Tomographic reconstruction after application of Ga. The depicted slice corresponds to the same section shown in Fig. 3a

(energy: 15 keV, distance: 5 mm). b) Result of 3D morphologic segmentation: each cell detected by the segmentation algorithm

receives a distinct label, represented here by different colours. Cells belonging to the same grain (A1&A2 and B1&B2) have been

attributed identical colours. c) The superposition of the tomographic and the segmented data set shows a good agreement between

both representations.

in “easy” zones of the crystal which might be

grains showing favourable crystallographic orien-

tations. In order to check this assumption we can

now use the information about the 3D shape of the

grains along the crack path.

3.3. Correlation between the crack shape and

the internal grain distribution along the crack

front

A first approach for studying the relation

between the grain distribution and the crack mor-

phology is to look at 2D reconstructed slices

obtained after the wetting of the metal by gallium.

Fig. 5a shows the identical section like Fig. 3a after

application of the liquid metal. It appears that two

of the abrupt changes in the crack propagation (1&

3) are related to the passage of the crack into a

new grain. Close to label 1 the crack deviates by

� 45° when crossing the grain boundary between

grains A and B. Then, for unknown reasons, the

crack deviates by � 90° in the center of grain B.

Finally, when crossing the grain boundary between

grains B and C the crack deviates again by �75°.

Thanks to the 3D nature of our observations, it

is possible to study how the crack goes from grain

B into grain C all along the crack front by simply

looking at the different slices parallel to the XY

planes. However, as discussed previously, this is

better achieved by considering directly 3D images

of the grains.

3D grain images have been obtained from the

initial 3D data by morphological segmentation of

the data set (see section 2.2). Fig. 5 illustrates the

transformation of the tomographic reconstruction

into the segmented and labelled representation. It

can be seen that the grain boundary structure after

segmentation (Fig. 5b) is in good agreement with

the tomographic raw data: all grains have been

detected and only a few inaccuracies can be

observed (e.g. the additional small grain in the

lower part, arising from over-segmentation). As

already mentioned, gallium also wets the crack sur-

face. Thus, when the crack is transgranular, the

corresponding grain is split in two distinct cells by

the segmentation algorithm. In that case, parts

belonging to the same grain were attributed ident-

ical colours (in the 3D images), but still exist as

distinct cells (see for example cells A1 and A2 in

Fig. 5b) in the numerical representation of the data
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set. Both data sets, the one containing only the

crack and the labelled one containing the grains,

were carefully aligned with respect to each other

and finally merged for a simultaneous 3D visualiz-

ation of both the crack and the grains. An example

of such a visualization is shown in Fig. 6 which

represents the 3D shape of two of the grains

observed by EBSD in Fig. 2b. For a direct com-

parison the grains have been assigned the same col-

ors in the EBSD map and in the 3D image. Part

of grain G2 has been set transparent in the visualiz-

ation: the smooth surface on the right side corre-

sponds to a tomographic section close to the sam-

ple surface observed by optical microscopy and the

rather rough surface (nearly parallel to the YZ

plane) corresponds to one crack face in the grain.

It is interesting to note that the point Y 7 corre-

sponds well to the position, where the sub-surface

crack front (illustrated schematically by the black

lines in Fig. 6a had to cross a section of the grain

boundary lying parallel to the crack front. A poss-

ible interpretation of this observation is given at

the end of section 4.1.

Fig. 6. a) 3D rendering of the local grain structure close to

the crack stops observed at the sample surface at points X and

Y. Both stops might be attributed to the pinning of the crack

front at the grain boundary between grains G1 and G2. b) EBSD

mapping of the corresponding sample area.

7 Retardation of surface crack propagation for about

20,000 cycles.

The bifurcation number 3 on Fig. 5a can also be

studied with the help of the 3D rendering of the

grains. The results of the analysis are shown in

Figs. 7 and 8. The first figure shows the 3D shape

of the grain which is responsible for the crack

bifurcation. It appears (Fig. 8a and b) that the crack

enters a new grain (the one depicted in Fig. 7)

along the curved lined A A”. This line can be

further divided in two sections: a first section AA’

corresponding to a large advance (� 100 µm) of

the crack in the grain by tilting around an axis

which is roughly the intersection of the crack front

with the boundary of the grain; and a second sec-

tion A’A” corresponding to a much smaller

advance of the crack (� 10–20 µm) in the new

grain by twisting of the crack front. A possible

explanation of the preferential advance of the crack

along A–A’ might be given in terms of a continuity

condition for the crack surface, as discussed in sec-

tion 4.2.

4. Discussion

To the best of our knowledge, this is the first

time that a simultaneous 3D image of a short

fatigue crack and of the surrounding crystallo-

graphic grains has been obtained. The combination

of the 3D tomographic measurements with conven-

tional 2D surface observations (crack growth his-

tory and EBSD mapping) provides interesting

information about various aspects of the interaction

of short fatigue cracks with the grain structure in

polycrystalline material.

4.1. Crack arrest at grain boundaries

One may distinguish two types of models

describing the influence of the grain structure on

fatigue crack propagation in polycrystals:

1. Models based on the varying elastic properties

between neighboring grains.

2. Models based on the dislocation mechanisms

and crystal plasticity ahead of the crack tip.

Representative for the first class of models we con-

sider here recent work by Ravichandran and Li
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Fig. 7. The abrupt deviation in the crack propagation direction coincides with the transition into a new grain. a) Volume rendering

of the crack surface as in Fig. 3 but from a different viewpoint. b) Rendering of the crack surface and the grain that caused the

sudden deviation.

Fig. 8. a) 3D rendering of the crack inside the new grain (set to transparent). b) same scene with the surrounding grains. The crack

entered the new grain between points A and A’ by tilting. Between points A’ and A” the crack followed the contour of the grain.

It is likely that the preferential attack along A–A’ is governed by compatibility with favorable crystallographic orientations inside

the grain.

[33] which accounts for the influence of the vary-

ing elastic modulus in the grains due to the change

in grain orientation. Assuming isostrain conditions,

these authors have established a method to calcu-

late the local values of the stress intensity factor

K along a crack front in heterogeneously stressed

material and their model predicts strong variations

of the local K values in the case of microstructural

short cracks.

In order to test the applicability of this model,

we calculated the elastic modulus of the surface

grains along the loading direction, using the EBSD

mapping and the relationship [34]

E � �s11�2�s11�s12��s44

2
��(l21l

2
2 � l22l

2
3 (1)

� l23l
2
1)��1
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where the terms sij correspond to the elastic con-

stants of Al and li to the coordinates of the loading

direction, expressed in terms of the vectors of the

unit cell. The results are summarized in Table 2.

Due to the weak coefficient of anisotropy 8 of

Al (1.2 compared to 2.5 in the case of Fe [35]) the

elastic moduli show only moderate variations (7%

with respect to the mean value) and the above men-

tioned mechanism is not expected to play a domi-

nant role. Indeed, two of the crack stops observed

at the sample surface (points X and Z) occur at the

transition from a grain of low modulus into a grain

of high elastic modulus, whereas one would expect

the opposite behavior (acceleration rather than

retardation) of the crack propagation rate in this

situation.

This, together with the experimental evidence of

localized plasticity ahead of the crack tip [14]

seems to indicate that the second class of mech-

anisms plays a preponderant role in the present

case. The common point of these mechanisms is

the postulate that some plasticity has to be initiated

in the new grain before the crack can enter it

[7,8,5]. As a result the “waiting time” in the grain

boundary should be a function of the misorien-

tation between the two grains. Such stops are likely

to happen frequently along the crack front, when

the crack is small.

The quantitative analysis of the crack propa-

gation data (i.e. the observed crack arrests at grain

boundaries) in terms of such a dislocation based

model, taking into account the local differences in

the activation of the crystallographic slip systems,

is under progress and will be reported elsewhere.

Irrespective of the underlying mechanism, the

restriction of the observation of crack propagation

on the sample surface may lead to erroneous

Table 2

Elastic moduli along the loading direction, determined from the

EBSD mapping (Fig. 2b) via relation 1

grain G1 G2 G3 G4

modulus 63 GPa 67 GPa 67 GPa 72 GPa

8 Defined as the ratio of the elastic constants 2c44/c11-c12.

interpretation of the growth kinetics as the three-

dimensional nature of the crack is neglected. There

is experimental evidence that significant changes

in the aspect ratio 2c/a (c surface length of the

crack, a bulk length) may occur during the growth

of short cracks [36]. The ideal characterization pro-

cedure should therefore include the continuous

monitoring of the 3D crack shape during the

fatigue experiment and the determination of the

grain orientations in the bulk of the polycrystalline

sample. The former task can be achieved by

repeated microtomographic inspection during an

interrupted fatigue test and the latter task can be

performed with the help of a new non-destructive,

synchrotron based diffraction technique [28,29].

For the current study we do not dispose over

such detailed information on the crack growth his-

tory in the bulk of the sample. Nevertheless it is

interesting to note that the crack retardation

observed at point Y on the sample surface corre-

sponds well to the position where the sub-surface

segment of the crack has to pass a section of the

grain boundary which lies parallel to the crack

front. A possible interpretation of the retardation

at point Y can therefore be given in terms of a crack

arrest below the sample surface, which in turn

influences the crack growth at the surface. The

dashed lines in Fig. 6 have been added to illustrate

the possible evolution of the crack front according

to the above mentioned scenario.

4.2. Tilt and twist

The 3D tomographic reconstruction gives direct

access to geometrical and morphological para-

meters of the crack surface in the bulk of the sam-

ple. This allows us, for example, to determine in

a quantitative way the mixed-mode character of

short cracks which often consist of several seg-

ments growing in different directions with respect

to the loading axis. Coupled with in situ monitor-

ing of the crack growth during the fatigue experi-

ment, this information could be used in the future

to assess the growth kinetics in a full fracture

mechanical context, for example, by including the

effect of crack deflections on the stress intensity

factor [37].

However, interesting information can also be
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obtained from the analysis of the 3D crack mor-

phology at a given state during fatigue life, i.e.

without the knowledge of the crack history. The

investigated crack consists of three segments with

preferred growth directions. The analysis of the

strongly inclined central segment with respect to

the surrounding grain structure clearly revealed

that the deflection of the crack is related to the

passage of the crack into a new grain (Figs. 7

and 8).

Two factors are to be taken into account for the

propagation of the crack. The first one is the acti-

vation of some plasticity on a crystallographic well

orientated plane in the next grain. Our observations

show that in the studied case the crack plane is

close to a {111} plane. The second factor that has

to be considered is the geometry of the crack sur-

face itself. It has been shown recently [21] by

EBSD surface observations of an Al-Li alloy that

short fatigue cracks growing on crystallographic

planes tend to propagate by tilting rather than

twisting of the crack front.

The reason for this is illustrated schematically

in Fig. 9. The propagation of the crack by simple

tilt of the crack front is more favorable, in terms

of energy, than a propagation by twist. In the

second case, indeed, the fracture surface is larger.

Our observations of the crack penetrating the

grain depicted in Fig. 7 are in favor of this mech-

anism: the propagation of the crack in this grain is

larger in the region where it can be accommodated

by simple tilt (line AA’ on Fig. 8). On the contrary,

the grain resists propagation when it is

Fig. 9. The adaptation of a crack to a new plane may involve

tilting and twisting. Note that twisting requires the creation of

additional surfaces (black) in order to preserve the connectivity

of the crack surface.

accompanied by a twist of the crack front (between

A’ and A”).

The observation of significant changes in the

growth directions of cracks in the same material

by conventional post mortem fractographic analy-

sis (Fig. 10) gives additional support for the above

mentioned mechanism: rather than homogeneous

propagation into all grains close to the crack tip,

the crack seems to follow the perimeter of some

of the grains until propagation into these grain

starts in a lateral direction.

It should be emphasized that the analysis of a

larger number of fatigue cracks, including the crys-

tallographic characterization of the adjacent grains,

is necessary to corroborate the validity of this

tilting/twisting mechanism.

5. Conclusions

This paper presents a new technique for the sim-

ultaneous three-dimensional visualization of

fatigue cracks together with the surrounding grain

structure in the bulk of polycrystalline Al samples.

Penetration of liquid Ga along the Al grain bound-

aries leads to the formation of microscopic wetting

Fig. 10. SEM micrograph of the fracture surface of a sample

tested at 120 MPa (NR=2075200). The characteristic crack

growth patterns indicate significant changes in the propagation

direction of the crack.
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layers which in turn can be detected by high resol-

ution X-ray absorption tomography.

The studied short fatigue crack appears to con-

sist of three crack segments corresponding to the

crack growth in different grains. The stop and go

motion of the crack, observed by optical

microscopy at the sample surface, is clearly related

to the grain structure directly at and close to the

sample surface. The tentative interpretation of

these crack stops in terms of an elastic model sup-

posing isostrain conditions fails, presumably due

to the weak coefficient of anisotropy of Al. The

three-dimensional analysis of the crack with

respect to the grain structure indicates that the

passage of the crack into a new grain occurs prefer-

entially from regions on the grain perimeter, where

the growth can be accommodated by tilting of the

crack plane. On the contrary, the crack has diffi-

culties in entering the new grain from regions

where twisting of the crack plane is required and

tends to grow along the grain perimeter.

Future experiments should include repeated

microtomographic characterization of the 3D crack

shape during (interrupted) fatigue tests. This,

together with the characterization of the grain

orientation in the bulk of the material via modern

synchrotron diffraction techniques will provide the

necessary information to assess the problem of

fatigue crack propagation in terms of a full three-

dimensional fracture mechanical context and to

analyse the physical mechanisms governing crack

propagation.
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[14] Savelli, S. Analyse des mécanismes et modélisation de la

durée de vie en fatigue d’alliages de moulage AS7G03.

PhD thesis, INSA Lyon, May 2000.

[15] Martin CF, Josserond C, Salvo L, Blandin J-J, Cloetens

P, Boller E. Characterisation by X-ray micro-tomography

of cavity coalescence during superplastic deformation. Scr

Mater 2000;42:375–81.

[16] Babout L, Maire E, Buffière J-Y, Fougères R. Characteriz-

ation by X-ray computed tomography of decohesion,

porosity growth and coalescence in model metal matrix

composites. Acta Mater 2000;49:2055–63.

[17] Maire E, Owen A, Buffière J-Y, Withers PJ. A synchro-

tron X-ray study of a TiSiCf composite during in situ

straining. Acta Mater 2001;49:153–63.

[18] Everett RK, Simmonds KE, Geltmacher AB. Spatial distri-

13



bution of voids in HY-100 steel by X-ray tomography. Scr

Mater 2001;44:165–9.

[19] Cloetens P, Pateyron-Salomé M, Buffière J-Y, Peix G,
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