
HAL Id: hal-00513601
https://hal.science/hal-00513601

Submitted on 1 Sep 2010

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Crystal structure of (La,Ca)MnO3 ultrathin films
deposited on SrTiO3 substrates

Yueling Qin, Henny Zandbergen, Zongquan Yang, Jan Aarts

To cite this version:
Yueling Qin, Henny Zandbergen, Zongquan Yang, Jan Aarts. Crystal structure of (La,Ca)MnO3
ultrathin films deposited on SrTiO3 substrates. Philosophical Magazine, 2005, 85 (36), pp.4465-4476.
�10.1080/14786430500306501�. �hal-00513601�

https://hal.science/hal-00513601
https://hal.archives-ouvertes.fr


For Peer Review
 O

nly
 

 

 

 
 

 

 

Crystal structure of (La,Ca)MnO3 ultrathin films deposited 

on SrTiO3 substrates 
 

 

Journal: Philosophical Magazine & Philosophical Magazine Letters 

Manuscript ID: TPHM-05-Apr-0119.R1 

Journal Selection: Philosophical Magazine 

Date Submitted by the 
Author: 

08-Aug-2005 

Complete List of Authors: Qin, Yueling; Delft University of Technology, National Centre for 
High-resolution Electron Microscopy, Laboratory of Materials 

Science, 
Zandbergen, Henny; Delft University of Technology, National Centre 
for High-resolution Electron Microscopy, Laboratory of Materials 
Science, 
Yang, Zongquan; Leiden University, Kamerlingh Onnes Laboratory 
Aarts, Jan; Leiden University, Kamerlingh Onnes Laboratory 

Keywords: thin films, TEM, crystal structure, colossal magnetoresistance 

Keywords (user supplied): 
Ultrathin (La,Ca)MnO3 films, Crystal structure, Transmission 
electron microscopy 

  
 

 

 

http://mc.manuscriptcentral.com/pm-pml

Philosophical Magazine & Philosophical Magazine Letters



For Peer Review
 O

nly

 1 

Crystal structure of (La,Ca)MnO3 ultrathin films deposited on SrTiO3 

substrates 

 

Y.L. QIN* and H.W. ZANDBERGEN 

National Centre for High-resolution Electron Microscopy, Laboratory of Materials 

Science, Delft University of Technology, Rotterdamseweg 137, 2628 AL Delft, The 

Netherlands 

 

Z.Q. YANG and J. AARTS 

Kamerlingh Onnes Laboratory, Leiden University, P.O. Box 9504, 2300 RA Leiden, 

The Netherlands 

 

 

 

 

 

------------------------------------------------------------------ 

*Author for correspondence. Present address: Data Storage Systems Center, Electrical and 

Computer Engineering Department, Carnegie Mellon University, Pittsburgh, Pennsylvania 

15213, USA. Email: yqin2@andrew.cmu.edu. 

Page 1 of 26

http://mc.manuscriptcentral.com/pm-pml

Philosophical Magazine & Philosophical Magazine Letters

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60

mailto:y.qin@rug.nl.Data


For Peer Review
 O

nly

 2 

ABSTRACT 

Epitaxial La1-xCaxMnO3 (x ≅ 0.33) ultrathin films with thickness between 3 and 

6 nm have been grown on (001) SrTiO3 substrates by sputter deposition. The 

films do not exhibit an insulator-metal transition as a function of temperature, 

which is normal in thicker films. High-resolution transmission electron 

microscopy and electron diffraction were used to investigate the crystal 

structure. It was found that the films grow coherently on the substrates and are 

perfectly crystalline. Their crystal structure was determined to be a body-

centred orthorhombic structure with space group Imma, instead of the 

orthorhombic Pnma bulk structure. This structure change is probably 

responsible for the insulating property of the films. 
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1. Introduction  

 

Thin films of perovskite manganite Ln1-xAxMnO3 (where Ln is a lanthanide, and A is a 

divalent alkalai dopant) have attracted considerable attention over the last decade, because 

they exhibit a variety of interesting properties, such as colossal magnetoresistance, which is 

potentially useful in magnetic sensors and information recording device applications[1-3]. 

One fascinating issue that has been subjected to investigation is substrate-induced strain 

effects in epitaxial thin films grown onto various substrates. Thin manganite films display 

properties different from those of bulk materials, and several groups have reported interesting 

properties such as anisotropic magnetoresistance (MR) [4-6], magnetic anisotropies [7,8] and 

magnetic domain structures [9] in manganite thin films. Recently, Wang et al. [10] reported a 

study of structural and magnetotransport properties of Pr0.67Sr0.33MnO3 films with thickness in 

the range 4 - 400 nm. It was found that the metal-insulator (MI) transition temperatures, Tp, 

and MR properties depend strongly on the film thickness, t, in the strained samples. When t is 

less than 20 nm, Tp drops sharply with decreasing t accompanied by a sharp increase of high-

field MR. An earlier study on La0.67Sr0.33MnO3 thin films also showed a fast increase in 

resistivity upon thickness reduction, and the MI transition was depressed in the thinnest film 

grown on LaAlO3 substrates [11]. The authors attributed these to a chemically or structurally 

altered surface and/or interface dead layer, which is about 3-5 nm thick depending on the 

substrate. However, the crystal structure of this dead layer has not been well studied. 

So far, there have been few reports on the crystal structure of the manganite thin films, 

which are most commonly described as tetragonally distorted perovskite [4-11]. Lebedev et 

al. [12] have studied the structure of (La,Ca)MnO3 (LCMO) thin films, deposited on SrTiO3 

(STO) substrates. The structure of the LCMO thin films with a thickness of 250 nm was found 

to alter from the bulk orthorhombic Pnma structure to a monoclinic P21/c. For thin (<20 nm) 
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LCMO films on STO, Zandbergen et al. [13,14] have shown that the structure remained 

orthorhombic but with a loss of the octahedral tilting about the b axis that is normal for the 

bulk Pnma structure. 

In our present work, we studied the strain effects in La1-xCaxMnO3 (x ≅ 0.33) thin 

films grown on STO substrates. Films with larger thickness (6 - 200 nm) show the usual MI 

transition as a function of temperature, but for thicknesses below 6 nm the films became 

increasingly insulating, leading to a ferromagnetic insulating ground state but still with a large 

MR ratio in high magnetic fields. The details of the physical properties studied have been 

published elsewhere [15]. In this paper, high-resolution transmission electron microscopy 

(HRTEM) imaging and electron diffraction (ED) are used to investigate the crystal structure 

of LCMO ultrathin films with thicknesses less than 6 nm. These films are found to be 

insulating in the whole temperature range, and their structure was determined to be body-

centred orthorhombic (bco) with a space group of Imma. In the previous report [15], we 

determined the crystal structure to be body-centred tetragonal (bct) with space group I4/mcm. 

That structure very closely resembles the Imma structure, but the more refined analysis 

presented here leads to the conclusion of the structure being bco, as will be discussed. 

 

2. Experimental procedures 

 

LCMO films with thickness in the range 3 to 6 nm were deposited on (001)-oriented single-

crystal STO substrates by magnetron-sputter deposition with very low growth rates. Details of 

the growth procedure have been described elsewhere [15]. Cross-sectional specimens for 

TEM observations were prepared by ion milling. Firstly, the samples were cut onto slices 

along the [100] and [110] directions of STO. The slices were then glued with silicon and 

mechanically ground directly down to a homogeneous thickness less than 10 µm. During ion 

milling, the specimens were not rotated and oriented such that the thin-film side was facing 
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away from ion gun. HRTEM and ED were performed with a Philips CM 30UT electron 

microscope with a field-emission gun operated at 300 kV. A condenser aperture of 10 µm and 

a small spot size of 5 nm were used to obtain ED patterns from the ultrathin films. The image 

simulations of proposed structure model were carried out with Mac Tempas software. For the 

basic structure simulation, different specimen thickness in the range 5 to 9.5 nm and defocus 

values in the range from -5 to -20 nm were used. The calculated images were compared with 

the observed HRTEM images. 

 

3. Results 

 

An important feature of the structure of LCMO is the tiltings of the MnO6 octahedra. For bulk 

samples of LCMO, with x = 0.30 - 0.33, it leads to an orthorhombic structure with space-

group Pnma and axes being approximately a = 2
½

ap, b = 2ap, c = 2
½
ap, where ap is the simple 

perovskite cubic lattice parameter [16,17]. The superstructure is strongly correlated to the tilts 

of the octahedra. STO has a simple cubic structure without any tilts. To specify the directions 

in this paper we will use the substrate directions. In order to distinguish the directions of 

different phases a subscript will be added to the directions and planes of the specified phase, 

e.g. [100]STO for [100] orientation of STO, and [010]Pnma for [010] orientation of the Pnma 

structure of the LCMO films. 

 

3.1. High-resolution images 

Figure 1 (a) shows an HRTEM image of a LCMO thin film (about 3 nm) viewed parallel to 

the interface along the [100]STO orientation. The HRTEM image of the interface shows that 

the LCMO film is perfectly coherent across the interface, which is completely free of any 

defects. One surprising feature of this image is that no evidence is found for the image 
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contrast expected for the bulk orthorhombic Pnma unit cell. Such a unit cell usually produces 

(010)Pnma 2ap double fringes in images taken parallel to [101]Pnma or [10 1 ]Pnma, or a 2
½
ap 

(100)Pnma and (001)Pnma fringes in the [010]Pnma image. Although this 2ap fringe cannot be 

observed for the perfect [101]Pnma or [10 1 ]Pnma orientation of space group Pnma, Zandbergen 

and Jansen [18] have shown that it can be obtained by symmetry-breaking either at the crystal 

(by a misorientation) or in the imaging (by beam tilt or astigmatism). These (010)Pnma fringes 

are observed in our thicker films (> 6 nm) and are systematically absent in the ultrathin films 

(< 6 nm). The absence of the superstructure fringes in HRTEM images or superlattice spots in 

the ED pattern indicates that the crystal structure is not the Pnma orthorhombic. Since on the 

other hand superreflections are visible along other viewing directions, the structure still 

deviates from STO. A first consideration of these supe-rreflections suggests a cubic structure 

with either a primitive unit cell or a face-centred cubic (fcc) unit cell with afcc≈2ap. Figures 

1(b) and (c) show the HRTEM images of the same 3 nm LCMO film viewed along [1 1 0]STO 

and [110]STO directions, respectively. They exhibit two different easily recognizable high-

resolution image patterns. Figure 1(b) shows a simple cubic pattern, whereas figure 1(c) 

shows a superstructure and a-glide mirror symmetry.  

[Insert figure 1 about here] 

 

3.2. Electron diffraction patterns 

The HRTEM images shown in figure 1 indicate that the crystal structure of the 3-nm LCMO 

films deviates from Pnma symmetry. In order to study the structure of the 3-nm films, we 

performed a systematic electron diffraction study. Figure 2 shows five ED patterns obtained 

by focusing the electron beam to a diameter of about 5 nm and including both film and 

substrate. Figure 2(a) was obtained from the [100]STO direction; no super-reflections can be 

observed, which is in consistent with the HRTEM image (figure1(a)). In contrast with figure 
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2(a) super-reflections were found in other directions. By tilting the sample along the [001]STO 

axis, two patterns containing super-reflections ([510]STO (figure 2(b)) and [310]STO (figure 

2(c))) were obtained. In figures 2 (b) and (c), the distance between the spots in the extra row 

of spots (marked by arrows) corresponds to the cSTO axis. In addition, the spots are shifted by 

a distance of one-half spacing, relative to the spot positions of the neighbouring lines. 

Reconstruction of these five ED patterns suggests a body-centred cubic lattice structure in 

reciprocal space, corresponding approximately to a face-centred pseudo-cubic lattice in real 

space with a unit cell of 2ap×2ap×2ap. It is noteworthy that this pseudo fcc structure has also 

been reported in as-grown LCMO films on LaAlO3 substrates [19]. 

[Insert figure 2 about here] 

 The basic perovskite structure of bulk LCMO has a lattice parameter of ap = 0.387 nm, 

which is smaller than that of STO (aSTO = 0.3905 nm) at room temperature. Hence, the LCMO 

films are expanded biaxially in the film plane. Correspondingly, the in-plane lattice parameter 

is lattice matched to that of the 0.3905 nm lattice constant of STO substrate since there are no 

misfit dislocations at the interface, and consequently the out of plane axis is expected to 

compress according to the Poisson ratio, resulting in a tetragonal distortion. This tetragonal 

distortion has been reported by many authors in various manganite films grown on different 

substrates [4-11]. Because of the very thin film thickness as well as the relaxation in the 

HRTEM specimen due to the small thickness of the cross-section specimen [18], this 

tetragonal distortion cannot be measured precisely on the HRTEM images and ED patterns. 

Our previous X-ray diffraction experiments on the thicker films do reveal this tetragonal 

distortion. Films grown on STO up to 200 nm have a slightly thickness dependent out of plane 

parameter [20]. Extrapolated to the 3 nm films, an out of plane parameter of 0.382 nm would 

be obtained. However, recently de Andrés et al. [21] studied the crystal structure of LCMO 

films with thicknesses ranging from 2.4 to 80 nm by X-ray diffraction. The diffractometer at 
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the DUBBLE-BM26 beamline at the Europen Synchronton Radiation Facility allowed these 

authors to obtain the diffraction patterns from the thinnest 2.4-nm films. The films that were 

thicker than 6.6 nm show a similar Pnma orthorhormbic structure, whereas the 2.4-nm film 

adopts a different structure. The extinction conditions of the 2.4-nm film can also be attributed 

to the face-centred pseudo-cubic structure. For example, only integer peaks in the (1,0,l) scan 

and half-integer peaks in the (1.5,0.5,l) scan appeared for the 2.4-nm film. According to de 

Andrés et al [21], the 2.4-nm film follows the STO parameter in the film plane, while the out 

of plane parameter is slightly reduced. Remarkable is that the 2.4 nm film shows a slightly 

larger out of plane parameter than that of the thicker films, probably due to the structural 

phase transition. In this paper, we will adopt the unit-cell parameters from de Andrés et al 

[21], a = 0.3905 nm and c = 0.387 nm, leading to an axis ratio c/a=0.991, where a and c are 

the in plane and out of plane parameters of the simple perovskite, respectively. Because of this 

tetragonal distortion, the 2ap×2ap×2ap fcc structure is actually a bct or bco structure with a 

unit cell of ~2
½
a×2

½
a×2c. The relationship between the fcc and bct/bco lattice cells is shown 

in figure 3. 

[Insert figure 3 about here] 

 

3.3. Space group determination 

It is well known that the perovskite structure is very prone to subtle structural transformations 

due to lattice distortions, which can be attributed to distortions or/and tilting of the octahedra. 

Various perovskite structures can be derived from the 23 Glazer tilt systems [22]. For 

example, the bulk structure Pnma can be obtained from the tilt systems a
+
b

-
b

-
 or a

+
a

-
a

-
. In thin 

films deviations from the cubic structure can become more pronounced owing to the influence 

of the substrates, especially at very thin thickness. Following Woodward [23], the space group 

and unit cell associated with each tilting system can be deduced. Considering the fourfold 
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symmetry of the (001)STO plane of the STO substrate and the thickness of the films, the most 

likely tilting system would be a one-tilt or a two-tilt system, whose space group and unit cell 

are listed in table 1. It is very clear that only two tilting systems, i.e. a
0
a

0
c

-
 and a

0
b

-
b

-
 give a 

body-centred structure with unit cell of ~2
½
ap×2

½
ap×2ap. Therefore, the 3-nm films in our 

study and probably also the 2.4-nm film of de Andrés et al. [21] have either a bct I4/mcm 

structure or a bco Imma structure. The tetragonal I4/mcm structure is a result of rotation of the 

MnO6 octahedra around the out of plane axis, while the orthorhormbic Imma structure arises 

from the rotations of the MnO6 octahedra around the two perovskite cubic axes in the film 

plane. Structural models based on Imma and I4/mcm are shown in figure 4. In Imma all MnO6 

octahedra remain essentially undeformed and the tilts are coupled. In I4/mcm on the other 

hand, MnO6 octahedra are deformed in order to keep the axes ratio c/a < 1. 

[Insert table 1 about here] 

[Insert figure 4 about here] 

In order to determine the actual structure in the LCMO ultrathin films, the diffraction 

conditions are firstly examined. With reference to the orthorhombic Imma description, all 

diffraction conditions are found to be satisfied: hkl: h + k + l = 2n; 0kl: k + l = 2n; h0l: h + l 

= 2n; hk0: h = 2n and k = 2n; h00: h = 2n; 0k0: k = 2n; 00l: l = 2n. As for the tetragonal 

I4/mcm description, all other diffraction conditions are also satisfied, except the reflections 

0kl: k + l = 2n. This is not consistent with the diffraction conditions of the generally assumed 

I4/mcm space group since this would require 0kl: k = 2n and l = 2n.  

The high-resolution images in figures 1(b) and (c) can be explained as being viewed 

along [001]Imma and [010]Imma axis zones of Imma, respectively. In the Imma space group-

based structure, the successive layers of MnO6 octahedra along [100]Imma have a different 

geometry in projection along viewing direction [010]Imma (figure 5(a)), but a identical 

geometry in projection along viewing direction [001]Imma (figure 5(b)). However, they are 
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identical in both projections along the [100]I4/mcm and [010]I4/mcm directions in the I4/mcm –

based structure (figure 5(c)). 

[Insert figure 5 about here] 

HRTEM image simulations have been performed based on the orthorhombic Imma 

structure. The fractional atomic coordinates are summarized in table 2. The cation atoms are 

kept fixed at the position of the ideal perovskite structure and the positions of O1 and O2 are 

selected so that all the MnO6 octahedra are undistorted and tilted leading to a ratio of c/a = 

0.991. The observed superstructure in [010]Imma image due to the a-glide mirror symmetry is 

apparent, as can be deduced from simulated images (figure 6(a)). It should be noted that the 

channels in the La(Ca)O layers are imaged as the brightest dots in the [001]Imma images. The 

superstructure in [010]Imma is due to the fact that neighbouring channels are imaged as dots 

with a different “grayness” or even disappear at specific imaging conditions. The simulated 

images, calculated for the orthorhombic cell Imma, are also superposed on the experimental 

images in figure 1. 

[Insert table 2 about here] 

[Insert figure 6 about here] 

 

4. Discussion 

 

The structure of the LCMO system is complex owing to structural distortions that lead to 

variety of closely related pseudocubic crystal structures. In the literature, a fcc pseudocubic 

with a double-perovskite unit cell ~ 2ap×2ap×2ap was usually reported [19]. However, this 

lattice structure could not be deduced from the 23 Glazer tilt systems, unless a 1:1 Mn
3+

/Mn
4+

 

ordering occurs, which is not the case in our study. Owing to the mismatch of the substrate, 

the out of plane parameter of the ultrathin films is different from the in plane parameters, 
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leading to a pseudo-tetragonal structure of parameters ~2
½
ap×2

½
ap×2ap. The possible crystal 

structure would be a body-centred tetragonal I4/mcm or a body-centred orthorhombic Imma 

according to Woodward [23]. The tetragonal I4/mcm structure is a one-tilt system, while the 

orthorhormbic Imma structure is a two-tilt system. If all MnO6 octahedra remain undeformed 

and the tilts are coupled, the I4/mcm structure would have a ratio of c/a > 1, whereas the Imma 

structure leads to a ratio of c/a < 1 (see figure 4). In the presently studied LCMO films, the 

larger lattice of the STO substrate leads to an expansion of the LCMO lattice to fit the 

substrate. The volume increase associated with this in-plane matching is partly compensated 

by a lattice contraction along the interface normal (c/a <1). This would favour the formation of 

the Imma structure, because in the I4/mcm structure the tilt about the c axis leads to a decrease 

in the in-plane axes, whereas for the matching to the substrate a lattice expansion is required. 

Therefore, in the latter case a Jahn-Teller (JT) distortion of the octahedra would be required in 

order to provide a better lattice match with the larger STO substrate. This JT distortion will 

result in an elongation in the film plane in combination with a reduction in the c direction. On 

the other hand, if films are grown on a substrate with a smaller lattice, e.g. LaAlO3, this JT 

distortion will be not necessary, and the LCMO films would adopt the I4/mcm structure. It is 

interesting to note that Wang et al. [10] have observed that the Pr0.67Sr0.33MnO3 films under 

biaxial tensile-strain show different Tp from under compressive-strain. 

 Our previous studies [13,14] indicated that LCMO films thicker than about 40 nm 

show domain structures, with the three possible directions of the b axis. In the LCMO films 

thinner than 40 nm, the b axis is always perpendicular to the interface. However, twin 

boundaries, due to an interchange of the a and c axes, were observed. The average spacing of 

such twin boundaries is reduced from about 30 nm to about 10 nm as the LCMO films 

thickness decreases from 12 nm to 6 nm. However, the present studied 3-nm LCMO films 

seem to have a single crystalline domain, or at least the domain size is larger than the 
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observed area under TEM, i.e. ~ 500 nm. This is generally in accordance with the X-ray 

results of de Andrés et al. [21]: As the thickness of LCMO films is reduced, the Pnma 

structure is remained by decreasing the domain size until a phase transition occurs, which 

allows a larger size of the in-plane structural domain. 

The insulating property of the ultrathin films can be attributed to the fully strained bco 

Imma structure. All the LCMO films with a thickness of > 6 nm, that show MI transition, 

always have the same Pnma orthorhombic structure as the bulk material. However, the films 

with smaller thickness, that do not exhibit a MI transition, always adopt the bco Imma 

structure. It seems that 6 nm is a critical thickness for the bco structure to be stable in the thin 

films; when thickness is larger than 6 nm, films restore the bulk orthorhombic Pnma structure. 

This thickness is quite consistent with the dead layer observed in La0.67Sr0.33MnO3 films [11], 

which is probably also related to this structure. The change of structure in the ultrathin films 

from an orthorhombic Pnma structure to a bco Imma structure would quite naturally have a 

large influence on many relevant properties. For example, the change of the tilts of the MnO6 

octahedra would affect the Mn-O bond length and Mn-O-Mn bond angle, thus influencing the 

magnetic or electronic exchange interactions between two magnetic cations separated by an 

anion. In the present studies, the thinnest 3 nm films show insulating behaviour without MR 

effects, while a slightly thicker 5 nm films showed MR effects but still no IM transition. 

HRTEM images and ED patterns (not shown) revealed that the 5 nm films have the same bco 

Imma structure. However, increasing the thickness leads to a gradual change to the bulk three-

tilt Pnma structure. A mixture of the Pnma and the bco Imma structures was found in the 5 

nm films. Figure 7 shows an ED pattern obtained occasionally from the 5 nm LCMO film 

along [310]STO direction, which can be indexed as [201]Pnma zone pattern of the Pnma 

structure. 

[Insert figure 7 about here] 
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5. Conclusions 

 

In conclusion, we have studied the crystal structure of LCMO ultrathin films with the 

thickness less than 6 nm. The LCMO ultrathin films were found to grow coherently on STO 

substrates with a flat surface, but having a different crystal structure owing to the lattice 

mismatch. The structure was determined to be a body-centred orthorhombic Imma with a unit 

cell of a = 0.774 nm and b = c = 0.552 nm. This strain-induced change of crystal structure is 

believed to contribute to the insulating property in the LCMO ultrathin films. 
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Table 1. Space groups and their unit cells for the one-tilt and two-tilt systems. The three-tilt 

systems resulting in the LCMO bulk structure Pnma are also listed for comparison. The 

number in the first column is the tilt system number according to Woodward (1997). The 

number in the second column is the space group number in International Table for X-ray 

crystallography (1983, vol. A).  

 

Tilt system symbol Space group Bravais lattice Unit cell size 

a
+
b

-
b

-
 (10) 

a
+
a

-
a

-
 (11) 

Pnma (#62) 
Primitive 

orthorhombic 
~2

½
ap×2ap×2

½
ap 

a
0
b

+
c

+
 (15) Immm (#71) 

Body-centred 

orthorhombic 
~2ap×2ap×2ap 

a
0
b

+
b

+
 (16) I4/mmm (#139) 

Body-centred 

tetragonal 
~2ap×2ap×2ap 

a
0
b

+
c

-
 (17) 

a
0
b

+
b

-
 (18) 

Cmcm (#63) 
C-centred 

orthorhombic 
~2ap×2ap×2ap 

a
0
b

-
c

-
 (19) I2/m (#12-3) Monoclinic 

~2
½
ap×2ap×2

½
ap 

β≠90° 

a
0
b

-
b

-
 (20) Imma (#74) 

Body-centred 

orthorhombic 
~2ap×2

½
ap×2

½
ap 

a
0
a

0
c

+
 (21) P4/mbm (#127) 

Primitive 

tetragonal 
~2

½
ap×2

½
ap×2ap 

a
0
a

0
c

-
 (22) I4/mcm (#140) 

Body-centred 

tetragonal 
~2

½
ap×2

½
ap×2ap 

a
0
a

0
a

0
 (23) Pm 3m (#221) Primitive cubic ~ap×ap×ap 
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Table 2. Positional parameters for La0.7Ca0.3MnO3 (space group Imma), aImma = 0.774 nm, 

bImma  = 0.552 nm, and cImma = 0.552 nm. 

Atom x y z Occup. 

La 0 0.25 0.75 0.7 

Ca 0 0.25 0.75 0.3 

Mn 0.25 0.25 0.25 1 

O(1) 0 0.25 0.3 1 

O (2) 0.22 0 0 1 
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Figure captions: 

 

Figure 1. Cross-sectional HRTEM images of a 3 nm LCMO ultrathin film taken along (a) 

[100]STO, (b) [1 1 0]STO and (c) [110]STO directions, respectively. Note the superstructure 

pattern in (c) is not presented in (b). The calculated images are given as insets: thickness t = 8 

nm and defocus value ∆f = -45 nm for (a), and -15 nm for (b) and (c). 

 

Figure 2. Electron diffraction patterns of the 3 nm LCMO ultrathin film (obtained by tilting 

the sample along the [001]STO axis) which has been indexed as a simple-cubic structure. Note 

the presence of super-reflections as marked by arrows in (b), (c) and (e). 

 

Figure 3. A schematic of the relationship between a face-centred cubic 2ap×2ap×2ap cell 

(outlined by the solid line) and a body-centred tetragonal or orthorhombic 2
½
ap×2

½
ap×2ap cell 

(outlined by the dashed line). 

 

Figure 4. Comparison of proposed unit cell of (La,Ca)MnO3 based on two space groups Imma 

and I4/mcm. The MnO2 layers are marked by arrows. 

 

Figure 5. Comparison of proposed structures of (La,Ca)MnO3 based on two space groups. (a) 

[010]Imma and (b) [001]Imma zone view of the orthorhombic structure (Imma), and (c) 

[100]I4/mcm or [010]I4/mcm zone view of the tetragonal structure (I4/mcm). The unit cells are 

outlined by solid rectangles. 
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Figure 6. Matrix of simulated images of the orthorhombic structure Imma along [010] and 

[001] zones. The specimen thickness was varied from 5.0 to 9.5 nm and the defocus was 

varied over the range of -5 to -20 nm in step of -5 nm. 

 

Figure 7. Electron diffraction pattern of a 5 nm LCMO film along [310]STO direction. 

Compared with figure 2(c) extra super-reflections present as marked by arrows, which 

indicate it be indexed as the [201]Pnma zone pattern of the Pnma structure. 
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Figure 1. Qin et al. Phil. Mag. 
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Figure 5. Qin et al. Phil. Mag. 
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Figure 6. Qin et al. Phil. Mag. 
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Figure 7. Qin et al. Phil. Mag. 
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