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Abstract 
 

We have investigated the strain rate dependence of the brittle-to-ductile transition (BDT) 

temperature in pre-cracked tungsten single-crystals and polycrystals. There is an unambiguous 

Arrhenius relationship over four decades of strain rate, giving an activation energy for the 

process controlling the BDT of 1.05 eV. This is equal to the activation energy for double-kink 

formation on screw dislocations, suggesting that their motion controls the brittle-ductile 

transition. 
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1. Introduction   

At low temperatures, body-centered-cubic (bcc) metals generally fail by cleavage and exhibit 

completely brittle behaviour. At high temperatures, they show typical ductile behaviour, 

characterized by a marked plastic deformation. A distinctive temperature for this brittle-to-

ductile transition (TBDT) can usually be defined for each specific material and test condition. 

                                                 
∗
 E-mail: armando.giannattasio@materials.ox.ac.uk 

Page 1 of 22

http://mc.manuscriptcentral.com/pm-pml

Philosophical Magazine & Philosophical Magazine Letters

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Peer Review
 O

nly

 2 

Metals used for structural applications generally require a low TBDT to minimize the risk of 

brittle fracture at their operating temperature. Tungsten has been proposed as a plasma-facing 

metal for critical components in next-generation fusion reactors such as ITER [1] where 

working conditions would be particularly extreme in terms of radiation damage, high 

temperatures and stresses. Critical operating conditions (e.g. high strain rates due to thermal 

shock in a local plasma event) could lead to cracks in the material and thus to catastrophic 

failure. Hence a basic understanding is needed of the mechanisms controlling the TBDT and its 

strain-rate dependence in tungsten.  

In studies of brittle-ductile transition (BDT) behaviour in single phase (usually single 

crystal) materials, such as silicon [2], germanium [3], alumina [4], it has been established that 

the process controlling the BDT is dislocation glide in the region near the crack tip, rather 

than dislocation nucleation at or near the crack tip. Experimental studies on these materials 

have shown that the TBDT / strain rate behaviour follows an Arrhenius law with an activation 

energy equal to that for dislocation glide [2,5]. Dislocation-dynamics models of slip around 

crack tips and the elastic “shielding” of the crack tip by the active dislocations fit the 

experimental results to high accuracy [6].  In other materials such as TiAl [7], NiAl [8] and 

zirconia [9], an Arrhenius law for the BDT with a well-defined activation energy is found, but 

no data exist for comparison with the thermal activation parameters of dislocation glide. In a 

study on molybdenum [10], dislocation-dynamics modelling was able to reproduce the 

variation of fracture stress intensity with strain rate and temperature below the BDT, but was 

not able to predict the BDT temperature itself. While TBDT depends on strain rate and structure, 

on a relatively coarse scale it is found for all materials that the ratio between the activation 
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 3 

energy for dislocation mobility, Ev (where Ev = EBDT for the above materials), and TBDT 

multiplied by the Boltzmann constant, k, is approximately 25 [11]. 

Gumbsch et al. [12] reported experiments on the BDT behaviour of precracked single 

crystal tungsten using a >< 011}110{  crack system (i.e. {110} crack plane and 

>< 011 crack front). Three strain rates were used, resulting in loading rates, dK/dt, of 0.1, 0.4 

and 1.0 MPam
1/2

s
-1

; these gave TBDT in the range 300 K to 650 K. From the strain rate 

variation of TBDT, they deduced an activation energy for the BDT, EBDT, of approximately 0.2 

eV. This value is rather lower than the activation energy needed for the glide of screw 

dislocations (>1 eV)  (or, more precisely, for the formation of a kink-pair on a screw 

dislocation), which control bulk plasticity in tungsten [13,14], and also gives Ev / kTBDT = 5. 

The value of EBDT = 0.2 eV could possibly be attributed to the controlling process being the 

glide of edge dislocations [15,16], since the orientation of the crack system used allows pure 

edge dislocations to move away from the crack tip on {112} planes in the crystallographic 

zone of the >< 011 crack front. Given a sufficient density of dislocation nucleation sites 

along the crack front, motion of the associated screw dislocations along the crack front would 

not be needed to develop a substantial crack tip plastic zone. For other single-crystal 

orientations and for polycrystalline materials, however, it is unlikely that glide of edge 

dislocations alone could control the BDT in bcc metals such as tungsten, since expansion of 

dislocation loops would require motion of slow screw dislocations as well as the fast edge 

dislocations. Further investigation is needed for a better understanding of the deformation 

mechanisms controlling the brittle-ductile transition in tungsten. 
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2. Experimental details 

We have investigated the BDT of tungsten using four-point bend testing of precracked single-

crystal rectangular bars (1 mm ×1 mm ×11 mm) with sides cut along the <100> directions 

from an as-grown pure tungsten rod, giving a crack system of >< 001}100{ . Similar 

polycrystalline samples were also studied. Grain size was measured by electron 

backscattering diffraction (EBSD) analysis of a transverse section, using a local 

misorientation of  >3° to define a grain boundary; the average grain size measured over a total 

area of 15000µm
2
 was determined to be 2.9µm. The pre-cracks, approximately 60 µm deep, 

were produced on the tensile faces of the bars by using a sharp edge in a spark erosion 

machine for a few seconds at room temperature; the resulting pre-cracks consisted of a 

combination of a wedge notch (∼20µm deep) and sharp thermally-induced pop in cracks 

(∼40µm deep). Thermally-induced pre-crack planes were mostly (100) and (010) in the 

single-crystals, whereas in the polycrystalline samples a mixture of inter- and intra-granular 

pre-cracks was observed. Tests were carried in the temperature range 77 – 550 K and the 

strain rate range 4×10
-5 

– 5×10
-2

 s
-1

, giving dK/dt in the range 0.01 – 17 MPam
1/2

s
-1

. The 

fracture tests were performed in an argon atmosphere for temperatures above 300K and in a 

(cooling) nitrogen atmosphere below room temperature. For each sample the surface plastic 

strain was calculated by subtracting the elastic strain from the total strain. Specimens which 

fractured with no plastic strain were considered to be fully brittle; those which did not fracture 

after >5% of plastic strain were considered to be fully ductile; those which fractured in an 

apparently brittle manner after a limited amount of plastic strain were designated as “semi-

brittle” Fracture surfaces of all specimens were examined by optical and scanning-electron 

microscopy. Figure 1a shows a typical fracture surface of a single-crystal tungsten specimen 
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tested at 77K; at these low temperatures dislocation activity is expected to be almost 

completely suppressed and thus brittle cleavage occurs in the material, as indicated by a 

relatively smooth fracture surface. Figure 1b shows the fracture surface of a similar specimen 

tested at a temperature close to TBDT  (i.e. a semi-brittle specimen). The fracture surface shows 

clear cleavage; the plastic strain energy is absorbed before crack propagation, not during 

crack propagation. Polycrystalline tungsten samples are shown in Figure 2; Figure 2a shows a 

specimen tested at 77K in which brittle transgranular fracture was found to be dominant. 

Figure 2b shows a polycrystal sample tested at a temperature close to TBDT ; in this case, both 

brittle transgranular and intergranular fracture can be seen.    

   

 

3. Results 

Figure 3 shows the results obtained with the [001]-oriented single crystal specimens 

containing {100}<001> crack systems. The low temperature purely brittle fracture toughness, 

cK Ic πσ= , where σ is the fracture stress and c is the total crack depth, as measured on each 

specimen, was found to be (2.7±0.2) MPa m
1/2

, independent of the strain rate. The absence of 

a strain rate dependence of KIc at 77K suggests that there is little or no dislocation activity at 

this temperature. This value is also consistent with that found by Gumbsch [16]. As 

temperature increases, fracture toughness increases as local plasticity at the crack tip increases. 

In samples tested at room temperature and above, fracture occurred after macroscopic 

yielding of the specimen. For comparison, the stress intensity factor at yield, cK yIy πσ= , 

where σy is the measured yield stress, has been plotted in Figure 3 for ductile specimens 

which did not fail by fracture. The transition from semi-brittle to ductile behaviour occurs 
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 6 

sharply (over <2ºC). The transition temperature TBDT increases monotonically with increasing 

strain rate, with a variation in TBDT of more than 130°C over the investigated strain rate range. 

The results obtained with polycrystalline tungsten specimens are shown in Figure 4. In 

this case, the measured KIc  at 77K is (4.6±0.3) MPa m
1/2

,  double that of the single crystal 

material. This is probably due to the varied orientation of the small grains which will hinder 

the propagation of cracks on the lowest-energy {001} fracture planes [17]. In polycrystalline 

tungsten, as in single-crystals, the fracture toughness increases gradually with increasing 

temperature up to TBDT for all the strain rates investigated. The values of TBDT measured in 

polycrystalline tungsten were found to be very close to those observed in single-crystal 

samples at the same strain rates, although the value of fracture toughness in polycrystals was 

higher, by a factor approximately two, than that measured in single-crystals at all the 

temperatures investigated.  

Figure 5 shows the experimental TBDT data obtained for both poly- and single-crystals 

as an Arrhenius plot. In the case of single-crystals, the best fit to the data give an activation 

energy (1.00±0.04) eV; for polycrystals EBDT = (1.1±0.1) eV. The difference appears not be 

significant, and combining all data, EBDT = (1.05±0.05) eV. The values of EBDT measured in 

this work are much larger the 0.2 eV deduced by Gumbsch et al. [12].  

For four-point bend tests carried out at room temperature and above, the amount of 

plastic strain at fracture was significant, particularly at temperatures close to TBDT where it 

increased up to 4.5% in a few cases before cleavage occurred (Figure 6). This indicates that 

the effects of work-hardening may be important in defining the effective BDT temperature in 

tungsten. In contrast, only limited plastic relaxation was observed by Gumbsch et al. in 

similar fracture tests on single-crystal tungsten using a three-point bending geometry [12].  
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At low strain rates (10
-3

 s
-1

 and below) and at temperatures close to TBDT, substantial 

crack growth was observed in some single crystal specimens. No such crack growth occurred 

in samples tested at higher strain rates. SEM investigation of the fracture surfaces showed that 

the crack extended for a few hundred microns before final fast fracture occurred (Figure 7), 

and that the region of crack growth appeared “brittle” and flat, though with some steps that 

tended to be aligned along <102> directions. This crack growth is similar to that observed in 

molybdenum [10] and magnesium oxide [18], where it was thought to be caused by 

interactions between antishielding dislocations and the crack tip. The mechanism of crack 

growth in tungsten, from these preliminary results, may play an important role in controlling 

the BDT at the lower strain rates. This increase in pre-crack length is responsible for the much 

higher calculated fracture toughness for a few data points at temperatures close to TBDT for 

low strain rates (Figure 3). 

 

 

4. Discussion 

TBDT  at a given dK/dt is not an invariant physical parameter of a material and in general 

depends on the sample geometry (e.g factors such as relative crack depth, plastic constraint, 

etc.). Thus, strictly speaking, the data reported here for TBDT in tungsten are only valid for the 

particular case of the specimen shape and size used in this work. However, although a 

different geometry of the specimens can be responsible for a shift in TBDT (this corresponds to 

a change in the pre-factor of the Arrhenius law describing the BDT), such geometrical factors 

do not produce any variation in the activation energy for BDT. This has been found 

experimentally in the case of silicon (see, for example, [19]) and also recently predicted by 
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 8 

more general studies on dislocation dynamics (Tarleton and Roberts, unpublished). In 

addition, recent fracture tests on unnotched tungsten (polycrystalline) bars of the same size as 

those used in the present work gave a shift in TBDT of approximately -40°C compared with the 

notched samples, but with no substantial change in EBDT (Giannattasio and Roberts, 

unpublished).   

If the BDT in tungsten is controlled by dislocation velocity, as in other materials, then 

the likely controlling factor is the mobility of the screw dislocations, since their low mobility 

compared to edge dislocations [20] implies that screw dislocation motion is the rate-

controlling mechanism for the development of dislocation loops and sources. In bcc metals, 

screw dislocation motion occurs by nucleation and propagation of double kinks along the 

dislocation line [21]. The rate-controlling factor is likely to be nucleation of kink-pairs rather 

than their propagation [22]. 

The enthalpy for kink-pair formation 2Hk (at zero stress) in tungsten, for the 

temperature range investigated in this work, has been measured as 2Hk  = 1.75 eV  [13]. 

According to Seeger’s theory of kink-pair formation [21], the thermal component of a 

resolved shear stress σ* exerts a repulsive force on the kinks which decreases the value of 2Hk. 

An effective kink-pair formation enthalpy Hkp (σ*), which can be identified with the 

activation enthalpy for screw dislocation motion, can then be written as [22]: 

*22*)( σασ −= kkp HH ,   with 2/1

0

3 )2/( γα ba=    (1) 

where a is the distance between two adjacent Peierls valleys connected by a kink in a 

dislocation with Burgers vector b and γ0  is the pre-factor in the logarithmic expression of the 

dislocation line tension. For tungsten, suitable values are [13] a = 4.459×10
-10

 m, γ0 = 

9.55×10
-10

 N, and b = 2.74×10
-10

 m, which give α = 4.3×10
-24

 N
1/2

 m
2
; taking σ*= 140 MPa 
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(this is of the order of the critical resolved shear stress observed in our fracture tests 

performed between 400K and 500K), a decrease in Hkp of 0.64 eV is expected. Equation 1 

would then predict Hkp = (1.75 - 0.64) eV = 1.11 eV, which is very close to the experimental 

value of EBDT reported here. In addition, stress-relaxation measurements on tungsten yielded 

an activation enthalpy for slip between 0.75 eV and 1eV in the temperature range 400-500K 

[13]. The much lower activation energy (EBDT =0.2 eV) measured in previous experiments by 

P. Gumbsch et al. is probably due to the particular geometry of the >< 011}110{  crack 

system investigated in which the crack is mainly shielded by dislocations that are edge in 

character and thus require a lower activation energy for their motion [15]. In the general case, 

it is the {100} crack plane which is easiest to activate, as indicated by the similarity of results 

from polycrystalline tungsten to those from [100]-oriented single crystal specimens. We 

propose that for {100} cracks in tungsten, crack-tip shielding and/or blunting controls the 

BDT, and that this is in turn controlled by the motion of screw dislocations which have to 

overcome an energy barrier of approximately 1 eV in order to glide. This activation energy 

gives EBDT / kTBDT = 25.5 ± 3.6 over the range of strain rates investigated, in good agreement 

with other materials in which the BDT is controlled by dislocation mobility (see Figure 8).    

The dislocation velocity / stress / temperature relation for a given material is a key 

input parameter for dislocation dynamics modelling of the BDT [6,23]. Currently the only 

dislocation velocity data available for tungsten are at room temperature and 77K [15], and 

thus derivation of a sound dislocation velocity law for the experimental temperature range 

used here is problematic. Work is currently in progress on measuring dislocation velocities in 

tungsten so as to benchmark such models against experimental data. In terms of practical 

applications of tungsten in a fusion reactor, though extrapolation of the results reported here 
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from 77–550K to reactor operating temperatures of 1000-1500K should be treated with 

caution, such an extrapolation (see Figure 5) indicates that tungsten might be expected to be 

ductile at such temperatures at strain rates below 10
3
 s

-1
. However, the BDT of tungsten in 

such applications is likely to be increased by neutron irradiation and by implantation of 

helium “ash”; further, fracture may result from thermomechanical stresses at lower 

temperatures in a “cold shut down”. Thus the strain rate dependence of the BDT reported here 

most likely represents a lower bound for brittle conditions. 
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Figure captions 

 

Figure 1.  

Fracture surfaces of single-crystal tungsten material tested at a strain rate of 10
-2 

s
-1

: (a) test 

temperature 77K and (b) test temperature 478K (close to TBDT). The smooth surface observed 

in (a) indicates that dislocation activity has a minor effect at such low temperatures. At high 

temperatures (b), “river lines” oriented along <110> directions are visible. 

 

Figure 2.  

Fracture surfaces of polycrystalline tungsten specimens: (a) test temperature 77K at a strain 

rate of 5×10
-2

 s
-1

 and at (b) test temperature 419K (close to TBDT) at a strain rate of 10
-4

 s
-1

. At 

low temperatures (a), transgranular fracture is dominant; in samples tested at temperatures 

close to TBDT  (b), both intergranular and brittle transgranular fracture are visible.  

 

Figure 3. 

Fracture toughness (solid symbols, left axis) measured in single-crystal tungsten as a function 

of temperature and strain rate. Fracture toughness rises with temperature up to a well-defined 

transition to ductile behaviour. The transition temperature, TBDT, increases with increasing 

strain rate. For ductile specimens (no fracture event, open symbols), the stress intensity factor 

at yield, KIy , is shown on the right axis. 

 

Figure 4. 

Fracture toughness (solid symbols, left axis) measured in polycrystalline tungsten. Open 

symbols represent ductile specimens. TBDT increases with increasing strain rate. For ductile 

specimens (no fracture events), the stress intensity factor at yield is shown on the right axis.  
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Figure 5. 

Arrhenius plot of the strain rate versus 1 / TBDT for single-crystal (solid symbols) and 

polycrystalline (open symbols) tungsten. 

 

Figure 6.  

Plastic strain at fracture as a function of temperature for single-crystal tungsten. 

 

Figure 7. 

Fracture surface of a [001] single-crystal tungsten sample tested at 4×10
-5

 s
-1

. Three different 

regions are clearly visible: (A) a region containing [100]-oriented pre-cracks; (B) an area 

associated with crack growth, with surface steps aligned mainly along <102> directions; (C) 

the brittle fast-fracture.  

 

Figure 8.  

The activation energy for the BDT as a function of BDT temperature as measured in different 

materials. Error bars are mainly due to the strain rate dependence of the BDT temperature. 

Data for W are from this work. Other data are from: Si [2], GaAs [22], Ge [3], Al2O3 [4], Mo 

[10,23], SiC [25], TiAl [7], diamond [26], Fe-3%Si [27], Fe [28], V [28]. The dashed line 

represents the best linear fit to the data, which gives EBDT / kTBDT  =  25. 

 

 

 

 

 

Page 14 of 22

http://mc.manuscriptcentral.com/pm-pml

Philosophical Magazine & Philosophical Magazine Letters

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Peer Review
 O

nly

 15 

 

 

 

 

 

 

 

500 µm500 µm500 µm500 µma) b)
 

 

 

FIGURE 1 

Fracture surfaces of single-crystal tungsten material tested at a strain rate of 10
-2 

s
-1

: (a) test 

temperature 77K and (b) test temperature 478K (close to TBDT). The smooth surface observed 

in (a) indicates that dislocation activity has a minor effect at such low temperatures. At high 

temperatures (b), “river lines” oriented along <110> directions are visible. 
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FIGURE 2 

Fracture surfaces of polycrystalline tungsten specimens: (a) test temperature 77K at a strain 

rate of 5×10
-2

 s
-1

 and at (b) test temperature 419K (close to TBDT) at a strain rate of 10
-4

 s
-1

. At 

low temperatures (a), transgranular fracture is dominant; in samples tested at temperatures 

close to TBDT  (b), both intergranular and brittle transgranular fracture are visible.  
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FIGURE 3 

 

Fracture toughness (solid symbols, left axis) measured in single-crystal tungsten as a function 

of temperature and strain rate. Fracture toughness rises with temperature up to a well-defined 

transition to ductile behaviour. The transition temperature, TBDT, increases with increasing 

strain rate. For ductile specimens (no fracture event, open symbols), the stress intensity factor 

at yield, KIy , is shown on the right axis. 
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FIGURE 4 

 

Fracture toughness (solid symbols, left axis) measured in polycrystalline tungsten. Open 

symbols represent ductile specimens. TBDT increases with increasing strain rate. For ductile 

specimens (no fracture events), the stress intensity factor at yield is shown on the right axis.  
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FIGURE 5 

 

Arrhenius plot of the strain rate versus 1 / TBDT for single-crystal (solid symbols) and 

polycrystalline (open symbols) tungsten. 
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FIGURE 6 

 

Plastic strain at fracture as a function of temperature for single-crystal tungsten. 
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FIGURE 7 

 

Fracture surface of a [001] single-crystal tungsten sample tested at 4×10
-5

 s
-1

. Three different 

regions are clearly visible: (A) a region containing [100]-oriented pre-cracks; (B) an area 

associated with crack growth, with surface steps aligned mainly along <102> directions; (C) 

the brittle fast-fracture.  
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FIGURE 8 

 

The activation energy for the BDT as a function of BDT temperature as measured in different 

materials. Error bars are mainly due to the strain rate dependence of the BDT temperature. 

Data for W are from this work. Other data are from: Si [2], GaAs [22], Ge [3], Al2O3 [4], Mo 

[10,23], SiC [25], TiAl [7], diamond [26], Fe-3%Si [27], Fe [28], V [28]. The dashed line 

represents the best linear fit to the data, which gives EBDT / kTBDT  =  25. 
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