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Abstract 

A model to calculate the mobility of charges along molecular wires is presented. The model is 

based on the tight-binding approximation and combines a quantum mechanical description of 

the charge with a classical description of the structural degrees of freedom. It is demonstrated 

that the average mobility of charge carriers along molecular wires can be obtained by time-

propagation of states which are initially localised. The model is used to calculate the mobility 

of charges along poly-phenylenevinylene (PPV) chains with varying number of alkoxy side 

chains. Effects of the torsional motion of the phenyl rings on the mobility are taken into 

account. The results show that derivatives of PPVs can act equally well as electron and hole 

conductors. Experimental mobility data on di-alkoxy substituted PPV can be reproduced with 

the present model provided the effects of structural defects along the polymer chains are taken 

into account. According to the calculations, intra-chain hole and electron mobilities of the 

order of 100 cm
2
/Vs can be obtained for defect free PPV chains.  
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1. Introduction 

According to the predictions of Gordon Moore in 1965 the number of transistors per 

square centimetre in an integrated circuit doubles every 18 months.[1] This requires that the 

size of the transistors and the interconnecting wires decrease at the same rate. Until now the 

miniaturization of electronic components has been achieved by photolithographic techniques 

leading to the present-day integrated circuits where the width of the interconnecting copper 

wires is approximately 90 nm. If the miniaturization continues at the rate predicted by 

Moore’s law, the dimensions of the wires decrease to approximately 10 nm in the near future, 

approaching the fundamental size limits of photolithography.  

Because of the limitations of conventional techniques it is of considerable interest to 

study the smallest components that are likely to be functional; i.e. components consisting of 

single molecules or assemblies of a few molecules.[2,3] Conjugated organic molecules are 

attractive candidates for use as interconnecting wires in molecular scale electronics because 

the properties relevant to charge transport; e.g. the band-gap, the ionization potential and the 

excited state properties, can be tuned by modifications in the molecular structure.[4-7] 

Additionally, synthetic organic chemistry techniques can be used to introduce functional units 

that can aid the assembly of conjugated molecules into supra-molecular structures by 

molecular recognition. This opens an interesting perspective in which electronic circuits are 

constructed by self-assembly rather than by external manipulation of the components.[8,9] 

 Recently, it has become possible to measure the conductance of single organic 

molecules between metal electrodes; e.g. in a break junction[10] or between mercury 

drops.[11] These methods provide insight in the transport of charges through the molecule, 

however, the results of such measurements are to a large extent determined by effects related 

to the contacts between electrodes and the molecule.  In many cases the conductance can be 

considered to occur via a bridge-mediated superexchange mechanism in which the charge 
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tunnels from one electrode to the other, without becoming localized on the molecular 

bridge.[12] [13] Hence, these measurements do not provide information about the mobility of 

charges that are localized on the molecule. However, the mobility of charges on isolated 

molecules can be measured by pulse-radiolysis time-resolved microwave conductivity (PR-

TRMC) experiments.[14,15] In this case, irradiation with high-energy electrons is used to 

generate charges on oligomer or polymer chains in solution, rather than by injecting them 

using electrodes. The mobility of charges moving along these molecular wires is determined 

without the use of electrodes by measuring the absorption of microwaves. In this way, 

information is obtained on the intrinsic charge transport properties of the molecular wires and 

effects caused by the presence of electrodes do not play any role. PR-TRMC measurements 

have been performed for a variety of conjugated polymers and it has been found that the 

mobility of charges along isolated conjugated polymer chains depends strongly on the 

structure of the backbone.[16-19] 

 In order to interpret and exploit the experimental data available from the 

measurements mentioned above it is essential to have a detailed theoretical framework 

describing charge transport along molecular wires.[20] The elementary processes in charge 

transport along conjugated polymers are similar to two-centre charge transfer reactions[21] 

where the efficiency of transfer depends on the energy difference and the electronic coupling 

(charge transfer integral) between the sites involved.[22-24] Charge transport along a 

molecular wire is more complicated, since the efficiency of the transport is influenced by all 

site energies and charge transfer integrals along the chain. The motion of the charge depends 

strongly on the degree of structural disorder along the chain, such as torsion between 

molecular units in a polymer.[17] Structural fluctuations in a molecular wire can lead to 

disorder in the energies of the charge at different sites as well as in the charge transfer 
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integrals. To describe charge transport along molecular wires a model is required that 

contains detailed information on the structural fluctuations and the effects on charge transport.  

Several theoretical models have been put forward for the description of experiments in 

which charge transport though a single molecule between metal electrodes is 

measured.[12,13,25] In this paper a model is presented to describe the mobility of charges 

moving along isolated molecular wires. The results can be compared with mobility 

measurements in which the charge is localised on the molecular wire, such as the PR-TRMC 

measurements mentioned above.  The model is based on the tight-binding approximation and 

includes a classical description of the effects of structural fluctuations. The present model also 

includes dynamic disorder in contrast to previous work[17], where only static disorder has 

been considered. The theoretical framework is used to study the mobility of excess positive or 

negative charges along poly-phenylenevinylene (PPV) chains with variations in the number of 

alkoxy side chains. The calculations presented are used to illustrate how differences in the 

molecular structure and dynamics influence the efficiency of charge transport. 
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2. Theoretical Methodology 

2.1. Model for charge carrier mobility based on tight-binding method 

The mean drift velocity of charge carriers moving on a molecular wire along the 

direction of an external electric field, E t( )= E0 cos ωt( ), is in the limit of linear response 

given by   

 

v t( )= µr ω( )E0 cos ωt( )+µi ω( )E0 sin ωt( ),     (1) 

 

with E0  the amplitude and ω the (radial) frequency of the electric field. The components of 

the charge carrier velocity in-phase and out-of-phase with the electric field are proportional to 

the real  (µr ω( )) and the imaginary part (µi ω( )) of the complex mobility, respectively. 

According to the formulation by Kubo, the one-dimensional complex mobility is given by[26-

29] 

 

µ(ω ) = −
eω 2

2kBT
x(t) − x( )2

0

∞

∫ e−iωt dt      (2) 

 

with e the elementary charge, kB Boltzmann’s constant, T the temperature and x(t) − x( )2  

the mean square displacement of charge carriers in thermal equilibrium according to a 

Boltzmann distribution. An implicit convergence factor e−εt  (lim ε → 0 ) is understood in the 

integral.[27,28,30] The mean square displacement in equation (2) is evaluated by using the 

Heisenberg representation for the time-dependent position operator; i.e. 

 
x t( )= eiHt /h x e−iHt /h .[31] The Hamiltonian, H, depends not only on the coordinates of the 
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charge carrier, but also on those of the nuclei, or equivalently, on the static and dynamic 

structural fluctuations in the molecular wire.  

In the remainder of this Section a general model to describe the mobility of charges on a 

molecular wire is presented and discussed. As outlined in Sections 2.2. and 2.3, a simplified 

form of the model is used to describe charge transport along phenylenevinylene molecular 

wires. The simplification described in sections 2.2. and 2.3. involves the neglect of all nuclear 

degrees of freedom other than the torsional motions of the phenyl groups, which are described 

classically. 

In general  a charge carrier on a molecular wire can be described as a superposition of 

electronic states, ϕs
κ , that are localized on the molecular units, s, in a wire. The index κ 

denotes a particular realisation of the structural fluctuations in the molecular wire. Effects of 

nuclear vibrations are taken into account by vibrational states, χs
κ , associated with a charge 

at site s. The wave function of a charged molecular wire can then be written as 

 

Φκ = as
κ ϕs

κ χs
κ

s

∑ ≡ as
κ s,κ

s

∑       (3) 

 

with as
κ the expansion coefficient of the state s,κ , which describes a charge localized at site 

s in a molecular wire with a nuclear conformation and a vibrational state labelled with the 

index κ . The equilibrium density operator corresponds to a Boltzmann distribution; i.e. 

 

ρ = Pκ
κ
∑ Φκ Φκ                   (4a) 

 

with 
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Deleted: is

Page 15 of 43

http://mc.manuscriptcentral.com/tandf/jenmol

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Peer Review
 O

nly

8 

 

Pκ =
e
−Eκ /k

B
T

e
−Eκ /k

B
T

κ
∑

                  (4b) 

  

and Eκ the total energy of the state Φκ . The mean square displacement is obtained by 

averaging the square displacement over the density distribution of the charge. Combination of 

equations (3) and (4) then gives 

 

x(t) − x( )2 = Tr x(t) − x( )2 ρ



 = Pκ

κ
∑ Φκ x(t) − x( )2 Φκ  

 

= Pκ as
κ as '

κ( )* s ',κ eiHt /h x2 e−iHt /h s,κ
s '

∑
s

∑
κ
∑  

   
 

− Pκ as
κ as '

κ( )* s ',κ x eiHt /h x e−iHt /h s,κ + s ',κ eiHt /h x e−iHt /h x s,κ





s '

∑
s

∑
κ
∑  

   + Pκ as
κ as '

κ( )* s ',κ x2 s,κ
s '

∑
s

∑
κ
∑       (5) 

 

Since the states s,κ  describe a charge localized at site s and the vibrational states are taken 

orthogonal, the matrix elements of the position operator can to a good approximation be taken 

equal to s,κ x s ',κ ' = sλδss 'δκκ ' with λ the distance between the sites. Using this relation, 

together with the identity operator expressed in terms of the localized charge carrier states; 

i.e. U = s,κ
s

∑
κ
∑ s,κ , equation (5) can be rewritten as 
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x(t) − x( )2 =

Pκ as
κ as '

κ( )* λ2 s"( )2 − s" s + s '( )





s, s ', s"

∑
κ , κ "

∑ s ',κ eiHt /h s",κ " s",κ " e−iHt /h s,κ

+ Pκ as
κ

as
κ( )* λ2

s
2

s

∑
κ
∑

 

           (6) 

 

The factor 
 

s",κ " e−iHt /h s,κ in equation (6) is the coefficient of the state s",κ "  at time t, 

of a charge that was initially (t=0) in the state s,κ , localized at s. Analogously, the factor 

 
s ',κ e

iHt /h
s",κ " is the complex conjugate of the coefficient of s",κ "  for a charge initially 

localized at s' in the state s ',κ . Therefore, these coefficients correspond to charge migration 

from different initial sites to a common final site. The summation over κ in equation (6) leads 

to averaging of the products of the coefficients for these different paths over realizations of 

molecular wires with distinct static and dynamic structural fluctuations. The different 

structural conformations and fluctuations will cause the phase of these expansion coefficients 

to vary from one wire to another. As a consequence the averaging over κ will cause the terms 

for which s≠ s '  in equation (6) to vanish on a timescale referred to as the dephasing (or 

decoherence) time. This dephasing time is determined by the amplitude and frequency of the 

fluctuations. The vanishing of the average of the cross-product terms with s≠ s '  in equation 

(6) is analogous to the relaxation of the off-diagonal elements of the density matrix (in terms 

of localized states) of a particle moving under the influence of stochastic fluctuations due to 

interactions with a heat bath.[32-35] In summary, due to the effects of structural fluctuations 
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the terms in equation (6) for which s≠ s '  can often to a good approximation be neglected, so 

that equation (6) reduces to 

 

 

x(t) − x( )2 = Pκ as
κ 2

λ2 s"− s( )2 s",κ " e−iHt /h s,κ
s, s"

∑
κ , κ "

∑
2

    (7) 

 

Equation (7) describes the mean square displacement of charges that are initially localized at 

sites s, which migrate during a time interval t to other sites s" with a probability equal to 

 
s",κ " e

−iHt /h
s,κ

2
.  

At low temperatures structural fluctuations are less pronounced and the averaging over 

different molecular wires in equation (6) may not lead to cancellation of terms for which 

s≠ s ' . In this case the simplified equation (7) is not valid. At high frequencies of the external 

electric field, the integral in equation (2) is mainly determined by short times (~2π/ω) at 

which the average contribution of terms s≠ s ' in equation (6) may not be negligible. In this 

case the simplification to equation (7) cannot be made.  

In what follows it is assumed that fluctuations in the system lead to sufficient 

dephasing, so that the mean square displacement can be calculated according to equation (7). 

In the case of normal Gaussian diffusion the mean square displacement eventually increases 

linearly with time, according to  

 

x t( )− x( )2 = 2Dt        (8a) 

 

with D the diffusion constant. Substitution of equation (8a) into equation (2) gives the 

Einstein relation for the mobility 
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µ =
e

kBT
D.        (8b) 

 

The mobility in equation (8b) is frequency independent and the imaginary component is zero. 

It should be noted, that structural defects in a material can lead to barriers for charge 

transport. In that case the mean square displacement increases sublinearly with time and 

cannot be described by equation (8a). As a consequence barriers cause the mobility to be 

frequency dependent and to consist of non-zero real and imaginary components.  

 

2.2.  Hybrid quantum/classical description of charge and nuclear dynamics 

The mobility of charge carriers is obtained from equation (8), by numerical simulation 

of the mean square displacement as defined in equation (7), where the charge carrier is 

described quantum mechanically by the tight-binding method including only interactions 

between neighbouring units. The relevant nuclear motions are often sufficiently slow so that 

they can, to a good approximation, be treated classically. In this case the Hamiltonian of the 

charge is given by 

 

 Hq
κ t( )= εs

κ t( )as
+ as

s

∑ + Js ',s
κ t( )as '

+ as
s '=s±1

∑
s

∑    (9) 

In equation (9) as
+  and as  are the creation and annihilation operators of a charge at site s, 

εs
κ t( )= ϕs

κ Hq
κ t( )ϕs

κ  is the site-energy of a charge and Js ',s
κ t( )= ϕs '

κ Hq
κ t( )ϕs

κ  is the 

charge transfer (bandwidth) integral. The site-energies can vary with time, since the energy of 

a charge at a site depends on the fluctuating molecular structure. The charge transfer integrals 

depend on the mutual orientation of adjacent molecular units, which can also fluctuate during 

Deleted: The time-dependence 
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time. 
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time. The time-propagation of the nuclear coordinates is described by the classical equations 

of motion with a potential that is in part determined by the distribution of the charge in the 

system; i.e. by the wave function Φκ in equation (3). The mean square displacement in 

equation (7) can now be obtained by propagation of wave functions, which are initially 

localised at a single site s; i.e. 

 

  ψκ t; s( ) = cs"
κ t; s( )

s"

∑ ϕs"
κ ,      (10) 

 

with the initial condition cs"
κ t = 0; s( )=1 for s" = s and zero for all other sites. Note, that the 

time-dependent wave functions defined in equation (10) are used to calculate the mean square 

displacement. The wave functions ψκ  in equation (10) are distinct from the wave functions 

Φκ  in equation (3), which are stationary states describing the charged molecular wires.   

The time-dependent coefficients 
 
cs"
κ

t; s( )= ϕs"
κ

e
−iH

q

κ
t( )t /h

ϕs
κ  are obtained numerically by 

integration of the first-order differential equations that follow from the time-dependent 

Schrödinger equation  

 

 
 

ihS
κ ∂c

κ

∂t
= Hq

κ
t( )cκ ,        (11a) 

 

with cκ  the vector containing the coefficients cs"
κ t; s( ). Note, that the spatial overlap matrix 

Sκ  ( Ss ' s
κ = ϕs '

κ ϕs
κ ) is explicitly taken into account. The effect of the spatial overlap can be 

incorporated into an effective Hamiltonian matrix Hq,eff
κ

t( )so that to a good 

approximation[36,37] 
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ih
∂c

κ

∂t
= Hq,eff

κ
t( )cκ  .       (11b) 

 

The diagonal matrix elements of Hq,eff
κ are identical to the site energies εs

κ in equation (9). 

When only nearest neighbour interactions are taken into account the non-zero off-diagonal 

matrix elements of Hq,eff
κ  are equal to the effective charge transfer integrals given by[36,37] 

  

 Hq,eff
κ( )

s ',s
≡ Jeff

κ( )
s ',s

= ϕs '
κ

Hq
κ ϕs

κ −
1

2
Ss ',s
κ εs '

κ + εs
κ( ). (11c) 

 

The time-dependence of the effective Hamiltonian in equation (11b) is taken into 

account by using the time-dependent self-consistent field (TDSCF) method.[38] Following 

the TDSCF method, equation (11b) and the classical equations of motion for the nuclei, are 

propagated during small time steps. Each time step is taken sufficiently small so that the wave 

function of the charge can to a good approximation be propagated by assuming  the nuclear 

coordinates to be fixed during a time step. The nuclei are propagated during the same time 

step. After a time step, the effect of the variation of the nuclear coordinates on the charge, is 

taken into account by adjusting the Hamiltonian of the charge according to the new nuclear 

coordinates. This procedure is repeated until a preset final time has been reached. As follows 

from equation (7), the mean square displacement can now be obtained from the time-

dependent expansion coefficients cs"
κ t; s( ) according to 

 

x t( )− x( )2 = f (s)λ2 (s"− s)2 cs"(t; s)
2

s", s

∑ .   (12) 

Deleted:  

Deleted: is

Deleted: sufficiently 

Deleted:  for

Deleted: which 

Deleted: the nuclei can be 

considered fixed

Deleted:  and the effective 

Hamiltonian can be taken constant

Deleted: Then the nuclei are 

propagated during the same time step 

and the effective Hamiltonian is 

adjusted. 

Page 21 of 43

http://mc.manuscriptcentral.com/tandf/jenmol

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Peer Review
 O

nly

14 

 

The brackets at the right-hand side indicate averaging over different realizations of the 

structural fluctuations and f(s) denotes the charge density at site s.  

 

2.3. Calculation of parameters for phenylenevinylene wires 

Phenylenevinylene molecular wires consist of an alternating sequence of phenylene and 

vinylene units. For a description of hole transport, the site-energies in equations (9) and (11c) 

are taken equal to the ionization energies of these molecular units, while for electron transport 

the electron affinities are used. As discussed below the site-energies for a hole or an excess 

electron are significantly lower at the phenyl unit than at the vinyl moiety. Hence, the hole 

and excess electron states are mainly composed of states on the phenyl rings. Therefore, the 

charge is initially taken to be localized on a phenyl ring. Effects of structural fluctuations on 

the site-energies are not taken into account. The effective charge transfer integral in equation 

(11c) for adjacent phenyl and vinyl units depends predominantly on the dihedral (torsion) 

angle between these moieties.  Since other nuclear degrees of freedom have a much less 

pronounced effect on the charge transfer integrals, only the effects of torsional motion of the 

phenyl units in a molecular wire are taken into account. The dihedral angles between adjacent 

phenyl and vinyl units are distributed according to a Boltzmann distribution: 

 

P(Θs − Θs−1) =
e
−

Etor (Θs −Θs−1 )

k
B
T

e
−

Etor (Θ ')

k
B
T dΘ '

0

2π

∫

,       (13) 

 

where Etor (Θs − Θs−1)  is the potential energy for torsion around the bond between a phenyl 

and a vinyl unit at sites s and s-1, respectively. The charge will be delocalized along the 
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molecular wire, so that the amount of charge on a single PV unit is negligible. Therefore the 

potential energy for a neutral PV molecule can be used for  Etor .  

In a PPV chain the phenyl groups can rotate around the single bonds with adjacent vinyl 

units. To be able to compare the present calculated results with measured mobility values for 

charges on isolated PPV chains in dilute benzene solution (see Section 3.5), the effects of the 

solvent on the rotational motion of the phenyl units are taken into account. The effect of 

interactions with the solvent will cause the phenyl units to undergo a random diffusive 

rotational motion superimposed on the drift in the potential energy landscape for torsion. The 

change of the angles of the phenyl units in time are described by a combination of rotational 

drift and diffusion. During a small time step, ∆t ,  the change of the angle Θs of a phenyl unit 

with site index s is given by[39] 

 

∆Θs = −
Drot

kBT

∂

∂Θs

Etor Θs − Θs−1( )+ Etor Θs+1 − Θs( )( ) ∆t + ∆Θs, diff .  (14) 

 

The first term is the rotational drift due to the torsion potential resulting from interaction with 

both neighbouring vinyl units, while the second term accounts for the random diffusive 

rotation. The latter term is calculated according to ∆Θs, diff = 24Drot∆t Ran , with Ran a 

uniformly distributed random number in the interval [-1/2, 1/2], so that ∆Θs,diff
2 = 2Drot ∆t  

with Drot = 1 / 2τ rot  and τ rot  the diffusional rotation time of a phenyl unit. The diffusional 

rotation time is defined as the time interval after which the root mean square variation of the 

angle of a phenyl unit equals one radian. 

The effective charge transfer integrals (see equation 11c) are calculated for different 

dihedral angles, using density functional theory (DFT) in the program ADF[40] with fragment 

orbitals on the phenyl and vinyl units, according to the procedure described in ref.[37]. In this 
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way, the charge transfer integral is directly obtained as the off-diagonal matrix element of the 

Kohn-Sham Hamiltonian matrix.[37] This method of calculating the charge transfer integral 

gives direct and exact results, and does not rely on the assumption of zero spatial overlap 

between the molecules as made when the charge transfer integral is obtained from the orbital 

splitting. The charge transfer integrals for hole transport correspond to the off-diagonal matrix 

elements of the Kohn-Sham Hamiltonian involving the highest occupied molecular orbitals 

(HOMOs) on the phenyl and vinyl units. For excess electron transport the charge transfer 

integral was obtained from the lowest-unoccupied molecular orbitals (LUMOs). The 

calculations were performed using the Becke-Perdew gradient-corrected exchange correlation 

functional and a double-ζ plus polarization (DZP) basis set consisting of Slater-type 

functions.[41] 

The torsion potential and the geometry of the phenylenevinylene unit are obtained by 

optimizing the geometry at the Hartree-Fock level while restraining the dihedral angle 

between the phenyl and the vinyl, using a cc-pVDZ basis set in the program Gaussian.[42]. 

Subsequently, the relative potential energies for each angle were calculated by second order 

Møller-Plesset perturbation theory (MP2).  

The wave function of the charge and the conformation of the chain are propagated with 

a time step of one atomic unit (2.4189×10
-17

 seconds) using equations (11b) and (14), 

respectively. The charge is initially localized on a phenyl group in the middle of a chain with 

sufficient length, such that the chain ends do not affect the mean square displacement on the 

time scale of the simulation. The mean square displacement of the charge carriers is obtained 

by averaging over a few hundred realizations of the initial torsion angles and their variation 

during time. 
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3 Results and Discussion 

 

3.1 Parameters for charge transport calculations 

Charge transport calculations have been performed for three PPV derivatives with zero, 

one and two alkoxy side-chains on the phenyl group. The chemical structures of the model 

compounds of these three derivatives are shown in Figure 1. In order to gain insight in the 

effect of the presence of side-chains on the conformation of the polymer chain the potential 

energy for torsion around the bond connecting the phenyl and vinyl unit in a neutral styrene 

molecule was calculated using MP2, as discussed in section 2.3. The results are shown in 

Figure 2. For unsubstituted PPV the potential energy curve is symmetric around 90 degrees. 

The potential energy is minimum for a planar conformation and increases with 0.13 eV when 

going to a perpendicular geometry. The potential energy is very close to the minimum value 

for angles up to approximately 30 degrees. The potential energy for PPV-ma (the PPV 

derivative with one alkoxy substituent) is not symmetric around 90 degrees, as a result of the 

loss of symmetry by the presence of the alkoxy substituent. The potential energy profile for 

PPV-ma is maximum at an angle of 105 degrees, while the energy is minimum at an angle of 

30 degrees. The deviation from a planar conformation is attributed to steric hindrance 

between the alkoxy substituent and the hydrogen atom on the vinyl-group. At an angle of 30 

degrees a balance is found between minimizing the steric hindrance and maximizing the 

conjugation. A local minimum is found at 180 degrees at an energy 0.05 eV higher than at the 

absolute minimum, which is due to the increased steric hindrance of the alkoxy side-chain and 

the vinyl unit. For PPV-da (the PPV derivative with two alkoxy substituents) the substitution  

pattern is more symmetric and the potential energy is minimum for the planar conformation. 

The potential energy increases by 0.18 eV to reach a maximum at a perpendicular geometry. 
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The effective charge transfer integrals to be used in charge transport calculations were 

calculated using the fragment orbital approach as discussed in Section 2. Figure 3 shows the 

angular dependence of the effective charge transfer integrals for hole transport, as calculated 

from the HOMO orbitals on the phenyl and vinyl units, for the three PPV derivatives 

considered here. In all cases the maximum is found at a planar geometry where the interaction 

between the π-systems of the two units is optimal. The shape of the coupling is close to a 

cosine for all three PPV derivatives. The charge transfer integrals for  PPV-ma and PPV-da 

are almost a factor two smaller than for non-substituted PPV. This can be understood by 

examining the spatial extent of the HOMO orbitals on the phenyl part of the model system. 

The density of the HOMOs on the carbons adjacent to the alkoxy side-chains is increased, 

which leads to a reduced density on the carbon atom that is connected to the vinyl moiety. 

This gives rise to the lower effective charge transfer integral obtained for the alkoxy 

substituted PPVs. 

The effective charge transfer integrals between the lowest unoccupied molecular 

orbitals (LUMO) of the phenyl and vinyl units are used to describe electron transport. The 

results for the three PPV derivatives are shown in Figure 4. As for the HOMOs, the effective 

charge transfer integrals for the LUMOs are maximal for a planar conformation, but deviate 

from a cosine shape. The influence of alkoxy substituents on the charge transfer integrals 

between the LUMOs is smaller than found for the HOMO orbitals. This is consistent with 

previous calculations where it was shown that the presence of alkoxy substituents has a 

considerable localizing effect on positive charges on PV chains,[43] whereas the effect on the 

distribution of a negative charge is much smaller.[44] Figures 3 and 4 show that the charge 

transfer integrals obtained from the HOMOs and LUMOs have comparable values. On basis 

of this result it is to be expected that phenylenevinylene molecular wires can act both as 

electron and as hole conductor.  
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3.2 Effect of parameters on charge carrier mobility 

The magnitude of the mobility of charges along PPV chains calculated using the model 

presented in Section 2 is dependent on four parameters. Apart from the potential energy 

surface and the effective charge transfer integral that were discussed above, the mobility 

depends on the rotational diffusion time of the phenyl units (τ rot ) and on the site energy 

difference between the vinyl and phenyl units. In order to gain insight in the effect of the 

individual parameters a series of calculations has been performed in which these parameters 

are varied systematically. In all calculations the temperature was taken equal to 293 K. 

Figure 5 shows the effect of the magnitude of the effective charge transfer integral on 

the mean square displacement. The dependence of the charge transfer integral on the torsion 

angle was taken identical to that calculated for unsubstituted PPV. The magnitude of the 

effective charge transfer integral was scaled such that it was equal to 0.225 eV, 0.45 eV or 

0.90 eV at zero angle. The potential energy for unsubstituted PPV was used together with the 

site energy difference for holes on the vinyl and phenyl units equal to 1.2 eV, as obtained 

from the ionization potentials of ethylene[45] and benzene[46]. The rotational diffusion time 

was taken to be 50 ps. The mean square displacement was obtained by propagation of the 

wave function of an initially localized charge, as discussed in Section 2. On a short time scale 

the mean square displacement is dominated by charges on the relatively planar parts of the 

chain, leading to the initial (< 1 ps) fast increase of the mean square displacement. At longer 

times the motion of the charges is determined by all dihedral angles resulting from the 

Boltzmann distribution in equation (13) and limited by large angles. After a few ps the motion 

of charges becomes diffusive and the mean square displacement increases linearly with time 

according to equation (8a). In this linear regime the diffusion coefficient can be obtained from 

the slope of the curves in Figure 5 and the charge carrier mobility can be calculated using 
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equation (8b). The charge carrier mobilities obtained from the curves in Figure 5 are 29 

cm
2
/Vs, 52 cm

2
/Vs and 90 cm

2
/Vs for magnitudes at zero angle of the effective charge 

transfer integral equal to 0.225 eV, 0.45 eV and 0.90 eV, respectively. These results show that 

the mobility increases almost linearly with the magnitude of the charge transfer integral.  

Note, that the effect of the magnitude of the charge transfer integral on the mobility is very 

distinct from the case of polaronic hopping transport between localized states[47,48] or the 

motion of charges under the influence of white-noise like dynamic fluctuations.[32,33,49] In 

the latter cases the mobility increases quadratically with the magnitude of the charge transfer 

integral. A linear increase of the mobility with the charge transfer integral is expected for 

band-like transport with a mean thermal velocity of the charge carriers proportional to the 

bandwidth and a mean free path for scattering which is independent of the velocity.[47] 

Further investigations are needed to explain the origin of the almost linear dependence of the 

mobility on the charge transfer integral, as obtained from the current calculations on PPV.   

In order to verify the validity of neglecting the cross-product terms with s≠ s '  in 

equation (6) the magnitude of these terms obtained by averaging over 10
4
 realizations of the 

diffusional rotational motion of the phenyl units was calculated for a few specific values of s 

and s'.  The average value of the cross-product terms was found to rapidly oscillate with a 

period of the order of 10 fs with an amplitude less than a few percent of the magnitude of the 

corresponding terms for which s= s ' . Hence, these cross-product terms are indeed negligible 

and the mobility can to a good approximation be calculated by taking equation (7) as a 

starting point. 

 In Figure 6 the mean square displacement is shown for different rotational diffusion 

times of the phenyl units. The calculations were performed with the potential energy curve 

and site energy difference for unsubstituted PPV, as specified above. The angular dependence 

of the effective charge transfer integral for holes on unsubstituted PPV was used with a 
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scaling factor such that the magnitude at zero angle is equal to 0.45 eV.  From the slopes of 

the curves in Figure 6 charge carrier mobilities equal to 104 cm
2
/Vs, 51 cm

2
/Vs and 28 

cm
2
/Vs were obtained for rotational diffusion times of 10 ps, 50 ps and 100 ps, respectively. 

These results illustrate that charge transport is faster when the phenyl rings rotate more 

rapidly. This can be understood since charge transport is limited by the occurrence of dihedral 

angles near 90 degrees for which the charge transfer integrals are smallest. As the rotation 

time decreases such non-planar conformations change faster to a more planar conformation, 

which is favourable to charge transport. 

 The effect of the difference between the site energy for the vinyl and phenyl unit has 

also been studied. The rotational diffusion time was taken equal to 50 ps and the other 

parameters were identical to those for the data in Figure 6.  For site energy differences of 1.2 

eV and 2.6 eV the calculated charge carrier mobilities are 52 cm
2
/Vs and 38 cm

2
/Vs, 

respectively. The mobility decreases as the site energy difference increases. This can be 

understood, since charge transfer between the phenyl units can be considered as a tunnelling 

process through the energetic barrier resulting from to the intermediate vinyl unit. This 

process becomes slower as the barrier for tunnelling increases. 

 

3.3 Hole mobility on PPV, PPV-ma and PPV-da 

 The potential energy curves and charge transfer integrals for holes presented in 

Figures 2 and 3 were used to calculate the mean square displacement and the charge carrier 

mobility for holes along the three PPV derivatives shown in Figure 1. The potential energy 

profiles, the charge transfer integrals, the site energy at the phenyl units and the rotational 

diffusion time of the latter are different for these PPV derivatives. The site energies for holes 

were taken equal to the experimental ionization potentials of ethylene,[45] benzene,[46] 

methoxy-benzene[50] and di-methoxy benzene.[51] The differences between the site energies 
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for the vinyl and phenyl units are then found to be 1.2 eV, 2.3 eV and 2.6 eV for PPV, PPV-

ma and PPV-da, respectively. The rotational diffusion times of the phenyl units were 

estimated from experimental rotational diffusion times of molecules of similar size. For 

unsubstituted PPV a rotational diffusion time of 10 ps was taken which is of the same order of 

magnitude as the rotational diffusion time of a benzene molecule in liquid benzene.[52] 

Soluble alkoxy substituted PPVs of interest for applications in plastic electronic devices 

typically contain around 10 carbon atoms in the side chains. This leads to a considerably 

longer rotation time than for an unsubstituted benzene molecule. For PPV-da a rotational 

diffusion time of 200 ps was taken, which is a typical rotation time for molecules of similar 

size.[53] For PPV-ma an intermediate rotational diffusion time of 50 ps was assumed. 

 The simulated mean square displacement of holes is shown in Figure 7 for the three 

PPV derivatives mentioned above. The hole mobility is obtained from the slope of the curves 

at longer times and using equation (8). The mobility value of 179 cm
2
/Vs obtained for 

unsubstituted PPV is significantly higher than for the alkoxy substituted PPVs. This can be 

understood, since for unsubstituted PPV the charge transfer integral is larger than for the 

alkoxy substituted PPV derivatives. In addition the rotational diffusion time and the site 

energy difference are smallest for unsubstituted PPV. The hole mobilities for PPV-ma and 

PPV-da are found to be 78 cm
2
/Vs and 59 cm

2
/Vs, respectively. Although the charge transfer 

integrals for PPV-ma and PPV-da are similar (see Figure 3) the hole mobility found for PPV-

da is smaller. This is due to the larger rotational diffusion time of the di-alkoxy substituted 

phenyl units and the somewhat larger site energy difference for PPV-da.   

 

3.4 Electron mobility on PPV, PPV-ma and PPV-da 

The mean square displacement and mobility for excess electrons along the three PPV 

derivatives were calculated using the potential energy curves in Figure 2 and charge transfer 
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integrals for electrons in Figure 4. The rotational diffusion times of the phenyl units of the 

different PPV derivatives were estimated as discussed above. The differences between the site 

energy of an excess electron at  the vinyl and the phenyl units was taken equal to the 

difference between the electron affinities calculated with DFT. The difference of the site 

energies for an excess electron at the vinyl and the phenyl units found in this way are 0.9 eV 

for unsubstituted PPV, 1.0 eV for PPV-ma and 1.1 eV for PPV-da.  

 The mean square displacement for electrons on the three PPV derivatives is shown in 

Figure 8. The electron mobilities obtained from equation (8) with the slope of the curves at 

longer times in Figure 8, are 36 cm
2
/Vs, 76 cm

2
/Vs and 181 cm

2
/Vs for PPV, PPV-ma and 

PPV-da, respectively. The magnitudes of the charge transfer integrals and the site energy 

differences are similar for electrons on the three PPV derivatives. Hence, the observed 

difference in electron mobility is mainly caused by the different rotational diffusion times 

used in the calculations. 

 

3.5 Comparison with experimental data 

The mobility of charges along isolated di-alkoxy substituted PPV chains in solution has 

been determined experimentally using the pulse-radiolysis time-resolved microwave 

conductivity (PR-TRMC) technique.[14,16,54] In these experiments, charge carriers are 

generated by irradiation of a dilute solution of PPV in the non-polar sovent benzene with 3 

MeV electrons and the change in the microwave conductivity at a frequency of 34 GHz is 

measured. The ac mobility values at 34 GHz obtained from these experiments are in the order 

of a few tenths of cm
2
/Vs. These experimental mobility values cannot be directly compared 

with the calculated values discussed in Sections 3.3 and 3.4. The PPVs used in the 

experiments inevitably contain a few percent of defects in the form of e.g. saturated carbon 

bonds, which disrupt the conjugated pi-system of the polymer chain. Such conjugation breaks 
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act as barriers to charge transport and have a limiting effect on the mobility. The occurrence 

of chain ends or infinitely high barriers leads to zero dc mobility. However, at the 

experimental frequency of 34 GHz the mobility is non-zero, since at higher frequency the 

charges can follow the oscillating field by moving between the conjugation breaks or chain 

ends.  

The limiting effect of defects on the 34 GHz mobility has been nicely illustrated by the 

experimental studies on di-alkoxy substituted PPV chains with varying fraction of 

conjugation breaks. The mobility is found to increase from 0.01 cm
2
/Vs to 0.46 cm

2
/Vs as the 

fraction of defects decreases from 30 percent to about 5 percent for the 'fully' conjugated 

polymer.[54] These experimental results could be reproduced by the theoretical methodology 

presented above, when the effects of the limited conjugation lengths were taken into 

account.[55] Hence, the theoretical model and the new results of the present work for infinite 

PPV chains with different substituents can be considered reliable.  

 

4 Summary and outlook 

A theoretical model to calculate the mobility of charges along polymer chains has been 

presented. The model is based on the tight-binding approximation and includes a classical 

description of the effects of the torsional motion of the units in the polymer chains. This 

torsional motion has a direct influence on the motion of the charge carrier through the 

dependence of the charge transfer integral between neighbouring units on the torsion angle 

between the units. The parameters necessary to calculate the charge carrier mobility are either 

obtained from electronic structure calculations or from experimental data. 

The model has been used to simulate the motion of charges along isolated poly-

phenylenevinylene (PPV) chains. It was shown that the charge carrier mobility is affected by 

the torsional motion of the phenyl units. When these units rotate more slowly, larger inter-unit 
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angles persist for a longer time, leading to lower charge carrier mobilities. Simulations have 

been performed for PPV derivatives with zero, one and two alkoxy side-chains. The presence 

of alkoxy substituents was found to affect the charge transfer integrals, the torsion potential 

energy surface and the energy differences along the chain. The effects mentioned above lead 

to considerable differences in the charge carrier mobility for the three PPV derivatives. The 

mobility for holes and electrons is highest for unsubstituted PPV and reduces by about a 

factor of two upon introduction of one substituent. The mobility for di-alkoxy substituted 

PPV is more than a factor of three lower than that found for unsubstituted PPV.  

Experimental data on the ac charge carrier mobility along di-alkoxy substituted PPV 

chains can be reproduced by the theoretical model when effects of conjugation breaks along 

the PPV chains are taken into account. According to the analysis of the experimental data on 

basis of the theoretical model an intra-chain mobility value of 59 cm
2
/Vs would be attained in 

the absence of defects. 

Although the mobilities obtained from the model presented in this paper give a 

reasonably adequate description of the experimental data, there are some effects that have 

been neglected. The most important approximations made in the present model involve the 

effects of static and dynamic disorder on the site energies and charge transfer integrals. In the 

present model only the effect of torsional motion of molecular units in the polymer on the 

charge transfer integrals was taken into account. However, many other structural degrees of 

freedom will affect both the site energies and the charge transfer integrals.   

The rather limited description of the structural degrees of freedom has three related 

consequences. First of all, the motion of the charge will be influenced by structural degrees of 

freedom other than torsional motion. For example, structural fluctuations inside the sub-units 

making up the polymer chain can have a significant effect on the spatial distribution of the 

HOMO and LUMO orbitals in a unit. This may lead to changes in the amplitude of the wave 
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function on the carbon atoms that connect adjacent units in the polymer chain, which 

influences the charge transfer integral and the consequently the charge carrier mobility. 

Secondly, the charge carrier may induce a geometrical distortion of the lattice around itself to 

reach a lower energy. This process of polaron formation can lead to charge transport by 

hopping between localised states and a reduction of the mobility. The third consequence of 

the limited description of the structural degrees of freedom is that the energy exchange 

between the charge carrier and the vibrations is very small. In reality the charge is coupled to 

a large bath of vibrations, so that the charge can easily exchange energy with vibrations.  This 

is of particular relevance for simulations of the motion of charges in an external electric field. 

If a charge carrier is moving in an electric field it needs to dissipate the energy it gains from 

the applied field to the bath of vibrations. However, if the coupling with vibrations is too 

small or the bath of vibrations is very limited, the charge will not be able to dissipate its 

energy and will therefore not move in an external electric field. This leads to so-called Stark 

localization of the charge.  

In order to arrive at a more complete description of charge transport along conjugated 

polymer chains more structural degrees of freedom should be included. Therefore it is of 

particular interest to identify the structural deformations that affect the motion of the charge 

most. The development of a general quantum mechanical model describing the energy 

exchange between a charge carrier and a bath of vibrations will be useful for simulations of 

charge transport in the presence of external electric fields. In particular in conductance 

measurements on nanoscale molecular electronic devices high electric field strengths are 

often used and in that case the limit of linear response considered in the present work may no 

longer be applicable. 

The theoretical model presented in this work involves band-like transport along 

molecular wires with disorder in the charge transfer integrals. This model is adequate for the 
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PPV derivatives considered in this work, since the charge transfer integrals are relatively 

large and strong localisation of the charge will not occur. It will however be of interest to 

extend the current model by inclusion of a more detailed description of charge-lattice 

interactions, so that the limit of hopping transport between localised states can also be 

described. Such a development will make the model applicable to a large range of molecular 

wires with different magnitudes of charge transfer integrals and varying degrees of structural 

disorder.  
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Figure Captions 

 

Figure 1: Molecular structure of model structures for poly-phenylenevinylene (PPV), mono-

alkoxy substituted PPV (PPV-ma) and di-alkoxy substituted PPV (PPV-da). 

 

Figure 2: Potential energy for neutral PV model systems as a function of the dihedral angle 

between the phenylene and vinylene units. Triangles: PPV, squares: PPV-ma, asterisks: PPV-

da. 

 

Figure 3: Effective charge transfer integral for hole transport as a function of the dihedral 

angle between phenylene and vinylene units. Triangles: PPV, squares: PPV-ma, asterisks: 

PPV-da. 

 

Figure 4: Effective charge transfer integral for electron transport as a function of the dihedral 

angle between phenylene and vinylene units. Triangles: PPV, squares: PPV-ma, asterisks: 

PPV-da 

 

Figure 5: Mean square displacement as a function of time for different magnitudes of the 

effective charge transfer integral: 0.225 eV, 0.45 eV and 0.90 eV (at zero angle) from bottom 

to top. 

 

Figure 6: Mean square displacement as a function of time for different rotational diffusion 

times: 10 ps, 50 ps and 100 ps from top to bottom. 
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Figure 7: Mean square displacement as a function of time for a positive charge on PPV, PPV-

ma and PPV-da from top to bottom. 

 

Figure 8: Mean square displacement as a function of time for a negative charge on PPV, PPV-

ma and PPV-da from top to bottom. 
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