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aUniversité Paul Verlaine de Metz, Laboratoire de Physique et Mécanique des
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Abstract

This paper presents a numerical technique to deal with instability phenom-
ena in the context of heterogeneous materials where buckling may occur at both
macroscopic and/or microscopic scales. We limit ourselves to elastic materials but
geometrical nonlinearity is taken into account at both scales. The proposed ap-
proach combines the multilevel finite element analysis (FE2) and the asymptotic

numerical method (ANM). In that framework, the unknown nonlinear constitutive
relationship at the macroscale is found by solving a local finite element problem
at the microscale. In contrast with FE2, the use of the asymptotic development
allows to transform the nonlinear microscopic problems into a sequence of linear
problems. Thus, a direct analogy with classical linear homogenization can be made
to construct a localisation tensor at each step of the asymptotic development, and
an explicit macroscopic constitutive relationship can be constructed at each step.
Furthermore, the salient features of the ANM allow treating instabilities and limit
points in a very simple way at both scales. The method is tested and illustrated
through numerical examples involving local instabilities which have significant in-
fluence on the macroscopic behavior.
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1 Introduction

The understanding and modelling of instability phenomena in heterogeneous
materials containing dispersions of multiple phases in the microstructure is of
critical importance to design advanced materials in high performance appli-
cations. To give the macroscopic overall response of heterogeneous materials
with complex microstructures in an averaged or homogenized sense, various
homogenization techniques are typically used (e.g. [59], [52], [39], [40], [47]).
For numerical modelling of the heterogeneous materials, one straightforward
approach is to mesh the whole structure, including all heterogeneities, which
leads to giant computations. There have been some efforts to improve this
technique and reduce the computational cost like Ladevèze et al. [26]. This
approach is related to domain decomposition techniques, LATIN method [25]
and parallel computations. One alternative is the multilevel finite element
technique (FE2) [15], which is based on multilevel computational procedures,
and simply correlates the micro structural response with the overall macro-
scopic behaviour, irrespective of the deformation level or the material be-
haviour. The representative volume element (RVE) is introduced to decouple,
in a computational sense, the macrostructure from the microstructure. Then
the local microstructure is defined by a unique, discretised RVE in each inte-
gration point of the discretised homogenized macrostructure. The macroscopic
stresses are obtained by direct averaging of the microscopic stresses, found by
solving a nonlinear finite element problem on the representative volume ele-
ment associated with the micro scale ([51], [15], [16], [53], [18], [60], [38]).
In most of these techniques, which are called first-order computational ho-

mogenization, the micro structural length scale is assumed infinitely small
compared to the characteristic macro structural size. For problems where the
micro structural length scale is comparable with the characteristic size of the
macro component or with the length scale related to the macroscopic spatial
variability in the loading, some authors proposed to use second-order in geo-
metrical or constitutive relations, (see e.g. [23]). These techniques are named
second-order computational homogenization.
The instability phenomena in the framework of multiscale homogenization
analysis of heterogeneous materials are of structural and/or material types.
These phenomena can occur at both the macro and micro scales and may
influence each other. Abeyaratne and Triantafyllidis [1] have investigated for
the first time the instability phenomena in the heterogeneous materials. They
studied the macroscopic instability of a finitely strained periodic porous elas-
tomer with a strictly rank-one convex matrix by homogenizing the tangent
moduli. Moreover, the bifurcation of fiber-reinforced layered composite mate-
rials was investigated by Triantafyllidis and Maker [55]. A rigorous connection
between bifurcation instability at the microscopic level and loss of rank-one
convexity of the homogenized moduli in finitely strained periodic elastomers
of infinite extent was shown by Geymonat et al. [17]. Triantafyllidis and Bar-
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denhagen [54] defined the onset-of-failure surfaces in stress and strain space
for periodic solids of infinite extent, a concept which was subsequently applied
among other solids to the case of trusses by Schraad and Triantafyllidis [50],
biaxially compressed aluminium honeycomb by Triantafyllidis and Schraad
[56], fiber-reinforced composites under combined normal and shear strains by
Nestorović and Triantafyllidis [41], to three-dimensional Kelvin foams (Gong
et al. [19]) and more recently to periodic porous and particulate elastomers by
Triantafyllidis et al. [57]. Miehe et al. [36] have developed a general framework
for the theoretical and computational treatment of these instability problems
based on an investigation of the properties and the interaction of two cou-
pled minimization principles: the principle of minimum potential energy of
the macrostructure and the principle of minimum average energy of the mi-
crostructure. In addition, deBotton et al. [10] have derived an estimate for
fiber-reinforced elastomers with incompressible Neo-Hookean phases and the
special composite cylinder assemblage microstructure of Hashhin [21]. Further-
more, the second-order homogenization estimates have been used for studying
the instability of heterogeneous materials ([29], [30], [31], [34], [32], [33]). Other
attempts in this context of instability have been made by developing a frame-
work based on a two-scale approach of the updated Lagrangien type ([42],
[43], [44], [45], [13], [46]).
Generally, the resulting equations of the nonlinear formulation of the homog-
enization problem are solved using the classical Newton-Raphson procedure.
The principle of this technique is to follow the solution branches in a step-
wise manner via a succession of linearization and some iteration to achieve
the equilibrium [8], [22]. It is well known that, for severe nonlinearities of the
response curve with limit loading or displacement points, this technique re-
quires elaborated procedure to overcome these difficulties [27]. This leads to
very small step sizes and to increase the number of iterations to achieve the
full computation procedure. This drawback becomes very important in pres-
ence of heterogeneous materials where the computation of localisation and
homogenization tensors needs large consuming time.
In the present paper, we propose a numerical method to solve nonlinear prob-
lems in the framework of heterogeneous materials. This technique combines
two modern tools: it uses first the multilevel finite element method (FE2)
[15], [16] which was described before. The second tool is related to the nu-
merical procedure to solve the resulting nonlinear problem. It is based on the
asymptotic numerical method (ANM) [6], [7]. The ANM appears as an effi-
cient continuation method without any corrector iteration. The principle of
the ANM is to build up the solution branch in the form of power series that are
truncated at rather large orders. With such a representation, one gets approxi-
mations of the solution path that are very accurate inside the radius of conver-
gence. Introducing such expansion in the nonlinear problems at both macro
and micro scales, it results a series of linear problems that must be solved
successively. Compared to the work presented in Feyel and Chaboche [15]
which combine FE2 method and Newton-Raphson algorithm, our technique,
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named Multiscale-ANM, offers the following advantages: (i) in the context of
a multilevel finite element analysis, the solutions of the nonlinear microscopic
problems are obtained by solving series of linear problems. One straightfor-
ward consequence is that a localization tensor can then be constructed for
each step of the asymptotic development and an explicit constitutive law can
then be constructed at the macroscopic level at each step. Thus, while in the
FE2 method the linearization is only valid at each Newton-Raphson iteration,
in our procedure the linearization remains valid along the whole asymptotic
step; (ii) in the ANM, the response curve is explicitly represented in the form
of a vectorial series which is calculated with only one decomposition of the
tangent matrix. This representation with series contains several informations
that are inaccessible by the classical algorithms. Furthermore, the length of
each step of calculation is a posteriori estimated by analysing the computed
terms of the series and which is often much larger than the one imposed in
Newton-Raphson procedure (i.e. the response is obtained with fewer steps
and, consequently the computational cost is drastically reduced); (iii) com-
pared to Newton-Raphson-based methods, ANM is a very simple technique
for solving problems involving junctions and instabilities thanks to its high
order approximation [64], [3], [61].
The layout of this paper is as follows: in section 2, the formulation of micro-
macro problem is described. In section 3, details of the perturbation procedure
applied to the multiscale problem are given. In section 4, the technique is first
validated by a two scale problem on a nonlinear heterogeneous structure. Two
examples are then presented, where instabilities at the local level introduce a
significant modification of the macroscopic structure response.

2 Problem formulation

2.1 Problem at the macroscopic scale

We consider a domain Ω in R
D, D being the domain dimension, with an ex-

ternal boundary ∂Ω, describing the structure at the macroscopic level in its
reference configuration. We assume that the material is heterogeneous and
characterized by a periodic microstructure. The structure is subjected to pre-
scribed displacements and forces on the disjoint complementary parts of the
boundary ∂Ωu (the Dirichlet boundaries) and ∂ΩF (the Neumann boundaries).
Large strains are considered and a total Lagrangian formulation is adopted. In
the following, the notation (̄.) will be used to denote macroscopic quantities.
The problem to solve is defined as follows, in the absence of body forces:

∇ · P̄(X̄) = 0 in Ω , (1)
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where P̄(X̄) is the first Piola-Kirchhoff tensor associated with a point X̄ of
the macroscopic structure in its initial configuration. The boundary conditions
are defined by:











ū(X̄) = û(X̄) on ∂Ωu ,

P̄N = λf on ∂ΩF ,
(2)

where ū = x̄ − X̄ denotes the macroscopic displacement field, x̄ being the
coordinates of a point in the deformed configuration, and û are the prescribed
displacements. In Eq. (2), N is the outward unit normal vector to ∂Ω, f is a
prescribed load and λ is a parameter that gives the intensity of the applied
load.
The weak form associated with equations (1)-(2) is given by:

Find ū ∈ S(Ω), ū = û on ∂Ωu such that:

∫

Ω
P̄ : ∇X̄δū dΩ =

∫

Ω
P̄ : δF̄ dΩ = λ

∫

∂ΩF

f · δū dΓ ∀δū ∈ S0(Ω) , (3)

where S(Ω) denotes the space of sufficiently regular displacements and S0(Ω) =
{ δū ∈ S(Ω), δū = 0 on ∂Ωu} is the corresponding space of suitable varia-
tions with vanishing values on the Dirichlet boundary. Let F̄ = ∇X̄ ū + I the
macroscopic deformation gradient tensor, I being the second-order identity
tensor. At this scale, the constitutive relationship between P̄ and F̄ is un-
known. In the context of multilevel finite element analysis, the macroscopic
stresses are extracted directly by solving a local nonlinear finite element prob-
lem related with the periodic microstructure. The associated formulation is
presented in the next section.

2.2 Problem at the microscopic scale

We assume that the material is heterogeneous with a periodic microstructure,
characterized by a representative volume element (RVE) that occupies a do-
main ω in R

D with external boundary ∂ω in its reference configuration. The
equilibrium equation is given in the absence of body forces by:

∇ · P(X) = 0 in ω , (4)

where P(X) is the first Piola-Kirchhoff stress tensor at a microscopic point
X. The RVE is subjected to boundary conditions (b.c.) depending on the
macroscopic deformation tensor F̄. Different types of b.c. can be chosen such
as linear deformations, uniform tractions, or periodic constraints (see e.g. [37]).
We consider in this work linear deformations (5) and periodic conditions (6)
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on the boundary of the RVE:

u = (F̄ − I)X on ∂ω , (5)

u+ − u− = (F̄ − I)(X+ − X−) on ∂ω , (6)

where u is the microscopic displacement. In Eq. (6), the exponents + and − are
associated with node indices on opposite sides of the RVE. At the microscopic
scale, we assume that the constitutive relations are known in each phase of the
RVE. We consider large displacement model and a linear constitutive relation
for each phase:

S(X) = C
(r) : E(X) , (7)

where S denotes the second Piola-Kirchhoff stress tensor related to P through
P = FS, where F is the microscopic deformation gradient tensor, C

(r) and
E refer to fourth-order elastic tensor associated with phase (r), and Green-
Lagrange strain tensor, respectively. It is worth noting that any other consti-
tutive law (including inelastic behaviours) can be used in the context of the
asymptotic numerical method (see examples in viscoplasticity and plasticity
in previous ANM papers ([11], [62], [63]). The weak form associated with the
microscopic problem (4) is written as:

Find u ∈ S(ω) and satisfying microscopic Dirichlet boundary conditions
(equation (5) or (6)), such that:

∫

ω
P : ∇Xδu dω =

∫

ω
S : δE dω = 0 ∀δu ∈ S0(ω) . (8)

The two problems at the micro and macro scales are coupled through the fol-
lowing relation, that enables to determine the effective stress P̄ at a particular
point X̄ of the macroscopic domain Ω where the stress state is assumed to be
homogeneous in the neighbourhood of X̄:

P̄ = 〈P(X)〉 =
1

|ω|

∫

ω
P(X)dω , (9)

where |ω| is the volume of the RVE. Note that the macroscopic gradient is
also the mean value of the microscopic deformation gradient:

F̄ = 〈F(X)〉 =
1

|ω|

∫

ω
F(X)dω . (10)

The relation (10) follows from the boudary conditions (5) and (6) imposed on
the RVE (see e.g. [37]).
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3 Asymptotic formulation of the multiscale problem

Solution of the nonlinear multiscale problems (3), (5), (6), (7), (8) and (9)
is sought using the asymptotic numerical method. It consists in expanding
the main variables of the problem into power series with respect to a path
parameter. In this way, the nonlinear problem is transformed into a sequence
of linear problems having the same tangent operator. By comparison with
Newton-Raphson procedure, ANM can be considered as a high order predic-
tor without need of any iteration. Many applications of ANM to structural
and fluid mechanics show the performance of this technique with respect to
computation time, adaptability of the step length and the treatment of in-
stabilities. For the problem considered in the proposed study, both variables
of macroscale and microscale are expanded into power series. We propose to
represent these variables in a mixed vector Λ = (ū, P̄,u,P, ...). The pertur-
bation technique is applied to Λ and to the load parameter λ, leading to the
following expression:











Λ(a)

λ(a)











=











Λ0

λ0











+
N

∑

p=1

ap











Λp

λp











, (11)

where (.)(a) refers to quantities defined continuously with respect to the scalar
parameter a, (.)0 denotes a known initial solution such that (.)(0) = (.)0, N is
the truncation order of the series, and (.)p indicates a term at order p that has
to be determined. To solve the resulting linear problems, we need to define the
parameter a to carry out the computation in the same way as in the classical
iterative algorithms in which the computation can be managed by imposing
a force, a displacement or a combination of both (i.e. Riks technique [49]).
In the proposed algorithm, we have chosen the projection of the macroscopic
displacement field onto its tangent leading to:

a = (ū(a) − ū0).ū1 . (12)

Because the series has a convergence radius, a simple procedure allows one to
determine a validity range of the truncated series, which gives the maximum
value of the parameter a noted amax:

amax = (δ
‖ ū1 ‖

‖ ūN ‖
)

1

N−1 . (13)

where δ is the accuracy parameter and ‖ . ‖ refers to the norm of variables. In
this way, the whole solution is obtained in a step by step manner considering
each end step as the starting point for the next one. Details of these procedures
in ANM framework can be consulted in the references ([6], [64], [4], [7]).
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3.1 Asymptotic expansion at the macroscopic problem

The nonlinear problem (3) is expanded by using (11):

∫

Ω
(P̄0 +

N
∑

p=1

apP̄p) : δF̄dΩ = (λ0 +
N

∑

p=1

apλp)
∫

∂ΩF

f · δūdΓ . (14)

Collecting terms with the same powers of a induces a sequence of linear prob-
lems defined as follows:

∫

Ω
P̄p : δF̄dΩ = λp

∫

∂ΩF

f · δūdΓ ∀p = 1, ..., N . (15)

If the macroscopic constitutive law is known, each problem at order p can
be solved for up and λp using the previous solutions of order i < p. As both
variables up and λp are unknown, one additional equation to (15) is needed. For
this purpose, expression (12) is expanded using (11) which gives an additional
equation at each order p. A complete detailed description of the procedure to
solve these problems can be found in previous cited references about ANM. In
our case, since the macroscopic constitutive relation is unknown, it is needed
to carry out a computation on the microscopic problem to extract it.

3.2 Asymptotic expansion at the microscopic problem

The microscopic problem is defined as follows:











∫

ω S : δEdω = 0 in ω ,

u = (F̄ − I)X or u+ − u− = (F̄ − I)(X+ − X−) on ∂ω
(16)

where

S = C
(r) : E ,

E =
1

2
(FTF − 1) =

1

2
(∇Xu + ∇XuT + ∇XuT

∇Xu) . (17)

The ANM expansion of equations (16) leads to a sequence of linear problems
which can be expressed in the following form at order p (1 ≤ p ≤ N):

L(up, δu) = Fnl
p (δu) , (18)

up = F̄pX or u+
p − u−

p = F̄p(X
+ − X−) on ∂ω . (19)
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The explicit form of the operators L and Fnl
p is given in Appendix I. It is

worth noting that the tangent opertator L is well defined and is the same for
all orders of the series. The right-hand side term of equation (18), Fnl

p (δu), is
calculated from the obtained solutions of the previous orders p > 1 and equal
to zero for p = 1. Note that the boundary conditions (19) depend on the local
macroscopic gradient deformation, F̄p, which is unknown.
As (18) are linear problems, we can apply the superposition principle. There-
fore, the solution at order p, up, can be expressed as a linear combination
of the solution modes obtained by imposing independently the homogeneous
deformation fields through the boundary conditions (19) (see Appendix II).
At order p the solution up can then be expressed as:

up(X) = A(X) : F̄p + unl
p (X) , (20)

where A is a third-order tensor. In equation (20), unl
p is a vector associated

with the right-hand side term in equation (18). In the following, we omit the
X dependence for the sake of clarity when no confusion is possible. Expanding
the gradient deformation tensor F it results:

F = I + ∇Xu = I + ∇Xu0 +
N

∑

p=1

ap
∇Xup . (21)

Deriving (20) with respect to X and using ∇Xup = Fp, we obtain:

Fp = A,X : F̄p + unl
p,X , (22)

where A,X is a fourth-order tensor which is identified as a localization tensor,
and unl

p,X is a second-order tensor.
To achieve the homogenized relationship, we consider the asymptotic expan-
sion of P = FS. After some elementary operations, one obtains at order p the
following relation :

Pp = L : F̄p + Pnl
p , (23)

where expressions of operators L and Pnl
p are detailed in Appendix III. The

effective stresses can then be obtained at each order p by averaging equation
(23):

P̄p = L̄ : F̄p + P̄nl
p , (24)

with (see Appendix III)

L̄ =
〈

H
(r) : A,X

〉

= 〈L〉 , P̄nl
p =

〈

Pnl
p

〉

. (25)
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Box 1. Summary of the homogenization procedure at order p.

At order p:

(i) : Expand up as a linear form of F̄p (Appendix II and equation (20)) :

up(X) = A(X) : F̄p + u
nl
p (X)

(ii) : Construct the localization tensor A,X (equations (21-22)) :

Fp(X) = A,X(X) : F̄p + u
nl
p,X(X)

(iii) : Express Pp using the asymptotic expansion of P(X) = F(X)S(X) and the

known constitutive relationship at the micro level (Appendix III and equation

(23)) :

Pp(X) = L(X) : F̄p + P
nl
p (X)

(iv) : Average to find the effective constitutive law at order p :

P̄p = L̄ : F̄p + P̄
nl
p

We can note a direct analogy with linear homogenization, where H
(r) replaces

the linear elastic tensor of phase (r) and A,X replaces the localization tensor
relating the linearized microscopic strains ǫ(y) to the linearized macroscopic
strains ǭ, y denoting the microscopic coordinates.
Introducing (25) in equation (15), we obtain the final form of the linear prob-
lem at order p at the macroscopic level:

∫

Ω
F̄p : L̄ : δF̄dΩ = λp

∫

∂ΩF

f · δudΓ −
∫

Ω
P̄nl

p : δF̄dΩ . (26)

The layout of the homogenization procedure is summarized in Box 1. It is
based on the property that each problem at order p is linear. Then all the
quantities, including up, F̄p, Fp and Pp can be related linearly, and extracting
the constitutive law is possible by constructing a localization tensor at order
p.
In conclusion, we have shown that using an asymptotic expansion at both

micro and macro levels transforms the multilevel nonlinear problem into a se-
quence of linear problems. At each order p, the superposition principle can then
be used to construct the localization tensor and then an explicit expression
for the constitutive effective law. The second advantage of this formulation
is, as it has been shown in previous papers about ANM, that instabilities
and post-buckling problems can be treated without the issues associated with
Newton-Raphson procedures that break down in presence of instabilities, and
require special arc-length techniques. Furthermore, as the solution is in the
present context described continuously with respect to the development pa-
rameter a, large steps can be obtained, that lead to an efficient numerical
procedure to describe multiscale buckling. In the following, the weak forms
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(26) and (18) are discretized and solved using the finite element method.

4 Numerical examples

We study the accuracy and the efficiency of the proposed technique through
several nonlinear problems. The results are presented here through two main
examples. The first one concerns the bending of a rectangular beam made of
a heterogeneous material. It is used to show validity of the algorithm asso-
ciating ANM and FE2, which is presented here for the first time. It is then
required to be very simple, and does not involve any local instability. The
proposed approach is validated by comparing it with a fully meshed model. In
this latter, details of all heterogeneities are meshed. The second example deals
with the compression of a composite material where local instabilities induce
a modification of the macroscopic structure response. The proposed problems
have been discretized using two-dimensional finite element in the plane stress
framework. The macrostructures have been meshed with four node quadran-
gular elements whereas the microstructures have been meshed with three node
triangular elements or nine node quadrangular elements.
In the ANM procedure, two main parameters are important: the truncation
order N of the series which is usually chosen between 10 and 20, and the ac-
curacy parameter δ which allows limiting the length of each asymptotic step
in a continuation procedure. In all the tests presented here, we have solved
the nonlinear problems using ANM with N = 15 and δ = 10−6. (For more
information, we refer to [27], [2], [3], [61], [7]).
We denote by V the RVE volume, Ei, νi and Vi are the Young modulus, the
Poisson’s ratio and of the matrix for i = 1 and volume of the inclusion for
i = 2, respectively. For all the examples, the Poisson’s ratio is equal to 0.3.

4.1 Bending of a rectangular beam

In this example, we consider the bending of a heterogeneous rectangular beam.
The specimen is submitted to a concentrated load at the point C and is
clamped at its left edge as shown in figure 1. We consider a linear deformation
on the boundary of RVE as described in equation (5). This test is selected
to assess the validity of the multiscale-ANM approach by studying different
aspects involved in the homogenization technique. For this goal, three types of
RVE are examined: (i) a biphasic RVE with circular inclusion (figure 2a), (ii)
a biphasic RVE with vertical elliptical inclusion (figure 2b) and (iii) a biphasic
RVE with horizontal elliptical inclusion (figure 2c). Furthermore, the influence
of the rigidity ratios E2/E1 and of volume fractions V2/V are studied. We have
compared results obtained with our multiscale procedure to those of a fully
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100 mm

10 mm

λ f
Point A

Point B

Point C

Fig. 1. Geometry of the bending problem and the cells considered to compare the
stresses, f = 1 N

Material 1

Material 2

(a) (c)(b)

Fig. 2. (a) Biphasic RVE with circular inclusion, (b) biphasic RVE with vertical
elliptical inclusion, and (c) biphasic RVE with horizontal elliptical inclusion.

Fig. 3. Rectangular beam fully meshed model (58658 degrees of freedom)

meshed structure involving the explicit mesh of all heterogeneities (see figure
3).
To investigate the influence of the rigidity ratio, the biphasic heterogeneous

materials with circular inclusion is considered. We have tested two different
rigidity ratios (E2/E1 = 10 and E2/E1 = 0.1). These correspond to two
cases: first the inclusion is more rigid than the matrix (E2/E1 = 10 and
E2 = 100000MPa), and second, the inclusion is less rigid than the matrix
(E2/E1 = 0.1 and E2 = 10000MPa). Figure 4 shows the displacements of the
point C versus the loading parameter λ for the two approaches (multiscale-
ANM and fully meshed model). The squares and circles indicate the end of the
asymptotic steps. We note that the proposed multiscale procedure can repro-
duce with very good accuracy the complete detailed heterogeneous structure
response. Figure 5 shows the deformed mesh of the equivalent homogeneous
macro structure. This configuration is obtained with only two asymptotic steps
using Multiscale-ANM approach. We also give the deformed microstructure for
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Fig. 4. The load-displacement diagrams of the bending problem for the biphasic
RVE with circular inclusion and different rigidity ratios, displacement of point C.

two integration points at two different elements located at point A and B (see
figure 1).
To study the influence of volume fraction, we consider the biphasic heteroge-
neous materials with circular inclusion, rigidity ratio of 10 and different volume
fractions (V2/V = 28% and V2/V = 7%). In the figure (6), the displacements
of the applied force point versus the loading parameter is shown. To analyse
local variables obtained with the two approaches, the spatial averages of macro
stresses at two cells located at points A and B have been calculated in the
fully meshed model and compared with those obtained in the multiscale-ANM
approach. Figures 7 and 8 show the averaged stresses S11, S22 and S12 versus
the loading parameter for the two models.

Finally, the biphasic heterogeneous materials with vertical and horizontal
elliptical inclusions are considered. The rigidity ratio is equal to 10 and the
volume fractions of two types of RVE are the same and equal to 20%. The dis-
placements of applied force versus the loading parameter are shown in figure
9.
The proposed tests show the validity of the Multiscale-ANM approach since

the results of this approach are quite similar to those of fully meshed model in
all the tests. Note that with only two asymptotic steps, one obtains a vertical
displacement of 70% of the beam length. Only two decompositions of the tan-
gent stiffness matrix are needed which reduces significantly the computation
time of micro-to-macro transition by comparison with the classical iterative
Newton-Raphson procedure. This latter needs several steps and iterations to
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Point A

Point B

Fig. 5. Deformed shape of the structure and deformed microstructure at integration
points after two asymptotic steps of Multiscale-ANM (Case considered: circular
inclusion, inclusion volume fraction is 28% and rigidity ratios is 0.1).
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Fig. 6. The load-displacement diagrams for the biphasic RVE with circular inclusion,
different volume fractions and rigidity ratio of 10, displacement of point C.
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Fig. 7. The load-stress diagrams of the bending problem for the biphasic RVE with
circular inclusion, volume fraction of 7% and rigidity ratio of 10 at the point A.
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Fig. 8. The load-stress diagrams of the bending problem for the biphasic RVE with
circular inclusion, volume fraction of 7% and rigidity ratio of 10 at the point B.
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Fig. 9. The load-displacement diagrams of the bending problem for the biphasic
RVE with vertical and horizontal elliptical inclusion and the rigidity ratio of 10,
displacement of point C.

achieve the response curve.
Figures 4, 6 and 9 allow one to compare the results of global variables, e.g.

displacement versus loading parameter, and give satisfactory results. For a
complete analysis, we compared local variables, e.g. stresses versus loading
parameter at two points A and B exhibiting large deformation for A and
large rotations for B (see figures 7 and 8). Once more, we can note the high
accuracy of the proposed model to compute these different fields.
In the previous calculations, the step ends have been defined by the equation
13 where the macroscopic variables are utilized. Of course, a validity range of
the series can be defined in the same way on each microstructure. We have
compared the averaged value of these microscopic validity ranges with the
macroscopic one and they are very close; e.g. for the biphasic RVE with circu-
lar inclusion and rigidity ratio of 10, at first step, the average of all microscopic
validity ranges is 392, and the macroscopic validity range is 426. Furthermore,
the choice of a small accuracy parameter, δ = 10−6, makes sure that the solu-
tion accuracy is acceptable throughout the step. In particular, figures 7 and 8
show that the local variables are obtained with fine accuracy.
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Fig. 10. Elementary cell of fiber reinforced composite material, h
l
= 1
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Fig. 11. Geometry and boundary conditions of the rectangular plate made of the
fiber composites, P =1 N/mm

4.2 Micro buckling of a fiber composite

4.2.1 Fiber-reinforced composite

As second example, the compression of a fiber reinforced composite mate-
rial where instabilities occur at both the macro and micro scales is studied
(figure 10). We consider a linear deformation on the boundary of RVE as de-
scribed in equation (5). The rigidity ratio of fiber per matrix is equal to 1000
(EFiber/EMatrix = 1000 and EFiber = 100000MPa). The macrostructure is
shown in figure 11 which presents a rectangular plate clamped on three edges
and submitted to a force distribution λP on the top edge. Because of the
symmetry of the problem, only a half of the structure is discretized.
Different RVE can be constructed from the elementary cell shown in figure

10. However, the choice of a suitable RVE is of critical importance. Obviously,
one suitable RVE can be found when the average response (or effective prop-
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Fig. 12. The load-displacement diagrams of the fiber-reinforced composite problem
in compression for different RVE. The different symbols indicate the end of steps.

erties) converges with respect to the RVE’s size. In this study, we consider
different numbers of elementary cells in the horizontal and vertical directions
to construct the RVE and to analyse the overall response of the structure. The
load-displacement response for different RVE is presented in Figure 12 which
shows the displacement of a point located on the top of macroscopic element
1 (see figure 14). The notation RVEij corresponds to a RVE containing i cells
in the horizontal direction, and j cells in the vertical direction. Figures 12
and 13 show rather fast convergence of the critical buckling load λC which
corresponds to the maximum value of λ. This convergence is essentially due
to the fact that for the chosen example, there is a micro-buckling wavelength.
The optimal size of the RVE is related to this wavelength.

Figure 14 shows the deformed shape of half of the macrostructure. Figures
15 and 16 illustrate the buckling of fiber in the microstructure for different
types of RVE.
In this example, local instabilities play an important role on the macroscopic
response of the structure. This is shown clearly in figure 17: initially (in the
portion of the curve preceding point A), the macroscopic behaviour is mainly
linear. When instabilities occur at the microscopic level, a brutal change (soft-
ening) is noticed (portion of the curve following point B). Figure 18 shows the
deformed shapes of RVE13 before and after the global buckling load (point
A and point B in figure 17). There is a large difference between the two de-
formed microstructural shapes despite the slight variation of the macroscopic
load. In this case, this establishes the coincidence between local and global
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Fig. 13. Convergence of critical load according to the number of elementary cells in
vertical direction for the fiber-reinforced composite.

1 2

Fig. 14. Deformed shaped of the macrostructure for the fiber-reinforced composite
problem.

instabilities.

Fiber microbuckling is a very well known phenomenon that is the basic mecha-
nism to describe the compressive failure of long fiber composites. It is generally
described numerically at the microscopic level, as done for instance by Kyr-
iakides et al. [24], Lee and Waas [28], Grandidier et al., [20] and Drapier et
al. [12] have considered macroscopic models deduced from computational ho-
mogenization in the transverse plane. According to the present computations,
the multilevel finite element analysis combined with the asymptotic numerical
method (Multiscale-ANM) appears as a new attractive technique to model the

19



RVE 11 RVE 21 RVE 12 RVE 13

Fig. 15. Deformed shapes of microstructure in the element 1 (see figure 14).

RVE 11 RVE 21 RVE 12 RVE 13

Fig. 16. Deformed shapes of microstructure in the element 2 (see figure 14).

compressive failure of composites. Nevertheless, realistic predictions should ac-
count for fiber waviness and plastic behavior of the matrix.

20



0 0.05 0.1 0.15 0.2 0.25
0

20

40

60

80

100

120

Displacement (mm)

Lo
ad

 p
ar

am
et

erλ

Α Β

Fig. 17. The load-displacement diagram of the fiber-reinforced problem using RVE13

shown in figure 10.

(a) (b)

Fig. 18. Deformed shapes of microstructure in the element 1 (see figure 14) at (a)
point A, and (b) point B (see figure 17), deformation scale = 5.

4.2.2 Fiber-weakened composite

To assess clearly the influence of microscopic instability on the macroscopic
one, we consider another microstructure with inclusions weaker than the ma-
trix, which RVE’s geometry is depicted in figure 19 a, using the periodic
boundary conditions (6). The same macrostructure, macroscopic boundary
conditions (figure 11) and mechanical properties as in the previous example
are used.
According to the previous calculation, the compression is the main mode

applied to the microstructure. Before considering the micro-macro coupling,
let us find the suitable RVE by studying a microstructure with different num-
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(a) (b) (c)

Fig. 19. (a) Elementary cell of the fiber-weakened composite problem (RVE11);
(b) deformed shape of RVE11; and (c) deformed shape of microstructure with four
elementary cells (RVE22).
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Fig. 20. The stress-load diagrams for the elemntary cells RVE11 and RVE22 described
in figure 19.

bers of elementary cells subjected to a macroscopic compression mode with
a small shear to initiate the buckling; F̄ − I =

[

F̄11 − 1; F̄12; F̄21; F̄22 − 1
]

=

[0; 0.01; 0;−1] (see equation (6)). Figure 20 presents the averaged stresses P22

versus the loading parameter for RVE11 and RVE22. It shows the buckling of
these microstructures and the fast convergence of the responses. Moreover,
the deformed shapes of RVE11 and RVE22 are shown in figures 19b and 19c,
respectively.
We then use our multiscale algorithm to solve the problem of figure 11 with

RVE11 as microstructure. Figure 21 shows the displacement of a point located
on the top of macroscopic element 1 (figure 14) versus loading parameter.
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Fig. 21. The load-displacement diagram of the fiber-weakened composite problem
for the elemntary cell RVE11.

(a) (b)

Fig. 22. Deformed shapes of microstructure in the element 1 (figure 14) at (a) point
A, and (b) point B (see figure 21), deformation scale = 1.

Figure 22 shows the deformed shapes of this microstructure in the element 1
at point A and point B (figure 21). As in the previous example, before point
A, the response is mainly linear. After point B, instabilities at the local level
induce a change in the rigidity of the structure.

5 Conclusion

We proposed an efficient numerical technique, in the context of heterogeneous
materials, combining multilevel finite element analysis (FE2) and asymptotic

numerical method (ANM) to deal with instabilities which may occur on both
the macro and micro levels. This work is considered as the first ANM con-
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tribution which deals with instabilities of heterogeneous materials. We have
limited ourselves to linear constitutive relations for the microscale but large
displacements are taken into account in both macro and micro levels. Nonlin-
ear constitutive relations can readily be implemented in this model for more
realistic applications [62], [63]. Using ANM, the nonlinear problem to be solved
is transformed into a sequence of linear problems. Consequently, in the homog-
enization context, localisation and homogenization tensors can be constructed
for each linear local problem. We then compute the tangent stiffness matrix
which is the same for all the linear local problems allowing a significant re-
duction of computation times since only one decomposition of this matrix is
needed for the asymptotic steps. The length of each step is a posteriori es-
timated using the previously computed terms of the series. It allows one to
obtain a naturally adaptive step length algorithm. This is not the case for
the classical iterative algorithms based on Newton-Raphson procedure. Ex-
amples presented in section 4 show that ANM allows to obtain large steps and
to handle response curves with complex behaviour. Note that in the ANM
framework, it is possible to perform iterative procedures using a high order
algorithm for the prediction and a high order algorithm for the correction
(see [27]). Furthermore, efficient algorithms have been established to detect
bifurcation points and to compute post-buckling response of thin structures
[3], [58]. This procedure can be easily implemented in the algorithm proposed
in this work. The accuracy and the efficiency of the proposed procedure have
been shown through several examples. First, we have validated the proposed
algorithm by studying the bending of a rectangular heterogeneous beam. A
comparison with the fully meshed model shows that our approach describes
accurately the overall behavior of the heterogeneous structure by analyzing
global variables as nodal displacement field and local variables as spatial av-
eraging stresses. We then have investigated global and local instabilities by
considering the compression of a fiber reinforced composite material. These
tests illustrate the capability of our algorithm to deal with instabilities in the
context of heterogeneous materials.
Determination of the relevant size of RVE is a major difficulty in the ho-
mogenization of heterogeneous materials. The Multiscale-ANM approach, like
all of homogenization techniques, can be employed whenever the RVE is well
chosen; i.e. the RVE is that for which the overall macro responses converge.
However, as indicted in the last example, searching the desirable RVE needs
large CPU time and is not always easy. The future directions of this work
will take into account nonlinear constitutive relations and surface energy that
appear for example in nano materials or imperfectly bonded fibers.
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6 Appendix

6.1 Appendix I

Expansion of (16) gives:

∫

ω
(S0 +

N
∑

p=1

apSp) : (δE0 +
N

∑

p=1

ap
δEp) dω = 0 , (27)

The tensors δE0 and δEp are given by expressing δE:

δE =
1

2
(∇Xδu + ∇XδuT + ∇XuT

∇Xδu + ∇XδuT
∇Xu) . (28)

Introducing the expansion (11) in (28), we obtain δE = δE0 +
∑N

p=1 apδEp

with:

δE0 =
1

2
(∇Xδu + ∇XδuT + ∇XuT

0 ∇Xδu + ∇XδuT
∇Xu0)

= B : ∇Xδu (29)

where B is a fourth order tensor depending on the initial solution u0 defined
by:

B = I ⊗ I +
1

2

(

∇
T
Xu0 ⊗ I + I ⊗ ∇

T
Xu0

)

(30)

with (A ⊗ B)ijkl = AikBjl, (A ⊗ B)ijkl = AilBjk and (A ⊗ B)ijkl = 1
2
(AikBjl + AilBjk)

and

δEp =
1

2
(∇XuT

p ∇Xδu + ∇XδuT
∇Xup) . (31)

Now let us express Sp. By expanding S = C
(r) : E = C

(r) :
(

E0 +
∑N

p=1 Ep

)

,
we obtain at order p:

Sp = C
(r) : Ep . (32)

To identifify Ep we expand the Green-Lagrange strain (17) that gives at order
p:

Ep =
1

2

{

∇Xup + ∇XuT
p + ∇XuT

0 ∇Xup + ∇XuT
p ∇Xu0

}

+ Enl
p , (33)
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where

Enl
1 = 0 ,

Enl
p =

1

2

p−1
∑

i=1

∇XuT
i ∇Xup−i , ∀p = 2, ..., N . (34)

As Ep is linear with respect to ∇Xup, equation (33) can be rewritten in the
form:

Ep = B : ∇Xup + Enl
p = B : Fp + Enl

p . (35)

Then Sp is expressed by

Sp = C
(r) : Ep = C

(r) : B : Fp + Snl
p , Snl

p = C
(r) : Enl

p . (36)

By substituting equation (36) in (27), we obtain equation (18). The explicit
forms of the operators involved in the resolution of the sequence of linear
problems in equation (18) are given by:

L(up, δu) =
∫

Ω

{

S0 : δEp + Fp : B : C
(r) : δE0

}

dΩ , (37)

and

Fnl
p (δu) = −

∫

Ω

p−1
∑

i=1

{

Si : δEp−i + Enl
p (ui,up−i) : C

(r) : δE0

}

dΩ . (38)

6.2 Appendix II

As each problem at order p is linear, its solution up(X) can be decomposed
into modes associated with different boundary conditions responses. Here we
give an illustration in the 2D case, though the methodology can be readily
extended to three dimensions. We can write:

up(X) = ul
p(X) + unl

p (X) ,

= F̄ 11
p ũ(11)(X) + F̄ 12

p ũ(12)(X) + F̄ 21
p ũ(21)(X) + F̄ 22

p ũ(22)(X)

+unl
p (X) in ω ,

where ũ(ij)(X) are the solutions of the following problems:
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- Linear deformation condition











L(ũ(ij), δu) = 0 in ω ,

ũ(ij) = X(ij) on ∂ω ,
(39)

with

X(11) =







1 0

0 0






X , X(12) =







0 1

0 0






X ,

X(21) =







0 0

1 0





 X , X(22) =







0 0

0 1





 X (40)

- Periodic condition











L(ũ(ij), δu) = 0 in ω ,

ũ(ij)+ − ũ(ij)− = X(ij)+ − X(ij)− on ∂ω ,
(41)

with

X(11)+ − X(11)− =







1 0

0 0






(X+ − X−)

X(12)+ − X(12)− =







0 1

0 0





 (X+ − X−) ,

X(21)+ − X(21)− =







0 0

1 0






(X+ − X−)

X(22)+ − X(22)− =







0 0

0 1





 (X+ − X−) (42)

and unl
p (X) is the solution of the problem:

L(ũ(ij), δu) = Fnl
p (δu) in ω . (43)

The solution up(X) can thus be expressed by:

up(X) = A(X) : F̄p + unl
p (X) , (44)
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where A(X) is a third-order tensor defined by Aijk = ũ
(jk)
i .

6.3 Appendix III

We expand P = FS which leads to:

(P0 +
N

∑

p=1

apPp) = (F0 +
N

∑

p=1

apFp)(S0 +
N

∑

p=1

apSp) . (45)

We obtain:

P1 = F0S1 + F1S0 ,

Pp = F0Sp + FpS0 +
p−1
∑

i=1

FiSp−i , ∀p > 1 . (46)

By using equation (36) and setting
∑p−1

i=1 FiSp−i = P∗nl
p , we can express Pp as:

Pp = F0

{

C
(r) : B : Fp + Snl

p

}

+ FpS0 + P∗nl
p , (47)

which can be rewritten in the form:

Pp = H
(r) : Fp + F0S

nl
p + P∗nl

p . (48)

Using (22), we obtain:

Pp = H
(r) : A,X : F̄p + H

(r) : unl
p,X + F0S

nl
p + P∗nl

p . (49)

By setting Pnl
p = H

(r) : unl
p,X + F0S

nl
p + P∗nl

p and L = H
(r)(X) : A,X(X), we

finally obtain:

Pp = L : F̄p + Pnl
p . (50)
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[57] N. Triantafyllidis, M.D. Nestorović, M.W. Schraad, Failure surfaces for finitely
strained two-phase periodic solids under general in-plane loading, Journal of
Applied Mechanics 73 (2006) 505-515.

[58] P. Vannucci, B. Cochelin, N. Damil, M. Potier-Ferry, An asymptotic-numerical
method to compute bifurcated branches, International Journal for Numerical
Methods in Engineering 41 (1998) 1365-1389.

[59] J.R. Willis, Variational and related methods for the overall properties of
composites, in: Advances in Applied Mechanics, Vol. 21, Academic Press, New
York (1981) 1-78.

[60] J. Yvonnet, Q.C. He, The Reduced Model Multiscale Method (R3M) for the
non-linear homogenization of hyperelastic media at finite strains, Journal of
Computational Physics 223 (2007) 341-368.

[61] J. Yvonnet, H. Zahrouni, M. Potier-Ferry, A model reduction method for the
post-buckling analysis of cellular microstructures, Computer Methods in Applied
Mechanics and Engineering 197 (2007) 265-280.

[62] H. Zahrouni, W. Aggoune, J. Brunelot, M. Potier-Ferry, Asymptotic numerical
method for strong nonlinearities, Revue Européenne des Eléments Finis 118
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