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We report on photo-induced terahertz radiation with a high spectral purity generated by a

submicron sized InGaAs-based high-electron-mobility transistor. The emission peak is due to the

electron-hole pairs photocreated in the transistor channel at the frequency of the beating of two cw-

laser sources. The radiation frequency corresponds to the lowest fundamental plasma mode in the

gated region of the transistor channel. The observed high emission quality factor at 200 K is

interpreted as a result of stream-plasma instability in the two-dimensional electron gas whose

appearance is emphasized by the reduction of the velocity relaxation rate with the temperature.
VC 2012 American Institute of Physics. [http://dx.doi.org/10.1063/1.4718445]

I. INTRODUCTION

At the present time, high hopes of development of solid-

state devices working at terahertz (THz) frequencies are

connected to the use of modern electronic devices such as

field-effect transistors (FETs) and high electron-mobility

transistors (HEMTs). The distinctive features of these devi-

ces (high electron mobility, nonlinear current flow, two-

dimensional (2D) plasma waves, etc.)1–3 allow their use as

detectors as well as generators of THz radiation. Recently,

the possibility of both resonant and non-resonant detection

of THz radiation based on these transistors was verified

experimentally even at room temperature.4,5 The use of

FETs as THz sources has also been widely discussed in the

literature.6–9 In this case, the generation frequency is mainly

controlled by the frequency of the 2D plasma oscillations

excited in the channel. Such a situation can be realized when

some instability, able to resonantly amplify the amplitude of

the alternative component of the currents (ac-currents),

develops in the transistor channel. These ac-currents excite

the 2D plasma waves which play the role of source of elec-

tromagnetic radiation that will be emitted by the transistor

into the surrounding space. The intensity of this emitted

radiation is proportional to the squared amplitude of the

ac-currents amplified by the instability. The Dyakonov-Shur

instability1 represents an example of such an amplification

effect. However, the possibility to realize other kinds of

stream-plasma instabilities,10–13 as well as instabilities

related to hot-carrier phenomena such as Gunn effect14–16 or

optical phonon emission assisted transit-time resonance,17 is

practically not discussed.

It should be emphasized that, in the case here consid-

ered, the physical nature of the instability is not a crucial

factor. The instability merely amplifies the amplitude of the

plasma waves of the transistor’s channel without modifying

significantly their spectrum. Usually, such a situation takes

only place in a pre-threshold regime where the amplitude of

the plasma waves sharply increases by approaching the

threshold of instability. In this pre-threshold regime, relaxa-

tion processes become very long in time, while above the

threshold, they are substantially changed into an exponential

growth. The detailed physical nature of the instability will

determine in which state the system will finally appear after

crossing the threshold (oscillation frequency, linewidth, reso-

nance quality, etc.).

The important peculiarity of the pre-threshold state is

that the characteristics of the emitted radiation spectrum still

depend on the physical nature of the source at the origin of

the initial current fluctuations in the transistor channel.

Usually, two kinds of such sources may be considered: the

spontaneous—or internal—sources that describe the mecha-

nism of thermal excitation and the induced—or external—

sources when the initial fluctuations are excited from outside

the device by some harmonic perturbation at frequency f. In

the framework of a quasi-classical interpretation of the initial

source as a generalized force, the formal description of the

resulting emission spectrum is the same in both cases. How-

ever, the emission spectra and their intensity will have essen-

tial qualitative differences if the sources of fluctuations are

internal or external. In the case of spontaneous excitation, it

is generally assumed that the source is given by the internal

thermal fluctuations appearing in the system (the so-called

Langevin forces). In this case, the spectral intensity is inde-

pendent of the frequency (classical case) or has a Planck dis-

tribution (quantum case).18–21 With such a broadband

source, the emitted radiation spectrum mimics the frequency

dependence of the considered system (here the transistor

channel) that is excited by the harmonic Langevin force ata)jeremi.torres@ies.univ-montp2.fr.
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the frequency f. In the absence of an instability, a spontane-

ous excitation simply initiates a broad-band emission noise

spectrum containing resonances corresponding to the fre-

quencies of eigen-plasma modes of the channel.22. Obvi-

ously, the obtention of a THz radiation of high spectral

purity requires a high level of resonant amplification of the

thermally excited plasma oscillations. This can only be real-

ized when the instability threshold is overcome and the sys-

tem operates in the regime of periodic self-oscillations.

These oscillations will be characterized by frequencies corre-

sponding to the eigenmodes of the plasma oscillations unper-

turbed by the instability. Such a transition through the

threshold can be usually realized in submicron semiconduc-

tor structures when the free-carrier concentration is not suffi-

cient to lead to the formation of particular structures like

high-field domains, accumulation layers, etc.17,23 Recent

experiments devoted to the investigation of the spontaneous

emission of THz radiations from AlGaN/GaN based HEMT

structures24 demonstrate the presence of a threshold for the

appearance of the emission intensity. The authors have

related this emission to the Dyakonov-Shur instability

because the emission frequency coincides with the funda-

mental mode of 2D plasma waves. Nevertheless, the

observed emission spectra are broadband; therefore, one can

conclude that the instability development process did not

reach in this experiment an amplification level sufficiently

high to overcome the relaxation rate.

The main difference with respect to the induced mecha-

nism of excitation of initial fluctuations is that the character-

istics of the fluctuations source, such as its intensity and

frequency spectrum, are not controlled now by internal proc-

esses but they are driven by external processes and, hence,

they can be arbitrarily varied in a wide range. As a result, the

radiation emission will take place only at frequencies where

the external action excites ac-currents. The spectral width of

the emission line will be linked to the frequency jitter in the

source spectrum. In turn, the emission intensity dependence

on the external source will be determined by internal charac-

teristics of the system such as the set of resonant eigenfre-

quencies, the relaxation rates, and the amplification effects

induced by the development of instabilities.

It is evident that, due to its nature, the induced excitation

mechanism allows to obtain emitted radiation of high spec-

tral purity that will be determined basically by the frequency

stability of the external source of perturbation. In this case,

an interesting possibility is to use as an external source an

optical photoexcitation creating electron-hole pairs in the

channel at the frequency of the beating of two cw-laser sour-

ces.9. The essence of the effect is that, under photoexcitation

by two laser beams, it is possible to obtain a periodic genera-

tion of additional electron-hole pairs inside the transistor

channel. If the photo-generated holes can quickly leave the

channel (for instance crossing the gate contact), the concen-

tration of the remaining photo-electrons in the channel will

play the role of the external harmonic perturbation source re-

sponsible for the induced excitation of 2D-plasma waves. It

is evident that the monochromaticity level of such a har-

monic excitation will be only determined by the stability of

the beating frequency of the two laser beams. Unfortunately,

a direct experimental investigation of THz emission under

photoexcitation of 2D plasma waves is still absent. Neverthe-

less, indirect experimental proofs evidencing the possibility

of realization of such a high-monochromatic emission exist.

As shown in Ref. 5, due to nonlinearities of the drain current

in the transistor saturation region, it is possible to achieve

the rectification of induced ac-currents. Under current-driven

operation mode, this effect manifests itself as a resonant

behavior of the dc-component of the source-to-drain voltage

drop when the exciting frequency coincides with a frequency

of the 2D eigen-plasma modes. Usually, this effect—also

called self-detection or self-control—is used for the detec-

tion of photoexcited 2D plasma waves in the FET/HEMT

channels.25,26 By taking into account that the emission inten-

sity and the rectification amplitude are proportional to the

squared amplitude of photo-excited ac-oscillations and,

hence, that their resonant dependences must be similar, the

rectification effect can also be used for the self-control of the

emitted radiation.

In the present communication, the results of direct meas-

urements of emission of THz radiations caused by the photo-

excitation of 2D plasma waves in InGaAs HEMT channels

are presented for the first time. A comparison with results of

the accompanying self-detection of the excitation of 2D

plasma waves based on rectification effect is performed. Ex-

perimental results are also compared with the numerical

results obtained using a hydrodynamic model.

II. EXPERIMENTAL CONFIGURATION

The experimental setup (see Fig. 1) repeats essentially

that described in details in Refs. 27 and 28, and uses two com-

mercially available distributed feedback (DFB) continuous-

waves-lasers. Their central wavelengths of emission are

k1¼ 1540.56 nm and k2¼ 1542.54 nm and exhibit a short-

term spectral width of 2 MHz. Each laser (Power� 10 mW)

can be tuned over a range of approximately 61.5 nm by

changing the temperature (i.e., by varying the current in the

Peltier stage). Their mixing, in a 2� 2 polarization-

FIG. 1. Experimental configuration scheme. A tunable optical beating in the

range 0.3-0.5 THz is produced by the spatial superposition of two cw-lasers

at 1.55 lm (DFB). Using optical elements (lens, prism, mirror), the beating

is focused onto the HEMT’s channel (sample) while its stability is controlled

by a spectrum analyser. The transistor is biased, using HF probes and 50 X
loads, with constant voltage Vg between gate and source electrodes and con-

stant current Id at the drain electrode. The emitted radiation is collected by

an off axis parabolic mirror and its intensity is measured by a 4 K-Si

bolometer.
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maintaining �3 dB coupler, produces a tunable optical beating

in the range 0.3–0.5 THz. The uncertainty in the beating fre-

quency (which is lower than 10 GHz) is estimated by meas-

uring the fluctuations in time of the frequency of each laser

with an optical spectrum-analyzer. Additionally, the new

setup includes (i) the system of THz emission detection and

(ii) the sample cooling system. The THz field emitted by the

samples is collected by a 2-in. off-axis-parabolic mirror and

focused inside a 4 K Si-bolometer placed close to the mirror.

The temperature is decreased by connecting the sample sub-

strate with thermal transfer ribbons immersed into a nitrogen

bath. The temperature of the sample is monitored using a ther-

mocouple. To avoid the formation of ice on the HEMT-top-

facet, the experiment is made under a helium flow. Experi-

ments were performed on HEMTs from InP technology with a

gate-length value Lg¼ 50 nm. More detailed description of

HEMT layers can be found in Ref. 26.

III. EXPERIMENTAL RESULTS

The main experimental results are presented in Figs. 2–4

which indicate three specific features of the considered

phenomena.

A. Static source-to-drain current-voltage
characteristics

The characteristics of the HEMT for a 50 nm gate length

with a width of W¼ 50 lm and a threshold voltage Uth �
�350 mV are presented in Fig. 2. The gate potential Ug var-

ied from �300 mV to 0 mV with 100 mV step. Solid and dot-

ted lines correspond, respectively, to 300 K and 200 K lattice

temperatures. The HEMT exhibits the typical current-

voltage relation behavior JsdðUsd;UgÞ of source-to-drain cur-

rent governed by source-to-drain and gate potentials. With

decrease of the lattice temperature from 300 to 200 K, an

increase of Jsd up to 10%–15% takes place reaching a maxi-

mum value at Ug ! 0 V. Such an increase of JsdðUsd;UgÞ
agrees well with the change of free-carrier mobility in the

HEMT channel. Estimations of the mobility change based on

the IV-relation at low values of Usd and Ug � 0 V give

about a 10%–15% increase in going from 300 K to 200 K.

Note that these IV-relations are independent of the operation

regime of the source-to-drain circuit when (i) either the

voltage-driven operation governed by variations of Usd or

(ii) the current-driven operation governed by the current Jsd

fixed in external circuit are used.

B. Radiation emission from HEMT

In the absence of an external excitation, the experiment

does not show any manifestation of radiation emission from

Ug = -300 mV

Ug = 0 mV

Ug = -100 mV

Ug = -200 mV

FIG. 2. Output characteristics at 300 K (solid lines) and at 200 K (dotted

lines) for a 50 nm gate-length transistor with a width W¼ 50 lm. The

applied gate voltages are reported on the right side of the figure.

FIG. 3. Beam intensity emitted by the HEMTs and measured by a Si-

bolometer at 200 K as a function of the power of the optical beating photoex-

citation. Dashed lines: f ¼ f0 and dotted lines (coinciding practically with

the horizontal axis): f ¼ f06 10 GHz. Solid lines are quadratic fits of the ex-

perimental results corresponding to the dashed lines.

FIG. 4. (a) Spectral response of the THz beam measured by a Si-bolometer

as a function of the optical beating frequency at 200 K. The solid line is a

guide for the eyes. (b) Measured relative photoresponse versus the optical

beating frequency (Ug ¼ �0:2 V, Isd ¼ 4 mA at T¼ 300 K (dotted line) and

at 200 K (solid line). Error-bars are experimental data joined by eye

guidelines.
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HEMTs related to the self-excitation of plasma waves as pre-

dicted in Ref. 1. A sharp resonant growth of the bolometer

response was observed only under stimulated photoexcitation

at T¼ 200 K at values of the voltage drop between source-

drain contacts Usd � 0:4� 0:6 V and at a gate voltage Ug �
�0:2 V (Fig. 3). In this case, the beating frequency was close

(with an accuracy of 610 GHz) to the frequency of the first

harmonic of excited plasma waves in the HEMT channel. In

our case, this resonant frequency is equal to f0 ¼ 0:455 THz

(see Ref. 27 for a more detailed explanation). As follows from

Fig. 3, a sharp resonant emission of radiation in the frequency

range f0610 GHz appears. It should be stressed that the

bolometer response dependence on the pumping power is

non-linear. With the increase of the beating frequency devia-

tion from the resonant frequencies f0 more than 10 GHz, the

bolometer response signal went back to the thermal noise

level. The minimum frequency step of 10 GHz is dictated by

the frequency resolution realized in the beating experiments.

The resonant emission takes place only if the transistors are

biased under saturation of the static IV-curves (see Fig. 2),

that is, at Usd � 0:2 V. For smaller values of Usd, the bolome-

ter response remained within the thermal noise. Let us stress

that, under induced excitation, the emission line-width is con-

ditioned by the uncertainty of the excitation source. In these

experiments, the uncertainty is not changed when the beating

frequency changes and remains at the level of 10 GHz. This

allows us to state that the results presented in Fig. 3 evidence

that the emission intensity at T¼ 200 K has a sharp resonant

behavior in the frequency region corresponding to the excita-

tion of the 2D plasma wave fundamental mode. Figure 4(a)

shows the spectral response of the THz beam measured by the

Si-bolometer at 200 K as a function of the optical beating fre-

quency for the same transistor. As no emission is measured

when the beating frequency varies of more than 10 GHz with

respect to the frequency of the fundamental mode, we can

state that the resonance full width at half maximum (FWHM)

is not greater than 10 GHz.

C. Rectification of induced ac currents in HEMT
channel

Due to the nonlinear character of the current flow in

HEMT channels, it is possible to realize a self-control of the

induced plasma wave intensity by measuring, under fixed

drain current regime, the dc component of the source-drain

voltage drop Usd as a function of the external signal fre-

quency f. As it was shown in Refs. 29 and 30, the resonant

dependence on the beating frequency of the amplitudes of

both the ac and the dc components of the drain-to-source

voltage drop as well as of the ac-current in the channel are

identical and are practically characterized by the same

FWHM. Therefore, the experimentally obtained resonant

behavior of the dc component of the drain-to-source voltage

drop (i.e., the photoresponse) will also describe the emission

intensity spectrum. Figure 4(b) illustrates the dependence of

the relative magnitude of such a photoresponse Rf

Rf ¼
Usdðf Þ � �Usd

�Usd
; (1)

where Usd( f ) is the source-drain voltage at the beating fre-

quency f, while �Usd is the source-drain voltage drop at f¼ 0.

Here dotted and solid lines correspond to measurements per-

formed at 300 and 200 K, respectively, and were obtained

for the maximum pumping power of 8 mW provided by the

laser system. As follows from Fig. 4(b), the self-detection

has a resonant character with a peak at frequencies

f0¼ 0.475 and 0.455 THz at 300 and 200 K, respectively. Let

us note that at T¼ 200 K, the resonant frequency of self-

detection coincides exactly with the resonant frequency

obtained in measurements of the emission intensity (see

Fig. 3). As one can see from Fig. 4(b), the resonance line-

width described by the FWHM sharply decreases from 40 to

5 GHz with temperature decrease from 300 to 200 K. Note

that the estimation of the FWHM at T¼ 200 K corresponds

to the limiting value determined by the accuracy of the meas-

ured beating frequency; therefore, the FWHM real value can

be even less than the above estimation. An important differ-

ence in the results of emission and self-detection is that at

300 K the bolometer does not detect any emission of radia-

tion while the self-detection indicates a resonant photoexci-

tation of plasma waves at a slightly blue-shifted frequency

f0¼ 0.475 THz (with respect to 0.455 THz). In our experi-

ment, this slight frequency shift is not considered to be sig-

nificant since it may be due to experimental artifacts such as

ice formation at the level of the HF-probes or to the HEMT

deterioration when decreasing the temperature that can

slightly change the operating point of the device.

D. Discussion

Summarizing the experimental results, we can state that,

in going from 300 to 200 K, (i) the static IV-relations are

slightly changed showing about 10%–20% variation of the

carrier-mobility in the HEMT channel, (ii) both techniques

(the former one based on the resonant behavior of emission

and the latter one on the rectification phenomenon) allow us

to detect photoexcited plasma waves in the HEMT channel

with eigenfrequencies of 2D plasma waves predicted by the

theoretical model,31 (iii) detection by using the rectification

effect shows a photoexcitation of plasma waves at both 300

and 200 K with a resonance quality increase of about one

order of magnitude, (iv) the direct radiation emission was

measured only at 200 K while at 300 K it was absent, (v) the

resonances of emission and rectification responses at 200 K

are characterized by the same value of the FWHM < 10 GHz

which is below the frequency resolution of the setup.

Most of these results can be interpreted in the frame-

work of the theory of quasilinear response to an external per-

turbation, which assumes that the photoexcitation regime is

linear and, hence, the amplitude of the ac-current, jd(f),
appearing in the channel at the beating frequency f is propor-

tional to the photoexcitation intensity P0, i.e., jd(f)�P0. In

the framework of the linear theory, the experimentally

measured signals W(f) corresponding to the emission and

rectification effects are related quadratically to the beating-

induced ac-current amplitudes as Wðf Þ � jjdðf Þj2. As a

consequence: (i) the emission power must have a quadratic

dependence on the photo-excitation intensity. As follows

103707-4 Nouvel et al. J. Appl. Phys. 111, 103707 (2012)
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from Fig. 3, the experiment follows approximately this

behavior. (ii) For both effects (emission and rectification),

the dependence of the measured signal amplitudes on the

beating frequency must be similar. The experimental results

(see Figs. 3 and 4 as well as their comments in the text at

200 K) satisfy this condition. In both cases, the FWHM of

the observed spectrum does not exceed 10 GHz. Probably,

this value corresponds to the maximum frequency resolution

of the experimental setup.

As it was noticed above, at 300 K the emission response

was not observed. This also can be explained in the frame-

work of the linear response. Following our estimations such

a behavior is connected first to a not sufficient sensitivity of

the setup used in the experiment for the detection of the

emitted radiation. Indeed, since the frequency dependence of

the emission and rectification responses must have similar

behaviors, from Fig. 4 we can conclude that the emission

power must decrease of about one order of magnitude in

going from 200 to 300 K. For instance, by taking into

account the sensitivity of the detection setup, at a level of

�15% with respect to the signal magnitude at 200 K, as it

takes place in the experiment (see, e.g., vertical bars in Fig.

3), the emission response at 300 K cannot be extracted from

the noise level.

At the same time, the origin of the sharp narrowing of the

emission resonance with decrease of the lattice temperature

cannot be explained in the framework of the linear response

theory. Therefore, the following question appears: why a rather

low decrease (about 10%–20%) of the velocity relaxation rate

(i.e., of the mobility) in the HEMT channel in going from 300

to 200 K leads to a considerable enhancement of the resonance

quality (about one order of magnitude) in measurements of the

emitted and rectificated signals? In Sec. IV, we will show that

such a behavior can be explained by the presence of a plasma

instability in the stable situation when the amplification

induced by the instability is still not sufficient to compensate

the damping caused by the velocity relaxation rate.

IV. THEORETICAL ANALYSIS

In this section, we will analyze in detail the experimen-

tally observed sharp narrowing of the plasma resonance lines

in the emission and rectification response spectra when the

FET/HEMT temperature decreases. Let us restrict ourselves

to the simplest analytical model which allows, from one

hand, to describe qualitatively and quantitatively the experi-

mentally observed resonances of 2D plasma waves excited

in FET/HEMT channels,5 and from the other hand, to con-

sider the development of Dyakonov-Shur instability of such

waves which can appear due to the presence of carrier stream

along the channel.3,5

A. Theoretical model

We assume that carrier transport in the transistor can

take place only along the conductive channel from source to

drain contacts, i.e., carrier flow in the transverse direction

with respect to the channel is absent. This allows us to

describe carrier transport as a one-dimensional (1D) process

by using simple hydrodynamic (HD) equations

@n

@t
þ @nv
@x
¼ GðtÞ; (2)

@v

@t
þ @

@x

v2

2
þ e

m�
u

� �
þ e�D

@n

@x
þ v� ¼ 0; (3)

where n and v are the concentration and velocity of electrons

in the channel, respectively, � is the velocity relaxation rate,

m� the electron mass, D the longitudinal diffusion coeffi-

cient, and G(t) is the electron photo-excitation generation

term.

The self-consistent potential uðxÞ inside the channel is

described by a 1D approximation of the 2D Poisson

equation22

ec
@2

@x2
uþ es

Ug � u
dðxÞd ¼

e

e0

½nðxÞ � NDðxÞ�; (4)

where d is the channel width, Ug the gate potential, ND the

effective donor concentration in the channel, dðxÞ the effec-

tive gate-to-channel distance. A dependence of dðxÞ on the

coordinate in the channel allows us to describe in the frame-

work of Eq. (4) both gated regions where dðxÞ has certain fi-

nite value and ungated regions where dðxÞ ! 1 is supposed

to tend to infinity.

When the channel width d! 0 and the 2D free-carrier

density in the channel n2DðxÞ ¼ nðxÞd keeps a finite value,

Eq. (4) is reduced to the so called gradual channel approxi-

mation widely used in analytical models of FETs (Refs. 1–5)

Ug � uðxÞ
d

¼ e

�s�0

½n2DðxÞ � N2DðxÞ�; (5)

where N2DðxÞ ¼ NDðxÞd. In essence, the gradual channel

approximation of the Poisson equation given by Eq. (5) takes

into account merely the gate-induced transverse Coulomb

action on carriers in the channel. The longitudinal interaction

of carriers in the channel which is responsible for the

long-range effect of the Coulomb interaction (the spatial

second-order derivative in Eq. (4)) is not accounted for in

the framework of the gradual channel approximation.

It is worthwhile to stress limitations of the model based

on Eqs. (2)–(4).

(i) Only one type of photo-generated carriers, i.e., elec-

trons, is taken into account. The photo-generated

holes contribution to the space charge and current

along the channel is omitted by supposing that holes,

just after photo-excitation, are practically immedi-

ately removed from the channel through the gate. The

time dependence of the optical generation rate is

taken in the form

GðtÞ ¼ P0½1þ cosð2pftÞ�; (6)

with f being the beating frequency and P0 the photo-

generation intensity.

(ii) Hot-carrier effects are not taken into account since

the electron velocity relaxation rate � is supposed to

be constant along the channel and to be not dependent

of the electrons local energy. This assumption allows
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us to consider the development in FET/HEMT chan-

nels of mono-stream plasma instabilities only.

Under voltage driven operation, the system of Eqs.

(2)–(4) is closed, thus allowing us to calculate various

steady-state and transient characteristics. In the case of

boundary conditions for Eq. (4), we have used potentials

uð0Þ (usually equal to zero) and uðLÞ given in points x ¼ 0

and x ¼ L, respectively, where L is the channel total length.

Under current-driven operation one fixes the total cur-

rent at the drain contact jtotðLÞ ¼ const. Since the total cur-

rent consists of the sum of conduction and displacement

currents, the requirement to keep constant the total current

can be reformulated in terms of an additional equation for

the time-evolution of the electric field at the drain contact as

@

@t
EðL; tÞ ¼ 1

ece0

½jtot � enðL; tÞvðL; tÞ�: (7)

In this case, Eq. (7) is solved in parallel with Eqs. (2) and

(3). The boundary condition for the Poisson equation at the

source contact remains the same (uð0Þ), while the drain

boundary condition is rewritten in terms of the electric field

EðL; tÞ.
In our calculations, we assumed that the lattice tempera-

ture is of about T¼ 200 K and that the corresponding value

of the velocity relaxation rate is of about � ¼ 2 ðpsÞ�1
. Such

estimations of the relaxation rate of the electron velocity in

the channel near thermal equilibrium are based on Hall-

measurements of the investigated here HEMTs and on MC

simulations of bulk In0:53Ga0:47As at different temperatures.

The diffusion coefficient is calculated from the low-field mo-

bility l by using Einstein relation D ¼ kTl=e.

B. Numerical results

As it was already mentioned, the above model can

reproduce the classical Dyakonov-Shur instability of 2D

plasma waves caused by mono-stream of carriers under the

gate. Figures 5 show the time dependences of the source-to-

drain voltages corresponding to conditions of progressive

development of the Dyakonov-Shur instability associated

with a small decrease of the electron velocity relaxation rates

1.9, 1.75, and 1.7 ps–1, respectively. The simulated structure

and the bias conditions correspond to the experimental ones.

In these figures, the relaxation process to the stationary state

have an oscillating character with a frequency corresponding

to the main harmonics of 2D plasma waves excited in the

gated regions of the channel. The main difference is related

to which stationary state the system relaxes. In the case of

� � 1:75 ps–1 (Fig. 5(a)), the relaxation process leads the

system to a time-independent stationary state through

damped oscillations (the usual dissipative process of an

oscillator). The peculiarity of the relaxation process pre-

sented in Fig. 5(b) is that, in contrast to the previous case, a

rather small decrease of the relaxation rate (about 10%)

results in a considerable decrease of the system relaxation

(approximately one order in magnitude).

A further decrease of the velocity relaxation rate, � <
1:75 ps–1 (Fig. 5(c)), changes qualitatively the system state

to which the relaxation process tends. This state is oscillating

in time with a constant increase of the oscillations amplitude

(self-oscillation regime). Let us stress that the relaxation

processes presented in Fig. 5 are obtained in the absence of

any optical beating and the change of the state to which the

system relaxes is determined only by processes occurring

inside the system.

In this case, we have considered the transition from the

stable state into the regime of self-oscillations caused by the

change of � at fixed values of Ug and Usd. A similar transi-

tion takes place when Ug and/or Usd are changed at a fixed

value of �. This is illustrated in Fig. 6 which presents the out-

put current-voltage characteristics of the transistor at differ-

ent values of Ug calculated for � ¼ 2 ps–1 when, under

constant voltage Usd, the system is stable. Now, under

regime of fixed drain current, the system becomes unstable

starting from some threshold value of the current flowing in

the HEMT channel (solid line in Fig. 6): in this case, the

appearance of plasma self-oscillations leads to self-

oscillations of Usd. Below this line, the system is stable and

the current-voltage characteristics in both regimes (constant

voltage and constant current) coincide. Above the solid line,

FIG. 5. Calculated source-drain voltages as functions of time for the

reported electron velocity relaxation rates �¼ 1.9 (a), 1.75 (b) and 1.7 (c)

ps�1. Dotted lines represent the envelopes of the time dependent voltages.

103707-6 Nouvel et al. J. Appl. Phys. 111, 103707 (2012)

Downloaded 21 May 2012 to 194.57.91.238. Redistribution subject to AIP license or copyright; see http://jap.aip.org/about/rights_and_permissions



there is the instability region where, under the regime of con-

stant applied current, the self-excitation of 2D plasma oscil-

lations takes place. As follows from Fig. 6 in the considered

situation, the main critical parameter which controls the tran-

sition into the unstable state is the magnitude of the current

flowing in the channel. This is illustrated in Fig. 7 which

presents the relaxation time of 2D plasma oscillations calcu-

lated as a function of the drain current when the latter

approaches the instability threshold. Far from the threshold,

the relaxation time of plasma oscillations is determined by

the velocity relaxation rate in the channel (� � 2 ps�1),

while approaching the threshold this relaxation time tends to

infinity. As follows from Fig. 7, the transition into the self-

oscillations regime exhibits a universal character since it is

almost independent of the value of Ug.

Figures 8(a) and 8(b) illustrate a typical pre-threshold

behavior of the resonances of ac and dc responses, respec-

tively, induced by photoexcitation at the beating frequency

under constant-current operation in the source-drain circuit.

Here, the solid line corresponds to the velocity relaxation rate

� ¼ 1:75 (ps)�1 (just before the threshold for the Dyakonov-

Shur self-oscillations to appear in this situation), while the

dashed line calculated at � ¼ 1:9 (ps)�1 illustrates a situation

which is still far from self-oscillations. In this example, the

transition into the self-oscillation regime takes place for

�. 1:75 (ps)�1 where a clear-cut self-oscillations appear in

the simulations (Fig.5(c)). Symbols in Fig. 8(b) correspond to

the square of the ac response amplitude presented in Fig. 8(a)

after normalization to the dc resonance maximum. Figure

8(b) fully confirms that the rectification response spectrum

dU0ðf Þ is originated by a resonant behavior of the ac compo-

nents of the response and is related to them by a quadratic de-

pendence. As follows from Fig. 8, the calculations show that,

in the pre-threshold regime of the Dyakonov-Shur instability,

a small variation (about 10%) of the relaxation rate � is able

to cause a significant variation (about one order of magni-

tude) of the resonance quality of both ac and dc responses

under photoexcitation. These theoretical results are mainly in

good agreement with the experimentally observed behavior

of the rectification and emission resonances when the system

approaches the instability threshold. The significant advant-

age of the model is that it predicts the same narrowing of the

spectrum as we have observed in the experiment. The main

disagreement is related to the different directions of the fre-

quency shift of the resonance with increase of the velocity

relaxation rate (i.e., the lattice temperature) in the theory and

the experiment (see Figs. 4 and 8, respectively).

In accordance with the gradual channel approximation

(Eq. (5)), in the channel-under-gate region, the self-consistent

electric field magnitude is proportional to the gradient of

free-carrier concentration: E � � @n
@x. As a result, the presence

of carrier stream is always accompanied by a concentration

reduction along the stream direction (from the source to the

drain ends of the gate). Since the fundamental resonance fre-

quency f0 depends on the carrier concentration through the

relation f0 �
Ð L

0

ffiffiffiffiffiffiffiffiffi
nðxÞ

p
dx, where L is the length of the gated

region of the channel (inhomogeneous case), the growth of

the gradient, and hence, the reduction of the concentration

under the gate, will be accompanied by a red shift of the reso-

nant frequency with respect to the homogeneous case. Indeed,
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under the fixed-current operation-mode (i.e., when the drift

current I ¼ elnE is constant along the channel), a reduction

of the mobility l ¼ e=m� with increase of � requires increas-

ing values of E � � @n
@x in order to keep fixed the magnitude

of the current I in the channel. As a result, we obtain an

increase of the gradient value � @n
@x and hence, a decrease of

the free-carrier concentration under the gate. This leads to the

red shift of the plasma resonance frequency under the gate

with the increase of the velocity relaxation rate �.

C. Discussion

The above presented simple HD model demonstrated

that a process like the development of the Dyakonov-Shur

instability can explain and describe the experimentally

observed behavior of the emission and rectification resonan-

ces caused by the photo-excitation of 2D plasma waves in

the FET/HEMT channels. It is worthwhile to emphasize that

the sharp narrowing of the plasma resonances taking place

under stationary conditions just before the transition into the

self-oscillation regime (obtained here for the Dyakonov-Shur

instability) has a general character and it describes the typi-

cal scenario of a plasma-instability development independ-

ently of its physical nature. It should be stressed that this

theoretical model can describe only the stream-plasma insta-

bilities: the Dyakonov-Shur instability which was obtained

in the modeling just belongs to this class. Other instabilities

related to hot-carrier effects are outside of the present model.

Here, it should be stressed that the effect was observed

at values of the source-drain voltage drop Usd � 0:4� 0:6 V

and at a gate voltage Ug � �0:2 V, when, in principle, one

cannot neglect hot-carrier effects such as electron-transfer

into upper valleys and impact ionization. In particular, the

latter effect explains the increase of the current at Usd �
0:6 V in Fig. 2. Therefore, the presented experimental results

on the resonant radiation emission and rectification effect on

the beating frequency under photo-excitation surely evidence

the presence of an instability of 2D plasma waves responsi-

ble for the observed effect. However, the performed experi-

ments cannot elucidate at present the exact microscopic

nature of this instability.

Finally, we remark that the blue shift of the resonant fre-

quency of the fundamental plasma mode with the tempera-

ture increase observed in the experiment (while the

theoretical model gives the opposite effect) may be inter-

preted as an evidence of impact ionization processes. Under

constant current operation, when the temperature increases,

the self-consistent electric field under the gate also increases,

thus leading to electrons heating. If the energy threshold for

the onset of impact ionization is reached, the temperature

increase will be accompanied by an additional increase of

the electron concentration under the gate. Such a concentra-

tion increase may be responsible for the observed blue shift

of the resonant frequency.

V. CONCLUSION

We have demonstrated both experimentally and theoret-

ically the possibility to obtain emission of THz radiations by

exciting a HEMT channel by an optical beating. This emis-

sion appears to be due to 2D plasma oscillations excited by

the photogeneration of electron-hole pairs in the channel and

is consequently obtained when the beating frequency is

tuned to the first eigenfrequency of 2D plasma waves. In our

experiments, such an emission has been observed only at

200 K, when the dynamic behavior of the 2D plasma

becomes sufficiently resonant to provide a measurable emis-

sion. The spectrum of the emitted radiations is directly

related to the spectrum of the excitation; therefore, the stud-

ied device may be used as a source of monochromatic THz

radiation.
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