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Graphene, the two-dimensional form of carbon presents outstanding electronic and transport properties. This gives hope for the development of applications in nanoelectronics. However, for industrial purpose, graphene has to be supported by a substrate. We focus here on the graphene-on-SiC system to discuss how the SiC substrate interacts with the graphene layer and to show the effect of the interface on graphene atomic and electronic structures. =7936'&49.67" Because of its exceptional electronic properties !"#$#%#&', graphene has recently attracted a lot of attention. Graphene is the two-dimensional (2D) form of carbon; it consists in one isolated plane of C atoms arranged on a honeycomb lattice. The unit cell contains two C atoms that generate two inequivalent sublattices. All graphene outstanding properties originate in this honeycomb lattice from which two main electronic properties derive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alculations are performed with the code VASP that is based on the density functional theory [13]. We use the Perdew and Wang formulation of the generalized gradient approximation [14]. The interface is modeled by a slab and dangling bonds on the other surface are saturated by H atoms. For all calculations, the ultrasoft pseudopotentials, the k-points sampling and the size of the supercell have been extensively tested. The plane wave basis cutoff is equal to 211 eV. Residual forces are lower graphene SiC C face than 0.02 eV/ for converged structures. When graphene is involved, the K point of the graphene (1x1) Brillouin zone has to be included in the k-point mesh to get a correct description of the Fermi level.

Graphene samples are grown in a UHV chamber. Cleaning is first made by annealing a 6H SiC substrate for 20 mn under a Si flux at 850°C. Further successive annealings at higher temperature allow a controlled growth of graphene (graphitization occurs at 1350°C on the Si face and 1150°C on the C face). The samples are characterized with usual surface science techniques (LEED, Auger) prior to transfer in our STM chamber. ?3$@5/7/+67+95/+ABBB*C+AD.C+E$4/+6E+D.F"+The Si surface of hexagonal SiC polytypes goes through different reconstructions when the temperature is increased : (3x3) at 850°C under Si flux, (√3x√3R30) below 1000°C, (6√3x6√3R30) (6R3) at 1150°C and graphitization at 1350°C. The 6R3 phase was first assumed to be due to multiple diffraction [9] but it is now established that the reconstruction comes from a C honeycomb lattice distorted by a strong interaction with the substrate [12,[15][16][17][18][19][20]. Interaction with the substrate was modeled in a very large supercell -more than 1200 atoms-that describes the actual experimental interface structure [15]. Covalent bonds are formed between the Si atoms of the last SiC layer and the first C layer. This prevents any graphitic electronic properties for this layer. The graphitic nature of the film is recovered by the second and the third absorbed C layers. They are electron doped by a charge transfer from the substrate in agreement with ARPES experiments [5,20]. The :4=3-/Q)H/4=/60;)45)67/)5*026):,084.)-,;/0)H/./0,6/2) 2456 ) 0*33-/2 ) *. ) 67/ ) 74./;:4=8 ) -,66*:/ ) 45 ) 67/ ) H0,37/./ ) A) 2/:4.1)KA)-,;/0C)N7/):400@H,6*4.)*.1@:/1)8;)67/)2@8260,6/) /Q6/.12 ) 49/0 ) 67/ ) 6?4 ) 5*026 ) K ) -,;/02 ) *. ) ,H0//=/.6 ) ?*67) /Q3/0*=/.6,-)1,6,)!"M#$"'C )T.)67/)467/0)7,.1#)PVVW),.1) JNU)!$#"LA$R')/Q3/0*=/.62)1/=4.260,6/)67,6)67/)H0,37/./) *2)/3*6,Q*,-)4.)67*2)5,:/C)N7/)-4.H)0,.H/)40*/.6,6*4.)45)67/) H0,37/./)3-,./2)*2)67/.)*=342/1)8;)67/)2@8260,6/C

Graphene on the (000-1) (C) face of SiC

On the C face, STM images show the coexistence of two reconstructions -(3x3) and (2x2) -of the SiC surface that remain even when covered by one C layer [22]. No atomic model is established for the (3x3) reconstruction. We have recently proposed a model for the other interface [23], based on the SiC (2x2) native reconstruction [24]. In the bulk truncated (2x2) surface, we have 4 dangling bonds (DB) per unit cell. A Si adatom saturates 3 DB and one C atom (rest atom) remains unbounded. Furthermore, a charge transfer occurs from the adatom to the restatom so that the SiC surface is passivated. It is then semiconducting with either filled or empty DB states in the vicinity of the Fermi level. Interaction between graphene and SiC is then much smaller than on the Si face. In our calculation, a (5x5) graphene cell is superimposed to a (4x4) SiC cell (Figure 1a) -these two cells are nearly commensurate-.

The total energy remains nearly unchanged when the graphene -SiC surface relative position is shifted. This is consistent with the rotational disorder observed experimentally in the graphene layers [20,22,25,26]. This rotation is very important since it leads to an effective decoupling of adjacent C layers and a linear free graphene like dispersion [26]. A small interaction is observed between the SiC (2x2) surface and the C layer but at variance with the Si face, here, the band structure shows a linear dispersion characteristic of graphene from the first C layer in agreement with ARPES [19]. Figure 1 shows the extension of the states related to the SiC (2x2) surface. The square modulus of the wavefunction |Ψ| 2 is integrated from -0.75 to 0. eV (Fig. 1b) or from 0. to 0.75 eV (Fig. 1c), this corresponds to the energy range where the graphene dispersion and the filled or empty DB states coexist. No bonds can be seen, only a small intensity is observed for empty states between the adatom and the C atom that are located on top of each other. We find no charge transfer between graphene and SiC unlike what can be deduced from ARPES and transport data [10,20]. Anyway, the experimental charge transfer is smaller on this face than on the Si one. Indeed, the Fermi level is found 0.2 eV above the Dirac point on the C face and 0.4 eV on the Si face [5,20]. The rather large defect density observed by STM at the interface [23] could be at the origin of this discrepancy.

Experimentally, high bias STM images only show the underlying (2x2)-SiC structure [22] with C restatoms (Si adatoms) in filled (empty) states images, presenting the expected shift between them (figure 2 F6741&>.67" +Extensive ab initio calculations show that the morphology and the electronic properties of the C layers strongly depend on the SiC face used for the growth. These results are in very good agreement with our STM experiments and explain, for the C face, how the graphene layers can exhibit isolated graphene properties. On the Si face, the C layers are in epitaxy on SiC. The substrate is passivated by the first C layer -the bufferlayerand interface extends on 2 C layers. On the C face, the native (2x2) reconstruction saturates the DB states so that the first C layer can already exhibit graphene properties. The counterpart of this small interaction is that the long range orientation of the graphene layer is not imposed by the substrate. A balance has to be found between a long range order in the graphene layer that can be imposed by the substrate (strong interaction -Si face) and the preservation of graphene electronic structure (small interaction -C face). Decoupling the graphene layers from the substrate after the growth could reveal to be interesting.
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 : Figure : Cross section of the ab initio total charge density at the graphene / C-terminated SiC interface.

  ,.%&3/+* (a) (4x4) (SiC) -(5x5)(graphene) interface cell. C is in grey (light grey) and Si in red (dark grey). The size of the atomic spheres in (a) is proportional to the distance to the interface. b) and c) cross sections along the lines indicated on a) -full line : b), dashed line : c) -of |Ψ| 2 integrated from -0.75 to 0 eV (b) and 0. to 0.75 eV ( c). It shows the extension of the interface states.

  (a), (b)). The (4x4)-SiC superstructure clearly shows up on the Si adatoms (figure 2 (b)). Low bias images (figure 2 (c)) reveal a graphene honeycomb structure with small perturbations leading to a (5x5)-G -(4x4)-SiC -superstructure, consistently with the ab initio results.
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 2 Figure 2: 4x4nm STM images of graphene on (2x2)-SiC (0° désorientation i.e. the computed configuration). (a), (b) Dual bias images, sample bias: -1.5V (a) (+1.5V (b)), It=0.2nA. A (2x2)-SiC cell is shown on both images. (c) Sample bias: -50mV, It=0.2nA. A (4x4)-SiC ((5x5)-G) cell is indicated.