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Investigation of the carbonation front shape on cementitious materials:

Effects of the chemical kinetics

M. Thiery ⁎, G. Villain 1, P. Dangla 1, G. Platret 1

Laboratoire Central des Ponts et Chaussées, 58 boulevard Lefèbvre — 75015 — Paris, France 

Carbonation depth-profiles have been determined by thermogravimetric analysis and by gammadensitometry after accelerated carbonation tests on 
ordinary Portland cement (OPC) pastes and concretes. These methods support the idea that carbonation does not exhibit a sharp reaction front. 
From analytical modelling, this feature is explained by the fact that the kinetics of the chemical reactions become the rate-controlling processes, 
rather than the diffusion of CO2. Furthermore, conclusions are drawn as to the mechanism by which carbonation of Ca(OH)2 and C–S–H takes 
place. Carbonation gives rise to almost complete disappearance of C–S–H gel, while Ca(OH)2 remains in appreciable amount. This may be 
associated with the CaCO3 precipitation, forming a dense coating around partially reacted Ca(OH)2 crystals. The way in which CO2 is fixed in 
carbonated samples is studied. The results indicate that CO2 is chemically bound as CaCO3, which precipitates in various forms, namely: stable, 
metastable, and amorphous. It seems that the thermal stability of the produced CaCO3 is lower when the carbonation level is high. It is also shown 
that the poorly crystallized and thermally unstable forms of CaCO3 are preferentially associated with C–S–H carbonation.
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1. Introduction

Reinforcing bars in concrete are protected from corrosion by

a thin oxide and hydroxide layer, which is formed on the steel

surface because of the high pH-value (pH≥13) of the sur-

rounding concrete. Corrosion may start when this protective

layer is destroyed by a decrease of the pH-value. Such a

reduction in alkalinity can be the result of Ca(OH)2 carbonation

in the concrete mass. The physicochemical processes [1] in-

volved in Ca(OH)2 carbonation are: the diffusion of CO2 in the

gaseous phase of the concrete pores, the dissolution of CO2 in

the pore water as carbonic acid H2CO3, its dissociation as HCO3
−

and CO3
2− ions, the dissolution of solid Ca(OH)2, releasing

calcium Ca2+ and hydroxyl OH− ions, and the precipitation of

Ca2+ with CO3
2− forming CaCO3. These intermediate reactions

are synthesized in the following overall chemical reaction:

CaðOHÞ2 þ CO2→CaCO3 þ H2O ð1Þ

Eq. (1) indicates that Ca(OH)2 carbonation sets free water

that was initially combined in Ca(OH)2. This supply of water

was experimentally highlighted by Pihlajavaara [2].

It is well-known that not only Ca(OH)2, but also all the other

hydrated compounds can react with CO2. The reaction between

CO2 and the calcium silicate hydrates (C–S–H) produces

CaCO3 and a silica gel [3–6]. Ettringite (trisulfate hydrates AFt)

and monosulfate hydrates (AFm) are abundant when certain

cements are used, especially in the case of a rapid-hardening

cement with a high C3A content, or a cement mixed with a large

amount of gypsum. It has been established [7–9] that AFt

decomposes by carbonation to CaCO3, gypsum and alumina gel.

Because the carbonation products have higher molar vol-

umes than the parent hydrates Ca(OH)2 and C–S–H, a decrease

of porosity is expected. The materials made of ordinary Portland

cement (OPC) actually show a pronounced reduction in pore
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volume due to carbonation. This feature is based on the

examination of water sorption isotherms [2] before and after

carbonation, on mercury intrusion porosimetry measurements

[2,10–12], and on gammadensitometry results [12]. Neverthe-

less, concrete made with Portland cement shows a different

behaviour than materials made with cement blended with

mineral admixtures (e.g., blast furnace slag, fly ashes, or silica

fumes) whose carbonation can cause a higher porosity, and thus

a lowering of the durability [13].

Moisture is an essential parameter for carbonation reaction to

occur. A low environmental relative humidity RH induces

drying of the capillary pores, which slows down the dissolution–

dissociation of CO2, and the dissolution of hydrates. On the other

hand, a high environmental RH delays the CO2 diffusion into

concrete, because of capillary water condensation in the pores.

For optimum carbonation, the environmental RH should be

varying between 50% and 70% [14,15].

Using the phenolphthalein indicator solution to monitor the

carbonation depth has been well documented. The solution is a

colourless acid/base indicator, which turns purple when the pH-

value is above 9. However, this test does not indicate the depth

of maximum ingress of CO2. Actually, the penetrating gas can

have reacted at greater depths of the concrete, causing a de-

crease in the pH-value beyond the carbonation depth indicated

by the phenolphtalein spray test, as illustrated in Fig. 1. CaCO3

formation beyond the phenolphthalein-purple border has been

demonstrated by means of thermoanalytical methods [12,16–

18,28], and by means of infrared spectroscopy [19]. The

observed partial carbonation does not develop without danger,

because steel corrosion can be observed at a pH-value higher

than 9 [20]. Since the phenolphthalein measurement does not

show the changes which may occur in partially carbonated

concrete, the use of carbonation depth-profiles is required.

The paper uses two methods to evaluate carbonation depth-

profiles: the thermogravimetric technique and the gammadensi-

tometry. They are applied on a cement paste and three concrete

mixes (with the same OPC), exposed to accelerated carbonation.

The comparison of the results contributes to the understanding of

the kinetics of Ca(OH)2 and C–S–H carbonation, and makes it

possible to study the thermal stability of precipitated CaCO3.

Furthermore, a theoretical study is proposed to understand the fact

that the carbonation front is gradual and to link it to the kinetics of

the chemical reactions which are at stake. In the light of an

analytical model, it is established that these kinetics become rate-

controlling processes, rather than the diffusion of CO2, and may

account for the existence of a partially carbonated area.

2. Experimental procedure

2.1. Materials

The cement used is an ordinary Portland cement OPC, whose

chemical composition and mineral composition by Bogue's

formula are given in Table 1. The cement has a low C3A content

so AFt and AFm are minor components. When the cement is

hydrated, Ca(OH)2 and C–S–H hydrates comprise in this case

most of the carbonatable cementitious matrix.

A cement paste (P45, W/C=0.45) was prepared: cylindrical

moulds (ϕ=3.2 cm and h=8 cm) of the fresh cement paste were

rotated for 24 h to avoid any sedimentation. The moulds were

removed after 24 h, and the specimens were wrapped in two

sheets of adhesive aluminium foil. They were stored at a tem-

perature of 20 °C and a relative humidity RH of 95%±5%

Fig. 1. Schematic sketches of Ca(OH)2 content and pH-profiles in the concrete

cover when the concrete has been carbonated to a certain depth.

Table 1

Chemical and mineral composition (calculated by Bogue's formula) of the OPC cement used (all values are in mass %)

LOI Insol. CaO SiO2 Fe2O3 Al2O3 TiO2 MgO Na2O K2O MnO SO3

1.2 0.8 65.4 20.5 4.1 3.6 0.2 0.9 0.2 0.3 0.1 2.7

C3S C2S C4AF C3A CaCO3 Gypsum Free CaO

57.6 17.8 12.6 2.2 2.0 6.15 0.7

Insol.: insoluble residue. LOI: loss on ignition.

Table 2

Mix compositions and main characteristics of studied concrete mixtures

Reference B25 B40 B50

Gravel (G) (kg/m3) 1007 1001 937

(min/max grain size in mm) 5/12.5 5/12.5 5/12.5

Sand (S) (kg/m3) 899 897 806

(min/max grain size in mm) 0/5 0/5 0/5

Cement (C) (kg/m3) 230 300 410

Water (W) (kg/m3) 193 187 197

Water-to-cement ratio (W/C) 0.84 0.62 0.48

28-day compressive strength (MPa) 24.0±3.6 41.0±1.0 54.8±1.0

90-day porosity accessible to water (%) 14.8±0.5 14.4±0.4 13.6±0.3

90-day Ca(OH)2 content (mol/L) 1.3±0.1 1.2±0.1 1.8±0.2
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during 8 months prior to carbonation exposure. After such a

curing, the porosity accessible to water (measured by hydro-

static weighing) was equal to 40.0±1.6%, and the initial

Ca(OH)2 content, measured by thermogravimetric analysis, was

estimated around 5.8±0.5 mol L−1.

Three concrete mixes were studied (B25, B40 and B50)

whose main characteristics are summarized in Table 2. The

specimens were cast inside ϕ=11 cm/h=22 cm cardboard

moulds which were stripped after 24 h, and then placed under

water at 20 °C for 90 days (water-curing).

2.2. Pre-treatment of the specimens

After the end of the 90-daywet curing period, slices (ϕ=11 cm/

h=6 or 10 cm)were sawn from the concrete specimens. Theywere

all covered with two sheets of adhesive aluminium foil, with the

exception of the two opposite lateral faces to ensure unidirectional

drying and carbonation. Then, the concrete specimens were oven-

dried at 45 °C during 1 month to facilitate the CO2 diffusion

through a larger pore network which is freed of capillary water.

After curing, the cement paste P45 specimens were sawn in

half, leaving a side face exposed to drying and carbonation.

The program continued with a 1-month drying at 45 °C and an

8-month storage in sealed cells, in which RH is controlled at

53% and T=20 °C.

2.3. Experimental program of accelerated carbonation

Because in normal environments (which contain 0.03% to

0.1% CO2), the evolution of the carbonation depth with time is

extremely slow, the carbonation test was done inside a chamber

with a CO2 concentration≈50%±5%, RH≈53%±5%, and

T≈21 °C±1 °C. The imposed RH≈53% is chosen in such a

way that the carbonation rate is maximum.

Tests were carried out at various exposure durations: 3, 7, 14

and 28 days. At each date, two concrete specimens (ϕ=11 cm/h=

6 cm) and two cement paste specimens (ϕ=3.2 cm and h=4 cm)

were split by half along a diameter. The fresh-split surfaces were

sprayed with a 1% phenolphthalein pH-indicator to measure the

average carbonation depth. Furthermore, at each stage, a concrete

specimen (ϕ=11 cm/h=10 cm) was analysed by gammadensi-

tometry. After 14 days of accelerated exposure, one concrete

cylinder was sawn into slices (about 4–5 mm in thickness),

perpendicular to the CO2-diffusion direction. Then, a piece of the

mortar phase was extracted from each slice and crushed for the

quantification of Ca(OH)2 and CaCO3 by a thermogravimetric

analysis (TGA) coupled with a chemical analysis (CA) according

to the method described in [18]. For the cement paste, the sawing

was carried out (slices with about 1–2 mm thickness) after 14 and

28 days of accelerated carbonation.

2.4. Gammadensitometry and thermogravimetric analysis

Gammadensitometry makes it possible to characterise the

concrete specimens by monitoring the evolution of their density

according to depth and time. It is used to determine water

profiles in specimens exposed to drying [21]. In this case, the

local evolution of moisture content is related to the variation of

mass density of the material. Gammadensitometry can also

measure the local density increase due to carbonation [12,21,28].

By assuming that no significant water migration by drying

occurs in the short run of 28 days of accelerated carbonation of

the oven-dried concrete specimens, the measured density

increase can be related solely to CO2 fixation [21,28].

Thermogravimetric analysis TGA is used to assess the

amount of precipitated CaCO3, and also the amount of Ca(OH)2
remaining in an uncarbonated form. In TGA, the weight

changes are determined as the sample is heated at a uniform rate

of 10 °C min−1 from 25 to 1150 °C in a gas flow of air. The first

derivative of mass change (DTG) is used for identification

purposes, as it yields sharp peaks. The mass loss around 430–

520 °C corresponds to the Ca(OH)2 dehydration (emission of

H2O). The determination of CaCO3 formed after carbonation

offers some difficulty, because of the relatively large temper-

ature range (≈400 °C centred on approximately 750 °C) over

which the weight loss due to the CO2 dissociation occurs.

Since the mortar sample (≈200 mg), taken from each sawn

slice by avoiding aggregate and analysed by TGA, is not

representative of the overall mix design, it is necessary to

determine its real cement content. The purpose is to express the

Ca(OH)2 (or CaCO3) molar quantities for the same volume V0 of

material, independently of the carbonation andmoisture states of

the sawn slices, and also of the possible cement sedimentation

and concrete heterogeneities due to the presence of aggregates.

The volume V0 is chosen to be a reference volume of water

saturated and non-carbonated material. This cement content has

to be determined by means of a chemical analysis(CA) which is

carried out on each sample analysed by TGA, as shown in [18].

3. Experimental results

3.1. ATG and DTG results obtained on the carbonated cement

paste

Fig. 2 shows typical Ca(OH)2 profiles obtained by TGA for

the cement paste P45 after 14 and 28 days of accelerated

Fig. 2. Ca(OH)2 depth-profiles after 14 days and 28 days of accelerated

carbonation of the cement paste P45. Mean carbonation depths determined by

the phenolphthalein spray-test.
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exposure. The carbonation depths obtained by the phenolphtha-

lein spray-test are also indicated. These data support the idea

that Ca(OH)2 carbonation does not exhibit a sharp reaction

front, as already suggested by Parrott and Killoh [22] for in situ

conditions, and by Rahman and Glasser for accelerated

conditions [16].

The Ca(OH)2 profiles and the position of the carbonation front

determined by the pH-indicator spray-test suggest that Ca(OH)2
carbonation develop three zones. The first (or inner zone)

corresponds to uncarbonated material. Next, is an intermediate

(or transitional) zone where the Ca(OH)2 content progressively

increases with distance from the surface. Finally, an outer zone is

encountered, just in front of the phenolphtalein neutralization

depth, where not all the Ca(OH)2 is depleted. This remaining

Ca(OH)2 is not sufficiently accessible to maintain a pH-value

above 9 in the pore solution.

This residual Ca(OH)2 in the carbonated area could be

explained by the formation of a CaCO3 coating around the

Ca(OH)2 crystals, as has already been observed by Groves et al.

[23,24] in transmission electron microscopy of carbonated

hardened C3S cement pastes. The accessibility of Ca(OH)2 is

thus reduced, since the diffusion rate of ions (such as Ca2+, OH−

and CO3
2−) is limited through the micro-porous and tortuous

CaCO3 coating. This phenomenon both hinders the Ca(OH)2
dissolution, which is necessary to buffer the pH-value, and the

precipitation of CaCO3. It justifies that, after a period of rapid

consumption, the Ca(OH)2 carbonation rate is drastically

reduced, as it was observed by Dunster [25]. This result can

be corroborated with the chemical study of Glasson [26], who

outlined that this CaCO3 layer which develops around Ca(OH)2
crystals becomes more compact at pH levels around 8–10,

especially in the presence of HCO3
− ions (i.e., for pHb10.3)

which are present when the level of carbonation is sufficiently

high.

Fig. 3 illustrates DTG diagrams of samples taken at different

depths of the P45 cement paste after a 14-day accelerated

carbonation test. The peak due to the dehydration of Ca(OH)2 is

logically reduced in intensity since the samples are taken close

to the surface which is exposed to CO2. A general trend is found

for the influence of the level of carbonation on the temperature

range of CaCO3 decomposition: it seems that the higher the

level of carbonation is, the more CaCO3 seems to decompose at

lower temperature, and thus to be thermally unstable. Three

modes of decomposition can be distinguished, and progressively

appear when the level of carbonation increases: first, mode I

(780 °CbTb990 °C]), then, mode II (680 °CbTb780 °C), and

finally, mode III (550 °CbTb680 °C). These three modes

coexist in the ultimate state of carbonation. According to Sauman

[3], mode I would be due to the decomposition of well-

crystallized CaCO3, namely calcite. By X-ray diffraction,

Sauman also identified metastable phases of CaCO3 (vaterite

and aragonite) which are transformed into calcite when heated to

440–470 °C according to an allotropic transformation. Because

of its less perfect crystalline state and high dispersity, the calcite

produced is thermally less stable and preferentially decomposes

within the temperature range of mode II. The thermal mode III is

more difficult to explain. One wonders if it can be really

attributed to a CO2 emission. Several studies [3,27,28]

reported the existence of a similar broad thermal effect in the

same temperature range. Cole and Kroone [27] demonstrated

that the CO2 amount measured by TGA in the temperature

range 650–950 °C (modes I and II) largely underestimates all

the chemically fixed CO2 which is measured in OPC car-

bonated specimens of mortar. Thus, they showed that only a

small part of the CO2 content is due to the CaCO3 which is

decomposed in the standard temperature ranges of modes I and

II. To corroborate these data with our results, a mass spec-

trometer was coupled with the thermogravimetric analyser

used in this study, in order to detect which gas (H2O or CO2) is

emitted during the heating. The corresponding results are

given in Fig. 4 for a sample taken close to the surface of the

P45 cement paste, where the level of carbonation is the

highest. This figure confirms that mode III is essentially linked

to an emission of CO2, like modes I and II.

Fig. 3. DTG data obtained from samples extracted at different depths of the

cement paste P45 after 14 days of accelerated carbonation. Zoom in the

temperature range 450–1000 °C.

Fig. 4. DTG data and results of mass spectroscopy (ion currents for H2O and

CO2) determined in a 2 mm-deep sample (T1) of the cement paste P45 after

14 days of accelerated carbonation.
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Kondo et al. [29] studied the crystallinity of the various

forms of CaCO3 which are produced after carbonation. They

demonstrated that the total amount of crystallized CaCO3

(which can be determined by X-ray diffraction) underestimates

the carbon dioxide which is quantified by a chemical analysis.

This discrepancy is evidence that amorphous CaCO3 is likely to

form. It could also be explained by the presence of absorbed

CO2 or carbonates ions (such as CO3
2− or HCO3

−). It should be

emphasized that the polymorphism of CaCO3 has been broadly

studied by chemists. It has been shown that, CaCO3 can

precipitate from aqueous solution in various metastable forms

[30–33]. Three anhydrous crystalline polymorphs are known:

calcite, vaterite, and aragonite. They may correspond to thermal

modes I and II. Calcite is the most stable form at ordinary

temperatures and pressures. In addition, amorphous calcium

carbonate has also been characterized previously [31]. It could

be associated with the thermal mode III.

The use of a high concentration of CO2 and a pre-treatment

by oven-drying may of course influence the carbonation

mechanism. For instance, the acceleration conditions favour

the CaCO3 precipitation just around the Ca(OH)2 crystals. On

one hand, the mobility of CO3
2− and Ca2+ ions is reduced

because of a lack of water in the pores. On the other hand, the

rates of the chemical reactions are so accelerated by a high CO2

concentration that Ca2+ ions cannot migrate in the pore solution

in the short term of the accelerated carbonation test to precipi-

tate with CO3
2− ions far from the Ca(OH)2 crystals surface.

Moreover, the presence of metastable (vaterite and aragonite)

and amorphous CaCO3 in the carbonated area seems to be a

feature of accelerated carbonation tests. Actually, these CaCO3

forms are not stable in the temperature and pressure range under

consideration, and in contact with water, they are transformed

into calcite via dissolution–reprecipitation, as reported by

Ogino et al. [30]. For that reason, they may persist for a long

time in a dry environment. For our materials, which are oven-

dried, the interstitial solution is just an aqueous film, and so, the

conversion process of vaterite, aragonite and amorphous CaCO3

is drastically reduced, and may not occur.

3.2. Carbonations profiles obtained on the carbonated cement

paste

Fig. 5 shows TGA CaCO3 profiles obtained for the P45

cement paste after a 14-day carbonation test. They are de-

termined by considering the temperature ranges of the modes I,

I+ II, I+ II+ III. The CaCO3 profile corresponding to the sole

carbonation of Ca(OH)2 is also added: it is calculated by

subtracting the residual content at a certain depth from the initial

Ca(OH)2 amount estimated in the non-carbonated area. The

results make it clear that Ca(OH)2 carbonation preferentially

corresponds to the precipitation of thermally stable CaCO3

which is associated with mode I, and which represents well

crystallized calcite. A proof that compounds, other than Ca(OH)2,

can also be carbonated (essentially C–S–H) is that the total

amount of CaCO3 produced (modes I+ II + III) exceeds that

which would correspond solely to the Ca(OH)2 carbonation.

Since the temperature ranges of the three modes I, II and III

overlap, it is difficult to carry out a rigorous separation of

them. However, the profile corresponding to the three modes

I+ II + III is relatively reliable, given that it expresses the total

CaCO3 amount which is present in the sample, and does not

require any distinction of the temperature ranges. From these

observations, it is deduced that the CaCO3 amount which is

produced by the C–S–H carbonation can be calculated starting

from the difference between the CaCO3 profile associated with

Ca(OH)2 carbonation and that which is related to the total CaCO3

amount (modes I+II+III), as it is illustrated in Fig. 5.

Fig. 6 illustrates Ca(OH)2 and C–S–H carbonation profiles

after a 14-day and a 28-day accelerated carbonation test of the

P45 cement paste.

In Fig. 6, the maximum contents of CaCO3 which can

precipitate after Ca(OH)2 or C–S–H carbonation are calculated:

– for Ca(OH)2 thanks to the TGA measurement of the initial

Ca(OH)2 content in the cement paste;

Fig. 5. CaCO3 profiles for the cement paste P45 after 14 days of accelerated

carbonation. Profiles corresponding to CaCO3 produced by the sole carbonation

of Ca(OH)2 and to the three DTG modes of CaCO3 decomposition.

Fig. 6. Ca(OH)2 and C–S–H carbonation profiles after a 14-day and a 28-day

accelerated carbonation test of the cement paste P45.
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– for C–S–H by making the assumptions that C3S and C2S

phases are completely hydrated, that the C–S–H stoichiom-

etry is C1.7SHz, and that each mole of C–S–H produces after

carbonation 1.7 moles of CaCO3.

The Ca(OH)2 and C–S–H carbonation profiles are gradual.

It seems that the carbonation of these two hydrates can be

simultaneous, after a first period during which Ca(OH)2
carbonation appears to have priority. During the carbonation

process, Ca(OH)2 consumption slows down and the reaction is

progressively stabilized when the level of carbonation is

sufficiently high (e.g. ≈70% after 14 days of accelerated expo-

sure), whereas the C–S–H gel reacts continuously, at relatively

constant rate, until reaching a maximum level on the surface of

the specimen after a 28-day carbonation test. These observa-

tions are in agreement with those of Hunt and Tomes [34],

which indicate that C–S–H may carbonate while the Ca(OH)2
consumption is blocked. An explanation of this phenomenon is

that C–S–H hydrates offer a greater reactive surface than

coarser Ca(OH)2 crystals. Consequently, the formation of a

dense impermeable CaCO3 layer does not reduce the accessi-

bility in a way as pronounced as for massive Ca(OH)2 crystals.

Therefore, it appears that thermodynamic considerations, which

make it possible to show that the C–S–H carbonation follows

Ca(OH)2 carbonation [35], remain insufficient to describe the

carbonation process.

3.3. Carbonation profiles in carbonated concrete specimens

Fig. 7 shows CO2 content profiles measured by gamma-

densitometry and by TGA on the three studied concretes after a

14-day accelerated carbonation test. Gammadensitometry can

detect all forms of CO2 in the carbonated material: in the

gaseous phase, in aqueous solution as H2CO3, HCO3
− and CO3

2−,

as absorbed CO2 in the C–S–H gel, and as chemically bound in

CaCO3. It is possible to calculate the maximum concentrations

of free CO2 at equilibrium in the gaseous and aqueous phases

for the chemical system CaCO3–Ca(OH)2–CO2–H2O. Up to a

partial CO2–pressure of 5000 kPa (50% CO2–50% air) at

20 °C, these concentrations are very small. For instance, the

molar contents of free CO2 are lower than the following values:

ϕ(1−S)[CO2]≤0.003 mol L−1 in the gaseous phase, and ϕS

([H2CO3]+ [HCO3
−]+ [CO3

2−])≤0.0045 mol L−1 in aqueous

solution, by assuming a porosity ϕ=0.15 and a saturation

degree respectively S=0 and S=1. Consequently, the experi-

mental assessment of the CO2 content by gammadensitometry

has an uncertainty (i.e. 0.07 mol L−1 [28]) that largely exceeds

these maximum CO2 contents in the aqueous and gaseous

phases. Furthermore, from the agreement between TGA and

gammadensitometry, as shown in Fig. 7, it may be deduced that

the absorbed ratio of total fixed CO2 in the concrete is

negligible, compared with the carbon dioxide chemically bound

as CaCO3 which TGA detects.

3.4. Influence of the water content on the kinetic of carbonation

Prior to exposure to carbonation, the concrete specimen were

oven-dried at 45 °C during 1 month (pre-treatment S1). A

stronger pre-treatment was also tested (pre-treatment S2):

1 week at 45 °C, 2 weeks at 60 °C and 1 week at 45 °C.

Fig. 8a represents the depth-profiles of saturation degree which

are obtained by gammadensitometry for concrete B40 at the end

of the two pre-treatments S1 and S2. Fig. 8b illustrates the

corresponding gammadensimetric CO2 profiles content after a

14-day carbonation test. It seems that carbonation penetrates the

concrete more deeply because it is dry, and because space is left

Fig. 7. CO2 content profiles determined by TGA and gammadensitometry after a 14-day carbonation test of the concrete specimens.
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free for the diffusion of CO2 through the porous network.

Furthermore, the maximum level of carbonation near the

surface is higher after the pre-treatment S2. Finally, it should be

noticed that the carbonation profiles appear broader when the

saturation degree is small after the pre-treatment.

Nonetheless, it is useful to recall that carbonation requires a

certain amount of water since CO2 and Ca(OH)2 must dissolve,

and ions have to enter in contact. This may explain the form of

the gammadensimetric carbonation profile after a 3-day

carbonation test of the B50 concrete specimen which is pre-

dried according to pre-treatment S2 (see Fig. 9). Actually, the

chemical reactions drastically slow down, and the progression

of carbonation is reduced close to the surface exposed to the

atmosphere where the concrete is very dry as compared to 1–

2 cm deeper, where the water content is higher. After 7 days of

accelerated exposure, the build-up of water due to carbonation

of Ca(OH)2 is likely to justify that the CO2 dissolution kinetics

are restored, and that the carbonation profile has a more usual

shape.

4. Discussion of the effects of the chemical kinetics with an

analytical model of carbonation

To identify the influence of the chemical kinetics on the

carbonation progression, a model was developed. The following

assumptions are made to obtain analytical results:

– The microstructural transformations and changes in water

content induced by carbonation (in porosity and build-up of

water), the C–S–H carbonation, the transport of ions and

moisture are not taken into account.

– The CO2 concentration in the atmosphere is supposed to be

steady in time.

– Initially, porosity, liquid water saturation degree and Ca(OH)2
content are uniformly distributed in the specimen.

4.1. Mathematical model for CO2-diffusion and carbonation

A 1D diffusion-reaction problem is considered in the semi-

infinite half space x≥0. ni denotes the molar content of

constituent i per unit volume of porous material. [CO2] is the

CO2 concentration in the gaseous phase. The CO2-concentra-

tion in the aqueous phase is cl. The mass conservation for the

carbon element C can be written:

AnC

At
¼ �AwC

Ax
ð2Þ

where wC denotes the molar flux of C. nC is the molar content

of C which is written:

nC ¼ /S½CO2� þ /ð1� SÞcl þ nCaCO3
ð3Þ

where ϕ is the porosity and S is the liquid water saturation

degree.

Given that the CO2-diffusion coefficient in the gaseous phase

is 104 times greater than the diffusion coefficient of the derived

species in the liquid phase (H2CO3, HCO3
− and CO3

2−), it is

assumed that the element carbon, C, is solely transported within

the gaseous phase by means of diffusion, which gives

wC≈wCO2
.

The mass balance Eq. (2) has to be completed by the

transport law of CO2 through the porous medium. The basic

relation for gas transport is Fick's law, which states that the

driving force of the CO2 transport is the concentration gradient.

Formulated here in terms of the molar concentration gradient,

Fick's law takes the form:

wCO2
¼ �DCO2

A½CO2�
Ax

cwCð Þ ð4Þ

where DCO2
is a macroscopic diffusion coefficient for the

average diffusive flow, which is expressed as the product of the

diffusion coefficient Dg0 of CO2 outside the porous medium, by

a factor, which is a function of both porosity ϕ and saturation

level S of the material.

Fig. 8. Influence of the initial moisture state on the carbonation profile measured

by gammadensitometry on the concrete B40 after 14 days of accelerated

carbonation.

Fig. 9. CO2 content profiles measured by gammadensitometry on a concrete B50

specimen at different stages of accelerated carbonation (3, 7, 14 and 56 days).
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Experimental data (detailed in [36]) of the effective diffusion

coefficient DCO2
as a function of ϕ and S were fitted [37,38]

using the following expression proposed by Millington [39]:

DCO2
¼ /að1� SÞbDg0 ð5Þ

with a=2.74 and b=4.20.

Within the framework of a simplified approach, the CaCO3

growth rate is given by the rate Γ of the reaction represented by

Eq. (1). Γ is assumed to have the following form:

C ¼ /S

s
ðcl � c

eq
l Þ ¼ AnCaCO3

At
¼ �

AnCaðOHÞ2
At

� �

ð6Þ

where τ is a characteristic time, which scales the rate at which

the chemical reaction occurs and cl
eq is the CO2 concentration in

solution at equilibrium. cl
eq remains very low in comparison

with common cl values, and thus can be neglected [37,38].

A linear equilibrium lawbetweenCO2 in the gaseous phase and

CO2 in the aqueous phase is assumed: cl=k[CO2]. By including

these simplifications, the following reaction rate Γ can be written:

C ¼ /Sk

s
½CO2� ð7Þ

Note that the carbonation rate stops (Γ=0) when the saturation

level S vanishes. This feature reflects the well-known result,

according to which, once the liquid phase disappears, carbonation

becomes impossible. Moreover, as soon as the initial Ca(OH)2
content has been entirely consumed (i.e. nCaCO3

=niCa(OH)2), the

reaction rate is 0.

The boundary condition for x=0 reflects the permanent

contact of the cementitious material with an atmosphere, at a

fixed CO2 concentration [CO2]= [CO2]0. The initial conditions

express the fact that the material is not degraded at t=0. More-

over, the specimen is assumed to be long enough to justify the

hypothesis of a semi-infinite medium. Thus, the initial and

boundary conditions are the following ones:

½CO2�ð8xz0; t ¼ 0Þ ¼ 0 and nCaCO3
ð8xz0; t ¼ 0Þ ¼ 0

½CO2�ðx ¼ 0; 8tN0Þ ¼ ½CO2�0 ð8Þ

(

4.2. Dimensionless formulation

The following definitions are adopted:

u ¼ ½CO2�
½CO2�0

v ¼ 1�
nCaðOHÞ2
ni
CaðOHÞ2

¼ nCaCO3

ni
CaðOHÞ2

D ¼ DCO2

/ð1� S þ kSÞ
e ¼ ½CO2�0/ð1� S þ kSÞ

ni
CaðOHÞ2

T ¼ sð1� S þ kSÞ
kS

The invariant parameters of this initial-boundary-value prob-

lem may be identified through the linear transformation of the

whole set of involved variables, functions and parameters. It is

found that functions u and v depend only on parameter ε, and

on two variables:

z ¼ x
ffiffiffiffiffiffiffi

DT
p and g ¼ et

T
ð9Þ

As a result, the studied problem may be expressed in the

following dimensionless form:

að Þ eAu
Ag

þ Av

Ag
¼ A

2u

Az2
bð Þ Av

Ag
¼

(

u if v b 1

0 if v ¼ 1

With the boundary and initial conditions :

uðz ¼ 0; 8gN0Þ ¼ 1

uð8zN0; g ¼ 0Þ ¼ 0

vð8zN0; g ¼ 0Þ ¼ 0

ð10Þ

4.3. Edge effect and existence of a carbonation front

Eq. (b) in the system (10) represents the kinetics of the

carbonation reaction and reveals that Ca(OH)2 is not instanta-

neously consumed at the edge of the material (in z=0⇔x=0).

Mention can be made herein of an edge effect. Actually, a

specific time TS is necessary for Ca(OH)2 to be fully consumed

in z=0, where the CO2 concentration is fixed at [CO2]0. This

time is determined from Eq. (b) of the system (10) written in

z=0:

Av

Ag
¼ 1 if v b 1

0 if v ¼ 1

�

ð11Þ

The CaCO3 molar content formed at the surface is therefore

given by:

8gV1 : vðz ¼ 0; gÞ ¼ g and 8gz1 : vðz ¼ 0; gÞ ¼ 1 ð12Þ

The expression of TS is deduced:

TS ¼
s

e
ð13Þ

Then, for η=1 (i.e. t=TS), all Ca(OH)2 is depleted on the

specimen edge in x=0. For η≤1 (i.e. tbTS), the surface is

undergoing carbonation, and for η≥1 (i.e. t≥TS), a carbonation

front progresses within the material, and separates an entirely

carbonated upstream zone (where v=1) from a degraded

downstream zone where some Ca(OH)2 is still present. This

carbonation front is localized in z=ZC(η≥1)⇔x=XC(t≥TS).

In the case η≤1, an analytical solution to this problem has

been published by Danckwerts [40]:

8gV1 : uðz; gÞ ¼ coshðzÞ � 1

2
e�zerf z

ffiffi

e
p

2
ffiffiffi

g
p �

ffiffiffi

g

e

r
� �

þ ez erf z

ffiffi

e
p

2
ffiffiffi

g
p þ

ffiffiffi

g

e

r
� �� �

ð14Þ
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where the “erf” function (i.e. error-named function) is given

by:

erf ðAÞ ¼ 2
ffiffiffi

p
p

Z A

0

e�a2da

u is plotted in Fig. 10 for g=0.1e, g= e and g=1.

The following equation for v may also be written:

8gV1 : vðz; gÞ ¼
Z g

0

uðz; aÞda ð15Þ

4.4. Resolution for a small value of parameter e

The solution to system (10) can be established for a small

value of parameter e. From a physical standpoint, this situation

corresponds with the case, where the initial content of

potentially-carbonated Ca(OH)2 is much higher than the CO2

concentration available both in the gaseous phase and in

aqueous solution. Generally, it proves to be the case of typical

cementitious materials, even under accelerated carbonation,

since [CO2]0=0.02 mol L−1 for a 50% CO2–50% air gas

mixture in the test chamber and niCa(OH)2
i
≥1 mol L−1 for usual

cementitious materials composed of OPC.

For z≪2g / e, Eq. (14) is simplified and thus u may be

written as follows:

8z≪2g=e and 8gb1 : uðz; gÞ ¼ coshðzÞ � sinhðzÞerf ð
ffiffiffiffiffiffiffi

g=e
p

Þ
ð16Þ

With the “erf” function moving close to 1 whenever its

argument exceeds 2, i.e. gN4e, the following equation is

obtained:

8z≪2g=e and 8gϵ½4e; 1� : uðz; gÞ ¼ e�z ð17Þ

Using Eq. (15), it comes:

8z≪2g=e and 8gϵ½4e; 1� : vðz; gÞ ¼ ge�z ð18Þ

Therefore, for e≪1 and as long as all of Ca(OH)2 has not

been degraded in z=0 (i.e. ηb1), u quickly stabilizes in the

form of a decreasing exponential of variable z, independently of

g (and thus of time t), as illustrated in Fig. 10.

For g≥1, the reaction front (in z=ZC) can be localized at the

last point from the surface where v=1 (see Fig. 11). This

reference point also corresponds to the z value for which the

reaction rate reaches its maximum.

In the case g≥1 with e→0, this diffusion–reaction problem

has been investigated by Thiery et al. [37,38] andMainguy [41]:

the analytical expressions of functions ZC, u and v are listed in

Table 3; they are also depicted in Fig. 10 (for u) and Fig. 11 (for

v and ZC).

4.5. Infinitely rapid chemical reaction of carbonation (τ→0)

When the characteristic time τ tends to 0, the chemical

reactions which are involved in the carbonation process are

irreversible, and very rapid compared with the CO2 diffusion:

the chemical reactions are considered to take place at equi-

librium. Thus, an essential characteristic feature is that a sharp

boundary surface (the carbonation front) moves through the

material as CO2 diffusion proceeds, separating a region where

all Ca(OH)2 is depleted (for zbZC⇔ xbXC: v=1) from an

intact region (zNZC⇔ xNXC: v=0). This means that, in front

of the advancing boundary, the concentration of gaseous CO2

is 0 and no chemical reaction has already occurred, while the

reaction is complete behind it. This case corresponds to a

diffusion–reaction process, in which diffusing molecules

Fig. 10. Profiles of the function u vs. z for various values of g.

Table 3

Summary table of the analytical forms of solutions ZC, u and v

∀g∈ [4e,1] ∀≪2g / e u(z,g)=e−z

v(z,g)=ge−z

∀g≥1 ZCðgÞ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffi

2g� 1
p � 1

∀z≤ZC(g) u(z,g)=1− z / [1+ZC(g)]

v(z,g)=1

∀z≥ZC(g) u(z,g)=e−[z−ZC(g)] / [1+ZC(g)]

v(z,g)=e−[z−ZC(g)]

Fig. 11. Profiles of v vs. z for various values of g. Depth of carbonation ZC vs. g.
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(CO2) are rapidly and permanently withdrawn by a limited

number of reaction sites (Ca(OH)2), and prevented from

diffusing further.

Let us point out that for τ→0, the variable η tends to

infinity and hence an asymptotic approximation of ZC (see

Table 3) is:

ZCðgÞ ¼
ffiffiffiffiffi

2g
p

ð19Þ

Thus, a more classical form for the carbonation depth is:

XCðtÞ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

2DCO2
½CO2�0

ni
CaðOHÞ2

s

ffiffi

t
p

ð20Þ

The result proposed by Papadakis et al. [42] is consistent

with Eq. (20). These authors directly reported that carbonation

is controlled by the CO2 diffusion, i.e. that the chemical reac-

tions are all instantaneous.

4.6. Discussion about the “kinetic effects”

In Section 4, the analytical solutions to the initial-boundary-

value problem of CO2 diffusion, which is coupled with carbon-

ation in a cementitious material has been exhibited. At this

point, it is interesting to assess the characteristic time τ with a

calibration. This step is carried out by using the results of

accelerated carbonation tests, which have been obtained for the

P45 cement paste. The average saturation degree S of the

specimen has been determined from the experimental water-

vapor desorption isotherm (available in [43]), and by making

the assumption that the specimens have reached a moisture

equilibrium with the carbonation chamber where RH=53%.

The simplified model developed here does not allow the

incorporation of the Ca(OH)2, which is present behind the

carbonation front detected by the phenolphtalein-spray test, i.e.

for xbXC. A residual content (of about 0.6 mol L−1) has been

measured within this region (see Fig. 2): it constitutes a reserve

of potentially non-carbonated hydrates or, at least, hydrates

whose potential carbonation occurs too slowly on the time scale

of the accelerated carbonation test. This residual content is thus

subtracted from the Ca(OH)2 content which is measured in the

intact region at the core of the specimen (i.e.≈5.6 mol L−1). On

the whole, we consider that n i
Ca(OH)2

≈1 mol L−1.

A length d ¼
ffiffiffiffiffiffiffi

DT
p

may be defined to characterize the

carbonation progression on the experimental v-profile (see Fig.

12); it corresponds to the width of the carbonation front:

d ¼
ffiffiffiffiffiffiffi

DT
p

¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

DCO2

s

k/S

r

ð21Þ

A graphical interpretation of the experimental profile after

a 14-day accelerated carbonation test gives δ=8·10−3 m (see

Fig. 12).

The carbonation depth XC may be written as a function of

both δ and TS (see Eqs. (13) and (21), and the expression of ZC
in Table 3):

8tzTS : XCðtÞ ¼ d

ffiffiffiffiffiffiffiffiffiffiffiffiffi

2t

TS
� 1

r

� 1

� �

ð22Þ

With Eq. (22), the knowledge of δ and XC after 14 days of

accelerated exposure (XC≈1 cm according to the phenolphtha-

lein spray-test) makes it possible to identify TS, i.e.:

TS≈3.9 ·105 s (≈4 days and 14 h).

Another version of Eq. (13) is given by the following

expression of the initiation time TS as a function of the material

physicochemical characteristics:

TS ¼
ni
CaðOHÞ2
½CO2�0

s

/Sk

� �

ð23Þ

Eq. (23) makes it possible to compute τ / (ϕSk) as equal to

1.6 ·103 s. By reinserting τ / (ϕSk) into Eq. (21), the CO2

diffusion coefficient may be evaluated at 4.0 ·10−8 m2 s−1. This

value is comparable to that obtained from the empirical “fitting”

of a diffusion law (see Eq. (5)), i.e.: DCO2
=6.5 ·10−8 m2 s−1.

In addition, knowing both ϕ and S, the term τ /k can be

evaluated; it represents the chemical kinetics effects. A value of

τ /k≈320 s has been found.

Thanks to the calibration of τ / k from experimental results

after a 14-day accelerated exposure, the theoretical v-profile

can be calculated after 28 days of accelerated carbonation. This

computation corroborates experimental data quite well (see

Fig. 12).

Similarly, the carbonation depth XC predicted by the model

after 7 and 28 days of accelerated exposure is consistent with the

phenolphthalein-derived depths (see Fig. 13). Furthermore, it is

possible to identify in this figure the time TS, necessary for

carbonation to be sufficiently advanced at x=0 to make the pH-

value drop below 9. It is found that TS≈4 days, which is

consistent with the calibration results. It should also be noted that

in this same figure, XC deviates significantly from the exper-

imental data when it is simulated by assuming that the char-

acteristic time τ tends to 0. This result indicates that it is thus
Fig. 12. v profiles for the P45 cement paste after 14 and 28 days of accelerated

exposure. Experimental and simulated profiles.
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legitimate to introduce this concept of chemical kinetic, char-

acterised by a reaction time, in the modelling of the carbonation

process.

In the light of this carbonation model, it is possible to

identify and quantify the influence of the chemical reactions

kinetics and of various physical parameters of transport (like the

water saturation level S and the porosity ϕ) on the carbonation

front shape. In this diffusion–reaction problem, two time scales

can be distinguished in the system (10):

sR ¼ s
1� S þ kS

kS
ð24Þ

sD ¼ L2/

DCO2
ð/; SÞ ½1� S þ kS� ð25Þ

The CO2-diffusion coefficient DCO2
is given by Eq. (5). τR is

characteristic for the chemical reaction and τD for the CO2

diffusion. L is the structural dimension which characterizes the

macroscopic volume of the tested specimen (≈10 cm for our

specimens). According to Eq. (21), the carbonation front width

δ is given by:

d ¼ L

ffiffiffiffiffi

sR

sD

r

ð26Þ

δ is governed by the ratio τR /τD. It can be admitted that

τRbτD in the case of our carbonation–diffusion problem.

Nevertheless, when these two times differ significantly from

each other (τR≪τD), δ tends to 0 and the carbonation front is

rather sharp. On the other hand, if τR and τD are of similar

magnitude the carbonation front is more gradual. Thus, the more

porous the concrete is, the broader the carbonation front is, since

τD is decreased (see Eq. (25)). The experimental gammametric

results, which are shown in Fig. 7 for the concrete mixtures

studied, indicate that the carbonation profile is broader for a low-

grade concrete like B25 (with a high porosityN15%) than for a

normal strength-concrete B50 (with a weaker porosity). In the

same way, the dryer the concrete is, the smaller τD is (see

Eq. (25)) and the more δ is increased, as it has been illustrated in

Fig. 8.

5. Concluding remarks

Gammadensitometry and thermogravimetric analysis

(TGA) were used to characterize the partially carbonation

region which is not detectable by the classical phenolphtalein

spray test.

Gamma-ray measurements illustrate carbonation profiles of

various concrete mixtures which were carbonated under acceler-

ated carbonation. This method makes it possible to follow the

global fixation of CO2 in the concrete, and shows that the car-

bonation front is not sharp.

C–S–H and Ca(OH)2 carbonation profiles were determined

by TGA, completed by a chemical analysis, for the concrete

mixtures and a cement paste. The shape of the carbonation front

for these two hydrates is not sharp. Furthermore, TGA profiles

indicate that the Ca(OH)2 carbonation is initially more rapid

than that of the C–S–H gel, but this situation soon reverses

because of the formation of a layer of calcium carbonate CaCO3

microcrystals at the Ca(OH)2 crystals surface. In addition, a

residue of Ca(OH)2 does not carbonate and cannot maintain a

high pH-value in the pore solution. These observations are

consistent with a rate-determining stage controlled by the re-

duction of accessibility of Ca(OH)2 crystals which are coated

with CaCO3 during the carbonation process. Eventually, the

TGA results indicate that CO2 is chemically bound as CaCO3

which precipitates in various forms, namely stable, metastable,

and amorphous CaCO3. It seems that the thermal stability of

CaCO3 produced is lower as the carbonation level is higher. It is

also shown that the poorly crystallized and thermodynamically

metastable forms of CaCO3 correspond to the carbonation of

C–S–H.

The model of carbonation presented yields analytical results

that make it possible to identify the significance of the chemical

kinetics within the carbonation process, and to quantify a

characteristic time for chemical reaction. In particular, it has

been shown that the width of the carbonation front is directly

linked to these kinetic effects, since it is governed by the ratio of

two time scales, τR and τD, associated with the chemical reaction

of carbonation and with the CO2-diffusion. The width of

carbonation front is broader when these two time scales are of

similar magnitude, for instance when the reaction time is high (if

the chemical reaction is not instantaneous), or when the CO2

diffusion is facilitated (if the concrete is very porous and/or dry).

In this approach, the global chemical reaction rate was used,

assuming that all the chemical reactions were homogeneous.

This may be considered as a macroscopic approach in terms of

chemical kinetics. In reality, the effective carbonation mecha-

nism cannot be considered as a homogeneous reaction (between

reactants from the same phases). Dissolution of Ca(OH)2 and

precipitation of CaCO3 are both heterogeneous reactions

(between a liquid-phase and a solid-phase) whose kinetics

depend on the surface area of Ca(OH)2 and CaCO3. Moreover,

they also depend on the initial Ca(OH)2 content within the

material, which differs between a concrete or a cement paste: for

Fig. 13. Carbonation depth vs. time obtained both from experiments (phenolphta-

lein spray test) and from numerical simulations for the P45 cement paste.
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instance, the M25 concrete contains five times less Ca(OH)2
than the P45 cement paste.
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