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Surface nanostructuration is an important challenge for the optimization of light trapping in
solar cell. We present simulations on both the optical properties and the efficiency of micro
pillars—MPs—or nanocones—NCs—silicon based solar cells together with measurements on their
associated optical absorption. We address the simulation using the Finite Difference Time Domain
method, well-adapted to deal with a periodic set of nanostructures. We study the effect of the
period, the bottom diameter, the top diameter, and the height of the MPs or NCs on the efficiency,
assuming that one absorbed photon induces one exciton. This allows us to give a kind of abacus
involving all the geometrical parameters of the nanostructured surface with regard to the efficiency
of the associated solar cell. We also show that for a given ratio of the diameter over the period, the
best efficiency is obtained for small diameters. For small lengths, MPs are extended to NCs by
changing the angle between the bottom surface and the vertical face of the MPs. The best
efficiency is obtained for an angle of the order of 70°. Finally, nanostructures have been processed
and allow comparing experimental results with simulations. In every case, a good agreement is

found. © 2014 AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4870236]

. INTRODUCTION

Semiconductor micropillars (MPs) or nanowires (NWs)
are more and more involved in the fabrication of devices
based on the photogeneration of free carriers,'™ mainly due
to their low optical reflectance when used as thin films or
their high efficiency to collect carriers in radial junction as
their diameter can be lower than the diffusion length of the
minority carriers.® Optical properties of individual NWs
have been studied.”” For example, as NWs have typically a
smaller diameter than thin films made up of equivalent mate-
rials, one could expect shorter carrier transit times,‘s’7 a cru-
cial property for increasing the speed of photodetectors or
the photoconductive gain of solar cells. Mainly NWs arrays
are used and their optical properties have been experimen-
tally studied.'®>? Optical absorption of silicon NWs arrays
has also been simulated.*>° In fact, the optical properties of
NWs arrays and accordingly the so called ultimate efficiency
o (defined by the assumption that each absorbed photon with
energy greater than the band gap produces one and only one
electron-hole pair with energy hc/4,, where 4, is the wave-
length corresponding to the silicon band gap, h the Planck’s
constant and c the light velocity in air) depend of many
parameters, such as the length, the diameter, the filling factor
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(ratio between the diameter and the period), or periodicity of
the NWs. So, it is a complex multiparameter problem. For
example, the study of the influence of the diameter can affect
the filling factor and the periodicity of the array. In another
way, the filling factor can be kept constant with diameter and
period varying proportionally. While generally people arbi-
trary assign a value to one parameter (length, diameter,
periodicity, or filling factor) and study the optical properties
versus the other parameters, a general overview of the role
of the geometrical parameters is still missing. Among the
puzzling data, some clear feature emerges as a high effi-
ciency when the ratio of the diameter (D) over the period (P)
is greater than 0.5 with a maximum for 0.8 (see Refs. 23 and
25). Finally, just a few papers present both simulations and
experimental verifications.'>'¢-3!

In this paper, we propose simulations on the optical
reflectance and efficiency of MP arrays, extended to NC
arrays by varying the shape of MPs, with all the parameters
taken into account at the same time. The objective is to give
a general trend on the behavior of the efficiency of the solar
cell versus the whole geometrical parameters. We first study
the influence of the diameter and of the period. We therefore
study the influence of the length and finally we study
together the length, the period, and the diameter. The MP
properties are extended to NCs. Finally, we present also a
few experimental results which are in a good agreement with
the simulations.

© 2014 AIP Publishing LLC
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Il. THEORETICAL ANALYSIS
A. Finite difference time domain method

The calculations have been performed on periodic hex-
agonal (or triangular) array of vertical MPs on Si substrate
using a homemade Finite Difference Time Domain (FDTD)
method. The structure of the 3D unit cell is shown in Fig. 1.
The incident source is placed in the air medium and propa-
gates along the z-direction, perpendicularly to the periodic
structure. The Maxwell’s equations are solved by discretiz-
ing both time and space and by replacing derivatives with
finite differences. Perfect Matching Layers (PML) are
applied at the finite boundaries of the box, along z, in order
to avoid reflections of outgoing waves.>’ Along the x and y
direction, the unit cell is repeated periodically and the struc-
ture is supposed to be finite along the z direction. Periodic
boundary conditions (PBC) are applied on both upper and
lower sides of the unit cell to build the periodic structure.
Fig. 1(b) represents a cross section in the (X, y) plane of the
3D unit cell through the cylinders. For the hexagonal lattice
geometry of the MPs, a rectangular unit cell with two cylin-
ders per unit cell has been chosen to respect the square mesh-
ing used in the FDTD code. The application of the periodic
boundary conditions on each side of the unit cell leads to a
hexagonal array of pillars. The symmetry of the lattice
insures a quasi-isotropy in the plane of the structure. The
absorption is calculated from the reflection and transmission
coefficients, respectively, recorded in the air medium and at
the surface of the silicon substrate, following the equation
A=1—-(T+R).

The space is discretized in both x and y directions
using a mesh interval equal to Ax=Ay=1nm. The equa-
tions of motion are solved with a time integration step
At=Ax/4c and a number of time steps equals to 2,%°
which is the necessary tested time for a good conver-
gence of the numerical calculation. The incoming pulse
is generated at the left part of the unit cell (in the air me-
dium), by a current source perpendicular to the z axis
and having a planar profile. The current is generated dur-
ing a short period of time in such a way as to excite the
electromagnetic waves in the frequency domain of inter-
est. Then, the reflection and transmission spectra
recorded during the time are Fourier-transformed to
obtain R and T as a function of frequency and then
deduce the absorption as A=1—-T —R.

y
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In our calculation, the frequency-dependent complex
permittivity of silicon is described by the Lorentz oscillator
model*®

. (1)

where g (00) is the high frequency dielectric constant, A;, I';,
and E; are, respectively, the amplitude, the damping factor,
and the resonant energy of the ith oscillator. The parameters
are taken from Ref. 39. They allow fitting the dielectric per-
mittivity of silicon in the range from 0.2 to 4 eV.

In order to estimate not only the reflectance or absorp-
tion properties of Si MPs, we calculate the so called ultimate
efficiency «, which is defined as the efficiency of a solar pho-
tovoltaic cell with crystalline silicon film as the active layer
at 0K when each photon with energy greater than the band
gap of crystalline silicon produces one electron-pair. It is
given by the equation

J
J 1)A(2) £ d2
o= )

J 1(1)d)

0

where I(4) is the solar irradiance spectrum, A(4) is the sili-
con absorption, and Z, is the wavelength corresponding to
the energy band gap of the silicon. For solar intensity, we
used the AM 1.5 spectrum.

In the next part, we present the general theoretical trends
for the absorption A(A) and the ultimate efficiency o as a
function of the geometrical parameters of the Si MP arrays.
Many parameters are involved in the structure, namely, the
diameters, the period, and the length of the pillars.

B. Theoretical results
1. Effect of the diameter

We first illustrate the properties of absorption for a vari-
ation of the diameters of the MPs. Intuitively, one can expect
that the absorption is linked to the volume of the materials,
hence to the diameter of the MPs.

Figure 2(a) gives the absorption of a Si MPs array of
period 380nm, for a constant length L of the pillars of

Y pBC

o
[aa]
a

PBC

(b)

FIG. 1. Schematic representation of
the unit cell used for the calculation.
The positions of the detectors for the
incident, reflection, and transmission
calculations are presented (a) in the
(y, z) plane and (b) in the (x, y) plane.
The boundaries conditions are indi-
X cated as PBC and PML.

o4d
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FIG. 2. (a) Absorption spectra of MPs as a function of the diameter ranging from 50 to 380 nm, with the same length (1000 nm) and period (380 nm) of the
MPs; (b) schematic view of the unit cell and distributions of the electromagnetic field intensity for a monochromatic excitation in the steady state at the wave-

length of 509 nm (upper part) and a wavelength of 1200 nm (lower part).

1000 nm and a diameter ranging from 50 to 380 nm. We can
see that at low wavelengths, the absorption is maximal
before dropping to almost zero for larger wavelengths. We
define the threshold wavelength /4, as the wavelength for
which the absorption is equal to half its maximum. Figure
2(b) shows the distribution of the electromagnetic field inten-
sity inside the unit cell, for a diameter of the MP,
D=150nm, at two different wavelengths, respectively,
before (upper part) and after (lower part) the threshold
(4g = 600 nm). For a wavelength of 509 nm (Fig. 2(b)-upper
panel), the electromagnetic field is localized inside the MP
leading to a maximum of absorption, whereas for an illumi-
nation at 1200 nm, the electromagnetic field is outside the
MP (Fig. 2(b) lower panel), and the absorption is minimal. It
means that the localized absorption through the pillars is
only possible for a set of wavelengths lower than a critical
value beyond which the absorption becomes weak. In this
latter case, the wavelength does not penetrate anymore inside
the pillar.

From Figure 2(a), we deduce the evolution of the thresh-
old wavelength Ay, with the diameter (Figure 3(a)), which
increases in agreement with previous results.® For diameters
larger than 300 nm, a phenomenon of saturation is observed
due to a close packing of the MPs inside the array. For these
large diameters, the benefit of the nanostructuration, which
normally increases the photons optical path, is lost. In the
simulation, the maximum value of the diameter is 380 nm,
which corresponds to the value of the period. It corresponds
to a close packed cylinders array, not far from bulk material.

While the optical absorption is a physical key parameter,
it is nevertheless not sufficient to master an optimized nano-
structuration of the surface. An additional information is
contained in the ultimate efficiency, as defined in Eq. (2).
Indeed, it gives a property which is not far from the photo-
current and therefore, the yield of a solar cell as the solar
irradiance spectrum is taken to be the AM1.5G spectrum.
Fig. 3(b) gives the ultimate efficiency calculated versus the
diameter, ranging from 50 to 380 nm. The curve has a maxi-
mum for a diameter D of the order of 270 nm, i.e., a ratio
D/P=0.7. When the diameter tends towards the period

(380nm in Fig. 3(b)), the efficiency tends to the value of a
bulk layer (red dashed line) with a thickness equal to the
length of the MPs. It is interesting to note that the efficiency
of the MPs is always better than the one of the bulk layer
with the same equivalent volume (red points), clearly show-
ing the benefice of the nanostructuration. Moreover, there is
a critical diameter (in that case, 210 nm) above which the ef-
ficiency of the MPs exceeds the efficiency of a film with the
same thickness as the length of the MPs (red horizontal line).

2. Effect of the period and the length

Fig. 3(c) shows the ultimate efficiency calculated versus
the period for a diameter D=210nm and a length
L = 1000 nm of the MPs. As for the study versus the diameter,
we observe that the efficiency of an array of MPs is always
better than the associated bulk layer with the same thickness
(red points). In fact, in that case, the volume is constant and
therefore, for the equivalent bulk layer, the thickness decreases
accordingly to the inverse of the period. In the case studied in
Fig. 3, a maximum of efficiency is found for a period of
260nm, i.e., D/P=0.8, a ratio very close to the one found in
the previous section. So, we find that the pertinent key param-
eter is not the diameter or the period alone but the ratio D/P.

For given diameter and period, we study the influence of
the length on the efficiency. As illustrated in Figure 3(d), (di-
ameter of 270nm and period of 380nm), the efficiency
increases rapidly for small lengths and then saturates for
higher ones. The gain obtained with respect to a bulk layer
having the same volume is greater for small lengths than for
high values of L. In other words, there is a gain associated
with the nanostructuration as far as the length L remains rela-
tively small, whereas for larger lengths we detect the bulk
effect associated with the volume of MPs.

A general approach is summarized in the following part.

3. Efficiency abacus versus the length, the diameter,
and the period of MPs

Fig. 4 summarizes the combined effects of the three pa-
rameters: diameter, period, and length on the efficiency. We
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FIG. 3. (a) Evolution of the threshold wavelength as a function of the diameter (P=380nm, L =1000nm). Ultimate efficiency versus (b) the diameter
(P=380nm, L =1000nm, (c) the period (D=210nm, L. = 1000 nm), and (d) the length of the MPs (P =380nm, D =270 nm). In figure (b), the horizontal
dashed line represents the ultimate efficiency for a silicon wafer of same thickness than the pillar.

have chosen three values of the period (380, 600, and
900 nm, respectively, labeled A, B, and C in Fig. 4). For
each period, the length varies from 50 to 3000 nm and the
diameters vary from 50nm (part A), 60nm (part B), and
90nm (part C) up to its maximum possible value (D =P).
For the three periods, and independently of the length, the
best efficiency is obtained for a ratio D/P=0.7-0.8. Of
course, for a given D/P ratio, the efficiency varies with the

0.40
35

0 Length
T 030 —o— 3000nm
S —o— 1000nm
G 025 —o— 200nm
E 020 —o— 50nm
£ o018
E oo
= o058

FIG. 4. Ultimate efficiency versus the period, the diameter and the length of
the MP’s.

length. The ratio D/P appears definitely as a key parame-
ter: in order to get a maximum of efficiency, the ratio D/P
must be ranged between 0.7 and 0.8 for a given length.
Another question is to know, for a same filling fraction,
whether it is more efficient to cover the surface with big-
ger or smaller diameter MPs. This is illustrated in the next
section.

4. Large or small MP diameters, keeping D/P = 0.7-0.8

The configuration “small diameters” or “large diame-
ters,” for a given D/P ratio is illustrated Figs. 5(a) and 5(b),
respectively. Keeping D/P=0.7, and a length of 1000 nm,
we have calculated the efficiency for different pairs (D, P),
from small to large D and P. We chose the following pairs:
(68, 95) nm, (135, 190) nm, (270, 380) nm, (540, 760) nm,
and (1080, 1520) nm. The associated efficiencies are given
in Fig. 5(c) where one can easily notice that the best efficien-
cies are obtained for smaller diameters and, accordingly,
periods. For the higher pairs (D > 540nm, P > 760 nm), the
efficiency of the array moves exactly toward the equivalent
bulk layer, with the same length.

5. From micropillars to nanocones

Micropillars are special instances of nanocones (NCs),
where the top diameter is equal to the bottom diameter. So,
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(1080/1520 nm). A wafer with the same thickness has the same efficiency as
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the properties of micropillars can be easily extrapolated to
NCs. When fixing the bottom diameter and height, nano-
cones of different shapes are obtained by rotating the lateral
sides with the angle 0 (Fig. 6(a)). Fig. 6(b) gives the effi-
ciency of NCs versus the angle 0 (square solid dots). We
take the set of parameters for the nanocone: a bottom diame-
ter of D=704nm, a height of 350nm, and a period of
P=880nm. At a first glance, NCs display only better effi-
ciencies than MPs (corresponding to 0 equal 90°) when the
angle 0 is close to 90° with the best angle around 85°.
However, to explain and understand this behavior, two
effects have to be distinguished. First, there is a shape effect
associated with the nanocones, namely a gradual change in
the effective optical index from top to bottom, resulting in a
better adaptation for the absorption of the electromagnetic
waves. When 6 is greater than 90° (not shown here), the
shape of the cone is less adapted for the absorption and the
efficiency decreases. When 0 decreases, well below 90°,
there is also a dramatic decrease of the efficiency. However,
here there is a second effect which produces the decrease of
the absorption and hence NC efficiencies, namely, the dimi-
nution of the volume due to the variation of . Therefore, in
order to separate the shape and volume effects, we have
calculated the efficiency of an equivalent volume of silicon
layer (circular dots in Fig. 6(b)) with the same volume than
the NCs array associated with a given 0 angle and we have
plotted the ratio dcones/%warer N Fig. 6(c), where oones and
Uwafer are the efficiencies of the NCs and bulk layers, respec-
tively. This ratio represents the exact gain obtained with NCs
array compared to a bulk layer with the same volume. This
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approach shows that the best efficiency with the NCs is
obtained with an angle of 70° instead of 85°.

So, the main trends we found to obtain the best efficiency
are (i) a ratio D/P of the order of 0.7-0.8, independently of
the length, (ii) the efficiency increases with length, (iii) a
given D/P must be used with a small diameter, (iv) NCs have
a better optical behavior than MPs of the same length with a
best angle for NCs sidewall with respect to bottom face in the
order of 70°, compared to an equivalent bulk layer with the
same volume. In the next part, we compare our simulations
with experimental measurements on different MP arrays.

Ill. EXPERIMENTAL RESULTS
A. Fabrication of the MPs or the NCs

To fabricate micropillars (or nanocones), masks with
suitable sizes should be deposited on the substrate. In this
work, we choose silica balls as mask and the Langmuir-
Blodgett technique is used to deposit modified silica mono-
layer on the Si substrate (with a 405 um thickness), due to
their lower-cost compared with photoresist and photolithog-
raphy. For a desired MPs diameter and period, the initial di-
ameter of the silica balls gives the period and the diameter
after etching gives the MPs diameter. Two types of silica
balls with the diameter of 880 nm and 380 nm bought from
Gmbh Microparticles company are used. To satisfy the needs
of LB techniques and obtain amphiphilic silica balls, surface
modification is required. The experimental process is: (1) 1
ML of silica ball solution (5% in water) is centrifugalized at
5000 rpm for 4 min. After that, the supernatant is removed
and replaced by 1.5 ml of ethanol. This new solution is put
in the ultrasonic bath to be well dispersed and then is centri-
fugalized again to remove the supernatant and replaced by
ethanol, (2) 10 ul of aminopropyl-dimethyl-ethoxy silane is
put into the solution to react with particles for 24 h at room
temperature, (3) centrifugal and ultrasonic processes, as step
(1), are repeated three times. The modified silica balls are
diluted into the mixture of 250 ul ethanol and 250 ul chloro-
form. Thanks to the amphiphilic nature of modified silica
balls, when silica balls spread at the air/water interface, the
hydrophilic group is immersed in the water and hydrophobic
part is pointing towards air. The monolayer can be com-
pressed by the barrier moving system, meanwhile, the sur-
face pressure is measured by electrobalance.

Silica balls can be transferred into the substrate by suc-
cessively dipping the substrate down and up through the
monolayer under a constant surface pressure (pressure of
dip-coating). Any contamination will lower surface tension,
so the cleaning steps are performed before deposition pro-
cess: chloroform, isopropanol, and deionized water are used
successively to wash the LB trough.

In order to obtain nanopillars (or nanocones) with
required diameters, silica balls were reduced in diameter by
RIE plasma etching. In this work, we use CHF; and O, to
etch silica balls, the parameters of the plasma are given in
Table 1. Fig. 7 shows the morphology of reduced silica balls
with different parameters. The variation of power and pres-
sure will result in the diameter change of silica balls. When
silica balls have been reduced to a required size, DRIE or

J. Appl. Phys. 115, 134304 (2014)

TABLE I. RIE parameter for etching silica balls.

CHF; (scem) O, (scem) Power (W) Pressure (mTorr)
a 40 8 50 300
b 40 8 70 350
c 40 8 100 550
d 40 8 100 250

RIE etchings are subsequently used to fabricate micropillars
and nanocones, respectively. The etching technique used in
this work is Bosch™ process, which is also called
time-multiplex etching process, alternating between etching
step and passivation step and then repeating them until the
required length is reached. Etching is done using SF6/O,,
and passivation is performed under C4Fg plasma. This step
will deposit polymer on the surface, protecting the sidewall
from etching. But etching step will completely remove poly-
mer on the bottom and partially remove the polymer on the
sidewall.* This process produces structure with highly ani-
sotropy at a higher etch rate, but the apparent drawback is
the scallop profiles sidewall, as illustrated in Fig. 8(a). The
etching parameters are given in Table II. ICP-RIE systems is
RIE system with ICP generator applying a high density of
ions which enhances the etching rate, along with RF genera-
tor to supply an electrical field near the sample to increase
the degree of anisotropy. In this work, Cl, is used to fabricate
Si micropillars with smooth sidewalls, as shown in
Fig. 8(b).The etching parameters are flux of Cl,(30 sccm),
pressure of 10 mTorr, and power of 40 W. RIE system is
used to fabricate nanocones. Fig. 9 is an illustration of the
morphology of nanocones obtained by RIE etching with the
following parameters: CHF5 (40 sccm), O, (8 sccm), power
(100 W), and a pressure of 250 mTorr. Finally, after etching,
we remove the remaining silica balls by immersing them
into HF solution (50%HF) for 30s.

Fig. 10 is an illustration of Si MPs with different D/P
made by ICP etching. The length is 1300 nm, with a period
of 380nm and diameter of (a) 240nm and (b) 320 nm,
respectively, and the length is 1300 nm, period of 880nm
and diameter of (c) 520 nm and (d) 630 nm, respectively.

Fig. 11 presents the corresponding reflectance spectra of
these Si MPs in the wavelength range of 300-1000 nm. In
the range from 700 nm to 1000 nm, the reflectance spectra of
Si MPs with different D/P are similar. However, in the range
from 300 nm to 700 nm, Si MPs with D/P =0.6 show clearly
the smallest reflectance. When this ratio increases, the reflec-
tance increases with a best fabricated MPs of around
D/P=0.6-0.7. Comparing the reflectance spectra of MPs
with a same D/P = 0.6, i.e., diameter of 240 nm with period
of 380 nm and diameter of 520 nm with period of 880 nm, we
can observe that the MPs with smaller diameter and smaller
period present a lower reflectance.

B. Comparison between experimental and simulation
results

In order to compare easily the measured and calculated
reflectances which can exhibit some oscillations due to
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FIG. 7. SEM images of reduced silica balls with different etching parameter, images (a), (b), (c) and (d) correspond to parameters a, b, c, d in Table I,

respectively.

interference phenomena associated with the MPs array, we
have taken the average reflectances over 300 to 1200 nm.
The first comparison concerns the reflectance versus the di-
ameter as illustrated in Fig. 12, with MPs having a 750 nm
length and a period of 380 nm. The experimental and theoret-
ical average reflectance values exhibit the same behavior
versus the diameter. With the increase of diameters, the aver-
age reflectance first decreases and then increases. The simu-
lated results show that the best MPs have a diameter of

EHT = 2.00 kV
Mag= 2338 KX

Signal A=InLens Signal= 1.000 WD = 4.7 mm
Signal B = SE2

Mixing =Off Stageat T= 0.0° SMESIH—

270nm with D/P=0.7, in agreement with experimental
results. In any cases, the experimental reflectance is typically
more or less 10% above the theoretical one (and this will
appear in the next comparisons as well). In fact, as we use
double faced polished silicon wafer, we believe that part of
the light in near IR is reflected from the bottom face and
then we measure a reflected signal a little greater than the
theoretical one for which this experimental characteristics is
not taken into account.

EHT = 2.00 kV
Mag= 2000 KX

Signel A= InLens  Signal= 1000 WD = 2.7 mm .
SignalB=ESB  Midng=0Off StageatT= 0.0° SEWHI—

FIG. 8. SEM images of Si micropillars made by (a) DRIE etching and (b) ICP etching.
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TABLE II. DRIE parameter for fabricating Si micropillars shown in Figure 8.

Etching
Etching time (s) SF3 (sccm) O, (sccm) power (W)
2 450 45 2100
Passivation time (s)  CHFj; (sccm)  Passivation power (W)
2.6 200 2000

FIG. 9. SEM images of Si nanocones made by RIE etching.
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Next, we compare the simulated and measured reflec-
tance spectra of MPs with the same length of 1300 nm and
different D/P of 0.6, 0.7, and 0.8, as shown in Fig. 13. As
pointed out in the previous paragraph, the calculated
results are always smaller than the experimental results,
but the average reflectance behavior as a function of D/P is
quite similar. It can be seen that the MPs with D/P=0.6
show the lower reflectance and when we compare the
reflectance of MPs with D/P =0.6, the MPs with smaller
period of 380 nm and smaller diameter of 240 nm have the
lowest reflectance. So, the best MPs have the D/P=0.6,
diameter of 240nm, and period of 380 nm, which agrees
with the experimental results. Finally, we simulated the
reflectance of Si MPs with different lengths of 800 nm,
1300nm, and 1900 nm. Fig. 14 gives the average reflec-
tance of simulated results, compared with experimental
results. It can be seen that the reflectance first decreases as
the length increases (i.e., the efficiency increases with the
length) and, for higher length values (typically in this case
800nm), the average reflectance becomes a constant.
So, the associated variation of the yield compared to bulk
wafer decreases, as observed in the previous simulations.
We note that for lengths around 2000 nm, there is a good
agreement between experimental and simulated reflec-
tance. For this high value of the length, the effect of the
reflection of the light on the polished back face has a weak
importance because the photons are scattered and absorbed
before they enter the substrate and not when they return.

EHT = 200KV
Mag = 20.00K %

Sigral A = Inkans  Signal =07038 WO= 26mm o
Sigral@=E58  Maing=OF SmoeaTo 000 @RI

EMWT = 200K
Mag= 200K X

SgelA=nlens Signal=07038 Wh= Zdmm .
figralB=ESH  Mung=ON SugeaT= 0.0° M-

FIG. 10. Illustration of Si MPs made by ICP etching with different D/P. Fig. 10 is an illustration of Si MPs with different D/P made by ICP etching. The length
is 1300 nm, with a period of 380 nm and diameter of (a) 240nm and (b) 320 nm, respectively, and the length is 1300 nm, period of 880 nm, and diameter of

(¢) 520 nm and (d) 630 nm, respectively.
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100
ICP nanopillars L = 1.3 um
90 ——aD =240 nm D/P:0.6
80 ——b D =320 nm D/P:0.8
70 ——c¢ D =520 nm D/P:0.6
Q) ——d D =630nm D/P:0.7
2= 604
S 50
'-8 40 Si wafer
k)
‘&—) 30+
20+ B o
104 a
0 T T T T
400 600 800 1000
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FIG. 11. Total reflectance spectra for Si MPs film with different D/P, (a),
(b), (c), and (d) are corresponding to the Si MPs in Fig. 11.
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FIG. 12. Experimental (black squares) and theoretical (red squares) average
reflectance as a function of diameters. MPs have the same length of 750 nm,
same period of 380 nm, and different diameters of 320 nm and 270 nm.
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FIG. 13. Experimental (black squares) and theoretical (red squares) average
reflectance as a function of D/P. MPs have the same length of 1300 nm and
different D/P.
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FIG. 14. Experimental (black squares) and theoretical (red squares) average
reflectance as a function of length. MPs have the same diameters of 270 nm
and same period of 380 nm.

IV. CONCLUSION

We have studied the influence of diameter, period, and
length of MPs and NCs on their experimental and calcu-
lated optical properties for photovoltaic applications. More
precisely, (a) the optimized diameter changes with the var-
iation of period. When D/P =0.6-0.8, the MPs show the
highest efficiency, and this ratio is independent of the
length. (b) For a given ratio D/P, MPs with smaller diame-
ters and periods exhibited highest efficiencies. (c) The lon-
ger the length, the higher the efficiency. This enhancement
is due to both the increasing of Si volume and the surface
structuration effect. When the length is high, the gain of
structural effect is constant, so the enhancement is conse-
quently due to the increase of Si volume. (d) When the size
of the sidewalls is smaller than the measured wavelength,
the sidewalls have no effect on the reflectance spectra of
MPs. (e) If the bottom diameter, period, and height are
constant, NCs with an angle 0 of the order of 70° have the
highest efficiency. Finally, we have obtained a good agree-
ment between the simulated and experimental reflectance
spectra of a few Si MP arrays.

The surface morphology of the MPs/NCs and the
effect of the surface passivation were not presented in
details in this paper. They are under study (more on electri-
cal properties since recombination centers play a key role
in the efficiency of solar cells) and will be published
elsewhere.
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