
HAL Id: hal-00992816
https://hal.science/hal-00992816

Submitted on 11 May 2022

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Current-induced switching and magnetoresistance of
noncollinear bulk magnetic structures

A. Kalitsov, M. Chshiev, Benjamin Canals, Claudine Lacroix

To cite this version:
A. Kalitsov, M. Chshiev, Benjamin Canals, Claudine Lacroix. Current-induced switching and mag-
netoresistance of noncollinear bulk magnetic structures. Physical Review B: Condensed Matter and
Materials Physics (1998-2015), 2010, 82, pp.94420. �10.1103/PHYSREVB.82.094420�. �hal-00992816�

https://hal.science/hal-00992816
https://hal.archives-ouvertes.fr


ar
X

iv
:0

91
2.

54
87

v1
  [

co
nd

-m
at

.m
tr

l-
sc

i]
  3

0 
D

ec
 2

00
9

Voltage induced control and magnetoresistance of noncollinear frustrated magnets
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Noncollinear frustrated magnets are proposed as a new class of spintronic materials with high
magnetoresistance which can be controlled with relatively small applied voltages. It is demonstrated
that their magnetic configuration strongly depends on position of the Fermi energy and applied
voltage. The voltage induced control of noncollinear frustrated materials (VCFM) can be seen as a
way to intrinsic control of colossal magnetoresistance (CMR) and is the bulk material counterpart of
spin transfer torque concept used to control giant magnetoresistance in layered spin-valve structures.

PACS numbers: 72.15.Eb, 72.15.Gd, 75.10.Lp, 75.10.Jm, 75.47.-m, 75.47.Pq

The discovery of giant magnetoresistance (GMR) [1, 2]
in magnetic multilayered structures has generated a new
field of spin-based electronics [3, 4], or spintronics, which
combines two traditional fields of physics: magnetism
and electronics. A spin-valve concept [5] used in GMR
structures allows controlling the magnetic configuration
of its ferromagnetic layers by (i) application of relatively
small magnetic fields or (ii) passing spin polarized cur-
rents using spin transfer torque (STT) [6, 7]. These fac-
tors made them ideal systems for spintronic applications
such as magnetic random access memories (MRAM) and
magnetic field sensors used in read heads.

The advent of GMR has considerably increased an in-
terest in related phenomenon in bulk materials, colossal
magnetoresistance (CMR) [8, 9], which is several orders
higher than GMR and unlike the latter, can be viewed
as an ”intrinsic” property of material itself. To date,
the CMR is typically observed in certain manganite com-
pounds with the bulk magnetic configuration controlled
by applying the magnetic field (similar to method (i)
mentioned above for spin valves) but requires character-
istic magnetic fields of several Tesla [9]. Such high fields
make them inappropriate for use in spintronic applica-
tions where appropriate scale should be about Oersteds.
However, one may expect the possibility of controlling
the intrinsic magnetic configuration of the bulk materi-
als (and thus of CMR) by passing spin polarized currents
through them similar to STT mechanism (ii) mentioned
above for spin-valves. Since the STT in the latter orig-
inates from non-collinearity of their adjacent magneti-
zations, the same requirement should hold for the bulk
materials.

Here we promote for the first time magnetically frus-
trated bulk materials as a new paradigm for spintronic
applications with high magnetoresistance which can be
controlled with relatively small applied voltages and does
not require spin polarized currents. This novel phe-
nomenon may be viewed as the ”bulk” counterpart of
STT in layered spintronic structures (spin valves) and
may represent a crucial interest both from applications
and fundamental points of view. Below we demonstrate
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FIG. 1: (a) ”4in” and (b) ”2in2out” configurations for square
lattice

that the magnetic configuration of the bulk frustrated
material is changed under applied voltage leading to the
strong variation of its conductance.

The key mechanism at stake is a somewhat microscopic
equivalent of spin torque, allowing for local spin flips
within the microscopic spin texture. Those local moves
requires non collinearity of the spin configuration, which
would otherwise be insensitive to the current. Further-
more, in order to avoid a continuous response of the spin
configuration, we require the ground states to be well
defined minima, such that the switching from one to the
other looks like a logical operation. These two aspects are
well taken into account as soon as the underlying local-
ized moments possess strong multiaxial anisotropies, in
order to behave bitwise like and fulfill the non collinear-
ity criterion. Several Rare-Earth-transition metal inter-
metallics systems are relevant candidates : in these sys-
tems frustration arises due to the competition of crystal
field anisotropy, exchange and quadrupolar interactions
(for a review see Ref. [10]). These intermetallics systems
often show a non-collinear magnetic structure: this is
the case for example of TbGa2[11], HoGe3[12] or Ura-
nium compounds[13]. Naturally, pyrochlores in which
frustration is due to the crystal structure are also rele-
vant candidates, as it is well known that in such exotic
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FIG. 2: (a) and (b): total energy as a function of applied
voltage for EF=-2 eV and EF=-2.5 eV, respectively, shown
by arrows in Fig. 3.

systems, non collinear low temperature magnetic phases
are often stabilized[14], among those, few metallic com-
pounds have been identified like Pr2Ir2O7[15, 16] and the
family of the pyrochlore Molybdates, R2Mo2O7[17].

For argument’s sake, we have used a two-dimensional
square lattice model in order to focus on the driving
mechanism that is at stake and to describe its qual-
itative behavior. Realistic realizations would involve
more complicated structures, like the one in the 3-D py-
rochlores [14]. We consider a square lattice of classical
localized moments Si with strong local on-site uniaxial
anisotropy (D0) along square diagonals (represented by
unit vector ni) and coupled through intersite exchange
Iij . In addition, moments Si are coupled with conduction
electrons through the local exchange (J0) described here
quantum mechanically using tight-binding model. Unlike
collinear systems, non-collinearity provided by magnetic
frustration is a key ingredient for switching phenomenon
proposed here since its origin is due to STT mechanism
acting locally by conduction electrons on localized mo-

ments Si. The Hamiltonian of the system has the form:

Ĥ = −
∑

i,j

IijSi · Sj −D0

∑

i

(ni · Si)
2
+

t
∑

i,j,σ

(

ĉ†σi ĉσj +H.c.
)

− J0
∑

i

ĉ†αi (σαβ · Si) ĉ
β
i , (1)

where Iij and J0 are the intersite and the local exchange
constants respectively, D0 is the uniaxial anisotropy con-
stant, t is the hopping integral between two neighboring
sites, ĉ†σi and ĉσi are the creation and annihilation oper-
ators of the conduction electron with the spin σ on site
i and σαβ is the vector of Pauli matrices. For the cho-
sen model, nearest neighbor interactions I1 are irrelevant
(because nearest neighbor spins are always orthogonal) so
that only the second nearest neighbor one I2 is taken into
account. We emphasize that dealing with longer ranges
interaction does not affect further results reported here
since only energy differences between magnetic configu-
rations matter.
In the limit of low temperature and D0 → ∞ the lo-

calized moments Si are strictly collinear with ni (Si‖ni)
and the total energy of the system within a constant shift
becomes

Etot = −I2
∑

i,j

Si · Sj + Tr[Ĥρ̂] =

= −I2
∑

i,j

Si · Sj −
i

2π

∑

j

∫

EG<
jj(E)dE, (2)

where G< and ρ̂ represent the ”lesser” non-equilibrium
Green function and density matrix respectively [18], and
the Green function indices include spin index as well.
We adopt a conventional transport approach where the

system is considered to consist of three regions: semi-
infinite left (L) and right (R) regions connected to the
middle scattering region (M) which is assumed to be
very long. Despite of all three regions being identical,
such a subdivision is chosen in order to consider all non-
equilibrium processes occuring in the scattering region
M while the left and right regions are in thermodynam-
ical equilibrium described with Fermi-Dirac distribution
functions fL(R) = f(E−µL(R)), where µL(R) is the chem-
ical potential in the left(right) region. The ”lesser” Green
function can be written as

G<
ij = i(fLψ

L
i ψ

L∗
j + fRψ

R
i ψ

R∗
j ), (3)

where ψ
L(R)
j is the single-electron wave function on site

j ∈M incident from the left (right). It is straightforward
from the definition of retarded and advanced Green func-
tions that

Ga
jj −Gr

jj = i(ψL
j ψ

L∗
j + ψR

j ψ
R∗
j ). (4)

Since the middle region is assumed to be very long, the fi-
nite potential drop eV = µL−µR results into infinitesmal



3

change from one unit cell to another within the middle
region M . In this case the reflections from the L|M and
R|M boundaries are negligible and one can write for the

left(right) wave functions ψ
L(R)
j = cL(R) exp (+(−)kxaj),

where kx is the wave vector along x-axis and a is the lat-
tice constant. One can show that the expression for the
charge current which is proportional to (fL − fR) [19] is
satisfied when |ψL

j |
2 = |ψR

j |
2. Indeed, the charge current

can be expressed using the lesser Green function as [20]:

I ∼

∫

[(G<
j+1,j −G<

j,j+1)]dE.

Using Eq. (3) and aforementioned wave functions it yields
the following form:

I ∼

∫

sin kxa
[

fL|cL|
2 − fR|cR|

2
]

dE

which is proportional to (fL−fR) only when |cL|
2 = |cR|

2

(and consequently |ψL
j |

2 = |ψR
j |

2).
Then, it straightforwardly follows from Eq. (3) and

Eq. (4) that

G<
jj(E) = i(fL + fR)ℑ(G

r
jj(E)) (5)

where ℑ notation for imaginary part is used. The total
energy given by expression (2) of the system per a unit
cell yields:

Etot = −I2
∑

i,j

Si · Sj −

1

2π

∫

(fL + fR)
∑

j

ℑ(Gr
jj(E))EdE, (6)

where Gr
jj(E) is calculated as jth diagonal element of

the matrix [E − Ĥ + iδ]−1. Thus, the magnetic config-
uration corresponding to the minimum of the total en-
ergy is resulting from the interplay of intersite exchange
interaction between localized moments on the next near-
est neighbour sites (the first term in Eq. (6)) and the
exchange interaction between the localized moment and
the conduction electron described by the second term in
Eq. (6).
For simplicity, among the possible magnetic configura-

tions of the system (Si‖ni) we select ”4in” and ”2in2out”
ones which are the two configurations with the largest en-
ergy separation in this example (see Fig. 1). We choose
for parameters J0 = 2 eV , t = 1 eV and I2 = 0.1t [21].
In Fig. 2 we show the dependence of the total energy

for the two aforementioned selected configurations as a
function of applied voltage. First, one can note that Etot

strongly depends on the Fermi level position which is
used to represent different materials. Indeed, when the
system is in equilibrium, its ”2in2out” (”4in”) state is en-
ergetically more favorable for EF = −2 eV (−2.5 eV ) as
shown in Fig. 2(a) and (b), respectively. Furthemore, the
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FIG. 3: Total density of states for ”4in” (black solid) and
”2in2out” (red dashed) configurations represented in Fig. 1.

strong variation of the total energy as a function of ap-
plied voltage causes the system to switch from an equilib-
rium state to another one at certain critical voltage (see
Fig. 2). Moreover, further increase of the applied volt-
age may again reverse the state of the system (Fig. 2a).
This demonstrates that the magnetic configuration of the
system can be controlled by the applied voltage.

The mechanism of these dependences may be under-
stood from the corresponding total density of states
(DOS) [23] for ”2in2out” and ”4in” configurations repre-
sented in Fig. 3 where for convenience purposes only neg-
ative energy range is shown since DOS(E)=DOS(−E).
The DOS for both magnetic states have sharp peaks and
band gaps causing strong dependence of the preferable
configuration on the Fermi level EF both in and out of
equilibrium. Indeed, as on can see from the second term
in Eq. (6), the total energy is defined by the sum of two
products of the DOS with E integrated till µL and µR.
In the absence of applied voltage, Etot is calculated with
µL = µR = EF , i.e. defined by the position of the Fermi
level indicated by black arrows in Fig. 3 corresponding
to two values −2 eV and −2.5 eV used in Fig. 2(a) and
(b), respectively.

One might expect that the conductances of two afore-
mentioned magnetic configurations may strongly dif-
fer due to significant differences in their DOS, thereby
leading to high magnetoresistance values defined as
(σ2in2out

xx − σ4in
xx )/σ4in

xx ), where σ4in
xx and σ2in2out

xx are the
conductances for ”4in” and ”2in2out” magnetic config-
urations, respectively. We calculate the linear response
conductance using the Kubo formula [22]

σxx =
πe2~

L
Tr

[

v̂xδ(E − Ĥ)v̂xδ(E − Ĥ)
]

,

where v̂x is the electron velocity operator along the ap-
plied voltage direction, L→ ∞ is the length of the system
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FIG. 4: Conductance as a function of the Fermi level.

and

δ(E − Ĥ) = −
1

π
ℑ(Ĝr(E)) =

i

π
(Ĝr(E)− Ĝa(E))

The calculated conductance of the system for ”4in”
and ”2in2out” magnetic configurations are represented in
Fig. 4. As one can see, both σ4in

xx and σ2in2out
xx strongly

depend on position of the Fermi energy EF and strongly
correlate with DOS picture (see Fig. 3). For the two
values of the Fermi energy used above, the MR ratio is
found to be about 336 % for the case when EF = −2.5 eV
and becomes infinite for EF = −2 eV .
One can note that similar behavior is expected to oc-

cur in systems with collinear antiferromagnetic structure:
depending on the band structure and the band filling,
the ferromagnetic state can be close in energy with the
AF one, and an applied voltage could stabilize the fer-
romagnetic state. However in such a case, there is no
spin torque since the structure is colinear, and no mech-
anism for spin reversal (except through spin waves). On
the contrary, the mechanism proposed here neither re-
quire any defect, spin wave nor a fine tuning of any kind.
The noncollinear nature of the magnetic configurations
considered provides a robust mechanism for microscopic
magnetic switching. Furthermore, this mechanism does
not require spin polarized current injection.
In conclusion, we have shown that magnetoresistance

of noncollinear frustrated bulk magnets may reach ex-

tremely high values and their magnetic configuration
may be controlled by applied voltage. The proposed
phenomenon is the bulk material analog of spin trans-
fer torque used in layered spin-valve structures. The
model chosen here used to prove the concept, in combina-
tion with inverse approach of designing the crystal struc-
ture from predefined electronic structure properties [24],
opens the way towards experimental realization of the
proposed phenomenon.
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gram of the Nanosciences Foundation in Grenoble.
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