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Abstract 

This study deals with microwave properties of glass foams prepared from glass industrial waste. Two 

types of cullets (one from soda-lime silicate glasses and the other from Cathodic Ray Tubes - CRT) 

have been combined with different foaming agents (C, SiC, AlN). Glass foams electromagnetic proper-

ties are primarily determined by their apparent density as well as by the nature of the foaming agent. 

Foams, blown with carbon as foaming agent, present high dielectric loss and could be used as green 

electromagnetic absorbent in building industry. 
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1. Introduction 

In times of growing energy and products consumption worldwide, the availability of raw materials 

becomes core to business and management processes. Waste recycling restricts the negative impact of 

human industrial activities on the planet by reducing industrial raw material needs. In the past few dec-

ades, numerous recycling processes have developed with the full support of the European Union [1]. 

Waste recycling is yet a standard practice and has become a fully-fledged segment of the industrial 

economy.  

Among the different types of raw materials, the packaging glass recycling chain has proven to be an 

effective model. From 1974, driven by the glass industry, container glass recycling (bottles, jars …) has 

been a great success. Recycling rates of this kind of hollow glass achieve now an efficiency of more 

than 70 %. Other types of glass compositions, often polluted with heavy metals, pose a tougher prob-

lem. This is particularly the case of Cathode Ray Tubes (CRT) found in TV screens and monitors or 

Soda Lime Silicate glass (SLS) from the automotive industries.  

Over a number of years, recycling processes have been developed to produce glass foams [2,3]. 

While these materials are mostly marketed for thermal and/or acoustic insulation, recent works have 

shown that those foams could be used in innovative applications (photocatalyst support for hydrocar-

bon degradation) [2]. In this study, we will focus on the microwave properties of those recycled glass 

foams for potential new uses in the telecommunication area. 

2. Synthesis of glass foams   

The expansion of the glass foams is performed through off-gassing (CO2 or N2) within the glassy ma-

trix for temperatures above the Littleton point (T > 800 °C). The pre-introduced foaming agent (or a 

combination of agents) is partially degraded, producing a gas, close to the softening temperature of the 

glass. Bubbles trapped within the viscous glass lead to a cellular material having a density that depends 
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from the nature and the amount of the foaming agent(s), the glass composition and the operating tem-

perature. 

The cullet (CRT and/or SLS), pre-dried at 150°C  for 12h, is milled together with the foaming agent 

(carbon C, Silicon Carbide SiC, Aluminum Nitride AlN or a combination thereof). The resulting mix-

ture is transferred to a heat resistant steel mold and heated at the operating temperature (T = 850°C) 

during 30 min.  

Table 1 summarizes the synthesis parameters (cullet type and foaming agent) and apparent density of 

the elaborated foams. Two sets of experiments were conducted; the first one (Samples 01 - 06) to de-

termine the impact of the waste glass type and the second one (Samples 06 - 11) to measure the influ-

ence of the foaming agent nature. In every case, the mass fraction percentage of the blowing agent 

(pure or combined) does not exceed 4 wt% of the batch.  

Table 1. Synthesis parameters (cullet type and foaming agent) and apparent density. The different cul-

let proportions are calculated as the percentage by weight. 

Samples Cullet  Foaming agent dapp (g.cm-3) 
Smp-01 SLS (100 %)  –  CRT (0 %) 

AlN  

0.47 

Smp-02           (70 %) –        (30 %) 0.43 

Smp-03           (50 %) –        (50 %) 0.37 
Smp-04           (30 %) –        (70 %) 0.34 

Smp-05             (0 %) –      (100 %) 0.36 

Smp-06 SLS (100 %) AlN (50%) – SiC (50%) 0.77 
Smp-07 

CRT (100 %) 

AlN 0.35 

Smp-08 C 0.85 

Smp-09 SiC 0.49 

Smp-10 C (50%) – SiC (50%) 0.60 
Smp-11 AlN (50%) – SiC (50%) 0.47 
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Resulting glass foams can be described as a composite with a matrix consisting of glass and with re-

inforcing particles consisting of the unreacted remaining part of the foaming agent(s). In fact, in that 

process, only 20 to 30 % of the pre-introduced foaming agent react and are involved, by decomposition 

and subsequent gas development, in the expansion process [2]. The unreacted part of the powder parti-

cles (C, AlN, SiC) remains dispersed in the glassy walls of the cell material. For specific glass compo-

sitions (lead glass), a reduction of the modifier cations occurs and leads to metallic droplets precipita-

tion [4].  

3.  Method of micowave characterization  

The electromagnetic characterization of the foam glass samples (Fig. 1a) is done in the X-band fre-

quency range (8 – 12 GHz). Microwave measurements are carried out with an Agilent PNA E8664A 

network analyzer. A rectangular waveguide is used for the characterization of the foam samples. 

Prior to taking measurements, a TRL (Through-Reflect-Line) calibration is performed to put the ref-

erence planes at the beginning of the waveguide section. A first measurement of vacuum is performed 

to take into account losses of the empty waveguide. The glass foam sample is cut to the dimension of 

the waveguide (22.86 X 10.16 X 20 mm3), and then inserted into the waveguide section for the charac-

terization (Figure 1.b).  

Measured S-parameters of the samples, enables us to extract the microwave dielectric properties of 

the foam glasses (i.e relative permittivity εr and loss tangent tanδ) [5-7].  
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a 
 

 

b 

Fig. 1. Foam glass samples with different %wt of CRT waste glass (a) and Microwave cell characteri-

zation (b) 

 

4. Physical and microwave properties of the glass foams 

Since no chemical component used possesses magnetic properties (μ* = 1), only dielectric results will 

be discussed. In this study, we will focus on the influence of the nature of the cullet (CRT or SLS) as 

well as that of the foaming agents (C, SiC ou AlN) used in this process.  

Fig. 2 shows the glass foams dielectric constant (imaginary and real parts) as a function of the per-

centage by weight of CRT glass (foam blown with AlN as a foaming agent - Samples 01 to 05). What-

ever the soda-lime-silica glass to CRT lead glass ratio in the batch, no significant changes in their die-

lectric performance have been noted. 
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Fig. 2. Real and imaginary parts of the permittivity at 10 GHz as a function of the percentage by 

weight of CRT glass. 

 

Furthermore, apparent foams densities result from the cullet composition and the type of the foaming 

agent (Table 1). The apparent density of the foams increases with the SLS fraction in the glass mixture 

used. Pure SLS-based foam (Sample 01) shows a density of 0.47g.cm-3 while a pure CRT-based sample 

(Sample 05) has a lower density (0.36 g.cm-3). The same observation has been made with samples pre-

pared with SiC and AlN as foaming agents. In those conditions, a density 0.77 g.cm-3 has been obtained 

starting from a pure SLS cullet (Sample 06) whereas a CRT-based foam (Sample 11) shows a density 

of 0.47 g.cm-3. Scanning Electron Microscopy (SEM) micrographs (Fig. 3) show that this density dif-

ference is reflected in an increase in the pore sizes (Sample 06 and Sample 11). In fact, although the 

bulk density of CRT glass (2.85 g.cm-3) is higher than that of SLS glass (2.5 g.cm-3), the presence of 

lead makes it more reactive to the foaming process [8]. In addition, at 850°C, the viscosity of the CRT 

glass seems particularly well suited to the foaming process [9]. 
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Furthermore, on the basis of the measures shown in Table 1 (Samples 01, 05, 06, 11), one can ob-

serve that AlN is a more efficient foaming agent than SiC. In the light of these results, density is a key 

parameter that will drive the dielectric results. 

 
 

a 

 

b 

Fig. 3. SEM image of the samples Smp-06 based on SLS waste (a) and Smp-11 based on CRT waste 

(b). AlN and SiC are used as foaming agents. 

 

Fig. 4 shows the dielectric properties of the glass foams as a function of their density, the origin of the 

glass waste (SLS or CRT) and foaming agent (AlN or SiC) is not specified.    
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Fig. 4. Real and imaginary parts of the permittivity at 10 GHz as a function of the foam density 

(foams produced with AlN, SiC or a combinaison of both). 

 

Foams, produced with AlN, SiC or a combination of both, show permittivity values which increase 

linearly with their density (irrespective of the origin of the glass cullet). Measured at 10 GHz, permit-

tivity values lie in a limited range: from 1.47 for a glass foam density of 0.34 g.cm-3 to 2.27 for a glass 

foam density of 0.77 g.cm-3. On the same density range, the extracted values of the imaginary part of 

the complex permittivity (Fig. 3) increase from 0,002 (tanδ = 1.3 10-3) to 0.031 (tanδ = 1.4 10-2).  

The small dielectric losses of those inorganic foams, associated with their interesting mechanical 

properties (with regard to the high porosity of those materials) suggest microwave applications espe-

cially in the field of antenna technologies. It can be noted that those foams present a low density in 

comparison to those of the materials conventionally used in electronics (ρTeflon = 2.15 g.cm-3, ρAlumi-

na = 3.97 g.cm-3). Moreover, glass foams will ensure fire-performance significantly higher than that of 

organic polymer foams. 
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In the case of the use of a carbon-containing foaming agent (pure carbon powder with an amount of 

%wt C = 1; or a mixture SiC / C that leads to a %wt C of 0.5; c.f. Table 1 /Sample 08 & 10), dielectric 

properties drastically change. Microwave measurements performed on loaded waveguides show a sig-

nificant increase in the absorption A (defined by the following formula), S11 and S21 are respectively 

the reflection and transmission parameters measured in the waveguide: 

 
2
21

2
111 SSA   (Eq. 1) 

As one can see in Fig. 5, absorption of the foams produced with pure SiC (Sample 09) remains at 

around 10% in the 8-12 GHz frequency range. By using a carbon-containing foaming agent, higher 

values of absorption can be obtained. As indicated in Figure 5, absorption reaches 70% at 8 GHz or 

84% at 12 GHz for foam samples with the same length (18 mm) obtained with the aid of a C/SiC mix-

ture (Sample 10). Pure carbon as a foaming agent leads to comparable results; absorption values of 

CRT-glass foams expanded with pure carbon (1 %wt) cannot be directly compared due to samples sizes 

difference.  

 

Fig. 5. Absorption measured through a rectangular waveguide loaded with CRT-glass foams 

expanded with different foaming agents (SiC and C+SiC). 
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An analysis of the dielectric response obtained on the foam glass loaded waveguide shows that the 

permittivity is drastically higher when the carbon is present (Fig. 6.a). The impact of the use of carbon 

is also significant on the imaginary part of the permittivity (Figure 6.b) which an increase of around 

100-fold. That way, we obtain foams with dielectric loss of 0.37 at 10 GHz.  

 

a 

 

b 

Fig. 6. Real (a) and imaginary (b) parts of the permittivity at 10 GHz as a function of the foam density 

for different foaming agents (AlN, SiC and C). 
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Those losses may have a dual origin. The major part (between 70 and 80 %) of the graphite initially 

introduced in the batch has not been involved in the oxidation-reduction reaction responsible for the 

expansion [2]. It has been shown that the carbon fraction remains stable in the viscous glassy liquid at 

this temperature [10]. Recent works of X. Li et al. [10] on dielectric properties of 1wt% carbon-filled 

alumino-borosilicate glasses present a comparable absorption in the X-band. On the other hand, Pb2+ 

ions, contained as modifiers in the CRT glass, reduce above 800°C and precipitate in the form of metal-

lic droplets [4]. This metallic fraction could contribute to a portion of the dielectric loss. 

The microstructure of the foams produced from a mixture of CRT-glass and a C-containing foaming 

agent has been examined by Scanning Electron Microscopy. Fig. 7 shows the SEM (backscattered elec-

trons [11]) micrograph of a CRT matrix expanded with pure C (Sample 08 – see Table1). One can 

clearly see particles with a high atomic number (white) that can be identified as lead droplets (Pb0). 

 

Fig. 7. SEM Image of Sample 08 (CRT + C) - backscattered electrons. 

 

The presence of metallic lead has been confirmed by X-Ray Diffraction (XRD). XRD patterns of 

samples 07 and 08 are shown on Figure 8. On the sample produced with carbon, one can identify, 

emerging from the broad hump of the glassy matrix, the contributions of the crystalline form of silica 



 

 

12 

 

i.e. quartz (partial crystallization during the cooling off process) and the metallic lead. This lead signa-

ture can be seen on the CRT-based foams prepared with AlN or SiC (Sample 07 – Fig.7), i.e. without 

carbon, for with the dielectric loss is low.  

It follows, therefore, that the residual carbon fraction is the main source of the electromagnetic ab-

sorption in this frequency range. Given the relatively high levels of absorption of those foams, includ-

ing carbon particles is an efficient way to synthesize EM absorbers or power loads from recycled 

wastes.  

 

Fig. 8. X-ray diffractogram of samples 07 and 08. 

 

 

 

 

 

 

 

Smp-08 (CRT + C) 

Smp-07 (CRT + AlN) 
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5. Conclusion 

Dielectric properties of inorganic foams, obtained through recycling industrial glass waste, have been 

measured in the microwave band. The use of a carbide or a nitride as a foaming agent (SiC or AlN) 

leads to low loss and homogenous foams that could be used in antenna devices. Carbon has been used 

also to make the glass swell but only a fraction of this organic compound reacts. Then, the EM-

absorbent residual fraction enhances the microwave absorption properties. As the raw material is a re-

cycled culled, there is a significant potential for development for low-cost C-filled glass foams. In order 

to broaden the spectrum of creative potential applications, EM properties of those foams will be tested 

in an expanded frequency range. 
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