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Abstract

Electrical properties of metal-semiconductor (M/SC) and metal/oxide/SC structures built with

Zr or ZrO2 deposited on oxygen-terminated surfaces of (001)-oriented diamond films, comprising

a stack of lightly p-doped diamond on a heavily doped layer itself homoepitaxially grown on a Ib

substrate, are investigated experimentally and compared to different models. In Schottky barrier

diodes, the interfacial oxide layer evidenced by high resolution transmission electron microscopy and

electron energy losses spectroscopy before and after annealing, and barrier height inhomogeneities

accounts for the measured electrical characteristics until flat bands are reached, in accordance with

a model which generalizes that of R.T. Tung [Phys. Rev. B 45, 13509 (1992)] and permits to

extract physically meaningful parameters of the three kinds of interface: (a) unannealed ones; (b)

annealed at 350℃; (c) annealed at 450℃ with characteristic barrier heights of 2.2-2.5 V in case (a)

while as low as 0.96 V in case (c). Possible models of potential barriers for several metals deposited

on well defined oxygen-terminated diamond surfaces are discussed and compared to experimental

data. It is concluded that interface dipoles of several kinds present at these compound interfaces

and their chemical evolution due to annealing are the suitable ingredients able to account for the

Mott-Schottky behavior when the effect of the metal work function is ignored, and to justify the

reverted slope observed regarding metal work function, in contrast to the trend always reported

for all other metal-semiconductor interfaces.

PACS numbers: 73.20.r, 73.30.+y, 73.40.Ns, 73.40.Qv, 85.30.De
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I. INTRODUCTION

Metal-semiconductor interfaces are necessary to implement sensors and electronic devices,

and diamond does not escape to this need. Building well defined interfaces at nanometer

scale is specially necessary for electrical rectifiers, which can gain high benefits from the bulk

properties of boron doped diamond like its very high thermal conductivity, hole mobility and

electrical breakdown field1,2 if specific properties of the interface are also fulfilled. These are

mainly good adhesion, thermal and chemical stability at elevated temperatures, compatible

with the superior possibilities of diamond, and potential barriers ensuring both low electri-

cal losses under forward voltage and minimal reverse currents even at high temperatures.

Several attempts have been proposed, relying either on materials which react with the bare

surface of diamond to form carbides, like silicon3 or refractory metals and compounds4–6,

even hetero-epitaxially grown on diamond7, or metals on either the oxygenated or hydro-

genated surface of diamond8–12. In the first case, potential barriers near or higher than 2

eV, stable at temperatures higher than 500℃ have been obtained but reverse current den-

sities and ideality factors were much greater than expected from the thermionic mechanism

alone at least at room and moderate temperatures, and some of these contacts were ohmic.

These poor rectifying current-voltage characteristics has been assigned to inhomogeneous

and defective interfaces, specially with carbide forming metals8,13. Lower potential barriers

are implemented on the hydrogen-terminated diamond surfaces due to the dipole H+ϑ−C−ϑ

responsible for the negative electron affinity of these surfaces, where ϑ is the averaged frac-

tion of the elementary charge per atom. But the chemical stability is not guaranteed at

temperatures as high as iinterfaces n the first case, and reverse current densities turn out to

be hardly weaker than 10−7 A/cm2 at room temperature, still higher than the thermionic

limit. Because of an inverted electric dipole at the oxygenated surface of diamond, the

largest potential barriers are generally obtained with either noble (Au) or transition metals

deposited on this type of surface9, but some authors have shown that thermal treatments up

to 500 or 600℃ are able to decrease the barrier height down to 1.2 eV14,15, probably because

of the cancellation of the electric dipole O−ϑ′−C+ϑ′

, still preserving a good adhesion of the

metallic layer. More recently, we have shown that a less electronegative and more easily

oxidizable metal like Zr was able to reach even more beneficial properties for the Schot-

tky contact, namely an even lower potential barrier height while maintaining the reverse
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current density after an anneal at 450 ℃ close to 3 × 10−10 A/cm2 at room temperature16

and an ideal current-voltage behavior for most diodes. However, a comprehensive picture

of metal oxygenated-diamond interfaces did not emerge clearly in the last fifteen years, nei-

ther for the transport properties of carriers through interfaces, nor for the question of how

the potential barrier height is determined, contrary to the case of hydrogen-terminated dia-

mond surfaces17. In the present paper, mechanisms of carrier flow and significance of barrier

heights are investigated on the one hand with more details and analysed with the help of

several models.

On the other hand, the set of works quoted above demonstrates that both chemistry and

physics must be both considered when dealing with Schottky barriers. This is specially true

in the case of diamond where a large dispersion of barrier heights occurred for any metal8

in literature. Much works were devoted in the past to general models able to explain and

predict band misalignments at interfaces compounded of various materials, and a recent

review of the various approaches, including a mixed physical-chemical point of view, has

been published by R. T. Tung18. But, as often the case for more than one decade in the

literature excepted in ref.17, no experimental data regarding diamond interfaces has been

brought and discussed. The present study aims at filling this gap, giving evidences of an

oxide interfacial layer and discussing the relevance of various models of barrier height regard-

ing data presented in this article and others available in literature for oxygenated diamond

interfaces. In the second section, a detailed study by high resolution transmission electron

microscopy (HRTEM) and electron energy loss spectroscopy (EELS) is developed to show

the characteristics of the interfacial layer at a sub-nanometer scale, the more noticeable be-

ing the systematic presence of oxygen at interface before and after annealing. In the third

section, a first level analysis of the current-voltage characteristics relevant to the depleted

semiconductor interface is presented and representative parameters of the junction are de-

rived, confirming the presence of an interfacial layer in between Zr and diamond and the

large decrease of the barrier height after annealing. In the fourth section, potential barrier

inhomogeneities at different scales are analyzed and evidence of positively charged centers

in the interfacial oxide is given. The consequences upon current-voltage characteristics are

discussed and it is demonstrated that the junctions experience a change from depletion to

accumulation regime at sufficient forward bias. Two models able to take into account the

influence of the barrier height inhomogeneities are developed and matched to experimental
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data, allowing to derive meaningful parameters of each interface which indicate that large

barrier inhomogeneities prevail before annealing while they almost completely vanish after

sufficient annealing. The previous results are used in the fifth section to address the problem

of whether such an accurate control of the interface and metal choice can allow to tailor and

predict the potential barrier heights of Schottky junctions on diamond. Gathering all the

data available for well characterized interfaces of various metals on oxygen-terminated dia-

mond permits to unveil a completely unusual relationship between potential barrier heights

and metal work functions. Modeling this new result needs to consider the contribution of

all electrical dipoles which may be present at these compound interfaces. Conclusions are

drawn in the sixth section.

II. NANOSTRUCTURE OF ZIRCONIUM ON OXYGEN-TERMINATED DIA-

MOND INTERFACES

Schottky junctions are implemented by electron-gun deposition in ultra high vacuum of Zr

on a stack comprising a lightly boron doped homoepitaxial diamond layer grown on a heavily

doped one, itself grown on a Ib substrate. The surface of the lightly doped layer is submitted

to a photo-chemical UV-ozone treatment for two hours at room temperature, so that oxygen

terminations prevail on the diamond surface. Other details of the diamond growth and

interface preparation are given in reference16. Three types of sample are elaborated, the

first one being annealed at temperatures not exceeding 300℃, while the second andinterfaces

third ones are annealed respectively at 350℃ and 450℃; and the respective interfaces are

labeled (a), (b) and (c). Identification of the oxide layer and evaluation of its thickness

was carried out by a combination of high resolution transmission electronic microscopy

(HRTEM), electronic energy loss spectroscopy (EELS), and high angle angular dark field-

TEM (HAADF-TEM) techniques. For that, electron-transparent specimens of the interfaces

labeled (a) and (c) were fabricated by using the lift-off technique in a focused ion beam

(FIB) FEI Quanta 200-3D dual beam microscope. Then, HRTEM, HAADF and EELS

measurements were performed using the beam of a JEOL 2010F STEM microscope.

The characterization of the oxide layer have been carried out in three steps: chemical

contrast TEM (CTEM) identification of the metal/oxide/diamond interface, scanning TEM-

EELS study of the previously identified oxide layer and HRTEM imaging of the interface. In
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FIG. 1. a) EELS spectra recorded in interface of kind (c) along the linescan drawn in the HRTEM

image shown in the inset ; b) Normalized intensity profile of the oxygen related peak across the

Zr/diamond interface before and after annealing at 450℃ for 30 minutes, corresponding to interfaces

of kind (a) and (c) as labeled respectively in the text. In the inset, HRTEM filtered images of the

Zr/oxygen-terminated diamond interfaces of kind (a, unannealed) and (c, annealed at 450℃) are

shown. Superimposed contrasts of diamond and Zr can be observed in the Zr/diamond interface

of kind (a), with white arrows to guide the eyes through the diamond/Zr interface.
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a first approach, bright-field (BF) images in CTEM mode are used to identify the interface.

BF imaging variations in the electron absorption and dependence on the diffraction angles

allow to distinguish between diamond and Zr material. In a second step, EELS spectra are

acquired to chemically identify the oxide layer. During EELS spectra acquisition, HAADF-

TEM operation mode is used to in-vivo identify the diamond/Zr interface, insofar contrasts

in HAADF imaging are due to the different Z-number of the elements present in the sample.

Secondly, EELS profiles are carried out at the diamond/Zr interface, revealing the oxide

layer through the observation of the EELS oxygen-related peak (see Fig. 1a). Thirdly, once

CTEM and EELS techniques have been applied, HRTEM images of the previously identi-

fied oxide layer are acquired. Fig. 1a shows EELS spectra recorded across the diamond/Zr

interface after the thermal treatment, at the positions indicated in the inset. Presence of

oxygen is revealed at the diamond/Zr interface (position C). Moreover, the simultaneous

observation of the Zr-M3,4,5 and the O-K peaks at position C discloses the formation of an

oxide layer at interface. In one side of the interface, a diamond-related shape of the carbon

core-loss is evidenced, while typical Zr-related peaks are observed in the other side. Fig. 1b

shows normalized intensity profiles of the oxygen-related peak (see spectra at position C)

acquired across the diamond/oxide/metal interfaces before and after thermal treatment. To

improve signal/noise ratio, ten recorded spectra were averaged. The latter profile exposes

how oxygen distribution changes after thermal treatment, showing a real oxide thickness

reduction (FWHM varies from 0.6nm to 0.3nm) while the amplitude is increased by a factor

1.5, suggesting an augmented oxygen density. Note that the FWHM of the EELS linescan

results from the convolution with the probe size of 0.2nm. Simultaneously, the EELS anal-

ysis of the oxygen content in the Zr layer indicates an averaged concentration of 5 % in the

as-deposited metal while it decreases to 1 % after annealing. Finally, analysis of HRTEM

images like shown in the inset of Fig. 1b indicates some in-depth roughness in the interfaces

of kind (a) whereas a smoother interface takes place after annealing in contacts of kind (c),

leaving however an abrupt transition across the interface between carbon atoms and those

of the interlayer in both cases.

Titanium and Zirconium are well known to incorporate oxygen and possibly nitrogen when

they condense onto a substrate after evaporation in vacuum, an effect which is clearly

evidenced by a pressure decrease by about one order of magnitude inside the deposition

chamber. Consequently, it is not surprising to find 5 % of oxygen in the as-deposited Zr
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layer. Nitrogen is not detected. Increasing the temperature leads to augmented internal

pressure and elastic energy of the Zr lattice, so that it becomes less expensive in term of

total internal energy to form an oxide at the metal interfaces, both because the internal

pressure is decreased and the enthalpy of oxide formation is negative. Such effects explain

why the oxygen content of the Zr layer is decreased after annealing. More paradoxical is

the sharpening of the oxide interlayer shown by EELS spectra because an increase of the

oxygen content at interface should be expected from the evolutions described previously. At

least three reasons can reconcile this apparent contradiction: (i) the beam spot (with an

approximate size of 0.2nm) averages in-depth roughness during the EELS capture and, as

a consequence, the recorded O-K profile of Fig. 1b shows a widened profile in the interface

of kind (a) before thermal treatment; (ii) we know that oxygen termination coverage has a

lower density than the last carbon atom layer of the diamond lattice even after the most

efficient treatment like UV-ozone oxidation used in this study19, a fact which correlates very

well with the previous statement since a natural non-uniformity results before annealing;

(iii) as demonstrated in the following sections, a strong change in electronic properties of

the interface follows the 450℃ anneal, correlated with the electron affinity variation of the

diamond surface induced by the cancellation of the oxygen terminations. However, because

oxygen is still present at interface after annealing, one is forced to conclude that bonding

has been deeply modified, with a probable transformation from a physisorbed metal layer

on the oxygen terminated diamond surface likely through the hydroxyl terminations (see

subsection IVA), towards stronger bonds between carbon and oxygen atoms, characterized

both by shorter bond lengths and a higher and more uniform density. Taking into account

the convolution with the probe size, the oxygen thickness detected by EELS after 450℃ an-

neal in interfaces of kind (c) suggests that the oxide interlayer comprises two planes of

oxygen atoms separated by a Zr atom plane, since the distance between two oxygen planes

is 0.256 nm in cubic zirconia, thus defining a full unit cell of ZrO2 as the whole interlayer

thickness. Oxygen being present at the interface, next sections are devoted to determine

and understand how it influences the electrical properties of the interfaces.
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III. CURRENT-VOLTAGE CHARACTERISTICS OF THE ZIRCONIUM-OXYGEN-

TERMINATED DIAMOND INTERFACES

A. Theoretical background of the relationship between current and voltage

Current-voltage characteristics and mechanisms of carrier transport through the potential

barrier present in metal-semiconductor junctions have been discussed extensively in review

articles and textbooks18,20–22. The z direction being perpendicular to the x − y plane of

the interface, the current can be calculated in the semi-classical framework of the Maxwell-

Boltzmann distribution of majority carrier velocities, by :

Iz =

∫∫∫

e0 vz(E)D(E) dE dx dy (1)

e0 being the elementary charge, vz(E) the carrier velocity in the z direction and D(E) the

majority carrier distribution just at energies E above the point where the potential barrier

culminates. If the barrier is homogeneous, at a constant potential ΦB throughout the x-y

plane, the current density can be written from the previous expression, in the case of a

voltage Vj applied to the junction20,23:

Jz,2 =
e0NMvcoll

1 + vcoll/vdiff
exp (−e0ΦB/kBT ) [exp(e0Vj/kBT )− 1] (2)

with NM being the effective density of states at the majority carrier band edge, kB the

Boltzmann constant, T the absolute temperature, vcoll the collection velocity at interface
√

kBT
2πm∗

, due to the thermionic effect and equal to one quarter of the thermal velocity, m∗

the conduction effective mass of majority carriers, and vdiff their diffusion velocity. The

previous expression takes into account the two transport mechanisms of majority carriers

which work in series, due respectively to the thermoionic velocity at interface and diffusion

velocity inside the depletion zone, whereas it neglects bulk recombination. The diffusion

velocity simplifies into the product of the majority carrier mobility by the electric field at

interface if the band bending exceeds some kBT/e0 units and is generally not the limiting

factor for the direct current, as confirmed in the samples under study from the comparison

of the two velocities. The numerator of the first factor in Eq. (2) can be rewritten A∗T 2

where A∗ = (4πe0k
2
Bm0/h

3) × (m∗/m0), the first quantity inside the parenthesis being the

Richardson constant for emission of electrons into vacuum with a mass m0 at rest, AR =

120 A cm−2 K−2. Because vdiff decreases with the increase of the forward bias voltage
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Vj, the pre-exponential factor of Eq. (2) becomes voltage dependent. Other reasons for

such an effect involving also the factor exp (−e0ΦB/kBT ), are (i) the image force lowering

of the barrier, (ii) tunneling through the top of the barrier possibly assisted by the electric

field, (iii) voltage drop inside an interfacial layer between the metal and semiconductor,

(iv) charging interface states in equilibrium with the semiconductor and (v) a spatially

inhomogeneous barrier as discussed further. However, the second effect is noticeable only

in heavily doped semiconductors, a case which is not achieved in this study since the boron

concentration of the lightly doped layer is close to NA = 5×1015cm−3. As one almost always

wants to characterize the Schottky contact with a single potential barrier, the more common

approximation consists in keeping only the zero bias voltage barrier height Φ0
B in the first

exponential factor of Eq. (2) and gathering all the voltage dependent effects into the last

factor. Since all these effects contribute to a slope of the logarithm of the current which is

smaller than e0/kBT , an ideality factor n larger than one is introduced in the denominator

of the exponent of exp(e0Vj/kBT ) and often considered as a constant at least for a given

temperature. Such an hypothesis is strictly valid in the case of an interfacial layer where

the voltage drop is a constant fraction 1 − 1/n of the band bending U = Φ0
B − Vj − Vdop

(with e0Vdop being the energy difference between the Fermi level and majority carrier band

edge in the bulk semiconductor) mainly determined by the oxide capacitance and density of

interface states24 when mechanisms (ii) and (iii) are combined. But it is not adequate if the

interfacial layer either allows tunneling of carriers as the main transport mechanism or does

not display any additional barrier for majority carriers because of band alignments similar

to those occurring in type II heterostructures, or in the case of barrier inhomogeneities

and even with image force lowering. Other effects, which are due to quantum reflexion,

transmission and phonon scattering of carriers at the interface are voltage independent and

generally very weakly temperature dependent so that it is convenient to lump them into an

effective Richardson constant A∗∗ which is weaker than A∗ by some tens of percent in the

case of intimate Schottky contacts25, yielding the standard value of 90 A cm−2 K−2 usually

considered for diamond. This effective Richardson constant can be further severely decreased

because of the attenuation by a factor α of the collection velocity vcoll due to additional

scattering of carriers by charged centers and roughness, and transport mechanisms through
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the interfacial layer when they exist. Finally, the non ideal current density is rewritten as :

Jz,3 = αA∗∗T 2 exp

(

−e0Φ
0
B

kBT

)[

exp

(

e0Vj

nkBT

)

− 1

]

(3)

Experimental current-voltage characteristics can then be accounted for by such an ex-

pression with the ideality factor n as an adjustable parameter, provided αA∗∗ is known and

the series resistance Rs is adjusted in order to fit the additional voltage drop RsIz appearing

in the total measured voltage V = Vj +RsIz. This is done in Fig. 2 for the three interfaces

near room temperature. Two kinds of deviation between experimental data and the theo-

retical laws may appear as it can be seen in Fig. 2 ; the first one is due to a non constant

ideality factor as long as the voltage drop in the series resistance is negligible (typically below

0.5 A/cm2 in these diodes at room temperature) and the second one is due to less common

transport mechanisms which are discussed in the following. It is worthwhile to notice that

the rectification ratios are more than twelve decades and that no generation-recombination

current is detected on these current-voltage characteristics, which would have involved a

symmetrical behavior of the absolute value of the current around the origin at low voltages.

Such an almost ideal behavior strongly suggests that the oxygen terminated surface of di-

amond passivates very efficiently the interface defects able to develop leakage currents26.

The determination of αA∗∗ needs temperature variations in such a way that the saturation

current density over T 2, namely αA∗∗ exp
(

−e0Φ0

B

kBT

)

, obtained from the extrapolated value

of the current-voltage characteristic at Vj = 0, can be drawn. Such Richardson plots are

displayed in Fig. 3. The effective Richardson constants αA∗∗, ideality factors at room tem-

perature and parameters described in the following are indicated in the Table I. It must

be stressed firstly that the αA∗∗ values are at least ten times lower than the standard value

A∗∗ and secondly that a careful inspection of the Fig. 3 shows that the data points follow

systematically a slight upward curvature, indicating a barrier height increase with temper-

ature. The first result confirms indubitably the presence of an insulating interfacial layer.

The second one is the preliminary indication of the presence of barrier inhomogeneities, a

conclusion similar to that obtained in ref.27 about silicides-silicon interfaces, also implying

additional consequences which have to be analyzed more thoroughly.
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FIG. 2. Current density as a function of applied voltage at 300 K in the three interfaces made of

Zr deposited on oxygen terminated diamond (a) with annealing temperature not exceeding 300 ℃;

(b) annealed at 350 ℃; (c) annealed at 450 ℃. Dash-dot lines are calculated with the help of Eq.

(3), αA∗∗ values included in table I which are obtained from fits achieved in the two following

figures, and adjusted constant values of the apparent barrier height and ideality factor in each

case, that are respectively: (a) 1.83 V and 1.57 ; (b) 1.47 V and 1.29 ; (c) 0.97 V and 1.05. Voltage

takes into account the voltage drop in a constant series resistance of 600 Ω in case (a) and 300 Ω

in cases (b) and (c), in good agreement with the theoretical ones, but current densities above a

few A/cm2 turn out to be higher because of the conductivity increase due to hole injection from

the heavily doped layer. Full lines rely on models which incorporate barrier height lowering and

are described in section IV, with Eq. (7) for the cases (b) and (c), while Eq. (14) is used for the

case (a). Horizontal arrows mark the flat band situation in each junction. The effect of image

force lowering is displayed in the inset for the case (a). In the hatched area, self-heating becomes

important.
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FIG. 3. Richardson plot for the three same interfaces as in Fig. 2. Averaged barrier heights

deduced from the slope of each straight line are respectively: (a) 1.84 V; (b) 1.47 V; (c) 0.95 V;

very close to that used in Fig. 2.

B. Richardson constant, ideality factor and potential barrier behaviors

Zero voltage barrier heights and averaged ideality factors are displayed in Fig. 4 as a

function of temperature. On the first hand, the former quantities experience indeed an

increase with temperature with generally an asymptotic behavior towards highest temper-
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Sample type and αA∗∗ n Φ0
B,∞ σ0

Φ

annealing temperature (℃) A cm−2 K−2 (at 300 K) V mV

(a) < 300 ℃ 11 1.52 1.93 71

(b) 350 ℃ 2.8 1.29 1.57 87

(c) 450 ℃ 8.5 1.00 to 1.07 0.93 54

TABLE I. Parameters of the Schottky barrier in the three interfaces according to the model of

section III.

atures, while the latter ones are decreasing, starting from very different values at room

temperature (which are reported in Table I) and displaying very different negative slopes.

As noticed previously, such variable ideality factors cannot be ascribed to a voltage drop

within an interfacial layer bearing an additional barrier to that built in the semiconductor,

because they would not be coherent with oxide interfacial layers which still exist at the three

interfaces. On the other hand, experimental data plotted in Fig. 2 deviate from the simu-

lated curves drawn in dash-dot lines on the basis of a constant ideality factor when voltage

drop in the series resistance and other effects remain negligible. A first attempt to fit more

accurately experimental results uses an alternative definition of the current density, which is

also more physically meaningful. It consists in using a temperature and voltage dependent

barrier height ΦB(T, Vj), so that the current density can be rewritten more usefully for the

homogeneous barrier case:

Jz,4 = αA∗∗T 2 exp

(

−e0ΦB(T, Vj)

kBT

)[

exp

(

e0Vj

kBT

)

− 1

]

(4)

Introducing an inhomogeneous barrier which follows a Gaussian spatial distribution in the

x − y plane of the interface, characterized by an average value ΦB(T, Vj) and a standard

deviation σΦ(Vj), permits to derive22,27 a law similar either to Eq. (3) or (4), with an effective

barrier given in the second case by :

ΦB(T, Vj) = ΦB(T, Vj)−
e0σ

2
Φ(Vj)

2kBT
(5)

For each temperature, it is always possible to convert Eq. (4) into Eq. (3) through the

definition of a voltage independent barrier height, conveniently taken at Vj = 0, and a

voltage dependent ideality factor n(T, Vj), valid in all situations, the inverse of which being
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evaluated from the derivative of the logarithm of the current density given by Eq. (3) and

(4) when the reverse saturation current is neglected:

kBT

e0

d(ln Jz)

dVj
=

1

n(T, Vj)
= 1− dΦB(T, Vj)

dVj
= 1 +

dΦB(T, U)

dU
(6)

However, in this first level model, no explicit dependence of the parameters is given as a

function of junction voltage Vj or band bending U . Some cases of potential barrier distri-

butions have been analyzed analytically by R. T. Tung28, who showed that the dependence

of the parameters of Eq. (5) was not linear with the band bending and hence with the

junction voltage, on the basis of a physical representation of the barrier lowering by a fic-

titious dipole located at interface. An additional source of non ideality may be present

if a spreading resistance effect occurs, involving inhomogeneous current density inside the

semiconductor because of current crowding near the pinch-off patches with a lowered barrier

and located close to the interface29,30. This effect is normally expected to be relevant at

current levels where the series resistance voltage becomes larger than some kBT/e0. But the

combination of multiple barriers and incomplete ionization of doping impurities may induce

deviation from the ideal current-voltage characteristic at much smaller currents because of

severe weakening of the carrier concentration and narrowing of the current paths in the low-

est barrier patches which cannot be assessed easily from the comparison to a voltage drop in

an averaged series resistance. This kind of non ideality will be discussed in the next section.

In the simple model presented above, the barrier fluctuations are characterized by their

average and standard deviation but are not supported by any physical model. Such an

approach prevents to work out the detailed electrical properties of the junction, specifically

the behaviors of the barrier lowering and ideality factor with voltage and temperature, unless

arbitrary hypothesis are made. Therefore, the reasons for these barrier inhomogeneities have

to be analyzed more accurately and an analytical model which will generalize that developed

by R. Tung28 will be implemented in the next section, concurrently with a realistic simulation

of some potential fluctuations at interface. But within the framework of the simple approach

developed in the present section, it is already possible to derive the two parameters ΦB(∞, 0)

and σΦ(0) at zero voltage from the fit of these quantities according to Eq. (5), which are

renamed respectively Φ0
B,∞ and σ0

Φ for sake of simplicity and displayed in Table I, for the

three types of interface. The average barrier height at infinite temperature Φ0
B,∞ decreases

by about 0.5 V after each anneal while the standard deviation σ0
Φ of the barrier fluctuations
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FIG. 4. At left, effective barrier heights as a function of temperature in (a) diodes not annealed

at temperatures higher than 300 ℃; (b) annealed at 350 ℃; (c) annealed at 450 ℃; full curves

are the best fits according respectively to Eq. (5) or Eq. (9) which results essentially in the same

behavior for the effective barrier. The point at the highest temperature in data (b) must be

discarded because it has been measured at the same temperature as the annealing one, involving

an additional annealing time which has induced a further evolution of the interface towards its final

state (c). At right, ideality factors for the same diodes after the same respective post-treatments

in (a’), (b’) and (c’) ; the best fits to the ideality factor data obtained with the help of Eq. (11) are

displayed in full curves for (b’) and (c’) and as a dash-dot curve for (a’), but using a non physical

parameter in the last case. The full curve adjusted on (a’) data exploits Eq. (17) and related ones

with more meaningful parameters at the expense of a worse agreement with data at the lowest

temperature (see text).
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goes through a maximum after annealing the interface at 350 ℃. But the deficiency of the

present model is confirmed by the different behaviors of the ideality factor with temperature

plotted in Fig. 3 which cannot be explained. These discrepancies confirm the need for a

more accurate model of the effect of potential fluctuations at interface upon current-voltage

characteristics.

Meanwhile, an unusual result which ensues from the calculation of the current densities

necessary to draw the fitting curves in Fig. 2 can be already pointed out. At some current

threshold, flat bands are reached (see the arrows in the same figure) and it is necessary

to consider that accumulation occurs at the interface to explain the continuous increase of

the current densities beyond this threshold. Such a behavior matches Eq. (1) which states

the proportionality of the current to a velocity and carrier concentration at interface. For

example in the case (c), flat bands are reached at a voltage of 0.63 V, corresponding to an

initial band bending of 0.97 − 0.38 = 0.59V (here Vdop=0.38 V) plus the barrier increase

of 0.04 V demonstrated in the next section. The corresponding current density calculated

directly with the hole concentration given by formula (1) in ref.1, assuming a compensation

of 20% (donor concentration ND = 1015cm−3) and Eq. (1), with a collection velocity ten

times smaller than that for an intimate contact, yields 0.4 A/cm2, very close both to the

experimental one and that calculated by Eq. (4). In cases (b) and (a), still at 300K, flats

bands are reached respectively at lower current densities indicated in Fig. (2), which cannot

be calculated with the help of the initial model because the apparent barrier heights deduced

presently are largely underestimated and would produce irrelevant band bending. Therefore,

assessing these values needs to wait for more accurate and physically relevant models which

will be developed in the next section. In Eq. (2) and subsequent ones, the barrier height has

been introduced for convenience and it was often believed as an impassable limit in Schottky

diodes. Such a statement is not true as everyone can be convinced if he realizes that Eq.

(2) and subsequent ones all derive from Eq. (1) where the current is controlled by a carrier

concentration. Band curvature reversal and occurrence of accumulation regime are possible

and even necessary to reach high currents, up to more than thousand times that those got

at flat bands, in these interfaces made on oxygen-terminated diamond, because firstly of the

low values of the effective Richardson constant, secondly of the wide forbidden bandgap of

diamond and thirdly of the large ionization energy of acceptors. In such a regime, diffusion

flow is inverted close to the interface, the barrier seen by majority carriers is canceled and
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consequently, the models relying on Eq. (2) and following ones, and on the properties of

barrier height inhomogeneities, specially their voltage dependence, become inappropriate.

Conversely, current crowding near the pinch-off patches with a lowered barrier may become

a major source of non ideality. These mechanisms will be incorporated into the forthcoming

models or else, kept in mind to assess the applicability of the following developments.

IV. POTENTIAL BARRIER INHOMOGENEITIES AND IDEALITY FACTOR

A. Potential fluctuations due to randomly distributed discrete charges and dipoles

The electrostatic potential experienced by mobile carriers originates from fixed charges

scattered inside the space charge zone and interface. For modeling purposes, it is often

derived from constant bulk charge concentration in the space charge zone and homoge-

neous charge density at interface. This view is correct for mechanisms characterized by

lengths larger than the Debye length λD =
√

εSCε0kBT/(e20NA), where εSC and ε0 are re-

spectively the relative permittivity of the semiconductor and the vacuum permittivity, and

when average laws are evaluated, but may fail if some physical property of carriers experi-

ences microscopic fluctuations. Indeed, when the effects of potential inhomogeneities are at

stake, the discrete nature of fixed charges accommodated within the metal/semiconductor

or metal/oxide/semiconductor (MOS) structure must be taken into account and the average

distance between these discrete charges have to be compared to λD. Here, λD amounts

to 40 nm at 300 K and 52 nm at 500K. Three locations have to be considered: (i) inside

the depletion zone, the average distance between ionized acceptors is 58 nm, very close to

λD. Only those which are at such comparable distances from the interface influence the

potential barrier height, as clearly evidenced in a following subsection. (ii) The oxygen

terminations bonded to the carbon atoms of the (001) diamond surface are making up the

negative part of the interface dipole, really present at the interface up to some annealing

temperature, an inverted situation in comparison to what happens on the hydrogenated

diamond surface, due to the sign change of the electronegativity difference between carbon

and oxygen or hydrogen respectively. The positive counterpart of this dipole lies within the

first and second carbon layer just below the surface, resulting in a potential jump through

the surface of ∆q ddiNdi/(εi ε0) where ∆q is the charge transfer, ddi the dipolar distance, Ndi
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the site density and εi the relative interface permittivity22. This potential jump is directly

reflected by the electron affinity change provided by oxygen terminations. In average, it can

be estimated close to 1.7 V because the smaller difference between electron affinities of the

free (2 × 1) reconstructed surface and the oxygenated surface31 is probably due to already

electron depleted bonds in the last carbon layer of the former one. Taking into account

the 30 percent coverage measured by X-rays photo-electron spectroscopy19 on our samples

treated by UV-ozone, equivalent to 5 × 1014 sites per cm2, a whole distance normal to the

interface of roughly ddi = 0.1+0.2 = 0.3 nm and εi = 2, the estimated charge transfer turns

out to be 2×10−20 C, that is ϑ′=0.13 electronic charge. However, it is known firstly that

there are several oxygen terminations, at least ether (C–O–C), carbonyl (C=O), hydroxyl

(C–OH) and carboxyl (O=C–OH) groups32–35 as individual adsorbates and possibly epoxide

(bridged oxygen between two adjacent carbons)36 in case of UV-ozone treatment as done on

our samples. The electron affinities calculated theoretically for the three first terminations

are different34,37. Secondly, all the sites are not occupied (in our case, about 30 percent,

like when oxygen plasma treatment is applied to the diamond surface19) but when adjacent

sites are provided with an oxygen termination, polymerization along chains may occur32.

Therefore, the dipole strength resulting from these various adsorbates and able to modify

the potential barrier height is far from being homogeneous at least over a scale length of few

nanometers and also along a much larger scale if the various terminations are arranged in

macroscopic domains, resulting in a non-uniform local electronic affinity. An other reason

which may lead to scattered patches with different barrier heights would be the chemical in-

homogeneities like often present when carbide formation occurs13, which might also happen

if the chemical composition of the interfacial oxide layer or its thickness were not homoge-

neous throughout the interface. And last but not least, extrinsic defects such as emerging

dislocations cannot be excluded as sources of locally lowered barrier height like revealed at

CoSi2/n-Si(001) interfaces by ballistic electron energy microscopy38. On the contrary, the

intrinsic dipole due to charge transfer across the interface because of a possible misalignment

of the charge neutrality levels in the two materials is supposed to be homogeneous because it

results from the occupation of gap states which are delocalized in the plane of the interface

and will not participate in potential fluctuations. (iii) As evidenced in the following, discrete

charged centers exist inside the oxide of MIS structures and are expected to be also present

in the thin interfacial oxide of the Schottky contacts. These cases are treated quantitatively

19



in the next subsections and are brought face to face to experimental and simulation results.

B. Evidence of charged centers in oxide layers

To check quantitatively the presence of discrete charged centers inside the oxide, a MIS

structure Al/ZrO2/p-type (001) oriented diamond has been fabricated. The 25 nm oxide

layer has been prepared by atomic layer deposition at 100 ℃. The p-layer has a thickness

of 2 µm, contains some 1017 B/cm3 and has been epitaxially grown on top of a 200 nm p++

diamond layer itself in epitaxial relationship on a (001) oriented Ib substrate. After etching

the p-layer and before the deposit of the last stack Al/ZrO2, an ohmic contact is fabricated

around the sample on the heavily doped (p++) layer, ensuring a series resistance close to a

few kΩ. In this way, the proper time constant of the MIS structure is inferior to 1 µs. Such

a property allows safe measurements of the static, pulsed and transient capacitances at a

frequency of 1 MHz, as described in reference39. Results of the reciprocal square capacitance

as a function of voltage and the isothermal spectra of projected interface states as a function

of the hole emission time constant deduced from the first real Fourier coefficient of the

capacitance transients at two time window durations are displayed respectively in Fig. 5(a)

and Fig. 5(b) and (c). From the extrapolation of the linear part of the curve in Fig. 5(a)

to zero ordinates, a flat band voltage VFB of −4.1 V is deduced whereas a value equal to

ΦMS = ΦM − χSC − EG/2e0 − (Ei − EF ) /e0 = −2.4 V would be calculated with the help

of the electron affinity model and ΦM = 4.28 V for the Al work function40, χSC = +1.6eV

for the electron affinity of oxygen-terminated p-type diamond31,41, EG = 5.45 eV for the

diamond band gap and φF = (Ei − EF ) /e0 = 2.35 V deduced from the difference between

intrinsic and Fermi energy levels in bulk boron-doped diamond, assuming no charge in the

oxide. The discrepancy comes from this last hypothesis which is not verified, implying

that the real situation comprises a positive charge inside the parenthesis of the last term

in VFB = ΦMS −
(

Qis(0) + Qox

)

/Cox, where Cox is the oxide capacitance density, Qis(0)

and Qox being respectively the charge per unit area in interface states at flat bands and the

product of the total charge per unit area within the insulator by the ratio of the barycenter

of this charge to the insulator thickness39. To reconcile the two values, a total number of

positive charges per unit area must amount to 2×1013 cm−2 within the 25 nm thick oxide

layer.
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FIG. 5. (a) Square of the inverse capacitance density as a function of the gate voltage ; (b) and (c)

curves are isothermal transient capacitance spectra respectively after a 1 ms and a 100 ms filling

pulse, recorded at a gate voltage of 3 V and temperature of 362 K.

The centers which accommodate charge may experience change of their charge state

if some mechanisms are occurring, like carrier emission from interface states lying in the

common forbidden gap of the two materials, and also transport by hopping and tunneling

across some thickness of the insulator. Such effects give rise to transient capacitances in the

MIS structure because of the rearrangement of all the individual electric dipoles necessary

to comply with the rule of a constant whole electric dipole if the MIS is submitted to a

constant voltage39. Isothermal spectra are displayed in Fig. 5(b) and (c) as a function of the

characteristic emission time. They are obtained from the Fourier transform of the transients

which are recorded after two filling pulses lasting respectively 1 ms and 100 ms. They show a
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two peaks structure, the slower peak being higher for the longer filling pulse. This response

can be viewed as the projected spectrum of states on the interface energy scale inasmuch

both states located at interface and some oxide states as well may exchange holes with

the valence band of diamond. Differential spectroscopy is here unnecessary just because

emission from discrete interface states in the common bandgap largely dominates that from

a hypothetical continuum since peaked structures clearly appear in Fig. 5, and an accurate

calibration of the energy scale is not needed. The smaller filling pulse duration tp = 1 ms

has been chosen to ensure complete filling of interface states even with capture cross sections

as low as 10−19 cm2, whereas the larger tp = 100 ms is able to involve additionally either

injection or extraction of carriers trapped in discrete states localized within the insulator at

some distance from the interface. The important point consists in the different behaviors

followed by the two peaks as a function of tp: the first occurring at the shorter emission

time is very weakly sensitive to tp and consequently related to an interface state whereas

the second one increases with tp, involving carrier transport through some insulator slice.

This is the demonstration that at least one discrete state exists inside the oxide. An order

of magnitude of the distance d of these centers from the interface can be estimated from

the inverse of the attempt-to-escape time checked by Jain and Dahlke for traps in Si/SiO2

interfaces42 and given by ν0 exp(−qd), with ν0 ≃ 1016 s−1 and α ≃ 1.05Å−1, yielding roughly

d ≃ 3 nm. The reciprocal attempt-to-escape time at zero insulator thickness ν0 and the

quantum transmission coefficient q are conditioned respectively by the quantum uncertainty

about the potential well or barrier height, also close to 2~/G where G is the line width

of the resonance43, and tunneling transmission coefficient which depends on the square

root of the previous quantities. Because the relevant energies are still about 1 eV, the

order of magnitude of ν0 and q are expected not to be largely different in the present case.

The evaluated distance d is close to one tenth of the whole insulating layer thickness, a

ratio similar to that of the center densities deduced by the transient and static capacitance

methods in the MIS structure. Consequently, these point defects behaving as repulsive

centers for holes and located inside the oxide layer at the Schottky interfaces under study

might not be ignored unless other charged centers or dipoles prevail.
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FIG. 6. Sketch of the potential barrier experienced by majority carriers with (a) two dipoles across

the interface with a repulsive elementary charge on the semiconductor side; (b) one dipole of the

same kind across the interface and one repulsive elementary charge beyond it; (c) two repulsive

elementary charges beyond the interface; (d) randomly scattered attractive elementary charges

inside the depletion zone.

C. Effects of local barrier enhancement due to random elementary charges and

dipoles close to the interface

Electrostatic potential along x and y directions, parallel to the interface, and z, normal to

the interface, can be calculated by adding three terms as a function of normalized distances

ξ = x/λD, ν = y/λD and ζ = z/λD, and band curvature U in volt: the average potential
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of the depletion zone
(

√

U − kBT/e0 − ζ
√

kBT/(2e0)
)2

; the image force potential −uim/ζ

with uim = e0/(16πεSCε0λD) and the potential due to either repulsive elementary charges

positioned symmetrically at ξ = ±ξ0, ν = 0, and beyond the interface plane by a distance

ζ0, that is
4uim

√

(ξ − ξ0)2 + ν2 + (ζ + ζ0)2
+

4uim
√

(ξ + ξ0)2 + ν2 + (ζ + ζ0)2

or replacing either one or two of the previous terms by

− 4uim
√

(ξ ∓ ξ0)2 + ν2 + (ζ + ζ0)2
+

4uim
√

(ξ ∓ ξ0)2 + ν2 + (ζ − ζ0)2

at either one location +ξ0 or both locations ±ξ0 to simulate either one or two elementary

dipole due to negative oxygen termination beyond the interface and its positive counterpart

on the diamond side. A 3-dimensional view of potential barriers in several cases is given in

Fig. 6, the last one being obtained with an inverted sign before ζ0 and four random locations

of elementary charges within the depletion zone. The three first cases are respectively

devised to mimic the mechanisms assumed to be at stake in the transport of carriers at

interface, resulting from the repulsive effect of charges located just at interface or close to

it inside diamond: (a) with negative oxygen terminations inducing interface dipoles which

are supposed to dominate; (b) with a mixed influence of repulsive oxide charges and dipoles

similar to those of the previous case; (c) with only repulsive oxide charges. In these three

cases, elementary charges or dipoles enhance the barrier locally. On the contrary, in the

fourth case (d), barrier lowering δΦsad
B,1 may occur with a saddle point at normalized distance

ζsad from the interface which can be calculated exactly from the solutions of a quartic

equation resulting from the cancellation of the potential derivative along the ζ direction.

However, a rough estimate, easier to derive, relies on the geometric mean of the two extreme

solutions of the quartic equation, and can be expressed as ζsad ≈
√

χ(U) [ζ0 − 2χ(U)] with

χ(U) = u
1/2
im

(

2kBT
e0

)−1/4 (

U − kBT
e0

)−1/4

, and results in δΦsad
B,1 ≈ 4 uim/ (ζ0 − ζsad). The

resulting effects of this barrier height lowering will not be treated in detail here. In the

three first cases, the distribution function of potential barrier heights is then calculated with

a fixed value of ζ0 and random values of ξ0 around a mean ξ0 according to a normal law

with a standard deviation σξ, to assess the possible values of ΦB(T, Vj) and σΦ(Vj), the

characteristic parameters of the inhomogeneous barrier.

In a first step, the parameter σΦ(0) is adjusted to match the values displayed in Table I

at a medium temperature, typically 500 K with realistic values of ζ0, ξ0 and σξ. More
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FIG. 7. Ideality factors deduced from the microscopic barrier inhomogeneities model for the three

types of interface at 300 K (triangles), 400 K (squares) and 500 K (circles) as a function of the

band bending U . Curve (i) is the best fit of data points by 1 + 1/P (U) with P (U) = 136.8U −

76.4U2 + 28.4U3. The curve (ii) displays the barrier height variation deduced from (i) with help

of Eq. (6) which implies that dΦB / dU = −1/ [1 + P (U)]. Dash-dot curve (iii) shows the image

force lowering variations.

specifically, ζ0λD spans the range 0.2 to 0.46 nm and (ξ0λD)
−2 the range 1.5 × 1012 cm−2

to 3× 1014 cm−2, the two later limits featuring respectively a positive charge density inside

the oxide layer and the dipole density at the oxygen terminated surface. Accordingly, the

average distances ξ0 between point charges or dipoles span a range limited by 0.08 and 0.007

(in λD units) respectively. Therefore, the barrier height fluctuations are occurring along

a microscopic scale, well below the Debye length. In a second step, the band bending is

changed and the values of ΦB(T, U) and σΦ(U) are evaluated as a function of the band

bending U . In all the cases and whatever the temperature, as suggested in27, the increase
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of the average barrier height ΦB(T, Vj) and the decrease of the standard deviation σΦ(Vj)

with increasing forward voltage and correlative decreasing band bending is fully confirmed,

although the barrier height distribution is not symmetric and cannot be strictly depicted by

a normal law. The trends followed by the two terms of Eq. (5) both contribute to an increase

of the barrier height with forward voltage which can be also interpreted as an increase of the

ideality factor, thus inducing a lower current density in comparison to that anticipated with

the help of a constant ideality factor like sketched with dash-dot lines in Fig. 2. At variance

with the hypothesis used in ref.27, neither the variation of ΦB(T, Vj) nor that of σΦ(Vj)
2

is linear with Vj or U , a law which would have resulted in a constant ideality factor, in

contradiction both with experimental and simulation results. An other major feature is the

relative insensitivity of the ideality factor to the density of point charges or dipoles (ξ0λD)
−2,

the former starting from 1.01-1.02 for band bending corresponding to zero voltage bias and

growing up to 1.05-1.15 when the band bending U becomes close to a few kBT/e0 like shown

in Fig. 7, irrespective of the temperature. The barrier height variations which are deduced

from the ideality factor match very well those of the image force lowering as clear in Fig. 7

too. This result coming from the simulated inhomogeneous barrier height with repulsive

elementary charges or dipoles demonstrates that the image force lowering and its changes

with the band bending is the main source of the variation of the average barrier height with

the applied voltage, because barrier height enhancement does not contribute significantly to

the whole barrier experienced by carriers responsible for the current, except for a reduced

effective area. Such a result validates this hypothesis already done in ref.28. The whole

variation amounts to about 40 mV like inferred in ref.22 for the image force lowering alone.

It is thus possible to derive a universal law featured by a solid line in Fig. 7 that may be

used to derive current density-voltage characteristics with the help of Eq. (4) and (6). The

first important result coming out from this simulation turns out to be the better agreement

of the simulated current density sketched in solid line in the inset of Fig. 2 in the case (c)

where the barrier height correction has been taken into account. The second one is the

insensitivity of the ideality factor to temperature, a property which matches rather well the

behavior of the interface (c) in Fig. 4 (c’), in contrast to the absolute variations in data (a’)

and (b’), although the ideality factor (c’) remains slightly higher than the values evaluated

from the image force lowering alone. Taking all the arguments evidenced and discussed in

the present subsection, one must conclude that microscopic barrier inhomogeneities resulting
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from repulsive elementary point charges or dipoles which have been however, experimentally

evidenced, cannot account for most of the properties of the interfaces presently studied, and

that an other type of barrier inhomogeneity must be present.

D. Barrier height and ideality factor of interfaces with lowered barrier patches of

size either comparable to or smaller than the Debye length

The calculation of barrier height fluctuations due to barrier height lowering ∆p at circular

patches with radius R0 or linear ones with width L0 and their effect on the current-voltage

characteristics relies on the same principle as previously, except for the weight of each dipole

which has to be 2πεSCε0∆pR
2
0 to induce the desired barrier change at circular patches which

will be only considered in the following because close to those happening naturally in in-

homogeneous interfaces. Additionally, only patches with a lowered barrier are considered

as demonstrated in the previous subsection. This method, known as the dipole-layer ap-

proach, has been implemented analytically by R. T. Tung28 and summarized later by W.

Mönch22. For a single circular patch with radius R0 and barrier lowering ∆p embedded into

a homogeneous area characterized by a constant barrier height Φhom
B , a single parameter

containing the two characteristic quantities R0 and ∆p, which is called the patch parameter

γp = 3(∆p R2
0/4)

1/3 can be defined. Integrating Eq.(1) over the whole area A with the

hypothesis of a parabolic shape of the potential around the saddle point restores the form

of Eq. (3). But the new barrier height is Φhom
B minus an effective barrier lowering δΦsad

p

at the potential saddle point, the ideality factor n is replaced by 1 and an effective area

Aeff = 4πλ2
DΓ/3 affects the current expression. The weight of the patch is proportional to

the dimensionless parameter Γ = γp
3

1
η1/3U2/3 where η = εSC ε0 / (e0NA). Both the effective

barrier lowering 3ΓU = γp [U / η]1/3 and area Aeff = 4πγpkBT
9e0

[η / U ]2/3 are dependent on

the band bending U = Φhom
B − Vj − Vdop, while the ideality factor is approximately 1 + Γ,

therefore increasing with the forward voltage. The final step consists in introducing a distri-

bution of a variable patch parameter. In the Tung’s original work28, two cases were worked

out : (i) a sharp distribution of lowered barrier patches approximated by a single patch

parameter γ0 and (ii) a broad distribution featured by half a Gaussian law which limited

the γp range to the values pertaining to barrier height lowering alone, that are γp > 0.

This choice was justified by the negligible contribution of patches characterized by a barrier
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height enhancement to the whole current as we checked in the previous subsection. In order

to generalize such an approach, allowing to match continuously any intermediate behavior

between the two previous cases, the patch parameter distribution function will be chosen

as N(γp) = Dp√
2πσp

exp
(

− (γp−γ0)2

2σ2
p

)

, characterized by a standard deviation σp of the patch

parameter around the central value γ0 and an areal density Dp. Depending on γ0, the func-

tion N(γp) depicts either a peaked distribution around the central patch parameter, or half

a Gaussian law decreasing from its maximum at γp = 0 when γ0 = 0 or even a decreasing

Gaussian tail with a non zero initial slope if γ0 < 0. After summation of all the currents

dependent on any positive value of γp from zero to infinite, this procedure further allows

to derive the following expression where only the last factor contains the effects of inhomo-

geneities while the others give the ideal thermionic current density of a homogeneous barrier

height Φhom
B :

Jpatchy
z = α A∗∗ T 2 exp

(

−e0Φ
hom
B

kBT

)[

exp

(

e0Vj

kBT

)

− 1

]

×
{

1 +
2
√
2π kBT Dp σp η

2/3

9 e0 U2/3
exp

(

− γ2
0

2σ2
p

)

[

1 +

√
2π e0 <δΦsad

p,0 >

kBT
exp

(

1

2

(

e0
kBT

<δΦsad
p,0 >

)2
)]}

(7)

where the standard deviation < δΦsad
p,0 > of the distribution of the saddle point of the

barrier Φsad
p is:

<δΦsad
p,0 >= σp

[

U

η

]1/3

+
kBT γ0
e0 σp

(8)

But the current density deviates notably from the ideal thermionic law only if the factor

inside the braces of Eq. (7) is larger than unity. As one is interested in this case, a reasonable

approximation consists in neglecting the unity terms inside the braces, so that the effective

barrier height can be deduced from the exponent of the exponential factors, which turns

out to be 1
2

[

e0
kBT

<δΦsad
p,0 >

2 −γ2

0

σ2
p

]

inside the braces of Eq. (7) and logarithm of the pre-

exponential factor :

Φeff
B (T, U) = Φhom

B −
[

e0
2kBT

σ2
p

(

U

η

)2/3

+ γ0

(

U

η

)1/3
]

− kBT

e0
ln

[

4π Dp σp η
2/3

9 U2/3
<δΦsad

p,0 >

]

(9)

This last equation is similar to Eq. (5) with the new quadratic average <δΦB > of barrier
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fluctuations

<δΦB>=

[

σ2
p

(

U

η

)2/3

+
2kBT

e0
γ0

(

U

η

)1/3
]1/2

(10)

and an additional term which has a little influence due to the logarithm and a null value

for Dp in the 1010 cm−2 range, but may give a non negligible contribution to the ideality

factor appearing in next formula when the barrier inhomogeneity level is low. But the main

issue is the dependence of < δΦB > on temperature which is different from that given by

Eq. (5) and results in a shift of the high temperature asymptote of the effective barrier in

comparison to Φhom
B by a quantity proportional to γ0, leading to an apparent extrapolated

barrier Φapp
B = Φhom

B − γ0

(

U
η

)1/3

.

From Eq. (6), (8) and (9), the ideality factor can be calculated as:

n(T, U)− 1

n(T, U)
=

e0
3kBT U

[

σ2
p

(

U

η

)2/3

+
kBT

e0
γ0

(

U

η

)1/3
]

− kΦ
kBT

e0 U

=
e0

3kBT U
< δΦB >2 − γ0

3η1/3U2/3
− kΦ

kBT

e0 U

(11)

where kΦ is between 1/3 and 2/3 according to the respective dominance of either the first or

the second term in < δΦB >. This ideality factor increases with decreasing band bending

and therefore with increasing applied voltage as long as flat bands are not reached, so that

current-voltage characteristics plotted in a semilogarithmic diagram experience a downwards

curvature, as in Fig. 2 (a) and (b). This model ceases to be valid neat flat bands and beyond

because the current calculation relies only on the carrier flow at the saddle points of the

potential barrier, neglecting the areas where the barrier is Φhom
B or higher. It must be also

stressed that these ideality factor and effective barrier height must be evaluated around the

same band bending U = Ub if comparison at different temperatures or in different diodes

are made. This is often done by assessing the corresponding ideality factor nb at the same

current density although such a rule is almost true only at vanishing band bending. It is

important to notice that various behaviors of the ideality factor as a function of temperature

can result from Eq. (11), with a trend toward a constant value when the second term inside

the brackets dominates at elevated temperatures as one can see in Fig. (3b’), the last term

in Eq. (11) being negligible except near flat bands and for ideality factors below 1.1. Either

neglecting the last term in Eq. (9) or lumping it into Φhom
B , a relationship between the

effective barrier height and ideality factor nb at the same band bending Ub for all the diodes

investigated at a given temperature among a set of diodes, comes from Eq. (9), (10) and
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(11):

Φeff
B ≈ Φhom

B − 3Ub

2

nb − 1

nb
− γ0

2

(

Ub

η

)1/3

− kΦ
kBT

e0 Ub
(12)

Therefore, the difference between the effective barrier height Φeff
B and a quantity shifted

from the homogeneous barrier Φhom
B mainly by a term proportional to the central patch

parameter γ0, follows a linear relationship regarding the ideality function (nb − 1)/nb. It

does not depend on the standard deviation σp of the patch distribution, except for the

last term including the factor kΦ which is roughly constant for a given patch distribution.

At constant temperature, this last term is indistinguishable from Φhom
B and adds a minor

error to it. Conversely, the term proportional to γ0 may contribute to an important shift

of the apparent extrapolated barrier at unity ideality factor in comparison to Φhom
B , since

this apparent barrier turns out to be Φapp
B = Φhom

B − γ0
2

(

U
η

)1/3

and this correction might

not be ignored in general. It can also introduce some dispersion of the data when a family

of diodes is studied. The effective barrier height Φeff
B is approximately linear with nb only

for typical values smaller than 1.4 like noticed in ref.22, so that it is better to make plots of

the apparent barriers as a function of (nb − 1)/nb for sake of generality, as done in Fig. (8),

which will be commented in the next subsection. However, it must be stressed that all the

expressions derived for the effective barrier height and ideality factor within the framework

of the present model, that are Eq.(9) to (12), assumed that the factor inside the braces of

Eq. (7) is largely greater than one. Such a condition implies that the patch density Dp

must be typically much larger than 107 cm−2, so that one has to wonder whether the value

deduced from adjustments has really a physical meaning in each situation.

In one diode alone, the fingerprint of the kind of barrier inhomogeneities breaks out in

the behaviors of the ideality factor and to a smaller extent of the effective barrier height as

a function of temperature, like shown in Fig. (4), where evolutions of the ideality factor are

markedly different for the three interfaces in Fig. (4a’), (4b’) and (4c’). All these features can

be reproduced by the laws demonstrated above, specially the ideality factor variations with

temperature which are strongly influenced by the central patch parameter γ0 in Eq. (11).

In the case (a), a good agreement with Eq. (11) can be obtained as depicted by the dash-

dotted curve in Fig. (4a’) at the expense of a negative central patch parameter which would

induce an apparent barrier Φapp
B larger than the homogeneous one Φhom

B , obviously leading

to an incoherent physical situation. Moreover, the direct adjustment of the current density
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Sample type and Φapp
B σp γ0 Φhom

B,1 Dp Φhom
B,2

annealing temp. V V1/3 cm2/3 V1/3 cm2/3 V cm−2 V

(a) < 300 ℃ 2.04±0.14 (9±3)×10−5 (1.6±0.4)×10−4 2.26±0.16 (3±1)× 106 2.38±0.02

(b) 350 ℃ 1.68±0.1 (9.0±1)×10−5 (1.85±0.3)×10−4 1.87±0.1 (6±2)×109 1.90±0.02

(c) 450 ℃ 0.93±0.04 (5.5±1.5)×10−5 (1.3±1.2)×10−5 0.94±0.04 < 109 0.99±0.01

TABLE II. Parameters of the Schottky barrier in the three interfaces according to the models

detailed in section IV, with Φapp
B,1 and σp deduced from the adjustment of barrier height as a

function of temperature according to Eq. (9). Then, γ0, and Φhom
B,1 are derived from ideality factors

fitted as a function of temperature with respective help of Eq. (11) in the case of interfaces (b) and

(c), and Eq. (16b) for interface of kind (a), while Dp and Φhom
B,2 come from the direct adjustment

of the current densities shown in Fig. (2) respectively to Eq. (7) for interfaces of kind (b) and (c)

and Eq. (14) for interface of kind (a) as a function of voltage.

according to Eq. (7) turns out to be impossible because this expression is unable to account

for the curvature of the current density-voltage characteristic (a) in Fig. (2) below flat bands.

An alternative model able to involve a more appropriate physical picture is discussed below

for interfaces of kind (a). Data collected in 95 diodes prepared on three distinct diamond

stacks which underwent the same pre-treatment before metal deposition and displayed in

Fig. (8), give a first indication: if so different groups of data are possible for diodes whose

diameter is 100 µm, specially the IB against IA and IIA, related to interfaces of kind (a),

barrier heights extrapolated at unity ideality factor and averaged on such area must be

different. Consequently, the lateral scale of barrier inhomogeneities may no longer be the

Debye length but much more, and the approximations of a parabolic potential at the bottom

of the lowered barrier patches depicted by the patch parameter γp would cease to be valid.

Secondly, strong variations of the ideality factor with temperature like in Fig. (4a’) suggests

that diamond resistivity may play a role because acceptors are progressively ionizing in this

temperature range.
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FIG. 8. Effective barrier height as a function of (nb− 1)/nb, where nb is the ideality factor at band

bending Ub for 95 diodes fabricated on three distinct diamond stacks elaborated like described in

section II, respectively identified by squares (I), pentagons (II) and circles (III). Samples I and II

have not been intentionaly annealed while sample III has been annealed at 350 ℃. Dash lines are

best linear fits of grouped data IA, IB, IIA, IIB and III according to Eq. (12).

E. Barrier domains with multiple sizes and inhomogeneities of the current density

When the lateral size of barrier inhomogeneities largely exceeds the Debye length, the

previous model relying on a parabolic potential at the bottom of the patches with a lowered

barrier is no longer relevant. These different areas with distinct barrier height can be treated

as independent of the band curvature because the pinch-off of the channels where the current

flows becomes negligible. Then, the total current is simply obtained by summation of all the
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currents like in a parallel circuit of the corresponding paths. But such a model is unable to

fit the downward curvature experienced by the logarithm of the current density as a function

of voltage in interfaces of kind (a) and yields merely an ideal behavior as soon as the lowest

barrier is shifted below the others by some kBT/e0 because the corresponding current flow

dominates the others. In fact, this current inhomogeneity due to carrier crowding at the

saddle points and lowest barrier domains remains when the z coordinate move away from the

interface and therefore have a dramatic influence on the total voltage applied to the junction

for a given current, specially when carrier freeze-in occurs, inducing large variations of the

ideality factor with temperature. This effect is relevant both for barrier domains much larger

than the Debye length where no pinch-off occurs and for pinched-off patches, and the voltage

drops in these shrunk channels must be subtracted from the total applied voltage. In the

pinched-off case, the diameter of patches is always much smaller than the lightly doped layer

thickness tl so that the spreading resistance can be approximated by ρ(T )

4
√

Ap−o
eff,i/π

with a good

accuracy44, ρ(T ) being the resistivity of the lightly doped diamond layer. Therefore, the

non pinched-off and pinched-off forward currents which flow respectively through individual

areas Ai and Ap−o
eff,i under an applied voltage Va read:

Inon−p−o
i = Ai α A∗∗ T 2 exp

[

− e0
kBT

(

Φhom
B − ∆Φ − Va + Inon−p−o

i ρ(T )/λi

)

]

(13a)

Ip−o
i = Ap−o

eff,i α A∗∗ T 2 exp



− e0
kBT



Φhom
B − γp

(

Ui

η

)1/3

− Va +
ρ(T )

4
√

Ap−o
eff,i/π

Ip−o
i









(13b)

with Ap−o
eff,i =

4 π kB T γp
9 e0

(

η
Ui

)2/3

and Ui = Φhom
B − γp

(

Ui

η

)1/3

− Va −Vdop + ρ(T )

4
√

Ap−o
eff,i/π

Ip−o
i ;

the lowest barrier spreading over the areas Ai with size much larger than the Debye

length being Φhom
B − ∆Φ. If the current inhomogeneity remains the same along the whole

depth of the lightly doped layer like assumed in ref.29, the voltage drop along the ith non

pinched-off channel is simply proportional to a resistance ρ(T )/λi where λi = Ai/tl. This

hypothesis is true in the limit of a diameter of the area with a lowered barrier height well

larger than tl, a condition equivalent to
√

Ai/π ≫ tl/2. But because this diameter can span

a large range, from values well below tl up to much wider ones, the corresponding spreading

resistance should take the general form44 ρ(T )

2
√
πAi

arctan(2tl/
√

Ai/π) and λi should become
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2
√
πAi/ arctan(2tl/

√

Ai/π). It must be noticed that the last term in the exponent of the

expression of Ip−o
i and in Ui is added to Φhom

B and therefore plays the same role as a negative

central patch parameter γ0 in the effective barrier experienced by the whole current flowing

through the pinched-off patches and given in Eq. (9). This fact explains why neglecting the

confinement of current in channels which stretch out along some part of the lightly doped

layer thickness had to be compensated by the occurrence of a negative figure for γ0 in the

simulation results of the previous subsection, leading to an incorrect value because of an

inappropriate model applied to interfaces of kind (a).

Averaging all the currents over the whole diode area Ad is not tractable analytically. A

reasonable approximation consists in calculating separately the total current and an estimate

of the whole conductance within the shrunk channels from the integration of all the parallel

conductances λi/ρ(T ) or 4
√

Ap−o
eff,i/π/ρ(T ) appearing in the last term of the exponent of

each expression (13a) or (13b), weighted by the distribution N(γp) =
Dp√
2πσp

exp
(

− (γp−γ0)2

2σ2
p

)

in the later case. It is also assumed like previously that only the lowest barrier for the current

flow is efficient and that the barrier lowering is approximated by its quadratic average. For

non pinched-off channels, the total conductance would result from the integral of λi/ρ(T )

weighted by an unknown distribution, so that it is more convenient to introduce a fictitious

area Anon−p−o
∆V allowing to write the corresponding voltage drop ∆V non−p−o. In the case

of the pinched-off currents, two integrals must be evaluated numerically as a function of

γ0/(
√
2σp). Their ratio appears as a fraction in the next formula and gives the exact value

within an error smaller than 10 % . With Anon−p−o =
∑

i Ai representing the true area

of the non pinched-off zones, the average current densities in the whole diode area become

respectively for the non pinched-off and pinched-off channels:

Jnon−p−o
z ≈ Anon−p−o

Ad

αA∗∗T 2 exp

[

− e0
kBT

(

Φhom
B − ∆Φ − Va + ∆V non−p−o

)

]

(14a)

with

∆V non−p−o ≈ ρ(T )Anon−p−o

(Anon−p−o
∆V )1/2

αA∗∗T 2 exp

[

− e0
kBT

(

Φhom
B − ∆Φ − Va + ∆V non−p−o

)

]

(14b)
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and Jp−o = Jpatchy
z from Eq. (7), with Vj = Va − ∆V p−o where

∆V p−o ≈ π

6
ρ(T )

(

kBT

e0

)1/2
( η

U

)1/3 1.77γ0 + σ2
p/(γ0 +

√
2σp)

√

π γ0 +
√
2σp/3

× αA∗∗T 2 exp

[

− e0
kBT

(

Φhom
B − e0

2kBT
<δΦB>2 − Va + ∆V p−o

)]

(14c)

and

U ≈ Φhom
B − e0

2kBT
<δΦB>2 − Va − Vdop (14d)

It must be noticed that the patch density Dp does not appear in ∆V p−o because both

the conductance and current are proportional to it, so that it is canceled in the frame-

work of the previous approximation. From these expressions, it is easy to guess that the

lower the temperature, the higher the effect of the smallest barrier, like in previous mod-

els. If the non pinched-off current dominates, the apparent barrier lowering would be

∆Φ − kBT
e0

ln (Ad/Anon−p−o), inducing a linear decrease of the effective barrier as temper-

ature is lowered, whereas alternatively Eq. (9) would be valid, at least when ∆V remains

small regarding Va. At sufficiently high temperature, the increase of the effective barrier

would be linear with temperature when the non pinch-off current dominates, an effect which

is not clearly detected in Fig. (4a), indicating that the pinch-off current might stay the

major one. Such a view is confirmed by the absence of any ”S-shaped” current-voltage

characteristic in Fig. (2a), which otherwise would reveal the existence of two parallel non

pinched-off channels like happening in some Ti/4H-SiC diodes45, each of ones having its

own barrier height and series resistance with the corresponding condition
√

Ai/π ≫ tl/2

indeed achieved.

From experimental data displayed in Fig. (8), it seems that the general trend involving a

linear relationship between effective barrier height and ideality function is still valid. Such

a property can be checked from the integration of the central expression in Eq. (6) with

Va replacing Vj . It results in a linear relationship between the effective barrier and ideality

factor function if the ideality factor does not depend on the band bending. Such a condition

is only approximately achieved, but better and better when higher and higher band bending

are used, like those deduced from these data and reported in Table III. In such conditions,

the voltage drop ∆V remains negligible and the ideality factor is close to a constant value
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when the band bending changes. In such an approximation, K and C being constants, one

gets from the integration of Eq. (6) :

n(T, Va)− 1

n(T, Va)
= K Φeff

B (T, Va) + C (15)

Therefore, the observed linear correlations in Fig. 8 can still be justified but the integration

constant is not known and can be replaced by the term proportional to γ0 in Eq. (12) only

if the model relying on a patchy barrier height with a negligible voltage drop inside the

lightly doped layer is relevant. In the opposite case, specially when non pinched-off zones

dominate, the second member of the previous equation would be K (Φhom
B − ∆Φ) with an

ideality factor close to unity if the previous condition applies, since the current would be

essentially thermoionic in nature. In the general case, an uncertainty remains about the

physical meaning of the extrapolated barrier and its possible difference with Φhom
B . When

the voltage drop inside the lightly doped layer is not negligible, approximate expressions

of the ideality function can be drawn separately from the previous equations when either

Inon−p−o = AdJ
non−p−o
z or Ip−o = AdJ

p−o
z dominates, which turns out to be respectively:

Y non−p−o =
na(T, Va)− 1

na(T, Va)
≈ e0

kBT
∆V non−p−o (16a)

or Y p−o =
nb(T, Va)− 1

nb(T, Va)

≈
[

e0
3kBT U

σ2
p

(

U

η

)2/3

+
γ0
3 U

(

U

η

)1/3
]

(

1 +
e0
kBT

∆V p−o

)

+
e0
kBT

∆V p−o (16b)

When the ideality factor has to be studied as a function of temperature, measurements

should be done at constant current density, because in such a case the product of αA∗∗T 2

and exponential factors in Eq. (16a) and in the term ∆V p−o of Eq. (16b) can be considered

as almost invariant, making any parameter adjustment much easier. In each case, these ex-

pressions shows that the ideality factor may become very sensitive to temperature, specially

because it follows the variations of the resistivity ρ(T ) which are very important in the range

where freezing out of carrier occurs, typically from 300 K to 550 K in this study. Involvement

of the voltage drop due to the flow of current through the narrow bottlenecks which lengthen

the lowered barrier regions inwards the lightly doped layer is able to explain qualitatively

the strong negative slope of the ideality factor in Fig. (4a’). The general case relies on the
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combination of the two kinds of current with a proportion P = Ip−o/(Ip−o + Inon−p−o) and

on Eq. (6), giving the global ideality function:

Y =
n(T, Va)− 1

n(T, Va)
= P Y p−o + (1− P ) Y non−p−o (17)

The best match to the four data at highest temperatures is obtained with P = 72% and

plotted as a full curve in Fig. (4a’), confirming the previous hypothesis about the dominance

of the pinched-off current. The discrepancy at the lowest temperatures is commented in the

following. But it must be stressed that the first term in Eq. (17) is unable to account for

the ideality factor variation, which are mainly due to the second term despite its smaller

weight. It is thus confirmed that the non pinched-off currents contribution is necessary

to explain both the current density-voltage curvature and the ideality function shape with

temperature in interfaces of kind (a). The more important voltage drop ∆V non−p−o in these

interfaces is also able to explain why flat bands are reached at a lower current density

(see Fig. 2) in comparison to interfaces of kind (b) and (c) in which the patch and channel

densities are so high (see Table II) that the voltage drop remains negligible in this bias range.

At sufficiently high forward bias, band curvature can be inverted in some areas or even in

the whole diode, as the reader can realized from the comparison of Φhom
B (in Table II) minus

Vdop = 0.38 V to the applied voltage in Fig. (2), so that the previous expressions can no

longer be used. From Eq. (10), barrier lowering vanishes at flat bands for Ip−o while it stays

constant for Inon−p−o and one can think that the effective barrier height remains more or

less at the value obtained at flat bands beyond this threshold. But previous models which

rely only on barrier lowering are unable to take into account the progressive disappearance

of current inhomogeneities in the lightly doped layer due to the general increase of the

carrier concentration at the whole interface. Such a behavior would finally lead to a more

homogeneous current density and a voltage drop within the lightly doped layer expected

to be simply the product of a series resistance and total current. But even this view fails

because voltage drop turns out to be lower in Fig. (2) as if the resistivity were smaller than the

predicted one. This discrepancy is neither an artifact of the adjustment procedure nor a self-

heating effect which would hardly be justified because of the low dissipated power (typically

one to some tens of mW in the range of interest), but is rather due to the injection of carrier

by the heavily doped layer, involving a conductivity modulation due to the increase of carrier
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Interface type, sample Φapp
B (V ) Ub (V) Φhom

B (V )

and diodes set identifiers corrected for γ0

(a) I A 2.27 ± 0.12 1.05 ± 0.28

(a) I B 2.54 ± 0.14 1.30 ± 0.24

(a) II A 2.21 ± 0.04 0.97 ± 0.04

(a) II B 1.61 ± 0.06

(b) III 1.94 ± 0.04 0.73 ± 0.08 2.04 ± 0.04

TABLE III. Schottky barriers extrapolated at unity ideality factor at band bending Ub in different

sets of diodes fabricated on three distinct diamond stacks numbered I, II and III, according to best

fits of Eq. (12) and Φhom
B after the γ0 correction for the interface of kind (b).

concentration above the equilibrium one and occurrence of a diffusion current starting from

this heavily doped layer. This effect is evidenced from the comparison of the current-density

data and curves simulated with a constant series resistance in Fig. (2) and it can also be

checked because of the lower value of the current-density voltage derivative compared to

the theoretical specific resistance (not shown) at sufficiently high current. It had been

probably observed by other authors in Ni/SiC diodes30, although they did not give such an

interpretation. This carrier injection which decreases the resistivity is still efficient at lower

current density, so that the hole concentration at interface is underestimated even at the bias

voltage where ideality factors are measured, at least when complete ionization of acceptors

is not achieved. Correlatively, the effective resistivity is overestimated when its equilibrium

value is taken into account as done in the present calculation, increasing thoughtlessly the

simulated voltage drop and ideality factor in Fig. (4a’) at the lowest temperatures. This

injection effect probably occurs because the lightly doped layer is only 1.4 µm thick and

would disappear for the larger thicknesses suited to higher voltage operation. In any cases,

it must be noticed that all the previous models discussed and built in this work are applicable

to a range of bias voltages and currents limited by the occurrence of flat bands in the junction

but that high injection effects may be present near flat bands and beyond.
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F. Characteristics and origin of barrier height inhomogeneities in the three types

of interface

The linear relationship between the effective barrier height as a function of the ideality

factor function (nb − 1)/nb is actually checked for diodes prepared with the same procedure

on three different substrates either without intentional post-annealing or annealed near

350℃ in Fig. (8). The correction of the constant term in Eq. (12) is done only in the

case of indisputable relevance of the model of subsection IVD and as it is not certain for

interfaces of kind (a), extrapolated barrier heights Φapp
B and Φhom

B will be considered as the

same in table III. It is noteworthy that the homogeneous barrier height Φhom
B can be different

in two families of diodes (IA and IB; IIA and IIB) on the same diamond stack while it turns

out to be very similar for two families of diodes (IA and IIA) belonging to two distinct

diamond samples, whose the initial surfaces are all oxygen-terminated. Such results confirm

that oxygen terminations, which are responsible for the enhanced electron affinity of the

oxygen-terminated diamond surfaces and highest barrier at interfaces build on such surfaces,

are expected to be organized in domains displaying distinct electron affinities19,32–34,36,37,

resulting in distinct barrier heights, and that the same kind of oxygen terminations can

exist on different samples. This dispersion matches that of the various molecules and bonds

presented in subsection IVA and probably also the lack of full coverage by oxygen related

molecules. The linear relationship of Eq. (12) or (15) seems to apply irrespective of the scale

of the barrier inhomogeneities in comparison to the Debye length provided ideality factor is

measured at high enough band bending, typically two third of the barrier height, as justified

in the previous subsection. But because the interface annealed at 350℃ (Fig. (8,III)) is a

matter of the lowered barrier patch model detailed in subsection IVD, the correction which

gives the homogeneous barrier from the apparent one is only exerted in this case in table III

where the parameters are collected and displayed for all the diodes families. It must be

noticed that the coherence of the various Φhom
B values appearing in Tables II and III is

reasonable and that an average value of 2.04±0.04 V can be inferred for the interface of

kind (b), only about 0.2-0.5 V below the values at stake for the interfaces of kind (a). The

relevance of the model relying for interfaces of kind (b) on lowered barrier patches with sizes

comparable or smaller than the Debye length and depicted by a patch parameter distribution

centered on a peculiar value γ0 > 0, with a much higher patch density than for unannealed
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interfaces, demonstrates that the main barrier inhomogeneities take place now along this

microscopic scale, in contrast to what happened in unannealed interfaces. One must remind

that the patch parameters γp, σp and γ0 depends on the one third power of the product

of the square radius R0 and initial barrier lowering ∆p so that similar values of the two

last quantities will not involve necessarily the same R0 and ∆p, which can move in opposite

directions. From results given in Table II, such statements suggest that the 350℃ anneal

resulted in the partial and random cancellation of the dipoles O−ν′−C+ν′ whose stability

is mainly governed by the enthalpy of the thermodynamical chemistry of these species and

temperature, leaving the interface in an intermediate state and inducing new barrier lowering

with a magnitude equal to the difference of the homogeneous potential barrier in interfaces

of kind (b) and (c), i.e. ∆p ≈ 1.1 V at a microscopic scale, and increasing considerably

the patch density. On the contrary, the initial inhomogeneities in unannealed interfaces of

kind (a) likely resulted from the oxygen terminations dispersion over areas with larger size

but smaller barrier lowering and much lighter density, with typical ∆p ≈ 0.3 V, similar to

the difference in potential barriers reported for various interfaces of type (a) in Table III.

To comply with the similarity of σp and γ0 for interfaces of kinds (a) and (b) in Table II,

patches area has to be decreased by a factor of nearly four when going from case (a) to case

(b), leading to a very good relevance of the model developed in subsection IVD. In the

case of interfaces of kind (c) annealed at 450 ℃, these dipoles have completely disappeared,

involving a barrier height as low as 0.96±0.04 V (average from Table II) and very low barrier

fluctuations, as indicated by a central patch parameter γ0 one decade smaller than that of

other cases, which induced an almost ideal behavior of the current-voltage characteristics.

In this last case, residual barrier inhomogeneities could be due to the random influence

of the ionized acceptors close enough to the interface, as it can be evidenced according

to the model sketched in Fig. (6d) and invoked in subsection IVC, but the calculation

will not be developed further and the reader interested in this question is invited to refer

to ref.18 and references therein. An other residual source of barrier inhomogeneities lies

in the possible fluctuations of the oxide thickness, because of the link between these two

quantities as discussed in the next section. Anyway, indications derived from modeling

the electrical properties of the junctions match very well the conclusions of the HRTEM

and EELS studies developed in section II, which showed the sharpening of the interfacial

oxide layer after annealing and led to the very probable hypothesis of a chemical mechanism
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involving bond strengthening between the first oxygen layer and the last carbon one. The

main consequence of this bonds transformation shows out through the very large change

occurring in the averaged barrier heights of interfaces (a) and (c), with a difference near

1.4 V, resulting from the partial or complete cancellation of the dipoles O−ν′−C+ν′ and also

other dipole changes as discussed in the next section. The case of the diodes set IIB in Fig.

(8) does not comply with any previous models, a fact which suggests that the main part of

the current in these diodes is not governed by an exponential law depending on the applied

voltage, which was a common hypothesis of all the previous calculations. Therefore, leakage

currents like those which might occur in threading dislocations or defects appearing as dark

spots in cathodoluminescence images26 could be responsible for a behavior characterized by

rather higher ideality factors and constant apparent barrier height in Fig. (8,IIB). Finally,

homogeneous barrier heights Φhom
B,2 appearing in Table II can be considered as the most

representative of the physical situation of each interface, except that unannealed interfaces

of type (a) may experience two or three different values like mentioned in Table III, the

lowest being about 0.2 V below that indicated in Table II for a homogeneous set of diodes.

This local barrier lowering may agree the quantity ∆Φ invoked in subsection IVE over

areas with lateral size larger than the Debye length to built the last electrical model relying

on non pinched-off channels in the previous subsection. It can be concluded that, despite

some minor imperfect agreements between experimental data and models of inhomogeneous

barriers detailed in this section and their limitations to the depletion regime of Schottky

junctions, more informations and deeper physical insight into the situation of these metal-

diamond interfaces have been gained and can be reinvested in barrier height models discussed

in the next section. The most important quantity which can be extracted from the analysis

of electrical characteristics of Schottky diodes is obviously the true potential barrier height

at an interface free of inhomogeneities and it has been defined at the beginning of this study

as Φhom
B . It is always underestimated if the barrier height is measured from the slope of a

Richardson plot and a relevant value Φhom
B needs to be deduced either from adjustment of

the measured barrier height as a function of temperature, or from the direct adjustment

of the current-voltage density with the appropriate model chosen among those described in

this section, or from the statistics of barrier heights as a function of ideality factors in a set

of diodes, or preferably from several methods.
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V. BARRIER HEIGHT MODELS AT METAL-OXYGENATED DIAMOND IN-

TERFACES

The barrier heights issue at metal-diamond interfaces belongs to the long time debated

topic of how the Fermi level position is determined at semiconductor surfaces and interfaces,

discussed as early as in the thirties by Sir Nevill Mott46 concerning the rectification theory

and by Walter Schottky47. Because this first model, which stated the linear dependence of

the barrier height upon the metal work function with a unity slope, did not comply with the

huge amount of data gathered since its publication, other explanations have been proposed to

justify the weaker dependence experimentally observed, known as Fermi level pinning. New

barrier height models have been progressively introduced within the framework of the ”metal

induced gap states” principle48 or its generalization to ”interface induced gap states”22 in

order to link band alignment and either the work function or electronegativity of the metal

at the broadest possible panel of metal-semiconductor interfaces. All rely on the existence

of an interface state density localized in the first elementary cells of the semiconductor

which is neutral when the Fermi level coincides with an energy level Φ0 characteristic of

the semiconductor and referred as to the neutral level, defined here as the energy difference

between such a level and the valence band edge at interface. Deviations from this position

and from neutrality occur if a metal having an electronegativity different from that of the

semiconductor is put in intimate contact with the semiconductor surface, assuming that

the interface states inside the semiconductor remain invariant. This last hypothesis leads

to a negative feedback effect due to the reaction of the charge inside interface states onto

the voltage jump due to the double layer of the areal dipole astride the interface, which

induces a linear relationship between the barrier height and the difference of the metal and

semiconductor electronegativities Xm − Xs, with either a positive slope SX on a n-type

semiconductor, or a negative one, −SX , on a p-type semiconductor as here:

e0Φ
hom
Bp = Φ0 − SX (Xm −Xs) (18a)

where

SX =
AX

1 + (e20 / εi ε0)Dis ddi
(18b)

with Dis the interface state density and AX a coefficient which depends on the electronega-

tivity scale, equal to 0.86 if the Miedema scale is used22. This theory was rather successful
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FIG. 9. Ideal barrier heights as a function of the Miedama electronegativity difference between

metal and carbon (assumed to be 5.7 eV) for oxygenated interfaces annealed below 250 ℃ (full

squares) and for those annealed in the range 400-650 ℃ (open squares), together with a linear

fit in dotted line in the second case. The dash-dot line (H) is the best fit of barrier data on the

hydrogenated surface by Tsugawa17 et al. as a function of the same abscissa.

for intimate metal-semiconductor contacts, which have been better and better controlled at

an atomic scale for the seventies, sometimes with an epitaxial metal layer. However, some

dispersion still remained, which was not attributable to experimental uncertainties. This

is specially true for diamond, which has not been the subject of extensive reports since

the nineties, excepted to evidence the wide range of barrier heights existing for the same

metal8 and with the notable exception of the hydrogenated surface17. Such a dispersion has

been ascribed to the various structures, terminations, ad-atoms and natures of bond which

can exist at the diamond surfaces and interfaces, like already invoked in the case of oxy-

gen termination. Recently, measurements of barrier heights have been published at carefully
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prepared oxygenated and eventually post-annealed diamond surfaces9,15,49–53. Together with

the present results for Zr-diamond interfaces, ideal barrier heights are plotted in Fig. (9)

with error bars added according to the rules discussed in the previous section: either only

above the published value when the method underestimated the ideal homogeneous barrier

Φhom
Bp , or symmetrical when Φhom

Bp is directly indicated by authors or reassessed with the

help of an appropriate method among those discussed in the preceding section. Despite

some dispersion, illustrated sometimes in Fig. (9) and (10) with different barrier heights

reported for the same metal in literature, two groups of data appear well separated, one

for the contacts annealed at typical temperatures less than 250 ℃ or as-deposited and an

other for contacts annealed at temperatures in the range 400-650 ℃, as a function of the

Miedema electronegativity difference between metal and carbon, the last one being left con-

stant at 5.7 eV. Electronegativity is a bulk property, so that it can hardly reflect the change

in electron affinity of diamond due to oxygen terminations in the first group. Even if the

diamond electronegativity were shifted by about −1.5 eV to take the oxygen terminations

into account, although this is not a very sensible operation, the whole set of data does not

show clearly any indisputable trend, testifying a first shortcoming. A second one appears if

the search for a linear relationship is restricted to the second group of data, which shows a

reasonable alignment depicted by the dotted line in Fig. (9), but characterized by a positive

slope, in contradiction with Eq. (18a) and what is experimentally found for all other cases

including that of a hydrogenated diamond surface17. This is the second shortcoming. Inci-

dentally, it is difficult to believe that the energy distribution of ”interface induced interface

states” may remain the same when going from the hydrogenated then air-exposed diamond

surfaces to oxygenated ones, as it is well known that the former is provided with adsorbates

and conducting whereas the later is not54. An other approach, relying on physico-chemical

quantities able to influence interface bonding, is necessary.

In the last twenty years, scientists performed modifications of the Schottky barrier heights

by means of various ad-atoms and/or physical, chemical and thermal treatments applied

to the surface generally before metal deposition excepted for annealing. They realized that

these changes are dependent on bonding between interface atoms, and that chemical inter-

actions cannot be ignored between atoms in the neighborhood of the interface. A first im-

provement of the theory has been brought by R.T. Tung who showed that potential energies

in the solids and through the interface were more appropriate to describe band alignment29
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FIG. 10. Ideal barrier heights as a function of the difference between the ionization energy of

diamond and the work function of metals for (i) as-deposited interfaces (full squares) on an oxy-

genated (100) surface, (ii) for contacts annealed in the range 400-650 ℃ (open squares) on an

oxygenated (100) surface, together with a linear fit in dotted line, and (iii) for contacts on the

hydrogenated (100) surface from ref.17. The ionization energy includes the electron affinity shift

due to surface terminations, yielding (i) χ + ∆χ(S) = 1.7 eV; (ii) χ + ∆χ(S) = 0.3 eV and

(iii) χ + ∆χ(S) = −1.1 eV respectively for the oxygenated, bare and hydrogenated (100) surfaces

from ref.31. The dash-dot line (a) displays Eq. (19a) where the last term is ignored, thus featuring

the Mott-Schottky relationship.
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in such a situation. This idea is applied to data addressed previously which are now plotted

in Fig. (10). Secondly, the dipole strength of the various double layers occurring at interface

is the relevant quantity to take the possible interlayer atoms, the different bonds55 and even

the possible new states due to transfer doping on the hydrogenated surface17 into account.

It is lumped into the last term in the following equation which makes use of the metal work

function φM and electron affinity of the semiconductor as follows:

e0Φ
hom
Bp = (ISC(S) − φM) − e0∆q dbdNbd/(εi ε0) (19a)

where the last term is the potential energy jump due to a surface dipole comprising a charge

per bond ∆q on the metal side and −∆q on the diamond side separated by the distance dbd,

with an areal density of dipoles Nbd, while the ionization energy given by:

ISC(S) = EG + χ + ∆χ(S) (19b)

depends on the diamond band gap EG, electron affinity χ of the bare surface and possible

change in electron affinity ∆χ(S) due to foreign atoms termination or particular reconstruc-

tion on each surface S, the χ + ∆χ(S) values which are retained being indicated in the

caption of Fig. 10.

When the last term is neglected in Eq. (19a), the Mott-Schottky relationship for contacts

on p-type semiconductors is found, with a unity slope, sketched by a dash-dotted line in

Fig. (10). If the dispersion of data is forgotten in a first approach and the clouds of points

related to the three categories of interface in this graph are replaced by their respective

barycenters, one can guess that they align roughly on the Mott-Schottky line. This trend has

been already evidenced in silicides on n-type silicon interfaces56. The influence of the cloud

related to the hydrogenated surfaces should be minored because Pt, Au, Cu and Ag metals

contacts are displayed with zero barrier heights although they should be negative but cannot

be actually measured and reported. More accurately, if one observes the barrier heights of

each metal (Pt, Au, Mo, Al, Zr) whose contact on diamond has been measured in the two

groups of oxygenated interfaces, respectively before and after annealing, their difference lies

in the range 1.40 ± 0.25 eV for all of them, corresponding to the same change in electron

affinity. This common shift indicates that the barrier height for a given metal is primarily

controlled by the electron affinity of diamond, with a little influence of the dipole due to
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interface bonding, reflected in the last term of Eq. (19a), and testifies the disappearance of

the oxygen terminations proper to initial oxygenated surfaces after annealing irrespective of

the presence of an oxide or not as discussed further. But this statement does not mean that

”interface induced gap states” have been suppressed or have never existed. They are just

accommodating the electric charge which guarantees that the dipole layers, both necessary

for setting the electron affinity and the bond dipole counterparts on the diamond side, can

be present. Now, at a more subtle level, the general trend in each group of contacts made

on the oxygenated surface has an inverted slope in comparison to the Mott-Schottky line,

as already noticed in Fig. 9. The correlation coefficient is better in annealed interfaces,

probably because the electron affinity dispersion due to various oxygen terminations has

been suppressed, so that the origin of this linear relationship depicted by a dotted line in

Fig. (10) can be discussed with more confidence. First, it is useful to notice that neither the

first term in Eq. (19a), which also scales the abscissa in this diagram, nor the second term

can account for the observed trend if this later term is supposed to be proportional to the

former one because the slope would be increased above one when the ionization energy is

held constant. Therefore, one is forced to conclude that hidden physical parameters able to

govern this second term might be involved. These are the nature of the bonds and interlayer,

the charge transfer across them, their polarizability, and the interface structure with a special

attention to the interlayer thickness and relative permittivity. In the case of metals like Pt,

Ir and Au, oxide formation is very unlikely since the enthalpy of formation is either positive

or close to zero, whereas an oxide is present when Zr, as shown at the beginning of this study,

and most probably Al, are used. If the interlayer is supposed to be a dielectric consisting of a

ionic solid, its thickness tox is added to the bond length dbl so that the total dipolar distance

is roughly dbd = tox + dbl. Then this distance determines the strength of the last term in

Eq. (19a) since the charge counterpart of the dipole on the metal side is now located at a

slightly larger length than tox from the last diamond atomic plane and if the charge inside the

oxide layer is neglected at first approximation. Moreover, important effects are due to the

charge transfer ∆q which is governed by the nature of the bonds, electronegativity difference

between the metal and semiconductor, the polarizability of bonds and interlayer thickness,

as described in the bond polarization model proposed by R.T. Tung29, and also screening

which can mainly accounted for by the relative permittivity occurring at the denominator

of the last term in Eq. (19a). To get a deeper insight in the problem at least at a first
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order level of approximation, let us define the abscissa WSM = (ISC(S) − φM) and take

the derivative of the barrier height e0Φ
hom
Bp when the electron affinity, and hence ionization

energy are constant:

d(e0Φ
hom
Bp )

dWSM

= 1 +
d(e0∆q dbdNbd/(εi ε0))

dφM

(20)

This slope would stay close to one whenever the second term is negligible but can become

negative as observed in Fig. (10) if both the second term is negative and its absolute value

exceeds unity. Since the main trend occurring when the metal is changed to another one

with an increased work function involves a decreased reactivity with oxygen and therefore

a thickness reduction or disappearance of the oxide layer, one must wonder what are the

resulting effects on the second term of Eq.(20), even if a continuous variation is more artificial

than reality. The dipolar distance dbd is obviously decreased while the interlayer permittivity

εi initially near that of high-k dielectric materials is going down closer to unity, resulting

in a smaller screening effect. But because theses two parameters are following the same

direction of variation and influence the second term by their ratio, the resulting sign of

the derivative turns out to be uncertain. Consequently, the fundamental issue relies mainly

on the charge transfer ∆q variation, which is dependent on the effective bonding at the

metal-semiconductor interfaces18,29, including not only orbitals of the two original materials

but also atoms or molecules belonging to the interlayer. In such a molecular orbital scheme,

metals with the lowest work functions (and also more electropositive) would make more ionic

bonds, with a polarizability likely augmented by the presence of additional oxygen bonds

inside the interlayer, thus inducing a stronger positive charge transfer ∆q in the orbitals

of the last metal atomic layer. Conversely, noble metals (and also more electronegative

ones) are expected to share the electrons of their d states in a more equalized way with

carbon orbitals, while carbide forming metals would follow a medium behavior. Such a

general trend of the charge transfer ∆q which would experience a decrease when the metal

work function (and electronegativity) is increased, is able to justify the systematic negative

sign of the derivative in the second member of Eq.(20). Consequently, the slope of barrier

heights as a function of WSM = (ISC(S) − φM) can take values smaller than one, as

often observed in many semiconductors, and in the case of a magnitude of the absolute

value of the last term in the same equation greater than unity, it can become negative as

shown in Fig. (10), in contrast to what is known in all other semiconductors. Such a model
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can rely on the electronegativity difference between the semiconductor and metal, which

mainly governs the dipole strength induced by interface bonding, but only for the last term

in Eq.(19a), independent of the interface induced gap states at first order. At a second

order level of approximation, the bonding nature of atoms inside the oxide and fixed charges

in it will be also able to bring changes in ∆q and these quantities probably contribute to

the small deviations visible in Fig. (10) for annealed interfaces, together with the oxide

interlayer thickness, permittivity, and changes in the atoms arrangement at interface and in

the first diamond atomic layers. The same model also applies both to unannealed oxygenated

interfaces and hydrogenated interfaces, however with larger fluctuations in comparison to a

linear behavior, and a positive slope in the second case. It covers therefore all the situations,

although it is difficult to afford quantitative parameters in the second term of Eq. (19a) for

each metal in an accurate way.

VI. CONCLUSION

In this work, interfaces of Zirconium with oxygenated diamond surfaces before and af-

ter two kinds of anneal has been characterized on the one hand by HRTEM imaging and

EELS spectroscopy, and on the other hand by thorough electrical measurements made on

the Schottky junctions. The first kind of techniques evidenced an oxide interlayer comprising

approximately one or two Zr oxide layers, which sharpened after annealing. The second one

consisted to collect and analyze current-voltage characteristics at several temperatures in

many diodes in order to investigate the detailed shape of the current density behavior with

applied voltage, the Richardson constant, the apparent barrier height and ideality factor.

Models taking the barrier height and current density inhomogeneities into account have been

implemented and brought face to face with experimental results. From these comparisons,

several physical parameters have been estimated. The Richardson constant turned out to

be close to one tenth of the standard value, and even one thirteenth when the barrier height

disorder reached its maximum value. The effect of different shapes of barrier fluctuations

has been studied either numerically in the case of local barrier enhancements or from two

analytical models adapted to local barrier lowering and current crowding in the active layer

of the diode. In the former case, which happens when fixed repulsive charges are close to

the interface like evidenced in metal-ZrO2 -diamond structures, the image force effect is the
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only relevant one as far as current-voltage characteristics are concerned. In the later case,

it has been shown that barrier inhomogeneities can be characterized by three parameters

related to their amplitude and density, and by the homogeneous barrier which is the truly

representative physical quantity of the interface. It is free of the local and random low-

ered barrier patches which are responsible for the non ideality of the diodes. Rules and

uncertainties have been derived for a confident evaluation of this fundamental quantity. All

these parameters have been extracted in turn from the comparison of these non idealities

with the quantitative prediction of the models. Main conclusions were the strong reduc-

tion of both the barrier inhomogeneities and homogeneous barrier of 1.4 eV after annealing

interfaces at 450 ℃. Because of the known inhomogeneity of the oxygen terminations and

enhancement of the electron affinity by also 1.4 eV on the initial oxygenated diamond sur-

face, these facts strongly suggested that these oxygen terminations vanished after such an

annealing. Then, the more general issue of barrier height determination and Fermi level

pinning has been addressed by means of an analysis of the experimental data collected in

the present work and in recent literature, reassessed with the help of the methods presented

before when necessary. The same evolution of barrier heights for four other metals after

annealing confirms the disappearance of oxygen terminations, irrespective of the presence of

an oxide interlayer, and the electron affinity of the diamond surfaces as a relevant quantity

for barrier height description. For the whole set of metals in contact with either unannealed

or annealed oxygenated surfaces, or hydrogenated surfaces, a rough but clear alignment of

barrier heights along the Mott-Schottky straight line, with a unity slope, really emerged

regarding the difference between the ionization energy of diamond surfaces and metal work

function. However, for each particular interface, the behavior at a smaller scale appeared

different. In the case of annealed oxygenated interfaces, the slope turns out to be slightly

negative, a result incompatible with the interface induced gap states model which assumes

these states as invariant from one metal to another. On the contrary, the bond-polarization

scheme, which relies on the interface dipole strength, itself dependent of the molecular or-

bitals involved in the bonds across the interface, may justify the slopes both at a global level

and for a particular surface. All these concerns have been presented and discussed with

the help of new experimental results, improved models and recent high quality experimental

works in the purpose of fostering new advances in understanding the old problem of potential
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barrier at metal-covalent semiconductor interfaces.
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