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Polymerization study and rheological behavior of a RTM6 epoxy
resin system during preprocessing step

Nicolas Causse • Stephanie Benchimol • Lilian Martineau • Delphine Carponcin •

Antoine Lonjon • Mathieu Fogel • Jany Dandurand • Eric Dantras •

Colette Lacabanne

Abstract Curing process and rheological behaviors of a

monocomposant epoxy resin used in structural aeronautic

applications are investigated. This study helped settle the

basic parameters in order to optimize the infusion process

of carbon fibers in an epoxy matrix. The effect of carbon

nanotube dispersion during the preinjection step is also

studied to improve electrical behavior of composite parts.

The curing process has been analyzed at isothermal tem-

perature using differential scanning calorimetry technique.

Viscosity measurements were achieved with a Couette

geometry, suitable for low viscosity resin. A shear-thinning

effect caused by adding CNTs in the epoxy matrix is

detected. It is more pronounced at high temperature for

increasing CNT mass content.

Keywords Epoxy resin � Curing � Shear viscosity �
Carbon nanotubes � Nano composites

Introduction

Development of light multi-functional materials represents

one of the most important challenges for aeronautic and

space industries. Carbon fiber-reinforced polymer com-

posites (CFRP) are increasingly used to reduce the struc-

ture mass. Introduction of inorganic charges is an extrinsic

way for adding new functionalities to these materials

(electrical or thermal conductivity, damping, etc.).

One of the most relevant examples is the electrical

conductivity level of composites. In spite of the intrinsic

electrical conductivity of carbon fibers, composites have a

poor conductivity in its perpendicular plan direction [1].

The inter-laminar epoxy layer electrically insulates the

successive carbon fiber layers. This low conductivity

makes composite structures more vulnerable to withstand

lightning strikes and unable to prevent electrostatic accu-

mulation. It is therefore necessary to increase the electrical

conductivity of the epoxy matrix to improve the transversal

conductivity across the composite section.

Carbon nanotubes are particles with a high aspect ratio

(n * 1,000) [2]. They are likely to improve the conductivity

level of the inter-laminar epoxy layer [3]. They provide the

same level of conductivity [4] as an epoxy resin filled with

carbon black [5]. Due to their high aspect ratio, this value is

obtained for a very low mass fraction (\0.5 mass%) [6].

This very low rate maintains the mechanical properties of

epoxy matrix for a relatively small mass gain [7].

In order to manufacture filled CFRP using state of the art

infusion processes (resin transfer molding, resin transfer

infusion, etc.), some challenges have to be overcome.

Indeed, the change in thermoset resin properties due to the

insertion of charges must be considered [8–10]. The

incorporation and dispersion of charges must be achieved

before the injection process. The influence of this new step

during the part manufacturing process must be evaluated:

The duration and temperature of dispersion step should

alter the polymerization process. Moreover, particles

enhance largely the viscosity for very low rate of fillers

[11], which can affect the injection step.

RTM6 has been chosen for this study because it is an

epoxy resin largely used in the manufacturing of carbon
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fiber-reinforced composites for aeronautic and space

industries. This resin is especially suitable for resin transfer

molding (RTM) process. Its manufacturer recommends

preheating and injection at 80 �C to decrease its viscosity

and facilitate the flow during injection. For this reason, the

particle dispersion should be achieved just before injection

during this preheating step. Then, the resin is cured in mold

at higher temperature, and a post-curing step can be

achieved to increase performances [12]. The curing process

has already been studied by calorimetric, volumetric,

dielectric, and optical techniques for curing temperatures

proposed by manufacturer [13–17]. No study of the curing

process during the preheating step at 80 �C has been

achieved.

Understanding the polymerization process and rheolog-

ical behavior of an existing commercial epoxy system is

crucial [18]. Firstly, it is important to determine the influ-

ence of the dispersion step on the polymerization and the

time available before injection. Secondly, we need to

assess the rheological behavior of this resin and the influ-

ence of charges on it.

Experimental

Materials

The epoxy matrix used in this study is the commercially

available RTM6 provided by Hexcel. This epoxy matrix is

called a single-component resin: The epoxy prepolymer

and amine hardener are already mixed together and

degassed. Before studying it, resin was stored at -20 �C to

freeze the macromolecular chains mobility and avoid cur-

ing reactions. It is typically used to manufacture structural

composite parts using vacuum assisted resin transfer

molding (thanks to a low viscosity at processing tempera-

tures) and is usually cured at 180 �C.

The carbon nanotubes selected for this study are multi-

walls carbon nanotubes (MWCNT: walls 5–15, diameter

10–15 nm, length 0.1–10 lm) provided by Arkema

(France). A masterbatch based on Cytec’s MVR 444 resin

was prepared by Arkema using their Graphistrength C S1-25

MWCNTs as an additive. The CNT masterbatch is diluted in

the RTM6 resin to the final CNT concentration. The dis-

persion is achieved at 80 �C by an ultrasonic apparatus

(1 min), corresponding to a dissipated power of 300 W.

Analysis techniques

Differential scanning calorimetry

The curing process was investigated using a TA Instru-

ments 2920 differential scanning calorimeter (DSC).

Experiments were performed on a constant amount of resin

(15 mg). All the DSC measurements were taken under

helium atmosphere. The glass transition was taken as the

midpoint of the heat capacity step during the heating. The

residual heats of reaction (DHr) were estimated using the

area under the residual exotherm associated with curing

reaction in the DSC scans. The baseline is determined

between the onset and the end of the polymerization peak.

Temperature scanning measurements from -50 to 350 �C

(heating rate 10 �C min-1) have been taken in order to

measure the total reaction enthalpy DHtotal
r

� �
and the glass

transition temperature of the uncured epoxy (Tg0). Five

samples have been analyzed to test the reproducibility.

Several samples were placed at 80 �C in an oven for

various durations, until no additional curing can be detec-

ted (up to 140 h). Samples are then scanned from -50 to

350 �C at 10 �C min-1 in the calorimeter to determine the

glass transition temperature (Tg) and the residual enthalpy

of reaction DHt
r

� �
, that is, the heat evolved during com-

pletion of cross-linking at a curing time t. This analysis

method has been preferred due to the slow polymerization

kinetic expected for a low temperature curing process [19].

Rheological behavior analysis

The rheological behavior of the unfilled and filled epoxy

polymer was studied using an ARES rheometer from TA

Instruments. A so-called Couette test setup was employed.

The Couette geometry used includes a cup containing the

sample and applying the shear forces (lower part, linked to

the motor) and a bob linked to the torque sensor (upper

part). Parameters of the setup geometry include a gap of

1 mm between the lower and upper part, the upper cylinder

having a diameter of 32 mm and a fully immersed length of

34 mm. This specific test setup was chosen in order to

achieve a larger surface of contact with the sample, which

enables a more appropriate range of torques to be measured

by the sensor device (low viscosity of the resin at pro-

cessing temperatures). Furthermore, the amount of material

being tested remains the same all along the measurement

(5 mL), which is not always the case with other geometries

(for example: parallel plates).

Results and discussion

Polymerization study

The thermodynamic study of the polymerization evolution

is performed by DSC. The resin is warmed up to 80 �C and

placed in aluminum pan. Then, samples are analyzed after

various polymerization durations. Figure 1 shows the scan



at t = 0, that is, the scan of the uncured resin. The uncured

resin exhibits a glass transition Tg at -17.5 ± 1 �C and an

exothermic peak associated with curing reaction with a

minimum at 238 ± 1 �C. The residual enthalpy DHtotal
r is

391 ± 12 J g-1. It is closely related to the complete con-

version of reactive species. The beginning of RTM6 ther-

mal degradation has been evaluated around 300 �C by

thermogravimetry analysis (results not reported here for the

purpose of clarity). The ‘‘degradation range’’ is reported on

Fig. 1 (hatched area: determined by thermogravimetry

(TG) analysis on the inserted graphic on Fig. 1). It shows

that polymerization peak is not influenced by thermal

degradation phenomena.

Firstly the polymerization is investigated through the

residual enthalpy analysis, then using the glass transition

temperature. Analogies between the two parameters are

discussed in the third part.

Enthalpy of the reaction

Scans (focused on the polymerization peak) obtained for

increasing polymerization times are shown in Fig. 2. The

peak area decreases and its minimum is shifted to lower

temperatures when the curing duration at 80 �C increases.

The peak area represents the residual enthalpy of reaction

DHt
r after a curing time t, that is, the conversion of unre-

acted species due to heating ramp in DSC apparatus. The

corresponding enthalpy of reaction after a curing time t can

be calculated by subtracting the residual enthalpy of

reaction DHt
r after a curing time t to the total enthalpy of

reaction DHtotal
r (uncured resin). These parameters are used

in Eq. 1 to calculate the conversion degree.

Glass transition temperature

The polymerization progress can also be characterized by

monitoring the shift of the glass transition temperature.

Scans (centered on the glass transition temperature region)

obtained for increasing polymerization times are shown in

Fig. 3. The Tg values as a function of curing time are also

reported as insert. The glass transition temperature

increases when the duration at 80 �C increases. Consider-

ing estimated reproducibility on Tg values, the Tg value

does not evolve during the first 5 h of curing. This value

increases by 4 �C between 5 and 10 h. Then, the Tg keeps

going up according to two different steps. When Tg is lower
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than the curing temperature, we note a strong and fast

increase in Tg. As the Tg increases, it reaches the point

where it comes above the isothermal temperature

(Tg [ 80 �C). As soon as this point is reached, the increase

in Tg slows down. Moreover, an intense endothermic peak

is superimposed to the heat flow signal associated with the

glass transition temperature. This peak appears upon the

sigmoidal change. The amplitude and the maximum tem-

perature of this peak increase with an increasing curing

time. It is associated with physical ageing phenomena and

will be discussed in the next section.

Conversion degree

The determination of the residual enthalpy of reaction DHt
r

after a curing time t enables the evaluation of the conver-

sion degree aDH
t as a function of time through Eq. 1.

aDH
t ¼ DHtotal

r � DHt
r

DHtotal
r

; ð1Þ

where DHtotal
r is the total enthalpy of reaction (uncured

resin).

The conversion degree aTg
t can also be determined using

the value of glass transition temperature Tgt after a curing

time t (Eq. 2) [20]

Tgt
� Tg

0

Tg1
� Tg

0

¼ k� aTg
t

1� ð1� kÞaTg
t

; ð2Þ

where Tg0 is the glass transition of uncured resin, Tg? is the

glass transition of a fully cured resin (i.e., conversion

degree of 1 for a 1:1 stoichiometry) and k is a parameter

associated with the network structure. k can be approached

by
DCp1
DCp0

where DCp1 and DCp0
are the specific heat

capacity increments of the fully cured and uncured resin,

respectively. Tg? and DCp1 cannot be determined in these

curing conditions, and we used a literature value of

Tg? = 220 �C [14] which is in a good agreement with

another study on the same resin [15]. We treated DCp1 as

an adjustable parameter DCp1 ¼ 0.18 � 0.01 J g�1 K�1
� �

.

The conversion degrees determined by the two methods

are plotted on Fig. 4 as a function of curing duration. The

solid lines are used in this figure to facilitate methods

comparison. The evolutions of conversion degree are very

similar, whatever the determination way. During the first

10 h at 80 �C, the conversion degree is quite constant and

close to zero. After a curing time of 10 h, it increases

quickly to reach a value of 0.6 after 40 h. As most of epoxy

systems [21, 22], the exothermic chemical reaction of

polyaddition between amine groups and oxirane functions

of epoxy resin changes the viscous resin with a low-molar

mass into an amorphous viscoelastic solid. At the end of

this cross-linking reaction, the three-dimensional network

exhibits a quasi-infinite molar mass. Two steps can be

identified during polymerization: gelation and vitrification.

Gelation is the irreversible formation of an infinite mac-

romolecular network. Vitrification occurs when the glass

transition temperature increases up to the curing tempera-

ture. When polymerization goes up in the vitreous state, the

reaction rate is significantly slowed down. In the present

study of the influence of injection temperature (80 �C), the

increase in conversion degree significantly slows down

after 40 h due to vitrification (Tg becomes higher than

80 �C). Then, the conversion degree reaches a maximum

value after 60 h: The reaction does not evolve anymore.

This maximum depends on the parameter used to calculate

at: It is about 0.71 for aDH
t and 0.77 for aTg

t .

The slight difference between these two maximum

values may be explained in terms of physical ageing.

Physical ageing [23–26] is associated with the instability

(non-equilibrium state) of amorphous materials in the

glassy state. At a temperature just above Tg, molecular

segmental rearrangements remain possible and lead to a

variation in molecular mobility as well as free volume of

the polymer to reach the equilibrium thermodynamic state.

Properties controlled by these two parameters are therefore

affected. The endothermic peak superimposed on Tg during

DSC experiments (see Fig. 3) is a manifestation of these

phenomena. Just after vitrification, when the Tg becomes

higher than 80 �C, we can observe physical ageing phe-

nomena increasing with time. They can involve a slight

increase in Tg and therefore in the value of aTg
t .
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Rheological behavior

In this section, the rheological behavior of the uncured

epoxy is studied. The duration of all the tests does not

exceed 1 h, negligible compared to 10 h (see previous

section) in order to avoid any evolution due to beginning of

polymerization process (i.e., it can be assumed that a & 0

during all the measurements).

Influence of temperature on the shear flow properties

of the RTM6 epoxy resin

Linear response domain First of all, the linear response

domain of the resin with the applied strain must be experi-

mentally determined for each considered temperature.

Strain sweeps are performed isothermally in a range of

strains from 10-2 to 8 9 102 % (Fig. 5). These measure-

ments are completed for a few selected shearing

frequencies: 10-2; 5.10-2; 10-1; 1; 10; 80 Hz. The linear

response is observed in the torque evaluation. The aim is to

determine the frequency domain for which the material

exhibits a linear response to the stress applied: i.e., a

requirement to determine the complex viscosity. Three

temperatures (60, 80, and 100 �C) are tested in order to

evaluate the effect of a slight process temperature variation.

Whatever the isotherm, the measured torque values are

erratic for the lowest strains. For higher strains, they

increase linearly when the strain increases. The dispersion

can be explained by the low viscosity of RTM6 resin: For

low strains and low angular frequencies x, the rheometer

torque sensor is under its sensitivity range (tor-

que \ 0.01 g cm). For 0.3 rad s-1 B x B 63 rad s-1, the

amplitude of linear response domain increases with angular

frequency. At 500 rad s-1, this amplitude decreases

because for this high frequency, the rheometer cannot

apply strain higher than 40 %. The amplitude of linearity

response domain also decreases when the temperature

increases. It is due to a decrease in resin viscosity involving

the lack of rheometer sensitivity for low torque values. The

best compromise allowing the largest frequency range is

obtained for a 30 % strain for each considered temperature.

Shear viscosity In a second time, the rheological behavior

is investigated as a function of shear frequency. Frequency

sweeps are performed at the selected isothermal tempera-

tures (60, 80, and 100 �C) for the selected strain (30 %,

i.e., in the linear response domain of the material). In these

conditions, the real part of the complex viscosity (g0) can

be determined (called dynamic viscosity on Fig. 6). For the

low angular frequencies, as observed on previous section,

dynamic viscosity exhibits an uncertainty due to torque

sensor sensitivity. These erratic values are not considered.

Depending on isothermal temperature, the dynamic vis-

cosity becomes constant for different angular frequency

ranges. Lower limits of these angular frequency ranges are,

respectively, 0.1, 1, and 3 rad s-1 for 60, 80, and 100 �C

temperature. At 60 �C, the dynamic viscosity reaches a

constant value of 0.79 Pa s. At 80 �C, it is 0.18 Pa s and at

100 �C, 0.06 Pa s. Viscosity is temperature-dependent: It

increases as the temperature decreases. This plateau is

characteristic of a Newtonian fluid behavior: The viscosity

does not depend on the angular frequency. The value at

80 �C is slightly lower than the one find in a previous study

[15] (about 0.40 Pa s) and measured, thanks to parallel

plate, probably due to this test geometry difference and the

ability to keep the low viscosity fluid between the plates.

Above an angular frequency called xc, the dynamic

viscosity decreases when the angular frequency increases.

The angular frequency xc is a function of temperature: It

decreases when temperature increases. The shear frequency

dependence of viscosity is a characteristic shear-thinning
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behavior. It is not imputable to the test parameters because

the linearity between torque and shear strain is respected

(see Fig. 5, curves at 500 rad s-1). A possible explanation

is a local temperature elevation due to the strong strain

applied on the resin by Couette cylinders. The variation of

xc with test temperature can be explained by the viscosity

temperature dependence. At high temperature, the low

viscosity involves a higher friction between resin and

Couette cylinders: The viscosity fall occurs for a lower

angular frequency.

Influence of MWCNTs on the shear flow properties

of the RTM6 epoxy resin

Evolution with MWCNT concentration Three mass frac-

tions of CNTs have been introduced into the RTM6 resin to

study the influence of carbon fillers on the rheological

behavior. Figure 7 represents the dynamic viscosity as a

function of angular frequency for epoxy resin filled from 0

to 2 mass% CNTs (strain of 30 %). Rheological behavior

of the epoxy/0.5 mass% CNT composite is very close to

neat resin one: a Newtonian plateau is observed from 0.5 to

300 rad s-1. For higher angular frequency, a shear-thin-

ning behavior is again observed, in the same way as the

neat resin for x[ xc. The dynamic viscosity is about

0.11 Pa s. The slight difference (about 0.07 Pa s) of the

viscosity value with neat resin is attributed to a dilution

effect by the epoxy resin in the epoxy/CNT masterbatch.

This resin exhibits a viscosity measured at 80 �C on a

Couette geometry slightly lower than the RTM6 resin [27].

The epoxy/1 mass% CNT composite shows an initial vis-

cosity of 10 Pa s (i.e., measured at the lowest angular

frequency). In that case, the dynamic viscosity decreases

with angular frequency to reach a plateau. This Newtonian

plateau perfectly fits with the epoxy/0.5 mass% CNT

composite. This dispersion presents a twofold behavior:

This is initially shear thinning followed by a Newtonian at

higher angular frequencies. The epoxy/0.5 mass% CNT

composite viscosity decreases with angular frequency. It

never reaches a plateau even if it approaches the one of

other studied dispersions.

The shear-thinning behavior can be explained by the pre-

sence of interconnected carbon nanotube aggregates, induced

by dispersion or by low shear conditions. Increasing strains

result in a reduction in the size of aggregates and can lead to a

complete dispersion of the aggregates [28]. When aggregates

are not observed (functionalized CNT) some authors explain

this behavior by the CNTs alignment in the flow direction [29].

Evolution with temperature The temperature influence on

rheological behavior of epoxy resin/1 mass% CNTs disper-

sion is investigated on Fig. 8. The viscosity is not affected by

the temperature for a low angular frequency. However, for

higher frequencies, the viscosity becomes temperature-

dependent: The shear-thinning behavior is amplified by an

increase in temperature. At 60 �C, the resin exhibits a New-

tonian plateau for a dynamic viscosity of 0.48 Pa s. This

viscous behavior is modified by the temperature raise. Indeed,

at 80 �C, the dynamic viscosity falls to 0.12 Pa s for a

50 rad s-1 angular frequency. At 100 �C, the viscosity con-

tinuously decreases all over the angular frequency range. At

60 �C, the high viscosity of epoxy matrix reduces the CNT

mobility: The formation of a network of aggregates is limited.

An increasing angular frequency does not change their dis-

persion. This behavior is similar to the one observed for a low

rate of CNTs (0.5 %). The epoxy matrix viscosity increases

with the temperature. The CNTs mobility release and the

increasing angular frequency induce a dispersion of aggregate

0.1 1 10 100 1000

Angular frequency/rad s–1

1

0.1

0.01

D
yn

am
ic

 v
is

co
si

ty
 η

/P
a 

s

ω′′

ω′

ωc

c

c

T = 60 °C
T = 80 °C
T = 100 °C

Fig. 6 Dynamic viscosity as a function of logarithmic angular

frequency for neat epoxy resin at a 60 �C, b 80 �C, and c 100 �C

1 mass% MWCNT
2 mass% MWCNT

0.5 mass% MWCNT
Neat epoxy Resin

0.1 1 10 100 1000

Angular frequency/rad s–1

D
yn

am
ic

 v
is

co
si

ty
 η

/P
a 

s 100

10

1

0.1

Fig. 7 Dynamic viscosity at 80 �C as a function of logarithmic

angular frequency for neat epoxy resin and for CNT-modified resin

loaded at 0.5, 1, and 2 mass% of MWCNT



network: The dynamic viscosity of the epoxy/1 mass% CNT

composite decreases.

Conclusions

The polymerization and the rheological properties of a

single-component epoxy resin RTM6 were studied for

preheating and injection optimization. This commercial

resin is used as unfilled in matrix composites for structural

applications in the aeronautical industry. The differential

scanning calorimetric analysis is used for description of the

curing process under isothermal conditions at 80 �C. The

polymerization evolution is studied through residual poly-

merization enthalpy and glass transition temperature evo-

lutions. Three curing steps have been identified. The first

one occurs between 0 and 10 h. Resin is a viscous liquid

and there is no cross-linking reaction. During this time, the

resin can be used without any risk of polymerization

(storage, charges dispersion, injection). The second time

range is between 10 and 55 h. The gel point is reached, the

resin is in the rubbery state and the polymerization rate is

fast. Finally, the third stage of polymerization begins at the

vitrification after 55 h. The maximum conversion of the

reactive groups is achieved. After 70 h, the RTM6 resin

reaches a maximum conversion of 75 % for an isotherm of

80 �C. Physical aging phenomena are detected and induce

a slight increase in the glass transition temperature.

Rheological behavior is investigated by a shear rheom-

eter using a Couette geometry, particularly suitable for the

study of low viscosity dispersions. Analysis by frequency

sweeps from 0.06 to 500 rad s-1 showed that the resin has

a Newtonian behavior over a wide frequency range,

regardless of the temperature (60, 80, and 100 �C). A

decrease in viscosity occurs beyond a critical angular

pulsation whose value shifts with temperature. Finally, a

reduction in viscosity is made possible by a rise of tem-

perature. The integration of carbon nanotubes in the matrix

increases the RTM6 dynamic viscosity at low frequencies.

The rheological behavior depends on the CNTs concen-

tration. At low concentration, the Newtonian plateau is

observed. However, above a critical CNTs concentration,

the resin becomes shear thinning. This transition is also

observed for a specific CNTs fraction while varying the

temperature. When the temperature increases, the resin

loses its Newtonian behavior to become shear thinning.

These phenomena can be explained by the formation of an

interconnected CNT aggregates network which is broken

under shear forces/stress.

RTM6 resin process parameters have been determined

for a 80 �C isothermal temperature. When the resin is

heated up to this recommended injection temperature, it

can be used during 10 h before the activation of curing

reactions. A frequency range for which the resin is

described by a Newtonian rheological behavior has been

determined. Modifications of this behavior due to resin

formulation by CNTs introduction have been evaluated.

The rise in induced CNTs introduction can be lowered by

an increase in temperature or a high shear level.
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