
HAL Id: hal-01235785
https://hal.science/hal-01235785

Submitted on 15 Jul 2021

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Distributed under a Creative Commons Attribution 4.0 International License

Microplasticity in Polycrystals: A Thermomechanical
Experimental Perspective

Eric Charkaluk, Rian Seghir, Laurence Bodelot, Jean-Francois Witz, Philippe
Dufrenoy

To cite this version:
Eric Charkaluk, Rian Seghir, Laurence Bodelot, Jean-Francois Witz, Philippe Dufrenoy. Microplastic-
ity in Polycrystals: A Thermomechanical Experimental Perspective. Experimental Mechanics, 2015,
55 (4), pp.741-752. �10.1007/s11340-014-9921-z�. �hal-01235785�

https://hal.science/hal-01235785
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
https://hal.archives-ouvertes.fr


Microplasticity in Polycrystals: A Thermomechanical
Experimental Perspective

E. Charkaluk · R. Seghir · L. Bodelot · J.-F. Witz ·

P. Dufrénoy

Abstract In this paper, thermomechanical couplings at the

grain scale in metallic polycrystals are studied during the

deformation process through an original experimental setup

and improved calibration tools and full-field treatments. In

order to perform intragranular thermomechanical analysis in

a metallic polycrystal at the grain scale, a crystallography-

based technique for the projection of the temperature and

displacement fields on a polynomial basis is proposed. It

enables intragranular coupled analysis of strain and tem-

perature full-field data. Macroscopic, mesoscopic and gran-

ular analysis are then conducted and it is shown that the

determination of a macroscopic yield stress as well as a

critical resolved shear stress in grains is possible. Early

local microplastic activity is therefore thermomechanically

confirmed.

Keywords Infrared thermography · Digital image

correlation · Microstructure · EBSD · Plasticity

Introduction

During the mechanical loading of metallic polycrystals,

the diversity of grain orientations leads to inhomogeneous

deformation and results in local plasticity. These aspects
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have been studied and modeled for many decades and one

can cite, for example, the pioneering works of [1, 2] and [3].

These observations are extensively described, synthesized

and modeled in the Cottrell’s reference book [4]. The clear

observation of an inhomogeneous deformation field in poly-

crystals has been particularly emphasized by [5] and [6]. As

microplasticity occurs progressively in metallic materials,

the definition and the determination of a plastic yield stress

is not a trivial task. An interesting historical perspective on

this subject is given in [7] through kinematic and stenic anal-

ysis. Though, many empirical methods have been proposed.

However, the estimation of a yield stress corresponding to

the first plastic activity in a polycrystal is still a considerable

challenge. Following the pioneering work of [8], an alter-

native way is the analysis of the thermal effects induced by

a mechanical loading through thermomechanical coupling.

In fact, during deformation, this local and then global plas-

ticity triggers a dissipation thus a temperature increase in

the specimen, a phenomenon that was studied very early

by Taylor and co-workers [8–10] using global calorimet-

ric measurements. [11] then proposed a temperature-based

method for the determination of a yield stress which was

defined at the transition between thermoelastic and ther-

moelastoplastic regimes.

Moreover, it is also well-known that most of the plastic

work reappears in the form of heat whereas during cold-

working, a certain proportion of this plastic work, often

named stored energy, remains latent in the material and is

associated with microstructure changes, including mainly

dislocation elastic energy. An extensive review of the early

work within this field was published by [12] who defined

more precisely the energy balance concept as the estima-

tion of the dissipated and stored part of the mechanical

energy given to the material. Since the late 80’s, many

attempts have been made to access such energy balances
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using infrared radiometers or cameras [13–16] so as to move

from global to full-field measurements. Since it has been

shown that the material class and the microstructure have

notable effects on the energy balance [17, 18], an estima-

tion at the grain scale also becomes an interesting challenge

in order to propose thermodynamic based crystal plasticity

models.

However, as quasi-static deformation processes lead to

very low temperature variations that occur at a very local

scale, making any experimental estimation of plastic activity

and stored energy at the grain scale is laborious and compli-

cated. As a result, to date, very few authors have attempted

such a thermomechanical analysis at the microstructure

scale of a polycrystal using coupled full-field measurements

combined with the heat equation. Only preliminary steps

were carried out on oligocrystals (< 10 grains) [19, 20].

To our knowledge, the first attempt on polycrystals (hun-

dreds or thousands of grains) based on a kinematic full-field

measurement combined with a thermal measurement can

be attributed to Bodelot et al. [21] who used an original

experimental device [22] on a quenched A316L austenitic

stainless steel at a low strain level (i.e., < 10 %) under

quasi-static monotonic tensile loading. The first objective

of this paper is to present the original tools developed for

the study of thermomechanical couplings in polycrystals.

The second objective is to use those tools to conduct global

and then local analysis during the deformation process,

which will be focused in the present case on macro- and

microplasticity phenomena.

After this introduction, the paper is divided into four

parts. In the first one, the main characteristics of the

experimental data of Bodelot et al. [22] are summarized.

In the second part, the calibration procedure and the

crystallography-based technique for the projection of these

initial data onto the microstructure using a polynomial basis

are described. The thermomechanical fields obtained for the

whole surface microstructure are then discussed. Finally, in

the third part, granular analysis are proposed and show the

pertinence of such data processing through the determina-

tion of a macroscopic yield stress and of a Critical Resolved

Shear Stress (CRSS).

Experimental Data

Test and Material

The material studied is an AISI 316L austenitic stainless

steel. Dog-bone shaped flat samples, 2 mm thick, were

heat-treated under air for 2 h at 1,200◦C and immediately

water-quenched. A displacement-controlled monotonic ten-

sile test was applied to the sample with a constant strain rate

of 5.10−3 s−1 [21].

Fig. 1 Maximum Schmid factor relative to the loading direction of

each grain of the 5 mm × 5 mm zone of interest

Electron Back-Scattered Diffraction (EBSD) analysis

was conducted within a Jeol 6100 scanning electron micro-

scope with a conventional electron gun operating at 25kV;

the probe current was on the order of 1 nA. Analyses were

performed with OIM software provided by TSL with a pitch

of 20 μm. The EBSD analysis shows that, in the 5 mm × 5

mm central area of interest, the microstructure is composed

of 1,776 grains with a 118μm mean grain size, calculated

from the EBSD analysis, based on the equivalent circle

diameter method. One can already underline that grain size

is clearly heterogeneous, from millimetric grains to very

small ones. Figure 1 presents the maximum Schmid factor

computed for the loading direction. It shows that the mean

maximum Schmid factor is 0.44 and evidences that the

major part of the studied area exhibits a maximum Schmid

factor higher than 0.45 even if some grains exhibit very low

values, notably in the region denoted 1. One has also to

observe on this EBSD analysis that many small grains, more

particularly in the central axis of the specimen, possess the

lowest Schmid factor.

Figure 2 shows the grain boundary pattern. Black lines

show High Angle Grain Boundaries (HAGBs), i.e where

the misorientation ranges from ≈ 10o to 180o whereas

red ones show twin boundaries (�3), i.e where lattices are

related by a 60o rotation about the 〈111〉 crystal direction,

classically denoted by 〈111〉〈60o〉. In the present case, the

occurrence of �3 interfaces is significant, due to the ini-

tial heat treatment. Here, 57 % of grain boundaries are �3

ones1. One can also note that, if one does not consider �3

boundaries, the mean grain size increases from 118 μm to

237 μm with a quasi perfect equiaxed shape (equiaxiality

ratio = 0.51).

Figure 3 presents a micrography of the 5 mm × 5

mm central area after the test. One can distinguish zones

1HAGBs total length in the central area = 62.86 cm - �3 GBs length =

36.36 cm
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Fig. 2 Grain boundary network in the 5 mm × 5 mm zone of inter-

est (in black: High Angle Grain Boundaries, in red: �3-type twin

boundaries)

with many slip bands corresponding to a high intra-

granular plastic activity during the tensile loading and

other zones located at the grain or twin boundaries, that

exhibit large discontinuities in terms of boundaries relative

motions.

In order to obtain information about these microstruc-

tural out-of-plane displacements, the topography of the

specimen surface has been measured after the test. This

profilometric analysis has been performed on a Wyko NT

9300 (Veeco) interferometric profilometer with a 5μm lat-

eral step. The specimen surface was originally polished up

to 1μm diamond finish and the vertical resolution is 3nm.

Hence the observed topography that exhibits values largely

Fig. 3 Micrography of the 5 mm × 5 mm central area after the test

with the specimen frame orientations

above these numbers can be attributed to the mechanisms

that arose during the loading of the sample. These out-of

plane displacements result from a combination of out-of-

plane rigid body motion and out-of-plane plastic strains

induced by the constraints that grains experience at their

boundaries.

In Fig. 4, the grain boundaries are superimposed onto

the above-mentioned profilometric analysis. One observes

that the relief ranges from -12μm to 11μm. Consequently

the specimen gauge surface evolved from an initial varia-

tion of topography close to 1μm to more than 20μm during

the tensile test. It reflects an important plastic activity of

the free surface. If one considers the mean value ≈ 0 as

the reference, the field exhibits some large domains (sur-

rounded by thick black lines in Fig. 4) ”plunging inside” the

material whereas the rest of specimen have emerged from

the surface. As shown in Fig. 4, this field emphasizes a

concrete link between the grain boundary pattern and the

surface topography. Indeed, out-of-plane displacement dis-

continuities seems to be widely connected to grain boundary

network and reach 10μm in some areas.

Fully-Coupled Measurements of Kinematic and Thermal

Fields

Complementary to these microstructural investigations, an

original experimental setup was proposed. It is able to

measure, in the same location and at the same time, kine-

matic and thermal fields at the microstructural scale of

flat samples during mechanical tests. The main features

are described in [22] and some improvements in the data

processing have been developed in [23].

Strain fields are obtained using Digital Image Correla-

tion (DIC) performed with CorreliQ4 [24] on images of

the deforming sample covered with a speckle pattern taken

with a CCD camera. The precision on displacement val-

ues is 4.10−2μm for a resolution of 104 μm × 104 μm

Fig. 4 Profilometric analysis of the out-of-plane displacement field

(in μm) obtained after the test in the 5 mm × 5 mm central area
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and the recording frequency is 7 Hz. Temperature fields are

obtained by Infrared Thermography (IRT) with a resulting

frequency of 25Hz and a spatial resolution of 90 μm × 90

μm for the thermal fields. This resolution limit corresponds

to a 3 × 3 reference subset of 30 μm × 30 μm pixels as

recommended in [25] and leads to a thermal precision of

30 mK [23]. Thus, the mean grain size of the tested sam-

ple (see “Test and Material”) matches the spatial resolution

capabilities of both measurement techniques. According to

individual grain size analysis, more than 84 % of the zone

of interest is suitable for granular full-field measurements

analysis. More particularly, approximatively 20 grains pos-

sess a grain size greater than 400 μm, which largely enables

an intragranular investigation.

Since the microstructure of a polycrystal is generally

different from one face to the other on a flat speci-

men, the same area of the sample has to be observed

simultaneously by both CCD and IRT cameras. To

achieve such a fully-coupled observation of the same

zone, a dichroic mirror was placed in front of the sam-

ple, making a 45o angle with the normal to its surface

(see Fig. 5 and [22]). Given its filtering properties, the

dichroic mirror transmits the infrared radiation towards

the infrared camera located in front of the sample and

reflects the rest of the radiation, including the visible

radiation, towards the CCD camera which is perpendicular

to the normal of the sample. To achieve coupled mea-

surements, a special coating made of micron-scale metal

oxides powder was designed and applied on the sample,

simultaneously meeting the requirements of both measure-

ment techniques with the magnifications used. Indeed, this

coating made has a high emissivity thanks to the micron-

scale roughness of the powder and exhibits a wide range

of gray levels at the micron scale thanks to the mix-

ing of several oxides. Finally, the DIC displacement data

allowed tracking the displacement of material points in

front of the infrared array and then expressing the thermal

fields in the undeformed configuration. Therefore, the data

is fully coupled insofar as both fields correspond to the

same zone at the same time and are given in the undeformed

configuration.

Thermal Calibration and Numerical Projection

of Fields on Grains

Calibration

In addition to this experimental imaging systems cou-

pling setup, recovering an accurate in-situ thermal field on

the specimen surface requires a specific calibration strat-

egy described in particular in [22, 26] and extended to

the present case by [23]. Only the main features will be

described in this section.

Some constraints have to be taken into account. First,

the IR-camera does not measure temperature but radiative

flux and does not express it in physical units but in Digi-

tal Level (or gray level). Next, the measurements could be

affected by optical distortions and each sensor of the IRFPA

camera has its own dynamics and noise. Thirdly, the rela-

tionship between radiative flux and temperature depends

on the surface and volume properties of the specimen such

as emissivity, diffusivity, . . . Finally, external heat sources

could dramatically affect the observed thermal scene.

To solve the first three constraints, a pixel-to-pixel [26]

”flux calibration” with an extended blackbody set at dif-

ferent reference temperatures is implemented in the same

experimental conditions. The pixel-to-pixel strategy takes

advantage of each IRT sensor dynamics contrary to the

classical two-point Non Uniformity Correction (NUC), thus

improving the spatial acuteness. Moreover, the flux-based

calibration allows considering the effective emissivity of the

reference blackbody and the one of the tested specimen.

The last problem of emissivity variation, especially due

to the heterogeneity of the coating used for DIC and the

potential external heat sources, is solved considering the fol-

lowing assumption: reflections and ”apparent emissivity”

affect the observed field at different spatial scales and are

not attached to the same reference system. Indeed, reflec-

tions could be considered as a low spatial frequency and

Eulerian phenomena (reflection spots do not move when the

specimen is stretched), contrary to emissivity or diffusiv-

ity variations which affect the infrared field at high spatial

frequency (characteristic size of coating heterogeneities)

Fig. 5 Specimen geometry and

schematic representation of the

experimental setup proposed in

[22]
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and which are Lagrangian (the ”apparent emissivity” field

moves and deforms with the specimen).

Considering a test period when the specimen is in a ther-

mal equilibrium, i.e not loaded yet, a Fourier decomposition

of the measured flux in Low and High Spatial Frequencies

(LSF and HSF) conducts to the estimation of these different

parts of the signal, as described by equations (1) and (2):

φref l = φ|LSF − ǭobjσ T̄ 4
obj + σT 4

cam (1)

ǫobj =
φ −

(

φ|LSF − ǭobjσ T̄ 4
obj

)

σ T̄ 4
obj

(2)

where φ is the measured radiative flux, φ|LSF is its LSF

part obtained by Fourier decomposition. ǭobj , T̄obj are the

mean surface emissivity and temperature respectively [22],

Tcam is the temperature of the IRT sensor cooled at 77K and

σ the Boltzmann constant, σ = 5.67032x10−8 Wm−2K−4.

Figure 6 presents the flux decomposition over the specimen

surface.

Finally, the ”apparent emissivity” field determined from

the Fourier decomposition is applied to the whole infrared

scene, previously calibrated and expressed in the unde-

formed configuration. It allows recovering a thermal image

sequence of the specimen surface during the deformation

process, taking into account previously described local and

global experimental bias.

Fields Projection on the Microctructure

Now, to reach our goal of conducting cristallography-based

investigations, we propose to use the complementary EBSD

field in order to project the initial measurements onto the

microstructure [27]. In fact, the only piece of EBSD data

used here is the boundary network within the central area

Fig. 6 flux decomposition in low spatial frequencies (LSF), high

spatial ones (HSF), and uniform ones

analyzed, the crystallographic orientations are not taken

into account for the projection. The grain (or twin) bound-

ary network constitutes a natural partition between intra-

and intergranular domains and it is well known that grain

and twin boundaries highly participate to the deformation

accommodation processes [28]. This aspect is supported

by the profilometric analysis described in the previous

section. By comparing this field to the microstructure, a

more precise analysis shows that the largest displacement

gradients are located around grain and twin boundaries

where high strain incompatibilities are observed after the

test. Consequently, it appears unjustified to smooth the dis-

placement field over grain boundaries as obtained by a

classical DIC technique. Here, no thermal and kinematic

continuities will be imposed at grain boundaries as they

represent a natural discontinuity network within the poly-

crystal: kinematic and thermal continuities are not ensured

through these boundaries. For displacements, this is sup-

ported by the profilometric analysis (see Fig. 4) and for

temperature, this is justified by studies on the Kapitza effect

[29]. Therefore, taking into account grain boundary dis-

continuities, the proposed treatment leads to the definition

of a projection domain in which the interpolated functions

fit the whole set of intragranular experimental data. Then

the grain-based projection intrinsically leads to discontinu-

ities at grain boundaries, but one has to underline that these

are not measurements of these discontinuities. Moreover,

intragranular quantities can be differentiated in a simple

analytical way.

This projection operation requires selecting a granular

projection basis. This choice is based on different elements:

(1) the ability to render the global shape of the observed

fields with each grain, (2) its ease of implementation within

a least-squares minimization, i.e., a problem with separable

variables. In this context, simple polynomial functions are

assumed:

Ag = (A0 A1 A2 . . . Am) (3)

N =

(

1 X Y X2 Y 2 XY . . . Xm

)

(4)

F g =

m
∑

k=1

A
g

k · Nk (5)

with Ag a set of constants associated within each grain,

N the shape function and F the interpolated functions. In

order to reach the conclusion that second degree polynomi-

als were the most appropriate choice for the shape functions,

we analyzed the discrepancy in terms of residues (level and

spatial distribution) between raw-but calibrated-fields and

projected fields obtained by polynomials of different orders.

Second degree polynomials (only functions of 1, X, Y , XY ,

X2 and Y 2 in the present case) appeared to be a good com-

promise between precision and ease of implementation. The
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consequences of this second-order polynomial projection

technique are the following:

1. Biparabolic displacement field: displacement fields

within each grain and at each time increment are pro-

jected on a biparabolic basis and, as strain is calculated

from the displacement gradient, we implicitly assume

here a bilinear strain field within the grain. As many

grains of the 5 mm × 5 mm central area exhibit a sin-

gle slip system activation, this assumption is relatively

consistent even if it certainly results in greater errors

where multiple slip systems activation is observed. The

knowledge of the analytic expression of the in-plane

displacement field u(x, y) within each grain allows

an analytic differentiation and the local estimation of

each plane component of the strain tensor, i.e., ε11,

ε22, ε12 as well as the in-plane component of the spin

tensor w12, which can be determined by with F =
1
2

(

grad(u) + T grad(u)
)

, ε = 1
2

(

F + T F
)

and w =
1
2

(

F − T F
)

.

2. Biparabolic thermal field: as conductive fluxes are

calculated from the temperature Laplacian, uniform

conductive exchanges within the grain at each instant

are implicitly assumed through this hypothesis. As

every local heat source initiated within the grain is

quickly uniform due to the conductive phenomenon,

it is therefore assumed that conductive exchanges are

instantaneously uniform within the grain and on its

boundaries. Then, as for displacement fields, the ther-

mal field can be analytically differentiated. As the

improvement of intragranular accuracy, when consider-

ing averages within grains, is clearly depending of the

grain size, it is difficult to define an accuracy map but

the value of 30 mK remains a lower bound as it can be

observed in the following results.

It should be pointed out that no data is lost in this projec-

tion procedure. Indeed, the whole decomposition is additive,

while residual fields between initial fields and the projected

field are complementary and can be separately analyzed.

One has to underline that the projection method globally

decrease the systematic error and its standard deviation.

However, in the case of grains with a size lower than the spa-

tial IRT and DIC resolutions, fields are projected on lower

order polynomial functions. Indeed, for grains which con-

tains few than 12 (20 μm × 20μm) pixels the projection

basis is reduced to the following linear one (1, X, Y ). Thus,

this projection on lower order polynomial induces a more

important error in these area. But, one could recall that more

than 84 % of the studied area contains grains whose size is

greater than the spatial IRT and DIC resolutions. Therefore,

the present study will focus on the biggest grains. Finally,

in order to determine the polynomial parameters set for the

entire analyzed zone, a least-squares method is used and is

solved in all the grains of the central 5 mm x 5mm area and

at each time increment. All the corresponding details are

presented in [27].

Thermomechanical Fields Analysis

Macroscopic Mean Values and Yield Stress Definition

One introduces first thermomechanical results from a

macroscopic and mesoscopic point of view, i.e. results

presented in this section are spatial mean quantities esti-

mated over the surface gauge-section (5 mm x 5mm) of

the specimen; it reflects therefore the mean thermome-

chanical response of 1,776 surface grains and the asso-

ciated in-depth grains. These mean values will be con-

fronted in the next section to the evolution of the thermo-

mechanical full-fields. Figure 7 presents the stress-strain

curve as well as the temperature-strain curve during the

whole test.

On a stress-strain curve, one classically plots a 0.2 %

offset in order to define the plastic yield stress (which is

equal here to 223 MPa) as shown in Fig. 7, even if plastic-

ity begins before this conventional point. However, a precise

determination of the initial yield stress is always a difficult

and subjective task, when only based on stress-strain values

consideration (see for example the interesting paper of [7]).

In this way, following [11], one can also consider here

the mean relative thermal evolution, i.e. θ = T − T0 where

T is the absolute current temperature and T0 the initial

one, presented in Fig. 7. One observes a first drop in tem-

perature between instants A and B ′, both located in the

conventional elastic domain, followed by a rise between

Fig. 7 Mean stress-strain (in dotted black) and temperature-strain (in

red) evolutions averaged over the specimen gauge-section (5 mm x

5mm)
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instants B ′ and D. Thermodynamically, these thermal evo-

lutions are respectively associated with the thermoelastic

coupling (which implies a thermal drop in tension and a

rise in compression) and then with the plastic dissipation.

More precisely, if one considers linear thermoelasticity, the

thermal evolution has to be linear until the first occurrence

of dissipative plastic phenomena. Therefore, it is interest-

ing to note that the deviation from linearity point in the

thermal curve occurs actually at point B . Thus this point

corresponds thermally to the beginning of a deviation from

purely linear elastic behavior i.e. to the first occurrence of

dissipative phenomena. This dissipation is then sufficiently

important at point B ′ so that a minimum thermal value

is attained and so that the temperature begins increasing

continuously.

For the tested specimen (see Fig. 7), the thermal loss

of linearity appears at 106 MPa and the minimum tem-

perature, -180 mK, is reached at 172 MPa of nominal

stress. Both values, 106 and 172 MPa of nominal stress,

correspond respectively to ≈ 0 % and ≈ 0.03 % of

residual plastic strain. The analysis of the temperature evo-

lution is therefore convenient to define a plastic yield stress

precisely. Note that the value of ≈ 0.03 % of resid-

ual plastic strain when the temperature increases again

is also reported in [11] for a large class of metallic

materials.

It is now interesting to consider the thermomechanical

fields in order to relate the stress-strain curve to strain and

temperature spatial distributions.

Stain and Temperature Heterogeneity and Microplasticity

In this section, strain fields, obtained by analytic intragran-

ular diffrentiation of the projected displacement fields (see

previous sections and also [27]), as well as thermal fields,

are presented at different stages. One has to note that he fol-

lowing figures are plotted in the deformed configuration to

emphasize the largely more pronounced deformation state

in the plastic regime.

Figure 8 presents the axial strain fields at the point (B)

and during the plastic regime (C). In both cases, one can

observe heterogeneous fields. More precisely, a detailed

analysis (see [30]) shows that the mean value and the stan-

dard deviation of these fields increase with the load. At

point B (see Fig. 8(a)), the mean value is very low and

some grains are in contraction due to microstructural effects

(grain size, crystallographic orientation, neighboring grains

. . . ). On the opposite, the analysis of Fig. 8(b) shows that

all the grains are in extension (with a mean value close to

1.45 %) and that highly strained grains are less numerous

(with strain values greater that 3 %). Note that a few big

grains with very low Schmid factors (see Fig. 1) also exhibit

very low strain levels.

Fig. 8 Axial strain field (in %) in the 5 mm × 5 mm central area

obtained from the projected displacement field by analytic differenti-

ation: a at the point B and b in the plastic regime C (both points are

reported on 7)

In Fig. 9(a), a relatively smooth heterogeneity is observed

on the temperature field at point B; there is a competi-

tion between areas where temperature increases and others

where temperature decreases, which conducts to the point

(B) observed in Fig. 7. However, there is no real thermal

localization phenomenon at this point compared to Fig. 9(b)

where a thermal localization is clearly seen thanks to the

conductive front from this localization area to the specimen

boundaries. Note that this thermal localization is located

within one of the highly deformed zones of Fig. 8, situated

at the top and for which many grain boundary incompati-

bilities are also revealed in Figs. 3 and 4. Then, as strain

localization at point C is not easy to detect by a pure

kinematic analysis (see Fig. 8 where many highly strained

zone are visible), the thermal localization appears clearly

and is associated to a highly deformed area visible on the
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Fig. 9 Projected thermal field (in mK) in the 5 mm × 5 mm central

area: (a) at the point B and (b) in the plastic regime C (both points are

reported on equation (7))

micrography after the test (see Fig. 3). It is important to

keep in mind that a strain field reflects a time cumulative

history conducting to the final micrography presented in

Fig. 3, whereas a temperature field reflects, in the present

case, an instantaneous dissipative phenomenon. Note finally

that thermal gradients between grains and inside grains can

also be observed. This intragranular activity will now be

analyzed.

Granular Analysis and Microplasticity

Temperature and Strain Fields in Grains

The grain presented in Fig. 10 is located in the left-side bot-

tom part of the 5 mm x 5 mm central area (grain 1 in Fig. 1).

Fig. 10 Micrography of a particular zone, in the left bottom part of

the 5 mm × 5mm central area. C1 and A6 indicate the activated slip

systems

Its area is 0.16mm2 and, for the full-field analysis, it is com-

posed of 16 cells measuring 100μm × 100μm (related to

the spatial resolutions). This grain has been selected because

of its large size and also because it was far away from

the more deformed area and not affected by the conductive

front. The micrography analysis correlated with the EBSD

data shows that two systems have been activated in this

particular grain (see [28] for a complete description of crys-

tallography basis): C1 with a Schmid factor of 0.294 and

A6 with a Schmid factor of 0.269 (see Fig. 10). Accord-

ing to the Schmid theory, the C1 system should be activated

first because of a higher Schmid factor, followed by the A6

system.

Figures 11(a) and (b), 12(a) and (b) respectively present

intragranular shear strain ε12 and temperature fields at dif-

ferent levels of nominal stress, in the macroscopic elastic

(a) or plastic (b) domains corresponding to points B and

C in Fig. 7. As far as crystal plasticity is concerned, the

main deformation mechanism is plastic slip on crystal-

lographic planes. Therefore, only the shear strain ε12 is

analyzed and, on the ε12 fields, thin black lines show the

isovalues in order to underline the ε12 gradient orientation.

A particular slip system is activated when these isoval-

ues lines are coincident with the considered slip system

orientation.

During the macroscopic elastic loading, Fig. 11(a) illus-

trates that the shear strain gradient is exactly oriented as

the C1 system slip marks. One could consequently affirm

that, at this stress level which corresponds to a ratio

σ22/Re 0.2 % ≈ 0.5, the C1 system is activated. This is in line

with the Schmid theory as the Schmid factor of this system

is the highest one. Then, comparing Figs. 11(a) and (b), one

can observe that ε12 exhibits a linear gradient that rotates

during the test. In Fig. 11(b), which corresponds to a ratio
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Fig. 11 Intragranular shear strain ε12 (in %): (a) at the point B and

(b) in the plastic regime C (both points are reported on equation(7))

σ22/Re 0.2 % ≈ 1.2, this gradient coincides with the A6 sys-

tem slip marks and this is the case until the end of the test

(not presented here). This rotation is observed close to the

beginning of the macroscopic plastic response. One could

therefore conclude that between these two instants, slip acti-

vation has changed from the C1 system to the A6 one. In

Fig. 11(b), the shear strain orientation also shows that A6

seems to be the only activated slip system during this last

period, or the dominant one, since shear strain isovalues are

oriented exactly like the A6 system slip lines.

Figures 12(a) and (b) present thermal fields at points B

and C. One can first observe that there is no direct link

between shear strain and thermal fields as only thermal time

gradients, rather than the current temperature, are repre-

sentative of the dissipative sources linked to plastic strain.

Thus, in order to understand how the intragranular thermal

field could reflects the intragranular plastic activity, the time

variation of the temperature is analyzed.

Figure 13 presents the temperature evolution of the grain

highlighted in Fig. 10 during the first part of the load-

ing, i.e. from 0 to 200 MPa. One observes successively the

decrease and the increase of the mean temperature, and the

nominal stress evolution. From point B to B ′ (106 to 191

Fig. 12 Temperature variation (in mK): (a) at the point B and (b) in

the plastic regime C (both points are reported on equation(7))

MPa), the figure indicates that, with respect to the previ-

ous shear strain analysis, the C1 slip system is activated.

By using the Maximum Likelihood Method and a linear

regression, it is then possible to identify the most likely

instant when the mean thermal curve in the grain moves

away from its linear drop. The green straight line corre-

sponds to this identification and the deviation from linearity

occurs at 106 MPa of nominal stress. With reference to the

strain field analysis, this corresponds exactly to the begin-

ning of the plastic activity of the C1 slip system and also to

the macroscopic thermal deviation from linearity point (see

“Macroscopic Mean Values and Yield Stress Definition”).

A similar method can be applied to each material point of

the considered grain and Fig. 14 presents the spatial appear-

ance of the deviation from linearity point as a function of

the nominal stress.

This figure reveals that thermal deviation from linearity

gradually appears within the grain. The first intragranular

loss of thermal linearity initiates at 78 MPa of nominal

stress within the C1 domain and then propagates continu-

ously through the C1 domain in the left direction. Thus, it
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Fig. 13 Intragranular mean

temperature (red - mK), linear

regression with Maximum

Likelihood Method (green) and

nominal stress (blue - MPa)

from the beginning to the end of

macroscopic elasticity of the

grain highlighted in Fig. 10

reveals that the first C1 system activation has occurred ear-

lier compared to the upper bound provided by the strain field

analysis or the mean temperature in the grain.

Critical Resolved Shear Stress Determination

Let us now estimate the Critical Resolved Shear Stress

(CRSS) related to the first activated system. One supposes

that before the activation of the considered slip system, the

local strain tensor in the considered grain is purely elastic.

Let C̃ be the local elastic fourth rank tensor. The local stress

is then equal to:

σ = C̃ : ε (6)

and the Resolved Shear Stress (shear stress acting on the

considered slip system) is equal to

τ s = σ : Ms (7)

Fig. 14 Intragranular field of thermal ”deviation from linearity”

appearance expressed as a function of the nominal stress (in MPa)

where M
s is the Schmid tensor of the slip system s defined

as Ms = 1
2
(n ⊗ v + v ⊗ n). The vector n is the nor-

mal to the slip plane while v is the slip direction. At

each loss of thermal linearity, it is possible to determine

the local elastic strain tensor by considering the associ-

ated in-plane strain field and a plane stress assumption.

Then, following the previous equations (6) and (7), the

CRSS can be identified. The estimation of the Critical

Resolved Shear Stress within the considered grain gives a

value close to 32 MPa, for the material point where the

first thermal deviation from linearity appears. This value

is of the same order of magnitude as the one observed

for a AISI 316L stainless steel single crystal [31] during

a tensile test. This shows the consistency and accuracy of

the proposed method. More analysis have been conducted

on different grains, which leads to the same conclusions

that the ones selected here. The comparison between grains

and the statistical analysis will be dedicated to another

article.

Intragranular Thermal Discontinuities

Figure 14 reveals additional elements. From 0 to 78 MPa

of nominal stress, the entire grain is elastic and therefore,

exhibits a uniform drop of temperature. From 78 MPa, the

C1 slip system is activated within the top part of the grain.

Due to the thermoplastic coupling, a local dissipation occurs

and the thermal front propagates continuously within the

C1 domain where the plastic behavior seems to be quite

uniform.

While the C1 domain dissipates, the neighboring domain

A6 is still elastic, thus the local temperature tends to lin-

early decrease due to the thermoelasticity. Therefore, the
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thermal front shown in Fig. 14 does not propagate contin-

uously from the C1 to A6 domain and Fig. 14 reveals a

discontinuity at the interface between both domains, which

is not a spatial discontinuity of temperature but a temporal

one. When the thermoelasticity does not balance the dissi-

pation anymore, the ”deviation from linearity” wave front

propagates through the grain. However, it is interesting to

observe that the thermal front propagation towards the right

part of the grain passes first through the area where very

few slip-marks are visible in Fig. 10. All these observations

evidence a complex connection between the intragranular

thermal front propagation, the heterogeneity of the crystal

plasticity activity and the surface topography evolution due

to out-of plane displacement during the test. An important

fact is that all the measurements have been done inde-

pendently: strain field, temperature field, profilometry, slip

bands density evaluation, . . .

Conclusion

This paper is based on the experimental results of Bode-

lot et al. [22] who obtained coupled thermal and kinematic

full-fields on a AISI 316L stainless steel polycrystal during

a monotonic tensile loading. In order to perform intragran-

ular thermomechanical analysis at the grain scale in this

polycrystal, a crystallography-based technique for the pro-

jection of the temperature and displacement fields on a

polynomial basis has been proposed. This projected data

enable a microstructural analysis of the obtained fields.

The application of this method also enables the study of

the plastic activity within individual grains. This study

shows the pertinence of the method since its intragranu-

lar coupled analysis of strain and temperature full-fields

is consistent with the plastic slip activation. More par-

ticularly, this original method, which requires the simul-

taneous measurement of strain and temperature fields,

makes the direct determination of a Critical Resolved Shear

Stress on polycrystals possible, which has never been done

before. The CRSS that has been determined is consis-

tent with estimations obtained on single crystals by other

authors. The results also show that microplasticity acti-

vates very early compared to the macroscopic one. This

opens new perspectives for crystal plasticity models and

more precisely their parameters identification as well as, for

energy balance in polycrystals during monotonic and cyclic

loadings.
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