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Résumé

Dans cet article, la résolution du problème de flambement linéaire est présentée en utilisant la théorie du Bending-
Gradient, qui est une extension de la théorie de plaque de Reissner au cas des plaques hétérogènes. Les résultats de
référence sont issus d’une étude numérique 3D par éléments finis avec une application au cas des panneaux de bois
lamellé-croisé, des stratifiés épais et fortement anisotropes. Les résultats montrent, pour différentes géométries de plaques,
que la théorie du Bending-Gradient estime précisément la charge critique des panneaux de bois lamellé-croisé contraire-
ment aux théories classiques de Kirchhoff et de Reissner. De plus, il est démontré que la projection suggérée de la
théorie du Bending-Gradient sur un modèle de Reissner donne des résultats très précis et pourrait donc avantageusement
permettre le développement d’outils pour l’ingénieur en prenant en compte convenablement les effets de cisaillement.

Abstract

In this paper, the resolution of the linear buckling problem is presented using the Bending-Gradient theory which is an
extension of the Reissner’s plate theory to the case of heterogeneous plates. Reference results are taken from a 3D numer-
ical analysis using finite-elements and applied to Cross-Laminated-Timber panels which are thick and highly anisotropic
laminates. It is shown that for varying plate geometries, the Bending-Gradient theory predicts precisely the critical load
of CLT panels contrary to classical Kirchhoff and first order shear deformation theories. Moreover, it is demonstrated that
the suggested projection of the Bending-Gradient on a Reissner model gives very accurate results and could favorably
allow the development of engineering tools which estimate properly shear effects.

Mots Clés: Théorie du Bending-Gradient, Flambement linéaire de plaque, Bois lamellé-croisé, Cisaillement roulant,
Contraste de raideur

Keywords: Bending-Gradient Theory, Linear Plate Buckling, Cross Laminated Timber, Rolling Shear, Stiffness con-
trast

1 Introduction

Cross Laminated Timber (CLT) is an innovative wooden structural product which consists in several
lumber layers stacked crosswise and glued on their wide faces. CLT constructions are assembled
relatively quickly compared to buildings in steel or concrete and combines a low self weight and
high membrane and bending stiffnesses. These attributes make it competitive in the prefabricated
structures field with a low environmental impact. CLT panels are classically used in walls, floors and
roofs as load carrying plate elements.

During the last twenty years, CLT buildings have gained in popularity and have grown higher and
higher. As an exemple, the building Stadthaus, at Murray Grove in London, is the tallest modern
timber building in the world. This nine-storey building is entirely designed in CLT except for the first
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floor. The size-increasing of CLT buildings leads to high compressive stresses in bearing walls which
could lead to buckling. Indeed in timber, the shear stiffness between radial and tangential directions,
called also rolling shear, is two hundred times lower than the stiffness in fibers’ direction. As rolling
shear is sollicited in cross layers during buckling, taking it into account seems mandatory with such
contrast.

Since, one of the dimension of CLT panels, the thickness, is significantly lower than the others,
plate theories are appropriate to model CLT panels. The classical theory of plates, also known as
Kirchhoff-Love [1] plate theory, is based on the assumption that the normal to the mid-plane of
the plate remains normal after transformation neglecting thus the out-of-plane shear strain. It is the
most commonly used theory to consider thin plates buckling [2]. When increasing the thickness,
shear effects become more significant and the Kirchhoff model loses accuracy. The first order shear
deformation theory (FOSDT), also called Reissner-Mindlin theory, considers a uniform shear strain
distibution across thickness, and is often associated with the shear correction factor κ , set to 5

6 by
Reissner [3]. Several improvements of this theory have been suggested by considering higher order
shear deformation distributions since the FOSDT loses efficiency in the field of laminated composites.
Nevertheless, these theories lead to a discontinuous shear stress at interfaces whereas it is continuous
in actual structures.

Murakami [4] overcomes this diffulty by suggesting a zig-zag theory which allows the shear stress
continuity at layers’ interface. Refinements of this theory were developped by modifying the dis-
placement distribution across thickness. Although the zig-zag theories are very accurate for laminated
composites, they are generally restricted to some specific configurations.

Lebée and Sab [5] suggests an improvement of the Reissner-Mindlin theory by considering the
gradient of the bending moment to describe the shear behavior of the plate. The so-called Bending-
Gradient (BG) theory presents excellent results for the cylindrical bending of laminates [6]. The main
aspects of this theory are recalled in this paper and an extension to plate buckling is proposed.

First, in section 2, the Bending-Gradient theory is recalled and extended to the problem of stability.
A projection on a simplified Reissner model is also discussed. Then, in section 3, a 3D numerical
study is conducted and provides reference results. Finally, analytic results from the Bending-Gradient
theory and more classical models are compared with reference results in section 4.

2 Linear buckling of plates with the Bending-Gradient theory

2.1 Notations

Vectors and higher-order tensors, up to sixth order, are used in the following. When using short
notation, several underlining styles are used: vectors are straight underlined, uuu− . Second order tensors
are underlined with a tilde: MMM∼ and σσσ

∼
. Third order tensors are underlined with a parenthesis: RRR

_

and ΓΓΓ
_

. Fourth order tensors are doubly underlined with a tilde: DDD∼∼ and CCC∼∼
σ . Sixth order tensors are

doubly underlined with a parenthesis: fff
__

. The full notation with indices is also used. Then we follow
Einstein’s notation on repeated indices. Furthermore, Greek indices α,β ,δ ,γ = 1,2 denotes in-plane
dimensions and Latin indices i, j,k, l = 1,2,3, all three dimensions.

The transpose operation T• is applied to any order tensors as follows: (Ta)
αβ ...ψω

= aωψ...βα .
Three contraction products are defined, the usual dot product (aaa− · bbb− = aibi), the double contraction
product (aaa∼ : bbb∼ = ai jb ji) and a triple contraction product (aaa

_
... bbb

_
= aαβγbγβα ). It should be noticed

that closest indices are summed together in contraction products. The derivation operator ∇∇∇− is also
formally represented as a vector: aaa∼ ·∇∇∇− = ai j∇ j = ai j, j is the divergence and aaa∼ ⊗∇∇∇− = ai j∇k = ai j,k is
the gradient. Here ⊗ is the dyadic product.

Finally, Voigt notation [•] turns contraction products into conventional matrix products in order to
ease comprehension.
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2.2 The Bending-Gradient theory

Full details about the Bending-Gradient theory are provided in [5][6]. In the general case, membrane
and bending parts of the problem are studied together but it is shown in the following section that the
buckling problem can be solved considering only the bending part of the problem.

2.2.1 Generalized stress and strain fields

eee−1

eee−2
eee−3

ω

ppp
− 3

a

b

Fig. 1: 2D rectangular plate under out-of-plane external load

We consider a linear elastic rectangular plate of length a, width b and thickness h, which mid-plane
is the 2D domain ω = ([0,a], [0,b]). The 3D domain is then defined as Ω = ω× [−h/2,h/2]. Carte-
sian coordinates x1,x2,x3 are used in the reference frame (eee−1,eee−2,eee−3). For a plate which constitutive
material follows monoclinic symmetry according to ω , the membrane part and the bending part of the
problem are uncoupled. Thus, the conventional generalized stresses for plates are defined from the
3D stress field σi j as follows: 

Mαβ =
∫ h

2

− h
2

x3σαβ dx3 on ω (1a)

Qα =
∫ h

2

− h
2

σα3dx3 on ω (1b)

where Mαβ is the bending moment and Qα the shear force. MMM∼ follows the classical symmetry of
stress tensors: Mαβ = Mβα . Moreover, an additional static unknown is introduced: the generalized
shear force Rαβγ = Mαβ ,γ . The 2D third-order tensor RRR

_
complies with the following symmetry:

Rαβγ = Rβαγ . It is possible to derive the shear force QQQ
−

from RRR
_

with: Qα = Rαββ or QQQ
−
= iii∼∼ ..

.RRR
_

. iii∼∼ is
the identity for in-plane tensor: iαβγδ = 1

2

(
δαγδβδ +δαδ δβγ

)
where δαβ is the Kronecker symbol

δαβ = 1 if α = β and 0 if α 6= β .
In the case of highly anisotropic laminated plates the distinction between every compononents of

the gradient of the bending moment is necessary for deriving good estimate of the deflection and local
transverse shear distribution through the thickness [6].

The full bending gradient RRR
_

has six components whereas QQQ
−

has two components. Thus, using the
full bending gradient as static unknown introduces four additional static unknowns. More precisely:
R111 and R222 are respectively the cylindrical bending part of shear forces Q1 and Q2, R121 and R122
are respectively the torsion part of these shear forces and R112 and R221 are linked to strictly self-
equilibrated stresses.

Thus, from generalized stress definition (Eq. 1), the 3D equilibrium equations σi j, j = 0 are rewrit-
ten: {

Rαβγ = Mαβ ,γ

Rαββ ,α + p3 = 0 ⇐⇒
{

RRR
_
= MMM∼ ⊗∇∇∇−(

iii∼∼ ..
.RRR

_

)
·∇∇∇− + p3 = 0 on ω (2)

where p3 is the out-of-plane load (cf Fig. 1).
Generalized stresses MMM∼ and RRR

_
work respectively with the associated strain variables: χχχ

∼
, the curva-

ture and ΓΓΓ
_

, the generalized shear strain. These strain fields must comply with compatibility equations:{
Γαβγ = Φαβγ + iαβγδU3,δ
χαβ = Φαβγ,γ

⇐⇒
{

ΓΓΓ
_
= ΦΦΦ

_
+ iii∼∼ ·∇∇∇−U3

χχχ
∼
= ΦΦΦ

_
·∇∇∇−

on ω (3)

3
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where ΦΦΦ
_

is the third-order tensor related to generalized rotations and U3 is the average out-of-plane
displacement. ΦΦΦ

_
and ΓΓΓ

_
are 2D-third-order tensors following the symmetry Γαβγ = Γβαγ .

2.2.2 Bending-Gradient constitutive equations

Assuming full uncoupling between RRR
_

and MMM∼ , the Bending-Gradient plate constitutive equations are:{
Mαβ = Dαβγδ χδγ

Γαβγ = fαβγδεζ Rζ εδ

⇐⇒

{
MMM∼ = DDD∼∼ : χχχ

∼

ΓΓΓ
_
= fff

__

...RRR
_

on ω (4)

where DDD∼∼ = ddd∼∼
−1 is the conventional Kirchhoff-Love fourth-order bending tensor classically defined as

follows:

Dαβγδ =
∫ h

2

− h
2

x2
3Cσ

αβγδ
(x3)dx3 where Cσ

αβγδ
=Cαβγδ −

Cαβ33Cγδ33

C3333

CCC∼∼
σ is the plane stress elasticity tensor and CCC∼∼ = SSS∼∼

−1 is the fourth-order 3D elasticity stiffness tensor.
fff
__

is the sixth-order generalized shear compliance tensor defined as follows:

fff
__

=
∫ h

2

− h
2

(∫ x3

−h
2

zddd∼∼ : CCC∼∼
σ dz
)
·ggg
∼
·
(∫ x3

−h
2

zddd∼∼ : CCC∼∼
σ dz
)

dx3 (5)

where gαβ = 4Sα3β3 is the out-of-plane Reissner shear compliance tensor. The fourth-order tensor DDD∼∼
and the sixth order tensor fff

__

follow the major symmetry: Dαβγδ = Dδγβα , fαβγδεζ = fζ εδγβα and the
minor symmetry: Dαβγδ = Dβαγδ , fαβγδεζ = fβαγδεζ .

2.2.3 A Projection of the Bending-Gradient model on a Reissner model

In the case of homogeneous plates, it has been demonstrated that the Bending-Gradient model strictly
reduces to a Reissner model [5]. Indeed, it can be shown that fαβγδεζ = iαβγη f R

ηθ
iθδεζ where the

second-order shear compliance tensor is classically defined as f R
αβ

= 6
5hSα3β3 in the FOSDT. For

this reason, the Bending-Gradient theory can be seen as an extension to heterogeneous plates of the
Reissner theory.

Thus, from assumptions on Bending-Gradient generalized shear variables as a function of Reissner
shear variables, several projections (or reduction) of the Bending-Gradient theory can be done on a
Reissner model. Following this idea, Lebée and Sab [5] suggested the form RRR

_
= 2

3 iii∼∼ ·QQQ− for shear forces,
reducing the number of shear stress variables from six to two. Mechanically, it is equivalent to assume
that pure warping in the plate does not generate any stress. From this assumption, the projection of
the sixth-order generalized shear tensor fff

__

is defined as follows [6]:

fff
∼

R =
4
9

(
f111111 + f122221 +2 f111221 0

0 f222222 + f121121 +2 f121222

)
This projection is used by Lebée and Sab to evaluate the distance between Bending-Gradient and
Reissner-Mindlin models on bending problem in [5, 6].

2.2.4 Simple support boundary conditions

On the plate boundaries ∂Ω, the normal and the in-plane tangent vectors are respectively noted nnn−
and ttt−. In timber construction, it is common to model boundaries by simply-supported edges [7]. In
Reissner model, this boundary conditions consists in blocking the out-of-plane displacement U3 and
the transverse rotation ϕt . In the Bending-Gradient theory, boundary conditions are given by:

MMM∼ or ΦΦΦ
_
·nnn−(

iii∼∼ ..
.RRR

_

)
·nnn− or U3

4
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Thus, at boundaries, the bending moment Mnt is linked to the generalized rotation Φntn whereas it is
linked to ϕt in the Reissner model. By analogy, the simple support boundary conditions are defined
as Φntn = 0 and U3 = 0 in the Bending-Gradient model. Moreover, the over bending moments Mnn
and Mtt are set to zero, as Mnn in the Reissner model.

2.3 Linear buckling analysis

2.3.1 Resolution with the Bending-Gradient theory

We assume that the plate is uniformly pre-loaded with the membrane stress NNN∼ (λ ) = λeee−1⊗ eee−1. In
linear buckling analysis, for some values of λ , one or several non-trivial equilibrium states, called
buckling modes, are admissible. Although there is no external load p3 in the equilibrium (Eq. 2)
during buckling, an apparent one pN is involved due to second-order effects of in-plane load NNN∼ and to
out-of plane deflection U3. For Kirchhoff-Love plates and Reissner plates, it takes the classical form
of:

pN =−NαβU3,αβ [2]

We assume here that it is also applicable to the Bending-Gradient model since this theory is an exten-
sion of Reissner model to the case of heterogeneous plates. Thus, in (Eq. 2), the second equation of
equilibrium becomes:

iδγεζ Rζ εγ,δ −U3,αβ Nαβ = 0 ⇔
(
iii∼∼ ..
.RRR

_

)
·∇∇∇− − (∇∇∇− ⊗∇∇∇−U3) : NNN∼ = 0 on ω (6)

The simplification of the set of equilibrium (Eq. 2, 6), compability (Eq. 3) and constitutive equa-
tions (Eq. 4) results in an eigenvalue problem which solutions are critical buckling modes λ associated
with the corresponding eigenmodes (U3,ΦΦΦ_ ):{

iii∼∼ ..
. [(DDD∼∼ : (ΦΦΦ

_
·∇∇∇− )
)
⊗∇∇∇−

]
·∇∇∇− −λU3,11 = 0

ΦΦΦ
_
+ iii∼∼ ·∇∇∇−U3 = fff

__

...
[(

DDD∼∼ : (ΦΦΦ
_
·∇∇∇− )
)
⊗∇∇∇−

] on ω (7)

This problem is solved, looking for expressions of U3 and ΦΦΦ
_

in the form of Fourier-like series.
Considering kinematic compatibility (Eq. 3), simple support boundary conditions and the geometry of
the plate, which is rectangular with each layer’s principal axes coinciding with rectangular reference
frame (eee−1,eee−2,eee−3), expressions of U3 and ΦΦΦ

_
are looked in the following form:

U3 = ∑
∞
m=1 ∑

∞
n=1Umn

3 sin(Kmx1)sin(Knx2)

Φαβγ = ∑
∞
m=1 ∑

∞
n=1 Φmn

αβγ
cos(Kmx1)sin(Knx2) for Φ111, Φ221 and Φ122

Φαβγ = ∑
∞
m=1 ∑

∞
n=1 Φmn

αβγ
sin(Kmx1)cos(Knx2) for Φ121, Φ112 and Φ222

where Km =
mπ

a
and Kn =

nπ

b
for {m,n} ∈ N∗2

Umn
3 and Φmn

αβγ
are respectively the amplitudes of each term of the out-of-plane displacement and the

generalized rotations associated with the {m,n} mode.
These expressions are injected in the buckling problem (Eq. 7). It is noticed from the orthogonality

of the series, that each equation is satisfied only if it is satisfied for each individual term in cosine and
sine series. Thus all harmonic functions can be omitted in the following developments.

Solutions of the buckling problem are then eigenmodes
(

Umn
3 ,Φmn

αβγ

)
associated with the corre-

sponding eigenvalue λmn. Here, we are only interested in the lowest value λmn among all {m,n} ∈N2.
The lowest mode {m,n} depends on the plate aspect ratio a

b , the plate slenderness b
h and the material

characteristics. In the studied domain, namely a
b ∈ [0.5,2] and b

h ∈ [10,35], with material characteris-
tics given in Tab. 1, it can be demonstrated that the lowest eigenvalue is always λ11 or λ21 (cf Section
4.2).
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3 3D reference model for CLT

A 3D numerical study is performed using the finite element software ABAQUS. These numerical
results will be consider as the reference results for the comparison with analytical results in section 4.

3.1 Characteristics of the 3D problem

3.1.1 External load

On the sides, uniform displacements perpendicular to the faces are applied. These displacements
are chosen so that uniform membrane strains appear in the plate. This is insured by choosing the
displacement on boundaries ∂Ω2 (x2 = {0,b}) which corresponds to average Poisson effects in the
plate. Practically, for a choosen displacement u1 = a1111

a
2 on ∂Ω1 (x1 = {0,a}), a displacement of

u2 = a1122
b
2 on ∂Ω2 will vanish the N12 and N22 components and set N11 = 1 because of:

1
2
(
Uα,β +Uβ ,α

)
= aαβγδ Nγδ ⇔ (UUU− ⊗s

∇∇∇− ) = aaa∼∼ : NNN∼ with aaa∼∼
−1 = AAA∼∼ =

∫ h
2

− h
2

CCC∼∼
σ dx3 (8)

UUU− is the average in-plane displacement and AAA∼∼ the membrane stress tensor.

3.1.2 Simple support boundary conditions

Simple support boundary conditions (cf Section 2.2.4) applied on the 2D plate models can not be
transposed directly to 3D problems. Indeed in 3D, there are no rotation fields ϕϕϕ

−
but only three trans-

lationnal degrees of freedom. Blocking the transverse displacements is a good 3D modelisation to set
transverse rotation ϕt to zero. Indeed, in a pure bending problem, in-plane displacements are negligi-
ble. Setting ut = 0 on boundaries in a 3D problem has thus few influence on in-plane displacements
but it prevents from transverse rotation on boundaries.

In linear buckling analysis, it is however necessary to consider two steps: the pre-loading used for
the evaluation of the geometric stiffness matrix, and the eigenvalue problem for the determination of
the buckling modes. During the first step, the problem is only a membrane problem: there are only
in-plane displacements uα and no rotations ϕα . Thus, setting ut = 0 on boundaries is not necessary
and will only prevent from in-plane Poisson’s effect on boundaries: only the simple support boundary
condition u3 = 0 is thus set during this step. The second step is essentially an out-of-plane prob-
lem, it is comparable with plate bending. Thus, setting ut = 0 and u3 = 0 on boundaries is a good
modelisation of simple support conditions.

3.1.3 Definition of the numerical model

The C3D8 element, a 3D brick-element with 8 nodes is used to mesh the plate. There are three degrees
of freedom at each node, one for each translation. A linear interpolation is used in each direction. A
full integration is done at each node to evaluate the material response in each element. A convergence
study has been performed to find the most suitable mesh with an accuracy of 1%.

3.1.4 Timber elastic characteristics and CLT configurations

Timber is a material with a high anisotropy which is often modeled as a linear orthotropic material.
Norway Spruce mechanical caracteristics are used in the present paper because it is one of the most
used species in timber construction. References values will be taken from Keunecke et al [8]. Young
modulus is defined by the ratio between tensile stress and tensile strain Ei =

σii
εii

for a traction in the i-
direction. The shear modulus is defined by the ratio between shear stress and shear strain Gi j =

σi j
εi j

for
a pure shear between i and j-directions. The Poisson’s ratio is defined as the ratio between contraction
and elongation νi j =

ε j j
εii

for a traction in i-direction. In order to model an orthotropic material, shear

6
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compliance terms SRRT T = νT R
ET

and ST T RR = νRT
ER

are averaged to comply with SSS∼∼ major symmetry.
From these new expressions of Sm

RRT T = Sm
T T RR, νm

RT and νm
T R are calculated to get an orthotropic

material.

EL ER ET GLR GLT GRT νLR νRL νLT νT L νm
RT νm

T R

12800 625 397 617 587 53 0.36 0.018 0.45 0.014 0.41 0.26

Tab. 1: Elastic Properties of Norway Spruce, E and G in MPa [8]

There is a high contrast between the longitudinal stiffness EL and the rolling shear stiffness GRT .
These two characteristics will thus arise the buckling of CLT panels. For this reason, the influence of
the orientations of radial and tangential directions, which are turning in actual lumbers, is negligible.
In the present model, R is chosen in out-of-plane direction and the longitudinal-tangential plane has
alternatively an angle of 0◦or 90◦with the mid-plane

(
O,eee−3

)
depending on layers. Outer layers fibers

are oriented in x1-direction. Each ply is crossed of a 90◦angle with adjacent plies.
In the following, the ratio between the width of the loaded edge b and the thickness of the plate h,

called the slenderness b
h , varies between 10 and 35 and the plate aspect a

b , the ratio between the length
and the width of the plate, varies between 0.5 and 2 according to the geometries of actual structures.

3.2 3D buckling of CLT panels

3.2.1 Buckling load and compressive strength

The buckling load and the compressive strength of CLT panels are of the same order of magnitude.
Indeed, from the paper of Cabrero et al. [9], the average strength of timber in compression is 41.7MPa.
For a 5-ply CLT, we may assume that only the three longitudinal plies are working in compression.
Thus the compressive strength of a 5-ply CLT panel may be set as 41.7× 3

5 ≈ 25MPa and does not
vary with b

h and a
b contrary to the buckling load. As an example, for a 5-ply CLT square panel with a

slenderness b
h = 25, buckling occurs at 18.1MPa, before plasticity (cf Fig. 3). This remark shows the

necessity to take into account instabilities to design CLT structures.

3.2.2 Behavior of a CLT panel across thickness

On Fig. 2, the displacement u1 is plotted on the loaded edge for a 5-ply CLT panel: displacements u1
are voluntary deformed twice more than in other directions. Its amplitude is around one tenth of the
out-of-plane deflection amplitude: in-plane displacement are not negligible.

The displacement u1 is not linear across thickness, and thus the shear strain ε13 is not uniform along
x3. The section of the plate doesn’t remain plane during buckling because of the warping between
longitudinal layers and cross layers. Indeed, longitudinal layers are stiffer than cross layers in the
x1-direction. During buckling, longitudinal layers are the most loaded plies. The upper fiber, x3 =

h
2 ,

is tensed whereas the lower fiber, x3 = −h
2 , is compressed due to the bending of the plate. Since the

cross layers are softer, they do not bent as longitudinal layers. The section of cross layers remains
approximately vertical even during buckling. This phenomenon is well-known in sandwich structures
where skins work essentially in bending whereas the out-of-plane shear stress acts essentially on the
core of the sandwich panel.

In the Bending-Gradient theory, several variables are used to describe this phenomenon. On one
side, Φ111 is related to the global rotation of the section. In the same way, Γ111 is linked to the
global shear of the plate which comes from the difference between the global rotation of the plate
and the first derivation of the deflection u3,1. On the other side, Φ221 = Γ221 is related to the warping
between layers. These distinctions between rotation, warping and their derivation can obviously not
be fully captured by a Reissner model with only one variable ϕ1 in the x1-direction. Qualitatively, the
Bending-Gradient describes better the behavior of CLT panels. Numerical results in section 4 will
support this observation.

7
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u1

−0.095

−0.063

−0.032

0.000

0.032
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Fig. 2: Displacement u1 according to thickness on (x1 =−a/2)∩ (x2 = 0)

4 Comparison between numerical results and plate models

In the following, the application of the Bending-Gradient to the linear plate buckling is compared
to classical models of Kirchhoff-Love and Reissner. For the latter, the well-known FOSDT with the
shear correction factor κ = 5

6 is plotted as well as the projection of the Bending-Gradient on the
Reissner model suggested in Section 2.2.3. Finally the 3D numerical calculation by finite element is
used as reference to compare the accuracy of each theory.

4.1 Results for a square plate

Fig.3 represents the first buckling load of a 5-ply square CLT panel plotted along slenderness b
h . As

expected, the Kirchhoff-Love model gives results far from the actual ones: the error is even higher
than 15% for a slenderness b

h ≤ 25. The classical FOSDT, by considering shear effects, is more
precise than the Kirchhoff-Love model. However, the error is still high. In the studied domain, the
Bending-Gradient theory is clearly the model which best describes the buckling load of plates. For
slenderness b

h > 10, the error is less than 2.5%, and for b
h > 13 the order of magnitude of the error is

equivalent to the precision of numerical results.
It is finally noticed that the projection on a Reissner model gives almost same results as the full

Bending-Gradient model: the difference is around 0.1%. Using the Bending-Gradient directly seems
not necessary in this case since the gain of precision compared to its projection is negligible compared
to the difficulty introduced by generalizing the shear stresses.
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Fig. 3: Buckling load according to slenderness b
h for a 5ply-CLT square panel

Moreover the buckling load is lower than the compressive strength for slenderness b
h ≥ 21 in

actual structures. Thus, CLT walls may buckle before the compression failure occurs which leads to
8
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the necessity to design these panels to prevent buckling. Furthermore the high sensibility to defects
of the buckling compared to bending increases the risk of instabilities of actual structures.

On Fig. 4, the relative error of plate models is plotted for 3-ply CLT panels which are more slender:
the slenderness domain here is higher than in 5-ply CLT since the thickness of each ply is techno-
logically limited to 4 centimeters. For 3-ply CLT panels, the relative error of classical Kirchhoff
theory and FOSDT is still high even for relatively slender structures in CLT. On the contrary, the
Bending-Gradient theory and its projection are close to the 3D solution in all the studied domain with
an accuracy with the same amplitude as the precision of numerical results.
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Fig. 4: Relative error of plate models compared to 3D results for a 3ply-CLT square panel

4.2 Variation of the plate aspect ratio a
b

Fig. 5 represents the buckling load of a 5-ply CLT with a slenderness b
h = 20 for a varying plate

aspect ratio. There are here successively two eigenmodes: (m = 1,n = 1) and (m = 2,n = 1). Quan-
titatively, the same results as previously are obtained: the Bending-Gradient theory and its projection
are very accurate contrary to more classical models. This figure shows that the Bending-Gradient is
still accurate when varying aspect ratio and even for several eigenmodes.

Moreover, the critical load and the compressive strength have close values for aspect ratios between
1.0 and 1.5 which confirms the necessity of the development of a new engineering tool to design the
CLT panels against buckling. The Bending-Gradient’s projection on the Reissner theory could be an
appropriate model to create this tool.
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Fig. 5: Buckling load according to plate ratio a
b for 5ply-CLT with slenderness b

h = 20
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5 Conclusions

In this paper, the Bending-Gradient theory has been extended to the buckling analysis which has
been applied to the case of rectangular plates. A projection of this theory on a Reissner model has
also been presented. A 3D numerical study has been conducted in order to get reference results for
the buckling of CLT panels. Results have shown that, qualitatively and quantitatively, the Bending-
Gradient is well adapted for the study of the buckling of thick and highly anisotropic laminated plates
such as CLT contrary to the FOSDT and the Kirchhoff model. Moreover, the suggested projection
of the Bending-Gradient, proved to be also very accurate, seems thus more adapted than the full
Bending-Gradient theory to engineering issues since it uses a simpler model, the Reissner model,
without loosing accuracy. Indeed, this projection could be used to create a new engineering tool for
the design of CLT buckling. To this end, imperfections of actual structures and variability of the
timber characteristics, in particular the rolling shear stiffness which is not considered in the Eurocode
5, have to be investigated in a further work. To be complete, creep should also be studied to evaluate
the influence of permanent loading across time.
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