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ABSTRACT: Supramolecular structure of ultrathin films of 
hemicyanine dye bearing a crown ether group (CrHCR) was 
tuned by lateral pressure and investigated by means of 
compression isotherms, UV−vis and fluorescence spectros
copies, and X ray reflectivity. Two different types of 
aggregation were revealed, depending on the absence or the 
presence of metal cations in the water subphase. While 
CrHCR forms at high surface pressures head to tail stacking 
aggregates on pure water, changing the subphase to a metal
cation containing one leads to the appearance of well defined 
excimers with head to head orientation. The structure of
monolayers transferred onto solid supports by the Langmuir−Blodgett (LB) technique was examined by use of X ray reflectivity
measurements and molecular modeling. A model of cation induced excimer formation in hemicyanine Langmuir monolayers is
proposed. Finally, fluorescence emission properties of LB films of CrHCR can be managed by appropriate changes in the
subphase composition, this last one determining the type of chromophore aggregation.

INTRODUCTION

Langmuir monolayers, Langmuir−Blodgett (LB) films, and self
assembled monolayers based on hemicyanine dyes have been
the subject of intense research activities in the past decades1−11

because of unique optical and fluorescence properties of these
dyes amplified by features of organized ultrathin films
(asymmetrical systems). Of particular interest is the ability of
such compounds to form different types of aggregates, which in
turn affect substantially their optical, thermal, and mechanical
properties when they are organized in monolayers. For
instance, they could find application as smart switchers and
sensors due to their ability for second harmonic generation.12

An essential requirement to exhibit this effect is the formation
of an organized noncentrosymmetric structure.13 For amphi
philic organic materials, this can be achieved by the use of the
LB technique, allowing the control of the organization of the
monolayer precursor at the molecular level. An important
advantage of hemicyanine dyes is also the relative simplicity of
their chemical modification with a hydrocarbon chain, which
imparts to these compounds the amphiphilic properties
necessary for the formation of stable Langmuir monolayers at
the air−water interface.

The studies of the hemicyanine chromophores aggregation
behavior revealed the relation between the chemical structure
of hemicyanine chromophores and their supramolecular
organization with the optical characteristics of their ultrathin
films.3,11,14−21 It was also shown that in alkylated hemicyanine
dyes second order nonlinear susceptibility is a function of the
total concentration of dye molecules.3 Conclusion was made
that monomers have a much higher hyperpolarizability than
aggregates and that molecular assemblies do not contribute to
the generation of the second harmonic signal in this case.
Furthermore, light sensitive hemicyanine molecular units can
be incorporated into LB films to create artificial membranes
with specific transmembrane functionality such as light to
electrical energy conversion.22 Such systems could find future
applications in light harvesting and light conversion devices.
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formed by such compounds in Langmuir monolayers. As we
reported earlier, addition of a number of cations (Na+, K+, Ca2+,
Mg2+, or Ba2+) into water subphase causes effective inhibition of
the CrHCR dye H aggregation.23 We also have shown for the
first time that reversible formation of excimers takes place
during compression−expansion cycles in monolayers of
amphiphilic crown ether substituted chromoionophores formed
on dilute aqueous solutions of alkali or alkaline earth metal
perchlorates (at concentrations below 5 mM).24,25 The
emission band of the excimer fluorescence spectrum is red
shifted relative to the monomer one by 100 nm (from 600 to
700 nm), and the LB films formed from such monolayers
demonstrate the same fluorescence behavior. It should be noted
that although the above listed cations play an important role in
the aggregation of molecules into excimers, metal ions have not
been found in the LB films as shown by XPS data.23,25 The
second necessary condition for excimer formation is the
presence of chloroform at the air−water interface during the
time of the crown ether−cation interaction.23 It is obvious that
observed effects are due to differences between the structural
organization of monolayers formed on ultrapure water and on
Ba2+, Ca2+, or Mg2+ perchlorate solutions. However, the nature
of such differences as well as the mutual arrangement of
molecules into both H aggregates and excimers remained
unapprehended. The major goal of the present paper is thus to
refine the type and structure of CrHCR molecular aggregates,
the film morphology, and the electron density distribution in
the monolayers transferred from subphases of varied
compositions using a powerful technique to study the structure
of ultrathin filmsX ray reflectivity measurements coupled
with molecular modeling.26 Understanding the excimer
organization will open the possibility to control the supra
molecular structure of hemicyanine monolayers and LB films as
well as their photophysical properties.

EXPERIMENTAL SECTION
Materials. Synthesis of the studied crown substituted hemicyanine 

dye 1 docosyl 4 {(E) 2 [4 (1,4,7,10 tetraoxa 13 azacyclopentadecane  
13 yl)phenyl]vinyl}pyridinium perchlorate (CrHCR) (Figure 1) was

described in ref 27. The −C22H45 alkyl substituent in the CrHCR
compound allows the molecule to form stable monolayers at the air−
water interface due to both entropic contributions and van der Waals
interactions. The aza crown ether group incorporated in CrHCR
provides an efficient binding of metal ions in organic solvents.28,29

All chemicals used were of analytical reagent grade. Chloroform
(Merck, extra pure grade) was used as solvent. Barium, calcium,
sodium, potassium, and magnesium perchlorates (Ba(ClO4)2, Ca
(ClO4)2, NaClO4, KClO4, and Mg(ClO4)2, respectively) were
purchased from Sigma Aldrich.
Ultrapure water (18 MΩ·cm, pH 5.6) deionized with a Vodolei

apparatus (NPP Khimelektronika) was used as subphase for Langmuir
monolayers and LB transfers.
Sample Preparation. Monolayers of CrHCR were formed from

solutions of CrHCR (10−4 M) in CHCl3, which was preliminarily

dried over dehydrated CaCl2 and distilled over CaH2. Surface
pressure−area isotherms were measured on a KSV Mini apparatus
equipped with a Teflon trough and polyacetal barriers. Surface
pressure π was registered using an automated Langmuir balance and a
platinum Wilhelmy plate. CrHCR solution was deposited at the air−
water interface by a Distriman micropipet (Gilson) in 5 μL portions.
After 15 min allowed for solvent evaporation, the monolayer was
compressed at a rate of 0.2 mm/s (0.17 cm2/s). All experiments were
performed at 20 ± 1 °C.

To perform spectral and fluorescence measurements of LB films,
the monolayers were transferred onto quartz plates by the LB method
at a constant surface pressure πtrans = 25 mN/m. For X ray reflectivity
measurements CrHCR monolayers were transferred by the same way
onto silicon substrates at two different surface pressures: πtrans = 8 and
25 mN/m. Just before the preparation of LB films, all substrates were
cleaned with chloroform and acetone and then rinsed with deionized
water. Transfer ratios of LB films in all experiments were close to 1.

Spectral Measurements. UV−vis differential reflection−absorp
tion spectra of monolayers were obtained using the fiber optic
spectrometer AvaSpec 2048 2 (Avantes) at normal incidence.30

Fluorescence emission spectra of monolayers were also acquired
using AvaSpec 2048 2 (Avantes) spectrometer and LED light source,
the incidence angle being 45° relative to the water surface. The
emission bandwidth of the spectrofluorometer was 5 nm, while
ultrapowerful LED light source FYL 3014UBC (470 nm) was used for
excitation without any filter.

UV−vis spectra of LB films formed on quartz substrates were
recorded in the wavelength range of 190−900 nm using a UV 2450
PC Shimadzu spectrophotometer (Japan).

Steady state emission spectra of LB films were recorded using a
Fluoromax spectrofluorometer (Jobin Yvon, France) with a
perpendicular configuration of the optical excitation beam respective
to the direction of luminescence registration. In order to avoid the
direct reflection of the excitation light, the coated quartz plates were
rotated at −45° so that the excitation light is reflected in the opposite
direction with respect to the detector.

X-ray Reflectivity. X ray reflectivity measurements were per
formed with the BL9 beamline of a DELTA synchrotron radiation
source (Dortmund, Germany). Incident beam with the energy of 12.38
keV (λ = 1 Å) had a rectangular shape (500 × 100 μm2). The reflected
beam was registered using a point detector. During experiments,
samples were kept in a helium atmosphere to hinder radiation damage.
X ray reflectivity data were analyzed using the StochFit program,
which utilizes stochastic fitting methods to model specular reflectivity
curves. Electron density ρ = 2πδ/λ2γe (where γe is the classical electron
radius equal to 2.814 × 10−5 Å and δ is the dispersion coefficient) as
well as thickness d and roughness R of monolayers were calculated.

Molecular Modeling. The Accelrys Materials Studio program was 
employed for molecular modeling of the studied compounds. We used 
two sets of potentials which allow us to take into account noncovalent 
interactions between aromatic groups of neighboring molecules inside 
the monolayer: COMPASS (Condensed phase Optimized Molecular 
Potentials for Atomistic Simulation Studies) and UFF (Universal 
Force Field). The COMPASS set is suitable for modeling isolated 
molecules and condensed phases of mainly organic, polymeric, and 
some inorganic compounds.31−33 Moreover, it also allows ab initio 
parametrizing of partial charges and valence with subsequent system 
optimization. To check the results of modeling, we applied UFF 
potentials used for the calculation of geometry of organic molecules. 
UFF does not have any limitation on the chemistry of compounds 
involved.34−36 .

RESULTS AND DISCUSSION
Investigation of the structure and thermodynamic behavior of
CrHCR Langmuir monolayers spread on a cation containing
water subphase reveals that the presence of NaClO4, KClO4,
Ca(ClO4)2, Ba(ClO4)2, or Mg(ClO4)2 (concentration c = 1−10
mM) leads to 5−25 Å2 shift in molecular areas toward lower

Figure 1. Chemical structure of 1 docosyl 4 {(E) 2 [4 (1,4,7,10
tetraoxa 13 azacyclopentadecane 13 yl)phenyl]vinyl}pyridinium per
chlorate or CrHCR.
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values as compared to CrHCR spread on pure water, at least at 
rather low surface pressures. As an example, Figure 2 
shows the compression isotherms of CrHCR

monolayers on pure water and on a Ba(ClO4)2 solution at 1 mM 
in the region of LB films transfer. This difference can be caused 
by a “drowning” of crown ether groups into the subphase due to 
their increased polarity as a result of the interaction with metal 
cations. With the increase of surface pressure, bends appear on 
the isotherms due to changes in the orientation of dye molecules 
relative to the surface (A → B, C → D i n Figure 7). This 
change in orientation seems to be favored in the presence of 
cations, since it occurs at a lower surface pressure. Further 
compression leads to a rapid decrease of monolayer 
compressibility at surface pressures exceeding 7−9 mN/m. This 
effect is once again more pronounced in the presence of metal 
cations, which is why compression isotherms cross at π = 12 
mN/m. At π = 25 mN/m mean molecular areas are equal to 
21.8 and 28.0 Å2 for dye monolayer on pure water and on 
Ba(ClO4)2 solution, respectively. These values, comparable to 
the cross section of CrHCR molecule, confirm that the 
arrangement of chromophore molecules is close to vertical in 
both cases. Obviously the difference in the compressibility and 
in the packing density of dye monolayers on these two aqueous 
subphases is caused by modifications in electrostatic 
interactions of chromoionophore molecules with subphase 
moieties (water molecules, or water molecules and ions) causing 
different supramolecular organization of monolayers. Increase of 
the concentration of salts in subphase in the 0.5−10 mM range 
leads to a slight intensification of the observed effects for all 
cations (data not shown).

It was shown earlier that Ba2+ and Ca2+ cations are capable of 
forming complexes with aza crown ether groups of CrHCR in 
organic solvents.25 The asymmetric “sandwich” dimer model, in 
which two hemicyanine molecules share one cation, was also 
supported by transient absorption and fluorescence anisotropy 
data. The binding constant for 2:1 complexation (K21) with 
CrHCR in acetonitrile was found to be 107 M−1 for both Ca2+ 

and Ba2+ cations.25 However, as it was mentioned above, they 
affect dye compression isotherms in almost the same manner as 
Na+, K +, and Mg2+ cations, which do not form such complexes.

This fact may serve as an indirect indication that 
the presence of water equalizes the  difference in the 
coordination ability of aza crown ether groups to metal cations. 
Apparently hydration of both cations and crown ether moieties 
hinders the complexation at the air−water interface. This 
conclusion is in a good agreement with extremely low values of 
binding constants of Ba2+ and Ca2+ cations with the aza crown 
ethers in aqueous media.25,27

In order to precisely confirm, UV−vis spectra of monolayers 
were made on pure water and on subphase containing Ba2+, 
Mg2+, K+, o r N a+ cations at different concentrations in the 0.5− 
10 mM range. As examples, spectra of monolayer spread on 
pure water and on subphase containing Ba2+ cations at 10 mM 
are shown in Figure 3. Spectra of CrHCR monolayers on pure

water reveal the presence of a broad band, which can be 
deconvolved in two bands at 430 and 520 nm (inset in Figure 
3). The short wavelength component is characteristic of H
aggregates formed upon compression. Indeed, as it is known, 
hemicyanine dyes have a strong trend to self associate into 
various types of complexes such as dimers as well as H  and J
aggregates.37−45 This H aggregation starts at rather low 
pressures of 14−17 mN/m and becomes well pronounced at 
further compression to 30 mN/m (Figure 3). The asymmetry of 
the absorption band of the compressed monolayer indicates that 
aggregation of the dye is accompanied by the splitting of its 
electronic spectrum, intensities, and widths of these two 
components being comparable. A similar splitting of the 
absorption spectrum is observed during the formation of liquid 
crystals with “head to tail” stacking46 allowing us to suppose a 
similar packing in CrHCR monolayers on the surface of pure 
water, preferable due to the electrostatic interactions between 
the electron donor and acceptor moieties of adjacent dipoles. 
The presence of Ba2+, M g2+, K+, o rN a+ cations in the subphase 
has a significant impact on the UV−vis spectra of dye 
monolayers in a wide range of salt concentrations (0.5−10 
mM). The hypsochromic component, characteristic of stacking 
aggregates, virtually disappears, indicating the inhibition of 
aggregation.

Figure 2. π−A compression isotherms of CrHCR on pure water (1)
and on an aqueous solution of barium perchlorate at 1 mM (2).

Figure 3. UV−vis spectra of CrHCR Langmuir monolayers on pure
water subphase at surface pressures π of 0 mN/m (1) and 30 mN/m
(2) and on an aqueous solution of Ba(ClO4)2 (10 mM) at 30 mN/m
(3). Inset: fitting of spectrum 2 into two components.
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Fluorescence emission spectra of CrHCR were measured 
directly for monolayers at the air−water interface and for LB 
films transferred onto quartz and silicon substrates. Figure 4a,b

shows these spectra in the case of pure water subphase and of 
an aqueous solution of Ba2+ perchlorate. Just after spreading, 
fluorescence emission at 600 nm takes place for CrHCR 
Langmuir monolayers on all studied subphases. This emission 
band corresponds to the main absorption peak of the 
chromophore around 500 nm. Increase of the surface pressure 
results in the fall of emission intensity. For monolayers on pure 
water, intensity decreases regularly with the increase of surface 
pressure up to 25 mN/m (Figure 4a). At the same time in the 
presence of Ba2+ ions the disappearance of this band is 
accompanied by the emergence and the intensity increase of a 
new emission mode at λ ≈ 700−710 nm, the intensity of this 
band becoming significant at surface pressure higher than 8 
mN/m (Figure 4b). Very similar behavior was revealed in 
CrHCR Langmuir monolayers on solutions of Ca2+, M g 2+, N a
+, and K+ perchlorates.

Such an effect can be attributed to the formation of a new 
type of aggregate, the aggregation process consisting of two 
clearly distinguishable stages. The first one (up to a pressure of 
approximately 8−10 mN/m) is the actual aggregation 
accompanied by monomer fluorescence quenching; no 
isosbestic point was found in this process. On the second 
stage, excimer formation takes place; the isosbestic point 
appears at about 650 nm on fluorescence spectra. The 
described effect manifests itself clearly at a pressure of 25 
mN/m, a value still on the “safe” distance from the collapse of 
monolayers on both subphases. It is also necessary to note that 
fluorescence spectra are very similar for both monolayers and 
LB films obtained by transferring such monolayers onto quartz 
plates (Figure 4c). According to these results, LB deposition 
surface pressures of 8 and 25 mN/m were chosen for a detailed 
investigation of the layer structure by X ray reflectivity.
Figure 5 shows that LB film transferred from the surface of 

pure water at low surface pressure (π = 8 mN/m) is

characterized by a rather poor reflectivity curve possessing
only one distinct minimum of reflection, in agreement with the
loose packing of the monolayer. On the contrary, in the case of
films transferred at π = 25 mN/m, several clear Kissieg fringes
are observed, indicating the development of a highly ordered
layer, uniform in thickness. Identical curves were obtained with
an incident beam parallel or perpendicular to the monolayer
transfer direction. Because of this fact, one can conclude that
surface coverage is substantially uniform. Thickness of the
layers calculated from minima positions of fringes were found
to be 3.75 and 3.50 nm for CrHCR films transferred at π = 25
mN/m from pure water and Ba(ClO4)2 solution, respectively.
Since LB films obtained at comparatively low surface pressure
show insufficient molecular ordering, further research was
concentrated on films transferred at higher surface pressure.

Figure 6 represents electron density profiles along the normal 
to the surface of substrate, calculated from X ray reflectivity 
curves 2 and 3 of Figure 5. Point z = 0 was defined to coincide 
with the wafer plane. One can easily observe that the electron 
density distribution of the CrHCR LB film formed in the 
presence of Ba(ClO4)2 (Figure 6b) possesses much more 
distinct details than in the case of LB films from pure water 
subphase (Figure 6a), because of the presence of alternating

Figure 4. Fluorescence emission spectra of CrHCR Langmuir
monolayers on pure water subphase (a) and on a 1 mM aqueous
solution of Ba(ClO4)2 (b) recorded at different surface pressures in a
range of 0−25 mN/m. Fluorescence emission spectra of CrHCR LB
films (c) transferred at 25 mN/m from pure water subphase (1) and
from 1 mM aqueous solution of Ba(ClO4)2 (2). Excitation wavelength
is 470 nm.

Figure 5. X ray reflectivity curves of CrHCR LB films transferred onto
silicon substrate from pure water subphase at surface pressure π of 8
mN/m (1) and 25 mN/m (2) and transferred from the surface of a
Ba(ClO4)2 aqueous solution (1 mM) at π = 25 mN/m (3).
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regions with high contrast electron densities. Comparison of
the obtained density profiles with the results of molecular
modeling allows one to conclude that all the molecules in the
layer are oriented approximately perpendicular to the substrate,
with crown ether groups right near the silicon surface. Maxima
at 6 and 18 Å correspond to crown ether moieties and ClO4

−

counterions location, respectively. At 35 Å electron density
drops abruptly, marking a very sharp end of the layer
substantially earlier than it should be for dye molecule in an
extended conformation whose length is ∼46 Å. However, up to
the height of 20 Å, electron density profile follows neatly a
profile of CrHCR molecule expected if it is perpendicular to the
substrate surface. Thus, the whole discrepancy of 46 − 35 = 11
Å is related to the aliphatic parts of the molecule. It could be
explained by the substantial tilt of alkyl tails in the direction of
substrate and/or by their disordering due to the accumulation
of gauche conformers in aliphatic chains.

The electron density profile of films transferred from pure 
water subphase indicates a different behavior (Figure 6a). 
Starting at the same electron density, which corresponds to 
silicone substrate, it reveals almost monotonous decrease with a 
plateau up to 20 Å and a long smooth tail fading away at 37.5 Å. 
As it was proved above by the X ray reflectometry measure
ments (Figure 5, curve 2), these films are characterized by a 
rather uniform thickness, which is less than the length of dye 
molecules in an extended state. Taking into account the facts 
that CrHCR molecule has rigid groups capable of specific 
interaction and that the electron density along the molecular 
axis varies strongly, the featureless density profile could be 
explained by the formation of intermolecular pairs in which 
low density moiety of one molecule is superimposed onto a 
high density group of the other one. Moreover, molecular 
modeling confirms that two oppositely oriented CrHCR 
molecules can form an aggregate in which the crown ether 
group of one molecule interacts with a partly charged nitrogen 
atom in the pyridinium moiety of the other one. As a result of 
such preorganization in the process of compression, some

Figure 6. Electron density profiles along the normal to the surface of
substrate, calculated from X ray reflectivity curves of CrHCR LB films
transferred from pure water subphase (a) and from a 1 mM aqueous
solution of Ba(ClO4)2 (b) at a surface pressure of π = 25 mN/m. In
both cases, results from corresponding molecular modeling are shown.

Figure 7. Model of chromoionophore aggregation in monolayers on pure water subphase (A, B) and on an aqueous solution of Ba(ClO4)2 (C, D,
E).
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molecules would be extended, whereas other ones would be
sharply kinked in the direction of the subphase, both molecular
forms constituting a common aggregate. Consequently, upper
region of the layer would be rather sparse; such an organization
explains the low density part of the electron density profile.
As it was supposed previously, the presence of Ba2+ ions in

the subphase leads to the organization of neighboring
molecules in a head to head manner due to the generation of
crown−Ba2+−crown sandwich structures at the very beginning
of monolayer formation, while the chloroform is present in the
monolayer.23 We believe that sandwich type dimersprecur
sors of excimersformed at this stage are retained after the
evaporation of chloroform despite the fact that the hydration of
crown ether groups ejects cations out of the monolayer. It is
necessary to note that there is no sign of excimer formation if
monolayer is spread on pure water subphase and cations are
added after chloroform evaporation. This fact demonstrates the
key role of organic solvent in the process under investigation.
The point is that in the cation containing subphase there is a
strong rivalry between water molecules and cations for the
crown ether group. In the absence of chloroform, water
molecules win this competition, and hydration of crown ether
groups as well as hydration of cations prevails.
Taking into account previous and actual results, a model of 

excimer formation in ultrathin films of hemicyanine dye is 
proposed based on a combination of structural, thermodynam
ical, and optical data (Figure 7). Electrostatic interactions 
between hemicyanine molecules spread on pure water lead to 
“head to tail” aggregation due to opposite charges on the “end” 
functional groups. Under compression, the aggregate straight
ens, forcing one of the two molecules to adopt the kinked 
structure described in Figure 6a. On the contrary, the 
simultaneous presence of metal cations in water subphase 
and chloroform at the interface leads to the formation of 
unstable complexes with “sandwich” structures in head to head 
orientation. After chloroform evaporation, decomplexation 
takes place while the sandwich structure is stabilized by π−π 
interactions, which strengthen upon monolayer compression. 
The photoexcitation in a single photon process leads to a local 
redistribution of electron density in the conjugated part of 
molecules and causes a charge permutation into the 
chromophore unit of one molecule from the pair.47 The 
electrostatic attraction between the oppositely charged “end” 
groups of excited molecule and unexcited one leads to excimer 
formation (Figure 7E). It should be noted that in the case of 
“head to tail” packing on pure water Coulomb forces do not 
hinder the compression, as the charges on the opposite sides of 
the chromophore compensate each other. At high surface 
pressure this leads to the more compact monolayer as 
compared to the “head to head” packing on cation containing 
subphase.

CONCLUSION
Supramolecular structure of hemicyanine dye CrHCR ultrathin
films was tuned and investigated by means of compression
isotherms, UV−vis and fluorescence spectroscopies, and X ray
reflectivity. Two different types of aggregation, depending on
the absence or the presence of metal cations in water subphase,
were revealed. While CrHCR forms at high surface pressures
“head to tail” stacking aggregates on pure water, changing
subphase to metal cation containing one leads to the
appearance of well defined excimers with “head to head”
orientation. The structure of monolayers transferred onto

solid supports by the LB technique was examined by use of X
ray reflectivity measurements and molecular modeling. A model
of cation induced excimer formation in hemicyanine Langmuir
monolayers is proposed. Finally, fluorescence emission proper
ties of LB films of hemicyanine bearing crown ether group can
be managed by appropriate changes in the subphase
composition, this last one determining the type of chromo
phore aggregation.

AUTHOR INFORMATION
Corresponding Author
*E mail christine.grauby heywang@u bordeaux.fr (C.G. H.).
Notes
The authors declare no competing financial interest.

ACKNOWLEDGMENTS
Authors thank the Russian Foundation for Basic Research
(project no. 13 03 12473 ofi m2), program P39 of Presidium
RAS, grant MK 2766.2014.3, and the BMBF (project no.
05K13PS4) for financial support. They are also thankful to the
BL9 beamline at DELTA, Dortmund, for the experimental
support.

REFERENCES
(1) Kajikawa, K.; Shirota, K.; Takezoe, H.; Fukuda, A. Temperature
dependence of molecular orientation and hyperpolarizability in
hemicyanine LB films studied by second harmonic generation. Jpn. J.
Appl. Phys. 1990, 29, 913−917.
(2) Kajikawa, K.; Shirota, K.; Takezoe, H.; Fukuda, A. Influence of
compression processes on the formation of H aggregates in hemi
cyanine monolayer on water surface. Jpn. J. Appl. Phys. 1991, 30, 362−
365.
(3) Carpenter, M. A.; Willand, C. S.; Penner, T. L.; Williams, D. J.;
Mukamel, S. Aggregation in hemicyanine dye Langmuir Blodgett
films: ultraviolet visible absorption and second harmonic generation
studies. J. Phys. Chem. 1992, 96, 2801−2804.
(4) Hall, R. A.; Thistlethwaite, P. J.; Grieser, F.; Kimizuka, N.;
Kunitake, T. The formation and structure of aggregates in hemicyanine
monolayers. Colloids Surf., A 1995, 103, 167−172.
(5) Ma, S.; Lu, X.; Han, K.; Liu, L.; Wang, W.; Zhang, Z.; Zhang, Z.;
Zhong, J. Effects of subphase additions on optical non linearity of
hemicyanine derivative Langmuir Blodgett monolayers. Thin Solid
Films 1995, 256, 215−219.
(6) Lang, A. D.; Zhai, J.; Huang, C. H.; Gan, L. B.; Zhao, Y. L.; Zhou,
D. J.; Chen, Z. D. Relationship between structures and photocurrent
generation properties in a series of hemicyanine congeners. J. Phys.
Chem. B 1998, 102, 1424−1429.
(7) Niidome, Y.; Ayukawa, H.; Yamada, S. Effects of aliphatic tails on
monolayer structures of hemicaynine dyes at the air water interface as
studied by in situ SHG measurements and surface pressure area
isotherms. J. Photochem. Photobiol., A 2000, 132, 75−80.
(8) Wang, Z.; Huang, Y.; Huang, C.; Zheng, J.; Cheng, H.; Tian, S.
Photosensitization of ITO and nanocrystalline TiO2 electrode with a
hemicyanine derivative. Synth. Met. 2000, 114, 201−207.
(9) Wang, W.; Lu, X.; Xu, J.; Jiang, Y.; Liu, X.; Wang, G. Influence of
temperature on hemicyanine Langmuir Blodgett multilayer films. Phys.
B 2000, 293, 6−10.

 6



(10) Chandra, M. S.; Ogata, Y.; Kawamata, J.; Radhakrishnan, T. P.
Polyelectrolyte assisted deaggregation and second harmonic gener
ation enhancement in hemicyanine Langmuir Blodgett film. Langmuir
2003, 19, 10124−10127.
(11) Rajesh, K.; Chandra, M. S.; Hirakawa, S.; Kawamata, J.;
Radhakrishnan, T. P. Polyelectrolyte templating strategy for the
fabrication of multilayer hemicyanine Langmuir Blodgett films
showing enhanced and stable second harmonic generation. Langmuir
2007, 23, 8560−8568.
(12) Wijekoon, W. M. K. P.; Park, C. K.; Prasad, P. N. Second
harmonic generation of Langmuir Blodgett monolayers of indodicar
bocyanine and hemicyanine dyes and stilbazium salts. Proc. SPIE 1994,
2285, 254−265.
(13) Ledoux, I.; Josse, D.; Fremaux, P.; Piel, J. P.; Post, G.; ZYSS, J.;
McLean, T.; Hann, R. A.; Gordon, P. F.; Allen, S. Second Harmonic
Generation In Alternate Non Linear Langmuir Blodgett Films. Thin
Solid Films 1988, 160, 217−230.
(14) Spano, F.; Mukamel, S. Cooperative nonlinear optical response
of molecular aggregates: crossover to bulk behavior. Phys. Rev. Lett.
1991, 66, 1197−1200.
(15) Tkachev, V. A.; Tolmachev, A. V.; Chernigov, L. V.; Lakin, E. E.
Langmuir Blodgett films of J aggregated cyanine dyes. Ukr. Fiz. Zh.
1993, 38, 1220−1226.
(16) Schildkraut, J. S.; Penner, T. L.; Willand, C. S.; Ulman, A.
Absorption and second harmonic generation of monomer and
aggregate hemicyanine dye in Langmuir Blodgett films. Opt. Lett.
1988, 13, 134−136.
(17) Anceau, C.; Brasselet, S.; Zyss, J. Local orientational distribution
of molecular monolayers probed by nonlinear microscopy. Chem. Phys.
Lett. 2005, 411, 98−102.
(18) Han, K.; Wang, Q.; Tang, G.; Li, H.; Sheng, X.; Huang, Z. Effect
of subphase divalent ions on optical second harmonic properties of
hemicyanine Langmuir Blodgett films interleaved with compatible
spacer. Thin Solid Films 2005, 476, 152−156.
(19) Mishra, A.; Behera, R. K.; Behera, P. K.; Mishra, B. K.; Behera,
G. B. Cyanines during the 1990s: a review. Chem. Rev. 2000, 100,
1973−2012.
(20) Abraham, E.; Selector, S.; Grauby Heywang, C.; Jonusauskas, G.
Characterization of hemicyanine Langmuir Blodgett films by pico
second time resolved fluorescence. J. Photochem. Photobiol., B 2008,
93, 44−52.
(21) Grauby−Heywang, C.; Selector, S. L.; Abraham, E.;
Jonusauskas, G. Complex behavior of hemicyanine in Langmuir
Blodgett films revealed by surface pressure measurements and
fluorescence microscopy. Prot. Met. Phys. Chem. Surf. 2011, 47, 31−38.
(22) Huang, Y.; Cheng, T.; Li, F.; Huang, C. H.; Hou, T.; Yu, A.;
Zhao, X.; Xu, X. Photophysical studies on the mono and
dichromophoric hemicyanine dyes I. Photoelectric conversion from
the dye modified ITO electrodes. J. Phys. Chem. B 2002, 106, 10020−
10030.
(23) Selektor, S. L.; Raitman, O. A.; Silant’eva, D. A.; Ivanova, N. V.;
Jonusauskas, G.; Lukovskaya, E. V.; Batat, P.; Arslanov, V. V. Control
of photochemical properties of monolayers and Langmuir Blodgett
films of amphiphilic chromoionophores. Prot. Met. Phys. Chem. Surf.
2011, 47, 484−493.
(24) Silantyeva, D. A.; Selector, S. L.; Malakhova, Y. N.; Bakirov, A.
V.; Shcherbina, M. A.; Chvalun, S. N.; Ibrayev, N. K.; Jonusauskas, G.;
Arslanov, V. V. Controlled excimer formation in ultrathin films of
amphiphilic chromoionophores. IV. International Conference on
Colloid Chemistry and Physicochemical Mechanics. Moscow. Russia.
Book of abstracts, 2013; pp 41−43.
(25) Batat, P.; Grauby Heywang, C.; Selektor, S.; Silantyeva, D.;
Arslanov, V.; McClenaghan, N.; Jonusauskas, G. Artificial iono and
photosensitive membranes based on an amphiphilic aza crown
substituted hemicyanine. ChemPhysChem 2014, 15, 2823−2833.
(26) Shcherbina, M. A.; Chvalun, S. N.; Ponomarenko, S. A.;
Kovalchuk, M. V. Modern approaches to investigation of thin films and
monolayers: X ray reflectivity, grazing incidence X ray scattering and
X ray standing waves. Russ. Chem. Rev. 2014, 83, 1091−1119.

(27) Dix, J. P.; Voegtle, F. Ligand structure and complexation. L. Ion
selective crown ether dyes. Chem. Ber. 1980, 113, 457−470.
(28) Abramov, A. A. Extraction of cations by crown ethers. Moscow
Univ. Bull. 2000, 41 (N 1), 3−15.
(29) Mitewa, M.; Mateeva, N.; Antonov, L.; Deligeorgiev, T.
Spectrophotometric investigation of the complex formation of aza
15 crown 5 containing styryl dyes with Ba2+ and Ca2+ cations. Dyes
Pigm. 1995, 27, 219−225.
(30) Stuchebryukov, S. D.; Selektor, S. L.; Silantieva, D. A.;
Shokurov, A. V. Peculiarities of the reflection absorption and
transmission spectra of ultrathin films under normal incidence of
light. Prot. Met. Phys. Chem. Surf. 2013, 49, 189−197.
(31) Sun, H. COMPASS: an ab initio force field optimized for
condensed phase applications. Overview with details on alkane and
benzene compounds. J. Phys. Chem. B 1998, 102, 7338−7364.
(32) Sun, H.; Ren, P.; Fried, J. R. The COMPASS force field:
parameterization and validation for phosphazenes. Comput. Theor.
Polym. Sci. 1998, 8, 229−246.
(33) Rigby, D.; Sun, H.; Eichinger, B. E. Computer simulations of
(poly)ethylene oxide: force field, pvt diagram and cyclization behavior.
Polym. Int. 1997, 44, 311−330.
(34) Rappe, A. K.; Casewit, C. J.; Colwell, K. S.; Goddard, W. A.;
Skiff, W. M. UFF, a full periodic table force field for molecular
mechanics and molecular dynamics simulations. J. Am. Chem. Soc.
1992, 114, 10024−10035.
(35) Casewit, C. J.; Colwell, K. S.; Rappe, A. K. Application of a
universal force field to organic molecules. J. Am. Chem. Soc. 1992, 114,
10035−10046.
(36) Rappe, A. K.; Colwell, K. S.; Casewit, C. J. Application of a
universal force field to metal complexes. Inorg. Chem. 1993, 32, 3438−
3450.
(37) Hoeben, F. J. M.; Jonkheijm, P.; Meijer, E. W.; Schenning, A. P.
H. J. About supramolecular assemblies of π conjugated systems. Chem.
Rev. 2005, 105, 1491−1546.
(38) Lednev, I. K.; Petty, M. C. Langmuir Blodgett films of
chomoionophores containing a crown ether ring: complex formation
with Ag+ cations in water. J. Phys. Chem. 1994, 98, 9601−9605.
(39) Lednev, I. K.; Petty, M. C. Aggregate formation in Langmuir
Blodgett films of an amphiphilic benzothiazolium styryl chromoiono
phore. Langmuir 1994, 10, 4185−4189.
(40) Lednev, I. K.; Petty, M. C. Photochemistry of an amphiphilic
benzothiazolium styryl chromoionophore organized in Langmuir
Blodgett films. Langmuir 1994, 10, 4190−4194.
(41) Lednev, I. K.; Petty, M. C. Langmuir Blodgett films of
benzothiazolium dye containing a crown ether ring. Adv. Mater. Opt.
Electron. 1994, 4, 225−232.
(42) Shapiro, B. I. Aggregates of cyanine dyes: photographic
problems. Russ. Chem. Rev. 1994, 63, 231−255.
(43) Shapiro, B. I.; Chirkova, L. V.; Tolmachev, A. I.; Slominsky, Y.
L.; Kuzmin, V. A. Formation of mixed J aggregates of cyanine dyes
stimulated by Eu+3 ions. High Energy Chem. 2010, 44, 418−422.
(44) Slavnova, T. D.; Chibisov, A. K.; Görner, H. Kinteics of salt
induced J aggregation of cyanine dyes. J. Phys. Chem. A 2005, 109,
4758−4765.
(45) Kuznetsov, K. A.; Laptinskaya, T. V.; Mamaeva, Y. B.; Mamchits,
E.; Makhaeva, E. E.; Khokhlov, A. R.; Shapiro, B. I. Third harmonic
generation in J aggregates of a cyanine dye immobilised in a polymer
matrix. Quantum Electron. 2004, 34, 927−929.
(46) Ikeda, T.; Kurihara, S.; Tazuke, S. Excimer formation kinetics in
liquid crystalline alkylcyanobiphenyls. J. Phys. Chem. 1990, 94, 6550−
6555.
(47) Kurdyukova, I. V.; Ishchenko, A. A. Organic dyes based on
fluorene and its derivatives. Russ. Chem. Rev. 2012, 81, 258−290.

 7




