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Modeling of the Conductive Heat Transfer through 

Nano-structured Silica Materials 
R. Coquard1, D. Baillis2, V. Grigorova-Moutiers3, F. Enguehard4, D. Quenard5 and P. Levitz6 

 

Abstract 

 

There is currently a growing interest in nano-structured silica based materials due to 

their remarkable thermal properties. These materials are notably used in Vacuum 

Insulating Panels (VIP). Their exceptional insulating performances have been 

demonstrated experimentally for a relatively long time. But the heat transfer 

mechanisms occuring in this kind of materials remain relatively badly known due to the 

nanometric dimensions and to the complexity of the porous structure. Therefore, the 

present study aims to develop a numerical model for estimating the magnitude of 

conductive heat transfer inside nano-structured silicas using a theoretical representation 

of their complex porous structure. The model takes into account the special porous 

morphology of the materials at both the nanometric and microscopic scale. Moreover, 

the conduction heat transfer at the nanometric scale is treated using a numerical 

resolution of the Boltzmann Equation since the validity of the macroscopic laws is then 

questionable. The computations are conducted using phonon properties of silica 

obtained in the literature. A parametric study allows us to analyse the influence of 

structural characteristics and thermo-physical properties on the insulating 

performances and thus to highlight the most important parameters. 
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Nomenclature 

A (m²): area of (x,y) plans of the box simulating the guarded hot-plate for two-particles in 

contact  

),( TC s ω  ( J/m3/K): Specific Heat 

),( TD p ω  (m-3): Phonon density of states per unit volume  

Dc (m): Contact Diameter between two neighbouring nano-particles 

Dp (m): particle diameter 

fv: solid fraction 

h (m): width of the box simulating the guarded hot-plate apparatus for the arrangement of 

aggregates 

kp→p (W/m/K): particle-particle thermal conductivity between two neighbouring particles 

keff (W/m/K): effective thermal conductivity of the nano-structured silica based material 

kf, kf.,free (W/m/K): thermal conductivity of the confined and free fluid  

k0: prefactor 

kB: Stefan-Boltzmann constant kB = 5.67×10-8 kg.s-3K-4  

K
r

 (W/m/K): thermal conductivity tensor 

Lg (m): mean free path of gas molecules at atmospheric pressure 

),( stn
r

: Phonon distribution function 

P (Pa): gas pressure 

q
r

 (W/m²): heat flux due to phonon transport 

s (m): curvilinear abscissa 

t (s): time 

T (K): temperature 

Th (K): hot plate temperature  

Tc (K): cold plate temperature  

tp (m): pore characteristic size 

vs (m/s): phonon group velocity 

x,y,z: Cartesian coordinates  

 

Greek symbols 

 

Λ (m): Phonon mean free path 

ω (s-1): Phonon frequency 

ωD (s-1): Debye frequency 

ε : porosity 

σ0 (m²): gas molecules cross-section  

Φc (W) :conductive heat flux   
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1 Introduction 

Among different business, building domain is the most energy consuming one with more than 

45% of the total energy, far more than the industry (28%) or transport fields. Most of this 

energy is devoted to the building heating. Therefore, the thermal insulation quality is of 

primary importance; the improvement of thermal insulators performances of is a major issue 

in view of a significant reduction in the global energy consumption. Current researches are 

interested in the development of new insulating materials, notably nanoporous silica-based 

superinsulating materials. These materials are made of silica particles, forming aggregates in 

several nanometres of diameter, which are themselves agglomerated in highly porous matrix 

(ε≈90%). This nanostructured silica presents a double-scale structure: (i) at the nanometric 

scale aggregates form chains of silica particles with undividable links; and (ii) at the 

microscopic scale, the structure is formed by aggregates agglomeration. Nano-structured 

silica structure is illustrated in Figure 1, visualizing fumed silica formation process of when 

cholorosilanes molecules are introduced inside a flame.  

The good insulating properties of nanostructured silicas are due to the very small pores size of 

the: pores are from the same order of magnitude as the mean free path of air molecules. 

Indeed, according to Kaganer [1], the thermal conductivity of a confined gas can be expressed 

by: 
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adiabatic coefficient. For air, the adiabatic coefficient γ was set to 1.4 and for the 

accommodation coefficient α = 1 was applied. 

Thus, under partial vacuum, air thermal conductivity, which is the main part of the 

superinsulants total thermal conductivity, gets reduced because of the “Knudsen effect (non-

confined air conductivity is kair ≈ 25 mW/m/K while for good commercial insulators total 

conductivity is typically comprised between 30 and 40 mW/m/K). In such a case, heat transfer 

mainly occurs by thermal conduction through the solid phase and by thermal radiation 

propagation. Besides, the nanostructured silicas currently commercialised generally contain 

additional opacifying micrometric particles in order to reduce drastically the contribution of 

radiation heat transfer. Then, when a primary vacuum is applied and when opacifying 

particles are added, equivalent thermal conductivities lower than 10mW/m/K can be achieved 

as reported by Quenard et Sallée [2] or the researchers of ZAE Bayern [3-6]. This constitutes 

a substantial improvement of insulating properties compared to the most performing classical 

insulators. 

 

Figure 1: Illustration of fumed silica formation process: Different stages of aggregation and 

agglomeration 

Reactor Molecules Protoparticle 
Primary 

Particles Aggregates Agglomerates 
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Because of the growing interest for these materials, numerous recent studies have been 

devoted to experimental or theoretical characterization of the heat transfer in nano-structured 

silicas.  

Their outstanding thermal properties have been demonstrated experimentally for a 

relatively long time. For example, Quenard et Sallée [2] have analysed samples with 

porosities higher than 90% composed of fumed silicas combined with micometric fibres 

insuring the mechanical strength and opacifying particles. At ambient pressure and 

temperature, the equivalent conductivity was about 20mW/m/K and can be reduced to 

6mW/m/K when a primary vacuum such as 1-10 hPa is applied. The noticeable increase of 

this conductivity with temperature reported by the authors suggests that a significant part of 

the heat transfer is due to thermal radiation. Similarly, the researchers of ZAE Bayern [3-6] 

have measured equivalent thermal conductivities close to 3mW/m/K for evacuated and 

opacified porous materials based on nano-structured silicas at ambient temperature.  

In parallel, several theoretical studies have been initiated in order to model the thermal 

transfer in silica-based super-insulating materials. Coquard and Quenard [7] have proposed a 

model of computation of their equivalent conductivity taking into account the radiation-

conduction coupling. The effective thermal conductivity (conductive transfer alone) was 

estimated using a Finite Volume Model considering the heat conduction through gas and solid 

phase. The authors assumed that the macroscopic laws of heat conduction are valid at the 

nanoscale. They depicted the structure of nano-structured silicas as chains of silica grains 

distributed at the edges of a cubic network. They studied the influence of air pressure and of 

the contact area between two particles touching each other. The results of their model 

highlighted the influence of the air pressure. The effective conductivities computed were in 

good agreement with the values measured at the CSTB [2] or ZAE Bayern [3-6] for different 

air pressures. The numerical results also highlighted the influence of the particle diameter and 
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the contact area between neighbouring particles. Rochais, Domingues and Enguehard [8] have 

also developed a model of computation of the effective conductivity of silica-based 

nanoporous super-insulating materials. They applied Finite Volume computations to different 

2-D or 3-D fractal structures to evaluate the influence of the solid fraction on the conductivity. 

Finally, during its ph-D, Spagnol [9] have used a Finite Difference Method to solve 

numerically the heat conduction equation through various fractal geometries. Like in 

preceding studies [7, 8], the author considered the macroscopic heat conduction laws to be 

valid and used Eq. (1) for estimating the gas conductivity. Computations were applied to 

simple fractal geometries like brick walls, Von Koch flakes and to random fractal geometries 

obtained by diffusion limited aggregation process.  

These first theoretical studies permitted to highlight the main mechanisms responsible 

for conductive heat transfer in nano-structured silica-based materials and to point out the 

parameters that mostly affect the effective conductivity. However, all these studies considered 

the macroscopic Fourier law of heat conduction ( gradTKc .
r

−=φ ) as valid at nanoscale. 

However, according to Kittel [10], the phonon mean free path in silica is about one to several 

nm and is therefore non-negligible compared to the particle size. Thus, the validity of the 

macroscopic laws is questionable. In view of the models improvement, it seems indispensable 

to use another approach for treating conduction heat transfer at the nanometric scale.  

Besides, recent studies are initiated to account for the “nanoscopic effects”, using 

notably Molecular Dynamics (MD) simulations. However, the works which are interested 

specifically in the heat transfer between two silica nano-particules remain relatively rare and 

have been conducted essentially by Domingues et al. [11, 12] and Mahajan et al. [13]. 

Domingues et al. have estimated the thermal conductance between two particles in contact 

[12] or separated by a submicronic distance [11]. For this purpose, they used the fluctuation-

dissipation theorem and applied a MD computation. For silica particles in contact with 
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diameters comprised between 1.5 and 5 nm, they showed that the thermal conductance is 

proportional to the number of atoms in contact. Then, they managed to compute an “atomic” 

conductance which is comprised between 0.5 and 3 nW/K. This leads to a total heat exchange 

between two particles of about 1 to 2 µW per nm² of contact area. Similarly, Mahajan, 

Subbarayan and Sammakia [13] have estimated the thermal conductivity of silica 

nanoparticles by MD simulations using the Green-Kubo relations. They applied their 

computations to silica particle composed of 600 atoms (several nm in diameter) and obtained 

a thermal conductivity of 0.59 W/m/K corresponding to approximately 40-50% of the silica at 

the macroscopic scale. These results show the significant influence of the particle size at the 

nanometric scale. MD simulations are promising and give rise to a growing interest. However, 

the two preceding studies have highlighted their major drawback: they require high 

computation costs and time when dimensions of several nm or tenth of nm are considered. 

This is prohibitive in view of parametric studies. Moreover, they require highly specific and 

sharp scientific skills.   

Other numerical methods have been developed to model the heat transfer at 

nanometric scale when macroscopic laws are invalid. The most common one consists in 

solving the Boltzmann equation governing the phonon transport inside nano-structured 

materials. This approach can be used for dielectric or semiconductor materials for which 

phonons are the unique heat carriers (the contribution of electron is negligible). This method 

is rigorously applicable only when the smallest dimension is more important than the phonon 

wavelength so that the phonons can be considered as massless particles by neglecting the 

interference between phonon waves. It has been largely used for estimating the thermal 

conductivity of silicon-based nanostructures notably by Mazumder and Majumdar [14] 

Lacroix et al. [15, 16] or Randrianalisoa et Baillis [17-20]. These authors resorted to Monte 

Carlo procedure for the resolution of the Boltzmann Equation. The principle of this approach 
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is to follow the path of a great number of phonons emitted by the materials and carrying 

thermal energy. Each phonon has its own wavelength and polarisation. During their path, the 

phonons can undergo phonon-phonon scattering, scattering by impurities or defaults, can be 

reflected at the interface between the phases or be absorbed at the boundary surfaces of the 

system or inside the material. The phonon properties required are: (1) the phonon mean free 

path before interaction with other phonons or with impurities/defaults; (2) the phase 

velocities; (3) the group velocities; (4) the density of states; (5) the heat capacity; and (6) 

dispersion curves. Each of these properties varies with the frequency and the polarisation of 

the phonon. Due to the numerous applications of silicon in microelectronics where the size of 

the components might be submicronic, its phonon properties have been extensively 

characterized. Mazumder and Majumdar [14], Lacroix et al. [15, 16] and Randrianalisoa and 

Baillis [17, 18] have computed the thermal conductivity of very thin silicon films and have 

shown that it gets lower than the macroscopic conductivity when the thickness of the film is 

from the same order of magnitude as the phonon mean free paths. Lacroix [16] and 

Randrianalisoa and Baillis [18] have also investigated the conductivity of silicon nano-wires 

while Randrianalisoa and Baillis [20] have applied the method to nanoporous silicon films of 

various thicknesses. They managed to estimate the influence of the porous characteristics 

(porosity, pore size, shape of pores) on their conductivity. 

The Boltzmann equation numerical resolution via Monte Carlo procedures is very 

interesting for the present study problem as it permits to take into account accurately the 

morphology of the porous structure as well as it is well-adapted to the dimensions of the 

nano-structured silica materials particles. That is the reason why, this approach is used in the 

present study for evaluating the heat exchange between two neighbouring particles. For 

simplicity purpose, the particles are assumed spherical with homogeneous diameter.  
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Once the heat exchange between nano-particles has been evaluated, the proposed 

model should also take into account the morphology of the nano-structured silica at the 

microscopic scale. This has been done by assimilating the material to a random agglomeration 

of aggregates composed of silica particles chains. According to previous studies [21-23], 

these aggregates present a fractal like structure. Thereafter, the effective conductivity of this 

agglomeration of aggregates is evaluated by simulating a 1-D heat transfer across a slab of 

material. The heat transfer problem is solved using a Finite Volume Scheme. The obtained 

numerical results allow us to study the evolution of the silica-based nano-structured materials 

effective conductivity with air pressure, structural parameters (such as diameter of particles, 

contact area between particles, fractal characteristics, size of aggregates) and material thermo-

physical properties.   

2 Heat Transfer Model 

2.1 Representation of the nano-porous structure  

As explained in the introduction, the nano-structured silicas consist of randomly 

organized agglomerates of aggregates (see Figure 2). The aggregates are made of chains of 

silica particles related among them by undividable connections. The silica particles are 

assumed spherical with a unique diameter denoted by Dp. The contact area between two 

neighboring particles is characterized by a contact diameter denoted Dc.  
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Each aggregate, composed of Np particles, is assumed to have a fractal like structure, 

i.e. the number of particles comprised in a sphere with radius Rg centred on the aggregate can 

be expressed by: 

Df

p

g

g
D

R
kRN














=

2/
)( 0

      (2) 

where Df is the fractal dimension and k0 the prefactor. 

The aggregates are generated using the Sequential Algorithm (SA) described by Mackovski 

[24]. The agglomeration is conducted using a particle-cluster procedure and the principle is to 

add particles one by one successively by checking at each stage that Eq. (2) is fulfilled. The 

variations of the aggregates morphology with the Df  and k0 values are illustrated on Fig. 3: we 

depict aggregates of 88 particles with three different combinations of Df and k0, namely 

(Df=1.8, k0=1.1) ; (Df=2.5, k0=1.1); (Df=1.8, k0=1.5). Aiming to visualize the large range of 

compacity that can be obtained by varying Df and k0 only, the three representations have 

different length scales. 

Microscopic 

scale 

Nanometric 

scale 

Dp 

kp→p 

Distinct aggregates 

Agglomeration of aggregates at microscopic 

scale 

Nano-particles belonging to the 

same aggregate related by 

undividable connections 

Figure 2 : Illustration of nano-structured silicas organization at microscopic and nanometric 

scales 

 

Dc 
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It can be noted that the fractal dimension seems to have an important influence on the 

aggregates compacity since the aggregates with high values of Df are noticeably more 

compact.  

 

 

2.2 Modeling of the heat exchange between two nano-particles in contact 

The Boltzmann equation resolution via Monte Carlo procedure has already 

demonstrated its relevance for the modelling of the conduction heat transfer at the nanometric 

scale, notably through silicon nanometric structures [14-20]. We have adapted the method for 

Figure 3: Illustration of 3 representative aggregates with the same number of particles but 

different values of fractal dimension and prefactor  

 

Df = 1.8; k0 = 1.5 

Df = 2.5; k0 = 1.1 Df = 1.8; k0 = 1.1 
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treating heat exchange between two neighbouring nano-particles belonging to the same 

aggregates. This heat exchange is characterised by the so-called “particle-particle” 

conductivity denoted kp→p; it quantifies the conductive thermal transport intensity between the 

spherical particles centres. This conductivity will then be used for estimation of heat exchange 

through the entire agglomerated structure. 

2.2.1 Phonon properties of silica 

Solving the Boltzmann equation in silica nano-structures requires the silica phonon 

properties. Phonon transport in silica, however, has been noticeably less studied than in 

silicon and that data remain relatively rare. Kittel [10] was the first to analyse the conductivity 

measurement of glass in order to propose a mean free path for phonons in silica. Stephens 

[25], Freeman and Anderson [26] and Love et Anderson [27] have also studied 

experimentally the variations of the thermal conductivity of glasses with temperature and 

proposed some models expressing the phonon mean free paths at different frequencies. More 

recently, Goodson et al. [28] have collected the experimental data proposed by several 

researchers concerning the phonon properties (Kittel [29], Stephens [25], Hunklinger and 

Arnold [30], Gilroy et Philips [31], Bonnet [32], Zaitlin et al. [33]) in order to develop a 

model for computation of thin silica films thermal conductivity. They showed that, due to the 

scattering of phonons by the boundaries, silica films conductivity at low temperatures 

decreases with the thickness when the thickness is lower than few µm. The specific heat and 

conductivity of the films were calculated using the Debye model whereas the phonon mean 

free paths were obtained by separating the frequency spectrum in three different zones. To our 

knowledge, the model used by Goodson et al. [28] is the most comprehensive one and we 

decided to use it for the resolution of the Boltzmann equation in silica at the nanometric scale. 

The phonon properties given by the model are:  

• Debye Angular Frequency ωD = 6.441×1013 rad.s-1 
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• Average speed of sound vs = 4100 m.s-1 

• Specific Heat ( )2
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 and SSR=1.89×10-3.  

The variations of the phonon mean free paths with frequency at different temperatures 

are illustrated on Fig. 4. . 
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The thermal conductivity of silica can be evaluated from the following formula already 

used by Kittel [10], Holland [34] and Berman [35]:  

( ) ( ) Λ= D

dTkhTTCvk Bpss

ω
ωωω

0
)../(.,.,    (3) 

The thermal conductivity of silica calculated at different temperatures by this formula 

using the properties proposed by Goodson et al. have been compared with the experimental 

data obtained by Jund and Jullien [36] and Love and Anderson [27], the results are given  on 

the following figure :  
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Figure 4: Evolution of the phonon mean free path in silica with frequency  

ω/ωD 
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The agreement between the model results and the experimental data is satisfactory. For 

example, at 300 K both experimental values give kSiO2=1.35 W/m/K and the model of 

Goodson leads to kSiO2≈1.36 W/m/K. Moreover, the drop of the thermal conductivity of silica 

with temperature is well-reproduced by the model. Therefore, we will consider in the rest of 

the study that the phonon properties proposed by the model of Goodson et al. are sufficiently 

reliable to be used for the evaluation of the heat transfer through the solid phase at nanometric 

scale. 

2.2.2 Modeling of kp→p using MC simulation of phonon transport for the resolution of 

Boltzmann Equation 

As explained in the introduction, the validity of the macroscopic Fourier laws for 

modeling conduction heat transfer between nano-particles is questionable as the particles 

dimensions are comparable with the phonon mean free path. It is then necessary to solve the 

Boltzmann Equation governing the distribution and transport of phonons in the material:   

0
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Figure 5: Evolution of the conductivity of silica with temperature predicted by the 

model of Goodson et al. [27]; comparison with experimental data 

Exp. Jund and Jullien [39] 

Exp. Love and Anderson [27] 
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 the group velocity.  

The terms in the left-hand side of Eq. (4) correspond to the total time rate of change of 

ωn  and the diffusion in geometric space due to the phonon group velocity sv
r

, while the right-

hand side represents the rate of change of ωn  due to phonons scattering because of impurities, 

collisions with boundaries or phonon-phonon scattering. The heat flux due to phonon 

transport is then given by:   

ωωω dDstnvhtsq psp ).().,(...),(
rrrr

=        (5) 

For the moment, the resolution of the Boltzmann Equation for heat transfer calculations has 

been applied essentially to silicon-based microelectronics components [14-20]. Monte Carlo 

simulations are generally used for the resolution of the Equation in complex structures due to 

their adaptability to various geometries. It has been used by Majumdar [14] for thin silicon 

films and more recently by Randrianalisoa and Baillis [20] to evaluate the thermal 

conductivity of nanoporous silicon films. It is particularly well-adapted to our problem. The 

method principle is to mimic numerically a guarded hot plate experiment applied to a particle-

particle contact. The 3-D nanometric structure analysed is submitted to a 1-D temperature 

gradient between a hot (temperature Th) and a cold (temperature Tc) plate (see Fig. 6). The 

nano-particles in contact are discretised in 3-D elementary cells, generally parallelepipedic, 

which are chosen to be smaller than the phonon mean free path in order to ensure that there is 

no more than one intrinsic scattering in a cell. The interface between solid and fluid phase are 

delimited. An arbitrary temperature (which is still to be determined) is affected to each 

elementary cell of the mesh. Thereafter, a procedure of phonon tracking is applied and allows 

adjusting the temperature field in the system until the steady-state regime is reached.  
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Phonons are emitted from the hot and cold boundaries which are assumed to behave as 

black walls with prescribed temperatures (Th and Tc). The phonon flux +Q  emitted from each 

plate is divided into very high number of phonon samples. +Q  is related to the wall 

temperature through  

( )=+ D

dhTNTDvATQ pps

ω
ωωωω

0
..).,(.,.)(      (6) 

where 
1))./(.exp(

1
),(

−
=

Tkh
TN

Bp ω
ω  is the average number of phonons that occupy the 

vibration state of frequency ω at temperature T.  

1. For every phonon emitted by the plates, random location, direction and frequency are 

chosen. Then, the procedure follows the path of the phonon. It propagates in the 

material in straight lines and can be reflected by the material boundaries between the 

solid and fluid phases. The phonon tracking is stopped when it is absorbed in an 

elementary cell or on one of the hot or cold plates. Each time a phonon is absorbed, 

the energy of the absorbing element (plate or cell) is incremented by the phonon 

sample energy. When the path of all the phonon samples emitted by the plates have 

been tracked, the energy absorbed by each element, noted   −
cQ  and 

−
fQ  for the hot 

and cold boundaries and −
iG  for the cells is memorised. 

2. Thereafter, from each cell i, a certain number of phonons are emitted so that the 

energy emitted by the cell, denoted by +
iG  equals the cell absorbed energy −

iG . These 

newly emitted phonons are tracked again one by one until they are all absorbed. After 

this phonon tracking, the energies absorbed at cells and walls only during this step, 

referred as “current energy”, are computed. 
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3. Finally, while the “current energy” absorbed at cells and walls are greater than zero, 

they are added to the absorbed energies −
cQ  and 

−
fQ  for walls and −

iG  for cells, and 

the algorithm goes back to step 2. Since the phonons absorbed at the boundaries are 

not reintroduced, the total phonon number in the studied system decreases step by step 

and becomes equal to zero after a certain number of steps. In practice, the procedure 

stops when the energy of the remaining phonons are considered negligible.  The 

temperature field in the structure and the net energy flux crossing the material may be 

extracted from the energies emitted ( +
cQ , +

fQ  and +
iG ) and absorbed ( −

cQ , 
−
fQ  and 

−
iG ) by each element. Indeed, in steady-state regime, the energy emitted and absorbed 

by each cell are equal to  

( )= D

dhTNTDVG piipii

ω

ω

ωωωω
τ0

..).,(.,
1

      (7) 

Thus, the temperature of each element can be determined by simply inverting the 

preceding relation for satisfying the relation −= ii GG .  

As the initial temperature field is allocated arbitrarily, the distribution of phonon frequency in 

each cell is not correct and the temperature field computed at the end of the procedure is 

different from the initial field. Therefore, iterations are required and steps 1-3 are repeated 

until the temperature field is stable, i.e. practically invariant for two consecutive iteration 

level.  

The Monte Carlo procedure is summarized by the flowchart depicted on Fig. 7. 

When the steady-state is reached, the particle-particle thermal conductivity kp→p can be 

calculated from the net heat flux Q  crossing the two particles:   
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Figure 6: Illustration of the Monte Carlo procedure for the resolution of Boltzmann 

Equation for two nano-particles in contact  
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Figure 7: Flow-chart of the Monte Carlo procedure used for the resolution of Boltzmann 

Equation in the nano-structure 
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2.3 Modeling of the heat exchange inside the agglomerated structure  

2.3.1 Finite Volume Method 

Once the heat exchange between two silica nano-particles in contact has been computed using 

the approach presented in section 2.2, the effective thermal conductivity of the global material 

should be evaluated by considering its microscopic structure formed by the agglomeration of 

aggregates. The first step is to generate a volume filled, by the tangle of spherical nano-

particles aggregates, which is representative of the silica-based nano-structured material. This 

parallelepipedic volume must have given geometrical characteristics (particles size, global 

porosity, aggregates fractal characteristics). Thereafter, the effective thermal conductivity of 

this “cloud” of aggregates is computed by a Finite Volume Method (FVM) simulating 

numerically a 1-D temperature gradient applied to the volume generated along the z-axis (see 

Fig. 8). The developed model computes the temperature field inside each particle and the total 

heat flux passing through the material in steady-state regime. The resolution method uses an 

iterative process based on an energy balance on each particle whose temperature is considered 

homogeneous. The computation starts from an initial temperature field. For each nano-particle 

of the volume, the procedure computes the heat exchanged with the neighboring particles in 

contact and with the surrounding fluid phase. The energy balance is then used to correct the 

temperature field of the previous iteration level. The energy balance and the correction of the 

temperature field are repeated until the steady-state regime is reached, i.e. until the 

temperature of each particle is stable from one iteration level to another.  

In practice, the initial temperature field is assumed to vary linearly with z:  
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=       (9) 

The heat fluxes exchanged by the neighbouring nano-particles depend on the particle-particle 

conductivity kp→p determined previously as well as on the temperature gradient between the 
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centres of these particles. The heat flux exchanged by particle k (Temperature Tk) with its nth 

neighbour (Temperature Tk,n) is given by:  

n

knkp
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=
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,

2
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4
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...
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&&      (10) 

with ns∆  the distance between the centres of the two nano-particles 

However, we will see in the next that the formation process of nano-structured silica-based 

materials leads to two different types of links between two particles in contact. Thus, we set 

apart: 

1. the links created between two particles of a common aggregate during its formation in 

the flame, noted “intra-aggregate” links  

2. the particle-particle links that have been established during the compression of the 

arrangement of aggregates between two particles of different aggregates, noted “inter-

aggregate” contacts 

As explained in the introduction, the “intra-aggregate” links formed in the flame (Wan der 

Waals links) are known to be undividable and therefore stronger than the “inter-aggregate” 

links (links by physical forces) which are obtained by a simple contact during the 

compression. Therefore, the particle-particle conductivity kp→p may be noticeably different 

according to the link type; we distinguished in our computations the “intra-aggregate” value 

denoted kp→p,1 and the “inter-aggregate” value denoted kp→p,2.  

N.B.: Considering the previous observations, it is obvious that kp→p,2 is always lower or, in the 

best case, equal to kp→p,1.  
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The nano-particle may also exchange with the surrounding fluid. However, according to 

previous studies, heat-transfer fluxes at the interface of a solid surface and a rarefied gas can 

be neglected. Indeed, Demirel and Saxenas [37] have proposed analytical formulas to estimate 

these heat fluxes for different heat transfer regimes characterised by interval values of the 

Knudsen number pg tLKn /= .  Nano-structured silicas submitted to a partial vacuum (10 

mbar for example) lie in the free-molecule heat-conduction regime (Kn > 10). Then, the heat 

exchange coefficient between two parallel plates (1 and 2) reflecting the gas molecule 

diffusely is given by  
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molecular weight of the gas, R the molar gas constant and α1 and α2 the coefficients of 

accommodation measuring the efficiency of energy exchange between the gas stream and the 

solid surface. 

This heat exchange coefficient is maximal when α1=α2 and is approximately hFM = 55 

W/m²/K for heat exchange in air (Cv = 20.8 J/K/mol; Mg = 0.02897 kg/mol) at P=10 mbar 

between parallel plates with temperatures near 300K. We will see in the next that this value is 

quite negligible compared to the heat flux exchanged between two neighbouring particles in 

contact. Of course, the parallel-plates geometry is noticeably different from the geometry 

encountered in nano-structured silicas but it permits to approximate the order of magnitude. 

Therefore, in the light of the preceding considering, we will neglect the exchange between 

particles and fluid in the rest of the study.   

The adjustment of the temperature of particle k at each iteration, takes inspiration from 

the transient Energy Equation:  
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 with N the number of particles in contact with particle k 

The energy balance and the correction of the temperature field in the nano-particles are 

repeated until convergence, i.e. until the following criterion is satisfied: 

  k
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1

       (13) 

The value of the constant parameter C is adjusted so that the convergence is achieved in a 

minimum number of iterations.  
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Regarding the fluid phase, given that the fluid-solid exchange can be considered 

negligible, we could assume that the temperature of the fluid phase in steady-state is governed 

by: 
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with kf given by the relation for confined gas (Eq. (1)) 

 

Therefore, if the temperature difference between the hot and cold plates is small 

enough to neglect the variations of the fluid phase conductivity between hot and cold 

boundaries, the temperature field in the fluid phase varies linearly with z:  
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Once the temperature field in the nano-particles and in the gas phase have been determined, 

the effective thermal conductivity of the material in the z direction can be computed from the 

heat flux ZQ&  crossing parallel planes (x,y) at different height Z through the solid and gas 

phase. In steady-state, these heat fluxes are invariant with Z. They are evaluated by summing 

Figure 9: 2-D Illustration of the thermal balance during the Finite Volume computation 
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the contributions of each nano-particle exchanging with a particle located across the (x,y) 

plane and the contribution of the heat transfer through the fluid phase as well. The effective 

thermal conductivity is then given by: 
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2.3.2 Generation of volumes representative of the nano-structured silicas 

The Finite Volume computations must be applied to samples representative of the 

microscopic structure of the material. The data required for the computation are simply the 

coordinates of the center of each particle forming the sample, their diameter as well as the list 

of the particles in contact and the type of links (“intra-aggregate” or “inter-aggregate”). These 

parallelepiped representative volumes, whose dimensions must be large enough, have been 

generated by imitating numerically the phenomena occurring during the formation of the 

nano-structured silicas:  

1. An initial Fractal-like aggregate is first generated using the Sequential Algorithm (SA) 

described by Mackovski [24] (see section 2.1) and randomly placed in the 

parallelepipedic box by randomly choosing its location and orientation.  

2. Additional aggregates different from the initial one but having the same fractal 

characteristics Df, k0 and Np are then generated and also placed randomly in the box. 

Of course, they are not allowed to overlap the aggregates already placed. These new 

aggregates are not necessarily entirely comprised in the parallelepipedic volume: some 

of its particles can be outside. However, only the particles inside the volume will be 

taken into account. For each particle, the neighbouring particles belonging to the same 

aggregates are memorised. 

3. Step 2 is repeated until it is not possible to insert additional aggregate  
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The media generated by this procedure have a porosity generally comprised between 

0.96 and 0.93, i.e. noticeably more important than that of nano-structured silicas used in 

commercially available VIPs. Indeed, they are generally compressed to obtain a sufficient 

mechanical resistance. This compression is simulated numerically by reducing 

progressively the dimensions of the parallelepipedic box. Each particle getting in contact 

with the boundaries of the box are moved as wall as its neighbours. Therefore, the 

arrangement of particles is redistributed at each compression step by keeping the 

undividable links inside a given aggregate invariant. During the compression process, 

certain particles can encounter particles belonging to other aggregates. In this case, the 

procedure put a thermal contact between the two particles and the particles are related by 

an “inter-aggregate” link. As explained before, this thermal contact is of different nature 

from the undividable link between neighbouring particles belonging to a given aggregate. 

Finally, the compression procedure allows obtaining arrangements with porosity close to 

0.8. 

 

X 

Z 

Figure 10: Illustration of a parallelepipedic volume representative of a fractal aggregates 

arrangement 
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2.3.3 Characteristic pores size  

 The pores dimension tp is a main characteristic of the nano-structured material, 

because it affects directly the reduction of fluid phase conductivity due to the “Knudsen 

effect” according to Eq. (1). Thus, for each generated arrangement, this characteristic size has 

been estimated. Actually, it corresponds to the mean distance travelled by a gas molecule 

between two successive collisions with the solid phase. This size depends on the porosity ε, 

the particle diameter Dp but also on the fractal characteristics of the aggregates (Df, k0, Np). 

We have evaluated it numerically using a method inspired from ray-tracing procedures. The 

path of air molecules is analysed during their multiple collisions with the particles forming the 

representative volume and the mean distance travelled between two collisions is evaluated for 

a high number of molecules thrown. The results obtained for representative volumes 

generated with different fractal characteristics, are illustrated on Fig. 11 where we depict the 

evolution of the ratio tp/Dp as a function of the solid fraction.    
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One can remark that there are relatively small differences between the evolutions of the 

characteristic pore dimensions computed for arrangements with different fractal 

characteristics of aggregates. From these evolutions, we can compute the thermal conductivity 

of the confined air for the different types of arrangement using Eq. (1). 

3 Results  

3.1 Nanometric scale – Variations of the particle-particle conductivity 

    We have applied the resolution of the Boltzmann Equation using Monte Carlo 

simulations for particle-particle junctions with varying geometrical characteristics Dp and 

Dc/Dp using the phonon properties given by the model of Goodson et al. at a temperature of 

290 K. The main results are illustrated on the following figures for two different values of 

contact diameters: Dc ≈ 0.44×Dp and Dc ≈ 0.66×Dp. On the same figure, we have also 

illustrated the particle-particle thermal conductivity that would be obtained if the macroscopic 

Fourier law was valid. These values are, of course, independent of the particles diameter Dp. 

They have been obtained by solving the Energy Equation using a Finite Volume Method in 

the same geometry as the one illustrated on Fig. 6. The Equation and the corresponding 

boundary conditions are 
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The FVM computations were conducted by setting the thermal conductivities of the 

solid phases to the macroscopic conductivity of silica (kx=ky=kz=kSiO2) while the thermal 

conductivity of air was set to a very low value. 

The results obtained show that the “nanoscopic effects” evocated in the introduction really 

affect the thermal conductivity for particle diameters Dp lower than about 10 nm. The particle-

particle conductivity decreases more and more rapidly when Dp diminishes below 5 nm. On 

the other hand, for Dp > 10 nm, kp→p converges to the value obtained under the “macroscopic” 

assumption. However, it is important to note that it was not possible to conduct the resolution 

of Boltzmann equation, using the Monte Carlo approach for particles diameters above 20 nm, 

given that the memory resource required for the proper particles meshing exceeds our 

computers capacities. Indeed, as explained in section 2.2.2, the characteristic size of the 

discretization volume must remain lower than the phonon mean free paths (approximately 0.5 

nm in our case). Besides, the values of kp→p illustrated for Dp = 20 nm have to be considered 

with caution given that the preceding condition is not fully fulfilled. That is the reason why 
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Figure 12: Evolution of the particle-particle conductivity with the particle diameter for 

different contact area Dc/Dp   
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the curve between Dp=10 nm and Dp=20 nm are illustrated by dotted lines. However, this 

does not put in question the preceding conclusions concerning the convergence of the MC 

computations when Dp becomes sufficiently important. Another interesting remark concerns 

the strong influence of the contact area between the particles on the intensity of the heat 

exchange. This influence is illustrated on Fig. 12, where we have depicted the variations of 

kp→p with the ratio Dc/Dp obtained by solving the Boltzmann Equation using MC approaches 

for Dp=5 nm and Dp=10 nm. On the same figure, we have also represented the variations 

obtained when assuming that the macroscopic Fourier laws are valid. 

 

 

It is interesting to notice that the profile of the evolutions computed by solving the Boltzmann 

Equation via MC simulations or by using the macroscopic law of heat conduction, are very 

similar. Only the magnitude of heat exchange differs slightly. Actually, the “nanoscopic” 

effects tend to reduce kp→p and thus, its value gets lower when the particle diameter decreases 
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below 10 nm. In addition, one can check that, in all cases, the heat exchange gets null when 

the contact between the two particles gets close to a point contact. 

In the light of these results, it appears that the contact area between the particles is the 

key-parameter that mostly governs the magnitude of heat exchange, even more than the 

particle diameter. In order to obtain realistic estimations, it is therefore essential to know this 

parameter with a high degree of confidence for both “intra-aggregate” and “inter-aggregate” 

contacts. Finally, one can notice that kp→p varies approximately in the range [0, 0.6] W/m/K 

when Dc/Dp varies between 0 and 0.5. 

 

3.2 Microscopic scale – Parametric study 

The preceding sections have analysed the heat transfer mechanisms at nanometric and 

microscopic scale; this allowed us to highlight the structural characteristics and thermo-

physical properties influencing significantly the heat exchange in nano-structured silica-based 

materials. The identified parameters are:  

• At nanometric scale : particle diameter Dp, and contact area (Dc/Dp)1 between particles 

in contact inside a given aggregate (“intra-aggregate” link) 

• At microscopic scale (agglomerate of aggregates): confined gas pressure P of, density 

ρ, aggregates fractal characteristics (Df, k0, and Np), contact area (Dc/Dp)2 between 

particles put in contact during the compression (“inter-aggregate” link). 

In order to quantify the influence of these parameters, we have conducted a parametric 

study by varying their values around standard values: Dp=10 nm ; (Dc/Dp)1 = (Dc/Dp)2 = 

0.2 leading to kp→p,1= kp→p,2≈0.18 W/m/K; P=10 mbar ; ρ=300 kg/m3; and Df =2.0 , k0=1.1, 

and Np=88 (see [22, 23]). 
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3.2.1 Influence of the density 

The computation model of effective thermal conductivity, described in section 2.3.1 has been 

applied to several parallelepipedic volumes representative of a fractal-like aggregates 

arrangement. We have varied the compression rate for varying the density of the aggregates 

arrangements representative of nano-structured silicas in the range [100, 600] kg/m3. First, the 

computations have been conducted assuming that the thermal contacts between particles are 

all identical: kp→p,1= kp→p,2. We have also set Dp=10 nm, P=10 mbar and Dc/Dp=0.2 which 

leads to kp→p,1= kp→p,2≈0.18 W/m/K. The evolutions of the computed effective conductivities 

as a function of material density are illustrated on Fig. 14. We have set the bulk silica density 

at ρSiO2 =2300 kg/m3.  
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Figure 14: Evolution of the effective conductivity with density for arrangements of 

aggregates with different fractal characteristics and Dc/Dp=0.2 (kp→p,1= kp→p,2≈0.18 W/m/K) 
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First, one can notice that the effective thermal conductivities computed for a partial 

vacuum of 10 mbar and densities of about 300kg/m3 are significantly beyond the conductivity 

of free air at atmospheric pressure, whatever the fractal characteristics of the aggregates 

forming the arrangement. Indeed, the contribution of the confined fluid phase is then almost 

negligible even for relatively low densities for which the pore characteristic size is the most 

important. One can also remark that the effective thermal conductivities of the arrangements 

increase with density. This increase is due to the establishment of additional particle-particle 

contacts (“interparticle” contacts) during the compression and is not linear with ρ but almost 

quadratic. However, we have to keep in mind that the previous results were obtained 

assuming that inter-aggregate contacts may exchange as much heat as intra-aggregate ones.  

We will see in the next that the evolution may be different when the considered “inter-

aggregate” heat exchange is weaker than the “intra-aggregate” one. 

3.2.2 Influence of particle diameter 

We have shown in section 3.1 that if particle diameter is lower than about 20nm, it 

may have a noticeable influence on the particle-particle conductivity. Indeed, the “nanoscopic 

effects” tend to reduce the heat exchange since the phonon mean free path in the material is 

affected/reduced by the presence of physical boundaries at nanometric scale. Moreover, the 

particle diameter also affects the characteristic pore size (see section 2.3.3) and thus the 

thermal conductivity of the confined gas. Actually, arrangements of agglomerates formed by 

large particles lead to higher values of tp and kfluid. We have illustrated the global influence of 

this parameter on the effective conductivity by varying the particle diameter while keeping the 

other parameters unchanged. The fractal characteristics of the aggregates have been set to 

standard values given by Lallich et al. [22, 23] : Df=1.8 ; k0=1.1, Np=88. 
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One can remark that at low densities, such as non-compressed arrangement, the observed 

differences are relatively low and are almost entirely due to the differences in the confined 

fluid phase conductivity. When compression rate and density are increased, the differences 

between the evolutions for the different Dp increase. Now, nano-structured silicas commonly 

used in VIPs are made of particles with homogeneous diameters generally greater than 10 nm 

for which the “nanoscopic effects” are limited. Therefore, the influence of this parameter is in 

fact relatively limited.  

3.2.3 Influence of contact areas between neighboring particles 

The preceding results have been obtained using a ratio between contact diameter and 

particle diameter of Dc/Dp=0.2. Moreover, we have always assumed that the particles getting 

in contact during the compression (inter-aggregate) can exchange heat with the same 

magnitude as the particles in contact by undividable links inside a same aggregate (intra-
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Figure 15: Evolution of the effective conductivity with density as a function of particle 

diameter for an arrangement of aggregates with Df=1.8; k0=1.1, Np=88 
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aggregates). In reality, the “inter-aggregate” heat exchange is most probably weaker than the 

“intra-aggregate”. Therefore, in order to account for this differentiation, we have conducted 

the computations for the same representative volume but affecting a particle-particle 

conductivity kp→p,2 noticeably lower than the inter-aggregates one. The results are illustrated 

on Fig. 16 for (Dc/Dp)2 = 0 (kp→p,2 = 0 W/m/K)  and (Dc/Dp)2 = 0.05 (kp→p,2 ≈ 0.07 W/m/K ≈ 

0.4× kp→p,1); the particle-particle conductivity for “intra-particle” contact is again set to kp→p,1 

= 0.18 W/m/K ((Dc/Dp)1 ≈ 0.2). 

 

As expected, the size of the contact area between particles in contact is a key-

parameter that dictates the magnitude of conduction heat transfer in nano-structured silica-

based materials. Large contact areas enhance the heat transport significantly. The higher the 

density, the stronger that effect is. The graphs in Fig. 16 also demonstrate that taking into 

account different values for “inter-particle” contact and “intra-particle” one impacts very 

strongly the effective conductivity. Indeed, when we assume that particles getting in contact 
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Figure 16: Influence of the contact areas on the evolution of the effective conductivity for an 

arrangement of aggregates with Df=1.8 ; k0=1.1, Np=88 and P=10 mbar  
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during the compression can exchange heat but less than the ones in “intra-particle” contact, 

the effective conductivity still increases with density but much more slowly. Now, for the 

extreme case of “inter-aggregate” contacts modelled as point contacts ((Dc/Dp)2=0, no heat 

exchange), the effective conductivity of the material keeps almost constant even for high 

compression levels . In such a case the effective conductivity of the material is due only to 

conduction through the fluid phase. Indeed, the heat could not propagate only by particle-

particle contact from one boundary to another, as the thermal exchange between aggregates is 

null and the aggregates size is too small to establish a direct thermal contact. We suppose that 

the thermal behaviour of the compressed arrangement is intermediate. 

As a conclusion, it appears that precise modelling of heat transfer trough nano-

structured silicas requires real values of “intra-aggregate” and “inter-aggregate” contacts.  .  

3.2.4 Influence of the pressure of the confined gas 

The very low thermal conductivity of nano-structured silicas is mainly due to the partial 

vacuum applied to the gas since it significantly reduces the confined fluid phase conductivity. 

However, for durability purpose, the partial vacuum may be not too high, since maintaining 

high vacuum for a long time is quite difficult. Therefore, it is interesting to evaluate the partial 

vacuum influence on the material insulating performances. Thus, we have performed 

computations for the standard configuration (Dp=10 nm; (Dc/Dp)1=(Dc/Dp)2=0.2; Df=1.8 ; 

k0=1.1, Np=88) and gas pressure between 1 bar and 1 mbar. 
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The graphs of Fig. 17 confirm that establishing a partial vacuum inside nano-

structured silicas allows significant reduction of the effective conductivity. Actually, a partial 

vacuum of 0.01bar is sufficient to render the fluid phase thermal conduction almost null even 

for materials with low densities. Therefore, additional gas pressure reductions do not improve 

the insulating performances. One can also notice that, for materials with low densities and 

P>0.1 bar, the heat propagation is almost entirely due to gas conduction. This contribution 

decreases with increasing density since the characteristic pore size is reduced during the 

compression, while, at the same time, the solid conduction is increased. As a result, one can 

remark the existence of optimal density guaranteeing for minimal effective conductivity at 

atmospheric pressure.  

3.2.5 Influence of the aggregates fractal characteristics 

We have varied the fractal characteristics Df, k0 and Np around reference values 

proposed by previous studies [22, 23], i.e., k0 ≈1.1, Df ≈ 1.8-2 and Np ≈ 88. The comparison 
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Figure 17: Evolution of the effective conductivity with the pressure of the confined gas for an 

agglomeration of aggregates with Dp = 10 nm; Df=1.8 ; k0=1.1, Np=88  
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of the obtained results assuming (Dc/Dp)1=(Dc/Dp)2=0.2 (kp→p,1= kp→p,2≈0.18 W/m/K); Dp=10 

nm and P=10 mbar are illustrated on Fig. 14. 

It is interesting to notice that the increase of keff with ρ appears to be dependent on the 

fractal characteristics (Df, k0, and Np) and essentially on the fractal dimension Df. The 

differences are significant especially for the lowest densities, i.e. for non-compressed 

arrangements. These differences at relatively low densities can be explained by the fact that 

the porosities of non-compressed arrangements can be significantly different depending on the 

fractal dimension, while, the mean number of neighbours for a given particle is almost 

identical. Actually, as shown in section 2.1, aggregates with relatively high Df have a higher 

compacity and lead to non-compressed arrangements with lower density. But the magnitude 

of heat transport due to particle-particle exchange is the same order of magnitude for the 

different fractal dimensions as it can be seen of Fig. 14. One can also observe that the 

differences between the evolutions of keff computed for different fractal dimension become 

quite negligible when the density becomes higher than 300 kg/m3. This can be explained by 

the fact that the compression process modifies the structure of the aggregates and their fractal 

characteristics. So, whatever the fractal characteristics of the aggregates, they all tend to the 

same morphology when compressed.  

As a conclusion, it seems that aggregates with high fractal dimension Df are preferable 

for minimizing the heat transfer through nano-structured silicas especially for relatively low 

densities. For relatively high densities, the fractal characteristics have only a weak influence 

on the insulating performances. 

4 Conclusions 

We have developed a parametric model for estimating the thermal behavior of nano-

structured silica-based materials; that model takes into account a faithful representation of the 
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complex porous structure. Several conclusions on heat transfer in nano-structures silica-based 

materials can be drawn from the analysis of our numerical results.  

At nanometric scale:  

• The “nanoscopic effects” due to the very small dimensions of the silica particles 

remain relatively limited for silicas in commercial VIPs (according to literature Dp≈10 

nm). Actually, a particle diameter of 10 nm is the limit size below which the 

macroscopic heat conduction law could no more be valid. For smaller particle sizes, 

the heat transfer predicted using Fourier law is overestimated. 

• The magnitude of heat exchange between neighboring particles is mainly dictated by 

their contact area and varies almost linearly with it. Hence, it is essential to be able to 

estimate accurately this parameter. 

At microscopic scale:  

• The developed models clearly demonstrate that the use of nano-structured silicas 

permits to reach effective conductivities levels lower than that of free air 

(≈25mW/m/K) due to the very small porosity size, even at atmospheric pressure. 

Under partial vacuum the fluid phase conductivity is reduced even more. However, 

below a pressure of 10 mbar, the fluid phase conductivity can be considered null and 

no additional reduction can be expected. 

• The insulating performances of the nano-structured silica based materials are mainly 

governed by the contact area of neighbouring silica particles. Moreover, the 

differentiation between particle-particle links inside a common aggregate or inter-

aggregate links also influences significantly the effective conductivity. Actually, it 

seems indispensable to be able to estimate accurately the ratio (Dc/Dp)1 et (Dc/Dp)2 in 

order to obtain a satisfying predictive model. 
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• Our model highlights the influence of the aggregates compression on the effective 

conductivity. The compression leads to an increase of the mean number of contacts 

between particles and thus to an intensification of the heat exchange.  

• The aggregates fractal characteristics (mainly the fractal dimension Df) have an 

influence on the effective conductivities especially at low level of compression. High 

Df tends to improve the insulating performances of the nano-structured silicas. The 

differences decrease with compression level and the fractal characteristics have almost 

no more influence for density above 300 kg/m3. 

• Given that the “nanoscopic effects” are relatively limited for Dp ≈ 10 nm, the particle 

diameter weakly influences the heat transfer when a 10 mbar partial vacuum is applied 

since the fluid conductivity is almost null. On the other hand, at atmospheric pressure 

the particle diameter affects the insulating performances more significantly since the 

characteristic pore size and thus the “Knudsen effect” is directly related to this 

parameter.  

 

In order to summarize the importance of the different parameters on the insulating 

performances of nano-structured silicas, we have established a classification of the most 

influent parameters in decreasing order: 

1. Density 

2. Partial pressure of fluid phase (air) 

3. Contact area of « intra-aggregate » links  

4. Contact area of « inter-aggregate » links 

5. Fractal characteristics of aggregates 

6. Size of silica particles 
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However, some future developments are envisaged in order to improve the current model:  

• It seems essential to incorporate the presence of adsorbed water in the computation 

of the effective conductivity since nano-structured silicas constitute a hydrophilic 

material. 

• It would also be interesting to conduct the computations using other 

representations of the aggregates no longer based on fractal characteristics (Df, k0, 

Np) but rather on the coordination number, i.e. the mean number of particle-

particle contacts for each particle. Indeed, this parameter is expected to be of 

paramount importance 

• Another next step will be to validate the present modelling results by experimental 

measurements. 
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Figure Captions  

Figure 1: Illustration of formation process of fumed silica – Different stages of aggregation 

and agglomeration 

 

Figure 2: Illustration of the structure of nano-structured silicas at the microscopic and 

nanometric scales 

 

Figure 3: Illustration of  3 representative aggregates for different values of the fractal 

dimension and prefactor  

 

Figure 4: Evolution of the phonon mean free path in silica with frequency  

 

Figure 5: Evolution of the silica conductivity with temperature, predicted by the model of 

Goodson et al. [27]; comparison with experimental data 

 

Figure 6: Illustration of the Monte Carlo procedure for the resolution of Boltzmann Equation 

for two nano-particles in contact 

 

Figure 7: Flow-chart of the Monte Carlo procedure used for the resolution of Boltzmann 

Equation in the nano-structure 

 

Figure 8: Principle of the computation of the effective thermal conductivity for the 

arrangement of aggregates of nano-particles using FVM   

 

Figure 9: 2-D Illustration of the thermal balance during the Finite Volume computation 

 

Figure 10: Illustration of a parallelepipedic volume representative of an arrangement of 

fractal aggregates 

 

Figure 11: Evolution of the pore characteristic size with the solid fraction in arrangement of 

aggregates of different fractal characteristics 

 

Figure 12: Evolution of the particle-particle conductivity with the particle diameter for 

different contact area Dc/Dp   

 

Figure 13: Evolution of the kp→p with the ratio Dc/Dp computed using MC simulations for the 

resolution of Boltzmann Equation or using the Macroscopic Fourier laws 

 

Figure 14: Evolution of the effective conductivity with density for arrangements of 

aggregates with different fractal characteristics and assuming Dc/Dp=0.2 (kp→p,1= kp→p,2≈0.18 

W/m/K) 

 

Figure 15: Evolution of the effective conductivity with density as a function of the particle 

diameter for an arrangement of aggregates with Df=1.8 ; k0=1.1, Np=88 

Figure 16: Influence of the contact areas on the effective conductivity evolution for an 

arrangement of aggregates with Df=1.8 ; k0=1.1, Np=88 and P=10 mbar 

Figure 17: Evolution of the effective conductivity with confined gas pressure for an 

agglomeration of aggregates with Dp = 10 nm ; Df=1.8 ; k0=1.1, Np=88 


