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Laser welding offers an array of advantages compared to conventional fusion welding techniques, such as a
higher welding speed and lower thermal distortion. However, information about the key aspects of the welding
of dissimilar materials remains limited. Therefore, we chose to study the weld interface between tantalum and
Ti–6Al–4V, which have good metallurgical compatibility but highly different thermophysical properties that
can lead to pronounced chemical heterogeneities. An SEM analysis of the microstructure clearly revealed the
formation of an unmixed zone in the melted area and a DRX analysis highlighted the presence of a β(Ta,Ti)
solid solution, tantalum islets and possiblyα'-titaniumwhere betagenic tantalumwas absent. In terms of electro-
chemical behaviour, the titaniumcontentwas themain indicator of oxidation phenomena: a content greater than
50% resulted in a stable passive film,while lower values led to an oxidation peak at approximately 1.7V vs Ag/AgCl.
These results suggest that a reliable laser welding process must promote a high titanium content in the melted
area. This may be achieved through an optimized process with a heat source that shifts away from the tantalum
in order to minimize tantalum levels in the melted area.
1. Introduction

The creation of a junction between two dissimilar materials by
fusion can be associated with undesirable phenomena such as the
formation of intermetallic compounds, the appearance of cracks
induced by thermal distortion during solidification or cooling, and so
on [1]. These issues are a key concern for many researchers [2–4],
whose major challenges are to succeed in creating a junction between
two seemingly incompatible materials, rethink the choice of materials,
prepare for the arrival of smart materials, and come up with simpler
designs and more desirable characteristics.

The use of an interlayer to adapt the chemistry of themelted zone is
widely advocated [5,6]. Another possibility is to limit energy deposition
at the interface in order to curb the amount of unwanted phases
produced. This can be achieved with the help of rapid-kinetics fusion
processes (laser [7], electron beam [8]) or non-fusion techniques such
as friction stir welding [9] or diffusion bonding [10].

However, up until now, certain aspects have only been touched on,
particularly those concerning heterogeneities relating to differences in
the thermophysical properties of substrates. These issues, which are
already considerable when the materials are chemically compatible,
can become acute when combined with the chemical incompatibility
allamand).
of materials, thus making it necessary to improve the properties of the
junction. In such cases, it is not possible to design a high-performance
junction as an ideal junction possessing a perfect continuity of chemical,
metallurgical and mechanical properties.

In a bid to achieve better control over the melted zone, we chose
to work with a material pair exhibiting total miscibility and a great
difference in thermophysical properties. We decided on tantalum
and titanium—more specifically a Ti–6Al–V4 alloy. The welding of these
materials typically exacerbates the effects induced by fusion-bonding
phenomena. Joining of dissimilar couple titanium–tantalum is very little
studied. Successful joining of titanium with tantalum by resistance
welding [11] and diffusion bonding [12,13] was reported. Recently,
welding of pure tantalum with Ti6Al4–V alloy was carried out by
Malicrot [14].

To our knowledge, the electrochemical behaviour and corrosion
resistance of dissimilar Ti–6Al–4V/Ti joints have not been studied.
Some papers have investigated the corrosion behaviour of Ti–Ta alloys
with Ta contents between 10 and 70 wt.%. The experiments described
in these paperswere conducted in NaCl-basedmedia for biomedical ap-
plications [15,16] and in acidicmedia used in the chemical industry [17].
However, the results obtained, especially thosepertaining to the influence
of the alloy's chemical composition, cannot be used to understand the
electrochemical behaviour of dissimilar Ti–6Al–4V/Ti joints. Indeed, the
microstructures of these two material pairs—dissimilar Ti–6Al–4V/Ti
joints and Ti–Ta alloys—are very different and may significantly affect
the electrochemical behaviour.
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Table 2
Thermophysical properties of materials used in this study.

Physical property Ti–6Al–4V Ta

Fusion temperature Tf (K) 1878 3269
Vaporization temperature Tvap (K) 3591 5698
Density of liquid metal ρl (kg/m3) 4100 15,000
Density of solid metal ρs (kg/m3) 4500 15,630
Thermal conductivity of solid λs (W/m·K) 5.8 57.5
Thermal conductivity of liquid λl (W/m·K) 31.2 66.5
Specific heat of solid cps (J/kg·K) 550 140
Specific heat of liquid cpl (J/kg·K) 895.2 213
Latent heat of melting Lf (kJ/kg) 3.9·105 1.7·105

Absorption coefficient a (%) 40 12
In the present paper, a butt weld configuration is discussed in detail
with a view to developing an optimal laser welding process. The aim of
our research was to create a melted zone having equal portions of each
metal. Themelted zones were characterized from amicrostructural and
electrochemical point of view. Electrochemical investigations were
carried out at the microscale and acidic solutions were used to exacer-
bate undesirable phenomena. These conditions enable us to propose
criteria leading to significant changes in the behaviour of dissimilar
Ti–6Al–4V/Ti joints. Possibilities for future process improvement are
also discussed.

2. Materials and methods

2.1. Materials

The materials chosen for this study were pure tantalum and a
Ti–6Al–4V titanium alloy (Table 1). This pair was selected for the
significant differences in their thermophysical properties, as shown in
Table 2. Most notably, the melting temperature of tantalum is much
higher than that of the titanium alloy and is close to the vaporization
temperature of titanium. These differences promote the creation of
chemical heterogeneities in the melted zone [14].

Furthermore, titanium is completely soluble in β-phase tantalum
[18] and results in the formation of a substitutional solid solution,
β(Ti,Ta). In addition, according to the binary phase diagrams and
some preliminary experiments, the alloying elements (Al, V) have no
significant influence on the weld interface: there are no intermetallic
compounds in the melted zone and the contents of aluminium and
vanadium mirror that of titanium. Therefore, the selected (tantalum,
titanium) pair was assumed to display simple metallurgical behaviour.
The materials were plates with typical dimensions of 100 × 20 × 2 mm3.

2.2. Welding method

The well-known keyhole laser welding process [19–21] was used in a
butt configuration, where laser energy is transferred via bulk absorption
at the walls of a vapour capillary generated by high-intensity laser–
material interaction. One of the advantages of the laser process over
other fusion processes is the ability to provide very short durations of
interaction (some tens of ms) between liquid titanium and liquid tanta-
lum, thereby limiting the mixing of these two fluids. Another advantage
of this process is that high welding speeds are usually achievable.

The process beginswith laser irradiation of the surface, whichmelts,
then vaporizes. Due to vapour ejection, the surface grows hollow and a
vapour capillary develops. If the laser beam is at the border between the
two abutting materials, the thermophysical properties of the materials
influence the capillary growth rate.

The thermal field (Fig. 1) for our materials and welding conditions
was calculated by using the Comsol Multiphysics code with a view to
understanding the results (Fig. 2). Detailed description of the model is
provided in Appendix A. In Fig. 1, isotherms are shown and the melting
(Tf) and vaporization (Tvap) temperatures of the two materials are
highlighted. When the laser beam is centred on the border between
the twomaterials, titanium is the first to reach its vaporization temper-
ature and the capillary grows in this material; this corresponds to the
result in Fig. 2.a. When the beam is shifted to the most refractory
material, titanium is still the first to vaporize, but the thermal field is
Table 1
Composition of Ti–6Al–4V used in this study.

Element Fe O N H C Al V Ti

wt.% ≤0.30 ≤0.20 ≤0.05 ≤0.015 ≤0.08 5.5/6.75 3.5/4.5 Balance
more balanced and the capillary develops in both materials, at least in
the upper part of the seam (Fig. 2.b). The transient temperature field
may be determined by solving the two-dimensional heat equation [22].
In this system, the heat source is static and metallurgical phenomena
are not taken into consideration. The energy contribution of the laser
is approximated as a Gaussian surface heat source introduced as a
surface boundary condition. We chose this approach to highlight the
influence of the differential between thermophysical properties during
heating until the occurrence of vaporization. After vaporization, the
capillary develops and another type of model has to be implemented.
In this investigation, we only studied the first stage of heating, that is,
until the vaporization temperature is reached. According to the thermal
field, vaporization occurs after approximately 0.1 ms for titanium and
several ms for tantalum. Moreover, when titanium vaporization begins,
the surface temperature of titanium is approximately 300 °C higher than
that of tantalum, due to the difference in their diffusivities (Fig. 1.b.). Thus,
we can assume that the capillary develops preferentially in titanium and
leads to instabilities (Fig. 2.a.). One technological solution to these
problems is to partially switch the laser beam over to the tantalum
side. Figs. 1.a. and 2.b. illustrate the case where the axis of the laser
beam is shifted by 0.2 mm from the joint line to the tantalum zone.
They indicate a higher temperature in the tantalum and a more accept-
ablemelting zone. In this configuration, despite the observed asymmetry,
the strength of the weld fulfils classical requirements.

Therefore, a butt configurationwas used in this study. Such a config-
uration consists in delivering the beamat the interface between the two
plates, with a 0.2mmshift in the tantalumdirection, and is qualitatively
based on the refractory behaviour of tantalum with respect to that of
titanium, as described above.

A Trumpf Yb:YAG (Yttrium and Aluminium Garnet) laser was used.
The beam was delivered to the target via a 600 μm optical fibre and a
focusing optical system with a magnification of 1. Thus, the spot diam-
eter of the beam on the surface of the target was 600 μm. Argon was
used as a shielding gas to avoid oxidation during the welding process
and different operational parameters were employed to obtain melted
zones with varying levels of chemical heterogeneity (Table 3).

2.3. Characterization methods

After welding, metallographic specimens were prepared according
to standard procedures: use of a Presi composite range until 1 μm and
finishing with a vibratory polishing machine. Microstructures were
observed by means of a JEOL scanning electron microscope (SEM),
and the chemical composition of different parts of the melted zone
were analysed by an energy dispersive spectrometer (EDS) integrated
in the SEM system. During EDS, the focal spot size and the effective
testing area were less than 5 μm for a point analysis, and a rectangle
of approximately 90 × 100 μm2 was also examined for a more global
view. The relative error was less than 0.5%. An EBSD system was also
used (TSL EDAX: 120 pts/s step size 30 nm, low mag map available).



Fig. 1. Calculated thermal field of Ta–Ti butt joint after 1 ms heating with 1.5 kW laser of 0.6 mm beam diameter. (a) Beam shift of 0.2 mm towards tantalum. (b) Beam centred on the
interface between the two materials. The area above each curve corresponds to the area heated by the laser and the vertical axis represents the depth.
These observations were complemented by the use of an X-ray diffrac-
tometer (XRD, PANalytical XPert) comprising a mono-capillary optics
module with Co Kα radiation, with λ = 0.1789010 nm, a 2θ-range of
35–120°, a scan rate of 4.5° h−1 and a beam size of 100 μm.

Local electrochemical investigations were performed in 0.1M HCl at
25 °C by using the electrochemical microcell technique [23] and an
Autolab PG128 electrochemical interface. The capillary tip (diameter
of 30 μm) was adhered to the specimen surface with a layer of silicon
rubber. The wetted area on the specimen was accurately calculated
using a specific image analysis procedure. Potentials were measured
vs. Ag/AgCl (3 M KCl) and the counter electrode was made of platinum
wire. Polarization curves were plotted at a scan rate of 1 mV/s, from an
applied potential of −1V vs. Ag/AgCl to +2.2V vs. Ag/AgCl. No prior
polarization was applied in the cathodic domain.

3. Results and discussion

3.1. Solidification microstructure

Figs. 3 and 4 show the typical macrostructures obtainedwith a beam
shift to the tantalum side. We may observe that the axis of symmetry
Fig. 2. Example of results obtained in 1.2-mm-thick plates (a) when the laser spot is centred on
over to the tantalum side [14].
of the molten zone was displaced towards the titanium despite the
significant beam shift towards the tantalum. This must have been a
direct consequence of the difference in the thermal characteristics
of the two materials, as discussed above in relation to Fig. 1.

The SEM images obtained indicate a high level of chemical heteroge-
neity in themolten zone. Fig. 3 presents two seamswith lowpenetrations
and shows that convection governed the distribution of elements at this
scale. Indeed, the interaction time was limited to a few tens of millisec-
onds. Other phenomena, such as interfacial tension, viscosity andmateri-
al density might have contributed to this. Diffusion phenomena most
certainly played a role in the homogenization of the composition on the
scale of the microstructure.

Several aspects characterize the molten areas. According to global
analyses (see Table 4 and Fig. 5), titanium is always accompanied by
its alloying elements, whose amounts vary according to the variations
in the titanium content. Furthermore, a geometric analysis shows that
the molten zone contains between 30 and 40% tantalum, which is
unevenly distributed.

In Sample C, which is themost representative of a real laser welding
process among the three samples, these heterogeneities are reflected in
the presence of tantalum islets embedded here and there in the solid
the interface between the twomaterials, and (b) when the laser spot is partially switched



Table 3
Experimental conditions for sample production.

Sample Working speed (m·min−1) Laser power (kW)

A 4 1.5
B 6 1.5
C 2 1.5

Fig. 4. Cross-section of Sample C [BSE mode].
solution (βTi, Ta). This observation corroborates the results obtained by
Malicrot [14]. Some of these islets have been completely or partially
melted (Fig. 6), while others have remained in the solid state (Fig. 7).
All of them are scattered throughout all parts of the molten zone,
although fewer islets are observed in the lower part of the seam. The
centres of the partially melted islets contain nearly 90% tantalum, as
shown in Table 4 (Landmark 7— local analysis— light area). Sometimes
a plane front of solidification is visible on the periphery of the islets
(Fig. 6b), indicating where inversion of the thermal gradient occurred
during the fusion–solidification process. This confirms that only the
periphery of these islets was affected by the melting.

Samples A and B are very interesting from a phenomenological point
of view as they reveal how the tantalum islets are incorporated into the
molten zone. Because the welding speeds for Samples A and B were
much higher than for Sample C, we can assume that these samples
represent an intermediate state between the initial state and that of
Sample C. The upper part of the molten tantalum is incorporated in
the “mixture” by convection. Indeed, at the bottom part, a titanium
tongue penetrates into the tantalum because of a dissolution effect,
and the movement of the liquid caused fragmentation of the liquid
tantalum in the centre of the molten zone. An SEM analysis of Sample
B shows that some solid tantalum islets were also moved, probably
due to titanium infiltration at the tantalum grain boundaries. This
hypothesis is based on the observation of a higher titanium content in
the grain boundaries of the islets that had moved. However, the low
volumes involved prevent us from quantifying the exact content. This
titanium enrichment process is better highlighted at Landmark 2 in
Sample A (Fig. 8a). This micrograph demonstrates that the titanium
infiltrated preferentially along the grain boundaries (dark zones), then
diffused into the grain. Table 4 shows that the grain centres (light
areas) contain approximately 30 wt.% titanium while areas near
grain boundaries contain approximately 50 wt.% titanium. This effect
is somewhat less pronounced at the border of the molten zone near
the tantalum substrate (Fig. 8b).

An XRD analysis carried out at Landmarks 1, 2 and 5 in Sample
A (Fig. 9) indicates the presence of β(Ta,Ti) solid solution, tantalum,
β-titanium, and α-titanium that could be α'-titanium because of the
rapid cooling cycle. Because β-titanium and tantalum have similar
atomic radii (≈0.2 nm) and are isomorphic (bcc structure with a lattice
parameter of approximately 332 pm), their peaks coincide and also
Fig. 3. Cross-sections of (a) Sample A [Back-Scattered Electron (BSE)mode], where the dotted lin
B [BSE mode].
share the same locations as the peaks for the β(Ta,Ti) solid solution.
Therefore, based on this and the corresponding SEM analyses, we can
assume that β(Ta,Ti) solid solution and tantalum islets were the two
main phases.

The peak intensities forα-titanium are low andmay be attributed
to the small amount of this phase and the small volume that was
investigated. Moreover, given the large quantities of betagenic tantalum
in themelted area (45, 60 and 80% at Landmarks 1, 2 and 5 respectively),
the α-titanium phase can only be found locally, where the tantalum
content is very low. These results are in close agreement with
Malicrot's observations [14].

Two types of structures can be identified in the solid solution: i) a
columnar structure observable near the base metals and the tantalum
islets, where solidification generally began with a plane front (Figs. 6,
7 and 10), and ii) a large, mainly equiaxed structure reflecting the
growth of nuclei in a supercooled area. The equiaxed grains, measuring
between 2 and 100 μm, originated from the tantalum particles (Fig. 11).
The transition area between the columnar and equiaxed structures was
influenced by the composition of the heterogeneous mixture, by
convection and by thermal gradients. Thus, it appears that the presence
of tantalum nuclei promotes an equiaxed structure while classical laser
welding is associated with a columnar structure that develops from the
boundary of themelted zone (interface between the basemetal and the
melted zone) until the centre of the seam.

Specific EBSD analyses of Landmarks 1 and 2 reveal two different
structures, both of which are composed of large grains.Wemay observe
an intragranular disorientation at Landmark 2 and the existence of a
very fine intragranular structure at Landmark 1. These differences can
explain the differential response of the materials during X-ray diffraction
analysis (lower peak around 45° and wider peaks).
e represents the boundary between themelted zone and solid tantalumand (b) of Sample



Table 4
EDS analysis of Sample A. The average values were obtained by analysing a 90 × 100 μm2

rectangular area. The light and dark zones correspond to selected point analyses of
Landmarks are shown in Fig. 8.

Elemental composition (wt %)

Ta Ti Al V

Landmark 1
Light zone 39 55 3 3
Dark zone 32 61 4 3
Average 45 49 3 2

Landmark 2
Light zone 64 32 2 2
Dark zone 46 48 3 3
Average 60 37 2 2

Landmark 3
Light zone 81 16 1 1
Dark zone 10 81 5 3
Average 68 29 2 1

Landmark 5
Light zone 90 10 b1 b1
Dark zone 75 23 1 1
Average 80 18 1 1

Landmark 6
Light zone – – – –
Dark zone – – – –
Average 29 64 4 3

Landmark 7
Light zone 99 0 1 0
Dark zone 37 58 4 1
Average 41 53 4 2

Landmark 8
Light zone – – – –
Dark zone – – – –
Average 88 11 b1 b1

Fig. 5. Landmarks of areas of characterization in Sample A.

Fig. 6.Micrographs of Sample C: (a) example of an area containing a completely melted Ta isl
mode] [14].
The microstructure of the grains is reflective of cellular–dendritic
growth. Indeed, a cellular microstructure is visible near the Ta-rich
areas. The width of the cells measures between 1 and 3 μm, and the
maximum length, which is not easily distinguishable, is approximately
100 μm. The cells surrounding a given block have very similar composi-
tions of between 70 and 80 wt.% Ta (i.e. between 40 and 60 at.% Ta).
These percentages are higher than the average percentage of Ta in the
solid solution (30–50wt.%, for example Landmarks 1, 6, 7 in Table 4) be-
cause the melting/dissolution islets enriched their immediate
environment with tantalum (Fig. 12).

A dendritic microstructure is visible in islet-free areas. The dendrites
have awide range of sizes and an average composition of approximately
40 wt.% Ta. Measurements show a maximum primary-trunk length of
100 μm and an average interdendritic spacing of 3 μm. The cells and
the dendrites, which have the highest Ta contents, exhibit the smallest
interdendritic spacing. As the starting temperature for solidification
must have varied greatly—according to variations in the local tantalum
content—the orientation of the dendrites is very random and some
shrinkage defects can be seen (Fig. 13). Such orientation randomness
and shrinkage defects are related to compositional heterogeneities
that cause chaotic solidification and dimensional reduction, brought
about by a reduction in the volume of the melted material as it cools
and solidifies. In our investigation, the presence of tantalum islets
reinforced this phenomenon.
3.2. Electrochemical behaviour

Electrochemical microanalyses were performed for several marked
surface regions on Sample A. This enabled us to characterize the
electrochemical behaviour of each of the different zones encountered
in the molten zone. The chemical composition of the various marked
surface regions was previously determined by EDS. Fig. 14 shows the
two types of polarization curves obtained, which indicate the presence
of two or three plateaus in the anodic domain. As shown in Table 5,
therewere only twoplateaus, P1 and P2, for a titanium content exceeding
50% (Fig. 14a). A third plateau, P3, appeared when the tantalum content
exceeded 50% (Fig. 14b). In addition, the potential at which the P1/P2
transition was observed increased linearly with increasing titanium
content (Fig. 15). The transition potential is defined in Fig. 14. Therefore,
the electrochemical behaviour of Sample A was governed by its chemical
composition.

In a previous study, it was shown that for TA–6Al–4V in sodium
chloride solution [24], the P1 plateau corresponds to the formation
of a passive film that behaves like a blocking electrode. It was also
demonstrated that during the P2 plateau, the passive film undergoes
structural changes (increase in defect density) and becomes less protec-
tive. During the P3 plateau, pitting corrosion was observed [24]. This
explains why surface regions of Sample A containing large amounts of
titanium exhibited a large P1 plateau and possessed better corrosion
et [BSE mode], (b) example of a partially melted Ta islet [Secondary Electron Emission, SE



Fig. 7. Ta islet that remained solid in Sample C [SE mode] [14].

Fig. 9. Mono-capillary DRX analysis of different zones in Sample A.
resistance than other areas. By contrast, surface regions containing
large amounts of tantalum (greater than 50%) were susceptible to
pitting corrosion (within the potential range located in the P3 plateau).
Indeed, at the onset of the P3 plateau, an oxidation peak was detected
(Fig. 14b and c). The peak intensity did not seem to depend on the
local tantalum content. Numerous current fluctuations were observed
within this potential range, confirming that corrosion did indeed develop.

To confirm the above hypotheses, electrochemical tests under
potentiostatic control (at 2V vs. Ag/AgCl) were carried out for Landmarks
1 (titanium content N50%, plateau P3 not observed) and 5 (tantalum
content N50%, plateau P3 observed); the results of these tests are
shown in Fig. 16. In the case of Landmark 1, the current density decreased
sharply before reaching a steady-state value of 0.0037 mA/cm2, where-
upon it remained relatively low and very stable. By contrast, large
current density fluctuations were detected at Landmark 5 as soon as
the test was started. In addition, the steady-state current density was
high, registering approximately 0.2 mA/cm2, or 50 times greater than
that at Landmark 1. These results confirm that corrosion occurred at
Landmark 5 where the tantalum content was greater than 50%.

Landmark 2, which is close to the surface (Fig. 5), displayed singular
behaviour. Indeed, the P2 plateauwas broken at approximately 1.5V vs.
Ag/AgCl (Fig. 17), at which point the current density increased continu-
ously. Neither the oxidation peak corresponding to the P2/P3 transition
nor the P3 plateau was observed. This singular behaviour may be
explained by considering the results from the XRD measurements
(Fig. 9) and the EBSD analysis (Fig. 18) for this surface region. For
example, differences in intragranular disorientation could explain
that Landmark 2 was more sensitive to oxidation because of larger
and heterogeneous grains, as opposed to Landmark 1, which possesses
a finer andmore homogeneous structure. Thus, we can assume that the
microstructure had a dominant influence at Landmark 2.
Fig. 8.Micrographs of Sample A [BSE mode]. (a) SEM image of the microstructure ne
The current densitymeasured in the cathodic domain also depended
on the local chemical composition of Sample A, as shown in Fig. 19.
When the Al/V ratio was greater than 1.4, the current densitymeasured
on local polarization curves at an arbitrary applied cathodic potential of
−750mVvs. Ag/AgClwas relatively low (average value of approximately
ar Landmark 2. (b) SEM image of the border of the melted zone (tantalum side).



Fig. 10. Micrographs of Sample C showing the region near the tantalum interface (1) [BSE mode], a columnar structure (4) being blocked by (a) an equiaxed structure (3) and (b) by a
tantalum islet (2) [14].

Fig. 11. Size and morphology of the grains in the molten zone (Landmark 1) as seen through SEM observations ((a) BSE mode and (b) EBSD mode [IPF map obtained with a tilt angle of
70°]).

Fig. 12. SE image of a tantalum islet that froze during dissolution in Sample C [14].
70 μA/cm2). The current density was significantly greater when this ratio
was lower than 1.4 (average value of 420 μA/cm2). These results are
consistent with those published in [24] where it was shown that the
presence of aluminium in the passive film hinders cathodic reactions.
Fig. 13. Illustrations of existing defects in Sample C
3.3. Process improvement

The welding configuration that led to the seam shown in Fig. 2.b. is
satisfactory for industrial applications where static mechanical strength
is required. In contrast, all the above observations confirm that the
molten zones obtained under these conditions (beam shift towards
tantalum) lead to heterogeneities that promote the appearance of solid-
ification defects aswell as chemical andmicrostructural heterogeneities
that are detrimental to the durability of the assembly, particularly in the
context of dissimilar materials.

From a phenomenological point of view, it has been shown that
these heterogeneities are related to the local tantalum content in the
melting pool. The higher the tantalum content, the higher the starting
temperature for solidification. More specifically, the areas that are the
richest in tantalum (islets) start to solidify at 3269 K while those con-
taining less tantalum (Ti–6Al–4V) solidify at approximately 1878 K.
The result is an arrangement of tantalum islets that aremelted to varying
degrees, located within a β(Ti,Ta) solid solution containing higher levels
of tantalum near the islets. The creation of solidification defects and
chemical heterogeneities is promoted by the short duration of the liquid
phase (in the order of tens of milliseconds). These defects and heteroge-
neities are detrimental to the electrochemical behaviour of the welding
when the beam is shifted towards tantalum.



Fig. 14. The two types of local polarization curves corresponding to surface regions in Sample A with (a) a titanium content N50% and (b) a tantalum content N50%. (c) Oxidation peaks at
the P2/P3 transition and P3 plateau observed for different locations.

Table 5
Corrosion characteristics of various surface regions in Sample A.

Landmark Ti
(wt.%)

P1/P2 transition
(mV)

P3
existence

Al/V i (μA·cm−2)
at −750 mV

9 0 833 Yes – –
8 11 930 Yes 1.7 143
5 18 842 Yes 1.0 365
2 37 963 No 1.0 569
1 49 1095 No 1.5 33
7 53 1070 No 2.0 83
6 64 1136 No 1.3 323
4 90 1429 No 1.5 23

Fig. 15. Plot of transition potential between the two plateaus P1 and P2 against titanium
content.
seam,which is why it is important to try to attain greater homogeneity in
the melting bath. However, a perfect blend is not possible because of the
short duration of the liquid phase. Thus, a low tantalumcontent should be
aimed for instead, and one way of achieving this is to preferentially melt
the titanium alloy near the Ta–Ti interface. This ensures that only a small
portion of the dissolved tantalum, which is in contact with the titanium
liquid, is incorporated in the melting bath. From a practical point of
view, the welding configuration can be reversed by shifting the beam
Fig. 16. Plot of current density against time during potentiostatic tests (at 2V vs. Ag/AgCl)
conducted at Landmarks 1 (black curve) and 5 (grey curve).



Fig. 17. Local polarization curve for Landmark 2 (Sample A).
towards the titanium plate in order to melt the titanium and encourage
the dissolution of the tantalum by the liquid titanium. This was achieved
in the present investigation by focusing a smaller laser beam (100 μm in
diameter) on the titanium (100-μm shift away from the interface), and
by reducing the laser power (800 W) and increasing the scanning speed
(7.2 m·min−1).

The results of this beam shift are shown in Fig. 20. According to a
macroscopic observation, fusion mainly affected the titanium alloy;
also, heterogeneities are relatively sparse and, being widely dispersed
Fig. 18. EBSD observations (IPF map)
and unmarked, did not lead to solidification defects. Based on a
microscopic analysis, the tantalum–titanium mixing zone extends
over a distance of approximately 20 μm. Furthermore, themicrostructure
of the melted zone is similar to that of Landmark 6 in Sample A, corre-
sponding to a β(Ta,Ti) solid solution with a small amount of Ta. We
have already shown that under the present test conditions, the corrosion
behaviour mainly depends on the chemical composition (cf. Fig. 15 and
Table 5). As the molten zone of Fig. 20 is between Landmarks 6 and 4
(see Table 5), we can assume that the corrosion behaviour of Landmarks
4–6 in Sample A is representative of that of themolten zone of the sample
obtained with the optimized process, that is, the P1/P2 transition is close
to 1.4V and the P3 plateau does not exist.

4. Conclusion

This research has dealt with the impact of a difference in thermo-
physical properties on the laser welding of two dissimilar materials. We
chose to study a titanium alloy (Ti–6Al–4V) and tantalum because of
their good metallurgical compatibility and the possibility of focusing on
the effects of thermophysical properties. A classical solution for success-
fully producing such an assembly is to shift the laser in the direction of
the most refractory material (tantalum) to balance out the quantities of
the two materials in the molten zone. This results in a molten zone
comprising a β(Ti,Ta) solid solution containing tantalum islets that
are melted to varying degrees. The mixture may be imperfect and
the tantalum content of the solid solution may vary considerably
between an overall value of 40% and local values of up to 80%.
These high local concentrations of tantalum act as solidification
nuclei and result in an equiaxed structure, which is original for a weld
conducted at Landmarks 1 and 2.



Fig. 19. Plot of current density,measured for an applied potential of−750mVvs. Ag/AgCl,
against the aluminium/vanadium ratio.
bead obtained by laser. Another consequence is the development of
solidification defects such as microshrinkage.

An analysis of the electrochemical behaviour of different zones has
shown that a high tantalum content (greater than ~50%) leads to the
formation of a passive film of lower quality compared to a situation
with a high titanium content. In addition, the higher the titanium
content, themore the passive film is able to retain its insulating proper-
ties at high potentials. In the cathodic domain, anAl : V ratio higher than
1.4 promotes a lower cathodic current density. This leads us to propose
an alternative method for the welding process that consists in shifting
the energy source towards the least refractory material (Ti–6Al–4V) to
promote the melting of Ti–6Al–4V and the dissolution of tantalum,
which are enhanced by convection. By doing so, the molten zone has
Fig. 20. SEM observation of the weld with a beam shift tow
reduced and less extensive (b30 μm)chemical heterogeneity. The result
is an absence of solidification defects and amore protective passive film,
even at high potentials.
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Appendix A

The purpose of present two-dimensional model is to show the
influence of mismatch of thermo-physical properties on thermal
field produced by laser heating of dissimilar junction (Fig. 21).

A.1. Governing equations

The interaction between the laser beam and the metallic vapour
remains a complex problem. However, a simplified energy deposition
is enough realistic to be used. The energy distribution of laser beam
can be assumed to Gaussian-shaped and is consequently represented
by:

q1 ¼ a1 � PL

π � R0
2 exp −

x2

R0
2

� �
� x≤0½ �

q2 ¼ a2 � PL

π � R0
2 exp −

x2

R0
2

� �
� xN0½ �

ð1Þ

where PL — laser power, a1 and a2 — absorption coefficients of
Ti–6Al–4V and Ta respectively, R0 — laser beam radius.
ards the titanium plate (tantalum contents in wt.%).



Fig. 21.Model geometry and position of Gaussian heat sources.
In order to evaluate the thermal field in thematerial as a function of
time, energy equation is solved in its classical convection/diffusion
form:

ρ � Ceq
p Tð Þ ∂T

∂t
þ ∇
!
T

� �
¼ ∇

!� λ∇
!
T

� �
ð2Þ

where ρ— density, Cpeq— equivalent heat capacity, T— temperature and
λ — thermal conductivity.

A.2. Phase change and thermophysical properties

The change of thermophysical properties (Table 2) during fusion
process is taken into account by using a Comsol function denoted
f lc2hs that corresponds to a continuous two times derivable Heaviside
function. This function allows smooth variation of thermophysical
Fig. 22. Boundary conditions.
properties during passage from solid state value As to liquid state
value Al within temperature range 2ΔT centred on fusion temperature
Tf:

A ¼ As þ Al–Asð Þ � f lc2hs T–T f ; ΔT
� 	

: ð3Þ

Additionally, specific heat capacity function takes into account latent
heat of fusion Lf:

Ceq
p ¼ Cp þ L f �

exp −
T−T f
� 	2

ΔTð Þ2
 !

ffiffiffiffiffiffiffiffiffiffiffiffi
πΔT2

p : ð4Þ

where Tf—melting point, Lf— latent heat of fusion andΔT— smoothing
parameter set to 50 K.

A.3. Boundary conditions

Duringwelding, the work piece surfaces are exposed to heat losses by
natural convection and heat radiation (Fig. 22). Heat source representing
energy distribution of laser beam is introduced as a boundary condition
on top surface of the plates (boundary 1). For other boundaries, convec-
tive heatflux and heat radiation conditions are considered by using global
heat transfer coefficient, h= 15W·m2 · K−1.

Boundary 1ð Þ λ∇
!
T � n!¼ q1−h T−T0ð Þ ð5Þ

Boundary 2ð Þ λ∇
!
T � n!¼ q2−h T−T0ð Þ ð6Þ

Boundaries 3; 4; 5; 6ð Þ λ∇
!
T � n!¼ −h T−T0ð Þ ð7Þ

where T0 = 300 K.
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