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Abstract

This paper proposes a new method for monitoring fatigue crack network ini-

tiation and growth based on Digital Image Correlation (DIC) , and reports

on in-plane biaxial fatigue experiments with two di�erent loading paths and

two amplitudes on nodular graphite cast iron. The central thinned part of

cross-shaped samples is observed on two scales. Regularized Digital Image

Correlation (DIC) is used to measure displacement �elds and to reveal DIC

residuals, i.e., image di�erences that cannot be accounted for with registra-

tion. The detailed strain histories are compared at di�erent scales and for

the di�erent loading regimes. DIC and mechanical residuals, i.e., local devi-

ations of the displacement �eld from being the solution to an elastic problem,

enable for the crack network detection and quanti�cation with respect to the

number of cycles. The relative damage severity and fatigue lifetime of dif-

ferent loading paths experiencing identical load magnitudes are analyzed for

the tested material.
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1. Introduction

The prediction of fatigue life of structures is still a di�cult task because

it is a multiscale process. For defect-free media, the major part of damage

growth corresponds to multiple initiations and propagations of short cracks,

which eventually coalesce to form a macroscopic crack. To account for such

phenomena, di�erent models have been proposed [20, 23, 17, 2, 13, 36, 21,

26]. However, on the experimental side, the quantitative analysis of such

phenomena remains a di�cult and challenging task.

In this paper it is proposed to utilize digital image correlation (DIC [29])

to study the development of fatigue crack networks. DIC has been used to

detect and quantify fatigue crack growth [30, 15, 19, 9, 34, 10, 22, 18]. All the

cited references essentially deal with a single crack. Only few studies have

reported results on fatigue crack networks [12, 25, 16]. In the present work,

it is proposed to use an optical setup enabling for two scale observations

in biaxial tests. Such con�gurations have already been utilized to analyze

macroscopic cracks [1, 35, 6]. However, they all used an arti�cial random

pattern at both scales of observation, with the risk of masking the occurrence

of microcracks. For this reason, the bare sample surface was used herein.

This study focuses on the fatigue behavior of spheroidal graphite (SG)

cast iron under in-plane biaxial experiments. The low ductility of the mate-
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rial [33] induces the formation of crack networks during cyclic loading. The

strain �elds and correlation residuals are analyzed to detect multiple crack

initiations via DIC simultaneously performed on both scales. Due to the

ability of multiaxial experiments to prescribe a wide variety of loading his-

tories two di�erent paths, namely, �equibiaxial� (simultaneous loading and

unloading in the two arm directions) and �square� (i.e., successive loading

and unloading in the two arm directions as detailed below) will be used. One

of the challenging parts of this work is the performance of DIC related to the

poor natural texture of the studied material. A regularization technique [31]

is used to overcome this limitation. From the measured displacement �elds,

the strain histories are extracted and compared on both scales. For each

loading path two di�erent tests are considered. The �rst one is designed to

initiate the crack network during the �rst cycle. The second one is set so

that a �rst stage of cycling takes place without cracks. Correlation and me-

chanical residuals obtained via DIC analyses are presented in order to reveal

the crack network history.

2. Experimental protocol

2.1. In-plane biaxial experiments

The in-plane biaxial experiments presented herein are carried out on the

triaxial servo-hydraulic machine Astrée [27, 7, 8, 11, 24, 10, 14, 32]. For

the present experiments, four horizontal actuators are used. The material

studied herein is an SG cast iron whose chemical composition is reported in
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Table 1.

Table 1: Chemical composition in vol. % of the studied grade of SG cast iron

C Si Mn P S Cr Ni Mo Cu Mg Fe

2.26 2.09 0.15 0.041 <0.01 0.04 0.63 <0.01 0.025 0.06 bal.

The main feature of SG cast iron is its heterogeneous microstructure (Fig-

ure 1). SG cast iron consists of a ferrite/pearlite matrix containing randomly

distributed spheroidal graphite inclusions (Figure 1(a)). Due to the size of

the biaxial samples it was necessary to cast a bigger block with dimensions

280 × 280 × 500 mm3. The heat-treatment and especially the cooling rate

of the cast part had to be adapted to such sizes. Consequently the nodules

are not spherical (i.e., the mean circular shape factor (CSF) is equal to

0.62, and the nodularity by area when the CSF>0.5 is equal to 70 %). By

revealing the secondary microstructure (Figure 1(b)) it is possible to observe

the volume fraction of graphite nodules (10 %), ferrite (31 %) and pearlite

(59 %) grains.
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(a) Polished primary microstructure (b) Etched secondary microstructure

with nitric acid

Figure 1: Metallography of the studied SG cast iron

In spite of this heterogeneous microstructure, at the macroscopic level

the mechanical behavior of SG cast iron can be considered as homogeneous

with isotropic properties. From previous work carried on the same mate-

rial (i.e., quasi-static uniaxial tests) low elongation to failure was reported

(i.e., 4.85 %) with a yield stress of 290 MPa, and an ultimate tensile strength

of 460 MPa [33]. This phenomenon is linked to the presence of pearlite in

rather high volume fraction and very dense distribution of irregular nodules.

The in-plane biaxial test consists in loading a cross-shaped specimen in

tension and/or compression along two perpendicular directions. The samples

considered herein have a maltese cross shape that is thinned in the central

part to form spherical caps. This uneven thickness gives rise to higher stress

levels in the central region, and this stress enhancement is designed to induce

crack initiation within this zone (Figure 2).
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Figure 2: Maltese cross-shaped specimen designed for in-plane biaxial experiments

The global size of the sample is 274 × 274 mm2. The lowest thickness

at the center is equal to 1 mm (i.e., ten times the average graphite particle

size) and gradually increases to 5 mm out of the gauge zone, which creates a

calotte with of circular base 30 mm in diameter. The dimension of the �llets

of the gripping arms is 12 mm.

2.2. Two-scale optical setup

Since the geometry of the specimen is complex, the natural choice is to

use full-�eld measurements to have access to the displacement/strain �elds

during the experiment. The goal of the experiments presented herein is

to observe the material response to biaxial loading regimes on two scales.

In order to capture displacement �uctuations a two-scale optical setup is

selected (Figure 3). The thinned central part of the cross-shaped specimen

was observed on both sides (Figure 3(a-b)). The bottom side of the sample
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is observed on a macroscale (Figure 3(b)) for which the camera monitors the

whole gauge zone. Images were taken with a CCD camera (DalsaTM, 12-bit

digitization) and a telecentric lens with ×4 magni�cation (Figure 3(c)). The

picture de�nition is 1024 × 1024 pixels with a physical pixel size of 48 µm

(Figure 3(d)). This optical setup is classical for DIC analyses.

For optimal DIC conditions, the sample surface is illuminated with a per-

pendicular light and the camera sensor is parallel with the observed zone. To

achieve a di�use illumination, oil paper is placed on the beam-splitter surface

illuminated by a DedoCoolTM lamp. Another CCD camera (PixelFlyTM, 12-

bit digitization, see Figure 3(f)) equipped with ×1 magni�cation telecentric

lens is used to monitor the gauge zone. Mesoscale pictures (Figure 3(g)) have

a de�nition of 1280 × 1024 pixels with a physical pixel size of 6.7 µm. The

gauge zone has a size of 8.6× 6.9 mm.
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(a)

(b)
(c)

(d)

(e)

(f)

(h)

(g)

Figure 3: Two-scale experimental setup. (a) Mesoscale optical setup, (b) macroscale

optical setup, (c) CCD camera DalsaTM with telecentric lens (×4 magni�cation),

(d) macroscale image, (e) beam-splitter, (f) CCD camera PixelFlyTM with telecentric

lens (×1 magni�cation), (g) DedoCoolTM light source, (h) mesoscale image

Before conducting the two-scale analyses, the surfaces of the investigated
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regions of interest (ROIs) are prepared. To enable for DIC analyses of

macroscale pictures an arti�cial pattern is applied. A �ne speckle pattern

is printed with an airbrush (i.e., ink jet printer, see Figure 4(a)). From the

two types of microstructure presented in Figure 1 the primary one is found

to be more suitable for DIC measurements. Hence, on the opposite side of

the sample the gauge zone is polished (Figure 4(b)) in order to reveal the

microstructure of SG cast iron. At the mesoscale, the graphite nodules are

used as a natural pattern, which is very di�cult to analyze with conventional

DIC procedures [31] (see Figure 3(h)). However, a regularized DIC technique

(see Section 2.3) revealed suitable for providing a satisfactory displacement

uncertainty (see Appendices A and B).

(a) (b)

Figure 4: The two prepared sides of the cross-shaped specimen for two-scale observations.

(a) Arti�cial texture for macro- and (b) polished surface for mesoscale observations
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2.3. Biaxial loading cases

A �rst series of experiment is performed by applying equibiaxial loadings.

The loading history (Figure 5(a)) corresponds to a proportional in-plane

biaxial loading where both perpendicular axes are loaded and unloaded at

the same level simultaneously. Conversely, in the so-called square regime

(Figure 5(b)), the specimen is sequentially loaded and unloaded one direction

at a time, so that in the (F1, F2) plane, the loading path follows a square,

whose diagonal is precisely the equibiaxial loading.

F2

F1F1

min

F
2

max

F
2

min

F1

max

0(2)

(1)

(a) Equibiaxial loading path

F2

F1F1

min

F
2

max

F
2

min

F1

max

0(4)
(1)

(2)(3)

(b) Square loading path

Figure 5: One cycle for (a) equibiaxial and (b) square loading histories. Equibiaxial

loading consists of two (i.e., (1)-(2)) characteristic points while square history has four

(i.e., (1)-(2)-(3)-(4))

The tests are carried out at a frequency of 10 Hz. The �rst series of two-

scale fatigue experiments (see Figure 3) is conducted in an equibiaxial loading

regime. Two di�erent maximum load levels (see Table 2) are prescribed to

investigate the lifetime and crack network formation during cycling. The tests
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are detailed in Section 3. A crack network can be detected at the �rst cycle

(i.e., EBE-1 experiment where the maximum applied force Fmax = 40 kN).

Lower levels are prescribed in a second experiment (Fmax = 20 kN and

25 kN), where microcrack initiation requires some cycles. Crack detection in

this case is more complex and challenging. This case is labeled EBE-2 test.

Table 2: De�nition of the equibiaxial and square loading paths, respectively referred to

with the acronyms EBE and SBE

Fmax
1 Fmax

2 Fmin
2 Fmin

1 Nfailure σvMmax

(kN) (kN) (kN) (kN) (cycles) (MPa)

EBE-1 40 40 0.1 0.1 18,224 395

EBE-2 20
25

20
25

0.1
0.1

0.1
0.1

1,000,000
550,354

240
280

SBE-1 40 40 0.1 0.1 163 505

SBE-2 20 20 0.1 0.1 247,065 295

FE simulations were performed in order to assess the von Mises stress

levels (i.e., σvMmax) at the pole of the spherical cap for the two equibiaxial

loading regimes (Table 2). Isotropic elasticity, J2-�ow rule and nonlinear

(i.e., Armstrong-Frederick) kinematic hardening were used to model the ma-

terial behavior [32]. The computed equivalent von Mises stress for the max-

imum load level of EBE-1 test is equal to 395 MPa. This level lies between

the yield stress and ultimate tensile strength. Conversely, the �rst part of

EBE-2 test leads to a maximum stress σvMmax = 240 MPa, which is 50 MPa

11



lower than the macroscopic yield stress. The second part of the test induces

a maximum value σvMmax = 280 MPa that is closer to macroscopic yield stress

(i.e., 290 MPa).

The second series of fatigue experiments considers two square loading

paths. For comparison purposes the loading history of the square regime was

chosen with the same load levels (Table 2). The square fatigue experiments

are performed in a fully load-controlled mode. From the acquired images

the mean strain levels are estimated with a DIC gauge (see Section 2.3).

Two di�erent cases (as for the equibiaxial loading regime) are considered to

study microcrack initiation. The SBE-1 test is chosen because microcracks

are detected at the �rst loading cycle while cracks initiate at a later stage

for the SBE-2 test. The estimated stress levels via FE simulations are

reported in Table 2. Even though the maximum load levels are identical, the

maximum equivalent stresses are higher for the square history. The estimated

equivalent stress level for test SBE-1 is equal to 505 MPa, which is greater

than the ultimate tensile strength. It is expected that more microcracks will

be initiated for this loading regime. This result also explains why only 163

cycles could be applied prior to failure. For the lowest load level (i.e., SBE-

2 test) the maximum equivalent stress is approximately the same as the

macroscopic yield stress.

2.4. Digital Image Correlation

DIC is a widely used full-�eld measurement technique [29]. It is based
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on the conservation of gray levels between a reference image f(x) and a

deformed one g(x). A global approach [5, 28, 3], which is applied herein,

is an initial framework for mechanics-aided DIC. The sought displacement

�eld is written in a general discretization scheme as u(x) =
∑

n unψn(x),

where ψn are chosen �elds. After integration over the whole ROI, the global

�correlation residual� Φc is de�ned as

Φ2
c =

∑
ROI

|f(x)− g(x + [ψ(x)]{u})|2. (1)

In the following, correlation residual �elds will be analyzed to high-

light the unresolved di�erences between images of the current and reference

states. To make the correlation residual �eld dimensionless, a normalized

value Φ̂c is used, which corresponds to the root mean square average of

ϕc(x) = |f(x)− g(x+ [ψ(x)]{u})| divided by the dynamic range of gray lev-

els (maxx∈ROI [f(x)] − minx∈ROI [f(x)]). After DIC analyses, all di�erences

that can be explained by the speci�c kinematics of the surface are erased.

The remaining di�erences correspond to local violations of the gray level

conservation, or violation of the assumed smoothness of the displacement

�eld (i.e., here continuity). Therefore, the correlation residual is the ideal

�eld in which micro-cracks are expected to pop up. The following study will

show that this is a very powerful tool whose potential is often ignored in DIC

studies. Moreover, the spatial de�nition of the correlation residual �eld is

the original pixel size.
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2.4.1. Regularized DIC

Regularized DIC (R-DIC) enforces mechanical admissibility in an FE

sense with the equilibrium gap [8]. If linear elasticity were applicable,

[K]{u} = {f}, where [K] is the sti�ness matrix, and {f} the vector of nodal

forces. In the absence of body forces, as assumed further on, interior nodes

are free from any external load, {f} = {0}. When any displacement vector

{u} is prescribed, unbalanced forces {fr} arise {fr} = [K]{u}. The equilib-

rium gap regularization consists in giving a penalization proportional to the

sum over internal nodes of the quadratic norm of unbalanced forces

Φ2
m = {u}t[K]t[K]{u} (2)

where t is the transposition operator, [K] the rectangular sti�ness matrix

left-restricted to inner nodes, and Φ2
m corresponds to the sum of the squared

norm of all equilibrium gaps of interior (and free boundary) nodes only.

Additionally, a regularization for boundary nodes is introduced, namely, a

third objective functional is considered

Φ2
b = {u}t[L]t[L]{u} (3)

where [L] is an operator acting on the stress-loaded ROI boundaries [31].

The minimization of correlation residuals (Φ2
c), equilibrium gap (Φ2

m), and

boundary �uctuations (Φ2
b), requires the introduction of a total functional Φt

(1 + wm + wb)Φ
2
t = Φ̃2

c + wmΦ̃2
m + wbΦ̃

2
b (4)
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where wm and wb are weights that de�ne length scales associated with me-

chanical Φ̃2
m and boundary Φ̃2

b normalized residuals

wm =

(
|k|`m

2π

)4

; wb =

(
|k|`b
2π

)4

(5)

where `m and `b denote respectively bulk (m) and boundary (b) regularization

lengths, and k the wavevector of the normalizing �eld [31]. In the following

studies, 3-noded triangular elements will be considered. They are the sim-

plest in terms of displacement interpolations, even though they are seldom

used in the framework of global DIC. Let us however emphasize that the

element size, when smaller than the regularization length, no longer matters.

2.4.2. Displacement/strain measurement

Figure 6(a) shows the reference image captured at the macroscale when

the sample was already mounted in the testing machine with F1 = F2 = 0.

For macroscale observations the unstructured T3 mesh consists of 7,314 nodes

with an element size of 10 pixels. Before performing a DIC measurement a

resolution analysis [31] is carried out with di�erent lengths `m (i.e., regular-

ization length applied to the inner nodes) and `b (i.e., regularization length

applied to the boundary/edge nodes) to estimate the measurement resolu-

tion. The ratio `b/`m = 1/2 was kept constant during the whole analysis.
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(a) 1 pixel ↔ 48 µm (b) 1 pixel ↔ 6.7 µm

Figure 6: DIC gauges at the two scales. (a) Macroscale and (b) mesoscale DIC gauges

depicted as square (blue) zones over the unstructured T3 mesh with 10 pixel elements

(red). All dimensions are expressed in pixels

The standard displacement resolution in horizontal (γyu) and vertical (γxu)

directions was computed. From the resolution analysis approximately equal

values are reported when di�erent regularization lengths (i.e., 32 ≤ `m ≤

1024 pixels) are used. Furthermore, even for modest regularization lengths

(e.g., `m = 64 or 32 pixels), γxu = 0.015 pixel and γyu = 0.012 pixel, which is

found to be adequate. This is made possible thanks to the texture quality

that is better than that at the mesoscale.

Similarly, the uncertainty of the DIC analysis of the (poor) natural texture

of SG cast iron is investigated (Figure 6(b)), see Appendices A and B. Even

though the texture is poor 10-pixel elements are chosen (i.e., 8,749 nodes)

since regularization is implemented (and `m rather than the element size will
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control the displacement uncertainty). The same resolution analysis as for

macroscale pictures with two images acquired in the unloaded state. For

`m = 128 pixels the standard displacement uncertainty is less than 0.012

pixel. When comparing the chosen regularization lengths for macro (`m =

32 pixels) and meso (`m = 128 pixels) scale analyses, they lead to the same

physical size. Conversely, the (metric) measurement resolution is four times

�ner for the mesoscale measurements.

Even though the geometry of the specimen is complex, the mean strain

is evaluated in the central zone. Moreover one of the goals of the present

study is to detect crack initiation. Hence, DIC gauges (of same physical size)

are applied on macro (Figure 6(a)) and meso (Figure 6(b)) scales. From the

acquired peak images corresponding to maximum and minimum load level

the change of the mean strain amplitude is obtained for the chosen areas.

The mean (nominal) strains are obtained by linearly interpolating the dis-

placement �elds within the DIC gauge section via least squares minimization.

The mean in-plane deformation gradient components are extracted and the

nominal strains are subsequently evaluated.

3. Crack network formation for equibiaxial loading history

3.1. Analysis of experiment EBE-1

3.1.1. First loading cycle

The material response (i.e., strain �elds) of the load controlled equibiaxial

experiment is �rst discussed. The strain �elds measured at the macroscale

17



are shown in Figure 7. Two characteristic loading points (see Figure 5(a))

from the �rst cycle are chosen. The strain �elds shown in Figures 7(a) and

7(b) correspond to the maximum load level (i.e., 40 kN).
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Figure 7: Measured strain �elds for �rst cycle at the macroscale in the x (left) and y

(right) directions of experiment EBE-1. (a) and (b) correspond to loading point 1 (see

Figure 5(a)), (c) and (d) correspond to loading point 2. The arrows indicate the strained

bands. 1 pixel ↔ 48 µm

The highest strain levels occur in the thinned central part of the cruciform

sample. Furthermore, the specimen design satis�es the condition that �llets
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connecting the loading arms experience lower strain levels when compared

to the gauge zone. In the center of the specimen two major strained bands

are observed in both loading directions (see arrows in the �gures).

Figures 7(c) and 7(d) show the measured strain �elds for the unloaded

point of the �rst cycle. The strain �uctuations captured for the unloaded

stage of the �rst cycle are one order of magnitude higher than the standard

strain resolution (see Appendix B). Consequently, the strain �uctuations are

believed to be physical.

For the same loading steps mesoscale strain �elds are presented in Fig-

ure 8. For the �rst loading point (Figure 8(a) and 8(b)) the strained bands

are observed in the thinned gauge zone. Furthermore, the bands of the εxx

�eld (see Figure 8(a)) are perpendicular to the x-axis. Conversely, strained

bands parallel to the x-axis are reported from εyy maps. At the �nal stage

of the �rst cycle (see Figure 8(c) and 8(d)) contours of the previously re-

ported strain bands are perceptible. The measured �uctuations after the

�rst cycle are ten times higher than the strain resolution evaluated for the

mesoscale pictures. It implies that after the �rst cycle permanent strains are

accumulated.
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Figure 8: Measured strain �elds for the �rst cycle at the mesoscale in the x (left) and y

(right) directions of experiment EBE-1. (a) and (b) correspond to loading point 1 (see

Figure 5(a)), (c) and (d) correspond to loading point 2. 1 pixel ↔ 6.7 µm

Figure 9(a) shows the mean strain history at the mesoscale for the �rst

cycle. It is noted that mean eigen strains (Figure 9(b)) virtually coincide

with the strain components in the loading direction. However, the strain

levels are not equal. Nonlinear strains are detected after 0.15 %. In the �rst

regime, the strain levels for the two eigen components follow the same path

even though microcracks start to appear. The di�erence reported between

the mean strain levels in the loading direction and the eigen strains is due
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to the heterogeneous nature of the microcrack distribution. Plasticity e�ects

are also observed since the strain level corresponding to full unloading does

not vanish.
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Figure 9: Strain histories of the �rst cycle of EBE-1 experiment (Fmax = 40 kN). (a) Mean

strains ε11 and ε22 in the loading directions of the sample. (b) Mean eigen strains. Blue,

green and yellow circles correspond to the three characteristic points of equibiaxial exper-

iments (see Figure 5(a))

Figure 10 illustrates the correlation residual ϕc(x) maps obtained from

RT3-DIC between the reference con�guration and that corresponding to the
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maximum load level of the �rst cycle at the mesoscale. A high value of

the residuals indicates a change in the surface texture that cannot be ac-

commodated by a displacement �eld with the restrictions attached to those

considered in the DIC analysis (e.g., discretization over the chosen mesh,

regularity). In the correlation residual map (Figure 10(a)) short microcracks

are clearly visible (see arrows in the �gure). They are randomly distributed

on the surface of the sample, but are not yet forming a crack network. How-

ever, in the right bottom and top parts longer cracks are observed. Last, the

concentric rings correspond to machining defects.

(a) (b)

Figure 10: Mesoscale (a) correlation (in gray level) and (b) mechanical residual maps

corresponding to maximum load level (i.e., F1 = F2 = 40 kN) for the �rst cycle of EBE-1

experiment. The arrows indicate the detected cracks. 1 pixel ↔ 6.7 µm

The mechanical residuals (Figure 10(b)) also show similar trends (see

arrows in the �gure). Most of the crack branches are found in the right part

of the map, with the most opened ones in the right bottom corner. It is

necessary to emphasize that correlation residuals indicate more clearly the
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crack paths since they are obtained pixel-wise while the mechanical residuals

are calculated at nodal (i.e., element) levels.

3.1.2. Strain history

With the initiation and propagation of cracks the strain levels are ex-

pected to increase and one of the criteria to identify microcrack growth con-

sists in extracting the strain amplitudes (i.e., di�erence of maximum and

minimum strains over one cycle). The mean strains are calculated with the

DIC gauge in order to determine the strain path. Figure 11 shows the mate-

rial response with the number of cycles. The graph shows smooth episodes

interrupted by sudden jumps (discontinuities). Eight of them are seen. From

the two mean eigen components the jumps are more apparent on the εI levels.
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Figure 11: Measured (a) εI and (b) εII histories with respect to the number of cycles of

experiment EBE-1.

The �rst increase in εI and simultaneous decrease of εII occurs because

the experiment was interrupted, which caused a change in the mean strain
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level. However, it did not result in a change of the strain amplitudes (see

Figure 12) of the mesoscale observation. From the residual maps, a growth

of the crack network is observed, as discussed below.
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Figure 12: Measured amplitudes for (a) εI and (b) εII at macro- and mesoscales of

experiment EBE-1
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Figure 12 shows the strain amplitude history observed on the two sides of

the sample. When comparing the mean strain amplitudes with the number

of cycles the macroscale observations are more �uctuating than the mesoscale

data. However, this fact is not surprising since less information is available

at the macroscale (i.e., the physical size of the DIC gauge is identical at

macro and mesoscales, see Figure 6). The ∆εII amplitudes (Figure 12(b))

are very close for the two scales. This is not the case for ∆εI (Figure 12(a))

where the gap between the two scales is higher and progressively decreases.

The di�erence (initially of about 0.03%) may be an indication of spurious

�exure (Appendix C). For the �rst 2,500 loading cycles strain amplitudes are

calculated for each cycle. Thereafter, every 100th cycle is taken into account.

This reduced sampling rate gives the fake impression of reduced �uctuations,

and, in a similar fashion, the log scale used for the number of cycles may

suggest increasing �uctuations (see Figure 12) whereas this is not justi�ed

by a more systematic analysis.

After 7,500 loading cycles the amplitudes ∆εI and ∆εII at the mesoscale

gradually increase until cycle 15,000 is reached. At this point an increasing

gap of ∆εI and ∆εII is noted. Macroscale observations follow the same trend

for both eigen strains. It is necessary to emphasize di�erences between macro-

and mesoscale strain amplitudes after the increase is reported. ∆εI at the

mesoscale reaches higher values, which may be caused by spurious �exure of

the sample.
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3.1.3. Crack network

In order to detect the crack network growth, normalized mechanical

(i.e., Φ̃m) and correlation (i.e., Φ̂c) residuals are considered. Cracks initi-

ate at the very �rst loading cycle. Mesoscale observations better detect the

initiation and early propagation stages in the thinned gauge zone of the spec-

imen. Hence, these residuals will be used (see Figure 13(a)). Both residuals

exhibit less �uctuations than the mean strains (see Figure 12). The residuals

follow the same trend with an increase after the �rst loading cycle. This leads

to the conclusion that cracks start to grow in each loading cycle (i.e., mate-

rial is more a�ected by damage). When comparing the two residuals for this

case it is observed that Φ̂c is slightly more sensitive to detect changes on the

surface of the material.
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Figure 13: (a) Change of mesoscale mechanical Φ̃m and normalized correlation residuals

Φ̂c with the number of cycles of experiment EBE-1. (b) Corresponding change of Φ̃m and

Φ̂c with respect to the strain amplitude ∆ε1/2

Figure 13(b) illustrates the changes of both residuals as functions of the

maximum eigen strain amplitude measured in the gauge section. The varia-

tions of the residuals are more sensitive until the 125-th cycle (see Figure 12)
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than the corresponding strain amplitude ∆εII . In this part of the fatigue

experiment strain amplitudes have �uctuations that could be attributed to

noise. In the second part (i.e., beyond 125 cycles) the strain variations start

to change signi�cantly, which is caused by faster growing cracks.

Figure 14 shows the maps of correlation and mechanical residuals for dif-

ferent numbers of cycles. The cracks captured for cycle 1,600 (Figure 14(a)

and (b)) are longer than at the �rst cycle (Figure 10). Moreover, they cor-

respond to a signi�cant increase of the level of global residuals as shown in

Figure 13. Residuals for cycle 1,600 con�rm that fact since from cycle 150

to 1,600 more cracks initiate than from cycle 1,600 to 12,000 (i.e., see the

correlation residuals shown in Figure 14(a)). Furthermore, between cycle

1,600 (Figure 14(a) and (b)) and 12,000 (Figure 14(c) and (d)) the crack

network growth is stabilized. Accordingly, the correlation and mechanical

residuals do not increase signi�cantly (Figure 13). 224 cycles before fail-

ure of the cruciform specimen a dominant macrocrack is detected from the

residual �elds (Figure 14(e) and (f)). Consistently, the same phenomenon is

observed for the residual histories (Figure 13). The residual levels reported

for cycle 18,000 are approximately twice as large as those of cycle 12,000.
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Figure 14: Mesoscale (gray level) correlation (left) and mechanical (right) residual maps

corresponding to the maximum applied load level for di�erent number of cycles of exper-

iment EBE-1. 1 pixel ↔ 6.7 µm
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For this test, it is shown that the correlation and mechanical residuals

are much more sensitive to the development of damage and crack growth

regime than the mean strains. This is partly due to the fact that crack

initiation takes place at the �rst loading cycle. It will be shown (for the

following test case) that for a less severe loading, the mean strains play a more

signi�cant role. When observing the correlation residuals in Figures 10 and

14 concentric marks are observed. They have been induced upon machining

the caps. Hence, they have no mechanical background. Even though the

residuals arise over these machining marks their appearance is not in�uencing

the quality of the results (i.e., measured strain maps). While evaluating the

strain �elds (see Figure 15) for the maximum loading no artifacts caused by

the machining marks are reported.
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Figure 15: Measured strain �elds corresponding to the maximum applied load level at

the mesoscale in the x (left) and y (right) directions for di�erent numbers of cycles of

experiment EBE-1. 1 pixel ↔ 6.7 µm
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3.2. Microcrack initiation for EBE-2 test

The second equibiaxial fatigue test was cycled in tension with a maximum

load equal to 20 kN (i.e., half that of EBE-1 test) for 106 cycles. After

reaching this stage, the experiment was stopped and the maximum load level

was increased to Fmax
1 = Fmax

2 = 25 kN. The sample broke for a total number

of 1.5× 106 cycles.

Figure 16 shows the mean eigen strain histories obtained for the DIC

gauge at the mesoscale for the �rst cycle. The maximum strain level equals

0.1 %.
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Figure 16: Mean eigen strains for the �rst cycle of equibiaxial experiment EBE-2

(i.e., Fmax = 20 kN) at the mesoscale. Blue, green and yellow circles correspond to

the three characteristic points of Figure 5(a)

When compared with the strain level of the previous test (Figure 9) a

linear response is observed. A very good coincidence is noted between the two

measured eigen strains. As opposed to EBE-1 experiment (where Fmax = 40
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kN) the unloading in the �rst cycle leads to the same level as at the reference

point. From this result it can be concluded that the central part of the sample

is not damaged, which makes it more challenging to detect microcracks.

The correlation and mechanical residual maps are shown in Figure 17,

for the �rst loading cycle. Uniform correlation residuals (Figure 17(a)) show

a very good match between the reference and corrected deformed image,

and mechanical residuals (Figure 17(b)) also display rather low �uctuations.

These observations con�rm the absence of damage during the �rst loading

cycle.
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Figure 17: Mesoscale (a) correlation (in gray levels) and (b) mechanical residual maps

corresponding to a maximum applied load (F1 = F2 = 20 kN) for the �rst cycle of

experiment EBE-2. 1 pixel ↔ 6.7 µm

Following the fatigue experiment along the cycles, Figure 18 shows that

Φ̃m and Φ̂c global residuals are proportional to each other, over the whole

range of 1.5× 106 cycles. Both quantities can therefore be used for detection

purposes.
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from whole series of images acquired in experiment EBE-2 at mesoscale. The red circle

denotes the point where the applied load level has been increased

The mean eigen strains can also be studied (Figure 19(a)) at macro- and

mesoscales. In the present case, �uctuations of ∆εI are studied on both scales;

they are much higher than those observed on the residuals and no systematic

trend is detected in the �rst million cycles (Figure 19(a)). Figure 19(b)

shows the change of correlation and mechanical residuals as functions of the

maximum eigen strain amplitude extracted at the mesoscale. For the �rst

106 cycles strain �uctuations of the order of 0.02 % are observed. In contrast,

correlation and mechanical global residuals exhibit a steady increase. In the

�rst million of cycles (Fmax = 20 kN), it is very di�cult to infer the presence

of a crack network from the strain amplitudes. In the �nal part of the test,

where the maximum load is raised to Fmax = 25 kN, a signi�cant increase of

∆εI is noted.
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Figure 19: (a) Changes of mesoscale mechanical Φ̃m and normalized correlation residuals

Φ̂c with the number of cycles of experiment EBE-2. For comparison purposes ∆εI are

reported at macro- and mesoscales. The vertical dashed line shows when the applied load

has been increased. (b) Changes of Φ̃m and Φ̂c with the strain amplitude ∆εI at the

mesoscale

Figure 20 shows the correlation residual maps. Small discontinuities are
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detected with higher values of the residuals for cycle 10,000. As the sample

is cycled the microcracks start to grow. A signi�cant increase of their popu-

lation is reported from cycles 10,000 to 50,000. Whereas in the previous test,

one big crack was formed before the specimen broke, this is not the case in

the present test. On the image acquired after 1.55 × 106 cycles a group of

randomly distributed microcracks has initiated. The failure was sudden and

without stable coalescence of a macrocrack.
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Figure 20: Mesoscale (gray level) correlation residual maps for di�erent numbers of cycles

of experiment EBE-2. 1 pixel ↔ 6.7 µm 38



4. Crack network formation for square loading

Square loading histories lead to more complex material responses than

equibiaxial loadings [32], be they of constant amplitude as considered herein,

or with a progressive increase in amplitude, or �snail� loading (with reference

to spiraling loading path). Let us stress that the maximum load level is

identical in the two following cases, SBE-1 and 2 respectively, as in the

previously studied EBE-1 and 2 test cases. However, in the square loading

path, the equivalent stress levels are higher (Table 2). The aim of the present

analysis is to investigate the sensitivity of the fatigue response of SG cast iron

to such a characteristics of the loading history.

4.1. Analysis of experiment SBE-1

4.1.1. First loading cycle

Figure 21 shows the strain �elds on the macroscale. First the sample

is loaded in the x-direction while the load in y-direction is equal to zero.

Hence, the strains in the loading direction are positive (Figure 21(a)) and

negative in the y-direction (Figure 21(b)) in the gauge zone. High εxx strain

gradients in the y-direction are observed in the thinned center part of the

sample. Moreover, strain bands also occur outside of the gauge zone. They

are oriented toward the arm �llets.
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Figure 21: Measured strain �elds for �rst cycle at the macroscale in the x (left) and y

(right) directions of experiment SBE-1. (a) and (b) correspond to loading point 1 (see

Figure 5(b)), (c) and (d) to loading point 2, (e) and (f) to loading point 3, (g) and (h) to

loading point 4. 1 pixel ↔ 48 µm
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The second loading point of the square path corresponds to the �rst one

of the equibiaxial loading path. However, the measured strain maps are

di�erent. The εxx strain �eld (Figure 21(c)) remains close to the �rst loading

step. From Figure 21(d) it is noted that extensional strain localization occurs

in the gauge area while two contraction bands at 45◦ with respect to the

loading direction are formed. Furthermore, for the same maximum applied

load level (i.e., 40 kN) the square loading regime yields higher strain levels

when compared to the equibiaxial test case (see Figure 7).

In the third loading step the x-axis is unloaded while the load level in

the y-axis remains unchanged with respect to the previous step. A mostly

homogeneous εxx �eld (Figure 21(e)) is observed with two extensional strain

bands formed at 45◦ with respect to the loading axis. However, the εyy strain

�eld (Figure 21(f)) has a pattern that is very close to that observed in the

�rst loading step for the εxx strain �eld (Figure 21(a)).

The strain maps corresponding to the last loading step are shown in

Figures 21(g) and 21(h). Both strain components have a highly strained

pattern in the gauge zone. The strain levels in the thinned center are �fty

times higher than the standard strain resolution. Consequently, macrocracks

have initiated.

In order to evaluate the material response at the mesoscale the measured

strain maps are presented in Figure 22.
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Figure 22: Measured strain �elds for �rst cycle at the mesoscale in the x (left) and y

(right) directions of experiment SBE-1. (a) and (b) correspond to loading point 1 (see

Figure 23), (c) and (d) correspond to loading point 2, (e) and (f) correspond to loading

point 3, (g) and (h) correspond to loading point 4. 1 pixel ↔ 6.7 µm
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From the �rst loading step strain bands are observed in both directions

(Figure 22(a-b)). The detected strain bands coincide for the εxx and εyy

maps. However, it is noted that εxx strains are positive in the bands while

εyy are negative. Over the square loading path the size of these strain bands

increases (Figure 22(c-f)). At the third point of the loading process new

branches arise in εyy �eld over the evaluated zone. When the actuators in

both directions are unloaded both strain maps (Figure 22(g-h)) have multiple

bands. However, the dominant branch is observed in the central left part of

the εxx strain �eld. From the correlation residuals it can be noted that the

left part of the band is the source of the microcrack. As the strain band

progresses to the right no damage (i.e., microcrack) is observed.

Figure 23 shows the strain response to a square loading for the �rst cycle.

The strain components in the loading direction of the sample (Figure 23(a))

have a more complex response than observed for equibiaxial tests (see Fig-

ure 9(a)). When the �rst axis (i.e., 1-direction) is loaded or unloaded, the

second one has a constant load level (see Section 2) and vice versa. The strain

levels reach higher values (i.e., 1.5 %) than those obtained for the equibiaxial

history (i.e., 0.32 %). The strain during the unloading phase of the second

axis (i.e., unloading in the 2-direction) does not return to the reference point,

which is interpreted as combined e�ects of plasticity and damage.
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Figure 23: Strain histories describing the �rst cycle of experiment SBE-1 (Fmax = 40 kN).

(a) Axial strain in the two loading directions. (b) Mean eigen strains. Blue, green, yellow,

black and red circles correspond to �ve characteristic points of square experiment (see

Figure 5(b))

The SBE-1 test is designed so that it reaches the same load level as EBE-

1, and hence it is expected that the crack network forms at the �rst loading
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cycle. Figure 24 shows the correlation and mechanical residuals obtained

for the �rst cycle corresponding to point 2 (Figure 23(b)). The correlation

residual map (Figure 24(a)) indicates that the gauge zone of the cross-shaped

sample is much more a�ected by damage than EBE-1 test (Figure 10(a)) al-

though the load level is similar. Mechanical residuals (Figure 10(b)) also

show a higher level. Moreover, the equibiaxial test gave rise to an isotropic

distribution of micro-cracks whereas the square loading induces very clearly

preferential orientation of the micro-cracks along the two diagonal directions

(colinear to vectors (1,±1)). This property is expected to have further con-

sequences on crack growth made easier, and crack coalescence rendered more

di�cult in perpendicular directions. The residual maps con�rm the assump-

tion that the square path is more damaging than an equibiaxial one.
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Figure 24: Mesoscale (a) correlation (in gray levels) and (b) mechanical residual maps

corresponding to the maximum applied load level (i.e., F1 = F2 = 40 kN or point 2) of

the �rst cycle of experiment SBE-1. 1 pixel ↔ 6.7 µm
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4.1.2. Strain history

Figure 25 illustrates the strain histories of the �rst square experiment.

From the presented mean axial strain histories the levels increase until cycle

100 at which stage the experiment is interrupted.
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Figure 25: Measured (a) εI and (b) εII history at mesoscale of experiment SBE-1.
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In order to see how the detected increase of strain levels re�ects the ma-

terial response, the strain amplitudes are determined from the peak values

of the strain histories (i.e., minimum and maximum strain levels for a given

cycle). Figure 26 shows the strain amplitudes evaluated at both scales. Dif-

ferences between the macro- and mesoscales reach levels of 0.05 %, which

corresponds to a �exure of the sample. However, strain amplitudes on both

scales follow the same trend. After 10 cycles, the strain amplitudes start

to increase until the experiment is stopped (after 100 cycles) due to data

acquisition problems. This interruption caused the sudden drop of measured

strains (Figure 25) and their amplitudes (Figure 26). The jump is more ev-

ident on the εII and ∆εII data. The εI strain history (Figure 25(a)) does

not report such a discontinuity, which leads to the conclusion that it did not

accelerate the crack network growth.
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Figure 26: Measured strain amplitudes (a) εI and (b) εII at macro- and mesoscales of

experiment SBE-1
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4.1.3. Crack network formation

The normalized correlation and mechanical residuals exhibit less �uctu-

ations than those observed on the strain data. The increase of residuals is

easier to detect in order to determine the crack network growth. Figure 27(a)

shows the change of Φ̂c and Φ̃m with respect to the number of cycles. Many

microcracks appear during the �rst cycle. Further cycles only give rise to

a slow and progressive initiation of additional microcracks, which accelerate

with the number of cycles up to failure. In Figure 27(b) correlation and

mechanical residuals are shown as functions of the eigen strain amplitude

measured on the mesoscale. Consistently with the previous observations,

higher �uctuations of the strain data are observed while the residuals show

higher sensitivity to crack network growth.
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Figure 27: (a) Change of mechanical Φ̃m and correlation residuals Φ̂c with the number

of cycles of experiment SBE-1. (b) Change of Φ̃m and Φ̂c with respect to the strain

amplitude ∆ε1/2 at the mesoscale

Figure 28 shows the residual maps for di�erent cycles. The crack network

grows gradually as the number of cycles increases. Mechanical residuals

�rst increase slowly, and progressively more quickly. In the middle of the
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�gure at cycle 100 a macrocrack appears (Figure 28(c)) and subsequently

(Figure 28(d)) this crack dominates. The mechanical residual maps show

very similar features as the correlation residuals, albeit with a lower spatial

resolution.
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Figure 28: Mesoscale (gray level) correlation residual (a,c,e) and mechanical residual

(b,d,f) maps corresponding to the maximum applied load level for di�erent numbers of

cycles of experiment SBE-1. 1 pixel ↔ 6.7 µm
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4.2. Microcrack initiation in SBE-2 test

The initiation of microcracks will be investigated for the SBE-2 experi-

ment where the maximum load equals 20 kN (i.e., half that of SBE-1, but

equal to that of EBE-2). Figure 29 shows the mean axial strains during the

�rst cycle. The �rst two steps are consistent with a linear elastic behavior.

However, when the �rst axis is unloaded (Figure 29, point (2) to (3)) a non-

linear response occurs. This is due to microdamage caused by debonding [33].

The maximum value εI = 0.4 % is reached at the third loading point. Hence,

the strain amplitude of the maximum eigen strain is de�ned as the di�erence

between the third and fourth loading points of the square loading path (see

Figure 5(b)).
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Figure 29: Mean eigen strains for the �rst cycle of SBE-2 test (Fmax = 20 kN) at the

mesoscale. Five characteristic points (Figure 5(b)) of the square experiment are depicted

Figure 30 shows the residual maps obtained for the maximum level of
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εI . In the correlation residuals no discontinuity pops out even though the

strain history revealed a nonlinear response. During loading the strain �elds

are uniform while at the mesoscale strain localization is observed. How-

ever, in the unloaded point uniform �elds are reported. Mechanical residuals

(Figure 30(b)) display some spatial �uctuations but it is not possible to dis-

tinguish meaningful features from noise in the observed zone. Since neither

the map of correlation residual nor that of the mechanical residuals reveal

any discontinuities, it can be concluded that the crack network has not been

initiated yet at the �rst cycle.
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Figure 30: Mesoscale (a) correlation (in gray levels) and (b) mechanical residual maps

corresponding to the load level when the maximum value of εI is reached (i.e., F1 =

0, F2 = 20 kN, or point 3) for the �rst cycle of SBE-2 test. 1 pixel ↔ 6.7 µm

As the fatigue test proceeds, the correlation and mechanical residuals are

studied (Figure 31(a)). A very good correspondence is noted with no signi�-

cant changes until cycle 60,000. Figure 31(b) shows the change of normalized

correlation and mechanical residuals as functions of the maximum strain am-
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plitude. The two residuals follow the same trend. At the beginning of the test

very small �uctuations are observed. Conversely, when microcracks initiate

(i.e., after cycle 50,000 as shown below) a rapid increase of strain amplitude

is noted.
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Figure 31: (a) Changes of mesoscale mechanical Φ̃m and normalized correlation residuals

Φ̂c with the number of cycles of experiment SBE-2. For comparison purposes ∆εI are

reported at macro- and mesoscales. (b) Changes of Φ̃m and Φ̂c with respect to the strain

amplitude ∆εI at the mesoscale. 1 pixel ↔ 6.7 µm
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The corresponding correlation residual maps are illustrated in Figure 32.

The �rst detected discontinuity (Figure 32(e)) corresponds approximately to

cycle 50,000. The maximum eigen strain amplitude on the mesoscale follows

the same trend as the residuals. The macroscopic strain amplitude also in-

creases less since microcracks are not captured as easily as on the mesoscale.

Comparing the residual maps obtained at cycle 100,000 (Figure 32(f)) with

the previous ones shows that one dominant macrocrack has formed. Since

the crack surface was sliding between 50,000 and 100,000 cycles metal dust

started to appear on the surface of the sample, which increases the correla-

tion and the mechanical residuals. This e�ect leads the residuals to increase

in the center of the observed ROI since the conservation of gray levels is vio-

lated. However it did not prevent convergence of DIC outside this zone, and

hence the results are partly trustworthy. As the number of cycles increases

more dust is produced (Figure 32(g) and (h)) and hence the quantitative

value of the global residuals cannot be considered as reliable, although its

rapid increase remains a very precise indication of macrocrack initiation and

propagation.
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Figure 32: Correlation residual maps (in gray levels) for di�erent numbers of cycles at

mesoscale of experiment SBE-2. 1 pixel ↔ 6.7 µm57



5. Conclusion

The objective of the present experimental study was to study the biaxial

fatigue behavior of SG cast iron under multiaxial loading conditions. Uni-

axial and biaxial experiments [33, 32] revealed that the material was quasi-

brittle. Both sides of the cross-shaped samples were observed at macro- and

mesoscales. Images captured at the macroscale were dealing with an arti�-

cial pattern, while the images at the mesolevel used the natural texture of

cast iron. The latter was poor and very di�cult to handle with classical DIC

algorithms (i.e., local and global approaches). The lack of gray level contrast

was successfully surpassed with regularized DIC [31].

Two di�erent loading histories were applied in order to study the mate-

rial behavior under equibiaxial and square loading regimes. The latter one

is seldom studied. First, strain histories were extracted from the measured

displacement �elds. The results observed on the two scales showed an overall

good agreement although images were acquired on two opposite sides of the

sample. When detected the systematic di�erence in mean strain is inter-

preted as �exure. The origin of such a �exural mode is not known, it may be

present from the beginning of the test because of imperfect alignments, or

induced by a dissymmetry in surface damage. In order to study the �exural

mechanism the strain histories have been extracted and compared on macro-

and mesoscales. Biaxial experiments EBE-1 and SBE-1 show di�erences be-

tween the strain paths during the �rst cycle. Conversely, when 20-kN load

levels are prescribed (i.e., EBE-2 and SBE-2) a very good agreement between
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the strain histories is noted. Measured strain components in the loading di-

rections (i.e., ε11 and ε22) coincide from the beginning of the experiment.

As the crack network establishes strain paths evaluated on the two scales

deviate. It is concluded that experiments without crack initiation at the �rst

cycle introduce �exural e�ects when the strain amplitude starts to increase

(see Appendix C). Ignoring it would lead to biased conclusions on microc-

rack onset and fatigue development. Mesoscale results revealed microcrack

network initiation and growth as the sample is cycled. The two applied load-

ing paths yield completely di�erent strain histories. An equibiaxial loading

regime leads to the same strain history for the components measured in the

loading direction and the eigen strains. Conversely, square histories are more

complex and more damaging.

Four biaxial fatigue tests (i.e., two equibiaxial and two square loadings)

have been performed up to 1.5 × 106 cycles. In those cases the crack net-

work formation either started at the very �rst loading cycle or after some

numbers of cycles. The evaluation of the mean strain data from DIC could

not be directly used to assess the crack network formation and growth with

the number of cycles, as the softening expected from the initiation of microc-

racks was masked by strain uncertainties during most of the fatigue test. The

mean strains calculated over a large ROI could not detect the discontinuities

very early on as microcracks are initially quite small. However, correlation

and mechanical residuals were shown to be very useful to monitor the crack

network initiation and growth. For both global residuals, the change of resid-
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uals is not �uctuating as much as the strain signals. Moreover, correlation

residual maps reveal extremely powerful and accurate to locate microcracks

at pixel spatial resolution. Crack growth could be monitored on mesoscale

observations.

The goal of two series of biaxial experiments was to investigate the in�u-

ence of the applied loading path on the fatigue life time. From the analyzed

results it is concluded that the more complex biaxial (i.e., square) loading

path is more damaging than the proportional loading history. Hence, a lower

life time is to be expected from more complex loading histories (Table 2).

This type of test is a good candidate for assessing the predictive power of

various models accounting for microcrack initiation, propagation, and coa-

lescence. Having access to the kinematic �elds at two di�erent scales will

enable for the analysis of multiscale constitutive postulates or assumptions.
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Appendix A. A priori displacement analysis for mesoscale images

This �rst analysis on the natural pattern aims to evaluate the quality of

measured �elds when the solution is known. Hence, the picture of Figure 6(b)

is arti�cially deformed. A sine wave is considered [4], see Figure A.33. A

linear interpolation of the gray levels is used to generate the picture in the

deformed con�guration. The parametric analysis is performed via RT3-DIC

for di�erent initial regularization lengths `m and the relaxation process for

which in every new initialized computation `m was divided by 2 [31]. Even

though the texture is poor 10-pixel elements are chosen since regularization

is considered.
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Figure A.33: Prescribed displacement �eld in the sine wave test case in (a) vertical and (b)

horizontal directions. The displacements are expressed in pixels. 1 pixel ↔ 6.7 µm

Figure A.34 shows the standard displacement error comparing the pre-

scribed (i.e., known) and measured displacement �elds. It can be noted

that higher regularization lengths (1024 < `m < 256 pixels) yield higher dis-

placement errors since small displacement �uctuations are smeared out. The
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lowest standard displacement error is recorded when a regularization length

of 128 pixels is considered while for smaller `m lengths (i.e., 32 and 64 pixels)

the error is higher (but still not as high as for 1024 < `m < 256 pixels). In

the end of the relaxation process the computations with initial regulariza-

tion lengths of 1024, 64 and 32 pixels yield approximately the same standard

displacement error. When comparing these results with the analysis per-

formed on an arti�cial texture [31] and a prescribed displacement �eld the

same trend is observed for the error changes during the relaxation process

although with di�ering values at the end.
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Figure A.34: Standard displacement errors in (a) the vertical and (b) horizontal directions

for di�erent regularization lengths `m when `b/`m = 1/2. The legend indicates the initial

regularization length `m (in pixels). 1 pixel ↔ 6.7 µm

The change of dimensionless correlation residuals Φ̂c (Figure A.35(a))

leads to higher values for `m = 1024 and 512 pixels. For the other regular-
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ization lengths the correlation residuals reach similar levels (i.e., the results

are trustworthy). This property is even noted during the relaxation process.

When compared to the arti�cial texture [31] higher lengths `m do not a�ect

the residuals as strongly, which leads to the conclusion that it is necessary

to put more e�ort to successfully perform RT3-DIC on poor textures. For

larger regularization lengths, the measured �eld displays less equilibrium gap.

This is explained by the increase of its weight in the total functional. The

most favorable zone in the present case lies in the range of initial values

(128 < `m < 512 pixels) for which the equilibrium gap is independent of the

initial value of `m.
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Figure A.35: Change of (a) the dimensionless correlation residuals and (b) equilibrium

residuals for di�erent regularization lengths and di�erent initializations. Note the narrow

range of variation of Φ̂c. 1 pixel ↔ 6.7 µm
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Appendix B. Displacement and strain resolution assessment

To assess the standard displacement and strain resolutions nine images

are captured when the specimen is mounted and the load level is constant

(approximately equal to 0 N). From the measured displacement �eld umeasji

for image i in the axis j and corresponding strain level εmeasji the displacement

and strain resolutions are given by

γju =

√√√√ 1

ñ nDOF

ñ∑
i=1

(
u
measj
i − umeasji

)2
(B.1)

and

γjε =

√√√√ 1

ñ nel

ñ∑
i=1

(
ε
measj
i − εmeasji

)2
(B.2)

where • denotes the mean of the vector collecting all the nodal displacements

or the average strain �eld, ñ the number of images, nDOF the number of

kinematic unknowns, and nel the number of elements. The level of γu and γε

for the studied experiments is given in Table B.3.
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Table B.3: Standard displacement and strain resolutions at macro- and mesoscales in x-

and y-directions

Scale γxu γyu γxε γyε

(pixel) (pixel)

EBE-1
Macro ]

meso [

0.015

0.010

0.012

0.012

4×10−4

2×10−4

4×10−4

2×10−4

EBE-2
Macro ]

meso [

0.010

0.013

0.011

0.013

3×10−4

2×10−4

3×10−4

2×10−4

SBE-1
Macro ]

meso [

0.013

0.021

0.015

0.027

3×10−4

4×10−4

4×10−4

4×10−4

SBE-2
Macro ]

meso [

0.014

0.020

0.012

0.018

3×10−4

5×10−4

3×10−4

5×10−4

]: 1 pixel ↔ 48 µm, [: 1 pixel ↔ 6.7 µm
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Appendix C. Onset of �exure vs. microcrack initiation

When analyzing the proposed biaxial experiments di�erences between the

strain amplitudes on macro- and mesoscales were noted. The assumption was

made that �exure occurred. In order to evaluate the origin of such an e�ect

the strain histories are extracted over the whole image series (see Figures C.36

and C.37). The four experiments investigated herein have two �exural modes.

First, for EBE-1 test �exure was noted from the �rst cycle on. The

material response expressed in term of strain histories ε11 (see Figure 36(a))

and ε22 (see Figure 36(b)) estimated on the two scales results in di�erent

strain amplitudes. The mean �uctuations measured via DIC gauge show a

very good agreement for the maximum ε11 strain levels. This is not the case

when the sample is unloaded. At this stage a gap equal to 0.2 × 10−3 is

reported between the macro- and mesoscale (Figure C.36). Conversely, the

ε22 histories measured on the two scales reach the same strain levels while a

deviation is noted for the maximum load levels. Therefore, it is believed that

the discrepancy is due to imperfect alignments since the strain di�erence is

established from the beginning of the experiment between the two sides of

the cross-shaped sample.
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Figure C.36: Measured (a) ε11 and (b) ε22 history at macro- and mesoscales for EBE-1

The second �exural mode is visible on SBE-2 experiment (Figure C.37).

The strain histories (i.e., ε11 and ε22) extracted on both scales coincide. How-

ever, after the 1,800th picture the measured mean strain levels in the gauge

zone start to di�er. This phenomenon is believed to be due to be induced by
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a dissymmetry in surface damage.
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Figure C.37: Measured (a) ε11 and (b) ε22 history at macro- and mesoscales for SBE-2

Flexural modes for the in-plane biaxial experiments analyzed in this work

are summarized in Table C.4.
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Table C.4: Flexural modes from ε11 and ε22 strain histories

Test case Strain direction Flexure Crack initiation

EBE-1
ε11

ε22

Yes

Yes

No

No

EBE-2
ε11

ε22

No

No

Yes

Yes

SBE-1
ε11

ε22

No

Yes

Yes

No

SBE-2
ε11

ε22

No

No

Yes

Yes
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Appendix D. List of acronyms

CCD charge coupled device

CNRS Centre National de la Recherche Scienti�que

DIC digital image correlation

EBE equibiaxial experiment

ENS Ecole Normale Supérieure

LMT Laboratory of Mechanics and Technology

ROI region of interest

R-DIC regularized digital image correlation

RT3-DIC regularized digital image correlation with T3 discretizations

SBE square biaxial experiment

SG spheroidal graphite

T3 3-noded triangular element
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