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Abstract

Local Electrochemical Impedance Mapping (LEIM) methodology was adopted to quantify the

propagation of electrochemically active regions with a micrometric precision. The method consisted

in the use of the gradient modulus of the admittance map as a parameter for the spatial quantifi-

cation. Numerical simulations were used to optimize the experimental conditions, namely the AC

frequency, the distance between the local bi-probe and the working electrode, and the distances

between the probes for the local bi-probe used for the local current mapping. This analysis was

reinforced by experimental verifications on coated electrodes. The quantitative LEIM methodology

was successfully applied to follow the delamination kinetics on Zn coated with the polyvinyl butyral

polymer in NaCl solutions. At 1 kHz, the LEIM response only reflected the position of the anodic

front beneath the polymer because oxygen reduction reaction was diffusion limited and hence, in-

dependent of the applied potential. This novel LEIM methodology completes the set of usual tools

used to investigate the delamination mechanisms on metal substrates.
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1. Introduction

Recently, local electrochemical scanning techniques have attracted a lot of attention due to their

ability to resolve macroscopic electrochemical phenomena on nano- and micrometer scales [1–3]. The

key parameters of these techniques are (1) the spatial resolution and (2) the spatial quantification

i.e. the ability to define the precise geometry and the size of electrochemical regions.

Scanning ElectroChemical Microscopy (SECM) [4–6] and Local Electrochemical Impedance

Mapping (LEIM) [7–9] are among the leading techniques competing on these criteria. In the pio-

neering work, Bard et al. [10] envisioned a possible nanometeric error for the spatial quantification

in SECM (i.e. in DC amperometric mode). The compulsory presence of a redox mediator in the

solution was required for such a purpose, but recent advances in Alternative-Current Scanning Elec-

trochemical Microscopy (AC-SECM) allowed to eliminate this restriction [1, 2, 11]. The minimal

experimental error of the spatial quantification in AC-SECM was in the order of several micrometers

achieved on the oriented hematite single crystal surfaces [1]. Conversely, the limits of the spatial

quantification of the alternative LEIM methodology have not been well explored.

Several works [12–14] focused on the improvement of the spatial resolution of LEIM technique

reporting the spatial resolution of about 30 to 40 µm [12]. The main parameters limiting the spatial

resolution were (1) the diameter of microelectrode in the bi-probe (D), (2) the distance between the

bi-probe and the working electrode (WE) (h), and (3) the distance between the two microelectrodes

(d). In ref. [12] these parameters were D = 10 µm, h = 25 µm and d = 80 µmṄumerical simulations

of the primary potential distribution for a disk electrode embedded in an isolator were in a good

agreement with experimental results. In the more recent work [13], a spatial resolution of 35 µm

was obtained with D = 125 µm, d = 250 µm and h = 200 µm.

Even though the spatial resolution in the micrometer range can be reached, the precise size

of electrochemically active zones did not match their actual size on the admittance maps in LEIM

[7, 15–18]. Moreover, this size was shown to depend on the applied frequency of the AC perturbation

[15]. For instance, the apparent size obtained from the admittance maps for a Mo wire of 1.27 mm

in diameter embedded in an Al matrix was about 3.0 mm at 4.7 Hz [15]. This value decreased to

approximately 1.88 mm at 4.7 kHz. The size of admittance maps is influenced by the AC frequency

because the potential distribution depends on this parameter in the case of nonuniform potential

distribution induced by the cell geometry. This phenomenon was first predicted theoretically by

Newman [19] for a disk electrode embedded in an isolating plane, then expanded and explained in

details for other systems in more recent works [20–25].

In several works, an attempt was made to define the propagation of electroactive zones beneath a
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polymer coating on metal substrates leading to the loss of adhesion (i.e. the position of delamination

front) [7, 16–18]. Larger apparent size of the delaminated area from the admittance maps in

comparison with the optical observations was always reported in the literature: delamination on

the steel/epoxy-vinyl interface scanned at 5 kHz [7], vinyl coating on steel and Al alloy 5182 scanned

between 100 and 1 kHz [16], industrial coil coated galvanized steel scanned at 1 kHz [17], epoxy

based polymers on Al alloy AA2024-T3 scanned at 700 Hz [18]. In several works, LEIM revealed the

formation of blisters in polymer even before they were visible by an optical technique [16, 18]. The

early detection of the electrochemical activity on the metal beneath the organic polymers makes

LEIM an appealing tool for the quantitative determination of delamination kinetics. However, to

the best of our knowledge no attempt was made to quantitatively correlate the response from the

admittance maps and the size of electrochemically active zones.

The aim of the present work is to improve the existent LEIM methodology in order to quantify

the precise geometry and the size of electrochemically active regions on the surface of WE. Firstly,

the numerical simulations were used to find a parameter for the spatial quantification and then

optimize the experimental set-up for such purpose, namely the AC frequency, the distance between

the WE and the local bi-probe, and the size of the bi-probe. In the second part of the paper, the

novel quantitative LEIM methodology was verified by measuring the delamination kinetics of Zn

covered with the model polyvinyl butyral (PVB) polymer.

2. Numerical model

The mathematical foundation for the simulation of the potential and current distributions was

adapted from the works by Newman [19, 26] originally developed for a planar disk electrode embed-

ded in a coplanar insulator and successfully applied to other cell geometries in order to investigate

the edge effect of the electrode on the impedance response [21, 24, 25]. This treatment accounts for

both the potential drop due to the ohmic resistance of the media and the electrode polarization.

Fig. 1 shows the geometry of the system used for the simulations. The potential distribution

between the WE and the counter electrode (CE) is governed by Laplace equation (see Table 1 for

notation):

52Φ = 0 (1)

where Φ is the potential in the electrochemical cell. In cylindrical coordinates (r, θ, y), Eq. 1

expresses as
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where y is the axis normal to the electrode surface, r is the radial coordinate and θ is the azimuth

(Fig. 1). The cylindrical symmetry of the system presented in Fig. 1 dictates that Φ is invariant
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For an alternating current (AC), the electrode potential V can be expressed as

V = V0e
jwt (5)

where V0 is the amplitude of the applied potential. On the surrounding insulator and far from

the electrode surface the boundary conditions are given by Eqs. 6 and 7, respectively

∂Φ

∂y

∣∣∣∣
y=0

= 0 at r > r0 (6)

and

Φ→ 0 as r2 + y2 →∞ (7)

From a numerical point of view, Eq. 7 is satisfied by setting the distance between the CE and

the WE 100 times larger than the actual size of the WE (Fig. 1).

The boundary condition at the electrode surface used to describe the electrochemical kinetics

at WE was

(V − Φ0)

R
+ C

∂(V − Φ0)

∂t
= −σs

∂Φ

∂y

∣∣∣∣
y=0

(8)

where R and C are the values of interfacial resistance and capacitance, respectively, σs is the

electrolyte conductivity, and Φ0 is the potential in the solution just ouside of the double layer on

the WE. Single C and R were obtained by setting 1/R and C values at zero, respectively. In the

case of a constant phase element (CPE) behavior, the governing equations remained the same, the

only change was made by substituting jCw by Q(jw)α.
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Eq. 8 reflects a parallel combination of the capacitance C of the double layer and the faradaic

reaction R on the metal/luquid interface. For all simulations C was set at 50 µF cm−2 (typical

value for the actively dissolving metals), σs = 0.01 S cm−1 and V0 = 30 mV.

The modulus of the local potential values |Φ1(r)| and |Φ2(r)| over the WE as a function of the

distance from the center of the WE at fixed frequency f were taken as an output of the simulations

(see Fig. 1). Then |Φ1(r)| and |Φ2(r)| were used to calculate the normal component of the local

current density, and then local admittance using the conventional data treatment of LEIM data. It

is worth noting that in real experiments, the potentials |Φ1(r)| and |Φ2(r)| are measured with the

local bi-microelectrode of finite dimension, i.e. the diameter of each microprobe. Since the normal

contribution of the potential distribution should be non-uniform for the electrochemical system

in Fig. 1 [20], the measured potentials should be somewhat different from the simulated |Φ1(r)|

and |Φ2(r)| values. However, an excellent correlation between the numerical simulations and the

experimental data shows that this difference is negligible (vide infra).

The numerical simulations were carried out using COMSOL Multiphysics® software with the

conductive media DC module in a 2D axial symmetry.

3. Experimental

3.1. LEIM technique

3.1.1. Electrochemical instrumentation

The experimental set-up for performing the LEIM measurements consisted of a home-made

potentiostat coupled with a lock-in amplifier (5208 Two Phase Lock-in Analyzer, Princeton Applied

Research) described in details in Ref. [8]. The WE was fixed as a bottom border of a cylindrical

plexiglass home-made electrochemical cell. A conventional three-electrode set-up with a Pt mesh as

a counter electrode and an Ag/AgCl saturated reference electrode were used to apply 1 kHz with

4 cycles per integration period with 30 mV peak-to-peak potential perturbation. From a practical

point of view, 1 kHz is high enough for a fast scanning of the probe above specimen, and low enough

to contain any capacitive and/or faradaic contribution of the impedance.

The local probe was positioned so that the center of the closest to WE probe was at 150±25 µm

above the WE and moved with a 3-axis positioning system (UTM25, Newport) driven by a motion

encoder (MM4005, Newport) with a maximal spatial resolution of 0.2 µm. All current maps were

measured with a step of 100 µm along the y-direction and with a scan rate of 200 µm/s along the

x -direction. The typical duration for the acquisition of an LEIM image was about 20 min for 4

mm x 4 mm scanned area. Single line scans of the current were measured with the resolution of 5
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µm at a scanning rate of 10 µm/s to gain a better resolution, but such values are not realistic for

performing the mapping over large surface area.

The potential difference sensed between the two local microelectrodes of the probe was used to

calculate the local current density component normal to the surface of WE (iloc(r)):

iloc(r) =
(Φ1(r)− Φ2(r))σs

d
(9)

where (Φ1(r) − Φ2(r)) is the AC potential difference between the two microelectrodes and d is

the distance between the center of two microelectrodes. The local impedance was defined as [21]:

z(r) =
V − Φref

iloc(r)
(10)

where V −Φref represents the AC potential difference between the WE and the RE in the bulk

solution. Maps of the local impedance, z(r), or the local admittance, z−1(r), at fixed frequency are

the typical output used so far in the literature to report on LEIM experiments [7, 15–18], but in

the present work only the local admittance has been used.

3.1.2. Probe preparation

It is worth reminding that the commercially available probes for LEIM usually consist in the

Pt tip and the surrounding Pt ring of about 1 mm in diameter that assumes the measurement of

the potential over an average surface area of about 3.14 mm2. This set-up reduces significantly the

achievable spatial resolution to several microns. To improve the resolution, home-made probes were

used in this work [8].

The local probe consisted of two Ag wires of 200 µm in diameter, which were sealed in two

agglutinated capillaries with d = 500 µm. The capillaries were bended so that the Ag electrodes

were perpendicular to the surface of WE, and thus, only the normal contribution of the current

density was monitored [8]. In addition, the apex of the system was grinded to decrease the size

of the probe, which allowed a closest approch of the probe to the WE. Electrochemical deposit of

AgCl was performed by a 5-10 min potentiostatic oxidation of the Ag in 1 M KCl on each electrode

at 0.5 volt vs Ag/AgCl saturated in KCl reference electrode. Identical impedance values of the

microelectrodes measured before and after each set of experiments showed the stability of the local

bi-probe.

3.2. Sample preparation

All experiments were performed using analytical grade chemicals used as received. Electrolytic

solutions were prepared in deionized water (Millipore system®, 18 MΩ cm).
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Hot dip galvanized steel (HDG) plates (type: HDG/5, supplied by "Chemetall") were used in

all experiments. The average thickness of the galvanization layer was about 20 µm. The plates

were cut into 3.5 cm x 3.5 cm coupons, cleaned with ethanol and water, dried under nitrogen, then

immersed in 1 M NaOH solution at 50° C for 30 s, rinsed with water, and dried under nitrogen flow.

This treatment was used to remove air-formed corrosion products and to obtain more reproducible

surface state (see Ref. [27] for the detailed surface characterization).

In the first configuration, the Zn coupons were covered with an insulating, hydrophobic and

impermeable electroplating tape (3M 470, 0.18 mm thick) with circular holes of different radius

(50 µm - 2 mm) created by needles of different diameters and a punch belt. The precise radii of

the holes were measured with an optical microscope. This set of experiment was designed for the

spatial calibration of LEIM. Therefore, only the central part of known size of the Zn surface was

exposed to the electrolyte during the local admittance mapping.

For the delamination studies, a disk of 1 mm radius of the electroplating tape was put at

the center of the Zn coupons. The samples were bar casted with 10 w/w % solution of PVB

(molecular weight 70000-100000, Sigma Aldrich®) in ethanol. For some experiments, 5 w/w % of

phenolphtalein (Sigmal Aldrich®) as pH-indicator was added in the PVB solutions. The samples

were dried at air overnight. Then the electroplating plate was gently removed with a needle 100

µm in diameter, leaving the 1 mm radius hole in the polymer. Profilometry (Nanovea®) performed

around the artificial defect showed that the polymer was about 50 µm thick.

In addition, the polarization curves performed on the HDG coupons were similar for two types

of surfaces: after alkaline degreasing before application of the adhesive tape and after its applica-

tion and removing. It excludes the possible influence of the glue from the adhesive tape on the

electrochemical response of HDG surface in the artificial defect.

3.3. Delamination experiments

Polymer coated HDG samples with the artificial defect of 1 mm in radius were initially placed

in the electrochemical cell and immersed in 30 mL of 10 mM NaCl solution for 20 min in order

to saturate the polymer coating with water, making possible the ionic flow through the polymer.

Then the first scan was performed. If not distinctly mentioned, LEIM experiments were performed

at the OCP.

After the first scan, the sample was removed from the electrochemical cell, put in the humidified

chamber with relative humidity of 95 % at 23-26° C, and a 1 µL droplet of solution of 0.5 M NaCl

was placed in the artificial defect. The droplet of solution sticked to the edges of the artificial defect

due to hydrophobic properties of the PVB film. After approximately 30 min the droplet of 0.5
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M NaCl was removed and the macroscopic image of the surface was taken (time-lapse) with the

optical microscope (Carl Zeiss®). Then the sample was placed again in the electrochemical cell for

performing the LEI mapping. The procedure was repeated until the delaminated area visible by

optical imaging reached approximately 8 mm in radius.

The use of diluted 10 mM NaCl solutions in the electrochemical cell avoided the polymer de-

lamination from Zn during LEIM scans. This was confirmed by the low content of the dissolved

Zn after LEIM scan (less than 10 ppb, measured by inductively coupled plasma optical emission

spectrometer) and by performing two successive LEIM experiments, which showed identical admit-

tance maps. Therefore, we assume in the following that the delamination of coated HDG substrate

occurred only during the exposure time in the humidified atmosphere with the drop of aggressive

electrolyte. Thus, the delamination kinetics determined in this work relates to the time of sample

exposure in the humidified atmosphere.

3.4. Surface characterization

The polymer coating was removed gently with a scalpel from the HDG samples after the delam-

ination experiments. Then, the surface morphology of HDG samples was observed using scanning

electron microscope (SEM-FEG Gemini 1530®). Secondary electron contrast images of the top

surface were obtained at applied voltage of 5 kV.

The surface was also characterized by Raman spectroscopy using Renishaw InVia confocal Ra-

man microscope®. Co Diode Pumped Solid State green laser (532 nm, power of 20 mW) with the

edge filter of > 100 cm−1 were used as an excitation source. The objectives with magnification

factors of x5, x20, and x50 were used. The accumulation time for individual spectra was 120 s.

4. Results

4.1. Numerical simulations of LEIM experiments

4.1.1. Determination of the WE size from admittance maps

Solid line in Fig. 2 shows the value of the local admittance z−1(r), as a function of the radial

distance r from the center of the symmetry corresponding to the electrode center (Fig. 1). The

border of LEIM response, where z−1(r) approaches zero, is at about 5 mm that is 2-3 times larger

than the actual radius of the WE (2 mm), which is in a good agreement with the literature [7, 15–18].

A close inspection of z−1(r) shows that the inflection point closely corresponds to r0, which can

be also clearly seen from the position of the extremum of the first derivative of z−1(r) (red dotted

line in Fig. 2). The idea to use the inflection point of a local signal from the electrochemical system
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to define the precise position of the area of the interest originates from the work of Stratmann et

al. [28] for the Scanning Kelvin Probe technique. In the following, to avoid any confusion, the

symbol r0 will be used for the actual radius of the WE and r′0 for the position corresponding to the

extremum of δz−1(r)/δr.

In the following sections the influence of the parameters of the LEIM set-up considered in the

introduction part such as the AC frequency and the size of the bi-probe will be revealed on r′0.

4.1.2. Influence of the AC frequency on the derivative of local admittance

A typical illustration of the z variation as a function of f was given by Huang et al. [21] for the

example of a blocking electrode. The local impedance was shown to depend not only on f but also

on r0, C and σs allowing a dimensionless frequency K to be defined as [19, 21]

K =
2πfCr0
σs

(11)

For 1 ≤ K ≤ 100 in Ref. [21], the local impedance significantly varied with K, whereas for lower

and higher values of K, it asymptotically approached a constant value. The identical behavior was

observed for r′0(K) in the present work for the single C in Fig. 3a - curve (1). r′0 depended on K

for 1 ≤ K ≤ 1000, but r′0 → 1.88 mm when the global impedance of the capacitor XC = 1/jCw

tends towards infinity (i.e. when K → 0) and r′0 → 2.17 mm when XC approaches zero (i.e. when

K → ∞). Additionally, an identical behavior was observed when C was replaced by the constant

phase element (data not shown).

The behaviour of r′0 as a function of R shown in Fig. 3b is similar to the variation of r′0(K) for

the blocking electrode shown in Fig. 3a - curve (1): r′0 → 1.95 mm when R→∞, whereas r′0 → 2.17

mm when K → 0. For intermediate values of R, variations of r′0 are observed. Interestingly, r′0
approaches exactly the same value of 2.17 mm at high frequencies in Fig. 3a and low resistances in

Fig. 3b even though, different electrode kinetics were applied in these cases.

Curves (2-4) in Fig. 3a show the variations of r′0 for the Voigt element (R//C) as a function of

K for the different values of R. When K →∞, the impedance of capacitor XC → 0 and thus, the

current flows preferably through C. In this case the r′0 behaviour is identical to the one observed

for the single C (Fig. 3a curve (1)).

For K → 0, the impedance of the capacitance XC → ∞ and thus, the current flows preferably

through the R element of the Voigt element. In this case, r′0 is constant and the precise r′0 values

are identical to those obtained for the single R as shown in Fig. 3b.

These results show that when the influence of the electrode kinetics on the potential distribution

can be ignored due to the low value of total impedance, r′0 approaches the same value of 2.17 mm.
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Interestingly, the analytical solution for the primary potential distribution devised by Newman for

a disk electrode embedded in an isolating plane [26] should accurately describe the variations of Φ

expressed in cylindrical coordinates as [29]

Φ =
2Φ0

π
sin−1

((
r

r0
− 1

)2

+ 2

(
y

r0

)2

+

(
r

r0
+ 1

)2
)

(12)

This equation was used to calculate z−1(r) and then r′0 for the parameters used in the numerical

simulations presented in Fig. 3. The value determined for r′0 (2.165 mm) was in the excellent

agreement with the numerical simulations shown in Fig. 3. This reinforces the hypothesis about

independence of r′0 on the electrode kinetics in the high frequency domain i.e under primary potential

distribution conditions.

4.1.3. Influence of the size of the bi-microelectrode and its position on the derivative of local admit-

tance

Fig. 4a shows r′0 as a function of r0 with the distance between the probe and the WE (h) as a

parameter. Each of the 4 curves, obtained for h varying between 50 µm and 5 mm, has identical

behavior: a linear region with a slope of 1 starting at about r0 ≥ h and a region with a constant r′0
value for r0 < h. These simulations show that the spatial quantification in LEIM is not possible if

the radius of the WE is smaller than the distance between the probe and the WE.

The difference (r0 − r
′
0) is plotted as a function of r0 in Fig. 4b in order to find the precise

relation between r0 and r′0 in the form of

r0 = r
′

0 + b. (13)

Fig. 4b shows that b is always positive and constant for r0 ≥ 10h. These curves allow to

evaluate the absolute error in the r0 determination. For instance, if h ≤ r0 ≤ 10h, the error for the

r0 estimation can reach 25 %. Thus, the ideal experimental conditions are r0 ≥ 10h, where there is

no error in b estimation coming from the deviation of r0(r
′
0). However, from the experimental point

of view it can be complicated or even impossible due to the finite diameter of the probe used for

this kind of experiments and the difficulty to maintain a constant distance between the probe and

the WE over a large surface area during the mapping.

The variation of the distance d between the microelectrodes in the bi-probe does not change the

form of Eq. 13 at r0 ≥ h but only the value of b. Fig. 4c shows the variations of b as a function of

h with d as a parameter. b is a linear function of h at any d, indicating that in principle the spatial

quantification in LEIM experiments is possible for any distance between the two microelectrodes
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even for the case when a single probe is used. In the real LEIM experiment, the estimation of

h remains difficult because of the surface topography and/or the variation of the probe position

during mapping (it should be mentioned that to date, no system for an accurate position control

has been reported in the literature).

Even though all presented simulations correspond to the primary potential distribution condi-

tions at high K, the considered above r0(r
′
0) relation remains valid for the experiments performed

at lower K values (data not shown).

4.2. Calibration of the quantitative LEIM

The experimental verifications of numerical simulations were performed for f = 1 kHz, d = 1.0

mm, h = 150± 25 µm for Zn electrodes covered with an insulating adhesive tape leaving an active

surface of known diameter. The surface of Zn electrodes was washed with 1 M NaOH for 30 s prior

to each calibration measurement to guarantee similar surface state for each experiment. Excellent

agreement between numerical simulations and experimental values for the spatial calibration is

shown in Fig. 5, which indicates that it is possible to evaluate with a good accuracy the active

surface area using LEIM technique. For r0 < h, r′0 is constant and insensitive to r0 variations. When

r0 ≥ h, a linear relationship between r0 and r
′
0 is observed. The experimental error for such an

approximation for r0 ≥ 1 mm is about ±20 µm. Similar accuracy was reported for the commercially

available Scanning Kelvin Probe technique [30, 31].

Quantitative LEIM methodology can be used to investigate more complex shapes. Fig. 6

shows an example of the definition of the size of an electrochemical system that consisted of two

superimposed disks of different diameter. Fig. 6b shows the gradient of the admittance for h = 0.5

mm. The extrema of the gradient closely follow the actual shape of the WE when h is smaller

than the radius of each disks (r1 = 1.5 mm and r2 = 1.0 mm) and only a small deviation near the

intersection of the two disks is visible. This can be due to, at least partially, the d = 1.0 mm and

D = 200 µm size of microelectrodes in the bi-probe.

When the probe-to-sample distance is increased (Fig. 6c) at r2 < h = 1500 µm < r1, the extrema

of the admittance gradient closely follow the shape of the larger disk (r1), whereas the second one

appears to be larger than its actual size. The r0 ≥ h restriction discussed above on the examples

of single disk electrodes is also valid for the superposition of individual disks leading to a complex

shape. For the WE with a random shape one should expect the LEIM response represented by

the superposition of the circles with the largest possible radii that allows to inscribe them in this

random shape.
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4.3. Application of the spatially resolved LEIM to the delamination on Zn in NaCl

In the previous section LEIM methodology was elaborated to define the precise size of the

WE immersed in the conductive electrolyte. In the following, this methodology is used to follow

the propagation of the electrochemically active zones beneath the polymer at the metal/polymer

interface on the example of the model PVB polymer preliminary saturated with the surrounding

electrolyte.

It is worth reminding the general limitations on the application of LEIM to polymer coated

samples under immersion. If it is not impregnated by the surrounding electrolyte, the polymer

can act like an electrical insulator. It shields the ionic flow during AC perturbation thus, avoid-

ing any detection by the LEIM local bi-probe. Preliminary saturation of the polymer increases

its conductivity and removes this restriction. When impregnated with surrounding electrolyte, the

conductivity of polymer such as PVB should be close to the conductivity of the surrounding elec-

trolyte due to its high porosity and therefore, the presence of the model polymers is not expected

to change the spreading of current lines and influence detection in LEIM.

4.3.1. Methodology

The applicability of the quantitative LEIM methodology for the investigation of metal corrosion

underneath the organic polymer was performed experimentally by investigating the delamination

of the PVB polymer away from the artificial defect on Zn. Typical LEIM results are presented in

Fig. 7. Fig. 7a shows the optical observation of the sample after 6 hours of exposure in humidified

atmosphere with a 1 µL drop of 0.5 M NaCl in the artificial defect. The transparent PVB polymer

coating doped with phenolphthalein changes to pink in the vicinity of the artificial defect due to

the local pH increase at the metal/polymer interface, which was attributed to the local oxygen

reduction beneath the polymer.

O2 + 2H2O + 4e− → 4OH− (14)

Therefore, the front of the color change can be attributed to the frontier of cathodic active zone

beneath the polymer.

The admittance map of the sample in Fig. 7a is given in Fig. 7b. The modulus of the gradient

map is shown in Fig. 7c. Fig. 7d shows the same data as in Fig. 7c but after the low-pass filter

treatment and the correction of the position of the maxima according to the calibration curve in

Fig. 5. The suitable cut-off frequency was chosen manually for each set of data to ensure only the

elimination of noise. The typical value was about 4 mm−1. The treatment in Fig. 7c-d was realized
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with the home-made software. The position of the maxima in Fig. 7d relative to the center of

the artificial defect was ascribed to the border of the electrochemically active region beneath the

polymer. In the following, it will be referred as the front of LEIM based detection of electrochemical

zone beneath the polymer or, shorter, by the electrochemical front defined by LEIM (rd).

4.3.2. Comparison between the cathodic and electrochemical fronts defined by LEIM

Fig. 8 shows the kinetics of the propogation of the cathodic and the electrochemical fronts

defined by LEIM in the double logarithmic scale. Both curves have the slope of about 0.5. The

slope of the propagation of the cathodic front is in agreement with the previous works on the

delamination on Zn [32]. However, the absolute position of the cathodic front is more than 10 times

larger than for the electrochemical front defined by LEIM. Fig. 9a shows the optical observation of

the surface of the sample after 49 hours of exposure to the humidified atmosphere overlayed with

the position of both fronts. The polymer was removed to analyze the surface beneath the polymer.

Two distinct regions can be distinguished from the observation of the surface morphology in Fig. 9b.

The first region is located within the electrochemical front defined by LEIM with a homogeneous

distribution of Zn corrosion products. The morphology of Zn corrosion products was similar to the

structure of the Simonkolleite (Zn5(OH)8Cl2×H2O.) [33], which was confirmed by Raman analysis

with the two characteristic peaks at 3450 cm−1 and 3490 cm−1 [34]. The second region in Fig.

9b is located between cathodic front and the electrochemical front defined by LEIM. The surface

morphology in this zone looked similar to a non attacked Zn surface. Raman analysis revealed the

presence of ZnO (Wurtzite crystal structure) with the characteristic peaks at 330 cm−1, 435 cm−1

and 1070 cm−1 [34], and Zn(1+x)O defective black oxide with the characteristic peak at 570 cm−1

[35].

Fig. 10 shows the position of the electrochemical front defined by LEIM under different applied

anodic potentials overlayed with the visual position of the electrochemical front mentioned above as

the cathodic front. rd is constant from -0.9 volt (corresponding to the OCP) to -0.3 volt vs Ag/AgCl

sat. However, between -0.1 volt and 0.1 volt vs Ag/AgCl sat., rd moves to the visual position of

the electrochemical front and remains at the same level. At such huge anodic potentials, all surface

beneath the partially delaminated Zn substrate should become anodically active.

5. Discussion

5.1. Optimal frequency for the quantitative LEIM methodology

For values of K high enough to reach the primary potential distribution condition, the LEIM

electrochemical response reflects only the potential drop due to the ohmic resistance of the elec-
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trolyte. Simulations presented in Fig. 3 showed that one needs to work at K > 103 to reach this

condition, which corresponds to f > 105 Hz in our experimental conditions (Fig. 3, upper axis).

Under these conditions r′0 depends exclusively on r0 and not on the electrode kinetics of the WE

(Fig. 3). This means that only technical limitations of the LEIM instrumentation should limit the

error of r′0 definition. For the present state-of-the art configuration one can possibly reach several

µm precision of the spatial quantification in LEIM comparable with the AC-SECM technique [1].

For K < 103, the electrode kinetics contributes to the LEIM electrochemical response. The

major advantage of this mode is that inhomogeneities in the distribution of the electrochemically

active regions can be detected on the surface of the WE. For instance cathodic and anodic zones

on the WE can be possible distinguished. The disadvantage is that in this case r′0 depends on both

the applied frequency and the values of R and C on the WE (Fig. 3a). This will contribute to the

error of r′0 definition in successive measurements for the dynamically evolving system.

Fig. 3a for the parallel RC element shows that the minimum of r′0 variation is less than 40 µm at

K ≤ 10 that converts to f ≤ 103 Hz. This means that the error of r′0 definition at fixed f in the worst

case should be about 40 µm if there is no error coming from the LEIM instrumentation. In theory,

a precision of several micrometers can be reached as in the case of primary potential distribution

for the system with stable R and C values for successive measurements. These conclusions are

valid only for RC or RQ parallel elements, that describe the electrode kinetics of dissolving metal

at sufficiently high frequencies. The reasonable value of 1 kHz should be low enough to provide

minimum deviation of r′0 and high enough to guarantee that electrode kinetics is described by the

RC parallel element.

5.2. Origin of the electrochemical response for the cathodic driven delamination under AC pertur-

bation

Fürbeth et al. [32, 36] described the delamination of Zn coated with a model polymer coating

by the cathodic delamination mechanism presented in Fig. 11a. In this case, the oxygen reduction

reaction drives the delamination of the polymer, whereas the Zn dissolution occurs in the vicinity

of the artificial defect. Cations from the media diffuse to the delamination front to balance the

migration of the charge in the galvanic couple between the zone of Zn dissolution (or anodic zone)

and the zone of oxygen reduction (or cathodic zone). The diffusion of cations is the rate limiting

step that defines 0.5 slope of the propagation of cathodic front.

The kinetic results of the time-lapse observation of the propagation of the pH increase underneath

the PVB coating (Fig. 8 curve 1 and Fig. 9) are in a good agreement with this mechanism.

Observation of the surface morphology beneath the polymer on the delaminated Zn substrate showed
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that the LEIM front at 1 kHz correlates with the regions of Zn(II) precipitated products. This shows

that the LEIM front corresponds only to the anodic zone shown in Fig. 11a.

Fig. 11b shows the partial polarization curves of elemental Zn oxidation and O2 reduction taken

for the Zn dissolution in 0.1 M NH4Cl from [37]. The IR drop represents the voltage drop between

anodic and cathodic zones due to the ohmic resistance of the electrolyte. As shown in Fig. 11b , the

application of small-amplitude sine-wave potential perturbations to the system causes significant

variations of the partial Zn current in the anodic zone and almost no variation of O2 reduction

current in the cathodic zone. The absence of response of the cathodic zone can explain why LEIM

response reflected only the position of the anodic domain. The results in Fig. 10 reinforce the

hypothesis of the detection of only anodically active zones beneath the polymer with the LEIM

technique.

In this vein, the delamination data in Fig. 8 can be interpreted as the comparison of the

propagation of cathodic and anodic fronts beneath the polymer. It is interesting to note that both

of these fronts follow square root of time law. This suggests that both of these phenomena are

limited by the same process, i.e. the diffusion of cations to the delamination front.

6. Conclusions

In the first part of this work the extrema of the first derivative of local admittance values from

the Local Electrochemical Impedance Mapping (LEIM) were shown to closely correlate with the size

of active zones on the working electrode (WE). It was shown that the LEIM can be used as a tool for

the quantification of the size of electrochemically active regions on the WE. In addition, numerical

simulations of the potential distribution allowed to define the optimal conditions for the application

of the quantitative LEIM methodology. It was shown that the precision for the quantification of the

size is mainly governed by the sensibility of the experimental equipments. An error of only several

micrometers can be accessible with the present state-of-the-art apparatus.

In the second part the quantitative LEIM methodology was successfully applied to follow the

delamination kinetics on Zn covered with the PVB polymer. In this case, LEIM was sensitive only to

the position of the anodic front. The comparison between optical and electrochemical observations

shows the complementarity of these two measurements.

This novel LEIM methodology appears to be a promising tool to follow quantitatively the

delamination kinetics of polymer coated metals applied to the samples immersed in conductive

solutions. It is worth noting that it differs from the existent Scanning Kelvin Probe methodology

used to follow the delamination kinetics under atmospheric conditions.
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Figure captions

Figure 1: Schematic representation of (a) 3D and (b) cross section of the electrochemical cell used

for the numerical simulations.

Figure 2: Local admittance (z−1(r)) as a function of the distance (solid line) from the axis of

symmetry and the first derivative of z−1(r) (dotted line). The radius of the WE (r0) was 2.0 mm.

Simulations were performed for f = 1 kHz, R = 1 kΩ cm2, C = 50 µF cm−2, h = 0.5 mm and d =

1.0 mm.

Figure 3: (a) shows the effect of the dimensionless frequency K on r′0 for the parallel RC element

with R value as a parameter: (1) R = 0 Ω cm2 (equivalent of a single capacitor), (2) R = 10 Ω cm2,

(3) R = 100 Ω cm2 and (4) R = 1 kΩ cm2. The upper axis shows the values of f for C = 50 µF

cm−2. (b) shows the effect of R at C = 0 on r′0. Other parameters were identical for (a) and (b):

r0 = 2.0 mm, h = 0.5 mm and d = 1.0 mm.

Figure 4: (a) shows the effect of r0 on r
′
0 with h as a parameter: (1) h = 5 mm, (2) h = 0.5 mm, (3)

h = 50 µm and (4) h = 5 µm. (b) shows (r0− r
′
0) as a function of r0 . (c) represents b as a function

of h with d value as a parameter: (1) d → ∞ (equivalent of a single probe), (2) d = 1.0 mm and

(3) d = 10 µm. All simulations were performed under primary potential distribution conditions.

Figure 5: Correlation between r0 and r
′
0. Solid line shows the result of numerical simulations for

R = 100 Ω cm2, C = 50 µF cm−2. Dots represent experimental results with Zn electrodes having an

exposed surface of known radius. h = 150 µm, d = 1.0 mm, f = 1 kHz parameters were identical for

the numerical simulations and experiments. Dash red line shows the linear fit of r0(r
′
0) for r0 ≥ 1.0

mm.

21



Figure 6: (a) Optical image of Zn electrode partially covered with an adhesive tape used to estimate

the influence of the distance (h) between the probe and the WE on the quantitative LEIM appli-

cation. Solid lines represent the superposition of these two disks with r1 = 1.5 mm and r2 = 1.0

mm leaving the active surface area exposed. Figs. (b) and (c) show the gradient of the admittance

modulus for (b) h = 0.5 mm and (c) h = 1.5 mm. Dash lines indicate the extremum of the modulus

of the gradient of admittance maps.

Figure 7: An example of the results (a,b) obtained in delamination experiments and the steps of

the treatment (c,d). (a) shows the optical image of the Zn surface coated with a transparent PVB

polymer containing 5 w/w % phenolphthalein. The artificial defect is outlined by the solid white

line whereas the dash line indicates the front of the color change of the polymer. (b) shows the

admittance map of (a), (c) is the modulus of the gradient of (b). (d) is the same data as in (c) after

a low-pass filtering corrected according to the calibration curve in Fig. 5.

Figure 8: Propagation of the average position (1) the optical and (2) LEIM based detection of

electrochemical fronts as defined in Fig. 7. The initial position of the delamination front (rd(t0))

was subtracted from all data whereas t0 was defined as the time of the onset of the delamination

(about 1 h). Each point represents an average of 3 independent experiments and their standard

deviation.

Figure 9: Typical zones observed in delamination experiments after 49 hours of exposure in humid-

ified atmosphere. (a) is the optical image. The black dash line indicates the front of the polymer

color change, the white dash line - the position of the electrochemical front defined by LEIM and

the solid white line - the position of the artificial defect. (b) shows the SEM image in the vicinity

of the electrochemical front defined by LEIM.

Figure 10: Position of the electrochemical front defined by LEIM (rd − rd(t0)) as a function of the

applied potential for a partially delaminated Zn coated sample. The average position of the polymer

color change is 1.0 mm. Application of V > -0.1 V shifts (rd − rd(t0)) from 0.2 mm to 1.0 mm.
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Figure 11: Sketch of the LEIM response of a partially delaminated Zn substrate according to [32, 36]

(a). Fig. (b) shows i(V ) curves of partial anodic and cathodic reactions and their response to the

application of an AC perturbation during LEI mapping. Only the anodic part of the galvanic couple

beneath the polymer contributes to the LEIM response due to the plateau of the oxygen reduction.

Data for (b) were adapted from [27] for the Zn dissolution in 0.1 M NH4Cl.
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Table 1: Notation

WE working electrode

CE counter electrode

RE reference electrode

R resistance

C capacitance

Nn free ion N in solution with charge n

N(n) species containing N with valence of n

i electrical current

iN current density of the reduction/oxidation of N

iloc local current density

j imaginary unit

t time

t0 time of the onset of the delamination

f frequency of AC variation

w angular frequency of AC variation (2πf)

K dimensionless frequency defined in Eq. 11

h distance between the probe and the WE

d distance between the centres of the microelectrodes in the bi-probe

D diameter of the microelectrode in the bi-probe

σs conductivity of the electrolyte

Φ potential in the solution

Φref potential of the reference electrode

Φ0 potential just outside of the double layer

Φ1 potential at the distance h from the WE

Φ2 potential at the distance d from h

V electrode potential

VOC potential at open circuit

V0 amplitude of the potential applied to the WE

r radial distance in cylindrical coordinates

r
′
0 radial distance of the WE defined as a position of extreme of z−1(r) defined in Fig. 2

r0 radius of the round WE

Continued on the next page
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Table 1 – Continued from the previous page

rd position of the electrochemical front defined by LEIM

rN radius of circle N

θ azimuth in cylindrical coordinates

y normal to the WE axis in cylindrical coordinates

b coefficient of the linear LEIM spatial calibration defined in Eq. 13

z local value of the impedance defined in Eq. 10

z−1 local value of the admittance defined as reciprocal of z

XC global impedance of the single C
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