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Compressed Perovskite Aqueous Mixtures Near Their
Phase Transitions Show Very High Permittivities: New
Prospects for High-Field MRI Dielectric Shimming
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Purpose: Perovskites are greatly used nowadays in many

technological applications because of their high permittivity,

more specifically in the form of aqueous solutions, for MRI

dielectric shimming. In this study, full dielectric characteriza-

tions of highly concentrated CaTiO3/BaTiO3 water mixtures

were carried out and new permittivity maxima was reached.

Methods: Permittivity measurements were done on aqueous

solutions from 0%v/v to dry powder. The permittivity depen-

dence with pressure was investigated. Scanning electron micros-

copy images were performed on a few representative solutions.

BaTiO3 pressed pads of different thicknesses, permittivities, and

distances to the head were compared in a 7T MRI scanner.
Results: Perovskite aqueous mixtures undergo a pressure-

dependent phase transition in terms of permittivity, with

increasing water content. A new relative permittivity maximum

of 475 was achieved. Microscopic images revealed structural

differences between phases. A Bþ1 improvement in the tempo-

ral lobe was obtained with thin, high permittivity BaTiO3 head.
Conclusions: This new preparation method allows improved

pad geometry and placement, as a result of the high relative

permittivity values achieved. This method has great signifi-

cance for medical applications of MRI dielectric shimming,

being easy to replicate and implement on a large scale.

Magn Reson Med 000:000–000, 2017. VC 2017 The Authors
Magnetic Resonance in Medicine published by Wiley
Periodicals, Inc. on behalf of International Society for Mag-

netic Resonance in Medicine. This is an open access

article under the terms of the Creative Commons Attribu-
tion NonCommercial License, which permits use, distribu-
tion and reproduction in any medium, provided the original
work is properly cited and is not used for commercial
purposes.

Key words: water-perovskite mixtures; ultrahigh dielectric
constants; microwave frequencies; dielectric shimming; high-

field MRI performance

INTRODUCTION

High permittivity perovskite composites have been largely
studied in the past few years, mostly because of their innu-
merous technological applications (1). These electromag-
netic materials are highly demanded nowadays (2,3). The
perovskite barium titanium oxide (BaTiO3) is a dielectric
microwave material greatly used in the electronic industry;
applications in several fields can be stated, such as in (i)
multilayer, high-capacity capacitors and dielectric resona-
tor antennas, resulting from high permittivities with few
losses at a given frequency; (ii) in thermometers and infra-
red detectors, considering the thermic sensitivity; (iii) in
motion, pressure and humidity sensors, owing to piezo-
electricity; and (iv) in frequential filters, medical imaging,
and antiradar surfacing (4–8). Research has been led to
improve the production methods to achieve the most aus-
picious features in novel structures (9,10), in fine nanopar-
ticles (11–13), and additionally in increasing the dielectric
constant (14). Moreover, new composite materials based
on titanate powders mixed with a polymer matrix are cur-
rently being developed for 3D-printing devices such as
antennas (15), despite the lowering of the relative permit-
tivity from values higher than 1000 to 4 to 5, as a result of
depolarizing effects in the composite medium. Although
this class of composites offers great opportunities in terms
of processing the material at a low cost, it is not suited for
high permittivity applications.

Nowadays, one of the most prominent applications of
perovskites is in the domain of high-field MRI, in dielec-
tric shimming processes—the purpose of which is to
generate a more homogenous radiofrequency (RF) mag-
netic field. The concept of a dielectric resonator was first
adapted to MRI by Alsop et al (16), and later on by Wen
et al (17) and Yang et al (18), who explored this concept
by using water pads placed in specific configurations
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around the body to manipulate the RF field; later, these
pads were replaced by titanate-water saturated mixtures
(19–21), in which the feasibility and increased perfor-
mance of the procedure in the presence of BaTiO3 and
calcium titanium oxide (CaTiO3) were demonstrated: The
high dielectric polarizability of titanate compounds
enhances the permittivity of the water. The development
of these pads is currently a subject of research, and the
optimization of thickness, size, geometry and permittivity,
needed for specific applications, is still required (22–25).
Additionally, in certain occasions, the fluidity of the pad
solution can cause it to deform and disturb the spatial
distribution when placed under the patient (20,21).

The adjustment of the permittivity of perovskite mix-
tures to very specific values has been reported very little
in the literature; usually, the suspensions are prepared to
obtain a saturation point, which has been reported to cor-
respond to the highest permittivity values of both CaTiO3

and BaTiO3 (19–21,26). It remains unclear whether higher
permittivity values can be found when exploring lower
water concentrations, thus beyond the saturation point.

Recently, the use of BaTiO3 slurries of sintered beads
was proven to be suitable for dielectric shimming pads,
identically to slurries of BaTiO3 powder; in the case of
beads, relative permittivity values were reported to reach
up to 487, as opposed to 319 (the case of powder slur-
ries) at 300 MHz (27). Nonetheless, the most currently
used solutions for dielectric shimming are aqueous mix-
tures of CaTiO3 and BaTiO3 powders, which permittiv-
ities do not exceed 110 and 300, respectively (19,21,26).
These values are a result of powder-saturated solutions
of approximately 45 to 50% v/v.

Therefore, this study aims to assess the dielectric
influence of water ranging from 0 to 100% v/v in the
perovskite powders BaTiO3 and CaTiO3, from 50 to 800
MHz. More specifically, by using commercially available
perovskites, we are looking for the highest permittivity
values achievable when preparing dielectric shimming
solutions, independently of the saturated nature of the
suspension. Pressure appears to have a great influence
on the dielectric constant of very saturated perovskite
mixtures, resulting in extremely high permittivities,
especially in the case of BaTiO3; thus, the effect of sev-
eral machine-pressed BaTiO3 pads of different thick-
nesses and placed at different distances were tested on
two phantoms in a 7T MRI system. The determination of
two mathematical rules (two-phase Lichtenecker’s loga-
rithmic power law and three-phase coherent potential
approximation), which describe completely the behavior
of the permittivity of the mixtures as a function of the
water content (without any restriction of the volume
fraction), is very important to control the effect of the
pad in clinical applications.

METHODS

Permittivity Measurements

The permittivity of BaTiO3 (barium titanium oxide, 99%
metals basis, 12348, Alfa Aesar, Averhill, MA) and
CaTiO3 (calcium titanium oxide, 99þ% metals basis,
11397, Alfa Aesar) aqueous mixtures were characterized.
The estimated density of CaTiO3 powder is 4.1 g/cm3 (28)

and of BaTiO3 powder is 5.85 g/cm3 (29), both having a
particle size of less than 44 mm (2325 mesh powder).

To perform the microwave characterization of the mix-
tures, a reflexion/transmission technique (30,31) using a
coaxial cell with sample holder (Fig. 1a) is used. The mea-
surement process is based on the S-parameter acquisition
of the cell with the integrated sample; then, through a de-
embedding process and the Nicolson-Ross algorithm (32),
the complex permittivity of the sample is determined (33).
The complex relative permittivity is denoted in Equation
[1], where e0 represents the real part of permittivity and e0

represents the imaginary part of permittivity.

e� ¼ e0 � je00 [1]

Having these values, it is possible to determine the
dielectric loss as follows:

tan d ¼ e00

e0
[2]

The coaxial cell has a sample confinement zone defined
by two dielectric partitions, with a net volume of 0.65 6

0.02 cm3, and two millimetric cavities allowing an access
for circulating liquids (the volume error is determined
considering the dimensions of the confinement zone). A
real-time characterization of both dilute solutions and
extremely saturated solutions is possible. Those results
are not altered by uncertainties that may originate from
the use of two different measurement methods.

The perovskite powder was dried in a moisture ana-
lyzer (MJ33, Mettler-Toledo, Columbus, OH) before any
manipulation. The base moisture content (MC) of the
powder provided by the manufacturer ranged from 0.08
to 0.15% MC. The permittivity of both perovskites dry
powder was measured.

The liquid access of the cell was used to measure the
solution from 0% v/v (pure water) until approximately 50%
v/v. A continuous flow of liquid inside the cell’s confine-
ment area is achieved through a connection to a peristaltic
pump and a beaker containing the solution, which is
continuously stirred (Fig. 1b). A beaker with pure distilled
water (SAJ-07-6061, Sigma-Aldrich, St. Louis, MO) was
placed on the setup, and a first measurement was acquired.
Then, a specific amount of powder was added and the per-
mittivity of the mixed homogeneous solution was measured.
The procedure was repeated at regular intervals, until the
1:1 ratio was reached. At this point the solution becomes
saturated, so the liquid access can no longer be used.

In a second stage, a predetermined amount of distilled
water was added to a new sample of completely dry pow-
der, manually inserted into the confinement area, and
measured with the coaxial cell. A few samples were pre-
pared, now by applying 2 tons/cm2 to the confinement
area (Fig. 1c), thus highly compressing the mixture inside
the cell. A hydraulic machine press was used at this
point. After the permittivity measurement, the water con-
tent of all samples was measured in the moisture ana-
lyzer, for an accurate quantification of the water fraction.

The results were compared with two known mixing
rules. First, to describe the permittivity of the perovskite
solutions in the 0 to 60% v/v regime, a two-phase Lich-
tenecker’s logarithmic power law was used, as follows
(19,20,26,34):
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eeff ¼
YN

efi

i [3]

where eeff is the effective permittivity of the mixture, ei

is the permittivity of each component, and fi is the vol-
ume fraction of each component of the mixture.

The coherent potential approximation (CPA) law pro-
posed by Sen et al (35) was compared with the results
from 60 to 100% v/v (Eq. [4]). Because both perovskites
have a comparable granulometry, the air/powder frac-
tions are very similar for the same water-content points:

X
i

fi
eeff � ei

2eeff þ ei

� �
¼ 0 [4]

The used permittivity values were eCaTiO3¼ 160 (21,26)
and eBaTiO3¼ 1200 (36), and ewater¼ 79 (37) and eair¼
1 (38).

All permittivity measurements were performed from
50 to 800 MHz at room-temperature conditions (19 �C,
41% humidity). All weight measurements were made

with a Mettler-Toledo scale of error 0.01, and the water

content was determined with a moisture analyzer of

error 0.01. The standard deviation associated with the

measurements was approximately 5% for all frequencies.

Scanning Electron Microscope Imaging

To evaluate the microscopic behavior of mixtures having

different consistencies, eight samples were imaged with

a scanning electron microscope (SEM): (i) dry BaTiO3,

(ii) 63.5% v/v BaTiO3, (iii) 46.5% v/v BaTiO3, (iv) 74.2%

v/v BaTiO3 (the latter uncompressed), and (v) a 72.9% v/

v BaTiO3 pressed sample. CaTiO3 samples with similar

water contents were also imaged. Because both perov-

skites behave similarly for equivalent water contents, we

chose to display only the BaTiO3 results. Images were

performed on a FEI DB235 microscope (Hillsboro, OR)

with a field emission gun. The spatial resolution was

5 nm at 5-kV acceleration voltage.

FIG. 1. a: Schematic figure of the cell, displaying the confinement area for solids and liquids in the center, and the internal structure of
the coaxial cell, and PC7 connectors (top) and the coaxial cell (bottom). b: The experimental setup with the coaxial cell for liquid sam-

ples (>50% v/v). The solution in constant stirring will circulate inside the coaxial cell by means of a peristaltic pump. The software will
retrieve the S-parameters displayed in the Vector Network Analyzer, which is connected to the coaxial cell, and displays the dielectric
properties of the sample. c: Schematic illustration of the pressing method and closed sample-holder with mixture after pressing. d: Pho-

tograph of the mixture being pressed inside a 5-mm-thick PLA box (in white) with the help of two blocks to distribute the weight (in
black). e: Front and side view of Pad E (5 mm thick) (Supporting Table S1).
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Magnetic Resonance Imaging Experiment

Calcium titanate has a maximal reported relative permit-
tivity of 150 to 160 (bulk), whereas barium titanate can
achieve greater values (its bulk relative permittivity has
been reported up to 10000, depending on grain size and
sintering process) (26). Therefore, for a 7T MRI pad

evaluation, mixtures of BaTiO3 were preferred over
CaTiO3. Thus, six BaTiO3 uncompressed and machine-

pressed (Figs. 1d and 1e) pads of 10 � 10 cm2 were pre-

pared, having different thicknesses (Supporting Table
S1). To this end, polylactic-acid (PLA) containers (e0 �3)

were 3D printed. The largest container was 10 mm thick

FIG. 2. Scanning electron microscope images of three different resolutions (20 mm (1), 1 or 2 mm (2), and 0.5 mm (3)) of dry BaTiO3 pow-

der (a), 63.5% v/v BaTiO3 (b), 46.5% v/v BaTiO3 (c), and a compressed BaTiO3 mixture of 66.9% v/v (similar water content as the
uncompressed samples b.1 to b.3) (d).

4 Neves et al.



(Pad F) and had the highest pressure resistance, conse-
quently making it possible to attain higher densities and

permittivities in the mixture. The other 2-mm-thick con-
tainers did not support high pressures and risked break-
ing more easily (Pads C, D, and E). The uncompressed
pads were placed in polypropylene flexible containers
(Pads A and B). To determine e*, a small sample of each
pad was collected, and the water content was confirmed
in the moisture analyzer.

Validation experiments were performed using a bird-

cage head coil 1Tx/1Rx (Invivo Corp, Gainesville, FL)
and a home-made spherical 3% agarose phantom (of
Er¼ 74.2 and s¼ 0.87 S/m) in a 7T Magnetom MRI scan-
ner (Siemens Healthineers, Erlangen, Germany). Bþ1 maps
were acquired through flip-angle imaging (AFI) sequence
(39) measurements of the phantom only (control) and,

consecutively, of the phantom with Pads A, B, D, and F
placed on the right side. To mimic the PLA container of
Pad F, the other pads were separated from the phantom
by a 1-cm-thick PLA spacer.

To evaluate the trade-off among pad thickness, permit-
tivity, and distance to the head, three sets of pad config-
urations were explored with a specific anthropomorphic

mannequin (SAM) head phantom (SPEAG, Z€urich, Swit-
zerland). First, using the same birdcage head coil, Bþ1
maps were acquired through AFI sequence measure-
ments of pads of different thicknesses e, adjacent to the
phantom. To do so, Pad E (5 mm thick), Pad C (10 mm
thick), and finally both pads (10þ5 mm) were placed
adjacent to the head (10-mm pad adjacent to the phan-

tom). The latter case is not ideal, and may not provide
an accurate comparison with the other two cases, as a
one-piece pad of 15 mm may not behave similarly as
adjacent pads of 10þ 5 mm.

With the same setup, Bþ1 maps were acquired on the
phantom alone and on the phantom with Pad E (5 mm
thick) placed at an increasing distance d of 0, 5, 10, and

20 mm from the right side of the head.
The final setup consisted of determining the influence

of pad permittivity on the field distribution; thus, Bþ1
maps were acquired by placing a lower permittivity pad,
Pad C (10 mm, e0 ¼ 241), adjacent to the phantom.

Field Simulations

CST Microwave Studio Bþ1 maps (Computer Simulation
Technology, Framingham, MA) of a spherical phantom

and a shielded birdcage head coil, having 16 double
rungs of 18 cm each with a diameter of 0.4 cm, and 16

capacitors of 6 pF, were simulated for the five pad-

configuration cases. The simulated birdcage coil had a
broadband excitation between 200 and 400 MHz, and

was designed to resonate at 300 MHz when charged; no
retune or rematch was done when inserting the pads.

The same procedure was performed using CST Voxel

Family’s adult male head of “Gustav” inside the birdcage
coil, to obtain the global specific absorption rate (SAR)

and maximal local SAR with pads of different thickness,

permittivity, and distance to the head. In this case,
global SAR corresponds to the SAR averaging over the

whole head, and the maximal local SAR corresponds to
the maximum in local exposure caused by the inhomoge-

neity in the RF field, averaged over 10 g of tissue (40).
The SAR calculations in CST were obtained using a

power-loss density monitor at 300 MHz, averaging over

10 g of mass, with a stimulated power of 2 W and one

excitation signal of 20.5 ns. For this analysis, the pads
were placed centered on the right ear of the Gustav head

model.

RESULTS

The SEM images of dry BaTiO3 powder reveal scattered

particles having a diameter no bigger than 1 mm, barely
forming aggregates (Fig. 2a). In the intermediate stage

from 60 to 99% v/v, in which macroscopically the sam-

ple is perceived as crumbly, it is possible to notice the
presence of larger aggregates (no larger than 20 mm in

diameter) and less scattered particles (Fig. 2b). Finally,
when considering the liquid perovskite mixture (Fig. 2c),

the particles are entirely aggregate, forming a film of
mixture when placed on the sample support.

As for the permittivity of the samples, e0 values are

quite constant throughout the frequency range, showing

a coefficient of variation of less than 0.029 in the case of
CaTiO3 and of less than 0.064 in the case of BaTiO3—as

FIG. 3. Real part of permittivity as function of frequency and MC for uncompressed CaTiO3 samples (a) and BaTiO3 samples (b).
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shown in Figure 3A for CaTiO3 and Figure 3b for
BaTiO3. Therefore, for all frequencies it is possible to
consider the same interpretation. Thus, to proceed to a
detailed analysis of the data as a function of water con-
tent, the complex permittivity of both perovskite mix-
tures was measured at 300 MHz, a central frequency in
the range, and most importantly, the Larmor frequency
of 1H at 7. Figure 4 represents e0 at 300 MHz for CaTiO3

and BaTiO3 (Figs. 4a and 4b, respectively), and Figure 5
represents e00 and tan d values for CaTiO3 and BaTiO3

(Figs. 5a and 5b, respectively).
When considering the manually pressed mixtures,

both perovskites display the same behavior, which can
be separated in two stages. From pure water or 0% v/v,
until approximately 60% v/v, the real part of permit-
tivity increases until reaching a maximum. The Lichte-
necker’s logarithmic power law follows the same
behavior in this stage. Here, the samples have a liquid

consistency and consist of a water and a powder
phase.

Afterward, from 60 until 100% v/v, e0 decreases from
the maximum value until reaching the permittivity of
dry powder. The volume fraction of water at each point
is known through the MC value given by the moisture
analyzer. The volume fraction of perovskite powder is
estimated through the measured mass of each sample
and the density of the perovskite. The total volume of
the confinement zone is estimated to be 0.65 6 0.02 cm3.
The volume fraction of air is a delicate element to calcu-
late; it is estimated in the range of 20.1 to 77.2% (bearing
in mind a certain error margin), associated with the
determination of the confinement zone volume, mass of
the sample, and moisture analysis.

Consequently, Figure 4a (CaTiO3 case) plots the two
three-phase CPA laws: (i) a curve determined by using
the originally calculated air fractions, and (ii)

FIG. 4. Real part of permittivity as a

function of water content (% v/v on the
bottom horizontal axis and % MC on
the top horizontal axis) at 300 MHz, for

CaTiO3 (a) and BaTiO3 (b) solutions manu-
ally (x) and machine-pressed (�), as well
as the two-phase Lichtenecker’s logarith-

mic power law (-----) represented at the
first stage (gray area), and three-phase

CPA law (— �� —) represented at the sec-
ond stage (white area). The black vertical
lines refer to the maximal water content

reported in the literature (21). In the case
of CaTiO3, the CPA law is shown calcu-

lated with the original air and powder frac-
tions (dashed gray curve), and also
calculated by taking into account a

610% uncertainty associated with the
measurement devices, which influence

the air and powder fractions. When con-
sidering a 10% reduction in the air frac-
tions (dashed and dotted black curve), the

CPA law is found to agreeably integrate
the experimental data. The two dashed
circles represent the samples shown in

Figure 2d. The four colored points corre-
spond to the pads tested in the 7T MRI

(corresponding to the colored frames in
Fig. 6c).
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considering a 10% error overestimation presumably done
on these air fractions. When calculating the CPA law
with a 10% decrease in the air fractions (relatively to the
originally calculated), the law shows a good agreement
with the experimental data. If considering these 10%
discrepancy air fractions into the CPA law for BaTiO3, a

good correspondence is also found. We stress that these
laws are not numerical interpolations of the experimen-
tal data; they are based on a physical model in which all
parameters are known.

In the cases in which pressure is applied with the
hydraulic machine press, no significant change occurs in

FIG. 5. Imaginary part of permittivity, pressed ( ) and uncompressed ( ), and loss tangent for pressed ( ) and uncompressed ( ) for the
CaTiO3 samples (a) and BaTiO3 samples (b), as a function of water content.

FIG. 6. a: Schematic representation of BaTiO3 pad positioning inside the birdcage head coil. b: CST Microwave Studio simulation of Bþ1
map of the phantom inside the birdcage head coil. c: Transversal plane of Bþ1 map, obtained with AFI on an agarose homemade phan-
tom. The five cases correspond to: a reference scan without pad (A); Pad A with a PLA spacer of 1 cm (B); Pad B with a PLA spacer of
1 cm (C); Pad D with a PLA spacer of 1 cm (D); and Pad F inside a PLA container (E); the red arrows highlight the appearance of

destructive interferences. The colored frames correspond to the colored circled points in Figure 4b. The pads were the same size and
thickness and were installed on the right side of the phantom (left side of the image).
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the permittivity values of the first stage when compared

with a similar manually pressed solution. However, the

maximum permittivity point achieved is higher, although

slightly shifted to the right for both perovskites. At this

point, where the pressed and uncompressed mixtures

demonstrate a significant dispersion in terms of permittiv-

ity, SEM images were obtained for a similar pressed mix-

ture of BaTiO3 (Fig. 2d). It is possible to identify a great

number of flattened-out particles in the pressed case com-

pared with the uncompressed case.
The imaginary part of permittivity follows the same

behavior as the real part, although with substantially

lower values. Thus, the dielectric loss of the material

tand, as described in Equation [2], has a significantly con-

stant value throughout the MC range. For uncompressed

samples, the average value and standard deviation of the

loss tangent is 0.04 6 0.01 and 0.07 6 0.03, respectively.
Figure 6a displays a schematic representation of the

phantom inside the birdcage head coil, with the adjacent

pad. Figure 6b shows the five CST simulated cases, and

Figure 6c shows the five corresponding MRI images. The

different configurations are a control situation with no

pad, then the spherical phantom with Pads A, B, D, and

F. Effectively, the field-distribution effects of constant-

thickness pad increase proportionally with the permittiv-

ity (26,41). In the case without pad, the Bþ1 lowest value

equidistant to the left ear and the center of the head is

equal to 4.123 mT; it increases by 15% for Pad A, 44% for

Pad B, 67% for Pad D, and by 82% for Pad F. This resto-

ration is better when the permittivity is higher. It is impor-

tant to notice that the effect of the highest relative

permittivity pads becomes unfavorable to a uniform Bþ1
distribution (20), with the appearance of a new dark zone

and an unbalanced field repartition (red arrows in Figs. 6b

and 6c) instead of compensating for the weak signal area.
Figure 7 shows the Bþ1 map of the first experiment set

on pad geometry optimization. It is possible to notice

that with increasing pad thickness, the bright area visible

on the transversal and coronal left side becomes more

prominent. Nonetheless, the two dark zones present in

the transversal plane also become more evident in the

presence of thicker pads; on the coronal plane of the

10þ5 mm pad case, the areas of lower field begin to

encircle the high-field area on the left. It is clear that

this case is not identical to a 15-mm-thick pad, but it

can provide a first perception of how a large thickness

pad may affect the Bþ1 field. The dark zones that appear

with increasing thickness compromise the efficacy of the

pads for shimming purposes.
Figure 8 displays the Bþ1 field maps as a function of

pad distance to the head. Pad E (5 mm thick, e0 ¼358),

when placed adjacent to the SAM head phantom

(d¼ 0 mm), induces a large bright area with high Bþ1
field, visible on the left side of both planes. This field

maximum decreases with increasing distance, similar to

the dark areas that appear in the presence of the pad on

the transversal plane.
Figure 9 displays a comparison between the effects of

different permittivity pads on the field distribution. A

pad of the same thickness but lower dielectric constant

and lower losses like Pad C (e0 ¼ 241, e00 ¼ 29) generates a

slightly weaker field compensation than a pad of the

same size but with higher e* (Pad D, e0 ¼ 348, e00 ¼ 58),

visible on the transversal plane. On the coronal plane,

the difference between the strong effects generated by

the pads is very subtle.
To quantify these effects, three significant regions of

interest (ROIs) (one on the coronal plane and two on the
transversal plane) were chosen to represent the Bþ1 field
variation on SAM for each case. These regions were cho-
sen because they include the maximum and minimums
in the Bþ1 field. The coronal ROI includes the area where
the pad has the highest impact, with an increase in the
field whenever present, and the two transversal ROIs
encircle the areas where the dark zones appear.

Figures 10a and 10b display the ratio between the

transmit Bþ1 field homogeneity with pad and without

pad (phantom alone):

FIG. 7. Transversal plane and coronal
plane of Bþ1 map, obtained through AFI

sequence measurements on a SAM
phantom on four different pad-
thickness (e) configurations: no pad (a),

Pad E adjacent to SAM (b), Pad D
adjacent to SAM (c), and the two previ-

ous pads adjacent to each other and to
SAM (10-mm pad adjacent to the phan-
tom’s ear) (d).
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Bþ1 field average in ROI of the phantom wih pad

Bþ1 field average in ROI of the phantom alone
� 100 [5]

as a function of pad thickness and as a function of pad
distance, respectively. Figures 10c and 10d display the
ratio of global SAR and maximal local SAR simulated
inside Gustav as a function of pad thickness and pad
distance, respectively. The values of global and maximal
SAR with pad are presented as a ratio to the global and
maximal SAR of the phantom alone. Supporting Figure
S1a outlines the three ROIs considered, and Supporting
Figure S1b exemplifies the local maximal SAR found on

the three planes for the reference Gustav case, without
pad.

When considering pad thickness, the field variation on
the coronal ROI (hereafter referred to as CR) with 5-mm
and 10-mm-thick pads increased by 68%, as opposed to a
38% with a 10þ 5-mm-thick pad. Nonetheless, on trans-
versal ROIs 1 and 2 (hereafter referred to as TR1 and
TR2), the field decrease is too strong, leading to deep
dark zone areas. This is clearly shown in Figure 7, in the
case of Pads E and D placed together. Concerning the var-
iation between the dark zones, a 5-mm pad exceptionally
shows an increase in the TR2. On TR1, all pads show a

FIG. 8. Transversal plane and coronal
plane of Bþ1 map, obtained through AFI

sequence measurements on a SAM
phantom on five different distance (d)

configurations: no pad (a), Pad E
(e’¼358, 5 mm thick) adjacent to SAM
(b), Pad E distanced 5 mm from SAM

(c), Pad E distanced 10 mm from SAM
(d), and Pad E distanced 20 mm from

SAM (e).

FIG. 9. Transversal plane and

coronal plane of Bþ1 map,
obtained through AFI sequence
measurements on a SAM phan-

tom on three different pad per-
mittivity configurations: no pad

(a), Pad C (10 mm) adjacent to
SAM (b), and Pad D (10 mm)
adjacent to SAM (c).

Ultrahigh Permittivity Perovskite Aqueous Pads for Dielectric Shimming 9



similar decreasing effect. In this set of experiments, the
global SAR on the head greatly increases with thicker
pads. However, the maximal local SAR on the proximity
of the pads does not show a significant variation.

Regarding pad distance to the head, the strong field

effects present on the CR decrease linearly with increas-

ing distance. When distancing the pad by 20 mm, these

are barely visible, presenting only a 0.7% field increase

in comparison to the phantom alone.
Concerning the dark zones of these four cases, the low-

est field regions appear when placing the pad at d¼ 0 mm

and d¼ 5 mm for TR1. In the d¼20 mm case, the dark

zone variations are the lowest on TR1 (only 5% decrease).

On TR2, all pads show a similar field variation, only with

the first pad presenting a beneficial field increase. Regard-

ing the global SAR and max local SAR of this set, the val-

ues on the five cases are relatively similar, showing a

slight decrease with increasing distance d.

DISCUSSION

The permittivity of aqueous mixtures of two different
perovskite powders was assessed from 50 to 800 MHz,
ranging from pure water to completely dry powder. In a
first instance, it is important to state that in the whole
frequency range, the dielectric values do not vary sub-
stantially, as referred to in Webb (26); therefore, a precise
analysis was done at 300 MHz—the Larmor frequency of
the 1H at 7 T.

A clear structural transition can be seen at a micro-
scopic level in both powders with increasing water con-
tent; in a first stage, dry perovskite powder presents
itself as disperse particles, quite similar in terms of size
and shape. In both perovskite cases, dry particles do not
appear to have more than 1 mm of diameter, as can be
confirmed by SEM imaging. With increasing water con-
tent, particles start forming aggregates as a result of the
presence of bound water. When the presence of water

FIG. 10. a: Bþ1 field ratio (ratio to the phantom without pad) on CR (�), TR1 ( ), and TR2 ( ) for the three pad-thickness cases. b: Bþ1 field
variation on CR (�), TR1 ( ), and TR2 ( ) for the four Pad E distance cases. c: Global SAR ratio ( ) and maximal local SAR ratio (-w-)

for the three pad-thickness cases; and global SAR ratio (--�--) and maximal local SAR ratio (-w-) for the four Pad E distance cases (d).
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can overcome the porosity of the aggregates, a phase
transition occurs and particles form a homogeneous film.

From the permittivity analysis of these perovskite–
water mixtures, it is possible to confirm the structural
and phase dependency with water content. Therefore,
the two structural stages imaged with SEM (aggregate
and pasty mixture) can be distinguished in terms of per-
mittivity; an increasing and decreasing dielectric behav-
ior can be seen in the data of Figure 4. First, a large
growth occurs in permittivity, from 0%v to 57% v/v for
CaTiO3 and 52% v/v for BaTiO3, where e0 and e00 reach
their maximum values. At this point, samples consist of
two phases, water and powder, having a pasty consis-
tency. Pressing has no effect on the permittivity of the
sample. Thus, a machine-pressed sample falls within the
same relative permittivity values as in the manually
compressed case.

In the second decreasing stage, in which the sample
now consists of three phases (air, water, and powder),
from the maximum point until 100% v/v, the relative
permittivity for both perovskites decreases notably, until
reaching the values of dry powder. It is in this stage in
which a significant difference between the manually
pressed and machine pressed permittivity occurs for
samples having the same water content. In contrast, a
shift occurs in the maximal permittivity point, now at
65% v/v for CaTiO3 and 67% v/v for BaTiO3. In the
machine-pressed samples just before reaching this point,
it appears that flattening the particles by compression
expels a fraction of the air trapped in the sample; thus,
the permittivity of these points falls within the two-
phase Lichtenecker’s logarithmic power law (water, pow-
der) model. Nonetheless, after the maximal values, the
pressure applied (2 tons/cm2) was not enough to over-
come the influence of the sample’s porosity; hence, the
permittivity will logically decrease.

The two-phase Lichtenecker’s logarithmic power law
was shown to correspond to both perovskite permittivity
results in the first increasing stage, and therefore in the
same value range as in Webb (26). However, the two
very different stages found in the data require an adjust-
ment to the used mixing rule, to correctly describe all of
the mixture’s phases. Therefore, a three-phase CPA law
must be applied to the second stage for an accurate
adjustment, as three phase components are present:
perovskite, water, and a great fraction of air due to the
inherent porosity of the powders. It was found that the
air and powder fractions originally calculated present a
certain uncertainty (�10%) as a result of the measure-
ment devices used. This intrinsic error was taken into
account when calculating the law (Fig. 4b); thus, it is
likely that an overestimation of the air fractions was
done. When considering a 10% decrease in air fractions,
the CPA law corresponds agreeably to the experimental
data. If in the case of BaTiO3 this 10% reduction is also
considered, the CPA law compares correctly with the
data points (Fig. 4b). It is important to highlight how
sensitive the CPA law is to a slight change in the poros-
ity fraction, and that all uncertainty needs to be taken
into account.

When considering the data in this stage, it appears
that by applying a 2-ton/cm2 pressure to the mixture,

permittivity increases by a factor of 4; thus, the permit-
tivity of these mixtures is not only water content–depen-
dent, but also pressure-dependent. In Figure 2d, for a
similar water content, the uncompressed spherical
BaTiO3 particles are flattened out when applying pres-
sure, thus having a decrease in the overall porosity. In
this stage, mixtures are more easily compressed than in
the case of dry powder. It appears that with increasing
water content, less pressure is required to achieve higher
relative permittivity values. The loss tangent of these
perovskites is practically constant throughout the water
content curve, meaning the amount of water has no
influence on the dielectric loss of these mixtures. When
reported in the literature, the MRI pads prepared with
perovskite-water mixtures do not take the concept of
pressure dependency into account, although it could sig-
nificantly improve dielectric pad performance. There
also appears to be a limitation in terms of the highest
permittivity achieved for these pads in the literature as a
result of saturation of the solution (19,23,26), which we
now know can be overcome.

Six pads were prepared to test different configurations
on a 7T MRI, and CST Microwave Studio simulations of
all of the configurations were achieved. In the first case,
Pad A (e0 ¼ 62, 10 mm thick), spaced 1 cm away from the
phantom, shows a very subtle effect on Bþ1 field when
compared with the control case (phantom without pad).
In the second case, a comparison between the fluid Pad
B (e0 ¼219) and the control case demonstrates a greater
effect in the field distribution. Nonetheless, in the third
and fourth cases of the highest relative permittivity pads,
Pad D (e0 ¼ 348) and Pad F (e0 ¼ 475), the effect in terms
of Bþ1 transmit homogeneity appears to be harmful, con-
firmed by the occurrence of dark zones (i.e., a few
regions of low transmit appear, resulting in image arti-
facts). The red arrows in Figure 6 point to these areas.
Figure 6e shows that the dark zone appears to be higher
than in the simulation case; this is because of the
slightly higher positioning of the pad for scanning. The
negative effects of these thick pads indicate that geome-
try and placement need to be optimized to obtain the
best results.

Hence, three sets of pad configurations were assessed.
Bþ1 field, global SAR, and local SAR results as a function
of pad thickness, pad distance to the head, and pad com-
plex permittivity were evaluated. In terms of pad thick-
ness, a 5-mm pad provides a similar field increase as a
10-mm-thick pad. On TR1 and TR2, the field does not
improve in the presence of the 10-mm-thick pad. A
10þ5-mm pad shows an extreme field decrease in TR1
and TR2. However, the maximal local SAR for a 10-mm
or a 10þ5-mm pad is much higher than for a 5-mm pad.
Thus, even if not perfectly adapted, a 5-mm pad would
be the best compromise. When considering the field gen-
erated by the latter pad as a function of distance to the
head, the best arrangement would be d¼ 0 mm or
d¼ 5 mm, as in these cases the field increase is higher
on the CR. Nonetheless, the slightly higher decrease in
TR1 should be kept in mind.

Experimentations with a lower permittivity pad of the
same dimensions allowed the conclusion that a higher
permittivity will contribute to the optimization of the
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field distribution. Pad D, when compared with Pad C,
induced a 10% higher variation on the coronal average
field, but also a 10% field decrease on TR2. Furthermore,
the global SAR on the head is similar. The only down-
side would be an increase in the maximal local SAR;
however, by reducing the pad thickness (as in the Pad E
case) this issue might be improved. The quantification of
these parameters has not been displayed in Figure 10, as
it was found that more pads of different permittivities
would be needed to validate this set appropriately.

Therefore, the best compromise between Bþ1 field
homogeneity and SAR would be Pad E distanced by 0 or
5 mm from the head. This placement shows simulta-
neously the highest field increase in the coronal region,
low decrease in the transversal regions, and a global and
maximal local SAR slightly lower than the head phan-
tom without any pad. With a contiguous placement of
Pad E, Bþ1 field variation also appears to be beneficial,
but the dark zone found on TR1 is significantly higher
than for the other distances.

In this study we have performed a BaTiO3 pad assess-
ment of three parameters that we believe are extremely
important and can greatly influence field distribution:
distance, thickness, and permittivity. Even though the
permittivity evaluation was not exhaustive, we believe
that some preliminary conclusions were successfully
drawn. However, RF shimming pads are extremely com-
plex, and further investigations should be carried out, in
terms of reproducibility, evolution over time (because
conventional pads have been documented to dry out)
(21), and the influence of higher pressures on 60 to
100% v/v mixtures. For instance, another parameter that
may influence pad efficiency is the surface of the pad. In
this study, all pads were 10 � 10 cm2, but future work
should focus on the variation of this parameter. A few
structural changes have been investigated in the litera-
ture, such as fluid pad permittivity (by means of simula-
tions) (20) and structural changes for patient comfort
improvement (21). These issues should also be consid-
ered on the future developments.

The ideal thickness of BaTiO3 pads is nowadays con-
sidered to be 5 mm for a relative permittivity of 150 (20),
in a configuration contiguous to the patient’s head. None-
theless, polypropylene sealed pads are easily deformed,
and the mixture may precipitate over time (21). One of
the greatest advantages of these pressed pads is their non-
deforming nature, which eliminates the variation in spa-
tial distribution that can take place with fluid pads when
they are placed under the patient. Additionally, because
these highly pressed mixtures are also nonexpanding,
direct molding to the patient’s body part of thin pad
structures can be considered in the future. Throughout
this study, we have used substantial birdcage coils in
comparison to the head itself. It was possible to use and
place the pads up to 2 cm away from the head. Nonethe-
less, if these pads were destined to be used with a tight-
fitting transceiver array (42), the only possibility would be
to mold the pads directly to the patient’s features.

As shown by De Heer et al (23), high permittivities
such as 475 or 360 greatly benefit body imaging at 3 T.
Future work will involve the use of the high permittivity
pads prepared in this study for body 3T field-distribution

assessment. Additionally, we believe this study could

benefit from in vivo experimentation. Therefore, after

complete assessment of 3T body field distribution and

SAR values, the next step will be system validation by in

vivo imaging.

CONCLUSIONS

The influence of water in the dielectric properties of two

perovskites powders commonly used nowadays was

investigated. Ranging from 0 to 100% v/v of water con-

tent, in the frequency range of 50 to 800 MHz, the perov-

skites CaTiO3 and BaTiO3 present a similar behavior in

terms of real and imaginary permittivity. Although the

relative permittivity values for BaTiO3 are considerably

higher, two stages are differenced as a function of the

mixture’s water content.
In a first two-phase stage (water and powder), as a

result of the decreasing amount of water in the samples,

the relative permittivity values of the mixtures tend to

increase until reaching a maximal point at approximately

60% v/v. From this point onward, the amount of water

present is not enough to overcome the porosity of the

samples, causing e* values to decrease. Thus, when

machine pressing the samples in this stage, and thus

expelling the air of the mixture, the phase transition is

forced, and it is possible to retrieve a maximal permittiv-

ity point even further to the right in the water content

curve. The pressure-dependent nature of these mixtures

needs to be taken into account in dielectric pad research

for high-field MRI.
The ability to control the water–air fraction of the mix-

ture allowed us to obtain superior permittivities than the

current state of the art for dielectric pads (19–21).
The pad placement, permittivity, and thickness assess-

ment of higher permittivity pads (e0 � 350) demonstrated

that thinner pads (5 mm) placed no more than 5 mm

away from the head generates the best trade-off between

reshaping the Bþ1 field and the global and maximal local

SAR induced in the head in the proximity of the pad.

Even when not contiguous to the head, pads of this

nature are the most promising candidates for dielectric

shimming, thus balancing field distribution and SAR

effects. Consequently, a single pad can provide the bal-

ancing effect needed to correct local Bþ1 defects.
Distancing the pad from the head can be extremely

useful in the cases in which the legislation restricts the

use of BaTiO3 pads (harmful material if swallowed or

inhaled (29)) in direct contact with MRI human volun-

teers (SVHC according to REACH Regulations EC No.

1907/2006). Otherwise, nontoxic CaTiO3 pads of a new

reported maxima e0 135 may be used contiguous to the

head to improve field distribution.
The similarity in the dielectric behavior of both perov-

skites suggests a structural adjustment in the presence of

water that may be extended to other titanate compounds.
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SUPPORTING INFORMATION

Additional Supporting Information may be found in the online version of
this article.

Fig. S1. a: The three ROIs outlined in black (coronal plane, Transversal
Plane 1, and Transversal Plane 2) considered for B1

1 field comparison on
SAM, displayed here on the B1

1 field map of the reference scan (without
pad). b: Simulated coronal, transversal, and sagittal planes of the local
SAR of the reference Gustav (without pad).
Table S1. Six Pads Prepared for MRI Testing and Their Full Characteristics
The two gray columns correspond to the uncompressed pads, sealed in a
thin polypropylene container.
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