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ABSTRACT: Nickel carbodiimide (NiCN2) was synthesized using a two-step precipitation-decomposition route leading to 
a brown powder with gypsum flower-like morphology and a large specific surface area (75 m2/g). This layered material 

crystallizes in the 2H structure type of delafossite (SG = P63/mmc) which is built upon infinite 2/∞[NiN2] layers connected 
by linear carbodiimides bridges [N=C=N]2-. A XRD Rietveld refinement, as well as thermal analyses, tends to point out 
some nickel deficiencies in the material, and band structure calculations carried out on the defect compound predict p-
type conductivity in relation to a slight amount of N2- . This p-type conductivity is demonstrated by electrochemical im-
pedance spectroscopy measurements, and a flat band potential of 0.90 V vs. SCE at pH of 9.4 is measured. This value, 
which is more positive than that of CuGaO2 and CuCrO2 delafossite oxides and NiO, prompts us to test NiCN2 nanoparti-
cles as a photocathode in p-type dye sensitized solar cells (p-DSSCs).

INTRODUCTION 

Delafossite materials are well known layered ternary 
compounds that attracted a renewed interest when Ka-
wazoe et al. underscored the capability of CuAlO2 films to 
exhibit both a p-type conductivity and a high optical 
transparency.1 This discovery opened up the door to nu-
merous investigations that ended up at applications in the 
field of optoelectronic devices,2 diodes,3 and solar cells.4 
Namely, A+B3+O2 delafossite structure (e.g. A = Cu, Ag, Pd, 
Pt; B = Cr, Fe, Co, Cu, Al, Ga, In, Y, Rh) can be described 

as built upon 2/∞[BO2] layers consisting of edge-sharing 
[BO6] octahedra layers. These 2D blocks are perpendicu-
larly connected to each other via O-A-O dumbells.5 Ac-
cording to the stacking of the anions (aa bb cc or aa bb), 
two different crystal configurations, labelled 3R and 2H 
(R-3m and P63/mmc space groups, respectively) can be 
observed.6 Naturally, these structure types accept a slight 
deviation from the 1:1:2 stoichiometry, what explains their 
electrical behavior. Commonly, oxygen at interstitial sites 
and/or monovalent cations off-stoichiometry are put 
forward to account for the observed p-typeness in these 
materials.7 Possible substitutions on the A and B sites may 
help to adjust the carrier concentration,8 while the oxygen 

over-stoichiometry may be modulated via topotactic re-
duction what strongly affects both the flat band potential, 
(i.e. the position of the last occupied state in energy), and 
the concentration of free carriers.9  

Actually, delafossite structures are not limited at all to 
oxides. A few ABN2 nitride materials, prepared by a cati-
onic exchange reaction from NaBN2, exhibit also this 
structure type with A+ and B5+ cations (e.g. A = Cu, Ag; B = 
Nb, Ta)10,11,12. This series can also be extended to MNCN 
carbodiimides (e.g. M = Mn, Fe, Co, Ni) even if their ini-
tial description did not spotlight this filiation. In these 
MCN2 compounds, M2+ transition elements and C4+ cati-
ons are sixfold and twofold coordinated, respectively.13, 14, 15, 

16 If the magnetic properties of MnCN2, FeCN2, CoCN2 and 
NiCN2 have been investigated (antiferromagnets below 30 
K, 345 K, 255 K, and 360 K, respectively), their conductive 
behavior, a property of capital importance in view of po-
tential (photo)-electrical applications17, is not reported 
yet. In that framework, based on the new interest for 
delafossite materials in the field of p-type dye sensitized 
solar cells (p-DSSCs), we embarked first on the elucida-
tion of the conductivity type of the NiCN2 compound by 
electrochemical impedance spectroscopy measurements, 
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then on the setting up of a NiCN2 based solar cell. Indeed, 
NiCN2 could appear prima facie as an alternative to NiO, 
the most commonly used p-type material for the afore-
mentioned application.18, 19, 20, 21, 22, 23 Both compounds are 
described as charge transfer insulators in their stoichio-

metric form and 2/∞[NiN2] layers strongly resemble to 2/∞
[NiO2] layers (the ones condense along the <111> axis in 
NiO to give rise to the tridimensional NaCl structure 
type).24, 25, 26 

 

EXPERIMENTAL SECTION 

Synthesis. The synthesis of NiCN2 nanoparticles powder 
was adapted from literature.15,27 First, the Ni(HNCN)2 
precursor was precipitated overnight from a dark blue 
solution of Ni(NH3)6

2+ complex and [NCN]2- anions ob-

tained by dissolution of 2.08 g of Ni(NO3)3·6H2O and 1.5 
g of H2CN2 in 30 ml of a 12.5 Vol% ammonia solution. The 
green precipitate was isolated by centrifugation, rinsed 
with distilled water and dried under vacuum overnight at 
room temperature. Second, the precursor was thoroughly 
ground in an agate mortar with a KCl/LiCl mixture (54/46 
molar ratio, TEutectic = 352 °C)28 in a one by one weight 
ratio, and fired in an alumina boat under flowing nitrogen 
at 330 °C overnight, before heating at 400 °C for 24 h. The 
as-prepared product was finally washed several times with 
distilled water to get rid of alkali chlorides. The product 
was centrifuged and dried under vacuum for several days 
at room temperature. The obtained powder is dark brown 
(Figure S1). 

X-ray diffraction. X-ray diffraction (XRD) data were 
recorded at room temperature in the 2θ range 5-120° with 
a step size of 0.026° and a scan time per step of 400 s 
using a PANalytical X’Pert Pro diffractometer (Cu K-L2,3 
radiation, PIXcel 1D detector, Data Collector software). 
The Rietveld refinement for NiCN2 was carried out with 
the Fullprof program29 considering the P63/mmc space 
group (n°194). The Pseudo-Voigt profile function was 
used and the background was approximated by linear 
interpolation between a set of background points (23). 
Profile and atomic parameters were refined considering 
full site occupancy for atoms except for the Ni 2a position. 
Standard deviations (ESD) were corrected using the Berar 
and Lelann coefficient calculated from the structure re-
finement.30, 31 Results of the refinement are gathered in 
Table S1 and S2. 

Thermal analyses. Thermogravimetric and Differential 
Scanning Calorimetry (DSC) measurements were con-
ducted with a Jupiter STA 449 F3 instrument in air from 
room temperature to 800 °C with a heating rate of 2 
°C/min. 

Scanning electron microscopy. Scanning electron mi-
croscopy micrographs were collected on a JEOL7600F 
apparatus on powder spread on a carbon tape pasted over 
a copper metal sample holder. 

Specific surface area. Specific surface areas were ob-

tained by Brunauer−Emmett−Teller (BET) analyses done 
in a micrometrics ASAP 2010 analyser. 

Electrochemical impedance spectroscopy (EIS) 
measurements. NiCN2 powders were pressed under 100 
bars to generate hard pellets. Carbon paste was painted 
on one side to make the back contact between NiCN2 
pellet and copper wire. Then the pellet was embedded in 
a resistant epoxy glue. Before EIS measurement, the sur-
face of NiCN2 pellet was polished by SiC paper to get a 
mirror-like smooth surface. EIS measurements were then 
carried out with an electrochemical workstation (SP-300, 
Biologic Sciences Instruments). The electrolyte is a 1 M 
LiClO4 aqueous solution (pH = 9.4), and a platinum elec-
trode and a saturated calomel electrode (SCE) were used 
as counter and reference electrode, respectively. 

Preparation of the NiCN2 photocathode and fabrica-

tion of p-DSSC. The NiCN2 film was prepared by the 
screen printing method. First 100 mg of NiCN2 powder 
was ball milled with 3 mL ethanol. Second the mixture 
was dropped into a mixed solution with 3 mL ethanol, 1 
mL terpineol, and 1 mL 5% ethyl cellulose solution in 
ethanol under stirring. After 15 min, the ethanol was re-
moved by using rotary evaporator. A layer of NiCN2 paste 
was then coated on a FTO glass. The as-prepared film, 
after sintering at 350°C in air for only 10 min (to avoid its 
degradation (Figure S2)), was dipped into a 0.2 mM of a 
diketopyrrolopyrrole based dye32 (Figure S3) solution ((1:1) 
ethanol/dichloromethane) for 24 h at room temperature. 
The counter electrode was prepared by chemical deposi-
tion of platinum from 2 mg/mL hexachloroplatinic acid 
solution in isopropanol. A thin transparent film of Surlyn 
polymer (DuPont, 25 µm) was placed between the photo-
cathode and the Pt electrode as a spacer to form the elec-
trolyte space and both electrodes were sealed by heating 
the edges at 200 °C. The electrolyte is 0.1 M tris(4,4’-bis-
tert-butyl-2,2’-bipyridine) cobalt (III/II)33 (Figure S4) and 
0.1 M LiClO4 in propylene carbonate. The active area of 
the cell is 0.25 cm2.  

Characterization of the NiCN2 based p-DSSCs. The 
photocurrent-photovoltage characteristics were measured 
using a Keithley model 2400 digital source meter. The 
solar simulator is an Oriel Lamp calibrated to 100 

mW/cm2. The overall conversion efficiency (η) of the 
photovoltaic cell is calculated from the integral photocur-
rent density (Jsc), the open-circuit photovoltage (Voc), the 
fill factor of the cell (FF), and the intensity of the incident 
light.  

Electronic structure calculations. The electronic struc-
ture of the system has been investigated using quantum 
calculations with the VASP program.34 Calculations have 
been performed on a perfect 64 atoms supercell, formally 
Ni16C16N32. In order to get insights on the electric behavior 
of the material, the defected cell, which contains a Ni 
vacancy, was studied with the Ni15C16N32 composition. 
Both structures were optimized at the GGA level. DOS 
were simulated at the same level and using the global 
hybrid PBE0 functional.35, 36 Density of States were ana-
lyzed using the PyDEF software.37 
 

RESULTS AND DISCUSSION 
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Rietveld refinement of the XRD pattern (Figure 1) con-
firms the crystallization of NiCN2 according to the 2H 
structure of delafossite as reported by Krott et al.15 Re-
fined lattice parameters, nitrogen z position, isotropic 
atomic displacements and the occupancy rate of the 2a 
site by Ni are gathered in Tables S1 and S2. Overall data 
are in good agreement with those reported in the litera-
ture. Nevertheless, the chemical formulation issued from 
the X-ray analysis, Ni0.88(3)CN2, suggests a Ni off-
stoichiometry and the possible existence of a Ni2+/Ni3+ 
mixed valence to balance the charges.  

 

Figure 1. Rietveld refinement of the NiCN2 diagram in the 
P63/mmc hexagonal space group. 

The crystal structure of NiCN2 is displayed in Figure 2 and 
clearly highlights the affiliation of the material to the 
delafossite structure type with linear carbodiimides 

groups [N=C=N]2- separating the 2/∞[NiN2] layers. 

 

Figure 2. Crystal structure of NiCN2 (SG: P63/mmc)  

The scanning electron microscopy (SEM) images of 
NiCN2, displayed in Figure 3, reveal an intergrowth of 
crystalline nanoplates that strongly resembles to gypsum 
flowers with 20-30 nm thick and 500-600 nm large rose 
petals. Such a bi-dimensional nanostructured morpholo-
gy, inherited from the layered character of delafossite 

structure type, leads to a quite high specific surface area 
of 75 m2/g. 

 

 

Figure 3. SEM images of NiCN2 nanoparticles at low (a) 
and high (b) magnification. 

The thermal stability in air of NiCN2 was studied by 
thermogravimetric analysis-differential scanning calorim-
etry (TGA-DSC). From the examination of Figure 4, it may 
be suggested that the weight loss observed in the 80-150 

°C range (∼5%) is associated to the departure of chemi-
sorbed and physisorbed water molecules at the surface of 
the powdered sample, while the abrupt one at 385 °C 

(∼33%) is due to the endothermic decomposition of 
Ni0.88(3)CN2 to form NiO. Thermal analysis carried out 
under nitrogen (not shown here) indicates a similar be-
havior with decomposition of "NiCN2

" into metallic Ni 
element around the same temperature. Clearly, the TGA 
analysis reported here fully agrees with a sub-
stoichiometry on the Ni site in "NiCN2". This one, esti-
mated around 10% from XRD, would reach about 25% 
based on the examination of the TGA curve. This differ-
ence may originate from weight uncertainties, but also to 
the existence of a correlation between the scale factor and 
Ni occupation fraction at the X-Ray pattern refinement 
step that could minimize the calculated off-stoichiometry. 
In addition, the platelet shape of thin "NiCN2" crystals 
(see Figure 3) may favor physisorption phenomena, while 
the occurrence of N=C=N, N=C=O or even O=C=O pend-
ing species at the surfaces can be envisioned for pas-
sivation reasons. This may also contribute to the high 
weight loss observed on the TGA curve.  

 
Figure 4. TGA-DSC curves of NiCN2 powder collected 
under air atmosphere. 

The DOS using the PBE0 hybrid functional of the perfect 
and the defected cell are given in Figure 5, top and middle 
respectively. As one can see for the ideal structure, the 
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band-gap is, as expected using such functional, slightly 
overestimated. This perfect structure possesses the va-
lence band constructed around the N(p) orbitals with a 
non-negligible amount of Ni(d) contribution. The bottom 
of the conduction band is mainly composed of Ni orbitals. 
Despite this high level of accuracy in the computation 
(PBE0), it is impossible to explain the p-type behavior of 
the material with a perfect cell. Consequently, the investi-
gation of a defected cell with one missing Ni has been 
performed. It turned out that, whatever the level of accu-
racy in the computation (GGA/Hybrid), an acceptor level 
built upon N atomic orbitals is present near the Valence 
Band Maximum. Clearly, the electronic density map (Fig-
ure 5, bottom, orange) shows that the hole is mainly lo-
calized on the two nitrogen atoms of the N=C=N car-
bodiimide groups surrounding the missing Ni positioned 
at the supercell corner edges. This result provides a suita-
ble explanation concerning the p-type behavior of the 
studied material, and suggests that a hole localized at the 
top of the sp anionic band has to be privileged over a 
Ni2+/Ni3+ mixed valence to account for the p-typeness in 
NiCN2.  

 

Figure 5. Density of states of perfect (top) and defect 
(middle) NiCN2 structures, and partial band decomposi-
tion charge density of the EF frontier region including the 
vacant levels (black circle) localized on the defected 

structure(bottom). Electronic density in orange and inter-
section at the limit of the supercell in cyan.  

To probe the expected p-typeness of deficient NiCN2, 
electrochemical impedance spectroscopy measurement 
were carried out on pressed pellet immersed in an elec-
trolyte consisting of a 1 M LiClO4 aqueous solution (pH = 
9.4) The flat band potential (VFB) was determined from 
the intercept of the reciprocal square capacitance axis 
with the potential axis, based on the Mott-Schottky equa-
tion:38 

 

1/C2 = (2/eε0εNa)[(V-VFB)-kT/e] 
 

where C represents the capacitance of the space charge 

region, ε0 is the vacuum permittivity, ε is the dielectric 
constant, e is the electron charge, V is the electrode ap-
plied potential, k is the Boltzmann constant, T is the ab-
solute temperature, and Na is the acceptor concentration. 
The negative slope of Mott-Schottky plots (Figure 6) con-
firms the p-type conductivity of NiCN2 sample. The meas-
ured VFB at pH 9.4 is 0.90 V (vs. SCE) for NiCN2. This is 
more positive than the flat band potential measured for 
other delafossite oxides (e.g. 0.49 V vs. Ag/AgCl at pH 7.2 
for CuAlO2,

39 0.49 V vs. SCE at pH 6.3 for CuGaO2,
40 and 

0.50 V vs. SCE at pH 9.4 for CuCrO2
9), and 0.8 V higher 

than that of NiO purchased from Inframat and evaluated 
in 

 
Figure 6. Flat band potential of NiCN2 in 1 M LiClO4 at pH 
9.4. 

 identical conditions.41 This clearly means that the valence 
band of NiCN2 is much deeper than that of NiO. As 
aforementioned, the p-typeness would originate from Ni 

deficiency in the 2/∞[NiN2] layer in contrast with regular 
delafossite oxide where p-type carriers are deemed to be 
related to defects located between the 2/∞[BO2] layers. 

The p-type conductivity of NiCN2 concomitant with a 
deep valence band prompts us to use this material as 
substitute of NiO in p-DSSC. The photovoltaic perfor-
mances of the solar cells made with NiCN2 photocathode 
conditions are gathered in Figure 7 and turn to be of very 

poor performances (η = 0.0073 %). Nevertheless, the set-
ting up of the solar cell fully asserts the capability of the 
dye to inject holes in “NiCN2” as for NiO, in agreement 
with the p-type character of this new material and the 
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exergonicity of this reaction albeit weak (∆Ginj = -0.09 
eV)42. The Voc is of 343 mV that is similar with that of 
NiO.32 The low conversion efficiency comes probably from 
several reasons. First, the amount of grafted dyes at the 
surface of the photocathode was low, second the injection 
driving force is relatively small and can preclude to 
achieving high hole injection quantum yield. Finally, the 
surface of NiCN2 may not inhibit charge recombination 
with the electrolyte as confirmed by the current/voltage 
characteristic recorded in the dark, where the rectifying 
effect is far from being large (Figure 7). The latter issue 
most probably explains that we cannot reach high Voc as 
should permit the deep valence band potential of NiCN2. 
New dyes substituted with more suitable anchoring 
groups and displaying higher oxidative power in the ex-
cited state would most certainly give higher performanc-
es. 

Figure 7. Photovoltage–photocurrent curves under AM 1.5 
illumination (1000 W/m2) and dark current curves of solar 

cells constructed from NiCN2. Inset: the Voc, Jsc, FF, and η 
of the cell. 

 
In summary, we have synthesized nanostructural NiCN2 

nanoplates based on a model adapted from Krott et al. 
and evidenced the p-type conductivity of nickel car-
bodiimide both by capacitance measurements and by the 
achievement of the first p-type dye sensitized solar cell 
using transition metal carbodiimide. As suggested by 
band structure calculation p-typeness in this delafossite 
compound would originate from a N3-/N2- mixed valence 
induced by a slight Ni off stoichiometry. 
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Synopsis/TOC 

 

Nickel carbodiimide (NiCN2) crystallizes in the 2H delafossite structure type which is built upon infinite 
2
/∞[NiN2] layers connected by linear carbodiimides bridges [N=C=N]

2-
. A XRD Rietveld refinement 

points out nickel deficiencies in the material, and band structure calculations carried out on the defect 

compound predict p-type conductivity in relation to a slight amount of N
2-

 localized in the vicinity of 

the Ni vacancies. This p-type conductivity is asserted by electrochemical impedance spectroscopy 

measurements. 
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