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Abstract: We demonstrate that femtosecond (fs) laser patterning of Cu can be exploited to 

realize seed-free deposition of large-area adhesive diamond films on Cu. Fs-laser-induced 

nanostructures promote diamond nucleation density and result in diamond film formation within 

a laser fluence window from 2.6 to 3.6 J cm-2. Diamond films deposited on Cu surfaces prepared 

outside this window experience either complete film detachment or formation of low-quality 

ball-like diamond grains. Diamond/substrate interface roughness plays a critical role in 

controlling diamond quality and adhesion between substrates and diamond films. Large-area 

adhesive diamond films have been achieved on Cu substrate surfaces that were first modified 

with fs-laser irradiation and then scribed into grid patterns. The scribed channels function as 

expansion joints for stress relief. Strain-free diamond films have been achieved by optimizing the 

grid size. Using fs-laser processing for seed-free deposition of large-area diamond films on Cu is 

of great significance for diverse applications, such as thermal management and power electronic 

devices.  
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1. Introduction 

 

Owing various great properties, diamond has long been envisioned as an ideal material for 

multiple applications, including but not limited to thermal management, electromechanical 

systems, wide band gap semiconductor, high-power-and-high-energy electronic devices, and 

quantum information processing [1-3]. Among various substrates used for diamond film 

deposition, Cu has been a promising one because of its technological importance in 

microelectronics and thermal management [4,5]. Take Cu heat sinks as an example, Cu has a 

medium thermal conductivity (TC, 395 Wm-1K-1) and a large coefficient of thermal expansion 

(CTE, 17×10-6 K-1) while diamond has a large TC (2200 W m-1 K-1) and a small CTE (1.5×10-6 

K-1) [3]. Diamond coatings on Cu substrates with strong interfacial adhesion could provide a 

thermal conduction structure that exhibits a high TC for efficient heat dissipation and a moderate 

CTE adaptive to the Si/ceramic parts of microelectronic components, which could significantly 

increase the power density and prolong the lifetime of the devices [6].  

 

Despite of the enormous potential in thermal management, large-area diamond films on Cu with 

strong adhesion have been proven extremely difficult [7, 8]. It is impeded by several major 

issues that interrelate with each other: 1) low diamond nucleation density, 2) poor diamond-Cu 

adhesion, and 3) diamond film cracking. The extremely low diamond nucleation density (5×10-4-

10-6 m-2) is due to the poor affinity between Cu and carbon (C, diamond) [7]. A high-density 

nucleation must be achieved to produce continuous films. Diamond synthesis on Cu, which is 

unable to form carbide or to dissolve C, requires diamond seeds or surface defects to induce 

nucleation process by lowering the enthalpy change of nuclei formation [9]. Various surface 

modification approaches have been investigated to enhance the nucleation density, including 
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diamond seeding, ion implantation, interlayer addition, and diamond-Cu composite [10-19]. As a 

conventional solution, diamond seeding is performed by abrading a substrate surface by diamond 

powder in ultrasonic vibration to introduce scratches and grooves on substrate surfaces [16]. The 

diamond particles trapped inside the scratches and grooves provide sites for diamond growth. 

However, this technique produces random and non-uniform seed distribution, is short of 

reproducibility and nucleation density control [16]. A seedless surface treatment approach that 

provides precise control of the nucleation density is required.  

 

An enhancement of the nucleation density is a necessary but not sufficient condition to achieve 

an adhesive diamond film on a Cu substrate. The non-carbide-forming nature of Cu leads to an 

abrupt mechanical interface and weak diamond-Cu adhesion. The largely different CTEs of 

diamond and Cu result in considerably high thermal stress in diamond film during the cooling 

process [3]. Even if continuous films could be grown on Cu, the high thermal stress addition to 

the abrupt diamond-Cu interfaces would cause destructive failure of the diamond films, such as 

film cracking and delamination [20-23].  Hartsell et al [11]. reported growth of continuous 

diamond films on scribed Cu surface. Fan et al [13, 17]. developed a two-step growth strategy to 

release trapped nucleation for producing large-area continuous diamond films. However, the 

diamond films obtained from the two independent works show weak adhesion to the substrates 

and can be easily peeled off [11, 13, 17]. Exploration of new interface design to produce 

adhesive diamond films on Cu is required. 

 

In this study, we demonstrated a laser-enabled approach to addressing the challenges and 

successfully deposited large-area diamond films adhered to Cu substrates by precise control of 
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the interface roughness for mechanical interlocking and innovative design of “expansion joint” 

grid pattern for stress release. In our previous work, seed-free growth of diamond patterns have 

been realized by patterning silicon surface using fs lasers [24]. Laser-assisted combustion 

synthesis of diamond was described in our previous reports [24]. Prior to diamond deposition, an 

fs laser was used as irradiation source to process Cu substrates. Fs-laser-induced nanostructures 

promote nucleation density for the formation of continuous diamond films. Diamond films were 

obtained in a laser fluence window from 2.6 to 3.6 J cm-2. The films prepared outside this 

window suffer from either complete film detachment or formation of low-quality ball-like 

diamond grains. Surface roughness plays a critical role in controlling diamond quality and 

introducing mechanically adhesive interfaces between substrates and diamond films. The fs-

laser-modified Cu surfaces were scribed into grid patterns for large-area adhesive diamond film 

deposition. The scribed channels function as expansion joints that absorb thermal expansion for 

effective stress relief. Residual stress analysis of diamond films deposited on the scribed Cu 

surfaces reveals that strain-free adhesive diamond films can be achieved by optimizing the grid 

size. 

 

2. Experimental Details 

 

2.1 Fs laser processing of Cu substrates. 

A Ti:sapphire fs laser equipped with an amplifier (Legend F, Coherent Inc., central wavelength 

of 800 nm, pulse duration of 120 fs, and repetition rate of 1 kHz) was used for processing Cu 

substrates as shown in Fig. 1(a). An optical path consisting of an attenuator, a half-wave plate, 

and a polarizer was used to deliver the laser beam and tune the incident laser energy. The laser 
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beam was focused to a spot of 25 µm in diameter. To investigate the diamond deposition on 

surfaces of different roughness, laser fluence was varied from 2.2 to 4.0 J/cm2. Surface scanning 

was performed with a scanning speed of 2.0 mm/s and a line pitch of 10 μm. For stress relief, 

deep channels were scribed on the fs-laser-modified Cu surfaces to form grid patterns with a 

scanning speed of 0.5 mm/s and a laser fluence of 4.0 J/cm2. The Cu substrates scribed were 

ultrasonically cleaned to remove debris. Prior to diamond deposition, surface morphology and 

roughness of the Cu surfaces were characterized using a scanning electron microscope (SEM) 

and a 3D optical surface profiler. 

 

2.2 Diamond growth on fs-laser-processed Cu substrates.  

Laser-assisted combustion chemical vapor deposition (CVD) of diamond was described in our 

previous reports [25, 26]. As shown in Fig.1(b), a gas mixture containing oxygen (O2), acetylene 

(C2H2), and ethylene (C2H4) with a volume ratio of 2:1:1 was used for diamond deposition. The 

wavelength of a wavelength-tunable carbon dioxide (CO2) laser was fixed at 10.532 μm to 

resonantly excite the CH2-wagging mode of the C2H4 molecules. The substrate temperature was 

monitored using a noncontact pyrometer (Omega Engineering Inc., OS3752) and maintained at 

730–750 °C. The distance between the substrate and the inner flame tip was kept to be around 

0.5 mm. The microstructures of the diamond films were characterized using SEM. The 

crystalline quality and residual stress were analyzed using a confocal Raman microscope with a 

visible excitation radiation of a 514 nm continuous-wave (CW) laser. 

 

3. Results and Discussion 

 

3.1 Fs laser surface nanostructuring of Cu 
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Representative SEM images of surface structures of Cu substrates processed with the fs laser 

irradiation at different laser fluences are shown in Figs. 2(a)-(i). Strong dependence of surface 

topology on laser fluence was revealed. Large protrusions and valleys were observed in Cu 

surfaces modified at a laser fluence of 4.0 J cm-2 (Fig. 2(a)). The corresponding high-

magnification SEM image (Fig. 2(j)) shows that the surface protrusions are composed of 

aggregation of densely packed nanoparticles of tens nanometers in diameter mainly due to re-

deposition of ablated debris at a high laser fluence [27]. Irradiation at laser fluences in the middle 

range of 3.0-3.6 J cm-2 transforms the rough feature (Fig. 2(a)) to smooth structures with sparsely 

distributed ablated debris (Figs. 2(b)-(e)). At laser fluences in the range of 2.2-2.8 J cm-2, the 

modified Cu surfaces exhibit periodic ripple patterns with a pitch size of around 400 nm in Figs. 

2(f)-(i). The formation of surface periodic ripple patterns is often explained by spatial periodic 

energy distribution that is resulted from the interference between incident laser light with excited 

surface plasmon polaritons [28]. As the laser fluence decreases, the period of the ripple pattern 

becomes less regular. The surface nanostructures at two laser fluences, 4.0 and 2.8 J cm-2, are 

compared in high-magnification SEM images (Figs. 2(j)-(k)). Compared with the rough Cu 

surface modified at a high fluence of 4.0 J cm-2, the Cu surface modified at a lower fluence of 2.8 

J cm-2 is much smoother with a ripple structure and sparsely scattered larger particles with 

diameters around 70 nm. 

 

3.2 Diamond growth on the fs-laser-modified Cu substrates 

To investigate the influence of fs laser nanostructuring of Cu surfaces on diamond growth, the 

laser-modified Cu substrates were used for diamond growth by laser-assisted combustion flame 

CVD.  This combustion CVD process is distinguished from physical vapor deposition (PVD) 
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because: 1) it starts from a mixture of precursor gases; and 2) diamond films form from the 

products generated from the combustion chemical reactions [29, 30]. Figure 3 shows the surface 

morphology of diamond films deposited on the fs-laser-modified Cu substrates at different laser 

fluences for 1 hr. As shown in low- and high-magnification SEM images (Figs. 3(a) and (j)), the 

film deposited on an fs-laser-modified Cu substrate at a laser fluence of 4.0 J cm-2 consists of 

ball-like diamond grains. According to the SEM image shown in Fig. 2(a), the Cu substrate 

modified at 4.0 J cm-2 exhibits a very rough feature consisting of large protrusions and valleys. 

The protrusions on the rough surface were surrounded by the flame and the heat dissipation at 

the protrusions was reduced, leading to higher local temperatures than well faceted diamond 

growth window (760-780 °C) to form ball-like diamond grains. 

 

Without any diamond seeding process, diamond films were formed on fs-laser-modified Cu 

substrates at fluences below 3.6 J cm-2, although films prepared at fluences below 2.6 J cm-2 

encountered complete film detachment as soon as removing them from the flame. High-

magnification SEM image in Fig. 3(k) shows that a continuous diamond film with well faceted 

diamond grains formed on an fs-laser-modified Cu substrate at a laser fluence of 2.8 J cm-2. The 

corresponding Cu surface modified is composed of periodic ripple patterns with sparsely 

scattered spherical particles as shown in Fig. 2(k). 

 

The formation of diamond films on fs-laser-modified Cu substrates is attributed to enhanced 

nucleation density on fs-laser-induced nanostructures. Short-time diamond growth on the Cu 

surfaces processed at a laser fluence of 2.8 J cm-2 was performed to evaluate the nucleation 

density. Figures 4(a)-(b) show the surface morphology of the Cu surfaces after 10 and 15 min 
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diamond growth, respectively. In Fig. 4(a), spherical diamond nuclei with size around 200 nm 

are sparsely scattered over the Cu surface formed after 10 min deposition. After 15 min 

deposition, faceted diamond particles with a size around 500 nm are embedded inside a Cu “silk” 

matrix as shown in Fig. 4(b). Compared with the reported nucleation density in the range of 10-4-

10-6 m-2 [7], the diamond films prepared on the fs-laser-modified Cu surface exhibit a much 

higher nucleation intensity of 1.3 m-2, suggesting the critical role of the fs laser surface 

modification in enhancing diamond nucleation. Preferential nucleation on defects that protrude 

from the surfaces, such as etch pits/craters, edges, scratches, and whiskers, has been demonstrate 

by several research groups [31-33]. Enhanced diamond nucleation density on defects can be 

attributed to following reasons: 1) presence of abundant dangling bonds aiding the chemisorption 

of reactive species; 2) increased reactant flux at the protrusions and edges, and  3) minimization 

of interfacial energy by forming diamond nuclei at the prominent tips [34]. The surface 

nanostructures formed with fs laser irradiation introduce high density of defects in the Cu 

surface, which is favorable for high density diamond nucleation and subsequently contributes to 

the formation of continuous diamond thin films. 

 

However, an increase in nucleation density alone does not guarantee better adhesion because no 

carbide formation at the interface leads to a weak and abrupt mechanical interface between Cu 

and diamond.  Due to the largely different CTEs between diamond and Cu, considerably high 

thermal stress that builds up between diamond films and Cu substrates ultimately leads to film 

deformation, even cracking, as cooling down the diamond films from high growth temperature to 

room temperature. Film cracking was observed in diamond films prepared on fs-laser-modified 

Cu substrates within a narrow laser fluence window from 2.6 to 3.6 J cm-2 in Figs. 3(b)-(g). 
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Diamond films on Cu surfaces processed at even lower laser fluences completely detached from 

the processed Cu substrates, leaving the Cu surfaces exposed as shown in Figs. 3(h)-(i). 

 

Generally, there are three different mechanisms contributing to the film-substrate adhesion: 1) 

mechanical interlocking, 2) physisorption, and 3) chemisoprition [35-38]. Chemisorption 

involves interchange of electrons and formation of chemical bonding [36]. Due to the non-

carbide-forming nature of Cu, chemisorption can be ruled out for the interaction between 

diamond films and Cu substrates. Physisorption or intermolecular interactions are based on the 

electrostatic forces or Van der Waals forces [39-41]. However, both types of interactions are 

short ranged with the interaction distance in the atomic radius scale (< 1 nm) [36]. Large gaps 

with sizes of around hundred nanometers present at the boundaries between diamond crystals 

and Cu matrix is out of the interaction range of physisorption. Diamond nuclei embedded in Cu, 

acting like anchors, is a typical characteristic of mechanical interlocking [36].Therefore, the 

adhesion between diamond films and Cu substrates primarily depends on the mechanical 

interlocking, which is mainly related to the substrate surface roughness. A 3D optical profiler 

was thus used to analyze the surface roughness, Sz, of the Cu substrates modified at different 

laser fluences. Figure 5(a) shows a representative 2D surface profile of an fs-laser-modified Cu 

surface at a laser fluence of 4.0 J cm-2. The surface roughness is the arithmetic average of the 

absolute values of the 2D profile height deviation from the mean line, which was plotted as a 

function of the laser fluence in Fig. 5(b), showing an exponential increase with the laser fluence. 

The surface roughness increases slowly with the laser fluence below 3.6 J cm-2, but rises up 

rapidly as the laser fluence increases further. Correlating the surface roughness curve with the 

diamond growth, it is noticed that film detachment became significant on Cu surfaces with a 
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surface roughness below 1.5 m. The film detachment on a smoother surface can be related to 

the weaker mechanical interlocking between the films and the substrates [35]. 

 

The diamond quality was evaluated by Raman spectroscopy using a visible 514 nm CW laser as 

the excitation source. Figure 5(c) shows a Raman spectrum of a diamond film grown on a Cu 

substrate processed at a laser fluence of 4.0 J cm-2. The diamond peak at 1332 cm-1 and non-

diamond bands (G-band, D1 and D2 bands) located at 1240, 1350, and 1500 cm-1, respectively, 

were resolved through curve fitting the Raman spectrum. Diamond quality index factor, Q, was 

retrieved using Equation (1),  

𝑄 =
𝐼𝐷

(𝐼𝐷+
𝐼𝐶

233
)

100% ,                                                   (1) 

where ID and IC are the intensity of the diamond peak and total intensity of the non-diamond 

peaks, respectively [42]. The diamond quality index factors were plotted as a function of the 

surface roughness of the fs-laser-modified Cu substrates in Fig. 5(d). A strong dependence of the 

diamond quality on the surface roughness was extracted. With a surface roughness below 2 m 

(laser fluence below 3.6 J cm-2), the diamond quality index factors are over 95%. However, it 

drops rapidly as the surface roughness increases over 2 m (laser fluence above 3.6 J cm-2), 

suggesting a considerable amount of graphitic carbon in the films. This is consistent with the 

observation shown in Figs. 3(j)-(k). Well faceted diamond grains were observed at a low laser 

fluence of 2.8 J cm-2 while ball-like diamond grains were observed at a high laser fluence of 4.0 J 

cm-2. 

 

3.3 Diamond growth on the fs-laser-modified Cu substrates 
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Although rough diamond/Cu interfaces provide better mechanical interlocking between the 

diamond films and the substrates to some extent, the diamond films on Cu surfaces processed 

within the laser fluence window from 2.6 to 3.6 J cm-2 are just weakly bonded with the Cu 

substrates as shown in Fig. 3. To produce large-area adhesive diamond films, the fs-laser-

modified Cu surfaces were subsequently scribed into micro-size grid patterns using a high laser 

power and a slow scanning speed. Large-area adhesive diamond films were obtained without any 

film cracking. This ideal was inspired by the expansion joints that are widely employed in 

concrete road construction for releasing thermal expansion among joined concrete squares. 

Figures 6(a)-(b) show an fs-laser-scribed Cu surface with a grid size of 50 m. The high-

magnification image (Fig. 6(b)) shows that the scribed channel has a depth of ~10 µm and a 

width of ~5µm. Figure 6(c) shows a low-magnification SEM image of the surface morphology of 

a diamond film deposited on the Cu surface scribed. No film detachment or cracking occurred in 

the diamond film. As shown in a high-magnification image of the diamond film in Fig. 6(d), 

diamond film in each square tends to squeeze with surrounding squares when it grows thicker 

due to relaxation of thermal stress. Diamond has a lower CTE than Cu, compressive thermal 

stress is thus formed in the diamond film during the cooling process. The shape deformation 

indicates that the scribed channels effectively absorb the thermally induced volume change 

during the cooling process for stress relief. 

 

The influence of the grid size on the diamond growth, especially residual stress release, was 

investigated. Raman spectroscopy was used to measure the residual stress existing in the 

diamond films through the Raman peak shift. A strain-free diamond film has the signature 

Raman peak located at 1332 cm-1. A compressive or tensile stress induces a shift of the diamond 
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peak to higher or lower wavenumbers, respectively [43]. Residual stress in a diamond film 

consists of two major parts as expressed in Equation (2), 

𝜎𝑟𝑒𝑠𝑖𝑑𝑢𝑎𝑙 = 𝜎𝑡ℎ𝑒𝑟𝑚𝑎𝑙 + 𝜎𝑖𝑛𝑡𝑟𝑖𝑛𝑠𝑖𝑐.                                             (2) 

One is the thermal stress, which is compressive and caused by the mismatch of the CTEs 

between diamond and substrate material and developed during the cooling process from the high 

growth temperature. The other one is the intrinsic stress which is a cumulative result of grain 

boundary formation and impurities incorporation into the film during deposition, which is often 

revealed to be tensile. 

 

The residual stress in diamond films was estimated from the Raman peak shift value, v, using 

the following expression based on a general model developed by Ager and Drory [44]: 

𝜎𝑟𝑒𝑠𝑖𝑑𝑢𝑎𝑙 = −0.567 × (𝜐𝑚 − 𝜐0),                                            (3) 

where 𝜈𝑚 is the peak position observed and 𝜈0 is the Raman peak of a strain-free diamond film 

(1332 cm-1). Therefore, if 𝜈𝑚 < 𝜈0, the residual stress is tensile (𝜎𝑟𝑒𝑠𝑖𝑑𝑢𝑎𝑙>0) and compressive 

(𝜎𝑟𝑒𝑠𝑖𝑑𝑢𝑎𝑙 < 0) if 𝜈𝑚 > 𝜈0.  The Raman peak shift values were retrieved by averaging over a 

200×200 m2 Raman mapping of the diamond peak position of diamond films on the Cu 

surfaces scribed as shown in the inset of Fig. 6(e). The diamond Raman peak shift and the 

calculated residual stress were plotted as a function of the grid size in Fig. 6(e). The residual 

stress transforms from compressive to tensile type as the grid size increases. Diamond films with 

the lowest stress were obtained on scribed Cu surfaces with a grid size of 50 m. The diamond 

film on a Cu surface scribed with a grid size of 25 m experiences a compressive stress. The 

compressive stress indicates that the diamond film is well bonded to the substrate and 

experiences the thermally induced compressive stress.  Diamond films on Cu surfaces scribed 
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with grid sizes of 75-200 m exhibit intrinsic defect-induced tensile stress. As shown in Fig. 7, 

film delamination was observed in the diamond films on Cu substrates scribed with grid sizes of 

150 and 200 m. The film delamination and the intrinsic defect-induced tensile stress indicate 

that these films are just weakly bonded with the substrates. By optimizing the grid size, the 

thermally induced compressive stress can be properly released through the scribing channels and 

compensated with the defect-induced tensile stress, leading to a strain-free diamond film with a 

grid size of 50 m. Diamond films with an area size of 0.5 cm2 were obtained. It is demonstrated 

that the fs-laser scribing process leads to an optimization of stress release through elastic 

relaxation in the diamond films.  

 

4. Conclusion 

In summary, fs laser processing was used for deposition of large-area adhesive diamond film 

without using a diamond seeding process. The surface nanostructures and moderate roughness 

induced by the fs laser irradiation lead to enhanced diamond nucleation and improved 

mechanical interlocking at the interfaces between the substrates and the diamond films. The fs-

laser-modified Cu surface was scribed into grid patterns for thermal stress relief, on which large-

area adhesive diamond films were formed. Residual stress of the deposited films was evaluated 

using Raman spectroscopy. The diamond film on Cu surfaces scribed with a grid size of 50 m 

exhibits a strain free feature. Such adhesive diamond films on Cu substrates offer high thermal 

conductivity, promising for applications in many fields, such as thermal management and power 

electronics.  
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List of Figure Captions 

 

Figure 1. (Color online) Schematic setups of (a) an fs laser processing system and (b) a laser-

assisted combustion CVD system. 
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Figure 2. (Color online) (a)-(i) Low- and (j)-(k) high-magnification SEM images of the fs-laser-

modified Cu surfaces at different laser fluences. 

 

 

Figure 3. (Color online) (a)-(i) Low- and (j)-(k) high-magnification SEM images of diamond 

films deposited on fs-laser-modified Cu substrates for 1 hr growth. 
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Figure 4. (Color online) SEM images of the Cu surfaces after diamond deposition for (a) 10 and 

(b) 15 min. 
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Figure 5. (Color online) (a) A 2D optical surface profile of an fs-laser-modified Cu surface at a 

laser fluence of 4.0 J cm-2; (b) The surface roughness plotted as a function of the laser fluence; 

(c) a Raman spectrum of a diamond film deposited on an fs-laser-modified Cu surface at a laser 

fluence of 4.0 J cm-2; (b) The diamond quality index factor plotted as a function of the surface 

roughness. 
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Figure 6. (Color online) (a) Low- and (b) high-magnification SEM images of an fs-laser-scribed 

Cu surface with a grid size of 50 m. (c) Low- and (d) high-magnification SEM images of a 

large-area diamond film on the fs-laser-scribed Cu substrate after 3 hr deposition. (e) The 

diamond Raman peak shift (red square) and residual stress (blue circle) plotted as a function of 

the grid size. The inset of (e) is a Raman mapping of the diamond peak position of a diamond 

film deposited on an fs-laser-scribed Cu surface. 
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Figure 7. SEM images of diamond films grown on fs-laser-scribed Cu surfaces with grid sizes of 

(a) 50, (b) 100, (c) 150, and (d) 200 m. 


