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a b s t r a c t

In this study, the effects of the welding temperature field developed during the infrared assembly
process on the joining properties of glass fiber reinforced polycarbonate/unreinforced polycarbonate
with carbon black were investigated. The temperature field and the contact time govern together the
quality of the adhesion at the welding interface. The effect of the semi-transparent glass fiber reinforced
polycarbonate composite/unreinforced polycarbonate composite with carbon black interface was
quantified in term of quadratic distance of diffusion or diffusion depth through the welding interface.
First, an experimental setup for the temperature measurement was performed using infrared camera,
during infrared welding of materials joints. Then, numerical simulations using commercial FEM software
COMSOL Multiphysics® allows simulating the temperature field by implementing a developed 3D heat
source, in order to determine the generated heat source at the welding interface and the variation of the
temperature field during the infrared welding process. The microstructural characterizations were
investigated in order to inspect the welding zones quality and to observe their failure modes. The
diffusion theory has then been applied to calculate the variation of the quadratic distance of diffusion
versus time at different locations. The complete self-diffusion is supposed occurring only at temperature
above the polycarbonate glass transition temperature (140 !C) and with a quadratic distance of diffusion
superior to the mean square end-to-end distance. At the welding interface, the calculation of the
quadratic distance of diffusion showed that a complete self-diffusion has not yet been reached. A perfect
cohesion was not established.

1. Introduction

Our previous studies [1e3] investigated a global analytical
model (refraction and absorption phenomena) for modeling of
transmission laser/infrared welding process in thermoplastic
composites. This model allows describing the attenuation of laser

beam, the prediction of heat source in laser welding process ther-
mal simulation in the case of UD thermoplastic composite as well as
the evolution of the three dimensional temperature field during the
welding process.

The part performances in the case of the association of two or
more materials depend not only of the own properties of each
material but also on their interface and/or interphase properties
directed by the assembly process (thermal or chemical assembly).
In the case of melted assembly of miscible thermoplastics (thermal
welding or co-molding processes), the polymer adhesion will be
considered depending of the contact time, the surface wettability
and chain diffusions [4,5].

More than one mechanism contributes to the adhesion of
polymers. The mechanical adhesion, the electrical theory, the
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wettability model, the diffusion or inter-diffusion model, the
chemical link theory are generally used to explain the polymer
adhesion, each of them being applicable in a specific domain
depending of the nature of the welded polymers and the assembly
conditions [5,6].

In the case of the adhesion of two miscible polymers, the total
melting of the whole surface is necessary for the development of
the diffusion mechanism [7,8]. The adhesion is then characterized
by molecular chain entanglement. The molecular aspect at the
interface during the diffusion can be described by the reptation
model developed by De Genne [9,10] or by the simplified model of
the minor chain [11,12] (Fig. 1).

At the origin (t ¼ 0) the molecular contact is achieved at the
interface, the reptation of the chain end segments can start (t ¼ 1),
at t ¼ 2 only the minor chains contribute to the interdiffusion,
finally when the time is close to the reptation time or relaxation
time, the chain entanglements are achieved.

Finally the adhesion by interdiffusion or self-diffusion is based
on two fundamental criteria: the thermodynamic criterion, in other
words the polymer miscibility and the kinetic criterion directed by

the molecule mobility depending on the temperature, the contact
time, the pressure, the nature and molecular mass of the polymers
[7,13,14]. This concept of interdiffusionwidely described in the case
of co-extrusion process, can also be considered as the illustration of
thermoplastic welding at molecular level [15e17]. The weld
strength develops as the polymer chains diffuse across the interface
and lasts up to the reptation or relaxation time according to the
schematic representation illustrated in Fig. 2 [11].

The theory of healing has been extensively studied byWool and

Nomenclature

D Self-diffusion (m2/s)
rv Density (kg/m3),
x,y,z Space variables
T Temperature (!C)
Io Laser power (W)
rspot Initial laser beam radius (m)
so Spatial shape parameter of the initial laser beam (m)
sx Scattering standard deviation (m)
A Optical scattering coefficient of the semi-transparent

composite (m#1)
K Absorption coefficient (m#1)
aa Absorption factor of the absorbent composite
ra Reflection coefficient of the absorbent material
rt Reflection coefficient of the semi-transparent material
I(x,y) Surface laser beam power at the interface (W/m2)
Q(x,y,z) Heat source (W/m3)
rl Reflectivity coefficient
k Orthotropic thermal conductivity tensor (W/m.K)

rv Density (kg/m3),
hc Convection heat transfer coefficient (W/m2 K)
hr Radiative heat transfer coefficient (W/m2 K)
T0 Ambient temperature
ε Material emissivity
sb Black body emission coefficient (5.67 $ 10#8 W/m2 K4)
R Virtual gas constant (g/mol.K)
Me Molecular weight of entanglement (g/mol)
Mc Critical molecular weight (g/mol)
Mw Molecular weight (g/mol)
h0 Newtonian viscosity (Pa.s)
h0;Mc

Viscosity at the critical molecular (Pa.s)
Rg Mean square end to end distance of the chain (m)
G0
N Plateau modulus (Pa)

l2 Quadratic distance of diffusion (m2)
Tg Glass transition temperature (!C)
PC Polycarbonate
CB Carbon black
t Time (s)
dt Semi-transparent part thickness (m)

Fig. 1. Diffusion of polymer chains across the interface (reptation theory) [9,10].

Fig. 2. Steps involved in fusion bonding of thermoplastic surfaces [11].



O'Connor [18]. They consider healing to occur in five stages: (a)
surface rearrangement, (b) surface approach, (c) wetting, (d)
diffusion, and (e) randomization. Rearrangement and surface
approach account for surface changes, chemical reactions, molec-
ular orientation changes at the surface, and the time-dependent
contact of different parts of the surface. Once these two stages
are complete, the interdiffusion of the polymer chains across the
interface can occur as defined by wetting and diffusion stages. The
randomization stage refers to the conformational relaxations
contributing to equilibrium at the healed interface. Regarding the
infrared welding of two compatible polymers, the total melting of
the surface is necessary to the development of the interdiffusion
mechanism [19]. A good adhesion is normally obtained when the
molecules of the two materials diffuse between them to create
molecular entanglement at the interface [8].

On the bases of our previous works, this present study focuses
on the effects of the welding temperature field developed during
the assembly process on the joining properties of glass fiber rein-
forced polycarbonate/polycarbonate composite. The temperature
field and the contact time govern together the quality of the
adhesion at the welding interface. For this purpose, the diffusion
theory has then been applied according to the Graessley's analytic
method [20].

2. Experimental

2.1. Materials

The materials studied were unidirectional (UD) 40 wt% glass
fiber reinforced polycarbonates (PC, Makrolon 2405, Bayer Material
Science, Germany: Mw ¼ 38,700 g mol#1). The absorbent poly-
carbonate composite was added of 0.0243 wt% of carbon black.

2.2. Composite materials processing

The UD composites were prepared by compression molding
using the film stacking process. 0.3 mm thick PC films were first
obtained by cast-extrusion process at a temperature of 300 !C using
a Collin single-screw extruder (Germany). Vacuum dried PC films
(120 !C for 4 h) and UD glass fiber were then placed alternately in
an aluminum mold. The compression molding was achieved in a
Dolouet press (France) at 300 !C under 50 bars.

2.3. Infrared welding process

Infrared welding of composites involves two joining parts: one
semi-transparent to the IR wavelengths and the other part is
absorbent in the same wavelengths. The two parts are positioned
together before the welding. Surface treatments are not need as in
the gluing process. The infrared beam energy is transmitted

through the semi-transparent material and is absorbed within the
surface of the second material (Fig. 3). The bonding between the
two parts allows the heating of the semi-transparent part by
thermal conduction. Thus, melting and fusion of both materials
interface occurs (the bonding between the two parts occurs when
T > Tg in this area). The energy is deposited at the interface in a
localized volume causing the formation of a weld zone.

The experimental device, mentioned below (Fig. 4), is used for
the temperature measurement. A halogen lamp MAZDA GY.6.35
(nominal power: 50 W, 12 V) is focused by a precision Edmund
Optics ellipsoidal reflector with 115 mm for the diameter and two
focal points (17 mm and 272 mm). When a light source is placed at
the first focal point, the source will refocus at the second focal
point. The protected aluminum coating features broadband high
reflection through the visible and IR spectra (90%); it comes to heat
the interface of the two materials. The temperature field on the
back surface of the absorbent material is measured using again the
CS 325 FLIR infrared camera [7.5e13.5 mm]. The contact pressure
generated by the tightening of each clip is like a force of 16 N
distributed on a line of 8 mm. This force was measured using a
FUTEK micro force sensor.

Fig. 5a and b show respectively the measured thermal image on
the back of the absorbent parts and the evolution (center) of the
average temperature field measured for about 20 s of heating
process, for three tests. The error bars represent the measured
minimum and maximum values during the tests.

2.4. Heat source at the welding interface

To determine the generated heat source at thewelding interface,
the profile of the distribution of the total transmitted power of the
laser/infrared beam (the total power after penetrating into the
semi-transparent composite and reaching the welding interface) is
used [1e3]. For a Gaussian laser beam, the distribution of the total
power of the laser/infrared inward beam in the case of UD semi-
transparent composite is:
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where x (fiber direction), y (transverse direction of fiber) and z
(thickness direction) are the space variables, (so ¼ rspot=3 with rspot
the initial focused spot radius), sx is a function of the thickness,
refraction index of matrix and fiber volume fraction and micros
structural arrangement.

Fig. 3. Schematic representation of the samples.



In the absorbent part, a high absorption of laser beam radiation
is considered, according to BeereLambert's law, and a heat transfer

by thermal conduction between the two parts. The heat source in
the case of an assumed transparent and absorbent composites
coupling is described by the following equations (Fig. 6):

Qðx; y; zÞ ¼
$

0 for z< dt
Iðx; yÞ $ K$ e#K$ðz#dtÞ for z> dt

(2)

where dt is the thickness of the semi-transparent composite. In our
study, recall that the absorption in the strongly, scattering semi-
transparent composite is neglected i.e. assuming ideal trans-
parent material and we consider just a strong absorption at the
surface of the absorbent composite (welding interface) and heat
transfer by thermal conduction in both composites. The absorption
coefficient K is considered infinite. That is to model the heat source
in surface flux (surface absorption) and the equation below is
simplified as follows:

Fig. 4. Infrared welding system.

Fig. 5. Measured thermal image (a) e Temperature variation on the back surface of absorbent part (b).

Fig. 6. Semi-transparent and absorbent composites coupling.



Qðx;yÞ ¼ ð1# rtÞ $ aaIðx; yÞ (3)

With aa ¼ 1# ra (absorption factor of the absorbent compos-
ite), rt reflection coefficient of the semi-transparent composite.

The global analytical model (coupled optical-thermal model) is
represented by the coupling of the two parts. Optical model (semi-
transparent material): characterized by the surface distribution of
the infrared beam at the welding interface in the plane system
coordinate (x, y) and the thermal model (absorbent material):
characterized by surface and core absorption. Knowing the gener-
ated heat source, the calculation of the temperature field around
the welding interface is performed numerically using a finite
element model solving heat transfer eq. (3). A perfect contact be-
tween the two components subjected to welding is assumed.

V
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kV
!
T
&
þ Qðx; y; zÞ ¼ rvcpðTÞ

vT
vt

for all x2UA (4)

For the heat transfer boundary condition between the two
components and the surrounding medium, the boundary condition
can be expressed by:

#kV
!
T$ n! ¼ hcðTs # T0Þ þ εsb

"
T4s # T40

#
for all x2Uexternal

(5)

where n! is the outward normal vector of the surface, T0 ¼ 293:15 K
is the ambient temperature and hc is the convective heat transfer
coefficient (5.736 W m#2 K). This value is calculated by relying on
correlations of the exchange coefficients for a planar plate cooled
on its top face. In order to determine the temperature field during
the laser/infrared welding process, thermophysical and optical
properties of the materials to be welded are required as input pa-
rameters to model the thermal process properly (previous study
[3]).

2.5. Mechanical testing

The tensile tests of the welded glass fiber reinforced PC/unre-
inforced black PC samples were performed on a standard tensile
machine (Model 1185 Instron, UK) on 3 samples (PC dimensions of
140 $ 21 mm with a welding area of 30 $ 21 mm) at a constant
cross-head speed of 2 mm min#1. The tensile (both polycarbonate
samples) or shearing (polycarbonate welding area) strength was
then calculated. All the samples were first dried at 50 !C during
168 h before testing. The welded sample was tested in tensile mode
(shear loading of the weldline).

2.6. Rheological characterizations of Makrolon 2405

The master curves at 190 !C of polycarbonates (natural Makro-
lon 2405 and CNT filled Makrolon 2405) were carried out by a
strain-controlled oscillatory shear rheometer (Haake Mars III,
Thermo Scientific, Germany) equipped with parallel plates of
35 mm diameter (Fig. 7b). Linear domains of the material were
identified from the strain sweep test run from 0.01 to 104 rad s#1 at
a strain of 1% (this value being the linear domain) and temperature
of 190 !C, 200 !C, 210 !C, 220 !C and 230 !C to determine G0, G00 and
h (Fig. 7a and b).

3. Results and discussion

3.1. Optical and thermal results

The Fig. 8 shows the Gaussian shape distribution of the total

power of the infrared inward beam in the case of UD semi-
transparent composite (the absorbed powers at the welding
interface).

The commercial FEM software COMSOL Multiphysics® was used
to obtain the temperature field by implementing a developed 3D
heat source. Fig. 9 shows the temperature field within the mate-
rials. The heat generated at irradiation zone is gradually transferred
to surrounding material by effect of thermal conduction. We
observe the impact on the exposure time for a good welding.

It also indicates that the maximum temperature (179 !C) is
reached to the inside of the absorbent part (ZTmax), not at the
interface (ZI). This is caused by the volume energy absorption in the
absorbent material. This leads to an asymmetric distribution of
geometry in the weld zone.

3.2. Microstructural analysis of the weld zones

In Fig. 10 (top) and (bottom), microscopic observations are
performed on the welded joint. In the Fig. 1 (top), a cross section in
the plane system coordinate (z, x) shows the welded zone in the
welding interface. The formation of a weldline between the two
materials is noticed. The average width of the weldline is about
45 mm.

In Fig. 10 (bottom), we carried out a debonding of the welded
joint in order to observe its fracture surfaces (the failure was ob-
tained manually). Two failure modes are noted. An adhesive failure
which takes place at the welding interface and separating the two
welded surfaces cleanly and without carry forward of matter from
one surface to the other. However, on a cohesive failure, the two

Fig. 7. Complex viscosity versus frequency (a) and master curves at 190 !C (b) for
Makrolon® PC 2405.



welded parts are mixed up. This failure mode characterizes a good
welding quality [21]. In Fig. 10 (bottom), are found the mixed PC
glass fiber and PC with CB surfaces in some areas. Macromolecular
structures on each side of the welding interface have been mixing
in order to establish an entangled network. A cohesive failure of
these welded materials is observed. This visual comparison pro-
vides the first information on the welding performed quality. The
weldline which is observed by optical microscopy shows in fact, a
good contact between the two melted composites parts and some
irregular surfaces (no visible air cavities in particular). Moreover,
the tensile mechanical evaluation of the welding area in shearing
solicitation has shown a good performance of the joining zone
because the break is occurred on the black polycarbonate part of
the sample. The shear strength appeared superior to the tensile
strength of the unreinforced black polycarbonate which was

broken at 28.8 MPa (Fig. 11).

3.3. Calculation of molecular self-diffusion at interface

On the base of the works of De Gennes [9] and Edwards [10,22],
Graessley [20] proposed a self-diffusion coefficient as a function of
viscoelastic parameters of polymer:

D ¼
G0
N

135
rRGT

G0
N

!2'(
R2

)

Mw

*
McðTÞ

M2
w $ h0;McðTÞ

(6)

where G0
N is the plateaumodulus, r is the polymer density, RG is the

virtual gas constant, T is the absolute temperature, hR2i is the mean
square end-to-end distance of the chain, Mw is the molecular
weight, McðTÞ is the critical molecular weight at the temperature T,

Fig. 8. Surface infrared/laser beam power at the welding interface (W/m2).

Fig. 9. Temperature field within the materials (t ¼ 20 s).



h0;McðTÞ is the viscosity at the critical molecular weight at the
temperature T.

The plateau modulus G0
N can be obtained from dynamic

rheology considering the storage modulus at the frequency where
tan d ¼ G00=G0 reaches a minimum (Fig. 7 dotted line). The critical
molecular weight Mw is linked to the molecular weight of entan-
glement Me by the following equation [23]:

McðTÞ ¼ 2$MeðTÞ (7)

With:

MeðTÞ ¼
rRT
G0
N

(8)

The mean end-to-end distance of chain is fixed at hR2i ¼ 4:06$
10#16 m2 at 463 K according to the relation with the molecular
mass of the Makrolon 2405 (<R2>/Mw ¼ 1.05 Å2 mol g#1 [24]): The
zero shear viscosity can be estimated by a WLF equation consid-
ering the effects of the temperature [25].
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where (D1, A1, A2) are model parameters which have to be deter-
mined by curve fitting of experimental data.

In Table 1, all the data and self-diffusion calculation of the
Makrolon® 2405 polycarbonate at 190!C are reported.

The self-diffusion coefficient depends on the thermo-dependent
factors as the polymer temperature, the critical molecular weight,
the Newtonian viscosity at the critical molecular mass. Coupling the
calculationwith temperature variation during the infrared welding
stage of the parts, allows accessing to the variation of the self-
diffusion coefficient versus the welding time. Considering that
the self-diffusion is only possible for a polymer temperature su-
perior to the glass transition temperature Tg (140 !C according to
Bayer Material Sciences source), the diffusion time can be deter-
mined when the temperature in the part reaches the Tg of the
polycarbonate. The quadratic distance of diffusion hl2i can be

Fig. 10. Longitudinal section view (top) and the welded joint interface (bottom).

Fig. 11. Test result of the welded glass fiber reinforced PC/unreinforced black PC
samples.

Table 1
All data for self-diffusion coefficient calculation.

G0
N

1.614 $ 106 MeðTÞðg:mol#1Þ 2861

rðg:m3Þ 1.2 $ 106 Mcðg:mol#1Þ 5723

RðJ:mol#1:K#1Þ 8.314 h0;McðTÞðPa:sÞ 80

Mwðg:mol#1Þ 38.7 $ 103 h0ðTÞðPa:sÞ 53,350
A1 (K) 23 hR2iðm2Þ 4.06 $ 10#16

A2 (K) 51.6 D1 (Pa s) 4.42 $ 109

D(m2 s#1) ¼ 4.89 $ 10#17



expressed in function of the diffusion time by the expression:

D
l2
E
¼ 2:D:t (11)

For a distance to the median plan (z ¼ 0), the quadratic distance
of diffusion ðhl2izÞ can be also expressed by the area under the Self-
diffusion coefficient (D) (eq. (6)) versus the diffusion time from the
median plan (tzdiff) curves according to the equation (12).

D
l2
E

z
¼ 2$

Zt
z
diff

0

DðtÞdt (12)

Furthermore, the self-diffusion can only occur at a quadratic
distance of diffusion superior to the mean square end-to-end dis-
tance (<R2> ¼ 4.06 $ 10#16 m2). Below this limit, the probability of
self-diffusion decreases rapidly.

Fig. 12 shows the evolution of quadratic distance of diffusion

(calculated according to the Equation (11)) versus time at the two
locations: the measured temperature variation on the center back
surface of absorbent part (Tback surface) and the simulated or calcu-
lated temperature at the interface. At the interface (Fig. 13), the
quadratic distance of diffusion or the macromolecular depth of
entanglement ðhl2izÞ is 4.88 $ 10#17 m2 according to the equation
(12). Thus, the necessary conditions for a complete self-diffusion
have not yet been reached. A perfect cohesion is not established
even if the first condition of a welding temperature realized above
the glass transition temperature of the polycarbonate is achieved.
The welding temperature should be increased to obtain a better
cohesion of the welding interface and a perfect chain entangle-
ment. The calculated quadratic distance of diffusion is also inferior
to the mean square end-to-end distance of the polycarbonate at the
referenced temperature (4.88 $ 10#17 m2 < Rg2 ¼ 4.06 $ #16 m2).

Fig. 13 shows also an increase of the diffusion probability under
the interface (ZTmax ¼ 0.4 mm) due to the volume absorption
phenomenon which leads an increase of the temperature revealed

Fig. 12. Evolution of temperatures versus time: measured on the back surface of absorbent part e simulated at the interface and the respective quadratic distance of diffusion versus
time.

Fig. 13. Quadratic distance through the thickness.



at this location (Fig. 9).

4. Conclusion

This present study was focused on the effects of the welding
temperature field developed during the infrared assembly process
on the joining properties of glass fiber reinforced polycarbonate
composite/polycarbonate with the carbon black. The temperature
field and the contact time govern together the quality of the
adhesion at the welding interface. It has also been shown:

) A perfect cohesion (a good interface adhesion) has been
revealed by a cohesive failure of welded materials with a for-
mation of a weldline between the two materials.

) From the self-diffusion phenomenon or interdiffusion which is
supposed occurring only at temperature above the poly-
carbonate glass temperature (140 !C), the necessary conditions
for a complete self-diffusion have not yet been reached. A per-
fect cohesion was not established even if the first condition of a
welding temperature realized above the glass transition tem-
perature of the polycarbonate was achieved. The welding tem-
perature should be increased to obtain a better cohesion of the
welding interface and a perfect chain entanglement. The
calculated quadratic distance of diffusion was inferior to the
mean square end-to-end distance of the polycarbonate at the
referenced temperature
(4.88 $ 10#17 m2 < Rg

2 ¼ 4.06 $ 10#16 m2).
) The calculation of the quadratic distance of diffusion through
the thickness showed that under this temperature, the proba-
bility of self-diffusion at the interface decreases rapidly.

In future works (next this paper), more quantitative mechanical
tests will be carried out in order to confirmmicrostructural analysis
of the failure modes (qualitative observations). Furthermore, the
molecular diffusion at polymer interface can be also correlated to
the mechanical strength of the weldline. A coupling between the
welding process parameters and the mechanical properties of the
weld seam may be achieved.
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