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Lead is one of few elements that adopts a pseudomorphic structure when deposited on quasicrystalline
substrates. We present a structural model of quasiperiodic Pb overlayers formed on the fivefold surface of an
icosahedral Al-Pd-Mn quasicrystal at two different coverages close to saturation. The skeleton of the Pb
monolayer is formed by a network of “starfish” �SF� clusters formed at the initial stages of Pb deposition, as
studied in detail in our previous work �Ledieu et al., Phys. Rev. B 79, 165430 �2009��. The atomic structure
of the Pb monolayers can be represented as a decorated pentagonal Penrose P1 tiling. The structural models
reproduce also the quasiperiodic superstructure of the layers observed in experimental scanning tunneling
microscopy �STM� images which is described by the �-scaled �P1 tiling �� is the golden mean�. The atomic
structure underlying the observed �-scaled “white flower” motifs and the origin of irregular bright spots in
STM images are discussed. The bright spots appear in the centers of the SF clusters centered at substrate sites
occupied by Al atoms. The calculated electronic structure shows that the minimum in the density of states
�pseudogap� at the Fermi level which is characteristic for the Al-Pd-Mn quasicrystals appears also in the local
density of states of the adsorbed Pb monolayer. However, our analysis demonstrates that the formation of this
pseudogap is not due to the quasiperiodic arrangement of the Pb atoms but to the strong hybridization of their
orbitals with the substrate.

DOI: 10.1103/PhysRevB.82.085417 PACS number�s�: 61.44.Br, 68.35.bd, 68.37.Ef, 71.23.Ft

I. INTRODUCTION

Adsorbates on quasicrystalline surfaces can potentially
create novel forms of matter with interesting physicochemi-
cal properties. While the surfaces of ordinary crystals pro-
vide only a few inequivalent sites for the adsorption of atoms
or molecules, the complex landscape of a quasicrystalline
surface provides a rich variety of adsorption sites. During
recent years many attempts have been made to produce qua-
siperiodic single-element overlayers on quasicrystalline
substrates.1–16 It is known that in the bulk quasicrystalline
ordering is realized only in multicomponent alloys and there-
fore the possibility to produce quasiperiodic single-element
overlayers is of fundamental importance. However, to grow a
thin film with quasiperiodic long-range order turned out to be
rather difficult. Most of attempts to fabricate quasicrystalline
single-element films resulted in amorphous or polycrystalline
films with domains of common crystalline structures.1–3,5,6

Lead is one of few elements that adopts a pseudomorphic
structure when deposited on quasicrystalline substrates14,16

and therefore it deserves particular attention. In our recent
work14 a quasiperiodic Pb monolayer on the fivefold
i-Al-Pd-Mn surface has been successfully prepared and char-
acterized using scanning tunneling microscopy �STM� and
other experimental techniques. The nucleation of small Pb
clusters on the fivefold Al-Pd-Mn surface during the early
stages of the deposition has been investigated both experi-
mentally and by ab initio calculations.16 It was found that
nucleation proceeds via the formation of pentagonal islands
nicknamed “starfish” �SF� clusters. The atomic structure of
these clusters has been resolved and the calculations con-

firmed their structural stability. In this work, we go a step
further and investigate the structure and electronic properties
of the whole monolayer.

In our previous ab initio density-functional studies,17–19

we have explored the conditions for the formation of quasi-
periodic overlayers on a fivefold surface of an icosahedral
Al-Pd-Mn quasicrystal. In Ref. 17 we have investigated for-
mation of dense Sn, Bi, and Sb adlayers. We have found that
on the fivefold surface of i-Al-Pd-Mn, Bi, Sn, and Sb atoms
preferentially occupy the vertices of a quasiperiodic tiling,
forming the skeleton of a quasiperiodic ordering. However,
the remaining atoms decorating the interior of the tiles are
arranged more irregularly, possibly because of a conflict be-
tween the interactions among the atoms forming the layer
and their binding to the substrate. On the other hand, we
predicted that highly regular quasiperiodic monolayers can
be formed by Na and K atoms on the fivefold surface of
i-Al-Pd-Mn surface,18 and this was later confirmed
experimentally.15 Structurally stable quasiperiodic monolay-
ers can be formed on quasiperiodic substrates only. Unsup-
ported quasiperiodic monolayers are unstable.17 The atomic
arrangement in a quasiperiodic adlayer is the result of a com-
plex interplay between the structure of the substrate, the
adatom/substrate interactions, and the lateral interaction be-
tween adatoms in the adlayer. Understanding the structure of
the substrate is therefore a prerequisite for understanding the
structure of the adlayer. The structure of the clean fivefold
Al-Pd-Mn surface is now well understood: the theoretical
model20,21 derived from the Katz-Gratias-Boudard �KGB�
model of the bulk quasicrystal is in good agreement with
experiment. STM studies with atomic resolution have iden-
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tified two characteristic motifs, the “white flower” �WF�
�Refs. 22 and 23� and the pentagonal “dark stars” �DSs�.24,25

The WF motif has been shown to be formed by truncated
pseudo-Mackay clusters which are, together with Bergman
clusters �BCs�, the constituting elements of the bulk icosahe-
dral structure. This assignment is confirmed by detailed
simulations of the STM contrast based on ab initio density-
functional calculations.21 These simulations also show that
the DS corresponds to a surface vacancy originating from the
irregular atomic arrangement around the low-coordinated
Mn atoms in the center of the pseudo-Mackay clusters.

The quasiperiodic structure of the surface can be de-
scribed by a planar tiling. The choice of this tiling is, how-
ever, not unique. One possible choice relating to the cluster
structure of the bulk quasicrystal is the Penrose P1 tiling26

consisting of regular pentagons, pentagonal stars, boats, and
thin golden rhombi. The vertices of the P1 tiling coincide
with the centers of the Bergman clusters projected to the
surface plane, and the centers of the pentagonal tiles corre-
spond to the positions of the pseudo-Mackay clusters. An-
other choice of the quasiperiodic tiling is a decagonal DHBS
�decagon-hexagon-boat-star� tiling sharing vertices with the
P1 tiling. For alkali-metal monolayers it has been shown that
an initial structure defined as a decorated P1 tiling transforms
during relaxation to a DHBS tiling.

In Sec. II we briefly summarize results of our previous
STM investigations of initial adsorption of Pb on the fivefold
Al-Pd-Mn quasicrystal surface. In Sec. III the computational
setup and the construction of structural models of Pb layers
at two different coverages are described. The quasiperiodic
ordering and the structural properties of the monolayers are
discussed. Sections IV and V are devoted to the investigation
of energetics and the electronic properties of the monolayers,
respectively.

II. EXPERIMENTAL STM STUDIES

In previous experimental studies14,16 the growth of a Pb
monolayer on the fivefold surface of the Al-Pd-Mn quasic-
rystal has been investigated in detail. We have observed that
at the early stages of the deposition, Pb adatoms diffuse
across terraces and form nanosized islands. Because of their
protruding “arms” and their overall pentagonal shape, these
clusters were dubbed SF. These clusters exhibit a similar size
and orientation across successive terraces, independently of
the deposition rate. These observations suggest heteroge-
neous nucleation at preferred nucleation sites. The local
atomic arrangements around single Pb atoms �i.e., at the first
stage of the SF nucleation� and around completed SF motifs
have been investigated on several atomically resolved STM
images. It appears that these pentagonal islands are located
on equatorially truncated pseudo-Mackay clusters sur-
rounded by five truncated Bergman clusters, i.e., on top of
WF motifs. This conclusion is supported by additional mea-
surements of the SF-to-SF distances across terraces.16

At later stages of the deposition in the submonolayer cov-
erage regime, the largest distinguishable pentagonal features
can be understood as a set of SF clusters. Similarly, the skel-
eton of a completed Pb monolayer can be seen as a self-

assembled network of the SF clusters. As the size of the SF
cluster can be characterized by a pentagon with the edge of
the P1 tiling �7.76 Å�, it is legitimate to assume that the
atomic structure of the monolayer can be described as a
decorated P1 tiling. In STM images of the full monolayer
one can observe striking bright spots. In Fourier-filtered
images14 the distribution of these bright spots can be charac-
terized by a �P1 tiling, which is the P1 tiling with an edge
length inflated by a factor �=1.6018 �the golden mean�. The
quasiperiodic structure of the Pb monolayer can be thus char-
acterized on a larger scale by the �P1 tiling. An interesting
structural feature observed in the complete Pb monolayer is a
WF motif, similar to that observed in STM images of clean
fivefold surface, but again scaled by a factor �. We denote
this motif as �WF and in Sec. III the details of its structure
will be resolved. The inspection of the STM images also
reveals a rather large degree of structural disorder in the
monolayer �see Fig. 1�. Although part of the disorder could
have a thermal origin, a significant contribution probably
comes from an imperfect match between the local structures
of the substrate and the adlayer.

III. MODELING THE STRUCTURE OF THE Pb
MONOLAYER

A. Computational setup

The theoretical modeling of the structure of the Pb mono-
layer is based on density-functional theory. We have used the
Vienna ab initio simulation package VASP �Refs. 27 and 28�
to perform ab initio electronic-structure calculations, struc-
tural optimizations, and simulation of the STM images. More
details of the method can be found in our previous
papers.16,18,19

FIG. 1. 10 nm�10 nm STM image of a Pb monolayer depos-
ited on the fivefold surface of the i-Al-Pd-Mn quasicrystal at 653 K.
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B. Structure of the clean fivefold surface of Al-Pd-Mn

A model for the surface has been derived from the KGB
model29,30 of bulk i-Al-Pd-Mn. The atomic structure of the
fivefold surface is derived from the structure of an icosahe-
dral approximant by cleaving along a plane perpendicular to
one of the fivefold axes, at a point where the distances be-
tween neighboring planes is the largest. Details of construc-
tion of models of the bulk and the surface can be found in
our previous papers.19,21,30

Figure 2�a� shows the atomic structure of the top atomic
plane of the fivefold Al-Pd-Mn surface, as derived from the
5/3 approximant to the bulk quasicrystal. The quasiperiodic
arrangement of atoms in the top plane can be described either
by a P1 tiling consisting of pentagons, pentagonal stars,
boats, and thin rhombi or by a planar DHBS tiling composed
of D, squashed H, B-shaped tiles, and pentagonal S.19 The
top plane is Al rich and contains a few Mn but no Pd atoms.
This chemical composition has also been confirmed
experimentally.31 The centers of the D tiles can be occupied
either by Mn or by Al atoms, and their vertices correspond to
the positions of Pd atoms in subsurface layers. The decago-
nal tiles have a direct relation to the WF features seen in the
STM images of the clean surface. In the topmost plane the
vertices of the D tiles coincide with the centers of small
pentagons of Al atoms �with an edge length of 2.96 Å�
forming the “leaves” of the white flowers. The centers of
WFs represented by the D tiles are the nucleation centers for
the Pb starfish clusters. The pentagonal-S tiles in Fig. 2�a�
have two orientations. They are decorated by five Al atoms
located in arms of the star plus 0–2 other Al atoms in the
interior of the tile. The irregular decoration of the S tiles is a
consequence of the low and irregular coordination of Mn
atoms in the centers of the pseudo-Mackay clusters, located
below or above the surface. The S tiles with empty interiors
are seen in STM images of the clean surface as DSs.

Alternatively, the structure of the surface can be described
by a �-scaled �P1 tiling Fig. 2�a� shows the P1 and the �P1
tiling and their relation to the DHBS. The centers of the D
tiles coincide with the vertices of the �P1 tiling. The �P1
tiling with an edge length of 12.55 Å describes the quasip-
eriodic ordering of the Pb monolayer.

Our previous adsorption studies have been performed on a
slab model of the fivefold surface derived from the 2/1 or 3/2
approximants to the quasicrystalline Al-Pd-Mn structure.18–20

The 2/1 approximant is too small for modeling a quasiperi-
odic ordering at the scale of the �P1 tiling. The size of the
3/2 approximant would be sufficient but the structure of the
surface derived from the 3/2 approximant that we used in our
previous studies19,32 cannot be interpreted as a part of the
�P1 tiling. We have used the same approach in our present
studies but to get a model of the surface with �P1 ordering
we had to prepare a special 3/2 approximant derived from
the larger 5/3 approximant. The two surface models provide
us with a larger variety of the atomic configurations that
occur on the infinite quasicrystalline surface. From the 5/3
model of the surface we cut a rectangular area with the size
of the 3/2 approximant �32.86 Å�38.63 Å� and enforced
periodic boundary conditions, see Fig. 2�b�. �As the occupa-
tion domains of the 5/3 and 3/2 approximants differ only a

(a)

DS

DS

(b)

FIG. 2. �Color online� �a� The atomic structure of the top atomic
plane of the fivefold Al-Pd-Mn surface. The quasiperiodic arrange-
ment of atoms in this plane can be described either by a decagonal
DHBS tiling �cyan� or by a P1 tiling �black, only a part is shown�.
The centers of the decagonal tiles of the DHBS tiling or of the
pentagonal up tiles of the P1 tiling are occupied either by Mn
�closed circles� or Al �open circles� atoms, and they coincide with
the vertices of the �P1 tiling �red�. DS marks configurations of
atoms that in STM images are seen as the dark stars. �b� The five-
fold Al-Pd-Mn surface with the inclusion of subsurface planes of
atoms: Al—open circles, Pd—gray circles, and Mn—closed circles.
The model of the surface has been constructed from the 5/3 approx-
imant to the bulk quasicrystal. For adsorption studies we used a
smaller 3/2 approximant �the green marked rectangular area� cut
from the 5/3 approximant.
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little in perpendicular space, the enforced boundary condi-
tions lead only to a few interatomic conflicts that were re-
solved “manually,” i.e., the position of the conflicting atom
was flipped to a near symmetry equivalent site�. The position
of the rectangular area can be arbitrarily chosen. We have
selected a part of the surface that contains �P1 pentagons of
both orientations. To distinguish this model of the surface
from the previous model we shall denote this new model as
L. The model used in previous work32 will be referred as
model H. With model L we shall investigate formation of a
Pb layer at a lower coverage. Model H is used as a substrate
for a layer at a higher coverage. Both models of the surface
have a form of a slab. The thickness of the slab is 4.2 Å and
it consists of five atomic planes. This thickness is sufficient
for the simulation of STM images �i.e., for reproducing the
charge-density distribution several angstroms above the sur-
face�. The positions of all atoms in the slab, except for the
atoms in two bottom planes, were relaxed together with the
positions of the adsorbed atoms. Neighboring images of the
slab are separated by a 14 Å thick vacuum layer. The com-
putational cell has an orthorhombic shape, and it contains
350 substrate atoms plus up to 106 adsorbed Pb atoms.

C. Structure of Pb adlayers

For determining the location of possible adsorption sites it
is helpful to look first at the valence charge-density distribu-
tion at the clean surface. Figure 3 shows the charge-density
distribution at the surface calculated for our model L. We
note that the other model H has been described in detail in
our previous papers.19–21,32 The most peculiar features of the
surface charge-density distribution are large charge-density
minima inside some S tiles. These charge depletions corre-
spond to surface vacancies seen in the STM images as DSs.
Inside the D tiles one can observe also smaller charge-

density minima arranged around the center with approximate
pentagonal symmetry. These hollow sites have been found as
preferable adsorption sites for alkali metals atoms19 but Pb
atoms in the SF cluster prefer bridge positions between these
sites forming thus a pentagon with the opposite orientation.
These sites can also be considered as threefold hollows be-
tween two Al atoms in the surface layer and a third Al atom
located slightly below the surface.16 Significant adsorption
sites are also the vertices of the D tiles. Half of these vertices
are occupied by Pd atoms located 0.48 Å below the top
layer, and the remaining vertices are hollow sites surrounded
by five Al atoms and located above a Pd atom located deep
�1.26 Å� below the surface plane. They coincide with cen-
ters of the BCs and form vertices of the pentagons of the P1
tiling.

Figure 4�a� shows a view on the surface of the model L
with one adsorbed SF cluster. Figure 4�b� is the correspond-
ing STM image calculated for a constant current and a scan-
ning voltage of +2 V. The atomic structure of the SF cluster
has been determined by looking for the configurations with
the highest adsorption energy per Pb atom and by compari-
son of the experimental and calculated STM images �details
can be found in our previous study16�. The geometry of one
SF cluster corresponds to a pentagon of the P1 tiling. The P1
tiling consists of two types of pentagons differing in orien-
tation. We distinguish them as pentagons pointing “up” and
“down.” We shall denote them as uP and dP tiles, respec-
tively. The centers of both types of pentagons correspond to
a Mn �alternatively also Al, see Fig. 2�a�� atom in the center
of a pseudo-Mackay cluster. For the uP the Mn�Al� atom is
located in the surface layer and for the dP it is located
2.56 Å below the surface. The orientation of the SF cluster
corresponds to the uP pentagon.

While the decoration of the uP pentagons is known from
the resolved atomic structure of the experimentally observed
SF clusters the decoration of dP pentagons by Pd adatoms is
not obvious. As the surface of the dP pentagon is formed by
atoms from the irregular low coordinated first shell of the
pseudo-Mackay cluster the atomic structure of the substrate
inside dP is not regular. Some of the dP pentagons are cen-
tered by a surface vacancy arising from the low coordination
of the Mn atoms just below. �These are just those pentagons
that correspond to DSs seen in STM images of the substrate.�
Above a central Pb atom filling the vacancy the dP tiles can
accommodate five Pb atoms forming a regular pentagon.
This pentagon can adopt one of two possible orientations
discussed below. The decoration of all other tiles is to a large
extent enforced by the decoration of the pentagonal tiles. We
have considered many possible configurations of adsorbed
Pb atoms. The stability of the adsorbed Pb layer was probed
by performing a conjugate-gradient relaxation of the struc-
ture of the adlayer/substrate complex under the action of the
Hellmann-Feynman forces. Because of the limited space we
present results for two models only, one for a lower coverage
of 0.066 atoms /Å2 ���0.5, the atomic density of the Al-
Pd-Mn surface layer is 0.136 atoms /Å2� and one for a
densely packed structure with a 0.083 atoms /Å2���0.63�.
We note that the experimentally measured coverage of 1 ML
at full saturation is �0.09 atoms /Å2.

FIG. 3. �Color online� The charge-density distribution at the
fivefold surface of Al-Pd-Mn �model L�. Transition metal atoms are
seen as dark spots, Pd as larger and Mn as smaller spots. The qua-
siperiodic ordering can be represented by the DHBS �cyan� or the
P1 �black� tiling.
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1. Intermediate coverage—ΘÉ0.5

Figure 5�a� shows a relaxed configuration of atoms at the
lower coverage. In the initial structure SF clusters have been
placed on all up pentagons of the P1 tiling. For the positions
of the remaining Pb atoms we followed our earlier work on
Bi and Sb monolayers on this surface20 where the vertices
and mid-edge positions of the P1 tiling have been identified
as the energetically most favorable adsorption sites �adatoms
also bind very strongly to Mn atoms in the surface layer but
they occur only in the centers of the up pentagons which are
already occupied by the SF clusters�. The positions on the
edges forming the angles of the S and B tiles cannot be
occupied simultaneously because of an unphysically short
distance. In these cases the initial positions are bridge posi-
tions between these mid-edge sites �corresponding to a ver-

tex position of the DHBS tiling�. Pb atoms were also placed
into all surface vacancies—in the present model such vacan-
cies exist in the center of the down pentagons �see also Fig.
3�. This decoration leads to a coverage of ��0.5 �density
0.066 atoms /Å2�.

Relaxation largely preserves the structure of the SF clus-
ters and the position of the adatom placed at the P1 vertices
but the atoms initially placed at mid-edge positions move
toward the interior of the dPs, forming a pentagon in up
orientation. A Pb atom filling a surface vacancy is located
just below the center of the pentagon. Obviously the forma-
tion of these pentagonal motifs is a consequence of signifi-
cant attractive lateral interactions between the Pb atoms. In
principle, the dPs could also be decorated by Pb pentagons in
a down orientation. We have tested both orientations and
found that the up orientation at this coverage provides a bet-

(a)

FIG. 4. �Color online� �a� A view on the fivefold Al-Pd-Mn
surface �model L� with an adsorbed SF cluster consisting of ten Pb
atoms. �b� A simulated STM image of the SF cluster calculated for
a constant current and scanning voltage of +2 V.

(a)

FIG. 5. �Color online� �a� The structure of adsorbed Pb mono-
layer at the coverage of 0.066 atoms /Å2 �model L�. The quasiperi-
odic ordering is represented by the P1 �black lines� and �P1 tiling
�red lines�. �b� A simulated STM image of the Pb monolayer in �a�.
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ter agreement with the experimental STM images.
The upper part of Fig. 5�a� shows a dP pentagon sur-

rounded by five uP pentagons. Such a configuration corre-
sponds to the experimentally observed �-scaled WF, see Fig.
6�a�. The Pb atom in the center of the dP fills a surface
vacancy �see Fig. 5�a��, it is located below the five Pb atoms
forming the pentagon. Obviously one additional Pb atom can
be adsorbed in the hollow site formed by the Pb pentagon in
the center of the dP. This atom is located slightly above its
five neighbors and generates the bright spot seen in many of
the �-scaled WFs �Fig. 6�b��.

2. Saturation coverage—ΘÉ0.63

The highest experimentally observed density of a Pb
monolayer is 0.09 atoms /Å2. To achieve this high density,

additional Pb atoms have to be accommodated. We have con-
structed a model for a high-density overlayer based on the
surface model H. A higher coverage was achieved by the
following steps: �i� Pb atoms are placed into the center of the
SF clusters occupying the uP tiles. �ii� If the Pb pentagons
decorating the interior of the dP tiles are oriented in the down
direction, additional Pb atoms may be placed into the centers
of the edges shared by a uP and a dP pentagon. This leads to
a density of 0.083 atoms /Å2, close to the experimental satu-
ration.

The relaxed model of a Pb monolayer with this high den-
sity and its simulated STM image are presented in Fig. 7�a�.
In the STM image bright spots appear in the centers of some
uP pentagons. The explanation of the origin of these bright
spots can be found in the structure of the substrate. On the

(a)

FIG. 6. �Color online� �a� A 12.0 nm�15.7 nm high-resolution
STM image of the adsorbed Pb monolayer. Two �-scaled WF motifs
are marked by red circles. �b� A simulated STM image of the �WF
motif. The skeleton of the �WF motif consists of five uP tiles of the
P1 tiling arranged around one dP tile. The size of the white rect-
angle in part �a� corresponds to the size of the structural model �b�.

(a)

FIG. 7. �Color online� �a� The structure of adsorbed Pb mono-
layer at the coverage of 0.083 atoms /Å2 �model H�. The quasiperi-
odic ordering is represented by the P1 �black lines�. �b� A simulated
STM image of the Pb monolayer from the previous figure. The
bright spots can form vertices of the �P1 tiling.
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clean surface the centers of the D tiles �Fig. 2�a�� or, equiva-
lently, of the uP tiles �Fig. 3� are occupied either by Mn or
Al. The bright spots in the STM images of the Pb monolayer
appear in the uP tiles centered by Al atoms. The uP tiles
centered in the substrate by Mn sites give only weak con-
trast. The central Al atom is less strongly bonded to the
neighboring Al atoms in the substrate than the Mn atom.
After the structural relaxation of the adlayer/substrate com-
plex the central Mn atoms remain approximately in the sur-
face plane while the central Al atoms are lifted by �0.6 Å
above the surface plane. Consequently the Pb placed on top
of these Al atoms move above their neighbors, see Fig. 8.
The distance between two neighboring bright spots corre-
sponds to the edge of the �P1 tiling. The bright spots can
thus form the vertices of a �P1 tiling as experimentally ob-
served, see Fig. 3 in Ref. 14.

The bright spots seen in the STM images can also origi-
nate from protruding Pb atoms. The regular decoration in
some tiles can be substantially distorted. In Fig. 7�a� the
regular pentagonal decoration of the dP tile at the upper right
corner of the figure was rearranged and one Pb atom was
pushed up. A similar protruding Pb atom can be found also in
model L, see Fig. 5�b�. A bright spot originating from an
irregular arrangement of atoms in the monolayer can appear
at any position. However, the observed defect in the arrange-
ment of atoms can also be interpreted in a different way. A
decoration defect in one tiling model can be a regular site in
another tiling. The formation of the defect observed in Fig.
7�b� can be interpreted as a reordering of the quasiperiodic
arrangement in the P1 tiling to another quasiperiodic ar-
rangement at a larger scale described by the �P1 tiling. A
similar reordering we observed also in quasiperiodic alkali-
metal monolayers19 on the same Al-Pd-Mn surface where the
quasiperiodic P1-type ordering spontaneously transformed to
DHBS ordering upon relaxation.

A good measure of the regularity of a monolayer is its
corrugation. The corrugation of an adlayer can be character-
ized by the mean-square deviation � of the positions of the
atoms from their average height h. The corrugation is im-
printed partly by the corrugation of the substrate and partly
by the different strength of the adsorbate/substrate bonds at
different sites. The corrugation of the clean fivefold Al-
Pd-Mn surface itself was estimated18 to be �0.22 Å. Figure
8 shows a side view of the Pb monolayer, visualizing its

corrugation. Besides the protruding Pb atoms responsible for
the bright spots in the STM images the largest deviations
from an in-plane position are Pb atoms trapped in charge-
density minima, particularly in the surface vacancies. If one
excludes from the monolayer the Pb atoms inside these sur-
face vacancies, the mean-square deviation of the positions of
the Pb atoms from their average height above the surface is
�=0.301 Å. This value can be compared with the value of
0.122 Å characterizing the corrugation of the Na monolayer
on the fivefold Al-Pd-Mn surface.18 While the corrugation of
the Na monolayer was found to be smaller than the corruga-
tion of the clean substrate the corrugation of the Pb mono-
layer is larger. The Pb monolayer is thus less regular than the
Na monolayer. Although the size of Pb atoms �dPb
�3.39 Å, estimated from the nearest-neighbor distance in
the low-temperature crystalline phase� is smaller than the
size of Na �dNa�3.77 Å� the average height of Pb atoms in
the monolayer above the surface plane h=2.32 Å is larger
than the height h=2.19 Å of the Na monolayer. This can be
explained by the fact that in the adsorbed Na monolayer all
atoms occupy hollow sites on the i-Al-Pd-Mn surface,
whereas in the Pb monolayer the only Pb-occupied hollow
sites are the vertices of the P1 tiling and most other Pb ada-
toms decorating interiors of the tiles occupy bridge positions.

IV. ENERGETICS OF THE ADSORBED Pb
MONOLAYER

In our previous work16 it was found that during the initial
stages of Pb deposition SF clusters consisting of ten atoms
are formed. Calculations of binding energies have confirmed
that the SF cluster is a stable structure with an average bind-
ing energy of −4.06 eV per Pb atom in the cluster. This
value can be compared with the average binding energy of a
Pb atom in the saturated monolayer. For the monolayer
grown on the substrate model H shown in Fig. 7�a� the av-
erage binding energy is −3.97 eV per Pb atom. As the skel-
eton of the monolayer consists of a network of SF clusters,
the similar values of the binding energies is not surprising. A
contribution to the average binding energy of a Pb atom in
the monolayer comes from atoms filling surface vacancies.
The binding energy of an isolated Pb atom adsorbed in a
surface vacancy is −4.64 eV, i.e., it is substantially higher
than the average binding energy. However, the fraction of Pb
atoms occupying surface vacancies is quite small, between
1% and 2% in our models. As the surface vacancies act as
trap sites strongly binding the adatoms, it could be expected
that these sites are occupied in the very early stages of depo-
sition. However, a close inspection of STM images shows
that this appears not to be the case. DS motifs corresponding
to the surface vacancies can be well recognized in the vicin-
ity of the adsorbed SF clusters. On the other hand, the simu-
lated STM images show that a single Pb atom occupying a
surface vacancy does not give any special contrast. The at-
tractive site in the surface vacancy is atop the Mn atom deep
�2.56 Å� below the surface plane and therefore at the depo-
sition temperature �formation of the SF clusters was ob-
served in wide range of temperatures from 57 up to 650 K�
this site can be inaccessible to atoms diffusing across the

FIG. 8. �Color online� A side view on the Al-Pd-Mn substrate
with the adsorbed Pb monolayer. Al—open circles, Pd—gray
circles, and Mn—closed circles. Position of Pb atoms is indicated
by small green circles. The protruding Pb atoms marked by arrows
are seen as bright spots in STM images. Figure demonstrates also
the corrugation of the Pb monolayer.
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surface for kinetic reasons. Part of the surface vacancies may
be filled by adatoms, simultaneously with the formation of
the SF clusters, but the majority of them will be occupied
only during later stages of the deposition.

V. ELECTRONIC PROPERTIES OF QUASIPERIODIC
Pb MONOLAYERS

Figure 9 shows the electron-density distribution of Pb
monolayers for both models—model L representing a mono-
layer with a density of 0.066 atoms /Å2 and model H with a
density of 0.083 atoms /Å2. Charge-density maxima repre-
sent Pb atoms, charge-density overlaps arise from the forma-
tion of covalent bonds between adatoms. At the lower cov-
erage, most Pb atoms bind to two or three Pb neighbors,
leading to a network of interlinked -Pb-Pb- chains and clus-

ters. At the higher density the Pb-Pb coordination increases
and a denser network of lateral bonds in seen.

Pb atoms have two 6s and two 6p valence electrons. Be-
cause of relativistic effects, the difference in the eigenvalues
between the 6s and 6p states is larger than for the lighter
group-IV elements and therefore the formation of sp3 hy-
brids is energetically unfavorable. These relativistic effects
also contribute to stabilize the face-centered-cubic �fcc�
structure over the diamond structure adopted by the lighter
elements,33 and they are also important for understanding the
electronic structure of the quasiperiodic Pb monolayers. Fig-
ure 10 presents the partial density of states �DOS� of Pb
atoms in the adsorbed monolayers calculated for both cover-
ages considered, compared with the DOS of fcc Pb. A pecu-
liar feature of the DOS of crystalline Pb is that the s and p
bands are separated. The s band extends from −12.45 to
−6.5 eV. As the bottom of the p band is at −4.42 eV a gap
of 1.78 eV between the s and p bands is formed. The internal
gap separating the s and p bands is not structure induced, it is
found even in the electronic DOS of liquid Pb.34 The struc-
ture of the DOS of fcc Pb is strongly modulated by the van
Hove singularities. The Fermi level falls in a region between
two van Hove peaks at −2.72 and 2.16 eV.

The gross features in the DOS of the quasiperiodic mono-
layers are reminiscent of those of fcc Pb. The s band of the
monolayers of both coverages shows a DOS maximum at
�−8 eV. Its width is narrower compared to crystalline Pb,
reflecting the lower Pb-Pb coordination. The internal s-p
band gap is filled because of the hybridization of the Pb
orbitals with substrate states.

The most interesting region of the DOS is around the
Fermi level. Here the DOS of both monolayers exhibits a
clear pseudogap. It is tempting to assign the pseudogap to the
quasiperiodic ordering of the atoms in the monolayer. In pre-
vious work16 the electronic structure of the Pb monolayer has
been probed using scanning tunneling spectroscopy �STS�
and ultraviolet photoelectron spectroscopy �UPS�.14 A

FIG. 9. The electron-density distribution of Pb monolayers for
both models: �a� model L �coverage of 0.066 atoms /Å2� and �b�
model H �coverage of 0.083 atoms /Å2�. The quasiperiodic order-
ing is represented by the P1 tiling.
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FIG. 10. �Color online� The DOS of Pb monolayer for coverage
of 0.066 �black line� and 0.083 atoms /Å2 �red line�. The dotted line
is the DOS of fcc Pb.
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pseudogap �DOS minimum� at the Fermi level has been ob-
served and it was suggested that it originates from the qua-
siperiodic structure of the monolayer. The calculated elec-
tronic structure of the monolayers confirms the existence of
the pseudogap at the Fermi level. The existence of a deep
pseudogap in the quasiperiodic layer can be contrasted with
the electronic structure of liquid Pb where the DOS was
found to be essentially constant in a wide range of �4 eV
around the Fermi level.

A pseudogap at the Fermi level has been observed in the
electronic structure of many quasicrystals35–39 and therefore
it has often been assumed that it might be a generic property
of quasicrystals. It was suggested that the formation of the
pseudogap is driven by a Hume-Rothery mechanism. How-
ever, it is also known that a similar pseudogap exists also in
many crystalline structures40,41 so that it is obvious that the
pseudogap is not a property specific to quasicrystals.

To shed light on the origin of the pseudogap in the DOS
of the Pb monolayer supported on the surface of i-Al-Pd-Mn
and to assess its importance for its stability, we have calcu-
lated the DOS of a free-standing quasiperiodic monolayer, a
periodic triangular monolayer, and a square Pb monolayer.
The structure of the quasiperiodic Pb layer has been taken
from model H �see Fig. 7� by removing the substrate and
keeping the positions of the Pb atoms fixed. The unit cell of
this model measures 38.63 Å�32.86 Å and contains 106
Pb atoms �density 0.083 atoms /Å2�. The periodically re-
peated layers are separated by a distance of 16.5 Å. The
DOS was calculated using a 4�4�1 k-point mesh. Figure
11�a� demonstrates that the DOS of the freestanding quasip-
eriodic Pb monolayer has a very spiky character. The eigen-
states have almost no dispersion. The spikiness of the DOS
of quasiperiodic structures is well known and has been dis-
cussed in literature for many years.35,37,38,42–44 In real quasi-
crystals the spikiness is to a large extent smoothed out44 as
confirmed also by photoemission studies.43 On the other
hand the spiky aspect of the DOS has been recently con-
firmed on the nanometer scale using scanning tunneling
spectroscopy on the fivefold surface of the i-Al-Pd-Mn

quasicrystal.45 Figure 11�a� also shows that after a Gaussian
broadening with �=0.05 eV the DOS of the quasiperiodic
Pb layer shows only a shallow minimum at the Fermi level.
Hence the deeper pseudogap of the supported Pb layer
shown in Fig. 10 is imposed by the binding to the quasiperi-
odic substrate.

For the periodic Pb monolayers the in-plane lattice con-
stants have been relaxed. For the triangular layer we calcu-
late an equilibrium lattice constant of d=3.30 Å, corre-
sponding to a density of 0.106 atoms /Å2. For the square
monolayer we find d=3.12 Å and a density of
0.103 atoms /Å2. The binding energies are −3.11 eV /atom
for the triangular and −2.99 eV /atom for the square mono-
layer, to be compared with an average binding energy of
−2.78 eV /atom for the free-standing quasiperiodic Pb layer.
Hence both periodic monolayers have a lower energy and
higher density than the quasiperiodic layer. The electronic
DOS was calculated based on Brillouin-zone integrations us-
ing a very fine k-point mesh �45�45�1�, as the size of the
Brillouin zone of the periodic models is much bigger then
that of the quasiperiodic approximant, and correspondingly
larger k-point sampling is necessary. The calculated DOS is
shown in Fig. 11�b� and is characterized by very sharp DOS
minima close to the Fermi edge. Hence the periodic Pb
monolayer shows a pseudogap at the Fermi level while the
quasiperiodic layer does not.

From the comparison of the DOS of supported �Fig. 10�
and unsupported �Fig. 11�a�� Pb monolayers it is obvious that
the states in the gap between 6s and 6p states in the sup-
ported monolayer, as well as the pseudogap at the Fermi
level originate from the hybridization of the Pb states with Al
states from the substrate. This is also supported by the results
of UPS �Ref. 14� which demonstrated that the intensity pro-
files at the Fermi level are identical for clean and Pb-covered
Al-Pd-Mn surfaces—the UPS intensity contains contribu-
tions both from the Pb layer and from the substrate. STS on
the other hand probes only the Pb overlayer and suggests that
the width of the pseudogap is larger in the Pb overlayer than
on the clean substrate. This observation might be attributed
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FIG. 11. �Color online� Comparison of the DOS of unsupported quasiperiodic �a� and periodic �b� Pb monolayers. The unsupported
quasiperiodic Pb monolayer was obtained from the model H by removing the substrate atoms. In part �a� the spiky DOS of the quasiperiodic
monolayer �red� was smoothed by a Gaussian broadening with the parameter �=0.05 eV �black line�. In part �b� the DOS of triangular
�black� and square �red� lattices are presented. The lattice parameters of both periodic lattices are equal to their equilibrium values.
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to relativistic effects which have not been included in our
calculations. For the heavy elements the relativistic spin-
orbit coupling causes a splitting of the 6p band into p1/2 and
a p3/2 components separated by a deep minimum in the elec-
tronic DOS. For tetravalent Pb the minimum is located pre-
cisely at the Fermi level. The importance of spin-orbit cou-
pling in the interpretation of the electronic spectra of the
heavy elements has also been confirmed for molten Pb and
Bi where the UPS data show a clear DOS minimum at a
band filling corresponding to two 6p electrons, whereas the
DOS calculated without spin-orbit coupling is essentially
constant throughout this energy range.34,46

VI. MULTILAYER GROWTH

A striking experimental observation14 is that once a full
monolayer has been completed, no further Pb atoms are ad-
sorbed. This is in contrast to the multilayer growth observed
for alkali15 or Bi �Ref. 13� films on the fivefold i-Al-Pd-Mn
surface. During the deposition process the rate of Pb adsorp-
tion decreases with increasing coverage and vanishes once
saturation of one monolayer has been achieved. No further
growth was observed over a wide range of deposition rates
and substrate temperatures. This “nonsticking” property of
the Pb monolayer demands an explanation.

The growth of an adlayer depends on two essential fac-
tors: �i� a strong binding of the adatoms to the substrate and
�ii� the ability to dissipate the kinetic energy through atomic
collisions leading to the excitation of phonons in the sub-
strate. Both conditions are met for the growth of a first Pb
monolayer on the clean surface of the quasicrystal. The ad-
sorption energy of Pb atoms is about 4 eV/atom—this is a
substantial fraction of the binding energy in fcc Pb of 7.32
eV/atom. The phonon density of states of i-Al-Pd-Mn mea-
sured by incoherent inelastic neutron scattering47 extends up
to energies of about 60 meV. The strong interaction of the
adatoms with the substrate leads to an efficient dissipation of
their kinetic energy via the excitation of high-energy
phonons.

The condition for the growth of a second Pb layer is
rather different. We have calculated the adsorption energies
of Pb atoms deposited on top of a saturated monolayer. For
five isolated Pb adatoms adsorbed at random positions on the
first monolayer on the substrate H �Fig. 7�a�� we found an
average binding energy of 2.68 eV per Pb atom. This is only
slightly more than one third of the binding energy in crystal-
line Pb. The highest phonon energies in fcc Pb are only about
9 meV �Ref. 48� and since the binding in the Pb monolayer is
weaker than in the bulk metal, it appears to legitimate to
assume that this is also an upper limit to the energy of
phonons in the quasiperiodic monolayer. Dissipation of the
kinetic energy of atoms impinging on a completed mono-
layer will therefore be much less efficient because it requires
the multiple excitation of low-energy phonons.

As seen in Fig. 7�a� a saturated Pb monolayer at a cover-
age 0.083 atoms /Å2 is very compact, and the surface corru-
gation is rather low. Barriers for the diffusion of adatoms on
the surface of the monolayer are rather low and because the
atoms lose their kinetic energy only very slowly they will

move rather rapidly across the surface. Another possibility
therefore is that the high lateral mobility may allow Pb atoms
to coalesce, forming large three-dimensional clusters on the
surface which will be very difficult to detect by x-ray pho-
toemission spectroscopy or STM because of their low island
density.

A possible objection to these arguments is that they do not
apply to Bi. However, at this point the different bonding
properties of Pb and Bi could be important. Bi has three 6p
valence electrons, with three pp� bonds stabilizing a three-
dimensional network �we shall not discuss here the structures
of crystalline Bi�. In contrast the two 6p electrons of Pb
favor planar arrangements. Thus a Bi monolayer has free
valencies for binding a second layer while a Pb monolayer
has not. Of course all these arguments are speculative—a
definite assessment will require extensive simulations of the
adsorption process which are beyond the scope of the present
work.

VII. SUMMARY AND CONCLUSIONS

We have studied the geometric and electronic structure of
the quasiperiodic Pb monolayers grown on the fivefold
i-Al-Pd-Mn surface. We have constructed structural models
of the monolayer at two different coverages. The skeleton of
the structure of the Pb monolayer consists of a network of
the SF clusters. It may be described as a decorated P1 tiling
and displays superstructure effects describable in terms of a
�-inflated �P1 tiling. The structural models reproduce all fea-
tures seen in the experimental STM images, including the
occurrence of bright spots located at the vertices of the �P1
tiling. The bright spots appear in the centers of the uP �or D�
tiles where the substrate has Al atoms at these positions. The
models also provide an explanation for the origin of the
�-scaled white flower motif observed in the STM.

The calculated electronic structure reveals that the density
of states of the quasiperiodic monolayer exhibits a
pseudogap at the Fermi level—in agreement with previous
experimental observations. The comparison with electronic
density of states of a freestanding quasiperiodic monolayer
shows that the formation of this pseudogap cannot be attrib-
uted to the quasiperiodic arrangement of the Pb atoms but is
induced by the hybridization of the Pb p states with the
substrate.
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