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Objectives. The aim of this work was to determine mechanical properties of a highly transformable 10Ce-TZP/Al2O3/La2AlO3 composite, 
currently developed as a biomaterial for dental application, and to investigate the effect of loading configuration on its flexural strength.

Methods. Fracture toughness is determined by the single-edge-V-notched beam (SEVNB) method. Strength measurements were 
conducted by four-point bending and biaxial bend-ing tests (piston-on-three balls) according to ISO 6872, dedicated to ceramic 
materials in dentistry.

Results. Strength obtained by either four-point or biaxial bending are very different, and take the values of 596 MPa and 1470 MPa 
respectively. It is demonstrated that the difference in measured strength cannot be attributed to the effect of volume on strength, 
generally pre-dicted by the standard Weibull analysis, but to different transformation behaviors for the two bending configurations. 
More extensive transformation occurs in the biaxial configu-ration, with a lower autocatalytic transformation stress threshold, resulting 
to substantial compressive residual stresses.

Significance. The significant influence of the loading configuration on the strength should be integrated when designing a component 
from a highly transformable ceramic.

1. Introduction

Zirconia toughened ceramics (ZTC) are attractive materials

for several medical and engineering applications as they

exhibit high strength and toughness compared to other

oxide ceramics. These superior properties result from the

stress induced tetragonal to monoclinic phase transforma-

tion occurring in these materials. During crack propagation,

the volume increase (∼4%) accompanying the transformation

creates compressive stresses that shield the crack tip from

the applied stress and thus, enhances the fracture toughness

[1–4]. The properties of ZTC depend on their microstruc-

ture and composition, especially the amount of transformable

tetragonal phase. The major difficulty for the development

of transformation-toughened zirconia composites is to com-

bine high strength and high toughness, as the strength is

limited by the stress-activated transformation in these mate-

rials [4,5]. For example, ceria-doped zirconia (Ce-TZP) can

exhibit high toughness (more than 15 MPa m1/2) but moderate
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strength (300–500 MPa) as compared to yttria-doped zirconia

(Y-TZP) with high strength (800–1500 MPa) but low toughness

(∼6 MPa m1/2). The moderate strength of Ce-TZP ceramics is

due to large grains and a high propensity to stress induced

phase transformation, which can be autocatalytic [6–8] and

may occur at low stresses.

During the past two decades, a new generation of

zirconia Ce-TZP based composites was developed with dif-

ferent stabilizers and compositions to obtain tough and

strong materials, through microstructure refinement. A Ce-

TZP/Al2O3 nanocomposite [9,10] in which nanometer Al2O3

and 10Ce-TZP particles were trapped within submicron 10Ce-

TZP and Al2O3 grains, respectively, showed high toughness

(9.8 MPa m1/2) and a strength of 950 MPa, equivalent to that

of conventional 3Y-TZP. A Ce-TZP/MgAl2O4 nanocomposite

with inter and intragranular dispersion of nano-scaled mag-

nesia spinel in a Ce-TZP matrix, developed by Apel et al.

[11] showed a biaxial flexural strength of more than 900 MPa.

Another approach consists of developing “in situ” platelets

reinforced composites with Ce-TZP zirconia reinforced with

alumina and strontium or lanthanum hexaaluminate [12,13].

High fracture resistance (up to 12 MPa m1/2) and attractive

strength (∼800 MPa) were also reported for these materials

[14].

However, comparison between reported properties is dif-

ficult, as the characteristics are generally not obtained with

the same methods, while it is evident from prior art that the

testing method plays a large role on measured mechanical

values. High toughness values (>14 MPa m1/2) are for example

observed when evaluated by the indentation fracture method

[15] or with long propagated cracks in double cantilever beam

[12] or double torsion [11] methods, while they are gener-

ally lower when measured by single-edge-V-notched beam

(SEVNB) [9]. This is due to the variation of transformation mor-

phology and the stress distribution around the crack path, as

evidenced recently by Nawa in the case of a Ce-TZP/alumina

nanocomposite [16]. Different methods are also used for

strength measurement. Parallel to the popular flexural in

bending tests, biaxial flexural tests are increasingly used,

especially for bioceramics [17–19] due to the simple prepara-

tion of required samples. Different configurations were used

as piston-on-three balls [20], ball-on-ring [21] and ball-on-

three balls [22]. Again, direct comparison between strength

values derived from different testing methods is not always

valid, and this is generally analyzed through Weibull statis-

tics and the consideration of volume under tensile stresses

[23]. In the case of transformation-toughened ceramics, the

dependence of tetragonal to monoclinic (t–m) transformation

to the testing geometry may also account, but has been little

investigated.

In this study, the fracture behavior of a 10Ce-

TZP/Al2O3/La2AlO3 composite exhibiting a high propensity

to transformation is investigated. The fracture toughness

and flexural strength were evaluated with a focus on the

influence of the testing configuration on the flexural strength.

Uniaxial and biaxial flexural configurations were performed

using four-point bending and piston-on-three balls methods

respectively, as model tests often used to the certification

of bio-ceramics (see ISO 6872 [24], dedicated to ceramic

materials in dentistry).

2. Material and methods

A10Ce-TZP/Al2O3/La2AlO3 composite, processed by a German

laboratory (DOCERAM) in the European framework of Longlife

project, currently developed as a biomaterial for dental appli-

cation was tested. It is composed of 80 vol% 10Ce-TZP with

10 mol% ceria, 10 vol% Al2O3 and 10 vol% of (La2AlO3). Two

types of samples were provided: rectangular bars with pol-

ished edges (4 mm × 3 mm × 40 mm) for bending tests and

disks (diameter of 15 mm and thickness of 1.2 mm) for biax-

ial flexural tests. Poisson’s ratio and elastic modulus were

determined by the resonance vibration method. The density

was measured by Archimedes method using distilled water,

and the hardness with a Vickers indentation. The microstruc-

ture of the composite was observed by scanning electron

microscopy (SEM), and X-ray diffraction (XRD) analysis was

applied to determine the monoclinic zirconia content [25].

Toughness and strength measurement were conducted on

a universal hydraulic INSTRON 8500 testing machine at room

temperature (∼0 ◦C) and humidity (RH ∼0%). The fracture

toughness was determined by the single edge V notched beam

(SEVNB) method [26]. Rectangular bars were polished with dia-

mond pastes down to 1 �m to observe the crack extension

behavior and notched to a relative depth of 0.4, using a dia-

mond blade with a thickness of 0.2 mm. The notches were

then sharpened with a fine razor blade and diamond paste

of 1 �m. The samples were annealed at 1200 ◦C for 20 min to

eliminate the machining residual stresses and loaded in a

4-point-bending device (10–35 mm) at a cross-head speed of

5 mm/min. The crack growth resistance curve (R-curve) was

determined using annealed SENVB samples loaded in three-

point bending, with a span of 35 mm and a cross-head speed of

0.005 mm/min. The crack growth resistance was determined,

from the recorded load–displacement curve, in terms of stress

intensity factor, KR, plotted versus the crack extension, �a,

optically measured.

Strength measurements were conducted by four-point

bending (4PB) tests with roller spacings of 35 and 10 mm and

biaxial bending tests (piston-on-three balls, POB) according to

ISO 6872, dedicated to ceramic materials in dentistry. The only

difference with the ISO recommendation was that the surface

of the majority of the samples was polished down to 1 �m

with a diamond paste, to be able to observe the t–m trans-

formation with an optical microscope in Normarski contrast.

In that case, the strength measurements were conducted on

polished and annealed samples (1200 ◦C for 20 min) in order

to suppress any t–m transformation and residual stresses that

may be present after the preparation steps. Strength tests were

performed at a displacement rate of 5 mm/min, using different

testing devices to achieve two stress states: uniaxial tension in

four-point bending with rectangular bars and roller spacing of

35 and 10 mm, and Biaxial bending, with disks in piston-on-

three balls tests (Fig. 1). To investigate the effect of residual

stresses on the strength, a set of “as received” machined disks

were also tested in the biaxial configuration. The biaxial flex-

ure strength, �B was calculated as follows [24]:

�B =
−0.2837P(X − Y)

t2
(1)
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Fig. 1 – Schematic illustration of the piston-on-three balls

biaxial flexural test.

where P is the fracture load, t is the specimen thickness, X and

Y are respectively given by:

X = ln

(

c2

R2

)

+

(

1 − �

2

)

(

c2

R2

)

(2)

Y = (1 + �)

[

1 + ln

(

a2

R2

)]

+ (1 − �)

(

a2

R2

)

(3)

where � is the poison’s ratio, a = 6 mm is the radius of the

supporting circle (Fig. 1), c = 0.795 mm is the radius of contact

area with the piston and R is the radius of specimen.

The stress field in the disk specimen was analyzed using

the finite element (FE) software COMSOL, with Boundary con-

ditions and loading modeled so as to reproduce the conditions

of the piston-on-three balls tests: (i) the loading piston is

allowed to move only vertically; (ii) the applied load was con-

sidered uniformly distributed on the contact area between the

piston and the disk; (iii) the support balls positioned at equal

distance from each other are fixed in position.

3. Results and discussion

3.1. Microstructure and characteristics

A Scanning electron micrograph of the composite after ther-

mal etching is given in Fig. 2. The three phases are visible with

submicron equiaxed zirconia grains (clear grains, with size of

0.6 ± 0.2 �m), micro alumina particles (dark grains with size of

0.3 ± 0.1 �m) located at grain boundaries (and few entrapped

Fig. 2 – SEM micrographs of a polished, thermally etched,

sample of the composite showing the three phases: TZP (Z),

alumina (A) and lanthanum hexaaluminte (L).

inside zirconia grains), and in situ grown elongated plate-

like hexaaluminate grains (length of 1.1 ± 0.4 �m and average

aspect ratio of 6). XRD analysis revealed that the composite

is entirely retained in the tetragonal phase and no detectable

monoclinic zirconia was formed after hydrothermal exposure

for 25 h in an autoclave at 134 ◦C, which indicates an excellent

resistance to aging degradation (Fig. 3). The density and the

Poisson’s ratio of the investigated material are of 5.1618 g/cm3

and 0.31 respectively. The measured values of hardness and

elastic modulus, respectively of 1131 Hv and 245 GPa, are

higher than those of conventional 10Ce-TZP ceramics [27].

3.2. Toughness and R-curve behavior

The determined fracture toughness was about

11 ± 0.3 MPa m1/2. This is slightly higher than reported

values (9.8 MPa m1/2) for 10Ce-TZP/Alumina composites

where the SEVNB method was used [28]. Fig. 4 shows the

crack resistance curve in terms of the stress intensity factor,

KR, plotted versus the crack extension, �a. Starting from an

initial value of 7.2 MPa m1/2, KR increased to a plateau value

Fig. 3 – XRD patterns before and after aging in an autoclave

at 134 ◦C for 25 h.

3



Fig. 4 – Crack growth resistance curve determined on

SENVB specimens.

of 11 MPa m1/2 after a crack extension of 900 �m. This limited

R-curve effect, as compared to the strong R-curve behavior

observed in some Ce-TZP based ceramics [27,29,30] is linked

to the smaller size of the transformed zone observed and the

absence of marked autocatalytic phase transformation for

this geometry (Fig. 5). It can be noticed that the measured

SEVNB fracture toughness corresponds to the maximum

plateau region, corresponding to the long crack regime.

3.3. Flexural strength

3.3.1. Statistical analysis

The strength data were analysed according to the Weibull dis-

tribution [23]:

Pi = 1 − exp
(

−

(

�i

�m

)m)

(4)

where Pi is the probability of failure under an applied stress �i,

m is the Weibull modulus, and �m is a characteristic strength,

corresponding to 63% of probability of failure.

Fig. 6 shows the strength distribution of the two flexural

configurations. The determined average strengths and Weibull

modulus are given in Table 1. The Weibull modulus was the

same for the polished and annealed samples, tested in both

configurations, which is consistent with identical flaw popu-

lation in these samples. The biaxial strength decreased after

polishing and annealing, which may be attributed to the sup-

pression of the compressive residual stresses due to induced

Fig. 5 – Optical micrograph of the transformation zone in a

fractured SEVNB sample.

Fig. 6 – Failure probability versus fracture stress for

4-point-bending (4PB) and piston-on-three balls (POB)

samples. Open symbols correspond to “as received” POB

samples.

Table 1 – Strength, �R, and Weibull modulus, m, obtained 
with 4-point-bending (4PB) and piston-on-three balls
(POB) tests.

Test method Surface condition �R (MPa) m

4PB Polished and annealed 596 ± 38 18

POB Polished and annealed 1470 ± 94 18

POB As received 1626 ± 73 25

phase transformation during machining, as it was already

observed for Ce-TZP/Al2O3 nanocomposites [10,31]. The most

striking result is that 4-point-bending strength was about 2.5

times lower than the biaxial one. Such a large difference is

in line with results published separately on the same mate-

rial, a 10Ce-TZP/30 vol% Al2O3 nanocomposite, for which the

biaxial strengths measured by the piston-on-three balls and

4-point bending methods were reported to be 1422 MPa [32]

and 740 MPa [9] respectively. These differences were not doc-

umented, since each paper had a separate objective.

For ceramic materials, the effect of the loading configura-

tion on the fracture strength is generally well described by

the Weibull analysis [18]. This is achieved by introducing the

effective volume or the effective surface, for volume or sur-

face defects respectively [33]. By applying this analysis, the

predicted ratio between the fracture strengths, �4PB and �POB,

corresponding respectively to the 4PB and POB tests used in

the present work, was calculated as follows:

(

�4PB

�POB

)

=

(

SPOB

S4PB

)1/m

(5)

where S4PB and SPOB are the effective surfaces determined

according to [18], respectively for the uniaxial 4PB and the

biaxial POB flexural tests. With calculated values of 47.6 mm2

and 11.9 mm2 for S4PB and SPOB respectively, the biaxial flex-

ural strength �POB, predicted from the uniaxial measurement

was of 644 MPa. This corresponds only to an increase of 8% and

cannot explain the high value of the measured biaxial flexural

strength.
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Fig. 7 – First principal stress field on the tensile surface for

the biaxial (POB) test.

3.3.2. Finite element analysis of the stress field

The FE modeling allowed to determine the stress distribution

and the maximum principal stresses for the biaxial test. The

stress distribution on the tensile side of the sample for the

applied load at failure, shown in (Fig. 7), is triply axisymmetric,

due to the three supporting balls. A tensile stress concentra-

tion is located at the center of the disk, corresponding to the

position of the loading piston (red area) and the support areas

are subjected to compressive stresses (dark blue areas). In con-

trast with the typical constant stress (between the two loading

points) for the 4PB configuration, the principal stresses show a

fast decay radially toward the disk periphery, as shown along

the 60◦-directions of the tensile plane in Fig. 8. Such profile is

typical of biaxial bending configurations with stress concen-

tration as also reported by Börger et al. for the ball on three

balls test [34].

3.3.3. Transformation behavior

The transformation behavior was investigated considering the

load–displacement curves (Fig. 9) and the evolution of the

transformed zones on the tensile surfaces of both 4PB and POB

Fig. 8 – First principal stress versus distance to the center,

along the 60◦ direction of the tensile plane, for the POB test.

Fig. 9 – Load versus displacement curves in four-point

bending (4PB) and biaxial bending (POB) tests.

samples. For that, some samples were unloaded during the

flexural tests for optical examinations with Normaski inter-

ference contrast, then reloaded. The procedure was repeated

at different loading levels until failure. As shown in Fig. 9,

the loading curves for four-point bending samples were lin-

ear until a stress level corresponding to 90% of the fracture

strength, where a low nonlinearity appeared. In contrast, the

biaxial bending disks showed a nonlinear behavior starting

well before failure at a stress level less than 40% of the fracture

strength for this configuration.

The evolution of the transformation zones, shown in

Figs. 10 and 11 respectively for 4PB and POB samples shows

the autocatalytic nature of the tetragonal to monoclinic phase

transformation in the studied composite and that transfor-

mation occurs before failure for both loading configurations.

However the transformation zones are different. In the biaxial

POB configuration (Fig. 11) transformed bands located at the

center of the sample, where the stress is maximum, appeared

at a low applied stress level (<500 MPa). When the load was

increased, the bands multiplied and propagated radially. From

a load of 935 MPa, a circular transformation zone appeared at

the center of the disk and expanded with a large number of

individual branches as the stress increased. For the rectangu-

lar 4PB specimens (Fig. 10), irregularly spaced transformation

bands with about 30 �m width were observed just before fail-

ure (around 90% of the failure stress). For both configurations,

the fracture was initiated along transformation bands normal

to the maximum principal stress direction. To characterize the

transformation rate, the relative transformed area within a cir-

cle equivalent to the effective surface for the POB disk (white

circle in Fig. 12) was estimated at the failure stress, and was

of 80%. In comparison, this ratio is less than 1% for 4PB bars.

Taking into account to strength sensitivity to the compressive

residual stresses resulting from the phase transformation, the

large transformed zone observed in the biaxial POB tests could

contribute to the high value measured for this configuration.

The load–displacement behavior and the evolution of

the transformation zones confirm the two transforma-

tion stages reported by Rauchs et al. [35] for 9Ce-TZP

zirconia materials investigated under different loading
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Fig. 10 – Transformation zones observed at different applied loads on the tensile surface of a 4-point-bending sample.

configurations: a homogeneous phase transformation, accom-

panied by increasing transformation strain with the applied

stress, and an autocatalytic phase transformation with the

formation of transformation bands normal to the maximum

principal stress. The critical stresses at the onset of the homo-

geneous phase transformation, �H, correspond to the initial

deviation from linearity of the loading curves. The critical

value for the autocatalytic phase transformation, �A, was

Fig. 11 – Transformation zones observed at different applied loads on the tensile surface of a POB disk.
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Fig. 12 – Illustration of the transformation zone at failure.

The circle corresponds to the effective surface for the POB

configuration.

calculated at the first apparition of the transformed bands

for POB disks. For 4PB bars, it was deduced from the linear

stress distribution on the tensile surface, outside the suppor-

ting points. �A was taken as the stress value corresponding to

position of the outer most transformed bands. The experimen-

tally determined values are given in Table 2 for the two testing

configurations. The critical stresses, �H, and �A, are equiva-

lent (within the confidence interval) for the uniaxial 4PB test,

Table 2 – Critical transformation stresses in four-point 
bending (4PB) and piston-on-three balls (POB) tests.

�H (MPa) �A (MPa)

4PB POB 4PB POB

548 870 538 <486

whereas a great difference is observed between the values of

the biaxial POB test. This difference is more important than

that observed by Rauchs et al. [35] when four-point bending

and ring-on-ring tests were compared. It is to note that for the

last configuration, the transformation zone was not continu-

ous as in the current work, but the transformation bands were

randomly oriented in a netlike structure.

In order to determine a criterion for the tetragonal-to-

monoclinic phase transformation, equivalent stresses have

been calculated from the critical stresses of the homogeneous

and the autocatalytic phase transformations for the two inves-

tigated loading configurations. The results are represented in

two types of transformation diagrams [35]: a transformation

diagrams with shear-dilatant criterion in which the hydro-

static stress, �h, is plotted versus the Von Mises stress, �v, and

a multiaxial transformation diagrams based on the maximum

principal stresses, �1, and �2, obtained from the FE calcula-

tions. The diagrams corresponding to the homogeneous and

Fig. 13 – �h–�v diagrams with shear-dilatant criterion (a and c) and multi-axial transformation diagrams (b and d) for

homogeneous (HT) and autocatalytic (AT) transformations. Comparison of the results of the 4PB and POB tests,

corresponding respectively to solid and open circle symbols, with those of Ref. [35].
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the autocatalytic transformations are shown in Fig. 13, where

the results of Rauchs et al. [35] are also reported for com-

parison. They concern a 9Ce-TZP ceramic with grain size

of 2.5 �m, loaded in 4PB and ring-on-ring configurations, for

which the onset of both transformations could be predicted

with the maximum principal stress criterion. For the 4PB and

POB configurations used in this study, the homogeneous phase

transformation occurs in the composite at equivalent stresses

when the Von Mises stress (Fig. 13a) or the maximum prin-

cipal stress (Fig. 13b) are considered. This means that both

criteria could be applied for the homogeneous transforma-

tion. However, neither criteria could be applied to the onset

of the autocatalytic transformation, as in the two transforma-

tion diagrams, it occurs at different equivalent stresses for 4PB

and POB configurations. Both the maximal principal stress and

the hydrostatic stress have significantly lower values for POB

samples. It can thus be concluded that the high strength value

obtained for the biaxial POB tests, can be attributed to the

singular autocatalytic transformation behavior in this configu-

ration, which induces high compressive stresses at the tensile

surface of the samples at early stage of loading.

These results are of importance, since piston-on-three balls

tests are very often used to qualify bioceramics, especially for

dental applications, while it could overestimate strength data

because of a peculiar stress field. Also, it is clear that the com-

parison of strength data in such highly transformable zirconia

based ceramics and composites must not be compared if not

conducted with the same tests. These results also question

about of the most relevant test for a given ceramic product, if

it has to be processed by a transformable ceramic. It may be

argued, for example in the case of a dental implant, that pure

uniaxial bending is the most likely to represent the stress state

during use. On the other side, the fact that the stresses are

localized at the tip of the threats and then decrease rapidly

with distance to the threat tip are in favor of considering a

stress field as in piston-on-three balls. As these composites

are currently developing fast and are considered as potential

materials for dental implants, it is urgent to define the most

relevant tests and to understand/describe better the criteria

applicable for the autocatalytic transformation, in order to

apply correct mechanical behavior laws to the design of these

structures.

4. Conclusion

Strength measurements conducted in uniaxial and biaxial

flexural configurations using 4-point-bending and piston-on-

three balls methods give very different results for highly

transformable zirconia-based composites. The mean strength

obtained for the uniaxial tests was of 596 MPa and that of the

biaxial tests was of 1470 MPa. The large difference between

these values could not be predicted by the statistical Weibull

analysis, as it is generally the case for ceramic materials and

are attributed to different autocatalytic transformation behav-

iors under the two testing configurations.

The results emphasize that a direct comparison between

reported strength values for zirconia based composites is not

always valid. The relevance of a given strength qualification

method to a given product should be checked before the use

as an implant material.
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