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In this letter, we first show electrical spin injection in the germanium conduction band at room

temperature and modulate the spin signal by applying a gate voltage to the channel. The

corresponding signal modulation agrees well with the predictions of spin diffusion models. Then,

by setting a temperature gradient between germanium and the ferromagnet, we create a thermal

spin accumulation in germanium without any charge current. We show that temperature gradients

yield larger spin accumulations than electrical spin injection but, due to competing microscopic

effects, the thermal spin accumulation remains surprisingly unchanged under the application of a

gate voltage.VC 2012 American Institute of Physics. [http://dx.doi.org/10.1063/1.4733620]

The development of semiconductor (SC) spintronics

requires nowadays the creation of a spin polarized carrier

population in the SC conduction band up to room tempera-

ture.1,2 The SC should further be compatible with microelec-

tronics technology, i.e., made of silicon or germanium.3–5

For that purpose, several methods based on spin-dependent

phenomena have been explored in the case of pure silicon

and pure germanium: direct electrical spin injection from a

ferromagnetic metal through a tunnel barrier6–15 charge-to-

spin current conversion using spin-orbit based effects like

spin Hall effect15,16 and spin-dependent thermoelectric

effects such as the Seebeck spin tunneling recently observed

in silicon.17,18 In this letter we have achieved electrical and

thermal spin injection in the conduction band of germanium

at room temperature using the same three-terminal device.

We have further compared their respective efficiency and

modulated the spin signals by applying a back gate voltage.

In this paper, all the measurements have been performed at

room temperature. The gate voltage dependence of the elec-

trical spin signal clearly follows the predictions of standard

spin diffusion models whereas the thermal spin signal

remains surprisingly almost unchanged under the application

of a gate voltage probably due to compensating effects.

The multi-terminal device we used for electrical and

thermal spin injection is shown in Figs. 1(a) and 1(b). The

full stack Ta(5 nm)/Co60Fe20B20(5 nm)/MgO(3 nm) has been

grown by sputtering and annealed on germanium-on-insula-

tor (GOI) wafers15 (Fig. 1(c)). GOI substrates were fabri-

cated using the SmartCutTM process and Ge epitaxial

wafers.19 The transferred 40-nm-thick Ge film was n-type

doped in two steps: a first step (phosphorus, 3� 1013 cmÿ2,

40 keV, annealed for 1 h at 550 �C) that provided uniform

doping in the range of 1018 cmÿ3, and a second step (phos-

phorus, 2� 1014 cmÿ2, 3 keV, annealed for 10 s at 550 �C)

that increased surface nþ doping to the vicinity of 1019 cmÿ3

to make the Schottky barrier transparent. The thickness of

the nþ doped layer is estimated to be 10 nm. The surface of

the GOI was finally capped with amorphous SiO2 to prevent

surface oxidation; this capping layer is removed by using

hydrofluoric acid prior to the growth of Ta/CoFeB/MgO.

GOI wafers are further made of a Si pþ degenerate substrate

and 100-nm-thick SiO2 layer (BOX) to apply a back gate

voltage to the Ge film and modulate spin signals. Finally

conventional optical lithography was used to define the ger-

manium channel and three contacts made of a tunnel spin in-

jector in between two ohmic contacts made of Au(250 nm)/

Ti(10 nm). Soft argon etching is used to remove the 10-nm-

thick nþ doped germanium layer. Here we use a 3-contact

geometry rather than conventional 4-contact measurements

to investigate spin injection in germanium for two main rea-

sons. First the same electrode is used for spin injection and

detection so that it allows to probe spin accumulation at the

ferromagnet/SC interface and verify that spins are injected

far from the interface in the Ge conduction band. Then inter-

face resistances may be too large to observe a sizeable mag-

netoresistance in GMR-type measurements between two

ferromagnetic electrodes due to the very long dwell time of

electrons in the SC channel as pointed out by Fert et al.20

I(V) curves have been recorded using the contact geome-

try A (Fig. 2(a)) and B (Fig. 2(b)) as a function of the gate

voltage VG. Geometry A probes the tunnel junction resistance

(non-local resistance in Fig. 2(d)) which exhibits a clear non-

linear symmetric behavior as expected for pure tunneling

transport while geometry B probes the Ge channel resistance

(R). As expected the tunnel junction resistance exhibits no

gate voltage dependence whereas the channel resistance

increases by 30% from VG¼ 0V to VG¼ÿ50V. Indeed at

negative gate voltage, the carrier density is lowered in the n-

Ge channel and its resistivity is enhanced. For positive gate

voltage, the channel resistance remains constant. We have

then investigated the effect of this gate voltage on the spin sig-

nal. Electrical spin injection/detection measurements havea)Electronic mail: matthieu.jamet@cea.fr.
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been performed at room temperature using the non-local con-

tact geometry A (Fig. 1(a)). We have recently shown that spin

injection takes place in the n-Ge conduction band at this tem-

perature.15 In Fig. 2(c), the magnetic field was applied out-of-

plane along z to obtain Hanle curves (V?: spin precession

around the applied field) and in-plane along x to obtain

inverted-Hanle curves (V==: to suppress spin precession

around interface random fields).21 The finite roughness at the

ferromagnet/SC interface leads to the formation of magnetic

charges that create random stray fields in the Ge layer. When

the applied field is perpendicular to the film plane, it adds to

these random fields and the width of Hanle curves systemati-

cally yields an underestimated electron spin lifetime. The total

spin signal scaling with the full spin accumulation is then

given by VS ¼ V? þ V== and the spin resistance-area product

by RSA ¼ ðVS=IÞ:A, where I is the applied current and A the

ferromagnetic electrode area. The total spin signal increases

with negative gate voltage and the results are summarized

in Fig. 2(d). For VG¼ÿ50V, we obtain DVS=VS

¼ ðVSðÿ50VÞ ÿ VSð0VÞÞ=VSð0VÞ � DR=R � 30%. To be

more quantitative, in the case of spin injection in the Ge con-

duction band and in the frame of the diffusive regime

model,22 the spin resistance-area product is given by

RSA ¼ ðVS=IÞ:A ¼ ðTSP� lcbsf Þ
2 � ðq=tGeÞ, where TSP is the

tunnel spin polarization, lcbsf the spin diffusion length in the

germanium conduction band, and q (resp. tGe) the germanium

resistivity (resp. thickness). Hence if we assume that TSP and

lcbsf remain constant under the application of an electric field,

VS scales as ðq=tGeÞ which is proportional to the channel re-

sistance R. We then expect DVS=VS to scale with DR=R in the

event that spin polarized carriers are injected in the Ge con-

duction band, which is in good agreement with our observa-

tions in Fig. 2(d). We indeed observe the spin signal

increasing with the negative gate voltage down to ÿ50V.

The contact geometry B shown in Fig. 1(b) is used to set

a temperature gradient between Ge and CoFeB by Joule

FIG. 1. Three-terminal geometry used for (a) electrical spin injection (con-

tact geometry A) and (b) thermal spin accumulation (contact geometry B) in

germanium. A back gate voltage VG can be applied to the germanium chan-

nel. (c) Cross section TEM image of the ferromagnet/tunnel barrier electrode

to perform spin injection/detection in germanium. Even after annealing, the

Ta/CoFeB/MgO stack appears as almost amorphous.

FIG. 2. (a), (b) Gate voltage dependence of the tun-

nel junction and channel resistance respectively. (c)

Spin signal recorded with the applied field in-plane

(V==) and out-of-plane (V?) for two different gate

voltages 0V and ÿ50V. Solid lines are lorentzian

fits. (d) Evolution with the gate voltage of the chan-

nel resistance, tunnel junction resistance (measured

at a bias current of 100lA) and the spin signal in %.
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heating. A charge current up to 10mA (heating power den-

sity: 20 lW lmÿ3) is applied in the Ge channel to rise its

temperature. The temperature difference between Ge and

CoFeB: DT ¼ TGe ÿ TCoFeB leads to a spin accumulation in

Ge without any tunnel charge current provided that the tun-

nel spin polarization TSP is energy dependent.17,18 The

Hanle and inverted Hanle curves as the ones shown in Fig.

3(a) are identical for both directions of the Joule heating cur-

rent which means that the sign and magnitude of spin polar-

ization induced in Ge are the same for both current

directions. Moreover, in Fig. 3(b), the clear dependence of

V? and V== on I2 shows that spin accumulation is related to

the heating power in good agreement with the tunneling spin

Seebeck mechanism. In comparison, the electrical spin accu-

mulation is linearly dependent on the applied current. In a

previous work, we have shown that the spin resistance-area

product RSA in Ge at room temperature shows no bias voltage

dependence:15 RSA¼ðVS=IÞ:A¼ cte. Hence VS scales linearly

with the applied current I in good agreement with our findings.

In the whole current range, tunneling spin Seebeck is the most

efficient mechanism to create spin accumulation in Ge.23 Con-

sidering the geometry of our device, the heat mainly flows

from the Ge film through the thin BOX layer down to the Si

substrate. This makes our device far from being designed to

create a large temperature difference between Ge and the ferro-

magnet: it is rather designed to apply an electric field to the Ge

channel using a back gate voltage. This heat leakage through

the BOX layer also explains why we have to inject so much

heating power to observe thermal spin accumulation. However,

any quantitative estimation of the temperature difference

between Ge and CoFeB is clearly out of the scope of this letter

since several parameters are unknown like the interface ther-

mal resistances, heat radiation from the sample, and lateral ver-

sus vertical heat flows.

Finally, in Fig. 3(c), we have investigated the gate volt-

age dependence of thermally created spin accumulation in

Ge. Surprisingly, at least in the low current regime

(<5mA), spin signals remain unchanged under the applica-

tion of VG¼ÿ50V. Indeed in this regime and at constant

current I, the Ge channel resistance R and thus the heating

power RI2 increases by �30% up to VG¼ÿ50V. In the lin-

ear response regime, VS is expected to scale with the heating

Joule power and hence should also increase with a negative

gate voltage.17 From a microscopic point of view, the ther-

mal spin accumulation (VS) depends on the finite energy de-

rivative of the TSP (@�ðTSPÞ) and on the number of hot

electrons promoted above the Fermi level in Ge by Joule

heating. For increasing heating power, @�ðTSPÞ remains con-

stant whereas the number of hot electrons increases which

leads to larger spin signals (VS %). However, by applying

VG¼ÿ50V, the Fermi level in Ge is lowered to the bottom

of the conduction band so that the overall number of hot

electrons decreases (VS &) and both effects seem to com-

pensate at low currents. For higher currents, some more

complex mechanisms may be involved which needs further

investigations.

In summary, we have shown both electrical and thermal

spin accumulations in germanium at room temperature using

the same three-terminal device. The electrical spin signal

could be manipulated by applying an electric field to the Ge

channel. Despite the inadequate device geometry, we could

detect a thermally created spin accumulation in Ge without

any tunnel charge current as a consequence of the tunneling

spin Seebeck effect. Moreover, we could show that two mi-

croscopic mechanisms compensate each other when we

apply a back gate voltage to the Ge channel which leads to

almost no variation of the thermal spin accumulation.
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FIG. 3. (a) Comparison between electrically (open squares) and thermally

(open circles) created spin accumulations in germanium. Solid lines are Lor-

entzian fits. (b) Current dependence of electrically and thermally created

spin accumulations in germanium along with the corresponding linear and

parabolic fits (solid lines). (c) Gate voltage dependence of the thermally cre-

ated spin accumulation. Solid lines are parabolic fits and a characteristic

error bar is reported on the graph.
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