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Electrical conductivity and high dielectric constant are in principle self-excluding, which makes the terms
insulator and dielectric usually synonymous. This is certainly true when the electrical carriers are electrons,
but not necessarily in a material where ions are extremely mobile, electronic conduction is negligible, and the
charge transfer at the interface is immaterial. Here we demonstrate in a perovskite-derived structure containing
five-coordinated Ti atoms, a colossal dielectric constant (up to 109) together with very high ionic conduction
10−3 S cm−1 at room temperature. Coupled investigations of I -V and dielectric constant behavior allow us to
demonstrate that, due to ion migration and accumulation, this material behaves like a giant dipole, exhibiting
colossal electrical polarization (of the order of 0.1 C cm−2). Therefore it may be considered as a “ferro-ionet”
and is extremely promising in terms of applications.

DOI: 10.1103/PhysRevMaterials.1.032001

The perovskite structure was initially discovered in CaTiO3

by Gustav Rose in 1839 and named after the famous miner-
alogist Lev Perovski. Ever since then, perovskites, as well
as their derived structures, have demonstrated outstanding
properties. These span, for instance, from ferroelectricity and
piezoelectricity in BaTiO3 and in Pb(ZrxTi1-x)O3 [1–4], to
unrivaled high critical temperature for superconductivity in
the cuprates [5,6], and include also colossal magnetoresistance
in the manganites [7]. Among the derived structures from
perovskites, the M2Ti2O5 family (with M an alkaline element)
constitutes a peculiar class of materials. As a matter of fact,
the titanium atoms in these materials are of five-coordination,
which initially raised the question of their structure and
chemical stability in the 1960s [8,9], and the structure is
lamellar, with planes of pyramids separated by the alkaline
elements. We present here the first electrical study of Rb2Ti2O5

and demonstrate extremely unusual and interesting properties.
In particular, we show that when oxygen vacancies are created
in the material, the dielectric constant and the electrical
polarization reach unprecedented values such as 109 and
0.1 C cm−2, respectively, which we attribute to high ionic con-
duction of the order of 10−3 S cm−1, together with extremely
low electronic conductivity (lower than 10−8 S cm−1). These
two combined properties make the material simultaneously
a superionic conductor and an extremely good dielectric,
promoting this material as an ideal candidate for applications,
especially in supercapacitors.

M2Ti2O5 samples. Crystals of M2Ti2O5 were synthesized
using the technique described in the Supplemental Material
[11]. The crystals take the shape of long transparent needles
of typical length about 1 mm. In Fig. 1 is displayed the atomic
structure of M2Ti2O5. This structure was known to be C2/m

for M = K [8,9], and we have shown through x-ray diffraction
(XRD) experiments presented in the Supplemental Material

*Corresponding author: brigitte.leridon@espci.fr

[11] that it is also the case for M = Rb. For the electrical
measurements, we mostly focused on Rb2Ti2O5 samples.

Electrical measurements: I -V curves. Several crystals of
Rb2Ti2O5 of typical dimensions 200 μm × 400 μm × 1 mm
were isolated and contacted using silver wire two-probe
contacts glued with carbon paint. (See the photograph in
Fig. 1 in the Supplemental Material [11].) Typical contact areas
were about 0.1 mm2. Other types of contacts and electrodes
were experimented with, and all gave similar results. (See the
corresponding paragraphs in the Supplemental Material [11].)

The electrical resistivity of the as-grown Rb2Ti2O5 crystals
was found to be extremely high (typically above 108 � cm).
However, after annealing under helium atmosphere at 400 K
for a couple of hours, the resistance at 300 K went down
by at least 4 orders of magnitude. We hereafter refer to this
process as “activation” of the material and will discuss later
a possible interpretation. The material could be subsequently
“deactivated” by annealing under oxygen atmosphere, which
tends to indicate that the mechanisms at play are redox
processes.

In Fig. 2 is displayed the I -V curve of an “activated” single
crystal at 260 K, for an oscillation frequency of the applied
voltage of 1.2 mHz. This hysteresis curve is typical of what
is found in the 200–330 K temperature range, although the
current is maximal at 260 K. Outside this temperature range, by
contrast, the I -V curve is typical of a simple small capacitance
in parallel with a high resistance corresponding to a resistivity
value of about 108–109 � cm. (See Fig. 2 of the Supplemental
Material [11].) Please note that the curve is not self-crossing
and is odd with respect to voltage. The difference between
σON and σOFF, defined as indicated in Fig. 2, characterizes the
current hysteresis.

The inset of Fig. 2 represents the polarization, calculated
by integrating over time the measured current and dividing by
the area of the contacts, as a function of the applied voltage.
Such cycles are indeed evocative of a ferroelectric behavior.
The colossal value of this polarization, of about 0.2 C cm−2,
is noteworthy. For the whole set of measured samples, the
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FIG. 1. Crystal structure of M2Ti2O5, visualized using VESTA

[10] software. (a) View along the c axis. (b) View along the b axis,
evidencing the lamellar structure. The (Ti2O5)2− planes are composed
of staggered upside and downside oxygen pyramids that share either
a vertex or an edge. The Ti atoms (in blue) are inside the oxygen
pyramids (oxygen atoms are in red). These planes are separated by
the M = Rb or K atoms (in pink).

integrated charge was typically of the order of 100 μC and the
corresponding polarization typically about 0.1 C cm−2.

Relevance of a structural transition. Since the I -V and
P -V curves of Fig. 2 are strongly evocative of a ferroelectric
response, the possible existence of structural transitions at
around 330 and 200 K, which could explain the strong
polarization of the system, was investigated. The powder X-ray
diffractograms of Rb2Ti2O5 at temperatures spanning from
100 to 400 K are displayed in Fig. 10 of the Supplemental
Material [11], fully consistent with a C2/m centrosymmetric
structure and exhibiting no indication for a structural transition.
The obtained lattice parameters are given in Table I of the
Supplemental Material [11]. As a matter of fact, similar results
were obtained for a sample activated by vacuum annealing or
N2 annealing at 400 K (see Fig. 11 in Supplemental Material
[11]). These results allowed us to discard the possibility of a
structural transition toward a conventional ferroelectric state
for both as-grown and activated samples, at least to the level
of precision of the XRD. (XRD data are not able to infer the
presence of vacancies at the O sites.)

Permittivity measurements. The dielectric constant as a
function of temperature and frequency was also investigated
and the results are displayed in Fig. 3. The complex admittance
of the sample was measured using a Solartron 1296 Dielectric
interface and a Solartron 1260 impedance/gain phase analyzer,
and the corresponding equivalent dielectric constant εr = ε/ε0

was extracted. In Fig. 3(a) the real part of the dielectric constant
is plotted in logarithmic units. It increases by up to 6 orders
of magnitude from high to low frequency between 200 and
320 K and reaches a value of more than 108 at 300 K at

FIG. 2. Typical measured current versus applied voltage for a
single crystal at 260 K (for a sawtooth voltage with ω = 1.2 mHz). For
this sample the crystal size is about 200 μm × 400 μm × 1000 μm.
The peak current density is about 10 mA cm−2. Inset: Corresponding
polarization versus applied voltage. Note the colossal value of the
polarization. For a typical sample, the integrated charge is of the
order of 100 μC, which divided by the contact area gives a density
of polarization of the order of 0.1 C cm−2.

0.01 Hz. The imaginary part of εr , displayed in Fig. 3(b), is
found to follow a similar behavior. In Fig. 3(c) are plotted
the real and imaginary parts of εr as a function of frequency
for three different temperature values. While the curves are
featureless at 170 and 400 K, the curves at 300 K exhibit
two distinct regimes separated by a cutoff frequency ωC of
about 10 Hz.

Remarkably enough, below this cutoff frequency, the
imaginary and real parts of the dielectric constant seem
to converge to the same frequency behavior approximately
following 1/

√
ω [see Fig. 3(c)]. This observation is typical of

ionic diffusion processes as described by Warburg impedances
[12] evolving as ZW ∝ (1 − j )/

√
ω in the case of an ideal

semi-infinite system with a perfectly flat electrode interface.
It is related to the presence of a diffusion layer in the system,
whose thickness increases when ω decreases. Therefore this
Warburg element points toward an electrolyte nature for the
material. Figure 3(d), displaying Cole-Cole [13,14] plots
acquired at 260 and 300 K, gives a better picture of the diffusion
mechanism. Below 5–10 Hz the linear relation typical of the
ionic diffusion is clearly evidenced through the existence of a
constant phase element.

These results were reproduced for many different single
crystals and polycrystals of Rb2Ti2O5−δ (see the Supplemental
Material [11]) and were also observed in K2Ti2O5−δ , although
most of the study was performed on Rb2Ti2O5−δ . Here δ refers
to the reduction process occurring during the annealing. Its
value depends on the annealing conditions, and systematic
measurements of δ will be the object of another study.
For as-grown samples or samples annealed at 400 K under
oxygen atmosphere, the effects are strongly reduced and the
sample is equivalent to a capacitor with a parallel resistance
of very high resistivity larger than ∼109 � cm. (See the
corresponding maps for oxygen-annealed crystals in Fig. 4
of the Supplemental Material [11].)
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FIG. 3. Top: Dielectric constant of a helium-annealed monocrystalline sample. (a) Re(εr ) and (b) Im(εr ) as a function of temperature and
frequency with VAC = 100 mV. Bottom: (c) Re(εr ) (red squares) and Im(εr ) (blue dots) curves vs frequency for the corresponding temperatures:
170, 300, and 400 K. The dotted line represents the measurement threshold. (d) Cole-Cole plot of the permittivity at 300 K [corresponding to
the upper curves in (c)], exhibiting a linear part with a slope of about 0.9. Red line: Electrical model pictured in Fig. 4(a), with parameters
RI = 3 × 105 �, Cmax = 1.5 × 10−6 F,Cw = 30.7 × 10−9 F,W = 5 × 107 F s−1/2. The fact that the slope of the line is close to 1, and that
Re(εr ) and Im(εr ) tend to 1/ω1/2 variation at low frequency, points toward a Warburg-type impedance, characteristic of a diffusion process.

In Fig. 4(a) is displayed another permittivity curve obtained
under ambient atmosphere as a function of frequency. In this
case, the “Warburg” impedance element is slightly modified
and a saturation effect for Re(εr ) appears at low frequency. The
curves indeed exhibit three distinct regimes: the saturation at

low frequency, the Warburg regime with slope −1/2, and a
conduction regime where Im(εr ) has a slope −1 with log(f).

We are then able to propose an equivalent electrical model
for the samples, which is pictured in the inset of Fig. 4(a). In
this equivalent circuit model, Cmax is the maximal capacitance

FIG. 4. (a) Real and imaginary parts of the relative permittivity εr = ε/ε0 as function of frequency at 300 K under ambient pressure and
temperature conditions. Re(εr ) shows a saturation at low frequency corresponding to accumulation of ionic species on the edges of the sample.
Inset: Equivalent electrical model for the samples, accounting for the Cole-Cole plots of Fig. 3(d). (b) Ionic conductivity σI extracted from
the high-frequency value of Re(ε) plotted as a function of temperature. σON and σOFF are extracted from the I -V curves as shown in Fig. 2.
The difference between σON and σOFF characterizes the existence of the ferroelectric-like cycles and the figure evidences the strong correlation
between the existence of the hysteretic cycles and the ionic conductivity.
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that can be attained by the sample. This corresponds to the
maximum of dielectric constant εr ≈ 109 and describes a
microscopic situation where all the negative ionic species are
stacked at one edge of the crystal and the positive ionic species
at the opposite edge. The polarization is then maximal. This is
attained at extremely low frequency and for sufficient value of
the electric field, where the crystal behaves like a double-layer
supercapacitor. The second capacitance CW in parallel with
the Warburg impedance element determines, together with RI ,
the cutoff frequency ωC = 1/RICW that separates the Warburg
regime, where the diffusion layer is experienced by the system,
from the regime of freely moving ions characterized by the
resistivity RI at high frequency, when edge effects are not
relevant anymore. This electrical model accounts reasonably
well for the Cole-Cole plot of Fig. 2(d). The conductivity
σI = R−1

I is plotted in Fig. 4(b) together with σON and σOFF

extracted from the I -V curves as a function of temperature.
The excellent agreement between these values allows one to
establish, without any doubt, that the origin of the hysteretic
cycles and of the giant polarization is the presence of these
extremely mobile ions.

Colossal permittivity due to ionic motion. The most salient
feature of this new material is its colossal dielectric constant
(up to 109 at low frequency under ambient atmosphere). This
observation is corroborated by independent measurement of
the electrical polarization through the I -V data, which is
also remarkably high and quantitatively consistent with the
dielectric constant values.

This anomalously high value of the polarization suggests
the existence of a macroscopic dipole in the sample. This
dipole is shown to be related to ion displacements in the
material, as ion diffusion is attested by the presence of a
Warburg element as explained above. It is established that
this dipole is maximal between 200 and 320 K, precisely
in the range where the ionic conductivity extracted from
the equivalent permittivity measurements is maximal. This
macroscopic dipole can only exist provided the electrodes are
ion blocking. This has to be the case, since for any combination
of electrodes, the presence of a giant moment and a Warburg
element is observed. This Warburg element corresponds to the
local accumulation of charges that build up an electric field,
which corrects the external field. If the electrodes were not
ion blocking, such a charge accumulation could not occur. In
addition, for evaporated gold electrodes that are specifically
ion-blocking, the same results are obtained. (See Fig. 6 in
the Supplemental Material [11].) Another condition for the
observation of such a high dielectric constant is that at least two
ionic species of opposite signs are involved in the process. If
only one were at play, the high capacity would be in series with
a low capacity, which would be detrimental to εr . This may
explain, indeed, why this material is the first ionic conductor
where such a high dielectric constant is reported.

The fact that annealing under oxygen-depleted atmosphere
strongly enhances the polarization and the dielectric constant
and annealing under oxygen strongly decreases it (see Fig. 4 in
Supplemental Material [11]) points toward the role of oxygen
vacancies. The presence of O vacancies is also highly sus-
pected since reversible color changes are observed with anneal-
ing [15]. (See the last paragraph in the Supplemental Material
[11].) In this case, a possible mechanism could be the creation

of a Frenkel anionic defect or (using the Kröger-Vink notation)

OO−→V ··
O + O ′′

i

where one oxygen atom gives one vacancy and one interstitial
oxygen ion O2−. This mechanism is thermally activated
and the oxygen-poor atmosphere favors the evaporation of
oxygen. In this case, when escaping the sample, the O2−
should leave behind negative charges:

O2− −→ 1
2 O2 + 2 e−

When the material is annealed under oxygen atmosphere,
then the reverse processes should take place.

Natural candidates for the migrating ions are therefore the
oxygen ions and/or vacancies, but further work has to be
carried out in order to decipher the exact nature of these
ions. As a matter of fact, we cannot discard any possible
contamination by water vapor during even brief exposure to
atmosphere. This would open the possibility for other mobile
ionic species such as protons or hydroxide ions, etc... In any
case, the mobility appears to be favored by the presence of
oxygen vacancies, but it is also necessary to understand the
mechanism for suppression of motion above 330 K.

Another titanate known for its high dielectric constant is
CaCu3Ti4O12 (CCTO) [16,17]. In this compound, a giant
dielectric constant (about 103−105, so still 4–5 orders of
magnitude smaller) and “relaxorlike” behavior has been
evidenced and attributed either to internal barrier effects
[18] or to the presence of oxygen vacancies [19]. On the
other hand, entropy-stabilized oxides have been shown to
exhibit very high dielectric constant (104) [20] and superionic
conduction [21]. However, in these previously discovered giant
dielectric constant materials [16,17,20,22,23], the dielectric
constant shows a conventional behavior without ionic diffusion
processes such as Warburg elements.

The ionic conductivity σI extracted from the I -V measure-
ments is of the order of 10−3 S cm−1 at room temperature,
which makes this material a superionic conductor. The
electronic conductivity is estimated from the value of the
resistance outside the temperature range where the material
shows charge accumulation and is found to be lower than
10−9 S cm−1. This extremely low electronic conductivity is
consistent with band-structure calculations presented in Fig. 12
in the Supplemental Material [11] that show that the material
is electronically insulating with a gap of 3.53 eV. This proves
that the reduction process due to annealing has a negligible
effect on the electronic doping, which is at odds with what is
observed in other perovskites (see, e.g., [24] and references
therein) or in memristive titanium oxide devices [25].

It is this combination of extremely small electronic con-
ductivity and relatively high ionic conductivity that makes
the system behave like a giant dipole. This also implies that
charge transfer at the electrode interfaces is negligible; the
carriers are confined in the sample and then accumulate at the
edges.

Why is the reported colossal dielectric constant not uni-
versal to all superionic conductors? As a matter of fact, the
dielectric constant of most solid electrolytes is usually not
reported to be very high. For instance, sodium-beta-alumina
has a dielectric constant along the c axis, which is the
nonconductive direction, of about ∼200 [26]. An explanation
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may be that, in order to protect the colossal dielectric constant,
the electronic conductivity needs to be extremely small (and
the charge transfer at the interfaces immaterial). In most of
the oxygen-conducting electrolytes, for instance, the presence
of vacancies is generally known to dope the system and
increase its electronic conductivity, which is detrimental to
ε due to possible screening from the electrons or holes.
Recent results on a polymer-based solid electrolyte report a
very high dielectric constant [27], which could be explained
by the above proposed mechanism, although no hysteretic
behavior is reported to our knowledge. On the other hand,
some titanium-based perovskites have been reported to be
good oxygen conductors [28]. Another explanation could
be that the mechanism has to imply at least two different
ionic species with charges of opposite signs, as demonstrated
above.

The remarkable properties of this material make it in-
teresting for applications, in particular, for the realization
of supercapacitors for energy storage [29,30]. Its high ionic
conductivity and very low electronic conductivity are par-
ticularly interesting for its use as a solid electrolyte. The
above-described properties were also observed on a ceramic,
and work is in progress to characterize the ionic behavior in
this material at the nanoscale [31].

Conclusion. We have demonstrated a colossal dielectric
constant (up to 109, so 2–3 orders of magnitude larger than the
current state of the art in crystals) in a lamellar perovskite
structure of chemical formula Rb2Ti2O5−δ . Evidence has
been provided that this material behaves like a ferroelectric

material in the temperature range 200–320 K, although its
crystal structure does not belong to pyroelectric classes. The
presence of Warburg impedance elements in the permittivity
at low frequency points toward the existence of ionic diffusion
processes. We provide an explanation in terms of a giant
dipole created by ion migration inside the sample with the
creation of a diffusion layer due to accumulation near the
interfaces with the electrodes. A correlation between ionic
conductivity and the polarizability character is demonstrated.
This material may therefore be qualified as a “ferro-ionet”
by analogy to ferro-electrets. It realizes at the same time a
colossal dielectric constant at low frequency together with
a high internal ionic conduction. These findings in a crys-
talline solid (single crystal or ceramic) open new possibilities
in particular for the realization of solid electrolytes and
supercapacitors.
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