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Theoretical study of graphene doping mechanism by iodine molecules

The adsorption of iodine atoms and molecules on graphene is studied in detail, using first-principles calculations that include non-local correlation effects by means of van der Waals density functional approach. Structural, energetic and electronic structure properties of these systems are reported. We demonstrate that graphene surface can be doped by atomic and molecular iodine. An upward shift of the Dirac point from the Fermi Level, with values of 0.45 eV and 0.08 eV are observed, for adsorbed atoms and adsorbed I 2 respectively . It corresponds to graphene hole densities to be around 1.2 × 10 13 cm -2 to 3.9 × 10 11 cm -2 . We also show that the iodine molecule does not dissociate in contact with pure graphene monolayer. Calculation of the surface free energy reveals that the orientation of the adsorbed iodine molecules crucially depends on its concentration and the system temperature. The corresponding phase diagram

Introduction

Graphene layer is one of the most prominent nanoscale material currently studied. The confinement in two dimensions and the high symmetry of this two dimensional material lead to interesting electronic and transport properties. Indeed graphene is a zero-gap semiconductor with a linear dispersion of the conduction and valence bands at the Fermi level. Important efforts are made to tune these properties, among them the adsorption of halogen molecules on the surface of graphene mono-layer is a promising approach, due to the diversity of halogen element properties and the variety of structures formed. 1 The adsorption of halogen atoms and molecules on graphene layer has been studied theoretically as well as experimentally to tune the electronic structure of graphene layer. [2][3][4][5][6][7][8][9][10] Rudenko et al. 2 were the first to study, at the density functional theory (DFT) level, the adsorption of diatomic halogen molecules on graphene using van der Waals vdW-DF functional, 11 that includes non-local correlation effects seamlessly, for geometry optimizations. Neglecting dispersion effects on the electronic structures, they conclude that iodine molecules withdraw electrons from graphene. More recently Luo et al., 5 have studied the adsorption of halogen atoms on graphene using a semi-local functional only. Again they state that an iodine atom can accept 0.5 electron from the carboneous substrate. These results are in line with previous studies: 0.38 and 0.46 electron from Ref. 6 and Ref. 7 respectively. Besides, very recently a work combining experimental and theoretical determination, of the adsorption strength, and of the charge transfer for Br 2 in gaz phase in interaction with graphene appears. 12 The maximum charge transfer is obtained when the graphene is fully covered by Br 2 molecules, however the corresponding hole densities extracted from DFT calculations remains one order of magnitude smaller than the experimental data.

On the experimental side, Chu et al. 3 show that upon adsorption a Raman shift of the G-peaks, around 7.1 cm -1 , is observed indicating successful doping with iodine molecules. In fact if the Dirac cone is preserved, 13 the Raman G band shift due to p-doping corresponds to a hole areal density of 8 × 10 12 cm -2 . 14 Ghosh et al. 4 study the interaction of halogen molecules on graphene and they find that the decrease in the I 2D /I G ratio is minimum for I 2 . It demonstrates that the magnitude of molecular charge-transfer between iodine and graphene is the lowest among the halogens. More recently solution-deposition of I 2 adsorbed on graphene surface have been performed by D'Arsié et al. 8 Electrical measurements show that the dopants increase the graphene sheet conductivity by 19% around 300 • C, without deteriorating its lattice structure.

In the same spirit, it has been shown that the conductivity of carbon nanotubes-based fibers doped by iodine can exceed the electrical conductivity of metals, 15 but the origin of the enhancement remains unclear.

In this work, the adsorption of atomic and molecular iodine species at various concentrations on graphene layer is studied using fully self-consistently the non-local optB86b-vdW functional . 16 We present our investigations of the structural, energetic properties as well as the electronic structure of graphene monolayer decorated by iodine species. Computational details are described in Sec.II. Then our results of adsorbed iodine atoms and molecules are reported in Sec.III and Sec.IV respectively. We show that an electron transfer of 0.46e from the graphene layer to an iodine atom is obtained suggesting an efficient hole doping of graphene, by atomic iodine. Interestingly we prove that I 2 molecules do not dissociate spontaneously on a pristine graphene monolayer, since molecular state is more stable that the dissociated one, at any coverage values. Simulation of the thermodynamic properties of adsorbed I 2 as a function of the coverage and the iodine chemical potential are also presented. This allows us to prove that a modification of the iodine concentration leads to a phase transition in the adsorption modes. We conclude, in the Sec.V, that the conductivity of graphene can be adjusted by changing the concentration of I 2 . The calculated electronic transfer suggests a p-doping of graphene, as reported in the literature.

For the carbon structures, we use a lattice constant of graphene equal to a 0 = 2.46 Å, close to the experimentally obtained value (2.459 Å) for a graphite at low temperatures. 17 We also add a vacuum region of 20 Å to avoid interaction between periodic images in the z direction. In order to determine the effects of the adsorbed impurity concentrations, several hexagonal cells containing from 2 to 200 carbon atoms in interaction with iodine atoms and molecules are considered. So we use (1 × 1) to (10 × 10) primitive cells of graphene, where (1 × 1) and (10 × 10) corresponds to 50% (C 2 I or C 2 I 2 ) and 0.50% (C 200 I or C 200 I 2 ) of iodine concentration respectively. In the following, we investigate three high symmetry adsorption sites of iodine atom on graphene, i.e the B Bridge, H hollow and T Top sites, as illustrated in Fig. 1. Besides we consider six in-plan (subscribed with ) and three perpendicular (subscribed with ⊥) configurations of adsorbed iodine molecule, see Fig. 2. Isolated iodine molecule is simulated, in a 36×36×36 Å 3 box, yielding an interatomic distance of 2.67 Å at best, depending of the exchange-correlation functional choice, a value very close to the experimental one (2.666 Å). [START_REF] Pauling | The Nature of the Chemical Bond and the Structure of Molecules and Crystals: An Introduction to Modern Structural Chemistry[END_REF] To validate our choice of xc-functional, we have assess several combinations of exchange and correlation functionals, against several geometric parameters. Among them we have studied a graphite structure containing 4 carbon atoms in its primitive cell with an interlayer distance of 3.35 Å in good agreement with experimentally obtained value. [START_REF] Lewin | Handbook of Fiber Chemistry[END_REF] The structural and electronic properties of iodine-graphene systems are obtained using the Vienna ab initio simulation package (VASP). [START_REF] Kresse | [END_REF][21][22][23] Ions cores are modeled with projector augmented wave (PAW) pseudopotentials. 24 The 2s and 2p states of carbon, 5s and 5p states of iodine are treated explicitly in the valence. The plane-wave basis set cutoff energy is set to 400 eV with a Gaussian smearing method 25 [30][31][32] We can compare the energy stability of all structures via the adsorption energy

E (n,m) ad
of doped graphene calculated from the following equation:

E (n,m) ad = E In@graphene - n m E Im -E graphene , (1) 
where E In@graphene is the total energy of doped graphene with an iodine atom (n = 1)

or a molecule (n = 2), E Im is the energy of single free doping iodine atom (m = 1) or molecule (m = 2) and E graphene is the total energy of the pristine graphene. E ad .

Based on the linear dispersion of the band structure near the Dirac point, the charge carrier density (either electron or hole) of doped graphene can be estimated using the following equation:

N e (N h ) = 1 π( v F ) 2 | E F -E D | 2 , (2) 
where N e (N h ) is electron (hole) areal density, v F = 1.1 × 10 6 m/s is the Fermi velocity of graphene, i.e., v F = 7.24 eV.Å extracted from our calculation on the graphene primitive cell. It is consistent with previous theoretical and experimental values. 14,33 E F and E D are the energy position of the Fermi level and of the Dirac point respectively.

We also study the effect of the temperature T and the iodine activity a, in the socalled ab initio thermodynamics approach. It allows one to estimate the effects of the environment and the experimental conditions since the activity is a general term which can represent either the pressure p in case of the perfect gas or the molarity c in case of an ideal diluted solution. Experimentally, graphene layer has been in contact with a solution-deposition of I 2 8 or in iodine vapor. 4 These environment acts as reservoirs for I 2 , giving iodine to the graphene layer without changing the temperature or the activity. The general expression of the surface free energy, ∆G(T, a) is :

∆G(T, a) = 1 A (G I 2 @Surf -G Surf -∆N I 2 µ I 2 -∆N C µ C ), (3) 
where A is the area of the surface unit-cell; G I 2 @Surf and G Surf are the Gibbs free energies of the iodine-graphene system and the pristine, respectively. µ I 2 and µ C are the chemical potentials of the iodine molecules and carbon atoms. ∆N I 2 and ∆N C are the difference of numbers of iodine molecules and carbon atoms in the system with respect to a reference state, usually the clean surface. In this work, only the number of iodine molecules varies, while ∆N C is kept to zero. In general, calculations of the surface free energy of adsorption require to include variations of the vibrational energy of different structures. To overcome it, one can simply neglect all the vibrational contributions to the free Gibbs energy. 34 In this case, only the total energies are the predominant terms.

The surface free energy becomes:

∆G(µ I 2 ) = ∆E(µ I 2 ) ≈ 1 A (E I 2 @Surf -E Surf -∆N I 2 µ I 2 ) . (4) 
This equation establishes a direct connection between the chemical state of the surface and the reaction's conditions assuming that the surface's equilibrium state is defined as the one minimizing its energy. The other possibility is to account for the vibrational terms, but assuming that the two vibrational contributions; i.e before and after the adsorption, are equal. The surface free energy is then:

∆G(µ I 2 ) ≈ 1 A E I 2 @Surf + F vib I 2 @Surf -E Surf -∆N I 2 µ I 2 , (5) 
where the term F vib I 2 @Surf stands for the vibrational energy of the adsorbed species only

. It can then be expressed as

F vib I 2 @Surf = E vib I 2 @Surf -T S vib I 2 @Surf , (6) 
where E vib I 2 @Surf and S vib I 2 @Surf correspond to the zero-point energy and the entropic term, respectively. They are explicitly calculated using formulas extracted from. [START_REF] Mcquarrie | Statistical Mechanics[END_REF] The T and a dependence is given by I 2 chemical potential µ I 2 (T, a) and it corresponds to

µ I 2 (T, a) = E I 2 + μI 2 (T, a 0 ) + k B T ln a I 2 a 0 , (7) 
where E I 2 is the energy of single free doping iodine molecule and μI 2 (T, a 0 ) includes rotations and vibrations of molecule. It can be either taken from first-principles calculations or deduced from experimental values (entropy and enthalpy) usually summarized in thermodynamic tables. [START_REF] Stull | JANAF Thermochemical Tables[END_REF] The term a I 2 /a 0 represents the ratio of the partial pressure of the I 2 molecules as well as the ratio of their molarities depending on the environment.

Non-local correction functionals

In Although all the tested non-local functionals are roughly equivalent, optB86b-vdW functional results are used for the following discussion.

Iodine atoms on graphene layer

We first report the variation of the adsorption energy and the height between the adatom and graphene monolayer at various concentrations. Table 2 summarizes them.

Mind that there is a maximum concentration of adsorbed iodine (about 12.5%), since beyond threshold value, adsorbed atoms get too close together rising the total energy due to a too strong repulsion between nuclei. As soon as the adatoms are enough isolated, below the 1.39% threshold value, the three adsorption sites are energetically equivalent. However above this value, the energy differences between adsorption sites remain around 20 meV at maximum. This indicates that adatoms can surely move easily from one adsorption site to another, at room temperature. It can be also seen that the distance between the iodine adatom and the graphene layer is about 3.3-3.4 Å, for all the concentration except the highest one. It clearly indicates that iodine adatom is physisorbed on a pristine graphene, with a relatively small value of adsorption energy.

The effects of the electron transfer between the two subsystems on the electronic structure properties of the graphene layer are shown in Fig. 3 at low concentration of impurities in bridge positions, i.e 2.00%. From the band structures in Fig. 3a, it is clear that despite the halogen atom's physisorption, ,with a weak adsorption energy of -0.82 eV, the intimate electronic structure of the graphene monolayer remains the same: the conical crossing band at K point is still present upon adsorption at low concentration. This is clearly different from the fluorine on graphene 38 case for instance. However the Dirac point is shifted above the Fermi level (0.45 eV), corresponding to an electronic transfer from the graphene layer to the iodine atom. From Eq.2, the corresponding areal hole density is around 1.2 × 10 13 cm -2 suggesting an effective hole doping of graphene.

Besides, an impurity band due to the iodine atom appears just below the Fermi level.

As shown in Fig. 3b this resonance, partly below the Fermi level, can be attributed to localized p-type orbitals of the halogen atom, with a net predominance of the p x state. it means that the electron of the graphene layer is transferred to occupy the last unoccupied 5p state of I adatom, a clear evidence of the stronger electronegativity of the iodine atom compared to the carbon one.

Like all of the other halogens, iodine occurs naturally as a diatomic molecule I 2 , in solid or gaseous form. So it remains questionable to discuss the interaction of single iodine atom with graphene substrate. Energetically speaking, if one estimates the adsorption energy

E (1,2)
ad , which includes the dissociation energy, for each different adsorption sites and at various iodine concentrations, all the corresponding energy values are positive. For instance, for H site at 5.55% and 0.50% of iodine concentration, the adsorption energies are 0.67 eV and 0.39 eV respectively. It thus means that the molecular state is more stable than the dissociated one. So without the presence of reactive defects on the graphene layer, the presence of single iodine adatom is highly improba-ble. It is therefore necessary to examine the adsorption states of non-dissociated iodine molecules on graphene layer, to obtain a more reliable atomistic picture of the doped system. Considering the electronic transfer from the substrate to the molecules, at low concentration, a small shift of the Dirac point is observed, for instance the shift is 0.08 eV at 2% of iodine concentration. The corresponding areal hole density is around 3.9×10 11 cm -2 . In Table 3 the effective charges of the adsorbed I 2 molecules are also given. The total amount of charge transferred is much weaker for molecules than for single atoms.

Iodine molecules on graphene layer

If the molecules have in-plan orientation, i.e at low concentration, atomic charges are equivalent. However they are different for perpendicular adsorption mode, the closer atom to the graphene layer taking more electronic density, in ratio 2/3-1/3. Figure 6, presents both the graphene effective charge and the corresponding hole areal density, per unit cell, for the two most stable orientations with respect to the iodine coverage values. The iodine concentration of 12.50% is taken as reference for the maximum coverage value, i.e. 100%. The hole areal density is maximal, 1.1×10 13 cm -2 , when the adsorbed iodines are in-plan with a coverage value of 88%. In other words, this value corresponds to a Raman shift of approximately 9 cm -1 using the procedure proposed in Ref. 14. This value agrees well with a recent experimental estimate. 3 In conclusion the conductivity of graphene can be adjusted by changing the concentration of I 2 , which depends crucially on the molecular orientations. The thermodynamics stability of these phases are studied in the following part.

(T ,a) phase-diagram

The variation of the Gibbs free energies, including vibrational corrections, of stable structures at different coverage values, as a function of the I 2 chemical potential are given in Fig. 7. Since in experimental settings, 8 iodine can be considered as the majority species, the ratio a I 2 /a 0 is equal to 1. This diagram has three distinct zones representing the most stable adsorption states as a function of the temperature. In zone 1 (blue), molecules are absorbed perpendicularly with a dense packing on the substrate. Beyond T 1 = 219 K, occurs a phase transition, zone 2 (red), where the supply of thermal energy causes the desorption of some molecules, allowing others to have inplan orientation. The molecules are still adsorbed below T 2 = 511 K. Beyond, zone 3 (green), the graphene layer is clean. This is in good agreement, with the experimental observations of Ref.8, in which the desorption is obtained at T 2-exp = 573 K.

Conclusion

In this paper, the study of the adsorption of iodine atoms and molecules on graphene using DFT calculations, including non-local correlation correction, are reported, including the energetic and geometric aspects, as well as the electronic properties of the doped systems. As already reported, single iodine adatoms are physisorbed and withdraw a consequent amount of charge from the undeformed graphene sheet. The iodine atom accepts 0.46 electron and the corresponding hole areal density is around 1.2 × 10 13 cm -2 . However the molecular state is more stable than the dissociated one, It is therefore mandatory to examine the adsorption states of non-dissociated iodine molecules on graphene layer. Interestingly, the adsorption of I 2 molecules exhibits a phase transition [START_REF] Rairkar | [END_REF] 3.47 42 3.30 43 3.48 44 3.33 45 Table 2: Variation of the adsorption energy E ad (eV) and the adsorption height between the adatom and the average height of the graphene layer h I-gra (Å), for different iodine adatom concentrations and at different high-symmetry adsorption sites: the hollow (H ), the top (T ) and the bridge (B ) sites. When available values from the literature, at the PBE level are reported. 
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  ad are respectively the adsorption energies of I-graphene and I 2 -graphene systems, while the molecular dissociation is provided by the adsorption energy E(1,2) 

  2(a) , and generally gain around 0.4 eV upon adsorption. When the center of mass of the I 2 molecule is above a bridge site, the configuration is the most favorable. However energy differences between sites remain very small and certainly allow molecules to change easily from one site to the others at room temperature. When the concentration increases the adsorption mode of the di-iodine becomes perpendicular to the graphene plan. For the most dense packing, the preferred configuration is the top site, see Fig.2(i) ⊥ , with an adsorption energy of -0.55 eV. One clearly observes that a modification of the iodine concentration leads to a phase transition of the adsorption mode, see Fig.4.The density of states analysis provides useful informations about the nature of the electronic interaction between the diatomic iodine molecules and the graphene layer at different concentration. We restrict our choice of configurations to the most stable ones: at low concentrations, the in-plan orientation of I 2 , (a) , and at high concentrations, the perpendicular orientation of molecules (i) ⊥ . The significant differences between density of states due to molecular concentrations are the widths and the positions of the impurity bands corresponding to the molecular states. At the highest concentration, Fig.5(a), the adsorbed iodine molecules created a new conduction band located at 0.8 eV above the Fermi level. At very low concentrations, Fig.5(c)-(d), the resonance states due to the p orbitals of the halogen molecules, with a predominant p x character, that excludes hybridization between molecular orbitals and the π of the graphene layer, are localized at the Fermi level. At 5.5%, a conduction band of 0.8 eV width appears, inducing a metallic behavior, due to overlapping of p x orbitals from different I 2 molecules, since they are only separated by 4.67 Å, in agreement with a previous study.2 

Figure 1 :Figure 2 :

 12 Figure 1: (Color online) Top view of different high-symmetry adsorption sites for iodine atom (purple circle) on the graphene layer (brown circles): (a) bridge B, (b) hollow H and (c) top T sites.

Figure 3 :

 3 Figure 3: (Color online) Band structure (a) and total electronic density of states (b) of isolated graphene layer (black line) and with halogen atoms adsorbed on graphene layer (red dash line) at low iodine concentration (2.00%). The blue arrow shows the shift of Dirac point. The Fermi level is at zero energy.

Figure 4 :

 4 Figure 4: (Color online) Variation of the adsorption energy (eV) at different iodine molecule concentrations in several high-symmetry adsorption sites: the bridge site along x (a) (red star) and the top site of hexagonal cell (i) ⊥ (black cross).

Figure 5 :Figure 6 :

 56 Figure 5: (Color online) Total density of states of the isolated graphene layer (black line) and diatomic iodine molecules adsorbed on graphene layer (red dash line) for various adsorbate concentrations: (a) 12.5% ⊥ ; (b) 5.55% ; (c) 2.00% and (d) 1.02% . The Fermi level is set to be zero energy.

Figure 7 :

 7 Figure 7: (Color online) Variations of Gibbs free energy including vibrational contributions as a function of the I 2 chemical potential at different coverage. Each line corresponds to the following iodine concentration value: ( )=12.5% (i) ⊥ ; (+)=6.25% (i) ⊥ + 3.13% (a) ; ( )=9.38% (i) ⊥ ; (♦)=6.25% (a) ; ( )=6.25% (i) ⊥ ; (×)=3.13% (a) ; ( * )=3.13% (i) ⊥ . The iodine chemical potential has been converted to the corresponding temperatures at standard (a I 2 /a 0 = 1) I 2 activity.

  

Table 1

 1 interatomic distance is in good agreement with the experimental value. Using non-local functionals, vdW-DF/DF2 and optPBE/B88-vdW tend to overestimate the I-I bond length, when optB86b-vdW's value is in good agreement with the experiment:Concerning the interlayer distance of graphite, as usual, the LDA's value is in good agreement with the experiment (3.33 Å) but severely underestimated the binding energy, by almost 60%, 37 since it does not include any long-range correlation terms in it definition. As expected PBE underbinds the two layers with the largest value 3.99 Å of the separation for all the tested functionals. When non-local corrections are added, net

	2.68 Å. All functionals give similar values, close to the experimental ones, for lattice
	constant and C-C bond length, providing a good description of covalent bonds of the
	carbon substrate.

, we summarize the main geometric parameters after geometry optimizations of diatomic iodine molecule, graphene layer and graphite. They are compared with experimental data to assess the performances of few exchange-correlation functionals. LDA's value of the interatomic distance of iodine molecule is underestimated, while the PBE improvements are observed. vdW-DF and vdW-DF2 overestimate interlayer spacing by 5.8% (3.56 Å) and 4.1% (3.50 Å) respectively in our calculations, while optPBE-vdW slightly overestimates it by 1.3% (3.40 Å). The optB88-vdW and optB86b-vdW functionals give an interlayer distance in very good agreement with experimental value: 0.4% (3.34 Å) and 0.7% (3.33 Å) respectively.

Table 3

 3 summarizes the geometric and energetic properties corresponding to the adsorption of I 2 molecules at various concentrations up to 12.50% since above this value the lateral interactions are too important to yield negative adsorption energy, due to

a too small I 2 -I 2 distances. From the values of distances between the adsorbates and the substrate, around 3.62 Å, as well as the adsorption energies, it is clear that the molecules are physisorbed, as already mentioned in Ref. 2. At low concentrations, i.e below 5.55%, the I 2 molecules prefer in-plan orientations, see Fig.

Table 1 :

 1 Interatomic distance of iodine molecule d I-I (Å), lattice constant a 0 (Å) and carboncarbon bond lenghts a C-C (Å) of graphene layer and interlayer distance of graphite (ABstacked layers) c 0 (Å) obtained in this work. They are compared with experimental and other calculated values using various exchange-correlation functionals.

		local & semi-local LDA PBE	-DF	-DF2	non-local vdW optPBE optB88 optB86b	exp.
	d I-I	2.64	2.68	2.72	2.76	2.70	2.69	2.68	2.666 18
	a 0	2.46	2.46	2.46	2.46	2.46	2.46	2.46	2.459 17
		1.42	1.42	1.42	1.42	1.42	1.42	1.42	1.421 39
	a C-C	1.412 37 1.424 37		1.428 37 1.426 37 1.422 37		
		1.413 40							
		3.33	3.99	3.56	3.50	3.40	3.34	3.33	3.354 19
		3.31 37	∼4 37	3.59 41 3.54 37	3.46 37	3.36 37		
	c 0	3.29							

Table 3 :

 3 Variation of the adsorption energy E(2,2) ad (eV), of the effective charge of I 2 (number of electron), of the adsorption height between the molecules and the average height of the graphene layer (Å), of the minimum distance between two I 2 (Å) and the bond distance between the two iodine atoms (Å), for various coverage values in different high-symmetry adsorption sites.

	Adsorption	Iodine	Adsorption I 2 -graphene	I 2 -I 2	I-I bond I 2 Effective
	site	concentration (%)	energy	distance	distance length	charge
		5.55	-0.48	3.67	4.67	2.71	-0.05
		4.16	-0.523 2	3.80 2	∼6.47		
	(a)	3.12 2.00	-0.41 -0.42	3.63 3.66	7.13 9.59	2.71 2.71	-0.03 -0.03
		1.39	-0.42	3.59	12.05	2.71	-0.03
		1.02	-0.42	3.53	14.51	2.71	-0.03
	(b)	4.16 2.00	-0.512 2 -0.42	3.81 2 3.63	∼5.32 12,30	2.71	-0.02
	(c)	4.16 2.00	-0.514 2 -0.40	3.84 2 3.68	∼6.47 9.59	2.71	-0.02
	(d)	4.16 2.00	-0.508 2 -0.41	3.83 2 3.64	∼5,32 12.30	2.71	-0.02
	(e)	4.16 2.00	-0.501 2 -0.41	3.83 2 3.65	∼5,21 11.08	2.71	-0.03
	(f)	2.00	-0.41	3.65	9.59	2.71	-0.02
		12.50	-0.54	3.24	4.91	2.69	-0.02
		5.55	-0.38	3.18	7.38	2.70	-0.03
	(g) ⊥	4.16	-0.375 2	4.74 2	∼7,38		
		3.12	-0.36	3.15	9.84	2.70	-0.04
		2.00	-0.36	3.52	12.30	2.70	-0.04
		12.50	-0.50	3.39	4.91	2.69	0.00
		5.55	-0.33	3.33	7.38	2.69	-0.01
	(h) ⊥	4.16	-0.352 2	4.85 2	∼7,38		
		3.12	-0.31	3.29	9.84	2.69	-0.01
		2.00	-0.31	3.26	12.30	2.69	-0.01
		12.50	-0.55	3.22	4.91	2.69	-0.01
		5.55	-0.38	3.17	7.38	2.70	-0.03
	(i) ⊥	4.16	-0.379 2	4.73 2	∼7,38		
		3.12	-0.37	3.14	9.84	2.70	-0.04
		2.00	-0.37	3.12	12.30	2.71	-0.05
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