
HAL Id: hal-01783928
https://hal.science/hal-01783928

Submitted on 17 Mar 2021

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Systematic First-Principles Study of Binary Metal
Hydrides

Natacha Bourgeois, Jean-Claude Crivello, Pierre Cenedese, Jean-Marc Joubert

To cite this version:
Natacha Bourgeois, Jean-Claude Crivello, Pierre Cenedese, Jean-Marc Joubert. Systematic First-
Principles Study of Binary Metal Hydrides. ACS Combinatorial Science, 2017, 19 (8), pp.513 - 523.
�10.1021/acscombsci.7b00050�. �hal-01783928�

https://hal.science/hal-01783928
https://hal.archives-ouvertes.fr


A systematic �rst principles study of binary

metal hydrides

Natacha Bourgeois, Jean-Claude Crivello,∗ Pierre Cenedese, and

Jean-Marc Joubert

Université Paris Est, ICMPE (UMR 7182), CNRS, UPEC, F-94320 Thiais, France

E-mail: crivello@icmpe.cnrs.fr

Abstract

First principles calculations were systematically performed for 31 binary metal-

hydrogen (M�H) systems on a set of 30 potential crystal structures selected on the

basis of experimental data and possible interstitial sites. For each M�H system, the

calculated enthalpies of formation were represented as functions of H composition. The

zero point energy correction was considered for the most stable hydrides via additional

harmonic phonon calculations. The sequence of stable hydrides (ground-state) given

by the convex hull was found in satisfactory agreement with the experimental data.

Besides, new high pressure dihydrides and trihydrides were predicted, providing orien-

tations for new materials synthesis. The overall results provide a global overview of

hydride relative stabilities and relevant input data for thermodynamic modeling meth-

ods.

Introduction

Predicting the formation of reversible metal hydrides is essential in a wide range of en-

vironmental issues such as hydrogen storage for energetic use,1,2 prevention of structural
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alloys embrittlement3 and electrode development for nickel-metal-hydride batteries.4,5 The

enthalpy of formation ∆Hfor is the key physical quantity because it is linked with the equi-

librium pressure via the van't Ho� relation and represents therefore the main contribution

to the stability of a given hydride relatively to the pure elements. For this reason, the search

for models describing hydride enthalpy of formation induced many studies. The �rst models

in the 1970s were empirical.6,7 The progress in computational science allowed calculations

based on the electronic properties,8�13 able to provide the enthalpy of formation of stable as

well as metastable hydrides. More recently, Density Functional Theory (DFT) systematic

studies were carried out14�16 considering di�erent hydrides structures, stable as metastable.

Smithson14 et al. and Miwa and Fukumoto16 introduced simultaneously the idea that the

formation enthalpy can be divided into three contributions: a positive term resulting from

the expansion of the lattice, a positive term needed for a potential structure change and a

negative term arising from hydrogen insertion in an expanded lattice.

The previous DFT studies were however limited to a restricted number of crystal struc-

tures. The present work intends to screen all the potential binary hydride crystal structure

prototypes, on a composition range up to y = 3, which was not done in previous work. The

major interest of our approach is to predict the stable crystal structures and to estimate the

metastability of all hydrides.

The selected set of crystal structure prototypes includes (a) the ones experimentally

observed among the considered systems and (b) the ones corresponding to all the possible

�lling of the interstitial sites in basic solid solutions such as face-centered cubic (fcc), body-

centered cubic (bcc), hexagonal close-packed (hcp) and simple cubic structures. The 30

considered prototypes are listed in Table 1 and illustrated in supplementary materials.

High-throughput investigation by massive scale DFT calculations of the energy of forma-

tion was performed for 31 metals M distributed in the 30 di�erent MHy crystal structures

prototypes, resulting in 930 hydrides. For each system, the ground-state was determined by

the convex hull of the energies of formation as functions of hydrogen composition.
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The present paper is organized as follows: after the methodology description, the pre-

dicted ground-states and energies of formation are presented and compared with the exper-

imental data. Finally, the results are discussed in a separate section.

Table 1: Structure prototypes included in the study: H/M ratio, Prototype name, Pearson
Symbol, Space Group (number), Wycko� Positions, Interstitial site, M�H system where the
structure is observed. When the prototype appears only at high pressure or is considered
as metastable for a given M�H system, the metal is highlighted in italic in the last column.
The interstitial sites are described as octahedral (o), tetrahedral (te), triangular (tri) or by
the coordination number (CN) when the geometry is more complex. The structures called
PdHy are superstructures of the NaCl prototype.

H/M Proto. P.S. S.G. Wycko� P. Site M�H sys.
0.25 PdH0.25 tI8 I4/mmm (139) M : 4c, 4e, H : 2a o -
0.5 AuTe2 mC6 C2/m (12) M : 4i, H : 2a o V
0.5 TiO2-ana tI12 I41/amd (141) M : 8e, H : 4a o Pd
0.5 CdI2 hP3 P 3̄m1 (164) M : 2d, H : 1a o Tc
0.5 Ta2H oS6 C222 (21) M : 4k, H : 2a o Ta
0.75 PdH0.75 tI8 I4/mmm (139) M : 4c, 4e, H : 4d, 2b o -
0.8 PdH0.8 tI10 I4/m (87) M : 8h, 2a, H : 8h o Pd
1 NbH0.95 oP8 Pnnn (48) M : 4f , H : 2a, 2b te Nb, Ti
1 PtS tP4 P42/mmc (131) M : 4c, H : 2a, 2b te Zr, Ti
1 CsCl cP2 Pm3̄m (221) M : 1a, H : 1b CN=4 Na, K, Rb
1 NaCl cF8 Fm3̄m (225) M : 1a, H : 1b o Li, Na, K, Rb, Ru, Co, Rh, Ni, Pd
1 ZnO hP4 P63mc (186) M : 2b, H : 2b te Cu
1 CrB oS8 Cmcm (63) M : 4c, H : 4c CN=7 Cs
1 NiAs hP2 P63/mmc (194) M : 2c, H : 2a o Cr, Mn, Co
1 anti-NiAs hP2 P63/mmc (194) M : 2a, H : 2c CN=6 -
1 FeH hP14 P63/mmc (194) M : 2c,2a H : 4f o Fe
1 BN-b hP2 P63/mmc (194) M : 2c, H : 2d tr -
2 ReB2 hP6 P63/mmc (194) M : 2c, H : 4f te -
2 TiO2 tP6 P42/mnm (136) M : 2a, H : 4f tr Mg
2 CaF2 cF12 Fm3̄m (225) M : 4a, H : 8c te Sc, Y, Ti, Zr, Hf, V, Nb, Ta, Cr, Rh
2 PdF2 cP12 Pa3̄ (205) M : 4a, H : 8c te Mg
2 PbO2 oP12 Pbcn (60) M : 4c, H : 8d tr Mg
2 ThH2 tI6 I4/mmm (139) M : 2a, H : 4d te Ti, Zr, Hf
2 Co2Si oP12 Pnma (62) M : 4c, H : 4c te/CN=5 Ca, Sr
3 AuSb3 cI8 Im3̄m (229) M : 2a, H : 6b CN=2 -
3 BiF3 cF16 Fm3̄m (225) M : 4a, H : 4b, 8c o, te -
3 ReB3 hP8 P63/mmc (194) M : 2c, H : 2a, 4f o, te -
3 HoD3 hP24 P 3̄c1 (165) M : 6f , H : 12g, 4d, 2a tri/CN=3 Y
3 NaH3 hP8 P63/mmc (194) M : 2c, H : 2d, 4f tr, te -
3 Na3As hP8 P63/mmc (194) M : 2c, H : 2b, 4f tr, te Gd
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Methodology

The DFT method17,18 which has proven to be one of the most accurate methods for the com-

putation of the electronic structure of hydrides19�22 was implemented using the Vienna Ab-

initio Simulation Package (VASP).23,24 The generalized gradient approximation (GGA) was

used for the exchange and correlation energy functional with the Perdew-Burke-Ernzerhof

functional (PBE).25,26 The number of valence electrons considered for each element may be

found in supplementary materials. Calculations involving Co, Cr, Fe, Mn and Ni elements

were carried out with spin polarization. A high energy cuto� of 800 eV was used for the

plane wave basis set and a dense grid of k-points in the irreducible wedge of the Brillouin

zone was generated with the Monkhorst-Pack scheme.27

The cell volume and shape and the atomic positions were relaxed stepwise, using a quasi-

Newton algorithm. The convergence criterion of 10−6 eV was chosen for the total energy.

The charge distribution on the atoms was investigated using Bader topological analysis.28,29

The energy of gaseous dihydrogen was estimated by the total energy of two hydrogen atoms

in an asymmetric box 11 × 12 × 13Å3.

For each of the 930 hydridesMHy, the total energy of formation at 0K was systematically

calculated from the total energies EDFT of MHy (E
MHy

DFT ), H2 molecule (EH2
DFT) and the pure

metal M (EM
DFT) in its reference state at 0K, according to equation (1). All energies are

given in kJ/mol of metal atom.

At zero pressure :

∆H
MHy

for = ∆E
MHy

for,DFT = E
MHy

DFT − y

2
EH2

DFT − EM
DFT (1)

The zero-point energy (ZPE), arising from atomic displacements around equilibrium

positions at 0K, was determined in the frame of the theory of lattice dynamics, with

phonon calculations in the harmonic approximation (HA). Using the frozen phonon (su-

percell) method30,31 the vibrational modes for the metals, hydrides and H2 molecule were
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computed using the phonopy code32 coupled with VASP calculations. For the force calcula-

tions, a criterion on forces of 10−6 eV/Å was used in order to eliminate any residual strain.

The determined angular frequencies, were summed over all the wave vectors for each mode

to obtain the ZPE given by equation within the quantum theory of harmonic crystals. The

total contribution to the energy of formation (given in kJ/mol of metal atom) is the di�er-

ence between the ZPE of the hydride MHy and the pure elements H2 molecule and the pure

metal, as:

∆E
MHy

ZPE = E
MHy

ZPE − y

2
EH2

ZPE − EM
ZPE. (2)

The corrected formation energy ∆E
MHy

for,cor at 0K is thus de�ned as:

∆E
MHy

for,cor = ∆E
MHy

DFT + ∆E
MHy

ZPE . (3)

The hydride formation pressures at 300K were determined using the equations of state

of Joubert for gaseous hydrogen, valid up to 1011 Pa and 1000K33 and approximating the

entropy of formation by the opposite of the gas entropy. Considering the compressibility of

the solid phases (hydride and metal) requires heavy calculations and it has been observed

in a previous study on Ni�H34 that the contributions of the hydride and the metal tend to

o�set each other. Therefore, the resulting energy contribution is not predominant compared

to that of the compressibility of the gas phase and was neglected in the present study.

Besides, when a hydrideMHy is formed from a lower hydrideMHx (x < y) we considered

the partial formation enthalpy from the intermediate reaction :

MHx +
y − x

2
H2 ⇀↽MHy. (4)
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Results

The results for each system are presented below, organized by columns of the periodic table.

Only pertinent systems are represented in the present paper. However the �gures corre-

sponding to each system are available in supplementary materials. Besides, the calculated

energies of formation and charge distributions for each system are compiled in supplementary

materials.

In the present section, the DFT calculated energies of formation in kJ/mol-M are repre-

sented on the �gures as functions of hydrogen composition. The energies of the compounds

belonging or close to the convex hull, within an enthalpy di�erence lower than 5 kJ/mol,

were corrected with the ZPE. The corrected energies of formation are represented by black

�lled squares on the graphs whereas the non corrected values are represented by gray open

squares. Experimentally observed prototypes are underlined.

In Table 2 all the experimentally observed prototypes are listed in the second column,

for each system. They can be compared to the prototypes predicted by the present calcula-

tions, listed in the third column. The experimental and calculated enthalpies of formation

are speci�ed. The detailed comparative analysis is done in the discussion section. The

calculated total formation energies were compared with two types of experimental data:

�rst, calorimetric measurements, second, formation enthalpy calculated from hydride forma-

tion/decomposition pressures measured at di�erent temperatures, via the van't Ho� relation,

abbreviated "vH" in the following. Generally, only partial formation enthalpies of hydrides

are available in the literature. Therefore, to allow comparisons with the calculated DFT total

formation energies, the experimental partial enthalpies of formation were integrated, neglect-

ing the solid solution domains. The list of experimental and calculated values available in

the literature are compiled in supplementary materials.
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Table 2: Experimentally observed prototypes compared with the predicted ground-state
within 0.5 kJ/mol. Predicted but never observed prototypes are in italic. Negative phonon
frequencies are highlighted with an asterisk. Total experimental and calculated formation
enthalpies are indicated in brackets after the prototype.

M Experimentally observed prototypes (∆E
MHy

for,exp) Calc. ground-state (∆E
MHy

for,cor)

Li NaCl (−89.3,35 −90.6,36 −97.2,37 −99.1,38

−94.639)
NaCl (−75.3), ReB3*

Na NaCl (−56.9,35 −56.4,36 −57.0,40 −58.441) NaCl (−38.8), NaH3*
K NaCl (−63.4,35 −57.8,36 −57.3,42 −59.142) NaCl (−38.4), NaH3*
Rb NaCl (−54.4,41 −44.3,43 −47.344) NaCl (−32.0), NaH3*
Be BeH2 BeH2, HoD3*
Mg TiO2 (−76.2,45 −67.0,46 −74.4,47 −77.0,48

−77.4,49 −81.2,50 −76.8,50 −70.0,51 −70.752),
PbO2, PdF2

TiO2 (−42.3), Na3As*, HoD3*

Ca Co2Si (−188.7,53 −174.354a) Co2Si (−155.9), ReB3*
Sr Co2Si (−199.1,55 −188.756) Co2Si (−152.5), ReB3*
Sc CaF2 (−200.4,57 −200.258b ), ScH2.9 CaF2 (−176.1), , HoD3*
Y CaF2 (−220.959c, −234.760d, −218.661),

HoD3 (−279.160e, −279.660e, −247.061f)
CaF2 (−194.1), HoD3, Na3As

Ti PtS, NbH0.95, CaF2 (−125.1,62,63 −116.6,62

−130.364c, −131.865c), ThH2

PtS, NbH0.95, CaF2, ThH2 (−121.9), HoD3,
Na3As

Zr PtS, CaF2 (-162.8,66,67 -172.0,68 -174.069),
ThH2

PtS, ThH2 (-148.3), CaF2, HoD3

Hf CaF2, ThH2 PtS, NbH0.95, CaF2, ThH2, HoD3, Na3As
V AuTe2 (−20.3,70 −17.3,71 −16.8,72 −20.873),

CaF2 (−49.070)
AuTe2 (−18.8), NiAs, CaF2 (−38.7), HoD3,
Na3As

Nb NbH0.95 (−47.4,74 −41.3,75 −48.776), CaF2

(−64.774)
Ta2H, NbH0.95 (−31.3), CaF2 (−47.0), HoD3

Ta Ta2H, NbH0.95, CaF2 Ta2H, NbH0.95, CaF2, HoD3

Cr NiAs (−8.0,77 −7.5,78 −6.879), CaF2 NiAs (3.3), CaF2, Na3As, HoD3

Mo NiAs NiAs, Co2Si, HoD3*
Mn NiAs AuTe2, CdI2, NiAs, PbO2, Na3As, HoD3*
Tc CdI2 CdI2, NiAs, Co2Si, HoD3*
Fe FeH FeH, CaF2, HoD3*, Na3As∗
Ru NaCl NaCl, CaF2, HoD3*
Co NaCl AuTe2, NaCl, ThH2, HoD3

Rh NaCl ,CaF2 NaCl ,CaF2, HoD3*
Ni NaCl (−5.0,80,81 −3.1,80 −8.180g, −4.580g,

−5.0, −2.6,82 −7.2,82 −4.2,83 −4.1,84 −2.684)
NaCl (−7.9), CaF2, HoD3*

Pd TiO2-ana, PdH0.8, NaCl (−19.1,85 −19.3,85

−19.5,86 −17.7,87 −18.7,88 −19.588)
PdH0.25, TiO2-ana, PdH0.75, PdH0.8, NaCl
(−18.0), Co2Si, HoD3*

Pt hcp Co2Si, TiO2*, HoD3*
Cu ZnO (27.589) ZnO (30.9), PbO2, TiO2*, HoD3

Ag ZnO , PbO2, TiO2*, NaH3*
Zn TiO2, NaH3*
Cd TiO2, PbO2, NaH3*

aextrapolated at Tamb by the authors from dissociation pressure measurements carried out between 873
and 1173K

bintegrated from partial enthalpies given up to y = 1.85 - extrapolation up to y = 2.0
cintegrated by the authors
dintegrated from partial enthalpies given up to y = 1.75 - extrapolation up to y = 2.0
eintegrated from partial enthalpies given up to y = 2.6 - extrapolation up to y = 3.0
ffor y = 2.792
g including the pressure work calculation 7



Alkaline metals

The alkaline metals Li, Na, K and Rb form with hydrogen a stable NaCl hydride, corre-

sponding to the occupancy of the octahedral (o) sites of a face centered cubic host metallic

lattice. Figure 1-left shows a typical picture of relative stabilities predicted by our DFT

calculations for the alkaline metals with Na as an example. All the calculated ground-states

included correctly the NaCl prototype and the dihydride formation is predicted to be very

endothermic. For y ≥ 1 a two-phase equilibrium is predicted involving NaCl and a trihydride

called NaH3 in the present study. However, negative phonon frequencies are calculated for

this latter, corresponding to a mechanical instability without pressure work.
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Figure 1: Left: Na�H ground-state. Comparison with calorimetric data of Gunn and
Green36 and vH data of Banus et al.,40 Hérold,41 Messer et al.35 Right: Ca�H ground-state.
Comparison with calorimetric data of Bronsted53 and vH data of Curtis and Chiotti.54

Alkaline earth metals

While alkaline metals form a stable monohydride, the alkaline earth metals are known to

form stable dihydrides with various prototypes: body-centered orthorhombic BeH2 for Be,

tetragonal TiO2 for Mg in addition to orthorhombic PbO2 and cubic PdF2 at high pressure

and orthorhombic Co2Si for both Ca (Figure 1-right) and Sr. The calculated ground-states

were found in agreement with these observations. Besides, the trihydride formation was
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found very endothermic and the corresponding phonon spectra present negative frequencies

at the equilibrium volume.

Scandium and yttrium

The Sc�H and Y�H systems exhibit very similar behaviors (Figure 2), both forming a dihy-

dride with the CaF2 �uorite type cubic structure via a very exothermic reaction.

Increasing H-composition at y = 3, the hexagonal HoD3 prototype is observed and

above 7.7×109 Pa, a phase transition from HoD3 to a BiF3-type hydride is experimentally

reported.90,91

The ScH2.9 hydride observed by Antonov et al.92 at high pressure in Sc�H was not included

in the present study because it does not present any long range order. However the short

range order is similar to YH3. These features are well predicted by the DFT calculation

(Figure 2). The HoD3 prototype is also predicted for ScH3.
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Figure 2: Y�H ground-state. Comparison with calorimetric data of Dantzer and Kleppa59

and Akhachinskii61 and vH data of Yannopoulos et al.60

Titanium, zirconium, hafnium

Ti, Zr and Hf form a non stoichiometric CaF2 dihydride which deforms to a face-centered

tetragonal ThH2 dihydride as the composition approaches MH2.93,94 Moreover, a monohy-
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dride was identi�ed in Ti�H and Zr�H systems with the same PtS prototype, corresponding

to the occupation of the tetrahedral (te) sites on alternate (110) planes of a fcc metal-

lic lattice.95,96 However, no monohydride has ever been observed for Hf�H. Our predicted

ground-states include as expected the ThH2 dihydride prototype, slightly more stable than

the CaF2 prototype. The PtS prototype lies just on the ground-state line for Ti, Zr and un-

expectedly also for Hf although this prototype has never been observed (Figure 3). One may

note that: on the one hand, for Ti�H, the calculated enthalpy of formation of the orthorom-

bic NbH prototype was found very close to the one of the PtS prototype, both presenting

tetragonal interstitial sites and, on the other hand, for ZrH2, the enthalpy of formation of

the PbO2 prototype was found very close to the one of the ThH2 prototype.
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Figure 3: Left: Ti�H ground-state. Comparison with calorimetric data of Luo et al.,64

Sorokin et al.,63 Dantzer,65 Stalinski and Bieganski.62 Right: Hf�H ground-state.

Vanadium, niobium, tantalum

Both vanadium and tantalum form low concentrated hydrides, in the AuTe2 and Ta2H97 pro-

totypes, respectively, whereas Nb2H has never been observed. Contrary to vanadium, both

niobium and tantalum form a monohydride with the same prototype NbH.98 In addition,

the CaF2 prototype is observed for V�H and Nb�H, however not for Ta�H. No trihydride
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has been reported in the literature. The calculations reproduce well these trends (Fig 4).

Besides, several features were pointed out for each system:

• for V�H, numerous monohydrides were calculated near the ground-state,

• for Nb�H, the Ta2H prototype was found on the ground-state,

• for Ta�H, the dihydride CaF2 is predicted at a pressure of 3.2×109 Pa, the same pro-

totype as VH2 and NbH2.
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Figure 4: Left: V�H ground-state. Comparison with calorimetric data of Luo et al.,70 vH
data of Veleckis,72 Kofstad and Wallace71 and Gri�ths et al.73 Right: Ta�H ground-state.

Columns 6 to 9

From the 6th column, the hydride enthalpy of formation increases drastically (Figure 5). In

fact, for Cr, Mo and Mn a hexagonal hydride with the NiAs prototype is experimentally

observed at high pressure,99�103 corresponding to a hexagonal-closed-packed (hcp) metallic

lattice (P63/mmc space group) with the octahedral interstitial sites being occupied. Whereas

for Ru, Co and Rh, the NaCl prototype is observed in recent high pressure studies at 14×109,

9×109 and 4×109 Pa, respectively.101,104,105 For Tc and Mn speci�cally the prototype CdI2

was identi�ed at y = 0.45 and y = 0.65 respectively103,106 corresponding to a superstructure
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of NiAs. Besides, the FeH hydride has the characteristic of having a double hcp (dhcp) struc-

ture.107 High pressure studies also revealed the presence of metastable hcp and fcc hydrides

whose compositions are close to FeH.108 Dihydrides were only observed for Cr and Rh, both

with the prototype CaF2 as the early transition metals. All the experimentally observed

prototypes were found on the ground-states, except CaF2 for CrH2, which is 2.1 kJ/mol less

stable than PbO2. The calculations con�rm all the hydrides which have been previously

observed and predict that the higher hydride of Tc has the NiAs structure.
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Figure 5: Cr�H, Mo�H, Mn�H and Tc�H ground-states. Comparison with calorimetric data
of Sieverts and Gotta,77 Randzio and Bojarski,78 fugacity measurements of Baranowski and
Bojarski.79
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Nickel, palladium, platinum

Experimentally, the NaCl prototype is observed for both Pd and Ni at atmospheric pressure

and above 3.2×108 Pa respectively. Two platinum monohydrides were revealed at a pressure

of 2.7×1010 Pa at room temperature, one having a hcp structure, the other an unidenti�ed

complex structure.109 A transition from octahedral to tetrahedral sites with pressure is sug-

gested. For both Ni�H and Pd�H systems (Figure 6) the NaCl prototype is predicted by

the DFT calculations. Three other phases are competing with NaCl in the Pd�H system.

However the NaCl prototype is stabilized by the ZPE correction. For 0 < y < 1 ordered

fcc superstructures are predicted in the Pd�H system but not in the Ni�H system (see the

thermodynamic description of this system34).
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Figure 6: Left: Ni�H ground-state. Comparison with calorimetric data of Tkacz and Bara-
nowski,80 Baranowski and Czarnota,81 Czarnota and Baranowski,83 vH data extracted from
the plateau pressures of Tkacz,82 Antonov et al.84 Right: Pd�H ground-state. Comparison
with calorimetric data of Flanagan et al.85 and Luo and Flanagan110 vH data of Wicke and
Nernst,86 Clewley et al.87 and Lässer and Klatt.88

Columns 11 and 12

The hydrides of Cu, Ag, Zn and Cd present only positive energies of formation. A monohy-

dride has been observed only for Cu111 with the ZnO prototype with an equilibrium pressure

measured at 8.4×109 Pa.112 The formation of a dihydride ZnH2 whose structure is unknown
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was also reported.113 The prototype ZnO is correctly predicted by the calculation for CuH,

and also for AgH. Contrary to Cu�H and Ag�H, according to the calculation, no monohy-

dride lies on the ground-states of the Zn�H and Cd�H systems and a two phase equilibrium

between the metal and TiO2 is predicted, whose enthalpy of formation is very close to the

one of PbO2.

Discussion

General trends

The evolution of the calculated formation enthalpy along the periodic table reproduces the

observed trends and con�rms the di�erent mechanisms, leading either to increase or to de-

crease the hydride stability. First, the important stability of alkaline, alkaline earth up to Sc

and Y hydrides is driven in particular by the negative enthalpy contribution gained from the

charge transfer from the metal cation to hydrogen. The electronegativity di�erence between

hydrogen and the metal represented indeed one of the two parameters in the empirical model

of Miedema6 for the hydride formation enthalpy. For the �rst two columns, in agreement

with the experimental measurements, the predicted exothermicity of the hydride formation

globally decreases with increasing period. This trend may be linked with the decrease of

the electronegativity along the same column. The more eletronegative the element is, the

more energetically favorable the formation of a M�H bond is. Second, considering the early

transition metals, it has been observed by Beavis114 that, from the 3rd to the 5th column,

the 4d element forms the most stable dihydride and trihydride. Our calculations con�rmed

this trend for these 3 columns, in relation with the decrease of the lattice parameter from

the 4d to the 5d metals. Third, the shift towards positive enthalpies of formation with in-

creasing atomic number has been linked with the increase of the cohesion of the metals up

to the 8th column (Fe) where the d bands are half �lled.14,16 Consequently, in the middle

of the d elements the metal total enthalpy EM
DFT reaches a minimum and the cost of the
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lattice expansion for hydrogen insertion a maximum. Hence, the interatomic distances tend

to decrease along the d-metals up to the 8th column. According to the calculations of Miwa

and Fukumoto16 this is a dominant factor, leading to a decrease of the negative chemical

enthalpy contribution arising from the M�H bonds formation, irrespective of the nature of

the metal.

Ground-state structure prediction

The present methodology was able to predict correctly all the experimentally observed hy-

drides, except for Pt. In addition, new metastable hydrides and high pressure hydrides were

found on the ground-state at 0K. The predicted prototypes are summarized in Table 2,

compared with the experimental ground-states. Key results are discussed below, starting

with the early transition metals. The monohydrides HfH and YH were found stable with the

prototypes NbH and PtS, whose formation energies were equal to within 0.5 kJ/mol. These

two prototypes have not been observed for Hf and Y yet but they are stable for other early

transition metals: the PtS prototype for Ti95,96 and Zr and the NbH prototype is well known

for Nb and Ta and was also observed for Ti. Interestingly, a hcp monohydride VH was found

stable at 0K, in competition with other structures. This result implies that a monohydride

VH may be easily stabilized by adding chemical defects. Moreover, like all the other early

transition metals, a dihydride TaH2 is predicted with the CaF2 prototype at 3.2×109 Pa.

The columns 6 to 12 of the periodic table are now discussed, starting with the MH stoi-

chiometry. The o-site NiAs prototype, observed for Cr, Mo and Mn, is correctly predicted

by the calculations. In agreement with this trend, the same prototype is also predicted for

Tc at 2.1×108 Pa, in accordance with the prevalence of o-sites for monohydrides after the 6th

column. One may note that the prototype CdI2 observed for Tc�H is also predicted for Mn�

H, with a formation enthalpy close to that of AuTe2, although it has never been observed.

The 8th column appeared as a transition from hexagonal towards cubic monohydrides. For

FeH, the metastable NiAs prototype was found 1.4 kJ/mol less stable than the dhcp FeH
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prototype, in agreement with the observation of Antonov et al.115

In contrast with the two previous columns, RuH is predicted with the NaCl prototype at

5.9×109 Pa, in agreement with the recent high pressure study of Kuzovnikov and Tkacz104

and with the calculations of Liu et al.116 The calculated equilibrium pressure was found close

to the measured decomposition pressure of 6.2×109 Pa. The NaCl prototype is also predicted

for CoH, RhH, NiH, and PdH in agreement with the experimental observations. Besides,

the lower composition hydrides predicted for Pd�H for 0 < y < 1 correspond to di�erent

orderings of hydrogen atoms on the interstitial sites of the fcc host lattice. Two of them

are indeed experimentally observed at low temperature.117 Interestingly, no monohydride is

predicted for the Pt�H system, contrary to the experimental observations at high pressure.

The error is probably due to the pressure work which may considerably a�ect the relative

stabilities at the considered pressures. A complementary study is necessary to include this

e�ect.

Besides, the hydride AgH is predicted with the prototype ZnO, which was experimentally

observed for CuH. From the 6th to 12th column, only two dihydrides were experimentally

observed: CrH2 and RhH2, both having the CaF2 prototype. They are correctly predicted

by the calculations. Furthermore, a competition between the CaF2 and PbO2 prototypes is

predicted for the 3d metal dihydrides and between the Co2Si and CaF2 prototypes for the

4d, the TiO2 prototype appearing only for the 12th column, as summarized in Table 3.

Table 3: Dihydride structure prototypes predicted on the ground-state for each 3d and 4d
metal from the 6th to the 12th column, associated with the predicted formation pressure.

6 7 8 9 10 11 12

Cr Mn Fe Co Ni Cu Zn

PbO2 PbO2 CaF2 CaF2 CaF2 PbO2 TiO2

1.0×1010 Pa 5.3×109 Pa 9.8×109 Pa 9.3×109 Pa 8.7×109 Pa 2.0×1010 Pa 8.8×109 Pa

Mo Tc Ru Rh Pd Ag Cd

Co2Si Co2Si CaF2 CaF2 Co2Si PbO2 PbO2 - TiO2

9.0×109 Pa 2.4×1010 Pa 1.5×1010 Pa 2.1×109 Pa 6.6×109 Pa 2.8×1010 Pa 1.2×1010 Pa

Within the set of metals included in the study, trihydrides are experimentally observed

only for Y and Sc with the HoD3 prototype � without long range order for ScH3. As
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expected, trihydrides of column 1 and 2 were predicted highly unstable. The prototype

HoD3 is also predicted without negative phonon frequencies for NbH3, TaH3, TiH3 and ZrH3

at 1.3×1010 Pa, 1.3×1010 Pa, 8.3×109 Pa and 3.3×109 Pa, respectively.

Quantitative agreement

The ZPE correction ∆E
MHy

ZPE was found to be non negligible. For te-sites, its value was always

found positive, destabilizing, reaching 22 kJ/mol for VH2 whereas for octahedral and other

sites it may be either positive or negative. Neglecting the ZPE contribution leads thus to

overestimate the stability of te-site prototypes, as it will be detailed in a future publication.

For instance, the ZPE contribution is responsible for the stabilization of the NaCl PdH

hydride against 3 tetrahedral hydrides PtS, NbH and ZnO, predicted as more stable by

the raw DFT calculations. Again, for the Rh�H system, the raw DFT calculations predict

the CaF2 hydride as the �rst one to be formed. As the NaCl hydride is stabilized by the

ZPE contribution whereas the CaF2 is destabilized, the correction brings the ground-state

in agreement with the experimental observations.105

Comparing with the available experimental data, the magnitude of the hydride formation

enthalpies seems to be globally underestimated by the calculations, in particular for alkaline

and alkaline earth hydrides. The di�erence reaches about 20 kJ/mol for KH and softens from

the left to the right of the periodic table. This di�erence could originate from the fact that

experiments are carried out at non zero temperatures whereas the calculations are performed

at 0K. Indeed, because the reference states of the metals and hydrides (solid) and the H2

molecule (gaseous) are di�erent, the Kopp-Neumann rule cannot be applied: the hydride

heat capacity cannot be estimated by an average between that of gaseous dihydrogen and

of the corresponding pure metal. As a consequence, the variation of the formation enthalpy

∆H
MHy

for with the temperature should be larger than for reactions involving only metals.

The di�erence between experimental data at non zero temperature and calculations at 0K

is thus expected to be larger. To make meaningful comparisons, extrapolations should be
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carried out on the basis of heat capacity values, requesting an additional study. Besides,

some experiments are carried out under high hydrogen pressure whereas the calculations

are performed without mechanical pressure. Therefore, without corrections, the high pres-

sure calorimetric data tend to be shifted towards positive values, because of the neglected

pressure works a�ecting especially the gas phase. In order to compare with the DFT, the

calorimetric values have to be corrected, as it has been done for nickel.80 When the volumes

of the condensed phases are a�ected, more complex models are needed, which involve the

corresponding volume variations with T and P (see e.g. the treatment done in [ 34]).

Conclusion

For each investigated M�H system, the experimentally observed prototypes were correctly

predicted on the ground-state. Besides, the calculated total hydride formation enthalpies at

0K, were found consistent with the available experimental values. The temperature variation

of the enthalpies represents a point to be investigated in future studies.

Our systematic approach is complementary to both the experimental methods or evo-

lutionary algorithms,118 as the latter predicts the stable crystal structures. Whereas the

present database includes the metastable hydrides, giving an exhaustive picture of the rel-

ative stabilities between the di�erent considered crystal structures. Trends which are only

outlined by experimental results can be con�rmed by broadening the set of hydrides. Thus,

prototypes which are close to be stable at 0K can be highlighted, as the monohydride VH,

as well as higher hydrides TaH2 or ZrH3 whose formation pressure can be estimated. Exper-

iments are needed to con�rm these predictions.

The obtained results represent useful input data to supply thermodynamic database

usable in the frame of prediction algorithms, like the machine learning.119 They can also

be used in thermodynamic modeling, such as the Calphad approach,120 allowing to easily

combine the binary systems to obtain predictions in the ternary and higher systems. Such
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outlooks represent promising tools for the alloy design of hydrogen storage alloys or to

improve the alloy durability towards hydrogen embrittlement.
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High-throughput DFT and phonon calculations were systematically per-
formed for 31 binary metal-hydrogen systems distributed for a set of
30 potential crystal structures. The calculated enthalpies of formation
were represented as functions of H composition, y. The sequence of sta-
ble hydrides MHy (ground-state) given by the convex hull was found in
agreement with the experimental observations. Besides, predictions could
be made on metastable and high pressure hydrides, providing orientations
for new materials synthesis.
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