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Abstract. Based on a coupled numerical and experimental approach, the design and implementation 
of an in situ thermal-gradient-controlled cyclic oxidation test, dedicated to the investigation of the 
TGO and TBC spallation, is presented. The influence of the specimen through thickness thermal 
gradient as well as the benefits of the video real-time monitoring of the cooling phase of an 
oxidation test is discussed in the case of the spallation of an alumina scale grown on FeCrAl alloys. 

Introduction 

Alumina forming alloys and complex systems such as thermal barrier coatings are used in industrial 
applications and gaz-turbine engines where superior oxidation resistance and good thermal 
insulation performances are required [1,2,3]. During service cycles, at high temperature, such 
materials are subject to severe thermomechanical stresses. Those stresses may provoke the 
degradation of oxide scales or coatings through cracking or spalling and thus limit the lifetime of 
components. Thermal stresses result from the thermal gradient that establishes through the thickness 
of the multi layers systems [4,5].  

Various experimental techniques are used to investigate the durability and failure mechanisms and 
to study the behaviour of the materials. Isothermal [6] and cyclic oxidation [7] tests, 
thermogravimetry analysis [8] and acoustic emission [9] are the most employed techniques. More 
evolved techniques are also used such as the infrared characterization [10] (thermal wave imaging) 
and photo-luminescence piezo-spectroscopy (PLPS) [11].  

However, all those approaches suffer some limitations. Isothermal and cyclic oxidation test, thermal 
wave imaging and PLPS do not give insight into the dynamics of spallation events. 
Thermogravimetry analysis is intrinsically a global approach and acoustic emission does not permit 
to discriminate easily oxide scale cracking and oxide scale spallation. An additional limitation of 
such techniques lies in the fact that they generally omit to generate and control a thermal gradient 
through the thickness of the samples while tested. Previously reported studies based on an in situ 
approach have evidenced the strong influence of several parameters on spallation, namely the oxide 
layer thickness, the substrate microstructure, the characteristics of the thermal cycles. Most 
importantly, it was also shown that the thermal gradient through the thickness of the investigated 
specimens, either during heating or cooling, is of primary importance. In addition, the occurrence of 
such a gradient corresponds to most of the industrial situations suffered by high temperature 
materials. As a consequence, dedicated cyclic oxidation equipment has been designed. It is able to 



generate such a gradient and is instrumented in such a way to monitor in situ the spallation events. 
This paper aims at describing the design and implementation of such an equipment and finally gives 
a few examples of the real-time analysis of the surface degradation.  

Design of an in situ thermal gradient controlled cyclic oxidation test 

General specifications. The objective of the present work is to design an automated cyclic 
oxidation test able to generate a thermal gradient within the investigated specimens and 
instrumented with video camera to monitor in situ the behaviour of the oxidised and/or coated 
surface during the cooling phases of cumulative cycles. The videometry in situ technique as well as 
its outstanding benefit for studying spallation has been reported in [12]. In this paper, it is pointed 
out that the cooling rate, imposed by the cooling media in which the sample holder is immersed and 
leading to the establishment of a thermal gradient within the specimen, has a strong impact on the 
extent of spallation and possibly the characteristic size of individual spalled particles. However, the 
influence of a thermal gradient can only be established if this parameter is fully controlled and 
measured over the whole thermal cycles imposed to the specimens. In order to couple those 
videometry and thermal approaches, the developed experimental means must satisfy a fourfold 
general technical specifications, namely: 

i) It must be entirely automated. This is ensured by the implementation of a computer-aided shuttle-
furnace whose motion on top and out of specimens results in the required programmed thermal 
cycling. 

ii) It must be versatile enough to cover a large range of possible programmable thermal cycles. 
Indeed, the experimental mean must be able to cycle specimens, in particular thermal barrier 
coatings, according to the universal commonly used cycle including a 10 to 15 minutes heating 
from room temperature to 1100°C-1150°C (heating rate about 1.3°C.s-1), a high temperature 
holding time of one hour and a 20 minutes cooling (cooling rate about 1°C.s-1). In addition, in order 
to thoroughly investigate spallation mechanisms and the influence of the cycle characteristics, it 
must also be able to test specimens using more exotic cycles and/or thermal shocks. This may serve 
to limit or enhance surface degradation, by changing for instance the exposure temperature (up to 
1400°C to test a wide range of materials), the exposure time, the heating and cooling rates (two 
times higher than the values given above).  

iii) It must be instrumented with interchangeable cameras to monitor possible spallation events at 
each individual cycle. Here again, the versatility of the optical characterization allows the 
observation scale of specimens to be changed by changing the focal length of the camera, the 
resolution of the images to be increased or decreased by changing the data acquisition frequency of 
the digital camera (number of images per seconds). This also permits thermal information 
characteristic of surface degradation to be obtained by using infrared thermography camera.  

iv) It must be able to impose a given thermal gradient within the specimens during both the phases 
of oxidation and cooling. This gradient, that can reach about 200°C through the thickness of thermal 
barriers coatings for instance, must be generated, controlled and measured precisely.  

Thermal performances. The principle used to establish a thermal gradient within the material 
consists of absorbing the heat flux that occurs across the bottom surface of the specimen as its top 
surface is exposed to the radiation of the flat heating resistance of the furnace located 10 cm above 
the specimen. To guarantee this thermal condition, a specific sample holder composed of a metallic 
cylinder chilled by the circulation of a coolant has been designed. To validate this technical 



solution, a prototype has been manufactured and tested using a 5 mm thick FeCrAl specimen. 
Several thermocouples have been welded on the bottom surface of the sample and at different 
locations along the overall height of the specimen holder. Fig. 1 shows the temperature monitoring 
of all those thermocouples when the specimen on top of the sample holder is inserted in an infrared 
furnace at 1150°C. The various temperatures of both the specimen and the sample-holder stabilize 
within less than 2000 seconds and the measured gradient through the thickness of the specimen is 
about 100°C, provided the coolant is maintained at 40°C, which unambiguously suggests that the 
cooling of the specimen holder is proper to generate the required thermal gradient. 

However, this first approach has to be optimized in order to design the final ready-to-use specimen-
holder.  This specimen holder is composed of different parts, namely a superior ceramic plate with 
five holes in which specimens are located on top of several IN625 cylinders piled up to vary its total 
height. The bottom cylinder - made of stainless steel - is circulated by a coolant supplied with a 
large volume heat exchanger whose characteristics permit to adjust the gradient. The temperature at 
the bottom surface of the specimen is measured by a thermocouple that crosses the whole height of 
the specimen holder while the top surface temperature is controlled by a pyrometer (with 
wavelength in the range 8-14 µm). Fig. 2 gives the temperature measurements at the top and bottom 
surfaces of a specimen of AM3 superalloy (2 mm thick) coated with EB-PVD YSZ (200 µm) 
exposed at 1050°C within the resistance furnace together with the targeted cycle and the resulting 
thermal gradient within the thickness of the specimen.  

  

Fig. 1. Temperature monitoring during thermal 
cycling of the prototype sample-holder and a 

FeCrAl specimen.  

Fig. 2. Temperature monitoring during thermal 
cycling of a TBC on top of the newly designed 

sample-holder. 
 

It is shown that the effective thermal cycle suffered by the specimen is extremely close to the 
targeted cycle in terms of heating and cooling rates and maximum temperature reached. Also, those 
measurements indicate that the cooled sample-holder is prone to generate a 180°C stationary 
thermal gradient across the investigated material.   

To address the performance of the sample-holder, both transient and stationary numerical 
simulations were performed using Femlab software. The boundary conditions and materials 
properties for the calculations are given in Fig. 3. The first case investigated simulates the 
isothermal exposure of a 2 mm thick Hastelloy X substrate coated with 200µm thick zirconia either 
in bulk form or deposited with EB-PVD and plasma spray techniques. In this later case, two types 
of zirconia are studied, namely a high-density and a low-density material. The coated material is 



located on top of a cylindrical 40 mm high stainless steel specimen-holder whose bottom surface is 
maintained at room temperature. The top surface of the material is exposed to 1273 K. The 
calculated temperatures are given in Fig. 4, showing that a stationary thermal gradient establishes 
both in the coating and the substrate. Depending on the nature of zirconia, the thermal gradient 
within the coating changes drastically from say, 90°C for the high conductivity bulk material to 
150°C for the low-conductivity, low-density plasma sprayed material. 

 

 

Thermal conductivity 
(W/m.K) Materials 

at:   20°C at:   1000°C 
Aluminium 237  
Ainsi 316L 13,5 28,5 

PM2000 10,9 27 
Hstelloy X 10 30 
Alumina 38 6 
Zirconia 2,5 1,65 

EB-PVD YSZ 1,7 1,45 
High density APS YSZ 1,4 1 
Low density APS YSZ 0,8 0,7 
 

Fig. 3. Material thermal properties and boundary conditions used for the calculation.  
 

A transient calculation, simulating the cooling phase of a 5 mm thick FeCrAl substrate covered with 
a 30 µm thermally grown alumina oxide and located on top of an aluminium sample-holder, is 
performed. The top surface of the bi-material is held at 1300K while the opposite extremity of the 
sample-holder is cooled at 278 K. Fig. 5 shows the evolution of the temperature on the top surface 
(oxide), at the interface between the oxide and the substrate and at the bottom surface of the 
substrate, against the cooling time. The calculation shows that no gradient occurs within the (too 
thin) oxide scale while some gradient establishes across the thickness of the substrate. This is 
particularly significant during the very first stages of cooling where the gradient reaches about 
200°C - 400°C. After a few seconds, namely 30 seconds, the gradient gradually vanishes and the 
overall specimen is almost isothermal. Note that the cooling kinetics and the time-scale for lowering 
the gradient down to zero are much shorter than that measured experimentally. This is due to the 
fact that no thermal contact resistance between the various components of the model has been 
considered for the calculation. Indeed, it is particularly difficult to estimate such values that strongly 
depend on the surface finish of the materials involved. 
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Fig. 4. Various stationary thermal gradients in 

different TBC. 
Fig. 5. Evolution of temperature during the 

cooling of an oxidised FeCrAl. 
 

Optical performances. A high resolution CCD camera is used to monitor spallation events.  

The sensor is composed of a matrix with 1600 by 1200 pixels and can take 7.5 images per second in 
full resolution. It is also possible to increase the number of image per second if the resolution is 
lowered. The focal length of the camera can be varied from 28 to 200 mm, which guarantees the 
possibility to view either the whole surface of a 20 mm by 20 mm specimen or to observe much 
smaller zones to investigate fine details of spallation events. The images taken by the camera are 
directly recorded on a computer and can be straightforwardly treated using image analysis software. 
The mass resolution of the technique can be calculated from the specifications and the optical 
characteristics of the camera. Considering that the smallest detectable spall accurately corresponds 
to the size of an elementary pixel of the camera detector, the mass variation ∆m can be written as 
(Eq. 1) : 

Table.1 Mass resolutions for various coatings  

Type of coatings  

and thickness 

Density 

ρo [g.cm-3]

Mass  

resolutions 

(1) YSZ TBC, ξo = 200µm 3 0.0468µg 

YSZ TBC, ξo = 100µm 3 0.0234µg 

Alumina TGO, ξo = 30µm 3.9 0.0112µg 
  
∆m=

dspecimen

dfocal

 

 
  

 

 
  

2

δx δy ξo ρo

Alumina TGO, ξo = 15µm 3.9 0.0056µg 

 

where dspecimen = 400 mm is the distance from the camera to the specimen, dfocal = 200 mm is the 
focal length of the camera, δx (4.4 µm) and δy (4,4 µm) are the sizes of a pixel for the camera used 
in the experiments, ξo and ρo are respectively the coating thickness and density. Table 1 gives some 
examples of mass resolution for various coatings. These mass resolutions are extremely high and do 
not correspond perfectly to the effective capability of the experimental technique. Indeed, though it 
is theoretically possible to detect spalled zones as small as the size of a pixel, which was used for 
the calculation, it is nevertheless very difficult to achieve. In practise, the reasonable smallest zone 



that can be viewed is about 10 pixels, which increases by an order of magnitude the minimum 
detectable mass of spalled particles. 

Preliminary results 

In order to illustrate the capability of an in situ thermal gradient controlled cyclic oxidation test, two 
examples are presented in the following. The first one shows the possible insight on the 
mechanisms of spallation of an alumina scale thermally grown on a FeCrAl alloy allowed by the 
real time monitoring of a cooling sequence using a high-resolution/high-speed camera. The second 
example focuses on the impact of a thermal gradient through the thickness of the oxidised and 
cooled specimen on the characteristics of the overall spallation kinetics.  

Mechanisms of spallation. It has been extensively reported in the literature that the so-called 
buckling mode might be the preferred spallation route for thermally grown oxide [3], However, 
investigation of extensively spalled specimens observed after surface degradation is fully 
completed, only provides global information and fails to prove unambiguously that spallation 
occurred through buckling. Indeed, buckling is a progressive mechanism that can be divided in 
various successive steps including the formation of the buckle itself, the possible, more or less 
protracted stabilisation of the buckle and finally the ejection of the spall. The thorough analysis of 
buckling requires investigating in situ the mechanism, preferentially using methods that shows 
directly the different steps of buckle formation and ejection. Fig. 6 shows three images extracted 
from a video recording of the surface of a FeCrAl alloy initially oxidised at 1300°C and cooled 
down to room temperature.  

 
Fig. 6. Buckle formation and spallation monitored by high resolution camera. 

 

The long-term oxidation of the material results in the formation of a 25µm thick alumina scale 
prone to spall upon cooling. The first micrograph shows the presence of three buckles giving an 
undulated aspect to the surface. Those buckles were formed during cooling at a temperature higher 
than 500°C. Buckles labelled (B1) and (B2) remain stable as no change in their morphology and 
size occurred during 340 seconds, the time interval separating the first and the second image (Fig. 6 
a and Fig. 6 b). In Fig. 6 b, the contrast of buckle (B1) drastically changes suggesting that it 
detaches from the alloy substrate. At this stage, the buckle (B1) reaches its instability threshold as 
the thermal induced shear stress exceeds the alumina strength. Because of geometrical and 
morphological reasons leading to a slight different stress state, the buckle labelled (B2) remains 
further stable over a longer time but finally suffers the same instability after 7 seconds more (figure 
6c).  

As indicated, the stability phase of buckles can be quite different from one part of the specimen to 
another. This is also true from one specimen to another or from one condition of cooling to another. 



Namely, it can strongly depend on the microstructure of the alloy substrate, in relation for instance 
to the crystal orientation of the grain or to the presence of a grain boundary underneath the oxide 
scale. It can be also influenced by the cooling rate or by the thermal gradient imposed through the 
thickness of the specimen.   

In Fig. 7, the formation of a buckle in an alumina scale, grown at the surface of a FeCrAl alloy 
following 384 hours holding at 1300°C then cooled to room temperature, is shown to occur within 
two successive frames of the video recording. The in situ recording is performed using a high-speed 
camera capable of discriminating 88000 images per second. Each frame lasts 11 µs. 

 
Fig. 7. Buckle formation and spallation monitored by a high-speed camera. 

 

Unfortunately, the high-speed capability of the camera leads to an unavoidable loss in imaging 
resolution. Nevertheless, interesting details on spallation mechanisms can be deduced from the 
sequence of images. In the first micrograph (Fig. 7 a), the oxide scale within the white circle is still 
undamaged (grey contrast). Note the occurrence of two white spots at the top part of the circle 
corresponding to two zones that have already spalled off. 11µs later (Fig. 7 b), the contrast locally 
changes to become light grey shaded. This change in contrast results from the formation of the 
interfacial crack concomitant to the nucleation and growth of the buckle. The formation of such a 
defect is shown to occur within a very short time scale. Afterwards, the buckle remains stable over a 
very short time until the next video frame (11 µs) and ejects from the substrate in the shape of 
numerous fragments (not shown here). This results in the complete spallation of the investigated 
zone as shown in Fig. 7 c where the bright contrast of the investigated zone indicates the complete 
detachment of the oxide particle from the alloy substrate. Considering the typical dimension of the 
defect investigated (1000 µm), it is assumed that the interfacial crack responsible for the formation 
of the buckle propagates at a rate higher than 90 m.s-1. The mechanism of oxide failure through 
buckling for FeCrAl alloys has been recently investigated using combined optical microscopy, 
photoluminescence and piezospectroscopy [13, 14]. In this work, the desktop spalling of Kanthal 
A1 alloy oxidised at 1200°C is investigated and the time dependence of buckling is confirmed 
(including initiation and growth). However in this case, buckling is observed to occur at a finer 
scale (20 to 200 µm is the size of buckle) and over longer periods of time (about 2 hours required to 
spall off the oxide through buckling). The shift in luminescence frequency with strain, namely the 
piezzospectroscopic effect used to estimate the residual stress, shows that there is a significant 
stress relaxation around the edges of buckles leading to the impossibility for buckles to overlap. 
This last feature is not confirmed by our results showing that new spalls can form in the close 
vicinity of neighbouring existing spalls (Fig. 7).  



Influence of a specimen through-thickness thermal gradient. Generally speaking, high 
temperature materials and coatings work under transient thermomechanical conditions. 
Unfortunately, most of dedicated cyclic oxidation tests are performed under isothermal conditions 
and the influence of a thermal gradient through the thickness of the tested material, either during 
high temperature exposure or during cooling, is rarely taken into account. However, the presence of 
such a gradient can significantly change the process of surface damage by modifying for instance 
the mechanisms and kinetics of spallation or the characteristic size and morphology of individual 
spalls. In Fig. 8, the thermal gradient measured through the thickness (6 mm) of a FeCrAl alloy 
initially oxidised 384 hours at 1300°C then cooled by contact with a metallic sample-holder 
respectively immersed in air and in liquid nitrogen, is plotted against the top surface temperature of 
the specimen.  

 
Fig. 8. Thermal gradient through the thickness 

of an oxidised FeCrAl alloy versus surface 
temperature 

Fig. 9. Spallation kinetics of a FeCrAl alloy 
oxidised 384 hours at 1300°C. 

 
 

The critical temperature range for spallation is similar for the two conditions of cooling, namely 
spallation occurs for top surface temperature of the specimen between 200°C and 300°C. 
Depending on the severity of cooling, the thermal gradient through the specimen thickness notably 
varies within this surface temperature range. It is either positive around (+ 60°C) and negative 
around (– 30°C) for specimens respectively cooled on an air-chilled and liquid-nitrogen-chilled 
sample-holder This suggests that the thermal gradient does not have much effect on the critical 
temperature for spallation. On the contrary it is of primary importance regarding the characteristics 
of the spallation kinetics. Indeed, both the overall surface fraction of spall, estimated by image 
analysis of micrographs extracted from the video recording of cooling sequence, and the spallation 
rate strongly depend on the amplitude of the thermal gradient that establishes through the specimen. 
Fig. 9 shows the spallation kinetics for the two specimens discussed above where the surface 
fraction of spall is plotted against the cooling time. Note that the slope of the increasing part of the 
sigmoid curves differs significantly resulting in a spallation rate roughly four times greater in the 
case of the specimen severely cooled on a sample-holder immersed in liquid nitrogen. Likewise, the 
overall surface fraction of spall as the cooling is completed is notably higher for the severely cooled 
specimen (80%) than for the slowly cooled specimen (50%).  

Conclusion 

The design and development of a new cyclic oxidation test is presented. The specificities of the test 
consist in, i) the thorough control of the thermal gradient that establishes through the thickness of 
the investigated specimens together with, ii) the automated recording of the cooling sequences using 



a CCD camera. The presence of a controlled thermal gradient allows the analysis of samples in 
conditions close to the in-service working conditions of high temperature materials. This 
considerably impacts the mode of surface degradation as exemplified by the thermal shock induced 
spallation of an oxidised FeCrAl alloy. Though the critical temperature range for spallation does not 
change notably, it is shown that both the spallation rate and the total amount of spall significantly 
depend on the amplitude of the thermal gradient. The gradient can establish either within the metal 
substrate only, for alloys that grow relatively thin oxide scales during high temperature exposure, or 
both within the substrate and the coating for alloys with TBC. The use of the videometry technique 
to record the sequences of cooling gives interesting insight on the mechanisms of surface 
degradation. In the case of an oxidised FeCrAl alloy, it is shown that such an in situ approach 
allows the analysis of the preferential mode for spallation, namely buckling, and the determination 
of the time scale required for buckle formation and ejection.   
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