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Abstract 

Photoluminescence of 5 nm detonation nanodiamonds (DNDs) is studied as a function of their surface 

treatment (hydrogenation/oxidation) and underlying substrate materials (silicon, gold, platinum, and 

nickel). The substrates affect DND photoluminescence emission spectrum and lifetime in the spectral 

range of 600–800 nm. The dependence is different for hydrogenated and oxidized DNDs. We attribute 

these effects to different electrostatic charging of DNDs on the substrates with different work 

functions (4.4 to 5.5 eV). We discuss the data based on naturally present NV centers, their phonon 

sideband, and surface-related non-radiative transitions. 
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1. Introduction 

Nanodiamonds (NDs) belong to a family of carbon-based nanomaterials that are promising for 

numerous applications [1]. The most topical nowadays are applications of NDs in biology [2] such as 

imaging and drug delivery as well as in spintronics, photonics and quantum information technology 

[3], [4], [5]. The development of these applications gives rise to important progresses in surface 

modifications of nanodiamonds [6]. Photoluminescence (PL) is the key property in most of these 

applications. PL of nanodiamonds in visible spectral range can originate from dislocations and point 

defects [7], various color centers such as nitrogen or silicon vacancy centers (NV, SiV), and surface-

related transitions in sp
2
 carbon phase (often forming ND shell), surface defects, and surface chemical 

moieties [8], [9], [10], [11]. 

Photoluminescence of NDs is indeed to a great extent determined by the structure and chemistry of the 

surface due to considerable surface to volume ratio. For instance, ND surface termination was shown 

to control photoluminescence of NV centers. In particular, hydrogenation of NDs leads to quenching 

of luminescence related to negatively charged (NV
−
) centers and as a result produced color shifts from 
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NV
−
 (638 nm) to neutral NV

0
 (575 nm) photoluminescence [12]. Similarly, high quality surface 

oxidation [13] or fluorination (on both bulk diamond [14] and nanodiamonds on Pt substrate [15]) lead 

to enhancement of NV
−
 over NV

0
 color center population compared to hydrogen-terminated 

diamonds. 

Here we report another, novel effect that arises from the substrate the NDs reside on. Effect of 

substrate on electronic and PL properties of nanostructures such as graphene oxide [16] or MoS2 [17] 

has been recently demonstrated. Similarly, we have demonstrated that NDs inherently accommodate 

their electrical potential to the substrate, resulting in up to 0.4 V different potential of the same 

nanoparticles on Au and Si substrates [18]. This effect was attributed to charge transfer and trapping 

on the nanoparticles which was dependent on the substrate material as well as on the surface 

termination of NDs. The effect was also independently confirmed by observation of different emission 

of secondary electrons in a scanning electron microscope (SEM). Here we show that the inherent 

charge transfer between NDs and substrate influences also photoluminescence of NDs in terms of PL 

spectral shifts and lifetimes. We also show that the PL changes depend on whether NDs are hydrogen 

or oxygen terminated and we discuss the data based on naturally present NV centers and their phonon 

sideband. 

2. Experimental 

As diamond nanoparticles we used detonation nanodiamonds (DNDs) provided by the NanoCarbon 

Research Institute Co., Ltd. (Japan) with nominal size of 5 nm. We compare hydrogenated (H-DNDs) 

and oxidized (O-DNDs) prepared by micro-wave enhanced plasma hydrogenation [19] or oxidation by 

air annealing [20]. The DNDs were dispersed in water by ultrasonication. The DNDs were de-

agglomerated when dispersed in solution. The DLS, TEM and other basic characteristics of the 

employed DNDs are provided in our prior publication [18]. The colloidal dispersions were 

appropriately diluted in order to deposit only a thin layer of DNDs on the substrates by drop casting. 

The substrates were n-type Si wafers (10 Ω cm) with various metals deposited (by sputtering or 

thermal evaporation) in the thickness of about 50 nm on top: Au, Pt, and Ni. The substrates provide a 

large range of surface work functions: Si 4.35 eV, Au 5.0 eV, Pt 5.2 eV, Ni 5.45 eV. We always 

combined two materials (from Si, Au, Pt, Ni) on one substrate for mutual reference. 

For PL imaging we used an Olympus IX71 inverted optical microscope with 100 W mercury lamp (U-

LH100HG) as the light source, WIGA fluorescence filter cube, and UPlanFL 20× objective [10]. The 

filter cube consisted of green excitation band pass filter (530–550 nm), red emission band pass filter 

(575–625 nm), and corresponding dichroic mirror. The exposure time was 20 s. 

For measurements of PL spectra and time-resolved PL we used a custom built confocal fluorescence 

microscope using 514 nm green laser (~ 2 mW) for excitation through objective (100×, 0.7 NA) with 

confocal spot of about ~ 500 nm. Emitted PL was collected through a dichroic mirror, long pass filter 

and directed to an avalanche photo diode (APD) or a spectrometer [21]. 

3. Results 

Fig. 1 shows optical and fluorescence images of H-DNDs measured at Au/Si and Ni/Pt boundary. 

Optical images in Fig. 1a and c show that the surface is coated mostly by a thin DND layer (thickness 

20–50 nm estimated by atomic force microscopy). Dark dots correspond to large DND clusters arising 

from the deposition process. Thus the fluorescence originates mostly from DND clusters and not from 

single particles. Yet note that as the DNDs were de-agglomerated in the solution the DND clusters on 

the surface are composed of truly single particles bound by Van der Waals forces. This is thus 

different to the typical DND agglomerates in detonation soot (referred to as core agglutinates). To 

obtain background reference from the substrate the DND layer was partially removed from the 

substrate mechanically along a horizontal direction. This region is visible as brighter stripe in the 

optical images in Fig. 1a and c. 

https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0060
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0065
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0070
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0075
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0080
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0085
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0090
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0095
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0100
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0090
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0050
https://www.sciencedirect.com/science/article/pii/S0925963515300224#bb0105
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0005
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0005
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0005


 

Fig. 1. Optical (a, c) and fluorescence microscope images (b, d) of H-terminated DNDs measured at 

Au/Si and Ni/Pt boundary. The DND layer is partially removed from the substrate mechanically along 

horizontal direction to provide the background reference. 

Corresponding fluorescence images in Fig. 1b and d show that there is a large difference in PL 

intensity of H-DNDs on the Au and Si substrate: H-DNDs on Si exhibit 2% of the PL intensity they 

exhibit on Au (intensity averaged in the area of 30 × 30 μm
2
). On the other hand, there is no noticeable 

difference between PL on Ni and Pt substrates. Thus it is not the difference in substrate work function 

and corresponding different charge of the nanoparticles that control the overall PL intensity. The most 

likely reason is difference in the substrate reflectivity. As can be seen in optical images, Ni and Pt 

exhibit similar reflectivity while Au reflects more light than Si. This is well correlated with the 

observed PL intensity. At the same settings, O-DNDs showed much weaker PL intensity, difficult to 

detect vs. background (images not shown). 

On the other hand, PL spectra in Fig. 2 show broad PL band around 700 nm that shifts in dependence 

on the substrate material. Note that the spectra in Fig. 2 were normalized due to different PL 

intensities on different substrates and on differently terminated nanodiamonds. For O-DNDs (Fig. 2a) 

the PL maximum remains about the same for Si and Au at 680 nm while for Ni it shifts to about 

700 nm. The trend is different for H-DNDs. Fig. 2b shows that PL maximum is about the same at 

660 nm for Si and Ni while it shifts to 640 nm for the Au substrate. In both cases the difference is 

about 20 nm. The PL shift thus depends on the work function of the substrate with a non-uniform 

trend. We measured time-resolved PL to obtain more insight into the kinetics of photo-generated 

charges in DNDs on various substrates. 

https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0005
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0010
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0010
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0010
https://www.sciencedirect.com/science/article/pii/S0925963515300224#f0010


 

Fig. 2. Steady state photoluminescence spectra (PL excitation at 514 nm) of O-DNDs (a) and H-DNDs 

(b) on Si, Au, and Ni substrates. The spectra were normalized due to different PL intensities on 

different substrates and on differently terminated nanodiamonds. 

Fig. 3 shows examples of PL decay profiles of H-DNDs and O-DNDs on Au and Ni. The presented PL 

decay profiles are typical and they are well reproducible across the sample. The decays were measured 

as integrated PL intensity after the excitation by picosecond laser at 514 nm. PL decays were measured 

on all the substrates; we only selected the two for better clarity of presentation. They were chosen as 

there was the most pronounced effect on PL spectrum observed for both H-DNDs and O-DNDs. One 

can see that Ni leads to slower PL decay on both H-DNDs and O-DNDs compared to Au. 
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Fig. 3. Integrated PL decay profiles of H-DNDs (a) and O-DNDs (b) on Au and Ni. PL excitation was 

at 514 nm. Fits by double exponential function are indicated by the black line. 

To evaluate the PL decays we fitted the data by the double exponential function 

A(t) = A1 ∗ exp.(− t / t1) + A2 ∗ exp.(− t / t2), where t1 and t2 are characteristic fast and slow 

components of the fluorescence decay profile and A1 and A2 are their respective coefficients. The fit is 

indicated by the black line for each data set. The double exponential fitted the data accurately in all 

cases, including the data on other substrates. Let us note that also a stretched exponential function can 

be used to fit the PL decay, however, it provided much larger fitting error than the double exponential 

fits. 

Fig. 4 summarizes the values of fast (t1) and slow (t2) PL decay times (lifetimes) as obtained from the 

double exponential fits for all the substrates. Where the error bar is not visible, it is smaller than the 

data symbol. The fast component is in the order of 0.1 ns (more precisely in the range of 0.2–0.6 ns) 

while the slow component is in the order of 1 ns (more precisely in the range of 2.3–4.3 ns). The faster 

process dominates all the decay characteristics of both H-DNDs and O-DNDs (prefactor ratio A1/A2 

always > 1). 
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Fig. 4. Values of fast (t1) and slow (t2) PL decay times obtained from the double exponential fits and 

plotted as a function of substrate work function for H-DNDs and O-DNDs. 

The decay times are plotted as a function of the substrate work function. We can see that the trend in 

short and fast decay times is similar for particular DNDs. On the other hand there is a pronounced 

difference in the trend for H-DNDs and O-DNDs. 

Decay times of O-DNDs exhibit more or less monotonous trend. The decay times remain almost the 

same between Si and Au, then they start to rise towards higher work functions from Au to Ni. On the 

other hand, decay times of H-DNDs exhibit a minimum on Au and increase towards lower work 

functions (Si) and higher work functions (Ni). 

4. Discussion 

4.1. Discussion of PL spectra 

Broad band PL of nanodiamonds can generally span from 500 nm to 800 nm in dependence on particle 

size and excitation wavelength [22]. Such broadband PL typically originates from volume dislocations 

and point defects or from surface defects, sp
2
 carbon phase, and surface chemical moieties. So-called 

A-band of volume defects is typically at around 430 nm, i.e. in blue spectral region [7]. Recent study 

of surface chemistry-dependent PL study on nanodiamonds observed a blue PL component (around 

430 nm) that was assigned to –OH bonds while green peak (around 520 nm) was attributed to –COOH 

and C–O–C groups [11]. Typical PL broadband between 400–600 nm is observed also on 

nanocrystalline diamond with sp
2
 phase between and on the nanocrystal surfaces [9]. 

However, unlike surface and defect related PL spectra discussed above, the broadband PL emission 

peaks at 640–700 nm in our case. The PL spectrum of O-DNDs around 700 nm resembles negatively 

charged NV
−
 center including a weak emission peak at 637 nm [15], [23]. It was consistently observed 

on all O-DNDs. The PL band is blue shifted on H-DNDs and the peak at 637 nm (likely corresponding 

to NV
−
) is missing. This is in agreement with the literature on NV centers where oxidation leads to 

increased NV
−
 intensity at the expense of NV

0
 center [12], [13]. We do not have an unambiguous 

proof that the luminescence originates from NV centers. Nevertheless, the presence of typical phonon 

sideband and a small, yet reproducible hint of the NV
−
 peak is an indication of NV presence. Thus the 

observed PL is most likely related to NV centers, where the broadband PL corresponds to phonon 

sideband of the NV center emission, not to surface-related defects as suggested previously [24]. 

This is somewhat surprising on pristine, 5 nm small detonation nanodiamonds without any specific 

treatment for NV fabrication. There were concerns that photostable luminescent NV centers do not 

exist in 5-nm diamonds and so far only few studies (on intentionally embedded NV centers) indicated 

otherwise [24]. Nevertheless, it corroborates a previous indication that such NV-related PL without 

special treatment is possible [22]. It is also in perfect agreement with the 50 nm shift of the PL 

broadband to longer wavelengths from H-DNDs to O-DNDs. Similar phonon sideband shift has been 
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observed for oxidation [13] as well as for fluorination [15] of bulk and nano diamonds with the 

intentionally created NV centers. 

This also means that the NV centers are inherently very close to the DND surface. The NV-related PL 

is thus more prone to be affected by condition of the surface and nearby surroundings. Fig. 2 showed 

that the phonon sideband spectrum was indeed clearly influenced by the substrate material (up to 

20 nm shifts) for both H-DNDs and O-DNDs. On the other hand, NV
−
 position (zero phonon line) was 

not influenced. 

4.2. Discussion of PL lifetimes 

Time-resolved PL provided further information on the PL mechanism and influence of the substrate 

material. In all the cases, PL decays of both H-DNDs and O-DNDs were best fitted by double 

exponential function with two decay times (lifetimes). Double exponential corresponds to two 

independent PL processes, faster and slower one. Nevertheless, both processes have exponential decay 

thus they correspond to similar radiative recombination mechanism. 

Usually, NV PL is modeled as a three-level system, two main levels and a metastable state [25]. Thus 

the two decay times can be attributed to the direct transition and delayed transition due to temporary 

residence in the metastable state. It should be noted that only a single exponential decay has been 

shown in many prior works [26]. Thus in our case the visibility of the two processes must be somehow 

related with the small DND size and naturally present NV centers. This would be in agreement with 

some prior indications of multi-exponential decays in NDs below 10 nm size [24]. It is noticeable that 

both decay times exhibit same trend as function of the substrate work function. Both types of 

transitions (including their phonon sideband) are thus influenced by the substrate in terms of lifetime. 

The obtained PL decay times (~ 0.1–1 ns) are much shorter than typical PL lifetimes of NV color 

centers (~ 10–100 ns). Shortening of NV center lifetimes is generally possible. It has been shown that 

NV lifetime can depend on the NV distance from the substrate [26]. In addition, it can be reduced by 

modifying the refractive index of the environment surrounding the nanodiamonds [26]. But the 

reduction was only by 63% on average, not by an order of magnitude as in our case. It was also 

reported that PL lifetime of NV
−
 centers embedded within a cavity in the strong Purcell regime can be 

in principle reduced to tens of picoseconds [27]. In our case the DNDs are not in and do not form a 

resonating photonic cavity. Even if they would the PL lifetime shortening would be only in a narrow 

spectral range. Nevertheless, the articles above evidenced fundamental feasibility of even shorter PL 

decay times than observed here. 

In our case, the shorter PL decay times are most likely related with existence of surface states on 

DNDs. Unlike many previous studies on larger nanodiamonds (typically > 20 nm), the NV centers are 

inherently very close to the surface and the surface plays much larger role due to considerable surface 

to volume ratio (~ 15% on 5 nm DNDs) in our case. Thus it is likely that the PL decays are shortened 

by surface-related non-radiative transitions, a general and well known effect in photoluminescence. In 

other words, the photogenerated carriers get trapped on the surface (or defect states in the bulk). 

Another possibility may be electron–phonon coupling that for nanodiamonds can take significant 

values and has mode frequencies in the THz (i.e. picosecond) range [28]. By electron–phonon 

coupling, relaxation of excitons in nanostructures can be significantly enhanced and it can reduce 

lifetimes below a nanosecond [29]. Exact pathway of the short PL decay in DNDs is not yet 

completely clear. Nevertheless it does not hinder discussion of the substrate effects on nanodiamonds 

PL. 

4.3. Discussion of substrate effects 

From the obtained data it is obvious that the PL spectra and both PL lifetimes of DNDs indeed depend 

on the substrate material. Since the DNDs are only about 5 nm in diameter, it means that there are 

about 4–10 layers of DNDs stacked on the surface. At the moment we may only speculate how all 

these particles feel the substrate, e.g. via semiconducting properties of DNDs (insulating core, 

conductive sp
2
 shell or H-terminated surface, etc.). Nevertheless, we already proved by Kelvin probe 

force microscopy (KPFM) that electrical potential of nanodiamond deposits of such height is indeed 

accommodated to the substrate, thus the DNDs are charged as much as 0.4 V even in such thickness 
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[18]. This has been corroborated also by SEM in the same work as well as by intentional charging in 

another work [30]. Thus we believe that it is reasonable to assume also effects on PL emission in such 

thickness. 

There are two possible mechanisms: i) charge transfer from photo-generated excitons from DNDs to 

substrate and ii) trapped charge on DNDs due to work function difference. Charge transfer from 

excitons in DNDs is unlikely as it is typically associated with power law PL decay [9]. Influence of 

charge trapping is much more likely though. Large dipole moment of NV means that the center is 

extremely sensitive to strain and mobile charges [31]. Shortened PL decays also corroborate 

involvement of charge trapping at surface or defect states. Different charging of H-terminated, 

oxidized, and partially graphitized DNDs due to different substrate materials as well as due to 

intentionally applied voltage was evidenced by Kelvin probe microscopy [30]. The charge may be thus 

predominantly retained in diamond surface states (including states arising due to surface oxidation, 

imperfect hydrogen termination, sp
2
 phase and dangling bonds) as indicated by microscopic and 

electronic transport studies [32], [33]. 

The persistent electrostatic charging of DNDs can thus explain different PL decay times as well as PL 

spectral shifts. For explaining the different work function trends of H-DNDs and O-DNDs PL decay 

times we suggest the following model. Different work functions of the employed substrates give rise 

to variations in contact potential differences (CPD) between the DNDs and substrates and to different 

alignments of energetic levels in the DNDs and substrates. 

In the case of H-DNDs, there is minimal CPD on Au due to the lowest work function difference 

between Au and H-terminated diamond as observed on bulk diamond [34]. As the work function 

increases or decreases the charging of DNDs increases and decay times increase correspondingly. 

Important point is that Fermi level is not pinned on H-terminated diamond and thus it can move freely 

as the interface changes [35]. 

In the case of O-DNDs, the steady trend from Si to Au and rising trend from Au to Ni could be 

explained by matching with the energetic level of surface states on oxidized diamond [36], [37]. The 

surface states on oxidized diamond are reportedly about 5 eV below vacuum level (precise value may 

change slightly depending on crystallographic orientation and oxidation procedure). Thus holes can be 

trapped in these surface states for higher substrate work functions, i.e. for Pt or Ni. For lower work 

functions the charge exchange is not in effect as holes are not easily discharged from these surface 

states [32]. 

5. Conclusions 

The presented PL spectra and PL decay data evidenced novel effect of substrate on PL of DNDs. 

Broadband PL at 600–800 nm was attributed the phonon sideband of naturally present NV color 

centers. The fluorescence microscope showed clear differences in PL intensity of the same DNDs on 

different substrates. However, this was mainly due to different reflectivity of the substrates. On the 

other hand, the PL spectra shifts (by about 20 nm) and changes of PL decay times (by as much as 

50%) show clear influence of the substrate work function within the range of 4.4 to 5.5 eV. Actual PL 

mechanism has not changed as all the PL decays were all fitted well by double exponential function. 

The substrate effect on PL was attributed to electrostatic charging of DNDs from substrate, which was 

evidenced before by KPFM and SEM as an inherent phenomenon. The electrostatic charge is assumed 

to be retained in sp
2
 phase and surface states on DNDs. While this is a general mechanism, there were 

noticeable differences between H-DNDs and O-DNDs when the trends were plotted as a function of 

substrate work function. We proposed a model based on alignment of energetic states at 

DND/substrate junction, in similarity to bulk diamond properties. These results may be important for 

applications of DNDs in imaging, sensing, and quantum information as well as for fundamental 

understanding of PL emission processes in DNDs. 

Prime novelty statement 

Here we show that the inherent charge transfer between detonation nanodiamonds (DNDs) and 

substrates with different workfunction influences photoluminescence of DNDs in terms of PL spectral 

shifts and lifetimes. We also show that the PL changes depend on whether DNDs are hydrogen or 
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oxygen terminated and we discuss the data based on naturally present NV centers and their phonon 

sideband. 
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