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Introduction

Spinel oxides are widely investigated in materials science because of their broad range of applications as magnetic materials, semiconductors, pigments, catalysts for water oxidation or in artificial photosynthesis cells. [START_REF] Nlebedimn | Effect of heat treatment on the magnetic and magnetoelastic properties of cobalt ferrite[END_REF][START_REF] Indra | Unification of catalytic water oxidation and oxygen reduction reactions: amorphous beat crystalline cobalt iron oxides[END_REF] Their design as nanoparticles has also opened perspectives in the field of medicine and biotechnologies. [START_REF] Tartaj | The preparation of magnetic nanoparticles for applications in biomedicine[END_REF][START_REF] Sharifi | Ferrite-based magnetic nanofluids used in hyperthermia applications[END_REF][START_REF] Kudr | Magnetic nanoparticles: from design and synthesis to real world applications[END_REF] Particles made of the ferrimagnetic binary oxides Fe 3 O 4 and -Fe 2 O 3 have been extensively studied for the development of novel or combined imaging/therapy approaches. One of the main issues related to size reduction is that the magnetic properties of the particles significantly deviate from those of their bulk counterparts. [START_REF] Batlle | Finite-size effects in fine particles: magnetic and transport properties[END_REF] Many studies have emphasized the role of a surface shell made of weakly coupled and misaligned spins, which leads to a substantial decrease of saturation magnetization. [START_REF] Millan | Surface effects in maghemite nanoparticles[END_REF] Canted or misaligned spins may also be found in the core of the particles because of the presence of structural defects, either point defects (impurities or vacancies) [START_REF] Mørup | Spin-canting and transverse relaxation at surfaces and in the interior of ferrimagnetic particles[END_REF][START_REF] Morales | Spin canting due to structural disorder in maghemite[END_REF] or extended defects (twins, antiphase or grain boundaries) that may be related to a poor crystallinity due to the low temperatures of elaboration or to the nucleation and growth processes. [START_REF] Luigjes | Diverging geometric and magnetic size distributions of iron oxide nanocrystals[END_REF][START_REF] Levy | Correlating magneto-structural properties to hyperthermia performance of highly monodisperse iron oxide nanoparticles prepared by a seeded-growth route[END_REF] For the specific case of ternary MFe 2 O 4 nanoparticles (with M a divalent metal ion), the inversion degree, which characterizes the cationic distribution over the interstitial sites of the AB 2 O 4 spinel structure, is also of importance. A and B here stand for tetrahedral and octahedral cation sites in a cubic close packing of oxygen atoms. The inversion degree (x) is defined as the fraction of tetrahedral A sites occupied by trivalent ions:

(M 1-x Fe x ) A [M x Fe 2-x ] B O 4 . If Fe 3+ ions occupy only octahedral sites, the ferrite is called normal (x = 0), whereas if Fe 3+ ions occupy equally tetrahedral and octahedral sites, the ferrite is named inverse (x = 1). In nanoparticles, the inversion degree can significantly deviate from that of the bulk materials. [START_REF] Gyergyek | Influence of synthesis method on structural and magnetic properties of cobalt ferrite nanoparticles[END_REF] It may also vary depending on the synthesis protocol [START_REF] Da Silva | Magnetic studies of CoFe 2 O 4 /SiO 2 aerogel and xerogel nanocomposites[END_REF][START_REF] Chinnasamy | Synthesis of size-controlled cobalt ferrite particles with high coercivity and squareness ratio[END_REF][START_REF] Peddis | Spin-glass-like freezing and enhanced magnetization in ultra-small CoFe 2 O 4 nanoparticles[END_REF] and the thermal history of the sample. [START_REF] Sawatzky | Mössbauer Study of Several Ferrimagnetic Spinels[END_REF][START_REF] Guire | The cooling rate dependance of cation distributions in CoFe 2 O 4[END_REF][START_REF] Wang | Effects of heat treatment and magnetoannealing on nanocrystalline Co-ferrite powders[END_REF] In the case of cobalt ferrite (CoFe 2 O 4 ) studied for high frequency or stress sensing applications, [START_REF] Suzuki | Structure and magnetic properties of epitaxial spinel ferrite thin films[END_REF][START_REF] Wang | High-coercivity Co-ferrite thin films on (100)-SiO 2 substrate[END_REF][START_REF] Nlebedim | Structural, magnetic, and magnetoelastic properties of magnesium substituted cobalt ferrite[END_REF] the inversion degree will both affect magnetization values, as the A and B sublattices are antiferromagnetically coupled, and the anisotropy energy. [START_REF] Zhang | Anisotropy and Faraday effect in Co spinel ferrite films[END_REF] In addition, the strength of the magnetic exchange interaction is also expected to vary [START_REF] Sawatzky | Mössbauer Study of Several Ferrimagnetic Spinels[END_REF] and, as a consequence, the canting angles of the magnetic moments for ions located in A and B sites. [START_REF] Peddis | Cationic distribution and spin canting in CoFe 2 O 4 nanoparticles[END_REF] The primary goal of this study is to assess the influence of annealing treatments on the magnetic properties of 11 nm CoFe 2 O 4 nanoparticles prepared by coprecipitation at room temperature. Such an investigation is of importance to establish a clear comparison with synthesis routes involving high temperatures such as autocombustion of metal salts or decomposition of organometallic precursors. In that latter case, formation of nanoparticles by thermolysis of the Co and Fe precursors in high-boiling point solvents typically occurs at about 200-300°C. As the saturation magnetization (M s ) and magnetic anisotropy constant (K) show a marked dependence on particle size, [START_REF] Cullity | Introduction to magnetic materials[END_REF] we used a so-called protected annealing process [START_REF] Maurin | A protected annealing process for the production of high quality colloidal oxide nanoparticles with optimized physical properties[END_REF][START_REF] Vichery | Influence of protected annealing on the magnetic properties of γ-Fe 2 O 3 nanoparticles[END_REF] to avoid any coarsening of the particles during heating and investigate the impact of heat treatments on M s , K and canting angle values at fixed particle size.

Materials and methods

An aqueous dispersion of cobalt ferrite nanoparticles was prepared by coprecipitation of

Co 2+ and Fe 3+ salts in alkaline medium. Fe(NO 3 ) 3 .9H 2 O and Co(NO 3 ) 2 .6H 2 O powders were first dissolved in 70 mL of HCl at 0.33 mol.L -1 , with a 2 to 1 (Fe/Co) atomic ratio and a cobalt salt concentration of 0.14 mol.L -1 . Potassium hydroxide (32 mL, 10 mol.L -1 ) was quickly poured into this acidic solution under vigorous stirring. The slurry was agitated during 30 min and then heated up to reflux for 2 h. The resulting cobalt ferrite particles were washed with distilled water and finally dispersed by peptization in 30 mL of nitric acid at pH 2. The solution was sonicated during 2 min, centrifuged at 11,400 g for 20 min, and the supernatant recovered in order to lower the size polydispersity. CoFe 2 O 4 particles were then embedded in a sol-gel SiO 2 matrix. 11 mL of a solution of tetraethoxysilane (TEOS) in ethanol (2.25 mol.L -1 ) were first hydrolyzed by adding 2.25 mL of HCl solution at pH 1.15.

The resulting mixture was heated for 1 h at 60°C. 0.5 mL (respectively 3.8 mL) of the CoFe 2 O 4 colloid were added to the sol leading, after a drying step at 100°C, to a composite materials with a Co/Si atomic ratio of 0.004 (respectively 0.03). These atomic ratios were derived from Inductively Coupled Plasma Atomic Emission Spectroscopy. The CoFe 2 O 4 /SiO 2 powders were subsequently heated in air at different temperatures (400-1000°C) for 3 hours. All heating and cooling stages were carried out with a sweep rate of 4°C.min -1 .

Powder x-ray diffraction patterns were recorded using a PANalytical X'Pert diffractometer equipped with a Cu Kα anode (λ = 1.5418 Å) and a rear-side graphite monochromator. Peak positions were extracted using the Fit subroutine of the Fullprof suite of programs. [START_REF] Rodriguez-Carvajal | Recent advances in magnetic structure determination by neutron powder diffraction[END_REF] The lattice constant was determined by least-square refinement of the interspacing distances, after correction for instrumental shifts using a silicon internal calibrant. The structural coherence length was evaluated through Pseudo-Voigt peak profile analysis, [START_REF] Langford | Accuracy in Powder Diffraction II[END_REF] after correction for the instrumental resolution function. The crystallinity, morphology and size distribution of the particles were also investigated by transmission electron microscopy (TEM) using a Philips CM30 microscope operating at 300 kV. Magnetization measurements were performed with a SQUID magnetometer (Cryogenic Ltd SX600, H max = 5 T) for magnetization measurements between 5 and 300 K, a SQUID magnetometer (Quantum Design MPMS-5) equipped with an oven for measurements between 300 and 800 K and a Vibrating Sample Magnetometer equipped with a 14 T magnet (Cryogenic Ltd) for measurements at high magnetic fields. Samples were mounted in polycarbonate capsules with the powder immobilized by paraffin wax. For high-temperature measurements, the powder samples were wrapped into a piece of aluminum foil. Magnetic data were systematically corrected for the diamagnetic contributions of the silica matrix, wax and polycarbonate capsule or Al foil. Due to dehydration of the silica matrix and of the ferrite particles during annealing, the fraction of magnetic material in each sample was derived from the iron content measured by ICP-AES. Note that the Fe/Co atomic ratio is close to 2 for the three samples (2.02(4) for the crude particles; 2.01(5) and 1.95 (5) for the low and high particle loading in the composite samples, respectively). A Mössbauer spectrometer, operating in constant acceleration mode with a 57 Co:Rh γ-ray source and a 7 T magnetic field, was used to record absorption spectra in transmission geometry.

Results and discussion

A representative image of the size distribution of the CoFe 2 O 4 colloid determined by TEM is displayed in Figure 1a. The particles are rather polydispersed in size, with a diameter in the range 3 -22 nm. Fit of the size histogram to a log-normal function yields a mean diameter value (d m ) of 11.5 nm and a standard deviation (σ d ) of 0.5 (Figure 1b). As reported in a previous work related to the annealing of maghemite particles in silica matrix, [START_REF] Vichery | Influence of protected annealing on the magnetic properties of γ-Fe 2 O 3 nanoparticles[END_REF] no flocculation nor aggregation were observed after addition of the magnetic colloid into the silica sol, leading to homogeneous CoFe 2 O 4 /SiO 2 composite powders after gelation and drying (see Figure 1c). 2). These Bragg reflections correspond to the two most intense peaks of fayalite (α-Fe 2 SiO 4 , JCPDS 01-070-1861). The presence of this impurity phase is already observed after annealing at 800°C, but its amount is much reduced. This parasitic reaction was not reported in the case of -Fe 2 O 3 nanoparticles produced by a similar coprecipitation route and dispersed in silica. [START_REF] Vichery | Influence of protected annealing on the magnetic properties of γ-Fe 2 O 3 nanoparticles[END_REF] Therefore, the α-(Fe 1-x Co x ) 2 SiO 4 impurity phase could result from a higher surface reactivity of the CoFe 2 O 4 particles. An alternative explanation would be the presence of free ions due to partial dissolution and release of Co 2+ and Fe 2+ in acidic conditions, [START_REF] Soler | Aging Investigation of Cobalt Ferrite Nanoparticles in Low pH Magnetic Fluid[END_REF][START_REF] Sileo | Correlation of reactivity with structural factors in a series of Fe(II) substituted cobalt ferrites[END_REF] such as those used for TEOS hydrolysis. The lattice parameter (a) and coherence length (L c ) values are summarized in Table 1 for crude particles and for particles dispersed in silica. The coherence length of the assynthesized particles is about 9 nm, i.e. close to the mean particle size derived from the TEM observations. This value is relatively constant upon thermal treatment for particles embedded in silica, whereas L c is doubled between 100 and 800°C for the crude particles. This result confirms the homogeneous distribution of particles within the SiO 2 binder and the efficiency of this matrix to prevent grain growth through sintering of the initial particles. Similar results were reported for -Fe 2 O 3 nanoparticles. [START_REF] Vichery | Influence of protected annealing on the magnetic properties of γ-Fe 2 O 3 nanoparticles[END_REF][START_REF] Chanéac | Magnetic iron oxide-silica nanocomposites. Synthesis and characterization[END_REF] For the samples dried at 100°C, the a-parameter values are significantly smaller than the ones expected from the Poix's model: a = 8.410 Å for normal (x = 0) and a = 8.385 Å for inverse (x = 1) CoFe 2 O 4 spinel oxide. 32 Such a reduced a-parameter is commonly reported for cobalt ferrite nanoparticles, [START_REF] Peddis | Cationic distribution and spin canting in CoFe 2 O 4 nanoparticles[END_REF][START_REF] Soler | Aging Investigation of Cobalt Ferrite Nanoparticles in Low pH Magnetic Fluid[END_REF][START_REF] Nordhei | Nanophase cobalt, nickel and zinc ferrites: synchrotron XAS study on the crystallite size dependence of metal distribution[END_REF] and should be assigned to the low temperature of elaboration rather than to an impact of size or surface energy terms. Indeed, the lattice constant of both crude and embedded particles shows a similar evolution upon heating (see Table 1), while there is grain growth for the former (surface/volume ratio divided by 2 from the increase in the L c value) and almost no size change for the latter. The a-value of 8.37 Å may result from the presence of strain in the crystal structure but the nature of the crystalline defects is probably important to determine the sense of variation of the a-parameter, as strain generated by ball milling was found to increase the lattice constant in the work of Liu and Ding. [START_REF] Liu | Strain-induced high coercivity in CoFe 2 O 4 powders[END_REF] Here, only heat treatments above 800°C allow recovering the lattice constant of bulk . [START_REF] Soler | Aging Investigation of Cobalt Ferrite Nanoparticles in Low pH Magnetic Fluid[END_REF] To some extent, this lattice expansion may be related to an improved crystallinity.

Indeed, the increase of the coherence length observed for both crude and embedded particles definitely proves that atomic diffusion in the volume and at the surface is effective above 800°C. This higher crystallinity is also confirmed by the high-resolution TEM images shown in Figures 3a and3b, as the particles annealed at 800°C appear clearly more facetted than the pristine ones. Note however that post-annealing is not equivalent to direct synthesis in To get quantitative information on the inversion degree, Mössbauer absorption spectra were recorded at 4.2 K with a 7 T magnetic field applied parallel to the γ-ray propagation direction. Measurements were performed on crude particles heat treated at 100 and 800°C

(Figure 4). Note that the use of crude particles permits not only to obtain better resolved spectra but also to avoid the contribution of the fayalite impurity phase. The as-obtained spectra were fitted using two sextets, corresponding to the contribution of iron in tetrahedral (A) and in octahedral (B) sites. The relative weight of the two subspectra (P A /P B ) allows for the calculation of the inversion degree x, which refers to the fraction of Co 2+ ions in octahedral environment. The isomer shift value, with respect to -Fe, is equal to 0.26 mm/s for iron in A sites and 0.38 mm/s for iron in B sites, in agreement with a trivalent state.

Values of the P A /P B ratio, inversion degree (x) and hyperfine fields (H hf ) for Fe in A and B sites are listed in Table 2. For the as-synthesized particles, the inversion degree is close to 0.67, i.e. representative of a random distribution of Co and Fe in the cationic sites of the spinel structure (Table 2). This value is consistent with what was previously found for low-temperature synthesis routes, [START_REF] Gyergyek | Influence of synthesis method on structural and magnetic properties of cobalt ferrite nanoparticles[END_REF][START_REF] Ferreira | Structural and morphological characterization of FeCo 2 O 4 and CoFe 2 O 4 spinels prepared by a coprecipitation method[END_REF][START_REF] Carta | A Structural and Magnetic Investigation of the Inversion Degree in Ferrite Nanocrystals MFe 2 O 4 (M = Mn, Co, Ni)[END_REF][START_REF] Concas | Inversion degree and saturation magnetization of different nanocrystalline cobalt ferrites[END_REF] for which we anticipate kinetically-controlled cation incorporation.

Displacement of Co 2+ ions from A to B sites is expected upon heating, because of their higher stabilization in octahedral coordination. However, the inversion degree is found to hardly increase upon heating up to 800°C, in fair agreement with earlier works. [START_REF] Carta | A Structural and Magnetic Investigation of the Inversion Degree in Ferrite Nanocrystals MFe 2 O 4 (M = Mn, Co, Ni)[END_REF][START_REF] Carta | X-ray Absorption Investigation of the Formation of Cobalt Ferrite Nanoparticles in an Aerogel Silica Matrix[END_REF] Additional measurements performed with the 7 T magnetic field applied perpendicular to the γ-ray propagation direction confirmed the absence of large changes in inversion, with x values of 0.61, 0.60, 0.64 and 0.66 (± 0.04) for samples heat treated at 100, 400, 600 and 800°C, respectively. Note that all samples were cooled down to room temperature at 4°C/min after heating. Hence, the smooth change of x values with the annealing temperature would account for some quenching of a high-temperature disordered state as reported in previous works, [START_REF] Sawatzky | Mössbauer Study of Several Ferrimagnetic Spinels[END_REF][START_REF] Guire | The cooling rate dependance of cation distributions in CoFe 2 O 4[END_REF][START_REF] Wang | Effects of heat treatment and magnetoannealing on nanocrystalline Co-ferrite powders[END_REF] but rather reflects the absence of large cationic rearrangements due to the limited temperature range. Entropy-favored randomization would actually be expected by heating above 900-1000°C. [START_REF] Guire | The cooling rate dependance of cation distributions in CoFe 2 O 4[END_REF] In the next section, we discuss the influence of post-synthesis annealing on the magnetic properties of these coprecipitated CoFe 2 O 4 nanoparticles. Samples were first characterized by hysteresis cycles measured in the blocked state, with magnetization (M) expressed per gram of CoFe 2 O 4 . M(H) loops were recorded at 10 K for the dilute composite samples (Co/Si = 0.004), so that the influence of interparticle interactions can be neglected as a first approximation. [START_REF] Maurin | A protected annealing process for the production of high quality colloidal oxide nanoparticles with optimized physical properties[END_REF] Note that samples heat treated up to 600°C will be mostly considered in the following to ensure that the observed evolutions are not related to the presence of fayalite, which is antiferromagnetic at 10 K. [START_REF] Belley | The magnetic properties of natural and synthetic (Fe x Mg 1-x ) 2 SiO 4 olivines[END_REF] We observed that the coercive field value (μ 0 H c ) changes significantly upon annealing (Figure 5). μ 0 H c equals 1.0, 1.2 and 1.6 T for the particles heat treated at 100, 400 and 600°C, respectively (Table 3). A similar evolution is reported for the crude particles. A modified Stoner-Wohlfarth model predicts that the coercive field value of an assembly of non-interacting and randomly oriented single-domain particles with cubic anisotropy can be expressed as: [START_REF] Cullity | Introduction to magnetic materials[END_REF][START_REF] Garcia-Otero | Influence of temperature on the coercive field of non-interacting fine magnetic particles[END_REF]  
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where k B is the Boltzmann constant. As a result, for particles of fixed size, μ 0 H c is inversely proportional to the saturation magnetization (M s ), and increases when the anisotropy constant (K) increases. A modification of M s and/or K should thus be responsible for the large changes in H c reported in the present study, as the protected annealing process did not lead to a substantial increase of the particle size. To assess the evolution of M s at 10 K, additional magnetization measurements were carried out using a VSM magnetometer equipped with a 14 T magnet. The corresponding curves are plotted in the inset of Figure 5. The saturation field corresponds to about 14 T, irrespective of the annealing temperature. The saturation magnetization values of the different samples, hereafter taken as the magnetization values at 14 T, are reported in Table 3. We observed that M s (10K) continuously decreases when increasing the annealing temperature.

Measurements performed under 11 T between 5 and 275 K show that this decreased magnetization is actually effective over the whole temperature range (see the M s (265 K) values in Table 3 for instance). This evolution may thus explain part of the changes in coercivity.

From Eq. 1, one can derive the value of the magnetic anisotropy constant at 10 K using the experimental M s and μ 0 H c values and the mean volume of the particles. The corresponding K values are 0.9, 1.0 and 1.2 (± 0.1) × 10 7 erg/cm 3 for samples heat-treated 100, 400 and 600°C, respectively. We should thus also expect an increase in magnetic anisotropy upon annealing. This finding was experimentally confirmed by Zero Field Cooled (ZFC) magnetization measurements performed on a magnetometer equipped with a furnace because of the high anisotropy of cobalt ferrite (K ~ 2×10 7 erg/cm 3 at zero Kelvin for bulk CoFe 2 O 4 ), [START_REF] Shenker | Magnetic Anisotropy of Cobalt Ferrite (Co 1.01 Fe 2.00 O 3.62 ) and Nickel Cobalt Ferrite[END_REF] which leads to blocking temperatures higher than room temperature. Samples were first heated up to 575 or 675 K (depending on their annealing temperature), and then cooled down to room temperature under zero magnetic field. Magnetization was then measured on heating, under a magnetic field of 25 G. The composite sample dried at 100°C

has not been measured this way, as heating above 375-400 K (i.e., in the superparamagnetic state) could have induce some modification of the magnetic properties. Figure 6 shows that the maximum of the ZFC magnetization curves indeed increases upon annealing, indicating an increase of the blocking temperature (T B ) and of the magnetic anisotropy constant (K.V = 100k B .T B for cubic anisotropy). This enhanced anisotropy is probably mostly representative of an increased inversion degree (Table 2). Indeed, the anisotropy of Co 2+ ions is much larger in octahedral than in tetrahedral environment, [START_REF] Zhang | Anisotropy and Faraday effect in Co spinel ferrite films[END_REF] so that small changes in inversion can lead to substantial modifications of the effective anisotropy constant. In addition, as the particle size exceeds 10 nm, the impact of the surface on the magnetic properties is fairly weak, [START_REF] Artus | Size-dependent magnetic properties of CoFe 2 O 4 nanoparticles prepared in polyol[END_REF][START_REF] Tronc | Mössbauer investigation of the - -Fe 2 O 3 transformation in small particles[END_REF][START_REF] Tronc | Surface-related properties of -Fe 2 O 3 nanoparticles[END_REF] and modification of the surface anisotropy (K s ) due to deshydroxylation, as reported for 7 nm -Fe 2 O 3 nanoparticles, [START_REF] Vichery | Influence of protected annealing on the magnetic properties of γ-Fe 2 O 3 nanoparticles[END_REF] should have a minor contribution to the observed changes.

An increased inversion degree is also expected to decrease the saturation magnetization value because of the smaller magnetic moment of Co 2+ (3 μ B ) compared to Fe 3+ (5 μ B ).

However, the small changes in inversion degree, from 0.64 (before) to 0.66 (after annealing at 800°C), cannot explain a decrease by ~ 8 to 15% of the M s values at 265 K or 10 K, respectively (Table 3). Another important insight may be gained by considering the evolution of the canting angles upon annealing. Indeed, misaligned spins are expected in the volume of the particles, [START_REF] Cannas | Magnetic properties of cobalt ferrite-silica nanocomposites prepared by a sol-gel autocombustion technique[END_REF] because the presence of both Co and Fe in the two cationic sites give rise to multiple exchange interaction values and spin frustration. [START_REF] Sawatzky | Mössbauer Study of Several Ferrimagnetic Spinels[END_REF][START_REF] Peddis | Cationic distribution and spin canting in CoFe 2 O 4 nanoparticles[END_REF] Canting angle values can be extracted for iron from fits of the in-field Mössbauer absorption spectra because the relative intensity I of the pair of 2 nd and 5 th lines depends on the canting angle θ.

In the parallel configuration (with the field direction parallel to that of the  beam), it writes: I = 4sin 2 (θ)/(1+cos 2 (θ)). [START_REF] Cannas | Magnetic properties of cobalt ferrite-silica nanocomposites prepared by a sol-gel autocombustion technique[END_REF] In the absence of canting, the 2 d and 5 th lines are extinct. These canting angles are representative of a static canting between the magnetic moments in tetrahedral (A) or octahedral (B) site and the direction of the external field. As shown in Table 2, canting is present in both sites in agreement with other works, [START_REF] Peddis | Cationic distribution and spin canting in CoFe 2 O 4 nanoparticles[END_REF][START_REF] Ferreira | Structural and morphological characterization of FeCo 2 O 4 and CoFe 2 O 4 spinels prepared by a coprecipitation method[END_REF] with rather large  angles. The   and   angles slightly increase after annealing at 800°C, also contributing to the magnetization decrease.

Note that these canting angle values of 22° are comparable to those reported for 2.5 nm (Co 0.24 Fe 0.76 )[Co 0.76 Fe 1.24 ]O 4 particles, that were attributed to a surface contribution. [START_REF] Artus | Size-dependent magnetic properties of CoFe 2 O 4 nanoparticles prepared in polyol[END_REF] Indeed, in this later work, an increase of the particle size to 6 nm was found to decrease the canting angles from 25 to 17°. For our 11 nm coprecipitated particles, we expect the canting to be representative of a volume contribution mostly influenced by the spatial distribution of Co and Fe ions. The decreased inversion in our samples (0.67 vs. 0.76 in ref 35) is expected to give rise to a wider distribution of environments and presumably more canting that could explain the  values reported in this work. Moreover, the linewidths corresponding to Fe 3+ in tetrahedral coordination ( A ) tend to decrease with heating and the opposite trend is observed for Fe 3+ in octahedral sites ( B ), [START_REF]Mössbauer spectra were fitted using two sextets for A and B contributions, and three different linewidths  for each pair of lines[END_REF] reflecting different evolutions in the hyperfine environment of the two ions. The decreased  A values probably account for structural changes as  A is not severely impacted by the nature of the neighbors as already stressed by Sawatsky et al., [START_REF] Sawatzky | Mössbauer Study of Several Ferrimagnetic Spinels[END_REF][START_REF] Sawatzky | Cation Distributions in Octahedral and Tetrahedral Sites of the Ferrimagnetic Spinel CoFe 2 O 4[END_REF] and thus by inversion. In contrast, the exchange interaction for Fe 3+ in B site is strongly weakened when its next neighbor in A site changes from Fe 3+ to Co 2+ . As a consequence,  B is more sensitive to the local environment and its increase could result from an enhanced chemical disorder.

Modification of the magnetic properties of nanoferrites with annealing is complex, [START_REF] Beji | Annealing effect on the magnetic properties of polyol-made Ni-Zn ferrite nanoparticles[END_REF] with opposite evolutions reported by different authors and/or strong correlations with a particle size increase. [START_REF] Chiu | Tunable coercivity of CoFe 2 O 4 nanoparticles via thermal annealing treatment[END_REF][START_REF] Fabris | Effects of postdeposition heat treatment on the structural and magnetic properties of CoFe 2 O 4 nanoparticles produced by pulsed laser deposition[END_REF] Our results using a protected annealing approach allows to draw more definite conclusions. The variation of the a-cubic parameter upon heating, as well as the increased coherence length and the morphological changes observed by TEM evidence an enhanced crystallinity and definitely prove atomic diffusion at or above 800°C. However, inversion between Co and Fe must be restricted to exchanges between nearest neighbors and not over long distances. The presence of vacancies on the octahedral cationic sites would have favored a rearrangement at low temperatures, presumably 250-300°C according to ref.

51, but in the case of vacancy-free CoFe 2 O 4 , inversion requires heating above 900°C. [START_REF] Ferreira | Structural and morphological characterization of FeCo 2 O 4 and CoFe 2 O 4 spinels prepared by a coprecipitation method[END_REF] Two interpretations can be proposed to account for the increased canting and the opposite evolutions of the Mössbauer linewidths upon annealing. The first one involves local strain relaxations, in part related to inversion because of the differences in ionic radius for Co 2+ and Fe 3+ species. These structural changes tend to homogenize the environment around Fe 3+ in A site and thus decrease the width of the distribution in hyperfine fields, with hardly any change in the canting angle   . On the other side, magnetic exchanges for Fe 3+ in B site are more sensitive to the nature of the neighbors in A site. The increased Mössbauer linewidths after thermal treatment reflect an enhanced magnetic disorder and thus of frustration, which leads to an increased canting in B site. The evolution of  B would then mostly account for the change in inversion.

The alternative explanation considers gradients of the Co/Fe atomic ratio in the volume of the particles as mentioned in ref 23 for citrate autocombustion methods. For aqueous coprecipitation, a former study has emphasized the fact that the kinetics for Co 2+ insertion in magnetite is slower than that of Fe 2+ or that the leaching of Co 2+ in acid is much faster, leading to cobalt incorporation twice smaller than expected and large quantities of Co adsorbed at the surface of the iron oxide. [START_REF] Vichery | Introduction of cobalt ions in γ-Fe 2 O 3 nanoparticles by direct coprecipitation or postsynthesis adsorption: dopant localization and magnetic anisotropy[END_REF] Another work related to the coprecipitation of Fe 2+ , Fe 3+ and Co 2+ from hydroxides suggested the formation of a heterogenous phase and intergrowth of microdomains with slightly distinct compositions from the study of diffraction line broadening. [START_REF] Ferreira | Structural and morphological characterization of FeCo 2 O 4 and CoFe 2 O 4 spinels prepared by a coprecipitation method[END_REF] Here, the Co/Fe ratio is maintained from the precursors to the solid phase, so that separation in rich and poor cobalt regions might occur. Such segregation would explain the  B increase with annealing because of partial homogenization upon heating. Indeed, FeCo 2 O 4 is referred to as a normal spinel [START_REF] Lotgering | On the ferrimagnetism of some sulphides and oxides[END_REF] and Co preferentially occupy octahedral cationic sites in maghemite, so that homogenization will induce changes in the nature of the nearest neighbors for Fe 3+ ions in B site as it goes from pure Co (or Fe) to mixed (Fe,Co) environment. However, both the diffraction coherence length which is not very small with respect to the particle sizes and the magnitude of the canting angles suggest that heterogeneities are less pronounced than in citrate autocombustion routes (22° vs. 40°

for the  values in ref. 23). Comparison with the works of Artus [START_REF] Artus | Size-dependent magnetic properties of CoFe 2 O 4 nanoparticles prepared in polyol[END_REF] and Baaziz [START_REF] Baaziz | Tuning of synthesis conditions by thermal decomposition toward core-shell Co x Fe 1-x O@Co y Fe 3-y O 4 and CoFe 2 O 4 nanoparticles with spherical and cubic shapes[END_REF] shows that the design of new synthetic strategies to favor high crystallinity or to circumvent differences in reactivity between the Fe and Co precursors is more efficient that post-synthesis annealing to get homogenous hyperfine environments and less canting.

Conclusions

Post-synthesis heat treatments have been performed on  11 nm sized cobalt ferrite nanoparticles produced by coprecipitation in water and dispersed in a sol-gel silica matrix.

This protected annealing process allowed increasing their crystallinity while preventing them from aggregation and growth. The presence of this matrix also limits the impact of inter-particle interactions on magnetic evolutions upon heating. We reported a displacement of cobalt ions from tetrahedral to octahedral sites, with an inversion degree that slightly increases from 0.64 after synthesis to 0.66 after annealing at 800°C. Treatments at higher temperatures were found to be limited by side reaction with the host silica matrix. A rather large increase of the coercive field value was observed, from 1.0 to 1.6 Tesla after annealing. This evolution results from the combination of a slight increase in magnetic anisotropy, due to the increased inversion, and of a decrease in saturation magnetization, because of the change in inversion and of an increased canting. This study highlights that improving the crystallinity of cobalt ferrite nanoparticles does not necessarily lead to an increase in saturation magnetization or a decreased canting in the volume of the particles: for 

Fig. 1 .

 1 Fig. 1. (a) TEM micrograph of the crude CoFe 2 O 4 particles; (b) histogram of the particle size distribution (statistics over ca. 800 particles) where the solid line is a fit to a log-normal function; (c) TEM micrograph of the concentrate CoFe 2 O 4 /SiO 2 composite sample, Co/Si = 0.03.

Fig. 2 .

 2 Fig. 2. X-ray diffraction profiles ( = 1.5418 Å) of CoFe 2 O 4 nanoparticles embedded in silica (Co/Si = 0.03) dried at 100°C and annealed at selected temperatures. The peaks related to the Si calibrant are indicated by open circles and the ones corresponding to fayalite by arrows. Indexation refers to the m Fd 3 space group of cobalt ferrite.

CoFe 2 O

 2 4 (a = 8.392 Å, JCPDS 022-1086 card), similarly to what was reported by Soler et al.

  high boiling point solvent as CoFe 2 O 4 nanoparticles produced at 150 °C by forced hydrolysis in polyol were found exhibit high crystallinity and bulk a-values right after synthesis.[START_REF] Artus | Size-dependent magnetic properties of CoFe 2 O 4 nanoparticles prepared in polyol[END_REF] 

Fig. 3 .

 3 Fig. 3. High-resolution TEM images of the CoFe 2 O 4 particles before (a) and after annealing at 800°C (b), which show the facetted character of the particles after heat treatment.

Fig. 4 .

 4 Fig.4.57 Fe Mössbauer absorption spectra recorded at 4.2 K under a 7 T magnetic field for crude CoFe 2 O 4 particles heat treated at 100 and 800°C. The magnetic field is applied parallel to the γ-ray propagation direction. The dashed and dotted black lines correspond to the contribution of iron in tetrahedral and in octahedral sites, respectively. The bold grey solid lines refer to the fitted spectra.

Fig. 5 .

 5 Fig. 5. Magnetization at 10 K as a function of magnetic field for CoFe 2 O 4 nanoparticles embedded in silica (Co/Si = 0.004) and annealed at selected temperatures. In inset, the high-magnetic field part of the M(H) curves obtained by VSM measurements.

Fig. 6 .

 6 Fig. 6. Zero Field Cooled magnetization measurements under 25 G for CoFe 2 O 4 nanoparticles embedded in silica (Co/Si = 0.004) and annealed at 400 and 600°C.

CoFe 2 O 4 ,

 24 these two parameters are mostly influenced by inversion, and annealing temperatures below 1000°C does not allow for a large redistribution of Fe and Co in the cationic sites.

Table 1

 1 Lattice parameter (a) and coherence length (L c ) values for CoFe 2 O 4 particles embedded in silica (CS, Co/Si = 0.03) and for crude particles (C), after annealing at selected temperatures. the error bar on the a-parameter is mostly representative of instrumental line shifts, whereas the standard deviation on L c derives from the fitting.

	However, L	c only increases from

i

Table 2

 2 Mössbauer spectroscopy results for crude CoFe 2 O 4 particles heat-treated at 100 and 800°C.

		P A /P B	x	H hf (A)	H hf (B)	θ(A)	θ(B)
		(± 0.02)	(± 0.04)	(T)	(T)	(± 2°)	(± 1°)
	100°C	0.47	0.64	51.2	53.0	21	23
	800°C	0.49	0.66	51.2	53.6	24	27

Table 3

 3 Magnetic characterization of CoFe 2 O 4 nanoparticles embedded in silica and annealed at selected temperatures.

		M s (10 K) a (± 5 emu/ g CoFe2O4 )	M s (265 K) b (± 2 emu/ g CoFe2O4 )	μ 0 H c (10 K) c (± 0.05 T)	d (± 1 K) T peak
	100°C	146	49	1.00	-
	400°C	139	48	1.20	367
	600°C	125	45	1.60	390

a magnetization value under 14 T, b magnetization value under 11 T, c coercive field at 10 K, d temperature of the maximum of the ZFC curve.

Acknowledgements

The authors thank P. Berthet for valuable discussion and assistance with the hightemperature magnetic measurements. P.E. Coulon from the Laboratoire des Solides Irradiés (CNRS/Ecole Polytechnique) is also acknowledged for TEM observations. The research described here has been supported by Triangle de la Physique (contract 2008-051T).