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a b s t r a c t

The use of a room-temperature gamma spectrometer is an issue in environmental radiation monitoring.
To monitor radionuclides released around a nuclear power plant, suitable instruments giving fast and
reliable information are required. High-pressure xenon (HPXe) chambers have range of resolution and
efficiency equivalent to those of other medium resolution detectors such as those using NaI(Tl), CdZnTe,
and LaBr3:Ce. An HPXe chamber could be a cost-effective alternative, assuming temperature stability and
reliability. The CEA LIST actively studied and developed HPXe-based technology applied for environ-
mental monitoring. Xenon purification and conditioning was performed. The design of a 4-L HPXe de-
tector was performed to minimize the detector capacitance and the required power supply. Simulations
were done with the MCNPX2.7 particle transport code to estimate the intrinsic efficiency of the HPXe
detector. A behavioral study dealing with ballistic deficits and electronic noise will be utilized to provide
perspective for further analysis.
© 2017 Korean Nuclear Society, Published by Elsevier Korea LLC. This is an open access article under the

CC BY-NC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
1. Introduction

Gamma spectroscopy can be used to provide isotopic informa-
tion about radioactivity. This identification then allows the diag-
nosis of a situation using information given by the nature of the
radioactive materials. To discriminate between different isotopes
with high efficiency and reliability, the energy resolution has to be
as low as possible. The lowest possible resolution can be achieved
by cryogenic detectors (high-purity germanium detectors), which
are expensive and not suitable for use outdoors. A room tempera-
ture gamma spectrometer with quite good resolution has been
developed during the last decades. CdZnTe semiconductors and
LaBr3:Ce scintillators provide an energy resolution of around 2e4%
at 662 keV [1,2]. However, their cost increases dramatically with
the volume and these devices need to be stabilized against external
temperature variation.

Therefore, the high-pressure xenon (HPXe) technology is
investigated for the CEA LIST for these problematic environmental
conditions. The state of development is presented in this paper.
by Elsevier Korea LLC. This is an
2. State of the art

HPXe chambers have been under development by many labo-
ratories since the 1980s. The element xenon is a noble gas with a
high charge number; xenon facilitates good gamma stopping power
when used under pressure. At 50 bar, the density reaches 0.5 g/cm3

and gamma ray stopping power has a value between those of
germanium and sodium iodine. Another interesting particularity is
the process for charges carrier creation and, more specially, the
Fano factor of this process (0.13) [3]. The intrinsic energy resolution
is three times lower than those of room-temperature inorganic
scintillators using NaI(Tl) or LaBr3:Ce [4]. To address the industrial
need for room temperature spectrometers, xenon is thus an
important research path.

To build a spectroscopy-grade HPXe detector, some re-
quirements have to be taken into account. The properties of the
xenon gas for spectroscopy have been studied in detail by Dmi-
trenko et al. [5] and Bolotnikov and Ramsey [6].
3. General properties

Thanks to electronic band evolution of Xe*2 dimers (decrease of
excited states compared with ionizing states) according to gas
density, the W-value decreases as the gas pressure increases [6e8].
The increase of the charge carrier number and the gamma ray
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stopping power are themainmotives to apply very high pressure to
the xenon chamber. However, a discrepancy of the energy resolu-
tion is observed when the density gets above 0.55 g/cm3 [5]. The
intrinsic energy resolution is approximately equal to 0.6% until a
density value of 0.55 g/cm3 is reached; the intrinsic energy reso-
lution then increases to 5% at a density value of 1.6 g/cm3. Above
0.55 g/cm3 the Fano factor increases (due to d-ray recombination)
and small liquid droplets appear and lead to electronegative clus-
ters, which absorb electrons with kinetic energy below the ionizing
energy level [6,9].

In practice, the pressure has to be between 0.5 g/cm3 and
0.6 g/cm3. A device is exempt from French regulation rules if the
pressure volume product does not exceed 200 bar L [10]. A 4-L
chamber could then be built without the requirement of periodic
control. The gamma ray stopping power obtained in a 4-L chamber
makes possible the use of an HPXe chamber for environmental
radiation monitoring.

Stability against temperature change is an issue for many in-
dustrial applications. Other room-temperature probes such as
scintillators or CdZnTe suffer from temperature dependency, which
affects the gain and the energy resolution. At relatively low pres-
sure (<0.6 g/cm3), xenon shows perfect temperature stability in
terms of density and charge carrier collection [6,9,11]. This partic-
ularity remains the main advantage of HPXe chambers in com-
parisonwith other room temperature spectrometers, which require
temperature stabilization.

The use of an HPXe chamber could offer a gain in temperature
stability and a cost reduction compared with other conventional
systems. The first requirement to operate as a spectrometer is the
achievement of a high purity level of xenon gas.

4. Xenon purification and conditioning

To avoid charge recombination, electronegative impurities
(mainly oxygen) have to be filtered out. A purity level below parts
per billion has to be achieved. Xenon with a purity level below
10 ppm is the best purity grade of commercially available purity-
grade xenon (research grade). Thus, a dedicated purification pro-
cess has to be built to achieve this extra level of purity. The system
under development at CEA LIST is shown in Fig. 1.

The process circuit is preliminarily set to an ultravacuum level of
10�11 bar and temperature of 175�C is applied to cause the overall
internal skin to desorb. The research-grade xenon is injected and
then transferred though a purifier to the container. Xenon
Fig. 1. Xenon purification apparatus of CEA LIST.
displacement is ensured by the vaporization/condensation cycles,
which are controlled by cryo-cooling (LN2). A gatekeeper filter
(Entegris, Billerica, MA, USA) is installed in the CEA LIST device. This
filter is based on a metal alloy using chemisorption to remove
impurities. It operates at room temperature but requires precise
flow rate control. The gas reaches a sub-parts per billion level after
many purification cycles. Spark purification, because it is fast and
effective, is currently the best purification technique [12]. Spark
discharge produces ultraclean titanium dust that traps electro-
negative impurities and organics.

The purity monitor measures the electron lifetime in the gas. An
electron cloud between the two plate electrodes, which are weakly
polarized (recombination mode 10 V/cm), is created by external
stimulation using a gamma source. The pulse length at the output
of the slow charge preamplifier has to reach a value above 5 ms to
validate the sub-parts per billion level of the xenon gas [13].

When the xenon gas has reached the sub-parts per billion purity
level, the detector volume can be filled. The density has to be
strictly controlled. The pressure and the temperature of the gas can
be measured at the end of the process. Then, the density is evalu-
ated using an isothermal abacus [13]. Instrumentation has to
guarantee a relative accuracy below 1%. Another approach to den-
sity measurement consists of dielectric constant measurement,
which is a function only of the density [12]. The purity control
chamber (fast charge preamplifier) can be used for capacitance
measurement after a calibrated pulse generation.

Saturation level of charge collection and optimal charge drift
velocity are achieved using an adequate polarization voltage. This
voltage is a function of the xenon density and temperature [9].
Complete saturation is achieved using a voltage equal to 7 kV/cm,
regardless of the xenon density. In practice, and especially for large
volume detectors, a voltage value of 2 kV/cm has been recom-
mended by C. Levin [14] as the best compromise.

The drift velocity has to be maximized from a dynamic range
point of view but also in terms of electronic noise filtering (signal-
to-noise ratio). The addition of a polyatomic quencher has been
studied by V. Dmitrenko [15]. Hydrogen (H2) is the candidate that is
most compatible with purification techniques. A hydrogen con-
centration addition of 0.2e0.3% increases the drift velocity by a
factor of 6, without degradation of the spectroscopic performance
[16,17]. However, the quencher is efficient at a bias voltage above
7 kV/cm and the HPXe chamber remains as a slow detector in
comparison to scintillators or cadmium zinc telluride (electron
mobility equal to 1 mm/ms in pure xenon).

5. Chamber design for the spectrometer

Parallel-plate chambers with Frisch grids comprised the first
design of HPXe technology. A 17-L chamber called Kseniyawas built
by the National Nuclear Research University (MEPhy) in the early
1980s for space radiation measurement [18,19]. It was installed on
the MIR station and operated for 11 years, maintaining a stable
energy resolution (3.5% at 662 keV) in severe conditions in terms of
temperature gradient and cosmic irradiation flux [20]. In the 1990s,
parallel plate chambers with Fisch grids were developed in the
United States for earth applications [14]. The small volume of 0.16 L
permitted the achievement of an energy resolution of 2.5% at
662 keV, but some limits were noted for industrial applications
[21,22]. The useful volume of gas was only 30% due to the electric
field inhomogeneity effect. As such, a large dead area produced an
important Compton continuum in the gamma spectrum. Moreover,
the Frisch grid structure induced additional acoustic noise. The
cylindrical chambers allowed an optimization of the useful volume
of gas (close to 100%), but vibration sensitivity remained a problem.
To limit the acoustic noise, the Frisch grid has to be made with
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stainless steel or nickel-electroformed meshes and must be self-
supporting.

Cylindrical chambers without Frisch grids have been developed
by MEPhI (0.9 L and 5 L) [23]. Exceptional reliability has been
observed in severe conditions of use. The chamber is insensitive to
industrial vibration, as was found when device was tested in an MI-
8 helicopter [24]. The chamber can operate without discrepancy up
to 180�C. This spectrometer has been tested for geophysical pro-
spection at an operating temperature of 150�C and by a KCl fertil-
izer manufacturer at an operating temperature of 120�C [25].

The ballistic deficit (pulse shape dependency with interaction
locations) plays a role in the discrepancy of the energy resolution.
The ion drift velocity is one thousand times higher than the elec-
tron velocity. This phenomenon induces a position dependency of
the pulse amplitude. The ballistic deficit can be neglected for small
volume detectors but becomes predominant in large volume de-
tectors. A small volume chamber exhibits a resolution equivalent to
that of NaI(Tl) chambers (8% at 662 keV). The ballistic effect in a
large volume chamber is the first technological challenge for the
application under consideration.

6. Ballistic deficit

Traditionally, this effect is corrected for by setting the Frisch grid
closer to the anode. As a result, the anode is shielded against the ion
contribution [16,24]. Cylindrical chambers with Frisch grids are
efficient, allowing the achievement of the best possible energy
resolution (close to 2% at 662 keV). However, the use of a Frisch grid
is not suitable for industrial applications due to vibration sensi-
tivity. Thus, alternatives to Frisch grids are under investigation.
CdZnTe diodes are subject to the same problems regarding elec-
tron/hole motion. Options to deal with the ballistic deficit are
inspired by options that have been used to deal with the CdZnTe
ballistic deficit.

6.1. Biparametric correction

Biparametric correction has been developed for CdTe detectors.
The CEA LIST has tested the direct use of the CdTe algorithm [26,27].
The correction has permitted a slight resolution improvement of
14%.

Xenon gas is also a scintillator, emitting vacuum ultraviolet
fluorescence photons at a wavelength of 173 nm and with a light
efficiency equal to 40,000 photons/MeV at 0.19 g/cm3 [28]. In
practice, light collection is difficult to extract but this light signal
could be used as a trigger. A primary scintillation light is pro-
duced during charge carrier creation. If the electrical field around
the anode is above 2.9 � 10�17 V/cm2, another type of light is
produced by the electroluminescence effect. The primary scin-
tillation light (fluorescence) is produced along the interaction
path. The stimulated scintillation light (electroluminescence) is
emitted at the end of the charge collection. The scintillation
pulse signal has an excellent time resolution compared with that
of the charge pulse. The light pulse is composed of two kinds of
scintillation, which allows an accurate measurement of the
charge collection time. This particularity was extended to as-
trophysics experiments in HPXe-time projection chamber (HPXe-
TPC) for research into dark matter or weakly interacting massive
particles [29e31]. This chamber could also be used as a gamma
Compton imagers [32,33]. For gamma spectroscopy concerns,
which are under investigation, the use of a scintillation pulse
provides an improvement in the biparametric correction of the
charge pulse [34]. Using this new information and a compensa-
tion algorithm dedicated to HPXe, J.L. Lacy et al. [35] (Propor-
tional Technology Inc.) have made an improvement of ballistic
effect compensation. The company's 0.3-L chamber maintains a
low capacitance of 7 pF and its correction algorithm permits the
achievement of an energy resolution equal to 2.3% at 511 keV
(very close to that of the Frisch grid technology).

6.2. Other approaches

The coplanar anode configuration has been investigated to
compensate for the ballistic deficit of currently used CdZnTe diodes
[36].

A double anode design has been proposed by Bolotnikov et al.
[16] in which only one anode is polarized. It is assumed that only
one anode collects the electrons, whereas both anodes are exposed
to the current induced by the ion collection. The subtraction of the
anode signal gives, in theory, a signal without ionic component. In
practice, the process of ballistic compensation is not efficient due to
a supposed self-shielding effect between the anodes. Other co-
planar anode structures have been developed without significant
success [37].

A virtual Frisch grid has also been developed by Bolotnikov et al.
[38] and Austin [39] (Constellation Technology Corp.). The chamber
is composed of two plate electrodes embedded in a cylindrical
ceramic conductor. This device is based on the principle that elec-
tron collection is performed by the plate anode and the ions are
trapped by the ceramic. This design produced convenient results
(energy resolution in the range of 2e2.5% at 662 keV) but it is not
scalable to larger volumes. To increase the chamber volume, seg-
mentation of the virtual Frisch grid is under study [39].

Lacy technology is the best method of correcting the deficit
ballistic, but there are currently no efficient methods tomanage the
ballistic deficit in a large-volume HPXe chamber.

The second technological barrier for spectroscopy in a large
volume chamber is minimizing and filtering the electronic noise.

7. Electronic noise

Electronic noise contributions are important parts of the energy
resolution. Although intrinsic energy resolution is about 0.5%, total
energy resolution is in the best cases close to 2%. Electronic noise
(and acoustic noise) is critical in HPXe compared with other de-
tectors due to this detector's high W-value and its low charge
mobility. Electronic noise is mainly induced by thermal agitation in
the capacitance formed by the chamber. Its variance Q

2
is propor-

tional to the temperature T and the detector capacitance C, as
described below, where kB is the Boltzmann constant.

Q
2 ¼ kBTC (1)

The distance between the anode and cathode has to be maxi-
mized to minimize the capacitance. In cylindrical geometry, the
capacitance can be calculated as presented in Eq. (2), where l is the
chamber length, R1 is the anode radius, R2 is the cathode radius, and
u0 and ur are, respectively, the strength of the vacuum and the
relative dielectric permittivity. The chamber should be designed
with a length that is larger than its diameter, as is obvious from Eq.
(2).

C ¼ 2pu0ur
l

ln
�
R2
R1

� (2)

The junction field effect transistors of the front-end electronics
has to be carefully chosen, with a lowgate current noise. Finally, the
shaping time constant of the triangular/trapezoidal filter has to be
adjusted to increase the signal-to-noise ratio. It should be noted



Fig. 3. Geometry of an environmental HPXe chamber.
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that the signal-to-noise ratio has to be optimized at an earlier stage
of the chain by adaptive quencher incorporation and suitable
electrode design.

Electronic noise reduction is an important requirement to be
considered in HPXe chamber design. Many authors have been
disappointed by detector capacitance limiting the resolution of
their systems [37,40,41]. In the best cases, a capacitance in the
range of 5 pF to 10 pF is achieved. Some designs are under study to
achieve very low capacitance. A segmented anode was developed
by Kiff et al. [37,42] and Bolotnikov [43] to reduce the capacitance to
a value below 5 pF [37,42,43].

Advanced signal processing (nonlinear filter) could also be
envisaged. The CEA LIST has developed a nonlinear filter for gamma
spectroscopy signal processing [44]. Optimal noise filtering can be
achieved and a spectroscopic response free of ballistic effect is
allowed thanks to accurate knowledge of the charge collection
time. This signal processing solution is a promising one for dealing
with the two technological barriers of large-volume chambers: the
electronic noise and the ballistic effect.
8. Simulation

Design of a 4-L HPXe is performed to minimize the detector
capacitance and the required power supply. Figs. 2 and 3 show the
bias voltage needed to maintain the capacitance at 2 kV/cm; the
capacitance evolution is a function of the cylindrical length to the
diameter ratio. An internal anode with a diameter equal to 1 mm is
considered.

It is impossible in a large volume cylindrical chamber to reach a
very low capacitance. The target resolution cannot be the same as
that of a small detector (2%) but can reach the resolution of refer-
ence NaI(Tl) detectors (7e8%).

A compromise is found for a length-to-diameter ratio equal to
unity. This ratio also provides a way to optimize the isotropic
response of the detector.

Geometrical and electrical characteristics of the 4-L cylindrical
chamber are as follows:

� Diameter: 17 cm
� Length: 17 cm
� Bias voltage: 17 kV
� Capacitance: 27 pF

Simulations were done by MCNPX2.7 particle transport code
[45]. The intrinsic efficiency is estimated for a large-volume and
medium-resolution gamma spectroscopy detector. As shown in
Fig. 2. Bias voltage and capacitance
Fig. 4, the HPXe chamber can obtain a gamma ray efficiency close to
those of other, large-volume technology devices.

9. Conclusion

A 4-L HPXe chamber is under study at the CEA LIST for envi-
ronmental radiation monitoring. A simulation study has been
conducted and has allowed us to conclude that the chamber can
exhibit an intrinsic resolution equivalent to that of the largest
volume detectors made using competitive technology.

Xenon purification and conditioning were performed. The
design of the 4-L HPXe detector was done to minimize the detector
capacitance and the required power supply. Simulations were done
using the MCNPX2.7 particle transport code to estimate the
intrinsic efficiency of the HPXe detector.

Future research will address ballistic deficit issues and accurate
measurement of charge drift time.

The first investigation will consist of coupling the chamber with
a vacuum ultraviolet-sensitive photomultiplier and delimiting the
charge drift on the primary and secondary (electroluminescent)
scintillations.

A second study will investigate spherical xenon proportional
counters, designed to maximize the homogeneity of the charge
multiplication in the sensitive medium. Such a technology, thanks
to the Townsend avalanche phenomenon [46], would reduce the
ballistic deficit and the electronic noise, improving the signal-to-
noise ratio and suppressing ion contribution to the signal.
versus length/diameter ratio.



Fig. 4. Intrinsic efficiency as a function of the incident gamma ray energy.
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