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Metamaterials, which are made of repeated patterns of appropriately arranged small discrete structures,
display unusual electromagnetic properties that overwhelm those of conventional materials. The
modification of their properties is generally achieved by arranging the structures mechanically or
electrically and requires rather complex designs. We report on the study of the complex conductivity of
epitaxially-grown tungsten-doped vanadium dioxide (WxV1�xO2) thin films through the semiconductor-
to-metal phase transition (SMT) using terahertz time-domain spectroscopy. The modelling of the ter-
ahertz conductivity across WxV1�xO2 SMT provides clear insights about the gradual nucleation of VO2

metallic domains among the semiconducting host and evidences the presence of strong carrier
confinement and enhanced absorption close to the transition temperature, leading to a strong capacitive
response of the electrons. The evolution of the SMT is also strongly affected by W doping, which reduces
the scattering time in the metallic state, lowers the transition onset temperature and extends the
temperature range over which the transition occurs. The WxV1�xO2 films thus forms an effective medium
in the vicinity of the SMT and display the signature of a disordered metamaterial, which has significantly
enhanced functionality thanks to its readily thermally-tunable properties over a wide range of tem-
peratures close to room temperature.

1. Introduction

Metamaterials unusual electromagnetic properties, which are
absent in nature and allow absorbing, enhancing or even bending
electromagnetic waves, come from their internal structure rather
than the matter that composed them. These materials are made of
repeated patterns of small discrete structures, called unit cells, and
they exhibit exotic properties as long as the unit cells are suffi-
ciently small as compared to the wavelength of the incident signal
[1]. It is thus the combination of the size, geometry and orientation
of these cells that gives metamaterials their unique properties.
These properties, which include optical magnetism [2] and nega-
tive refractive index [3], have already been exploited for optoelec-
tronic applications such as cloaking [4] and subwavelength imaging
[5]. More recently, there has been considerable interest for real-

time manipulation of electromagnetic radiations using tunable
metamaterials, which electromagnetic response can be triggered
electrically [6] or mechanically [7]. These artificial materials are
usually composed of complex metal-dielectric composite struc-
tures and their tunability requires sophisticated designs like hybrid
metamaterial, micromachined reconfigurable metamaterial or
folding patterns [8]. A more versatile approach to the architecture
of metamaterials uses tunable materials which electromagnetic
response can be thermally-triggered, such as vanadium dioxide
(VO2) [9], resulting in a significant simplification of the meta-
material design.

VO2 is a model system to study the nature of semiconductor-to-
metal transitions in correlated electron systems. A balance of both
Peierls-type [10] lattice instability due to electron-phonon inter-
action and Mott-type [11] electron-electron correlations drives this
material in a critical regime as it undergoes a first-order reversible
phase transition from a high-temperature metallic state to a low-
temperature semiconducting state when cooled down below its
transition temperature (TSMT)z 68 �C [12]. This phase transition is
accompanied by a hysteresis and associated with a reduction of
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crystal symmetry from a rutile phase (R) to a monoclinic phase (M),
a sharp increase in electrical conductivity of close to 5 orders of
magnitude and significant changes in optical properties [13].
Recent experiments on VO2 films reveal that the semiconductor-to-
metal transition first occurs at the nanoscale in spatially separated
metallic puddles [14]. These strongly correlated conducting pud-
dles, with an electromagnetic response that displays the signatures
of collective effects in the electronic system, then grow and coa-
lesce among the semiconducting host as the temperature increases
so that their coexistence covers several length scales [15]. The
connection between these metallic puddles across the VO2 SMT
further leads to the transition of the film electronic response from
capacitive to inductive [16] and results in a metal-dielectric nano-
composite in the VO2 thin film, which can thus be considered as a
naturally-occurring metamaterial [17].

The SMT properties of VO2 thin films strongly depend on stoi-
chiometry, morphology and on the quality of the interface with the
substrate [18,19]. Indeed, the SMT properties can efficiently be
tailored by doping with an appropriate concentration of donors
and/or acceptors. Doping with tungsten, the most efficient dopant
element to lower VO2 transition temperature, allows to reduce TSMT

by ~20 �C/at. % W [20], which is crucial for functionality around
room temperature. This pronounced reduction is attributed to the
introduction of extra electrons in the system and to the strong
modification of the VO2 local structure induced by substitutional
doping. The W ions tend to bring the monoclinic short (~2.65 Å)
and long (~3.12 Å) V-V dimers distances closer to the rutile uniform
(~2.87 Å) V-V distance, thus activating conductivity [21].

Structural and morphological properties like strain, grain size,
density of defects and grain boundaries also affect the SMT char-
acteristics of VO2 thin films, which can be tailored by a proper
choice of the substrate and deposition conditions [22,23]. The VO2

transition temperature is thus reduced/increased through
compressive/tensile stress along the rutile c-axis due to lattice
mismatch between film and substrate. Moreover, the SMT proper-
ties of VO2 are strongly altered by the presence of defects and grain
boundaries, which makes it crucial to synthesize thin films that
exhibit high crystalline quality and SMT features similar to those of
the bulk material for enhanced functionality. Substrates with
different crystal structures have been used to grow high quality VO2

thin films, including Al2O3, glass, TiO2, SrTiO3 and MgF2 [24e26].

Among them, epitaxial VO2 thin films deposited on Al2O3 ð1102Þ
substrates are of particular interest as they exhibit high crystalline
quality, SMT properties close to those of single crystal VO2 and good
transparency to far-infrared radiations [27].

The thermally-induced changes in the conductivity of the VO2

thin films are associated with corresponding variations of the op-
tical response, which makes terahertz spectroscopy (THz-TDS) a
well-suited contactless technique to measure the complex con-
ductivity and to study both the electron dynamics over nanometer
length scales and the spatial inhomogeneity of the film induced by
the formation of metallic domains. Therefore, its contactless nature
is a significant advantage as opposed to standard dc conductivity
measurements, which only probe long-range transport. So far,
many researches on VO2 films have focused on probing its optical
THz conductivity and dielectric properties through the thermally-
induced SMT in order to investigate the formation of the metallic
state in the vicinity of the SMT [28,29]. Transient photoconductivity
measurements have also been used to investigate the dynamic
behavior of the photo-induced SMT in such VO2 films: new insights
on the thermal versus nonthermal effects as well as the interplay of
electronic and lattice degrees of freedom during the phase transi-
tion were reported [30,31]. Despite the attractiveness of
substituting vanadium atoms with W dopants in VO2 lattice for

functionality around room temperature, studies on the influence of
VO2 film doping in the terahertz range are still scarce [32,33] while
its effect on the THz conductivity remains unexplored.

In this paper, we report on the investigation and modelling of
the THz complex conductivity of 150-nm thick epitaxially-grown

WxV1-xO2 thin films deposited on Al2O3 ð1102Þ substrates across
the SMT in the frequency range 0.25e1.55 THz using the Drude-
Smith formalism. The absence of phonon resonance within this
frequency range enables the study of the conductivity response of
these films within their transitional state. Within this temperature
range, they are formed of randomly dispersed metallic inclusions
much smaller than the THz probing wavelength and can thus be
assimilated to a naturally-occurring metamaterial with variable
effective permittivity. Our study evidences that significant varia-
tions of Drude-Smith parameters are occurring across the SMT for
the WxV1-xO2 samples and clearly demonstrates differences in the
evolution of the phase transition induced by the introduction of W
dopants in the VO2 lattice. The thermally-tunable THz properties of
the WxV1�xO2 films can be modified on a wide range of tempera-
ture close to room temperature without requiring any electrical or
mechanical components. They therefore display enhanced func-
tionality and are very attractive for optoelectronics applications.

2. Experimental

2.1. Sample growth

Reactive pulsed laser deposition (RPLD) was used to fabricate
the WxV1-xO2 thin films by ablating commercial undoped and
tungsten-doped vanadiummetal targets on r-cut oriented sapphire

(Al2O3ð1102Þ) substrate. The growth temperature was 550 �C and
the oxygen pressure was kept at 21 mTorr. Detailed growth con-
ditions were reported in a previous study [34].

2.2. XRD, AFM and electrical characterization

The structural properties of the films were examined by X-ray
diffraction (XRD) in the qe2q configuration between 20� and 90�

using a PANalytical's X'Pert PRO Materials Research Diffractometer
with Cu Ka radiation operated at 45 kV and 40 mA. Film thickness
was determined by cross-section scanning electron microscopy
(SEM, JEOL JSM-7401F) observations while surface morphology was
imaged by atomic force microscopy (AFM, DI-EnviroScope, Veeco).
A standard four-point probe method was used to measure the

Fig. 1. AFM images of epitaxially-grownWxV1-xO2 thin films.
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resistivity of the films.

2.3. THz time-domain spectroscopy

Standard terahertz time-domain spectroscopy (THz-TDS) mea-
surements were made between 0.25 THz and 1.55 THz and at
temperatures ranging from �120 �C to 100 �C to investigate the
temperature-dependent terahertz transmission of the films. For
each set of experiments, two samples, the W-doped VO2 film on
sapphire substrate and the bare substrate, were mounted simul-
taneously on the cold finger of a liquid nitrogen cooled cryostat.
Measurements were done in transmission. The THz-TDS setup was
coupled to a Ti:sapphire regenerative amplifier that delivers 35 fs
laser pulses with a central wavelength of 800 nm at a 1-kHz
repetition rate. The laser beam was split into two distinct beams,
an excitation beam used to generate the THz-probe beam, and a
probing beam used to detect THz pulses transmitted through the
sample. The 90 mW excitation beam generated the THz-probe
beam by optical rectification in a 3 cm � 3 cm and 1 mm-thick
ZnTe crystal. The THz radiation was focused on the sample surface
on a spot diameter of about 2 mm using a parabolic mirror. The
transmitted THz pulses were detected using electro-optic sampling
in a 0.5-mm-thick ZnTe crystal. The THz-probe beam was chopped

at 340 Hz and the THz signal was measured by means of a lock-in
amplifier. The THz-probe beam was confined into a vacuum
chamber and all measurements were performed at a pressure
<10�4 Torr.

3. Results

3.1. Morphological, structural and electrical characterization

The stoichiometry of the W-doped VO2 films, determined from
Rutherford backscattering spectrometry measurements, is
W0.013V0.987O2, W0.025V0.975O2 and W0.033V0.967O2. The AFM surface
morphology images ofWxV1-xO2 thin films shown in Fig. 1 reveal the
presence of large, compact and closely connected elongated grains.
Tungsten doping significantly reduces the grain size fromz260 nm
for the VO2 sample to z160 nm for the W-doped VO2 samples,
which accordingly results in higher density of grain boundaries. XRD
data of the VO2 film and of the W0.033V0.967O2 film are shown in
Fig. 2. Detailed analysis reveals that the peaks located at 37.1� and

79.1� correspond to the Bragg angle of ð200=211ÞM and ð400=422ÞM
orientations respectively. All the other peaks coincidewith reflection

planes from the Al2O3 ð1102Þ substrate. The temperature-dependent
DC electrical conductivity ðsDCÞ of the VO2 film for both heating and

Fig. 2. XRD q-2q patterns for the VO2 and W0.033V0.967O2 thin films epitaxially grown on Al2O3 ð1102Þ substrates.
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cooling segments is shown in Fig. 3A, where a sharp transition from
the low temperature semiconducting phase to the high temperature
metallic phase is observed at TSMT ¼ 61.5 �C. This transition is
accompanied by a large contrast in conductivity DsDC ¼ 99400 be-
tween 20 �C and 95 �C and a small hysteresis DH ¼ 4.1 �C. Fig. 3B
presents sDC of theWxV1-xO2 filmswith variousW concentrations as
a function of temperature. A reduction of TSMT with increasing the
VO2 films tungsten concentration is observed here. Also, the con-
ductivity of the WxV1-xO2 films saturates for temperatures above
TSMT, where the transition to the metallic state is completed. Tung-
sten doping does not noticeably alter the conductivity of the thin
films in the metallic state. Indeed, similar conductivity values
ranging from 1750 (U cm)�1

< ðsDCÞ < 2550 (U cm)�1 are obtained
for WxV1-xO2 samples at high temperature.

3.2. THz time-domain spectroscopy

The THz waveforms of the pulses transmitted through the VO2

film and the bare 500 mm-thick Al2O3 ð1102Þ substrate were char-
acterized independently. In Fig. 4, the time-domain THz signal
transmitted through the VO2 system (filmþ substrate) is compared
to that of the reference (bare substrate) at temperatures below TSMT

(T ¼ 52 �C) and above TSMT (T ¼ 100 �C). The Fast Fourier transform
of the time-dependent THz waveforms, shown in the insets of
Fig. 4, was performed to obtain the amplitude and phase of the THz
spectra. No change of the THz signal between the VO2 system and
the reference is observed below TSMT while at 100 �C, the THz signal
transmitted through the VO2 sample is drastically reduced.
The frequency-dependent complex optical conductivity
ð~sðuÞ ¼ s1ðuÞ þ is2ðuÞÞ of the WxV1-xO2 thin conductive films can
be calculated by means of the Tinkham formula [35]:

~EVO2þsubstrateðuÞ

~EsubstrateðuÞ
¼

ð1þ nsubstrateÞ

ð1þ nsubstrate þ Z0~sðuÞdÞ
(1)

where ~EVO2þsubstrateðuÞ and ~EsubstrateðuÞ correspond to the complex

Fig. 3. Temperature-dependent DC conductivity of (A) the VO2 thin film on Al2O3 ð1102Þ for heating (red curve) and cooling (black curve) segments and (B) WxV1-xO2 thin films on
Al2O3 ð1102Þ using a standard four point geometry. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)

4



electric field amplitude transmitted through the VO2 system and to
the reference respectively, Z0 is the free space impedance, d is the
film thickness and nsubstrate z 3.02 is the nearly frequency-

independent refractive index of the Al2O3 ð1102Þ substrate, which
is thick enough to neglect the Fabry-Perot effect.

The temperature range over which the Tinkham formula is valid
was determined considering the negligible optical thickness and
the high conductivity criterion. First, negligible optical thickness
requires that both nud/c « 1 and kud/c « 1 be satisfied [36], where n
and k are the refractive index and the extinction coefficient of the
film and c is the speed of light in free-space. For the VO2 film at
T ¼ 100 �C, where the optical thickness is maximal, n decreases
from 42 at 0.25 THz to 15 at 1.55 THz while k decreases from 40 at
0.25 THz to 16 at 1.55 THz. Thus, the maximum values of nud/c and

kud/c are 0.07 and 0.08, respectively. Therefore, the two relations
are valid over the whole range of temperature considered. Second,
the approximation that neglects the lattice contribution εLðuÞ in the
complex permittivity ~εðuÞ of Eq. (2) requires that the VO2 film is
highly conductive.

~εðuÞ þ 1 ¼ εLðuÞ þ i~sðuÞ=uε0 þ 1zi~sðuÞ=uε0 þ 1 (2)

here, ε0 is the permittivity of free space. This criterion is linked to
the thin film definition itself, which specifies that a film is too thin
to be measured when it can no longer be distinguished from the
reference material within the measurement uncertainty. A film is
thus considered too thin to bemeasured if the standard deviation of
its refractive index and extinction coefficient is larger than the

Fig. 4. THz waveforms transmitted through the Al2O3 ð1102Þ substrate and the Al2O3 ð1102Þ substrate þ VO2 film system at (A) 52 �C in the semiconducting state and (B) 100 �C in
the metallic state during the heating segment. The insets show the complex Fourier transforms of the time-dependent terahertz fields, which corresponds to the pulse bandwidth.
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difference between the sample and the reference refractive indices
and extinction coefficients. The following criterion is derived from
these considerations [37]:

ud

c
DnðuÞ<

ffiffiffiffi

2
N

r

sargðEref ÞðuÞ (3)

where DnðuÞ is the difference between the real refractive index of
the sample and nsubstrate, sargðEref ÞðuÞ is the standard deviation in the

phase of the reference spectra and N is the number of scans per-
formed at each temperature. When Eq. (3) is satisfied, the high
conductivity criterion is no longer valid. As the refractive index n is

decreasing with temperature, there exists a critical temperature Tc
belowwhich Eq. (3) starts to be fulfilled. This temperature is shown
in Table 1 for each film composition. For each Tc value, the refractive
index at 0.25 THz and 1.55 THz are also provided. Accordingly,
extracting the complex conductivity of the WxV1-xO2 films from
THz-TDS measurements is valid for temperature equal to or higher
than Tc.

3.3. Complex conductivity of WxV1-xO2 thin films

The real ðs1Þ and imaginary ðs2Þ parts of the temperature-
dependent THz optical conductivity of WxV1-xO2 thin films were
calculated from the complex Fourier transforms of the time-
dependent fields using Eq. (1). Variations across the
semiconductor-to-metal transition of both s1 and s2 are illustrated
in Fig. 5. The value of s1 is seen to be frequency-independent but it
decreases continuously all through the SMT as the temperature is
reduced. On the other hand, s2 switches from positive values at
high temperature (in the metallic phase) to negative values in the
vicinity of the phase transition temperature (TSMT) to finally reach a
value smaller than 30 (U cm)�1 at low temperature (in the

Table 1

Critical temperature (Tc) and refractive index (n) at two frequencies (0.25 and
1.55 THz) for VO2 thin films with various W content.

W content (x) 0 0.013 0.025 0.033

Critical temperature Tc (�C) 59 39 17 �13
n at 0.25 THz 9.8 13.2 12.1 14.7
n at 1.55 THz 5.4 6.6 5.9 6.8

Fig. 5. Real (upper panel) and imaginary (lower panel) components of the THz conductivity of (A) VO2 (B) W0.013V0.987O2 (C) W0.025V0.975O2 and (D) W0.033V0.967O2 thin films at
several temperatures across and above the phase transition during the heating segment.
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semiconducting phase). The calculated values of s1 for all theWxV1-

xO2 films in the metallic phase are in close agreement with those of
the DC conductivity measured using the four-point probe tech-
nique. The onset of a non-zero s1 and crossover from s1 ~0 and s2 <

0 to s1 > 0 and s2 > 0 near TSMT are indicative of the percolative
nature of the carrier transport in VO2 films near its phase transition
[38], where both semiconducting and metallic phases coexist. It is
clearly illustrated in Fig. 6A by the divergence of the real part of the
dielectric function ðε1Þ, which is related to the imaginary part of the
conductivity as expressed by Eq. (4).

~sðuÞ ¼ s1ðuÞ þ is2ðuÞ ¼ �iε0uð~εðuÞ � 1Þ (4)

The changes in s1 ðε2Þ and s2 ðε1Þ agree with previous reports
[14,33]. When the temperature varies from 59 �C to 63 �C, ε2 in-
creases from 70 to 750 while the ε1 value increases from below 10
up to 180. At higher temperatures, ε2 saturates at 750, while the

sign of ε1 changes at 65 �C, its value finally saturating at a value
of �75 for T > 72 �C.

3.4. Conductivity models and the Drude-Smith formalism

Various attempts of analyzing and modelling the THz conduc-
tivity spectra of VO2 thin films were reported using the effective
medium theory (EMT) [28,39,40], which is suggested by the pres-
ence of separated metallic and semiconducting phases in the films.
The lack of consistency of the results reported from such analysis
arises from the difficulty of EMT to accuratelymodel the behavior of
the far-infrared conductivity in the vicinity of the SMT by simply
using the optical constants of semiconducting and metallic phases
[41]. Indeed, the properties of the newly-formed metallic puddles
at the onset of the transition and those of the high temperature
metallic phase are observed to differ. The properties of the metallic

Fig. 6. (A) Temperature-dependent real (closed squares and solid line) and imaginary (open squares and dashed line) components of the permittivity of the VO2 film at 1 THz across
and above the phase transition during the heating segment. (B) Simultaneous fits of the real (upper panel) and imaginary (lower panel) parts of the terahertz conductivity of the VO2

film through the phase transition using the Drude-Smith model (dotted lines).
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puddles in the semiconducting host are reported to be analogous to
those of a strongly correlated metal as opposed to the Drude-like
feature of the high temperature metallic phase [14].

A better description of the complex THz conductivity of semi-
conductors, where disorder can result in carrier localization, was
proposed using conductivity models derived from the Drudemodel
[42]. These models mostly describe an inductive-type response and
have two characteristic features: 1) s1 decreases with frequency
and 2) s2 is positive and maximum near the frequency corre-
sponding to the scattering rate [43]. However, the THz conductivity
spectra of many semiconductor/dielectric or metallic/dielectric
nanocomposites materials exhibit a capacitive response at low
frequency, resulting in increasing s1 and in negative s2. In this case,
the effect of local fields on a length scale much smaller than the
wavelength of the probing radiation starts to play a significant role
and the effective conductivity response differs from the micro-
scopic conductivity of closely packed nanoparticles. For this
particular type of nanomaterials, that includes materials near SMT
and various nanostructured conducting systems, the DrudeeSmith
model [44] has been successfully used by many groups to explain

the behavior of the frequency-dependence of the conductivity at
THz frequencies [29,45e47]. This model is a classical generalization
of the Drude model in the sense that a non-isotropic carrier diffu-
sion term is introduced in the conductivity equation. A common
assumption of the model is that the persistence of carrier's velocity
is retained for only one collision. The Drude-Smith conductivity
expression is then given by:

~sðuÞ ¼
ne2tDS
m*

�

1
1� iutDS

��

1þ
c

1� iutDS

�

(5)

where n is the carrier density, tDS is the DrudeeSmith scattering
time, m* is the effective mass of the carriers and c is a parameter
that can vary between 0 for Drude-type response and�1 for strong
charge carrier localization at zero frequency. Within this model,
carrier localization is associatedwith two parameters: 1) c that is an
indicator of the degree of localization and 2) tDS that depends on
the number of scattering events [29,48].

The non Drude-type conductivity response observed across the
SMT and the nanogranular surface morphology of our epitaxially-

Fig. 7. Temperature dependence of the WxV1-xO2 thin films Drude-Smith parameters (A) c parameter, (B) scattering time (tDS) and (C) plasma frequency (up).
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grown WxV1-xO2 thin films suggest to use the Drude-Smith
formalism to model the far-infrared temperature-dependent
complex conductivity of WxV1-xO2 samples. This model is well
suited to the description of carrier transport in nanostructured
systems in the presence of disorder related to carrier scattering
mechanisms on grain boundaries. It has been used to describe the
THz complex conductivity curves across the W-doped VO2 phase
transition with a limited number of fitting parameters. The fitting
provides access to the carrier scattering time tDS, the plasma fre-

quency ðup ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

ne2=m*
ε0

p

Þ and the c parameter. The dotted lines in
Fig. 6B correspond to the best fits of the conductivity data over the
0.25e1.55 THz spectral range. A slight deviation between the
experimentally-determined and best-fitted values of s2 at T¼ 63 �C
for low frequencies is observed not only because it corresponds to
the temperature range where the changes in the THz conductivity
is the largest but also because the Drude-Smith model requires that
the value of s2 ¼ 0 at f¼ 0 THz. The temperature dependence of the
Drude-Smith fitting parameters (c, tDS and up) obtained by fitting
the conductivity data over 0.25e1.55 THz spectral ranges for the
WxV1-xO2 films is presented in Fig. 7. By increasing the temperature,
so as to cross the phase transition region, it is observed for each film
that c decreases from�0.35 to�0.80while tDS decreases by a factor
of 2. The plasma frequency is nearly temperature-independent,
except at the onset of the transition, where a sharp jump of up is
observed. For T > TSMT, cz �0.35 and upz 1500 rad THz for all the
WxV1-xO2 films. The scattering time is also constant above TSMT, the
highest values of tDS (z25 fs) being obtained for the VO2 film. The
larger variation observed in the values of the c - parameter for the
W0.033V0.967O2 film as compared to the other WxV1-xO2 films
originates from its larger W content, which expands the range of
temperatures over which both semiconducting andmetallic phases
coexist. The W0.033V0.967O2 film thus remains in the region where
the electronic response changes (c ~ �0.5) from inductive (s2 > 0)
to capacitive (s2 < 0) on a wide range of temperature
(5 �C < T < 40 �C). Within this transition region, small variations in
the slope of s2 can significantly modify the calculated value of the
c-parameter, for which c >�0.5 when the slope of s2 is positive and
c < �0.5 when the slope of s2 is negative. Accordingly, the sensi-
tivity of the fit to any small change in the slope of s2 increases.
Because the phase transition occurs on a larger range of tempera-
ture for theW0.033V0.967O2 film than for the otherWxV1-xO2 films, it
exhibits a larger variation of the c - parameter value within the
phase transition region. Both the values of plasma frequency and
scattering time (up ¼ 1400 rad THz and tDS ¼ 23.5 fs) obtained
above TSMT (T ¼ 100 �C) are similar to those reported for VO2 thin
films deposited on Al2O3(1e102) substrate (up ¼ 2495 rad THz and
tDS ¼ 8.0 fs) [49]. The plasma frequency is related to the carrier
density and the carrier effective mass, which both vary across the
SMT. According to Hall-effect measurements, the carrier density in
VO2 increases by ~ 104 across the SMT [50] while according to

optical measurements, the effective mass of the carriers ism* ~ 2me

above the transition temperature [51]. For VO2 at 100 �C and
considering m* ¼ 2me, the carrier density calculated from the
plasma frequency is nz 1.04 � 1021 cm�3 while calculation of the

mobility of the carriers from tDS ¼
m*m

ð1þcÞe gives m z 13.6 cm2/V s,

which are both similar to values reported from THz-TDS spectros-
copy measurements [29,41].

4. Discussion

Above the phase transition temperature, long-range carrier
transport between well connected metallic VO2 grains is expected.
For temperatures slightly lower than TSMT though, a more localized

behavior is expected with strongly impeded macroscopic mobility:
small-range carrier transport is allowed but grain boundaries limit
long-range carrier transport due to the presence of semiconducting
VO2 barriers between the metallic nanograins [14,28,41]. As
depicted in Fig. 6B, the semiconductor-to-metal transition is
accompanied by an increase of s1 from a small to a large positive
value and by a change in the slope of low frequency values of s2
from negative to positive. This characterizes the transition from a
low temperature insulating regime to a high temperature con-
ducting regime. In the temperature range corresponding to the
width of the phase transition, the coexistence of both semi-
conducting and metallic phases leads to a change in the slope of s2
frompositive to negative. According to the Drude-Smithmodel, this
corresponds to a transition from an inductive electronic response (c
> �0.5) to a capacitive electronic response (c < �0.5) [47]. Within
this transitional regime, charge carriers are confined in the
randomly dispersed emerging metallic WxV1-xO2 nm-scale puddles
and both the inhomogeneity of the material and the scattering at
grain boundaries increase.

The relation between the transition of the electronic response
from inductive to capacitive and the nature of the percolation
threshold for WxV1-xO2 films close to the SMT can be demonstrated
by analogy with a simple 2-D pattern composed of metallic struc-
tures called metallic checkerboard pattern (MCP) [16,36]. For these
patterns, significant changes in the electromagnetic response oc-
curs depending on whether the adjacent metallic structures are
connected (inductive MCP) or not (capacitive MCP). In both the
metallic and semiconducting phases, an inductive regime is ex-
pected since the VO2 film acts as a resistor in series with an
inductor, for which the current lags behind the applied electric field
(s1 > 0 and s2 > 0), the resistor contribution being smaller in the
metallic phase. As temperature increases between these two
inductive regimes (59 �C � T � 63 �C), individual VO2 nanograins
gradually undergo the SMT, resulting in an enhancement of the
fM=fS�C ratio, where fM and fS�C are the metallic and semi-
conducting fractions of the VO2 film respectively. The variation of
both the value of tDS and the c parameter observed across the SMT
is consistent with a reduced number of scattering events at metallic
grain boundaries. At the onset of the SMT, the metallic puddles are
limited in number and most of them do not connect with each
other. They thus interact individually with the THz beam and
contribute to a noticeable increase of ε2 and ε1, as observed in
Fig. 6A. From the presence of these arbitrarily dispersed metallic
puddles, a structure similar to the capacitive MCP emerges. Even
though there is no periodicity in the position of the non-connected
metallic structures in the film, a capacitive response is observed, in
accordance with the natural disordered metamaterial behavior
testified by the presence of a peak in ε1ðTÞ. As the temperature
further increases (T > 63 �C), these metallic VO2 grains grow in both
size and number and coalesce until the percolation threshold is
reached. At that point, the metallic structures connect together and
the structure is assimilated to an inductive MCP. Therefore, the
electronic response of the system switches back to inductive and
the c parameter remains constant to a small value of �0.35 at
higher temperature.

The emergence of the metallic puddles also gives rise to the
peak observed in up for the WxV1-xO2 films at the onset of the SMT
(see Fig. 7C). The electron density ðnÞ of these puddles locally in-
creases as they undergo the SMT and their initial growth in size is

accompanied by a sharp change of the carrier effective mass ðm*Þ.
Similar behavior was theoretically predicted for an ensemble of

metallic wires embedded in a dielectric media [52], for which m*

varies like nr2 lnða=rÞ, with r the wire diameter and a the period of
the array. A significant enhancement of up, which varies like
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1=a2 lnða=rÞ, is thus expected right at the onset of this phase
transition. As the metallic puddles coalesce, the carrier effective
mass recovers a normal value and the plasma frequency reaches a
constant value of z1500 rad THz.

The more pronounced increase in up for the VO2 film (up
to z 10000 rad THz) in comparison to the W-doped films (up
toz 1600e3300 rad THz) is mainly the consequence of the inho-
mogeneous insertion of W dopants in the VO2 lattice. These W
dopants not only increase the density of carriers in the semi-
conducting phase but also induce a wider stoichiometry distribu-
tion and structural distortions into the WxV1-xO2 lattice, leading to
a reduction of the grain size and of the corresponding wire radius.
This results in a smaller enhancement in up close to the SMT, a
lower TSMT and awidening of the temperature range over which the
transition occurs [53], as it is also observed for tDS and c parame-
ters. Moreover, smaller grain size results in larger density of defects
and grain boundaries, thus reducing the electrons mean free path,
the time between collisions and the scattering time in the metallic
state of W-doped VO2 (tDS z 17 fs) as compared to that of VO2 (tDS
z 25 fs).

5. Conclusions

In conclusion, the VO2 first-order phase transitionwas probed in
epitaxially-grown WxV1-xO2 (0 � x � 0.033) films from complex
conductivity measurements using THz-TDS and was successfully
described using Drude-Smith formalism. It involves the gradual
nucleation and percolation of metallic nanograins dispersed in a
semiconducting host as temperature increases and it is accompa-
nied by large variations of plasma frequency, scattering time and c

parameter. These variations are induced by changes of the elec-
tronic response of the material from strongly capacitive to induc-
tive and to a high degree of disorder in the vicinity of the phase
transition. The non-zero value of the c parameter in both states is
indicative of strong carrier confinement and of an inhomogeneous
systemwhere scattering occurs at defects and grain boundaries due
to the nanogranular morphology of the films. Moreover, the
emergence of the VO2 metallic inclusions, with size much smaller
than the probing wavelength, among a semiconducting host leads
to the observed behavior of natural disorderedmetamaterial for the
WxV1-xO2 films close to TSMT. In addition, doping VO2 withWatoms
enlarges the distribution of grain stoichiometry and structural
distortion and reduces the grain size, leading to a larger density of
defects and grain boundaries. Consequently, the carrier scattering
time in the metallic state is reduced as compared with that of VO2,
the onset temperature of the SMT is lowered and the temperature
range over which the metallic domains emerge and coalesce to
form the high temperature metallic state is extended. The exploi-
tation of WxV1�xO2 films properties, which displays a change in
their electromagnetic response close to room temperature, thus
paves the way for a reduction in the complexity of the design of
tunable metamaterials.
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