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ABSTRACT

Thanks to aqueous sol–gel chemistry, it is now possible to prepare several phase

pure TiO2 brookite colloidal systems that significantly differ on nanoparticles

size and shape. This TiO2 polymorph is more difficult to be obtained as phase

pure material than anatase or rutile. Here we have prepared a set of four dif-

ferent sol–gel brookite syntheses with particles size ranging from 10 to 500 nm

and significantly different morphologies as demonstrated by X-ray diffraction,

Raman spectroscopy, and transmission electron microscopy. We have studied

their photocatalytic activities in aqueous solution on phenol and formic acid.

The brookite sample with higher specific surface displays better activity for both

pollutants abatement than anatase and rutile reference samples and very close to

the TiO2 P25 commercial reference. Additional experimental characterization of

photogenerated charge carriers and their lifetime is performed using time-re-

solved microwave conductivity. We could then explain why another efficient

brookite material is able to compensate a significantly lower specific surface

with a higher photon conversion rate. This study involving a broad set of pure

phase brookite samples brings back that phase into the TiO2 polymorphs race

for light-enhanced applications. It confirms that size/shape–activity correlation

already observed for the anatase polymorph is also valid for the brookite phase.

Introduction

Titanium dioxide, TiO2, is a key material already

widely used for a wide span of industrial applica-

tions such as pigment in paper industry, food

additive (E171), UV blocker, catalytic support, pho-

tocatalyst, and electrochromic material, and is also

extensively studied at lower technology readiness

level (TRL) as oxygen sensor, lithium-ion battery

electrode, or dye-sensitized solar cell (DSSC)
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electrode [1–8]. In most of applications, that oxide is

used as nanoparticles or as nanostructured materials

in order to provide an important interface.

With the same chemical composition, three poly-

morphs can be obtained depending on preparation

mode. This polymorphism impacts noticeably toward

the above-quoted applications. Indeed, if selected

physical properties are quite close such as a band gap

in the 3.0–3.2 eV range, others distinguish a structure

from the others: For instance, rutile presents a direct

bandgap, while it is indirect in anatase and brookite

[9, 10]. Other bulk properties (charge carrier mobility,

flat band potential position, etc.) or surface compo-

sition variation also change with structure [11–15].

Consequently, anatase and rutile structures are said

to be better candidates for some applications. For

instance, thanks to a better mobility of charge carriers

and good sub-surface charge-trapping sites, anatase

is known to be a better photovoltaic and photocat-

alytic material than rutile [9, 16]. However, several

studies have shown that photocatalytic efficiency also

strongly depends on size, shape, surface state, and

dispersion state of the particles used. This was well

documented on the anatase phase and less exten-

sively for brookite [10, 11, 17–25]. When a clearly

defined pollution case is tackled, the best photocata-

lyst is of course the material that is able to degrade, in

the defined conditions, a maximum of the targeted

pollutant into non noxious products. Otherwise, a

good photocatalytic material should be able to

degrade reasonably rapidly, in model conditions,

different kinds of model pollutants. Ideally, a total

mineralization is foreseen. At least, first decomposi-

tion products should be less noxious than the initial

pollutant.

It is possible to find studies on selected pollutants

where brookite materials are found to be more active

than anatase ones or even than the TiO2 P25 reference

photocatalyst [26–32]. For Cr(VI) reduction reaction

for instance, brookite seems more photoactive than

rutile or anatase [33]. However, up to now, there is no

benchmark photocatalytic study where several broo-

kite materials prepared via significantly different

methods are compared to established references of

anatase and commercial photocatalyst on well-de-

signed photocatalytic tests.

In this context, we present in this study the syn-

theses of pure brookite nanoparticles with four dif-

ferent morphologies. The different samples were

fully characterized in order to ensure the purity of the

TiO2 phase and to describe precisely the character-

istics of the nanoparticles. Their photocatalytic

activity was evaluated on two model pollutants in

water: phenol and formic acid under very carefully

defined conditions [34–36]. The activity was com-

pared to that of Evonik P25 anatase–rutile mixed

phase as well as two pure TiO2 anatase and rutile

references previously selected for good activity on

the same pollutants. The photogeneration of electrons

and holes in the different materials and their mobility

in the nanoparticles is also studied using time-re-

solved microwave conductivity (TRMC). The activity

of the different brookite samples is then discussed

and trends are defined to determine the key param-

eters of a good photocatalytic activity in that phase.

Materials and methods

Particles synthesis

As reviewed more in details elsewhere [10, 32], the

preparation of pure brookite particles can be done

through different hydrothermal experimental condi-

tions but each time with a rather finely tuned set of

parameters. For instance, a recently published article

reports the formation of brookite nanorods from a

titanium–glycolate complex in the presence of lysine

after 24 h of aging at 200 �C [37]. Changing the tita-

nium source, the amino acid of the temperature

would yield impure brookite or even no brookite at

all. The orientation of inorganic polymerization to the

brookite structure is said to be due to a specific

inorganic molecular precursor ([Ti(OH)2Cl2(OH2)2]0

in Pottier et al [38].) or a polymetallic complex such as

the titanium peroxoglycolate complex [39]. In other

synthetic conditions, a first condensed phase, usually

titanates, is formed, and the prolonged hydrothermal

treatment induces a phase transformation to the

brookite phase [40]. From the different experimental

conditions, the final brookite particles maintain the

morphology of the pristine condensed phase or may

grow differently depending on the molecular pre-

cursor. That is why it is possible to vary brookite

particles size and shape by changing drastically the

synthetic methods (schematized in Fig. 1).

Hydrothermal evolution of lactate complex of Ti(IV)

with urea (B-lactate) TiO2 brookite particles were

obtained through the hydrothermal evolution of a

titanolactate complex prepared in the presence of



urea as adapted from another group [26]. First, 60 mL

of water was cooled down in an ice bath and 1.65 mL

of TiCl4 was added dropwise under vigorous mag-

netic stirring. Then 5.0 g of urea and 5.0 mL of a 60

wt % solution of sodium lactate were added under

magnetic steering. Finally, the solution was trans-

ferred in autoclaves (10 mL in a 15 mL Teflon lined

autoclave) and heated in a stove at 200 �C for 24 h.

Hydrothermal evolution of titanates in alkaline medium

(B-NaOH) TiO2 brookite particles were obtained

through the hydrothermal evolution of a titanate

precipitate initially prepared in alkaline conditions.

First, 1.1 mL of TiCl4 was added dropwise in few

milliliters of water cooled down in an ice bath. Then

the pH of the stirred solution was progressively set to

12.0 using few milliliters of a concentrated sodium

hydroxide solution (10 mol L-1), and the total vol-

ume of the solution was adjusted to 100 mL with

water. Finally the solution was transferred in auto-

claves (10 mL in a 15 mL Teflon lined autoclave) and

heated in an oven at 200 �C for 24 h.

Thermohydrolysis of TiCl4 in acidic medium (B-HCl)

TiO2 brookite particles were obtained through the

thermally induced precipitation of TiCl4 in

hydrochloric acid at a concentration of 3 mol L-1

according to a previously described method [41].

Typically, 9 mL of pure TiCl4 was added dropwise in

450 mL of a 3 mol L-1 hydrochloric acid solution

under vigorous magnetic stirring and cooled down in

an ice bath. The obtained transparent solution was

placed in a closed vessel in an oven at 100 �C for 24 h.

An additional peptization step is performed in a

3 mol L-1 nitric acid solution to separate the super-

natant solution that contains only brookite nanopar-

ticles from the precipitate containing mainly the

rutile phase.

Co-hydrolysis of TiCl3 and TiCl4 (B-Ti(III)/(IV)) [42]

An equimolar solution of TiCl3 and TiCl4 (0.1 mol

L-1) was prepared and the pH was adjusted to 4.5

with NaOH solution of 5 mol L-1 under magnetic

stirring. The suspension was aged 1 week at 60 �C
without stirring. The particles were flocculated by

increasing the pH up to 6 with NaOH (close to the

isoelectric point).

The reference anatase and rutile nanoparticles were

synthesized as follow:

Thermohydrolysis of TiCl4 in the presence of glutamic

acid (A). This synthesis was adapted from a previ-

ously reported procedure [43, 44]. A stock solution

with Ti(IV) concentration of 1 mol L-1 was prepared

by dilution of TiCl4 in 3 mol L-1 HCl solution. In

addition to the 30 mL of Ti(IV) stock solution, a

1.98 g amount of glutamic acid (GA) was introduced

at room temperature under stirring into 100 mL of

Milli-Q water in order to obtain a [GA]/[Ti] molar

ratio of 0.5. Then, the pH of the clear solution was set

to 4 by addition of sodium hydroxide solution under

stirring, and the sample volume was completed to

300 mL with water. The suspension was aged at

120 �C in an oven for 48 h.

Thermohydrolysis of TiCl4 in acidic medium (R) TiO2

rutile particles were obtained through the thermally

induced precipitation of TiCl4 in hydrochloric acid at

a concentration of 1 mol L-1 according to a previ-

ously described method [41]. Typically, 4.2 mL of

pure TiCl4 was added dropwise in 250 mL of a 1 mol

L-1 hydrochloric acid solution under stirring and

cooled down in an ice bath. The obtained transparent

solution was placed in a round-bottom flask and

heated under reflux of the solvent for 1 week. A

precipitate appeared after few minutes of reflux.

After all the syntheses, the solids were separate

from the reacting medium by centrifugation (29220 g

for 20 min) and washed according to a standard

procedure: three washing steps H2O/HNO3 3 mol

L-1/H2O where the particles are suspended in the

washing solution by ultrasonication and then sepa-

rated by centrifugation.

Ti(IV) soluble 
complex

HCl or 
lactate+urea

NaOH or
Ti(III)+NaOH

Ti(IV) precursor

Intermediate 
solid phase

Hydrothermal 
treatments

or or

B-lactate B-HCl B-NaOH B-Ti(III)/(IV)

Figure 1 Schematic diagram for the formation of the different

brookite samples.



Characterization

The structure and size of the nanoparticles were

determined using a precise deconvolution of the

corresponding X-ray diffraction (XRD) patterns.

Bragg–Brentano XRD measurements were performed

on a Brucker D8 diffractometer using filtered Cu Ka

radiation over a 2h range from 5� to 80� with a step

size of 0.033� and a counting time of 300 s per step.

The size of the particles in a defined direction, Dhkl,

was calculated by applying the Scherrer formula,

Dhkl = 0.9k/Bhkl cos h, to the line width at half maxi-

mum, Bhkl, corrected for the instrument broadening

assuming a Gaussian profile. It was also assumed

that line broadening is mainly due to the particle size

effect.

UV–visible diffuse reflectance spectra (DRS) of the

different sample powders were recorded on a Agilent

Cary 5000 spectrometer with integrating sphere from

300 to 800 nm.

Transmission electron microscopy (TEM) images

were noted on a FEI Tecnai Spirit G2 instrument at an

acceleration voltage of 120.0 kV. The nanoparticles

were ultrasonicated in water and dispersed on car-

bon-covered Cu grids. High-resolution TEM

(HRTEM) was performed at 200 kV using a Jeol-Jem

2011HR apparatus (LaB6). At least 100 particles were

measured on TEM images to determine their size.

Raman spectra were recorded at room temperature

in the 100–700 cm-1 range using the Raman Analyzer

RXN1 microprobe (Kaiser Optical Systems, Inc.)

equipped with a 785-nm high-powered near-IR diode

laser for excitation and a Leica microscope as

microprobe.

The specific surface area measurements were car-

ried out by N2 adsorption isotherm at 77 K using a

Belsorb Max instrument. Prior to measurements, TiO2

powders were degassed under a primary vacuum at

150 �C and flowing nitrogen gas overnight using a

Belprep II instrument in order to remove any adsor-

bed organic compounds and water molecules. The

BET method was applied to determine the specific

surface area.

The charge carrier lifetimes in TiO2 after UV irra-

diation were determined by microwave absorption

experiments using the TRMC method. Measurements

were carried out as previously described [45]. The

microwaves were generated by means of a Gunn

diode in the Ka band (28–38 GHz). All experiments

were carried out at the highest microwave power (at

31.4 GHz). The reflected microwaves were detected

by a Schottky diode. The emitted signal was ampli-

fied and displayed on a digitizer. The pulsed light

source was an OPO laser (EKSPLA, NT342B) tunable

from 225 to 2000 nm. It delivers 8-ns FWMH pulses

with a frequency of 10 Hz. The measurements were

realized under UV light (355 nm). The maximum

light energy received by the sample was 1.5 mJ.cm-2.

Photocatalytic activity test

Photoreactor and light source A cylindrical batch pho-

toreactor made of Pyrex with a bottom optical win-

dow of ca. 5 cm diameter open to air was used for the

different experiments. Irradiation was provided by a

high-pressure mercury lamp (Philips HPK 125 W)

which provides maximum energy at 365 nm. An

optical filter Corning 0.52 was installed to cutoff

wavelength below 340 nm. The circulating-water cell

(thickness 2.2 cm) was used to remove IR radiation,

thus preventing any heating of the suspension. The

radiant flux was measured with a VLX-3 W

radiometer with a CX-365 detector (UV-A). The dis-

tance which separates the photoreactor from the

water cell is regulated in order to preserve the radiant

flux constant at 4.5 mW.cm-2 for all photocatalytic

tests. At different times of photoreaction (10 min

steps in the first hour), samples were taken with 1-mL

syringe and filtered using a 0.45-lm Millipore filter to

remove TiO2 particles before analysis.

Procedure A volume of 100 mL of formic acid (FA)

or phenol with a concentration of 1086 lmol L-1 of

carbon was introduced in photoreactor with 50 mg of

TiO2 photocatalysts was mechanically stirred (Mixel

TT, 500 tr.min-1) under dark condition during

30 min. This time was necessary to reach the

adsorption–desorption equilibrium. The photocat-

alytic degradations were carried out at room tem-

perature, under the same stirring condition and at

pH = 3.5 for FA and 6 for phenol.

Analytical determination The concentrations of FA

and phenol were determined using HPLC analysis.

For phenol the HPLC analyses were performed using

VARIAN system with a diode array and on a 125 mm

9 4 mm C18 reverse-phase column (Agilent tech-

nology). The mobile phase composition was metha-

nol and water acidified with phosphoric acid (pH 3.0)

at a volume ratio 5:95. For FA the HPLC analyses

were performed using VARIAN system with single

wavelength UV–Vis detector and a 300 mm 9



7.8 mm carbohydrate analysis column (COREGEL-

87H3) was used. The mobile phase was H2SO4 solu-

tion (5.10-3 mol L-1) and the flow rate was set at

0.7 mL min-1. The detection wavelength was set at

210 nm.

Results and discussion

Characterization of the TiO2 nanoparticles

The below-described brookite syntheses differ in

terms of titanium precursor, acidity of the reacting

medium, presence of organic additives, temperature,

and duration of the thermohydrolysis. The experi-

mental conditions were selected from the literature

and from our own expertise to ensure a good purity

of brookite. The syntheses indeed all lead to the same

pure crystalline structure as observed in the X-ray

diffraction patterns reported in Fig. 2. All the

diffraction lines observed for the B samples could be

attributed to brookite according to the PDF card

29-1360 (orthorhombic Pbca space group). The

diffraction lines of B-lactate and B-NaOH samples are

significantly thinner than the other two samples

indicating larger crystallites. A mean crystallite size

of brookite particles was determined from the

diffraction patterns using Scherrer equation on five

different lines ((121), (221), (032), (231) and (132)).

Results are reported in Table 1. The diffraction pat-

terns of pure anatase and rutile samples as well as the

commercial TiO2 P25 (Evonik) powder are also

reported in Fig. 2.

The diffraction lines of the pure phase samples

could be indexed according to the 00-21-1272 and

00-21-1276 PDF files, respectively. Peaks of both

structures could be found in the TiO2 P25 powder as

this material is a composite of 87% anatase phase and

13% of rutile phase. A closer look to anatase and

brookite peaks positions shows that a brookite sam-

ple may contain few percent of anatase phase without

changing significantly the diffraction pattern as most

of the anatase diffraction lines can be hidden by

brookite ones. That is why a more accurate Raman

spectroscopy study is mandatory to confirm that

phase pure brookite has really been prepared. The

Raman spectra of the four brookite samples are

reported in Fig. 3 and those of anatase, rutile, and P25

samples are reported in Online Resource-1. Four

modes are Raman active in the brookite structure

resulting in 15 vibration bands in the 100 to 700 cm-1

range which are A1g (155, 194, 247, 412, and

636 cm-1), B1g (213, 322, and 501 cm-1), B2g (366,

395,460 and 583 cm-1), and B3g (172, 287, and

545 cm-1) [46]. All these bands can be found in the

four spectra with the noticeable specificity of

B-Ti(III)/(IV) spectrum that presents a particularly

feeble A1g band at 155 cm-1. This may be due to a

lower crystalline quality in agreement with the small

crystallite size. In addition to those bands no shoul-

dering could be observed at 442 and 516 cm-1 that

are specific to rutile and anatase structures, respec-

tively [47]. The Raman study confirms then that all

the brookite samples are pure phases.

The four brookite materials prepared significantly

differ in their particles size and morphology as

shown in the TEM and HRTEM images reported in

Fig. 4. The first set of experimental B-lactate condi-

tions gave monocrystalline nanoparticles with a

rather narrow size distribution around 50 nm. The

specificity of our adapted procedure compared to the

original work is that particles obtained are well

facetted isotropic particles (Fig. 4a), whereas Kandiel

et al. protocol gave rods [26]. The morphology is

closer to that of Lin et al. that obtained thick platelets

from the same lactate complex [21]. The relative

transparency of the particle is in agreement with
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Figure 2 X-ray diffraction patterns of the four brookite samples

and anatase, rutile and P25 references. Brookite, anatase, and

rutile peaks could be indexed according to 00-29-1360, 00-21-

1272 and 00-21-1276 PDF cards respectivly.



platelet morphology and the lattice planes observed

in the HRTEM image also confirms that similarity.

The second preparation mode (B-NaOH) consists

in an hydrothermal aging of a titanate colloidal

solution obtained in mild alkaline conditions. After

1 day, at 200 �C bundles of brookite rods are obtained

(Fig. 4c). The rods are about 50 nm thick and between

200 and 500 nm long. On HRTEM images (Fig. 4d),

the lattice fringes observed are attributed to (111) or

(210) planes which are very close in distance. These

lattice fringes are observed in a detailed study of

brookite platelets proposed by Lin et al. [21] and by

Zhao et al. [22] for brookite rods presenting the same

growth orientation. Brookite particles formed in

highly acidic conditions B-HCl are rectangular pla-

telets (Fig. 4e) of about 70 nm long and 50 nm large.

They seem to consist of smaller subunits that have

aggregated to form these platelets. The HRTEM

image (Fig. 4f) of B-HCl show {210} lattice fringes on

the whole particle indicating an oriented attachment

of the initial crystallites that are more in the 10-nm

size range to form larger rectangle platelets. This

morphology is in agreement with the one described

the original publication [41]. The particles of the last

sample B-Ti(III)/(IV) are also rather small and pre-

sent a slight anisotropy with a mean length of 17 nm

and a width of 8 nm (Fig. 4g). HRTEM images

(Fig. 4h) show the same {210} lattice fringes along the

main axis and consequently the same elongation

direction as in the B-NaOH sample. The TEM images

of the anatase and rutile reference samples are

reported in Online Resource-2. As previously

described [41, 43], anatase particles present an elon-

gated octahedral morphology with {101} exposed

surfaces while rutile rods are elongated in the [001]

direction with {110} as mainly exposed surfaces. As

for TiO2 P25, isotropic particles with mean particles

size of 25 nm are observed.

Two other significant characteristics of photocat-

alytic materials were determined on the different

brookite samples and on the references: specific

Table 1 Structural, microstructural, electronic, optical, and photocatalytic properties of various TiO2 brookite compounds along with

anatase, rutile, and P25 references

Sample Crystallites size

from XRD (nm)

Particles size from

TEM (nm) (± 5%)

Specific surface

(m2.g-1)

(± 2%)

Band gap

(ev)

(± 0.02)

I40ns/

Imax

Initial disappearance

rate FA (lmol/L/

min)

Initial disappearance

rate phenol (lmol/L/

min)

B-

lactate

37 ± 2 53943 28 3.24 0.60 7.2 1

B-

NaOH

46 ± 2 5009200a 10 3.32 0.67 3.8 0.4

B-HCl 12 ± 1 71948a 150 3.27 0.27 8.6 0.4

B-

Ti(III)/

(IV)

10 ± 1 1798 185 3.22 0.50 9.1 1.2

A 12 ± 1 1496 215 3.10 0.41 7.4 1.1

R 20 ± 1 95917 46 2.95 / 4.7 0.6

P25 20/30 (A/R) 25 50 n. c. 0.67 12.2 1.2

aDimensions of aggregates
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Figure 3 Raman spectra of the (a) B-lactate, (b) B-NaOH,

(c) B-HCl, and (d) B-Ti(III)/(IV) brookite samples.



surface and optical bandgap. These values are

reported in Table 1. For a crystalline semiconductor,

the optical absorption near the band edge follows the

formula ahm = A(hm - Eg)n/2 where a, h, m, Eg and A

correspond to absorption coefficient, Planck constant,

light frequency, band gap, and a constant,

respectively. The last parameter n depends on the

characteristics of the transition in a semiconductor,

for a direct transition, n = 1, whereas for an indirect

transition, n = 4. The bandgap calculations for broo-

kite were done assuming an indirect bandgap. (This

point is still controversial; for more details see [10].)

Figure 4 TEM and HRTEM images of the four different brookite samples: a–b B-lactate, c–d B-NaOH, e–f B-HCl, g–h B-Ti(III)/(IV).



Hence, the band gap energy is estimated on the plot

(Ahm)1/2 = f(hm) by the intercept of the tangent to the

plot with abscissa. The corresponding plots are

reported in Online Resource-3 for all brookite sam-

ples. The characteristics of the three reference sam-

ples TiO2 anatase, TiO2 rutile, and the commercial

TiO2 P25 are also reported in Table 1.

Photocatalytic activity

The photocatalytic activities of the different materials

have been studied using two model pollutants, for-

mic acid (FA), and phenol. Their initial abatement

rate corresponding to triplicate experiments are given

in Table 1 and represented in Fig. 5 (raw data are

reported in online resources 4). In the case of FA, it is

a true degradation rate as it directly forms water and

carbon dioxide. The phenol may be degraded in

several intermediates before complete mineralization,

and for the sake of conciseness, we chose to focus on

its abatement to compare the different materials.

Whatever the pollutant, we first notice that TiO2 P25

has always the higher activity. Then the brookite

sample B-Ti(III)/(IV) is the second best sample, while

B-NaOH is the less efficient photocatalyst. More in

details, two of the brookite samples (B-lactate and

B-Ti(III)/(IV)) have a systematically higher activity

than anatase in FA degradation and very similar in

phenol abatement. Between the different brookite

samples, only B-NaOH presents really low photo-

catalytic activity that may be attributed to its very

low specific surface. Surprisingly, the B-HCl sample

gives good results in FA degradation, while the

abatement rate is quite low in the case of phenol. This

significant difference when compared to other mate-

rials may hardly be explained. We may just remind

that FA degradation generally involves more surface–

pollutant interactions and hole transfers, while first

phenol degradation step is an oxidation by free rad-

icals in solution [34]. Consequently, an explanation to

observed differences in activity may be attributed to a

lower production of hydroxyl radicals on the exposed

surfaces of the B-HCl sample [21].

When plotting the degradation efficiency as a

function of specific surface in Fig. 6, a general trend

observed is a global increase in the activity with

specific surface. In addition to the case of B-HCl on

phenol abatement discussed above, the two excep-

tions are TiO2 P25 and the B-lactate sample. Indeed,

this brookite sample presents good activity for a rel-

atively low specific surface of 28 m2 g-1.

The first key result of this study is that selected

brookite systems can be at least as efficient as good

anatase photocatalysts and close to the TiO2 P25 ref-

erence. The corollary to this finding, as for anatase, is

that a selection among different brookite nanomate-

rials must be done. We have chosen to study the

abatement of FA and phenol in water for reasons

discussed in a previous paper [44]. Some studies in

the literature on methyl orange and As(III) oxidation

have also shown the good efficiency of selected

brookite samples [48]. A second important point is

that a large specific surface generally leads to an

increased photoactivity. The two materials P25 and
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B-lactate differ from that general trend with their

good photocatalytic activity despite a low specific

surface. The efficiency of the first one is still matter of

debate: good crystallinity, good charge-carrier sepa-

ration in the composite, or more active surface

hydroxyl groups [49, 50]. The good activity of the

B-lactate brookite sample may come from its good

crystallinity or from the nature of exposed faces as

stressed in the literature [21]. On the contrary, the

negative deviation to the above-mentioned rule on

specific surface is the B-HCl sample and only for

phenol abatement. This means that charge carriers

are efficiently trapped close to the surface for direct

transfer to adsorbed pollutants but that the exposed

surfaces should be less efficient in active radical

production for indirect degradation.

These two brookite samples B-lactate and B-HCl

clearly demonstrate that, in addition to the size and

the associated specific surface, the crystalline quality

and the exposed faces are involved in the

photocatalytic efficiency of TiO2 brookite materials.

In order to focus a little more on bulk properties, we

have studied the charge carrier mobility through

TRMC measurements.

Photogenerated charge carriers

TRMC is a valuable technique to study charge-carrier

generation in photocatalysts, their lifetime, and

mobility. More specifically, for n-type semiconduc-

tors such as titanium dioxide, the observed charge

carriers in TRMC are the electrons because their

mobility is much higher than that of the holes [51].

Moreover, for low-mobility semiconductors such as

TiO2, the microwave absorbance is due to free mobile

electrons in the conduction band and in shallow

traps. The signals reported in Fig. 7 present two time

domains: the intensity increases just after the laser

pulse during few nanoseconds and its decay over

several microseconds. The maximum intensity

reached can be, in a first approach, correlated with

the amount of photogenerated free charge carriers in

the bulk. It is then possible to compare the three

polymorphs of TiO2 and P25 using that value.

The maximum intensity order is then P25[B-lac-

tate = B-NaOH[A[B-HCl * B-Ti(III)/(IV) * R.

The significantly good value observed for the com-

mercial photocatalyst was already discussed in the

literature [52] and is attributed to a lower trap density

rather than the presence of rutile in addition to ana-

tase. In the same publication, Nakajima et al. also

show that the maximum signal intensity is propor-

tional to particles diameter, i.e., higher intensity for

bigger particles. However, most of the commercial

samples studied in this article contain only or mostly

anatase, the rutile, and P25 sample studied which

were discarded from this trend. In our study, P25

sample again does not follow the correlation of signal

intensity with crystallites size and this trend could

not be applied to pure samples with different struc-

ture. Indeed, anatase particles of 12 nm gave more

intense signal than brookite particles of the same size

or bigger rutile particles (d * 20 nm). Among the

brookite samples, the trend is roughly respected with

the bigger crystallites B-lactate and B-NaOH pre-

senting a more intense signal than B-HCl and

B-Ti(III)/(IV). The significantly low rutile signal was

already observed in previous studies [53] and is

attributed to a fast charge recombination that occurs

just after the pulse. A theoretical approach of electron
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mobility in anatase and rutile [12] pointed out that

the electron effective mass is 17 times higher in rutile

than in anatase. This may also account for the very

low rutile signal.

The signal decay phase is generally split in two

regimes depending on the recombination mecha-

nism. Fast recombination occurring in the first 40 ns

is generally attributed to ‘free’ holes/electrons

recombination while, at longer time, recombination

involves trapped species. In the double-logarithmic

plots of Fig. 7, this corresponds roughly to two slopes

before and after 40 ns. For the first part we may then

use the I40ns/Imax ratio to estimate the importance of

the first recombination mechanism. The values are

reported in Table 1 except for rutile sample that

present an excessive signal to noise ratio. Again P25

presents interestingly few fast recombinations that

allow an efficient use of photogenerated charge car-

riers. For the other samples including anatase refer-

ence, lower recombination is observed for bigger

crystallites. Indeed, I40ns/Imax[ 0.6 for B-lactate and

B-NaOH particles (d * 40 nm), whereas is it B 0.5

for B-HCl, B-Ti(III)/(IV) and A (d * 10 nm). More-

over, in that second set of particles, the B-Ti(III)/(IV)

sample presents lower recombination rates than

B-HCl and A. The second part of the signal decay is

roughly the same for all samples except P25, A and

B-Ti(III)/(IV) that present a lower decay. The lower

decay and hence the higher amount of long-living

photogenerated charge carriers may explain the sig-

nificantly good photocatalytic results of B-Ti(III)/(IV)

for phenol abatement where long-lived surface trap-

ped holes are necessary to create hydroxyl radicals.

The correspondence between TRMC results and

photocatalytic efficiency is not straightforward. High

maximum signal intensity is not sufficient for good

degradation results of the photocatalyst as demon-

strated with the B-NaOH sample. However, the very

low specific surface of B-NaOH is the limiting

parameter for its photocatalytic activity. The differ-

ences in TRMC signal of B-HCl and B-Ti(III)/(IV)

may provide keys for the differences in photocat-

alytic activity. The two samples display rather close

maximal signal intensity (B-HCl is even slightly

higher), but with longer charge-carrier lifetimes,

B-Ti(III)/(IV) may be more active especially for

degradation processes that will involve hydroxyl

radicals generated from sub-surface-trapped holes.
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Conclusions

Four different brookite samples are successfully

prepared varying experimental conditions such as

titanium source, pH of the reacting medium use of

organic additive. X-ray diffraction and Raman spec-

troscopy were combined to ensure the purity of the

obtained product. Their optical characterization gave

very close bandgap values around 3.25 eV, while

other characteristics were very different with a crys-

tallite size from 10 to 40 nm and a specific surface

form 10 to 185 m2 g-1. The photocatalytic degrada-

tion test on FA for the four brookite samples revealed

that half of them are more efficient than the rutile and

anatase references [44]. These values are still lower

than TiO2 P25. This is not the case with phenol

abatement where one brookite sample is competitive

with the commercial photocatalyst P25. The best

brookite sample B-Ti(III)/(IV) exhibits the highest

specific surface and it exhibits a good crystalline

quality. This sample surprisingly presents a low

TRMC signal intensity but a slow signal decay that

may be beneficial for active radicals in solution.

However, the high specific surface criterion for good

efficiency is not always respected as the second best

brookite sample for phenol abatement B-lactate pre-

sents a specific surface seven times smaller than the

best one. This brookite B-lactate sample gave the best

TRMC signal intensity among pure phase samples

indicating a more efficient photon harvesting. Then

its surface is appropriate for high active radical

generation such as hydroxides while it is not enough

for formic acid adsorption. This study clearly

demonstrates that one model pollutant is not enough

to classify photocatalyst. It is now clear that the TiO2

brookite phase may be at least as efficient as the

anatase polymorph for photocatalytic depollution

then it may be the same other light driven properties

as it is emerging in the literature.

Supporting information available

Raman spectra of the anatase, rutile, and TiO2 P25

samples, TEM images of the anatase, rutile, and TiO2

P25 samples.

Acknowledgements

The authors thank J.-M. Krafft (LRS, UPMC, France)

for its precious help in Raman spectra acquisition and

S. Casale (LRS, UPMC, France) for the HRTEM

analyses. Funding: This work was supported by the

French Agence Nationale de la Recherche (ANR)

through the PhotoNorm project.

Funding

This study was funded by the Agence 678Nationale

de la Recherche (ANR Photonorm).

Compliance with ethical standards

Conflict of interest The authors declare that they

have no conflict of interest.

Electronic supplementary material: The online

version of this article (https://doi.org/10.1007/s108

53-018-2924-x) contains supplementary material,

which is available to authorized users.

References

[1] Weir A, Westerhoff P, Fabricius L, Hristovski K, von Goetz

N (2012) Titanium dioxide nanoparticles in food and per-

sonal care products. Environ Sci Technol 46:2242–2250

[2] Fujishima A, Rao TN, Tryk DA (2000) Titanium dioxide

photocatalysis. J Photochem Photobiol C 1:1–21
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