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Room temperature commensurate charge density wave in epitaxial strained TiTe2 multilayer films

The group IVB 2D transition metal dichalcogenides (TMD) are considered to be stable in the high symmetry trigonal octahedral (1T) structure due to the lack of unpaired delectrons on the metal site. It is found here that multilayer epitaxial TiTe2 is an exception adopting a commensurate 2×2×2 charge density wave (CDW) structure at room temperature with an ABA type of stacking as evidenced by direct lattice imaging and reciprocal space mapping. The CDW is stabilized by highly anisotropic strain imposed by the substrate with an out-off-plane compression which reduces the van der Waals gap increasing the interlayer coupling. A weaker 2×2 CDW is also confirmed at RT for epitaxial monolayer TiTe2. The addition of epitaxial strained TiTe2 to the family of CDW materials is expected to deepen our understanding on the CDW formation mechanisms in other TMD materials, still under debate and enable real world applications that take advantage of a CDW ground state at room temperature.

The group IVB 2D TMDs 1,2,3 with the chemical formula MX2 (M=Ti, Hf, Zr; X=S, Se, Te) are generally stable adopting a high symmetry trigonal octahedral (1T) structure 4,5 since they do not possess unpaired d electrons 6 at the metal site that could otherwise be a source of instability. A notable exception is 1T-TiSe2 which, below 205 K makes the transition to a lower symmetry commensurate CDW ground state associated with a 2×2×2 periodic lattice distortion (PLD). Despite a large number of studies 2,3 over the years since the first discovery 7 and a couple of comprehensive reviews 8,9 the actual mechanism for PLD/CDW formation is still under debate.

The most recent experimental [START_REF] Chen | Charge density wave transition in single-layer titanium diselenide[END_REF][START_REF] Chen | Dimensional Effects on the Charge Density Waves in Ultrathin Films of TiSe2[END_REF][START_REF] Sugawara | Unconventional Charge-Density-Wave Transition in Monolayer 1T-TiSe2[END_REF] and theoretical [START_REF] Guster | First principles analysis of the CDW instability of single-layer 1T-TiSe2 and its evolution with charge carrier density[END_REF] works focus on the thickness dependence of CDW and the possible unconventional behavior in the ultimate 2D limit of a single layer TiSe2.

On the other hand, the other Ti dichalcogenides namely TiS2 and TiTe2 did not show any clear evidence until very recently when a CDW state was reported only for 1 ML-thin TiTe2 at temperatures lower than 92 K [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] . It is surprising that the CDW in TiTe2 was found to be totally suppressed for films thicker than 1 ML [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] , unlike the case of other TMDs where 1 ML and bulklike films both make the transition to a CDW at nearly the same temperature.

The interest about TiTe2 is continuously increasing in view of theoretical predictions [START_REF] Zhang | Series of topological phase transitions in TiTe2 under strain[END_REF] and more recent experimental evidence [START_REF] Zhang | Pressure-induced topological phase transitions and structural transition in 1T-TiTe2 single crystal[END_REF] about pressure induced topological phase transitions in TiTe2. The possibility to also manipulate superconductivity by external pressure as predicted [START_REF] Xiao | Manipulating superconductivity of 1T-TiTe2 by high pressure[END_REF] and more recently evidenced [START_REF] Dutta | Pressure-induced superconductivity in semimetallic 1T-TiTe2 and its persistence upon decompression[END_REF] in bulk TiTe2 creates the prospect to explore the emergence of topological superconductivity in this material. In the latter work [START_REF] Dutta | Pressure-induced superconductivity in semimetallic 1T-TiTe2 and its persistence upon decompression[END_REF] it has been shown that under non-hydrostatic pressure, a CDW-like state with estimated transition temperature above room temperature (RT) appears in bulk TiTe2 at around 0.5-1.8 GPa. These results call for a reexamination of the possibility to obtain a CDW in multilayer TiTe2 and indeed at RT with good potential for real world applications utilizing the properties of the CDW state [START_REF] Liu | A chargedensity-wave oscillator based on an integrated tantalum disulfide-boron nitride-graphene device operating at room temperature[END_REF][START_REF] Vaskivskyi | Fast electronic resistance switching involving hidden charge density wave states[END_REF][START_REF] Hollander | Electrically Driven Reversible Insulator-Metal Phase Transition in 1T-TaS2[END_REF][START_REF] Khan | Anomalous electron transport in back-gated field-effect transistors with TiTe2 semimetal thin-film channels[END_REF] .

In this paper it is shown that multilayer films (50 ML ~ 32 nm), as well as single layer TiTe2 epitaxially grown on InAs(111)/Si(111) substrates by molecular beam epitaxy exhibit, in ambient pressure conditions, a CDW distortion at room temperature which is sustained up to higher temperatures, at least 400 o C as evidenced by reflection high energy electron diffraction (RHEED) (Fig. S1). The results are explained in terms of anisotropic strain imposed by the substrate.

Stability of 1T TiTe2: First principles calculations

1T-TiTe2 belongs to P3 ̅ m1 space group with trigonal symmetry assuming an octrahedral structure. The stability of 1 ML and bulk 1T TiTe2 structure is studied by DFT and results on phonon dispersion are presented in Fig. 1a and S2. Employing Perdew-Burke-Ernzerhof (PBE) functionals, the 1 ML 1T structure is predicted to remain stable since only a small phonon softening at M occurs (Fig. S2) similar to previous report [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] . However, if Heyd-Scuseria-Ernzerhof (HSE) hybrid functionals are used (see Methods) a large Kohn anomaly is predicted in one of the acoustic branches near M (Fig. 1a), implying a large 1T structural instability which could induce a transition to a lattice with lower symmetry. This is further supported by DFT/HSE energy minimization calculations in a 2×2 supercell predicting that the structure relaxes to a periodically distorted lattice as shown in Fig. 1b which is more stable than the 1T structure by 86 meV per unit cell. In the distorted lattice, one out of four Ti atoms in the 2×2 unit cell (TiI in Fig. 1b) remains fixed at the same position as in undistorted 1T structure forming six equal bonds (2.767 Å) with the top and bottom Te atoms. On the other hand, the other three Ti atoms (TiII, in Fig. 1b) in the 2×2 cell are displaced from the ideal 1T lattice positions by 0.021a (a is the inplane lattice constant); Te atoms are also slightly displaced by 0.002a. Due to the TiII atom displacements, two short and two long bonds with lengths 2.701 Å and 2.840 Å, respectively, are formed resulting in the configuration of Fig. 1b which is similar to the 1 ML TiSe2 2×2 commensurate CDW structure as previously reported 7,[START_REF] Guster | First principles analysis of the CDW instability of single-layer 1T-TiSe2 and its evolution with charge carrier density[END_REF] . In accordance with phonon calculations, when PBE functionals are used, energy minimization results in the 1T TiTe2 as the most stable structure. The structure is predicted to be essentially planar (confirmed by electron microscopy, Fig. 3 below) with no significant buckling and with all atoms lying on the lattice planes as in the undistorted 1T TiTe2.

The distorted lattice calculated by HSE hybrid functionals is found to be more stable by 90 meV per unit cell than the 1T, also in the case where enlarged lattice parameters are considered as a result of tensile strain from the substrate as evidenced by GIXD measurements (see in the text below). The theoretical atomic fractional coordinates for the relaxed and strained 1 ML TiTe2 are given in tables S1 and S2, respectively.

CDW order at the surface probed by in-situ scanning tunneling microscopy (STM)

The surface structure probed by atomic resolution STM at RT and their corresponding fast Fourier transform (FFT) patterns are presented in Fig. 2. The 1 ML TiTe2 STM image and 2×2 FFT (Fig. 2a,b) are very similar to data previously reported for relaxed 1 ML TiTe2 at 4.2 K and attributed to CDW superstructure [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] . The main difference is that in the present work the Moiré pattern attributed to the interaction with the InAs substrate is also visible. As expected, for the thicker 50 ML film, the Moiré pattern is absent (Fig. 2c,d) since the top layer is not in direct contact with the substrate. Bright intensity modulation in a hexagonal formation (white arrows) in the real image indicates the doubling of periodicity (Fig. 2c) which however cannot be attributed to height differences between top Te atoms given that the Te plane is essentially flat as already discussed above and evidenced by STEM (see Fig. 3 below). Instead, this STM intensity modulation could be explained as charge density modulation associated with a transition to the low symmetry structure as depicted in Fig. 1b. It should be noted that the 2×2 superstructure signal in the FFT of the 50 ML (Fig. 2d) is significantly stronger compared to 1 ML film (Fig. 2b) which is relatively weak and diffuse, in agreement with the weak (and barely visible) superstructure streaks in RHEED (Fig S1). This indicates a much stronger CDW formation in the multilayer TiTe2 compared to 1 ML.

Direct observation of CDW structure in multilayer TiTe2 by high resolution scanning tunneling spectroscopy (HR-STEM).

STEM and nanobeam precession electron diffraction (N-PED) measurements are performed on the 50 ML-thick film and the main results are presented in Fig. 3 and in Fig. S3. The highresolution STEM image along the [21 ̅ 1 ̅ 0] zone axis in Fig. 3a shows a flat structure with great similarity to 1T TiTe2. However, a closer look reveals that the intensity of the Ti columns in Fig. 3a,c,d is modulated between sharp/intense (green arrows) and weak/diffuse (red arrows) essentially doubling the periodicity parallel to the layer. The same pattern appears along the vertical direction (c-axis) where Ti column brightness is modulated between high and low values in two consecutive TiTe2 layers, thus doubling the periodicity along c axis too, resulting in an overall 2×2×2 periodicity in the film. This periodicity is also evident in the FFT (Fig. 3b) and the N-PED pattern (Fig. 3e) since weak superstructure spots, indicated by vertical blue thick arrows appear in between the main ones. The real image directly points to a CDW ABA type of stacking as shown in Fig. 3f where the aligned Ti atom columns A produce the sharp and bright Ti atom fringes (Fig. 3c,d) while the slightly misaligned atom columns B produce the weaker and diffuse Ti atom fringes (Fig. 3c,d Considering also the data in Fig. S4, it can be said that, more generally, the half integer l RSMs are dominated by the CDW superstructure peaks and the integer l RSMs are dominated by the 1T TiTe2 Bragg peaks. A diffuse elongated scattering pattern more visible in the half integer l-planes (Fig. 4 andS4) is attributed to thermal phonon diffuse scattering originating from Si substrate 23. The reciprocal space images of the h0l and hhl planes are shown in Figs 4c and4d, respectively. 1T TiTe2 Bragg peaks have integer hl values, while CDW superstructure peaks have half-integer hl values, clearly defining the ×2 pattern along the in-and-out-of plane directions. The finite scattering intensity in the vertical direction (along ΓA) which is more pronounced in the h0l plane, is attributed to Si peak contributions (green arrows) and to finite sample thickness resulting in finite intensity in the half-integer l RSMs (Fig. 4a andS4b,d) at the Γ points where it should normally be absent. The h0l pattern is compatible with the FFT and N-PED patterns observed in STEM (Fig. 3b,e).

Selected experimental l-scans are presented in Fig. 4e showing 1T TiTe2 (left panel) peaking at integer l and CDW superstructure peaks (right panel) at half integer l. Order of magnitude lower intensity peaks at integer l (shown by the vertical arrows in right panel of Fig. 4e), correspond to the M point weak superstructure spots as discussed above. In Fig. 4f the lscans are simulated [START_REF] Drnec | Integration techniques for surface X-ray diffraction data obtained with a two-dimensional detector[END_REF][START_REF] Vlieg | ROD: a program for surface X-ray crystallography[END_REF] (for details see SI) using the CDW model with the ABA type of stacking (tables S1 and S2). A qualitative agreement with the experimental data of Fig. 4e can be seen, since the main features are reproduced at the correct hkl positions within an order of magnitude agreement in intensity. The out of plane ×2 periodicity manifested by the strongest superstructure peaks at half-integer hkl is a direct consequence of the breaking of translation symmetry along caxis in the ABA stacking configuration considered here. Markedly, AAA CDW stacking model fails to reproduce the experimentally observed ×2 periodicity (data not shown).

The 2×2×2 CDW reconstruction is a characteristic of our epitaxial TiTe2 films since bulk TiTe2 shows a stable 1T structure where superstructure peaks at the L points of half integer l RSMs are totally absent as can be seen from Fig. S5. Also by a direct comparison, it can be inferred that our epitaxial films exhibiting sharp diffraction spots are of superior quality compared to bulk (Fig. S5). Our films with low in-plane mosaic spread (see Fig. S6 and related discussion) are very well aligned with the substrate following the in-plane epitaxial relationship:

InAs [112 ̅ ](111) //TiTe2 [101 ̅ 0](0001), despite the large lattice mismatch (~ -12%). The 1×1 TiTe2 in-plane a and out-of-plane c lattice parameters are accurately measured to be a=3.842 (±0.005) Å in 1ML TiTe2 and a=3.862(±0.003) Å, c =6.349 (±0.008) Å in 50 ML TiTe2. These values differ substantially from the experimentally determined free-standing bulk values a= 3.777 Å, c = 6.498 Å [START_REF] Dutta | Pressure-induced superconductivity in semimetallic 1T-TiTe2 and its persistence upon decompression[END_REF][START_REF] Arnaud | Etude comparative des composés TiX2 (X = S, Se, Te). Structures de TiTe2 et TiSeTe[END_REF] . For the 50 ML film, the in-plane parameter a is enlarged by 2.2% while the out of plane parameter c is reduced by 2.3% indicative of epitaxial tensile strain in the film imposed by the substrate. Similarly, an epitaxial tensile strain of 1.7% can be inferred for the 1 ML TiTe2 film.

Modifications in the electronic band structure imaged by in situ angle resolved photoemission spectroscopy (ARPES)

The electronic band structure of 1 ML (Fig. 5a) and 50 ML TiTe2 (Fig. 5b) are imaged by in-situ ARPES. They reveal a semimetalic material with two Te 5p valence bands crossing EF near Γ, which overlap with Ti 3d conduction bands at M(L) [START_REF] Rossnagel | Three-dimensional Fermi surface determination by angle-resolved photoelectron spectroscopy[END_REF] by 0.2-0.3 eV, as expected from DFT calculations [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] and experimental data [START_REF] Rossnagel | Three-dimensional Fermi surface determination by angle-resolved photoelectron spectroscopy[END_REF][START_REF] De Boer | Titanium ditelluride: Band structure, photoemission, and electrical and magnetic properties[END_REF][START_REF] Claessen | Complete band-structure determination of the quasi-two-dimensional Fermi-liquid reference compound TiTe2[END_REF] of undistorted 1T TiTe2, suggesting that the PLD/CDW formation in our epitaxial films does not have a large influence on the electronic band structure.

In contrast to common wisdom that a CDW should open a gap at the Fermi level (Ef), no such gap is observed here. This is not in contradiction though with other CDW cases, as for example in 1ML TiTe2 [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] where valence and conduction bands cross at Ef, also in TiSe2 [START_REF] Chen | Charge density wave transition in single-layer titanium diselenide[END_REF][START_REF] Chen | Dimensional Effects on the Charge Density Waves in Ultrathin Films of TiSe2[END_REF][START_REF] Sugawara | Unconventional Charge-Density-Wave Transition in Monolayer 1T-TiSe2[END_REF] where despite evidence for a small gap, Ef often lies within one of the bands having finite density of states. It is worth noticing that the multilayer TiTe2 (Fig. 5b) with a stronger CDW structure compared to 1 ML as evidenced from Fig. 2, shows a lowering of one of the bands near Γ, about 0.25 eV below Ef (blue marks in Fig. 5b). This indicates a reduction of the density of states near Ef corresponding to a partial gap opening (or a pseudogap) which could result in electronic energy gain, counterbalancing the losses associated with the PLD/CDW lattice distortions.

Notably, there is a weak and diffuse (blur) intensity near Ef distributed along the ΓM directions (E-k and contour plots in Figs. 5 andS7), which could be considered as a dispersion-less band (DB), not predicted by theory. Similar dispersion-less intensity (blur) indicating localized conduction electrons has been observed previously in TiTe2 [START_REF] De Boer | Titanium ditelluride: Band structure, photoemission, and electrical and magnetic properties[END_REF] and has been attributed to polaron effects associated with CDW order although it was not reproduced in later works [START_REF] Claessen | Complete band-structure determination of the quasi-two-dimensional Fermi-liquid reference compound TiTe2[END_REF] .

It should be noted that overlapping of conduction and valence band was expected at M as a result of periodicity doubling and associated zone folding as previously reported [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] at T <92K in synchrotron ARPES experiments. However such overlapping is not observed here possibly due to small spectral weights of the Te-p valence bands at M yielding signals beyond the sensitivity and resolution of our lab-based room temperature ARPES.

Discussion and conclusions

After several decades of research on CDW in 2D TMDs and the debate about the associated mechanisms, the common wisdom is that the softening of an acoustic phonon 8,9,[START_REF] Yoshida | Electron Lattice Interaction and Lattice Instability of 1T-TiSe2[END_REF] and the electron-phonon interaction are involved in the formation of a PLD and an associated CDW. In our multilayer TiTe2 the stronger intensity superstructure spots are obtained at the L points of the Brillouin zone (Fig. 4a) implying that softening of an acoustic phonon with wavevector 𝑞 ⃗ =ΓL ⃗⃗⃗⃗⃗ is at the heart of the commensurate 2×2×2 PLD/CDW formation in multilayer TiTe2 at RT, similar to the TiSe2 case 7 , while hints of localized conduction electrons at the Fermi surface from ARPES measurements (Fig. 5) indicate polaronic effects [START_REF] Rossnagel | Three-dimensional Fermi surface determination by angle-resolved photoelectron spectroscopy[END_REF] likely associated with the CDW.

Softening of an acoustic phonon with 𝑞 ⃗ =ΓM ⃗⃗⃗⃗⃗⃗⃗ as also predicted by theory (Fig. 1a) and evidenced by the very weak superstructure peaks at M (Fig. 4b,e) in GIXD could be responsible for the CDW observed at RT in 1 ML TiTe2 (Fig. 2a,b).

In free-standing TiTe2 multilayer films with relaxed lattice parameters [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] and a sizeable v.d. Waals gap, the weakly coupled Te-Ti-Te (tri)layers do not favor the propagation of the CDW-driving 𝑞 ⃗ =ΓL ⃗⃗⃗⃗⃗ phonons through the layers, probably explaining the absence of CDW in multilayer films [START_REF] Chen | Emergence of charge density waves and a pseudogap in single-layer TiTe2[END_REF] . In our epitaxial films though the situation is different, because a significant interaction with the substrate is established producing an anisotropic strain such that the in-plane parameter is enlarged and the out of plane parameter along the c-axis is compressed by 2.3% as accurately measured by synchrotron GIXD, yielding an estimated stress ~0.6-0.8 GPa if a measured [START_REF] Rajaji | Structural, vibrational, and electrical properties of 1T-TiTe2 under hydrostatic pressure: Experiments and theory[END_REF] bulk modulus B ~ 0.28-0.40 GPa is assumed. The compression results in an appreciable reduction of van der Waals gap from ~ 3.2 Å 18 to the value of 3.1 Å that we measured by STEM bringing the Te-Ti-Te trilayers closer between each other thus enhancing interlayer Te-Te interactions, signifying a transition from a 2D to a 3D-like TiTe2 crystal. We anticipate that this transition to a 3D structure facilitates the propagation of the important phonon modes along ΓL which are required to propagate across tightly coupled TiTe2 layers in thick films or bulk material to provide the source of instability that drives the CDW distortion at RT which is sustained up to 400 o C.

The analysis based on the anisotropic strain correlates well with predictions [START_REF] Fu | Modulation of doping and biaxial strain on the transition temperature of the charge density wave transition in 1T-TiSe2[END_REF] in TiSe2 stating that the CDW critical temperature is enhanced under biaxial tensile (stretching) strain (compression along the c-axis). Our analysis correlates also nicely with the recent experimental results [START_REF] Dutta | Pressure-induced superconductivity in semimetallic 1T-TiTe2 and its persistence upon decompression[END_REF] reporting the emergence of CDW in a TiTe2 multilayer under 1.8 GPa non-hydrostatic pressure (effectively uniaxial compression along the c-axis as in our films) also providing hints of a re-entrant 2×2 CDW with an estimated critical temperature above RT. The latter appears during the decompression phase around 0.5 GPa, which is similar in magnitude to the epitaxial stress exerted on our films (0.6-0.8 GPa, see above).

Methods:

Growth The In-terminated-InAs(111)/Si(111) wafers prepared by MOCVD are used as the substrate materials. The substrate are chemically treated in a solution of HCl(5N) in isopropyl alcohol and subsequent dipping in isopropyl alcohol, followed by an annealing step at 400 C in UHV until a 2×2 superstructure is obtained by RHEED, indicating a clean, oxide-free surface.

The molecular beam epitaxy (MBE) of thin TiTe2 films was performed in an ultra-high vacuum (UHV) chamber at 400 C. High purity metal Ti was evaporated from an e-gun evaporator whereas Te was evaporated from effusion cells. TiTe2 epilayers were grown under Te rich conditions with a growth rate of 1 ML/30sec.

Scanning Tunneling Microscopy

The surface morphology of the TiTe2 epilayers on InAs(111) is examined by in-situ RT Omicron UHV-STM. The scanning conditions are It =500 nA, Vb =+0.05 V, loop gain 1.7. Vb in our system is applied on the sample so that positive Vb means empty state STM images.

Electron Microscopy. STEM and N-PED experiments were performed using a probe-corrected FEI Titan Themis S/TEM operated at 200 keV. High angle annular dark field STEM images were collected using a convergence semi-angle of 18 mrad with the annular detector collecting scattering above 65 mrad. N-PED was collected using the FEI Epsilon acquisition software, and more details about the method can be found by these works [START_REF] Béché | Improved precision in strain measurement using nanobeam electron diffraction[END_REF][START_REF] Cooper | Combining 2 nm spatial resolution and 0.02% precision for deformation mapping of semiconductor specimens in a transmission electron microscope by precession electron diffraction[END_REF] . The N-PED data was acquired using a convergence semi-angle of 1.5 mrad, a precession angle of 0.3 degrees, and precession frequency of 200 Hz. Electron diffraction patterns were simulated using the JEMS software package. The specimen was prepared by focused ion beam lift-out protocol using a FEI dualbeam Strata 400S.

Synchrotron GIXD Measurements: Diffraction measurements were performed at the European Synchrotron Radiation Facility by means of the UHV-MBE CVD diffractometer installed at the BM32 CRG/IF, optimized for GIXD, and ID28 diffraction side station. The experimental setup energy and incident angle were set at 11 keV (1.13 Å) and 0.2°, the latter set slightly below the critical angle value for total reflection in order to enhance the 2D film signal while minimizing the background. During the measurements the sample was maintained under UHV (base pressure: 3x10 -3 mbar) in the UHV chamber that is coupled to the diffractometer. ID28 data were collected with the fixed incidence angle 1 deg. at 17.8 keV (0.697 Å) on the sample rotating around its normal; scattering intensity was collected by PILATUS3X 1M detector in shutterless mode with angular step of 0.25 deg. CrysAlis package 35 was employed for refinement of experiment geometry, high qualiry reciprocal space reconstructions were produced with locally developed software.

Photoelectron spectroscopy. ARPES measurements were carried out with a PHOIBOS 100 (SPECS) hemispherical analyzer, made of μ-metal at a pass energy of 15 eV, using a 2D CCD detector and a He plasma source with He I excitation energy at 21.22 eV. The energy resolution of the system was better than 40 meV, although the measurement resolution is limited by thermal excitation processes to around 100 meV.

First Principles Calculations. Density Functional Theory calculations were performed using the Vienna Ab initio Simulation Package (VASP) [START_REF] Kresse | Ab initio molecular dynamics for open-shell transition metals[END_REF][START_REF] Kresse | Efficiency of ab-initio total energy calculations for metals and semiconductors using a plane-wave basis set[END_REF][START_REF] Kresse | Efficient iterative schemes for ab initio total-energy calculations using a plane-wave basis set[END_REF] and projector-augmented waves [START_REF] Blöchl | Projector augmented-wave method[END_REF][START_REF] Kresse | From ultrasoft pseudopotentials to the projector augmented-wave method[END_REF] . The Heyd-Scuseria-Ernzerhof (HSE06) hybrid functionals [START_REF] Heyd | Hybrid functionals based on a screened Coulomb potential[END_REF] were used as the exchange correlation potential to determine the atomic displacements in the (2×2) CDW TiTe2 structure, total energy and phonon dispersion calculations. Atomic positions were optimized until the residual forces were less than 0.005 eV•Å -1 . Also, a vacuum 15 Å was used to avoid interaction between the periodically repeated layers. The plane wave kinetic energy cutoff was set at 500 eV, employing a 16×16×1 (8×8×1) k-mesh for the normal (CDW) phase. Perdew-Burke-Ernzerhof functional [START_REF] Perdew | Generalized gradient approximation made simple[END_REF] was also used for the phonon dispersion calculation of the (1×1) 1T-TiTe2 structure. Phonon calculations were performed using the Phonopy package [START_REF] Togo | First principles phonon calculations in materials science[END_REF] . 

Phonon dispersion using PBE functionals

The phonon dispersion 2 is also calculated using PBE functionals 3 to determine the stability of the (1×1) 1T TiTe2 monolayer (Fig. S2) assuming enlarged lattice parameter a as determined by XRD (see main text). In contrast to the phonon calculations using HSE hybrid functionals, no imaginary frequencies are predicted, indicating that the structure should remain stable since only a small phonon softening at M occurs. These results are in line with previously published data 4 for the 1 ML TiTe2 with relaxed lattice parameter a, using PBE functionals. This indicates that taking into account electron-correlation effects through HSE functionals is essential for the prediction of a Kohn anomaly at M leading to structural instabilities. The l=0 and l=2 RSMs, similar to the l=1 RSM (Fig. 4b) are dominated by the 1T TiTe2 Bragg peaks at the Γ points of the BZ having all indices hkl integer. In the l=2 RSM very weak superstructure spots at M points (marked by yellow arrows) are seen similar to the l=1 RSM in Fig. 4b, however their appearance is not confirmed for l=0 since the scattered beam is below the sample horizon and thus attenuated by few orders of magnitude. The half integer l RSMs (1.5 and 2.5) are dominated by the CDW superstructure spots, located at the L points of the BZ and having at least one in-plane index (k or h) half integer, similar to l=0.5 RSM in Fig. 4a (main text).

Simulations of Crystal Trancation Rods (l-scans)

The structure factor amplitude along crystal truncation rods (CTRs) is calculated as a function of the reciprocal space coordinate l for (h,k) integer (left) and (h,k) half-integer (right) out of plane directions for the model described in, with Debye-Waller factors set equal to zero. When both h and k are integer, only Bragg peaks at integer l coordinates are visible, whereas superstructure peaks are not observed in between. For (h,k) half-integer coordinates instead, peaks occur at half-integer values of l as consequence of the ABA stacking of layers) with intensity of at least one order of magnitude lower than Bragg peaks in the left figure. Moreover, along the same reconstructed directions, additional weaker peaks appear also at integer l, in agreement with experimental observations at M points (see main text). The calculations have been performed with PyRod, software developed at BM32 (ESRF) and based on the well known ROD software 4,5 for surface diffraction data analysis and processing. 
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SUPPLEMENTARY INFORMATION 1. In-situ reflection high energy electron diffraction

The RHEED patterns recorded along the InAs [110] and [112 ̅ ] azimuths for the MBE-grown 1 ML and 50 ML TiTe2 as well as for the bare InAs substrate are presented in Figure S1. After insitu substrate preparation, a clean, oxygen and carbon-free In-terminated InAs(111) surface was obtained, as evidenced from the recorded 2×2 reconstruction, which is attributed to In vacancies 1 . The 2×2 reconstruction is an indication that the InAs surface is clean and ready for the TiTe2 growth. The streaky RHEED patterns of both 1 ML and 50 ML TiTe2 films indicate very good surface atomic ordering of the epilayers and rotational commensurability. Additional satellite peaks are observed in the vicinity of the main (1×1) streaks of the 1 ML TiTe2 better visible in off-angle patterns (not shown here), which originate from Moiré interference fringes as described in more detail in the main text in the section discussing STM data (Fig. 2a andb). In the 1ML TiTe2 RHEED spectrum, a very faint and broad ×2 reconstruction is also observed mainly in the [112 ̅ ]InAs azimuth which is associated to the similarly weak and diffuse STM/ FFT pattern (Fig. 2b).

The same ×2 pattern is clearly visible in both azimuths in the thick (50 ML) film which correlates nicely with the more intense and sharp 2×2 superstructure in the STM/FFT of the 50 ML TiTe2 in Fig. 2d S2. DFT calculated atomic positions of (2×2) CDW-TiTe2 1ML unit cell expressed in fractions of the experimental lattice parameters. The latter are deduced from synchrotron GIXD in the present work and are found to be enlarged compared to free-standing values determined from DFT, due to the influence of the substrate.

RSM for l= 0 and higher diffraction orders of multilayer TiTe2 CDW structure

The RSM for l=0.5 and l=1 have already been described in detail in Fig. 4 a, b in the main text.

Here we complementary give the l=0 (a), and higher order diffractions l=1.5 (b), l=2 (c) and l=2.5 (d). symmetry in the first BZ (unprimed) and in neighboring BZs (primed and double-primed).

GIXD-Rocking curves and mosaicity

Furthermore, low in-plane mosaic spread of 1.