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Tracking Ionie Rearrangements and lnterpreting Dynamic Volumetric Changes in Two-Dimensional Metal Carbide Supercapacitors: A Molecular Dynamics Simulation Study
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We present a molecular dynamics simulation study achieved on two-dimensional (2D) Ti 3 C 2 T x MXenes in the ionic liquid 1ethyl-3-methylimidazolium bis(trifluoromethylsulfonyl)imide ([EMIM] + [TFSlrJ electrolyte. Our simulations reproduce the dif ferent patterns of volumetric change observed experimentally for both the negative and positive electrodes. The analysis of ionic fluxes and structure rearrangements in the 2D material

Introduction

Nowadays, there is a ris1ng demand for reliable and safe energy-storage technologies, such as for (hybrid) electrical ve hicles, portable electronic devices, and smart grids. Thus, high performance electrochemical energy storage devices are needed. An increasing number of materials-driven research aims at boosting the energy, power density, and cycle life of rechargeable batteries or at increasing the energy density of electrochemical capacitors.ll l The discovery of two-dimensional (2D) layered materials as host structures for ion intercalation reactions yielded tremendous attention during the past decadeP l These 2D nanomaterials, which include graphene, transition-metal oxides, transition-metal dichalcogenides}3 l or transition-metal carbides and nitrides (MXenes), have demon strated promising performances as electrode materials for re chargeable batteries and supercapacitors.[ 4l provide an atomic scale insight into the charge and discharge processes in the layer pore and confirm the existence of two different charge-storage mechanisms at the negative and posi tive electrodes. The ionic number variation and the structure rearrangement contribute to the dynamic volumetric changes of both electrodes: negative electrode expansion and positive electrode contraction.

2D nanomaterials possess a high specific surface area; they store the energy by a fast ion intercalation/deintercalation mechanism between the layers without phase transformation, thus providing intercalation pseudocapacitance. [ s J This mecha nism is associated with rapid expansion and contraction of the multi-layer 2D materials.[ 6J Unlike rigid 3D structures, the flexi ble nature of 2D materials}7 l which is free to expand and con tract, favors a fast ion transport inside the 2D interlayer spac ing that makes these materials suitable for high-power applica tions.

One of the key challenges in exploiting the full potential of these 2D materials is to understand the charge-storage mecha nism occurring inside the 2D slit-shaped nanopores present in these materials during the electrochemical process. Although considerable efforts have been made to understand the rela tion between the morphology/architecture and the electro chemical performance of 2D nanomaterials using conventional electrochemical techniques (voltammetry, galvanostatic experi ments, electrochemical impedance spectroscopy, etc.)} 4 •l less attention has been paid to the in situ dynamic behavior during the electrochemical process. As there are still many technologi cal difficulties to achieve a direct quantification of the species population and dynamics on the molecular scale, it is challeng ing to probe ion dynamics in working electrodes.

Recently, some in situ characterization techniques were de veloped to tackle this problem. Griffin and co-workers directly quantified the populations of anions and cations [sJ and ob served the ion dynamics [9l inside a system resembling a 2D ma terial-a microporous carbon electrode. To this end, they used in situ nuclear magnetic resonance (NMR) spectroscopy com bined with electrochemical quartz crystal microbalance (EQCM) gravimetry. Their results revealed different charge-storage mechanisms for the positive and negative electrodes. For the system they studied, a tetraethylphosphonium tetrafluorobo-rate/acetonitrile electrolyte in contact with activated carbon electrodes, they observed that under negative polarization the charge is stored by counter-ion (cation) adsorption whereas for positive polarization an ion exchange mechanism dominates. Further more, Tsai et al.[loaJ and Levi et al.[lo b , c l reported the sensitive probing of dynamic composition changes in porous carbon electrodes under charging by gravi metric analysis using EQCM.

MXenes are 2D materials first reported by Naguib et al.[ 111 MXenes show 2D morphology}1 21 ion-interca lation capacity} 5 •• bI metallic conductivity, and tunable surface terminations; I13I these properties make them promising materials for energy storage 14bI and other applications including electrochemical capacitors,1 141 Li-ion batteries, 11 5 1 and actuators. I6 "• 161 ln previous studies, we investigated the intercalation and dein tercalation of 1-ethyl-3-methylimidazolium ([EMIM] + ) Fi g ure 1. Snapshot of the simulation system obtained using the VMD softwarei 191 The system consists of a negative electrode (four layers of Ti,C,T x on the left), a positive elec trode (four layers of n,C,T x on the right), and a pure ionic liquid ([EMIM]ITFSI]) surround ing the electrodes. The color spectrum, with blue as the lowest electrostatic potential value and red as the highest, is employed to convey the varying intensities of the elec trostatic potential values. The silvery wavy surfaces surrounding the Ti 3 C 2 T x layers repre sent the electrostatic isopotential surfaces of -2 (negative electrode) and + 2 V (positive electrode).

cations and/or bis(trifluoromethylsulfonyl)imide ([TSFW) anions in the MXene Ti 3 C 2 T x (T x stands for various surface terminations (OH, 0, and/or F groups) here) electrode and observed the as sociated volumetric dynamic changes using in situ X-ray dif fraction.1 6b1 Later, Jackel et al. further explored the swelling/con traction of the same Ti 3 C 2 T x MXene in contact with different ionic liquids during electrochemical cycling using both electro chemical dilatometry and in situ X-ray diffraction measure ments. 1 1 61 These two studies evidenced a volume expansion at the negative polarization and a contraction at the positive electrode during constant-current charge. H owever, the mech anism at the origin of the charge storage in these neat ionic liquids is still unclear.

ln this paper, we propose an atomistic interpretation of the volumetric change by tracking the ionic rearrangement in Ti 3 C 2 T x MXene using molecular dynamics (MD) simulations. MD simulations play an important role in understanding the dy namics of charging in nanoporous supercapacitor electrodes. 1171 We develop a flexible simulation system with multi-layered MXene electrodes immersed into a neat ionic liquid electrolyte. ln contrast to previous studies}1 81 the MXene electrode layers are set movable during the simulation process. We are thus able to track the evolution of some characteristic quantities, such as the displacement of the MXene layers, the change of the in-pore ion numbers, and the electric double layer struc tures inside nanopores as a function of time.

Results and Discussion

A snapshot of the simulation system is shown in Figure 1. Two four-layer Ti 3 C 2 T x electrodes were immersed in [EMIM] + [TFSlr ionic liquid electrolyte. The Ti 3 C 2 T x MXene electrodes and the [EMIM] + [TFSW ionic liquid electrolyte were selected according to our previous work. 16 b 1 The Ti 3 C 2 T x MXene layers were deco rated with three different functional groups (T denotes -F, =O, -O H ). 1201 Three independent systems (Ti 3 C 2 OH 2 , Ti 3 C 2 O 2 , Ti 3 C l2 ) were used to investigate the effect of these different functional groups. The multilayered Ti 3 C 2 T x with an initial interlayer spac ing of 1.0 nm were set flexible; each Ti 3 C 2 T x layer could move independently as a rigid body during the simulation. The ionic liquid ions uniformly surrounding the outer surface of the elec trode spontaneously intercalated into the interlayer spacing during the equilibration run without any external polarization.

The simulations began with a no external polarization equi librium run. After the simulated systems reached equilibrium, a galvanostatic charge-discharge process was simulated. The variation mode of the extra charge on the negative and posi tive electrodes as a function of the simulation time is repre sented in Figure 2 a. When charging, the left Ti 3 C 2 T x electrode was progressively charged with a constant negative extra charge (-�q.) until the maximum charged value -q. was reached while the right Ti 3 C 2 T x electrode was charged with an equivalent constant positive extra charge (�q.). The electrical neutrality is thus maintained in the entire system during the simulation.

Upon charging, the electrostatic potential of the left Ti 3 C 2 T x electrode decreases whereas the electrostatic potential of the right Ti 3 C 2 T x electrode increases; a potential drop is observed between the two electrodes, coming from the electrolyte ionic resistance. The electrostatic potential difference drives the ion mobility and rearrangement inside/outside the pore. The elec trostatic potential map of the modeled system at the maxi mum charged state, as a result of rearrangements of the elec trolyte ions, is calculated using the PME plugin of VMD 1211 and represented in Figure 1. The nearly O V potential zone (white color zone of the potential map) is reached in the middle region between the two electrodes, thus proving that the elec trostatic equilibrium is reached in the simulation system when charged. The electrostatic isopotential surfaces with values of -2 and 2 V are shown, surrounding the negative Ti 3 C 2 T x sur face and the positive Ti 3 C 2 T x surface, respectively. The :;::,4 V po tential drop observed between the two electrodes is in line with experimental values. 16 b 1

Electrode volumetric dynamic

The change of the interlayer distance between the Ti 3 C 2 T x layers, which directly reflects the variation of electrode volume, :�
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Fi g ure 2. is simulated first. The interlayer distance follows opposite trends during the charge-discharge cycles, depending on electrode polarity. During charging, Figure 3 shows a reversible, continuous ex pansion of the Ti 3 C 2 T x interlayer distance at the negative elec trode while a reversible, continuous contraction is observed at the positive electrode. At the negative electrode side, the in terlayer distance reaches its maximum value at the fully charged state and continuously decreases during discharge. The minimum value of the interlayer distance after the first dis charge is slightly different from the initial one (about 5% larger). At the positive electrode, the opposite trend is ob served: the interlayer distance drops to a minimum value at the fully charged state and then slightly increases upon dis charge. The new neutral state values of Ti 3 C 2 T x with different functional groups deviate considerably from their initial values at OCV and are similar to each other. The dynamic qualitative changes of the interlayer distance at both negative and posi tive electrodes are consistent with our previous in situ XRD ex perimental observations.[ 6 bl Finally, Figure 3 shows that there is an irreversible increase (decrease) of about 10% of the interlay-er spacing during the first cycle at the negative (positive) elec trode.

Furthermore, although the nature of the functional groups present on the Ti 3 C 2 T x surface does not affect the general trend, it has an impact on the amplitude of the interlayer dis tance change. After the first cycle, the amplitude of the change upon cycling is smaller at the positive electrode (about ± 0.03 nm) than that observed at the negative electrode (about ± 1 nm). ln addition, the variation of the interlayer dis tances during charge-discharge does not depend on the nature of the surface group at the positive electrode, different from the negative side. This difference may corne from the ion arrangement inside the pore; this will be discussed below. The average expansion rates normalized to the equilibrium dis tance measured at OCV are 9.0-17.0% with different functional groups at the negative electrode whereas the contraction rates are only 2.5 %-5.0 % at the positive electrode. The calculated changes agree well with those observed during in situ XRD tracking and chronoamperometric dilatometry measurements with the Ti 3 C 2 T x MXene: a maximum expansion of 9% at -1.0 V and a maximum contraction of 1 % at + 0.5 V were ob servedY 6 1 tian dominates the ion transfer rather than the coulombic and vdW interactions resulting from the presence of surface func tional groups.

Change of ion population in the electrodes

The change in the in-pore net ionic charge results from the counter-ion and co-ion intercalation/deintercalation between the Ti 3 C 2 T x layers. ln the negative electrode, there is a clear in crease (decrease) of the number of counter ions [EMIM] + and a slight decrease (increase) of the co ions [TFSlr during the charging (discharging) process. lt can be concluded that the extra charge on the electrode is mainly compensated by coun ter-ion intercalation. On the other hand, the positive electrode exhibits a slightly higher extent of co-ion deintercalation than counter-ion intercalation during charging, leading to an ion ex change-or swapping-mechanism. lnterestingly, these simu lation patterns at bath negative and positive electrodes are similar to the ones observed by in situ NMR spectroscopy in microporous carbon pores in the range -1.5 to + 1.5 V.[sJ Considering the change of in-pore co-ion number An�:�:�• and counter-ion number An�:��;:, i o n calculated from the simula tion trajectories, various charge-storage mechanisms are possi ble to compensate Aq., the extra charge on the electrode. We have followed the approach suggested in previous studies to classify these mechanisms into three categories: 0 counter-ion intercalation: the charging process is entirely driven by the ad sorption of the counter ion into the pore (Aq e = An�:��;:, i o n); i0 co-ion deintercalation: the charging is driven by the desorp tion of co ions (Aq. = -An�:�:� e ); and ii0 co-ion/counter-ion ex change: charge is balanced by counter-ion adsorption and co i on desorption simultaneously (Aq e =An�:��;:, i o n-An�:�:�•JY 21 A charging may involve a combination of the different mecha nisms in practice. Based on this, we evaluated the proportion of each mechanism at the negative electrode and positive electrode and represent it in Figure 5. ln the negative elec trode, we calculated that the extra electrode charge q. is mainly compensated by counter-ion intercalation (68.7 % up to 94.7%) and only 6.3-31.3% of q. is compensated by co-ion/ counter-ion exchange. ln the positive pore, the co-ion/counter ion exchange mechanism plays a dominant raie (55. The change of in-pore ion numbers directly affects the in pore electrolyte volumes because of the nearly incompressibili ty of ionic liquids. Assuming a constant occupied volume for the [EMIM] + and [TFSlr ions (see Figure 2 c), denoted as v: = 0.194 nm 3 and v� = 0.239 nm 3

, respectively, the in-pore ionic volume v:� 11 ' t e can be calculated using Equation ( 1): v :�i� re == n: po re X v: + n � por e X V� ( 1) and the total ion number n� pore is calculated using Equa tion (2):

nt pore == n: pore + n� pore (2)
The calculated in-pore ionic volume change of both electro des is shown in Figure 6, a similar trend is obtained for the evolution of the total ion number n� pore (see Figure 54 in the Supporting Information). The change of the in-pore ionic volume during charge/ discharge cycles is consistent with the variation of the extra charge on the electrode. The volume change is mainly driven by the counter-ion [EMIM] + popula tion change, independent of the surface groups present at the surface of the MXene layers. ln the positive electrode, the in pore ionic volume change is more complex to interpret. During charging, below roughly 50% state of charge mainly a co-ion deintercalation mechanism occurs (see Figure 4) in -F and =0-containing pores; as a result, the total-ion number and ionic volume decrease. Beyond 50% state of charge, the in stantaneous intercalation rate of counter-ion [TFSlr is faster than the instantaneous deintercalation rate of [EMIM] + , result ing in an increase of the total-ion number and ionic volume. For the -OH-containing surface groups, the ion-swapping mechanism (about 88% ion exchange) leads to a constant ion number and ionic volume change during the first charge.

Negative electrode

Positive electrode 25 , "'E Then, the co-ion deintercalation and counter-ion intercalation is consistent with a volume expansion/contraction during charge-discharge processes. Note that beyond 50 % state of discharge the co-ion population is below that present at OCV, resulting in a constant-or slight decrease-of the ionic volume.

The change of in-pore ionic volume and the pore volume between the Ti 3 C 2 T x layers present a similar trend in both neu tral state and charge-discharge processes. However, some de viations can be seen, especially at the positive electrode. These deviations imply that although the ionic-volume variation caused by the ion intercalation/deintercalation in the MXene electrode dominates the pore/electrode volume variation, other steric effects caused by ionic rearrangement and reorien tation cannot be neglected.

Ion arrangement in MXene pores

Beyond the ionic intercalation/deintercalation mechanism oc curring during the charge-discharge process, ion arrangement affects the volumetric dynamic of the electrode. Under the action of an electrostatic force, the polar [EMIM] + and [TFSlr molecules will rotate, screening the external electric field. Snapshots of the ionic arrangements inside one of the MXene (here Ti 3 C 2 F 2 ) electrode pores at different charged states (nega tively charged, neutral, and positively charged) are shown in Figure 7. lt can be clearly observed that in the negative pore the hydrogen atoms are attracted by the negative surface and prefer to stay near the electrode surface, whereas in the posi tive pore the oxygen atoms prefer to be located close to the electrode surface. When the electrode is back to the neutral state, the ionic arrangements return to a uniform random ar rangement.

To quantitatively analyze the ionic arrangements inside the MXene electrode, the (number) density distributions of [EMIM] + and [TFSlr perpendicular to the Ti 3 C 2 T x layer were ex amined. Figure 8 represents the change of the [EMIM] + and [TFSlr organization and the charge-density distributions in both negative and positive pores under polarization as the simulation proceeds. The ionic distribution undergoes a dy namic reorganization under the external electric field, which favors the screening of the electrostatic interactions. ln the negative pore, the [EMIM] + density distribution changes from only one peak in the middle of the pore at OCV to three peaks as the ionic number and interlayer distance change during the charge-discharge process, in agreement with a counter-ion in tercalation charge storage mechanism. At the same time, the co-ion [TFSlr density in the negative electrode decreases, moves away from the charged electrode surface, and accumu lates in the middle of the interlayer spacing. ln the positive pore, the density distribution of the [TFSlr counter ion changes from one peak at OCV to two peaks near the elec trode surface. The intensity of the peak varies with the amount of extra charge during charge-discharge, but the peak position does not shift. The peak intensity of the co-ion [EMIM] + in creases and decreases upon cycling, in agreement with an ion exchange mechanism. 

Conclusions

We have studied the charge storage mechanism in Ti3C2 îx MXene electrodes in contact with a neat 1-ethyl-3-methylimi dazolium bis(trifluoromethylsulfonyl)imide ([EMIM] + [TFSlrJ electrolyte using molecular dynamics simulations. We used par-allel MXene layers with different surface groups and applied constant charges on these layers to model charging and dis charging. Our molecular simulations reproduce the volume changes of bath the negative and positive electrodes observed experimentally. By tracking the ionic number and structural re arrangements inside the pores, we showed that different charge-storage mechanisms occur at the negative electrode and at the positive electrode. ln the negative electrode, the charge storage is mainly achieved by a counter-ion intercala tion process whereas an ion-exchange (co-ion deintercalation and counter-ion intercalation) process is observed at the posi tive electrode. As a result, the total in-pore ion number in creases in the negative electrode and decreases in the positive electrode during the charging process. The ionic-number varia tion correlates well with the dynamic volume changes ob served experimentally: a volume expansion is seen on the neg ative electrode side while there is a contraction on the positive electrode side. The as-obtained atomistic perspective into the volumetric dynamic and charge storage mechanism of 2D layered nano materials can help us design strategies for long lifetime elec trodes with limited-or even inexistent-volumetric change. This would allow supercapacitor or actuator applications with controllable deformation. We could select the appropriate elec trolyte ions to reduce the deformation. Ions with similar dy namic and geometric properties or bicationic/bianionic electro lytes may be possible strategies to achieve these aims. Consid ering the limited parameters employed in this modelling work, we can expect that the electrode deformation mechanism might vary if a more realistic electrode structure, the move ment pattern of the electrode, and more complex ion-surface interactions (employing a polarizable force field for the ions, for example) are fully taken into account. Also, limited by the chemical nature of the MXenes electrodes (consisting of differ ent atoms: C, 0, H, F, and TO and the fact that the electrodes can move, we did not employ the constant-potential method here. Previous studies have provided a detailed comparison between the constant-potential method and the constant charge method and found that these two methods yield es sentially similar electric double layer structures, with some de viations for the ion concentrations in the pores being ob servedP 31 The system studied then was an aqueous electrolyte (2.0 M NaCI electrolyte) in contact with graphene nanopores. The deviations observed in this case may be mitigated by the large amount of ions present in the pure ionic liquid investi gated here. Strategies to include the constant potential method in simulations of MXenes will be investigated in the future. Nonetheless, our approach provides significant insights into the microscopie processes occurring during charging and discharging and provides a method to probe different electro lytes in MXene-based supercapacitor systems. We hope that the promising interest on control and utilization of this elec trode deformation effect will invite more systematic experi mental validations and further theoretical exploration.

Computational Methods

Ali MD simulations are performed using the LAMMPS software_l 24I The NVT (constant number of particles, volume and temperature) ensemble with a target temperature of 450 K was utilized in the simulations. The Verlet leapfrog algorithm with a time step of 1 fs was utilized to integrate Newton's equation of motion. The long range electrostatic interactions are calculated through the particle-particle-particle-mesh Ewald Scheme. The OPLS-AA force field}2 5I the validity of which was verified in previous studies,1 2 6I was used to determine the interactions between the atoms and molecules. A cutoff radius for the van der Waals interactions was set to 1.0 nm. The force-field parameters and simulation model are sum marized in the Supporting Information. During the galvanostatic charge-discharge process, each simula tion cycle contained a 0.15 ns charging period and 0.15 ns dis charging period. Although these simulation times may seem short, we checked on some selected systems that four times longer simu lations (0.6 ns charging and 0.6 ns discharging) give the same re sults. We believe that this is caused by the small length of the pores (compared to experiments) and to the relatively high tem perature used in the simulations (450 K), which leads to fast diffu sion of the ions. The charge current density was set to 200 kA cm-2 . To acquire reliable statistics, three galvanostatic charge-discharge cycles were performed in one simulation and each simulation case was repeated three times with independent initial configurations. A more detailed discussion of the simulation process and the validity of the simulation system can be found in our previous study_l 17 fi

  (a) Schematic of the variation of the extra charge amount on the Ti,C 2 î x layer as a function of the simulation time on the negative and positive elec trodes. (b) Variation of the net ionic charge �n; po,e in the pores of both the negative electrode and the positive electrode with different functional groups (-F, =Ü, -OH) du ring the neutral cycle (0-1 cycle) and galvanostatic charge-discharge cycles (1--4 cycles). (c) Schematic of the atomic structure of [EMIM] + and [TFSW ions and their occupied volume.

Fi g ure 3 .

 3 Figure 3 shows the average interlayer distan ces between the Ti 3 C 2 T x layers at both negative and positive electrodes during open-circuit voltage (OCV, 0 to 1 cycle) and galvanostatic charge-discharge cycles (cycle 1-4). During the equilibration cycle at OCV, the Ti 3 C 2 T x interlayer distances slightly deviate from their initial values and reach new stable Evolution of the average interlayer distances between the Ti 3 C 2 T x layers of both negative and positive electrode during the neutral cycle (0-1 cycle) and galvanostatic charge-discharge cycles (1--4 cycles). A simulation result for nine galvanostatic charge-discharge cycles is shown in Figure 53 in the Supporting Information.values. Because of the different van der Waals (vdW) and cou lombic interactions between the ions and the electrode sur face, the in-pore ions form different stable layered structures to reach minimum energy states inside the pore. The different functional groups thus lead to different interlayer distances. The new stable average interlayer distances are Ro 0.96, Ro 0.82, and Ro0.91 nm for Ti 3 C 2 F 2 , Ti 3 C 2 0 2 , and Ti 3 C 2 0H 2 electrodes, re spectively.

Figure 4 .

 4 Figure 4. Evolution of the [EMIM] + and [TFSW ion populations inside the pores for bath the negative and positive electrodes during the neutral cycle (0-1 cycle) and the galvanostatic charge-discharge cycles (1-4 cycles).

Figure S .

 S Figure S.Proportion of each storage mechanism (counter-ion intercalation, co-ion deintercalation, and co-ion/counter-ion exchange) at the negative and positive electrodes when the system is fully charged.

Figure 6 .

 6 Figure 6. Change of electrode pore volume (dashed line) and in-pore ionic volume (solid line) in both negative and positive electrode pores during the OCV period (0-1 cycle) and galvanostatic charge-discharge cycles (1-4 cycles).
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 78 . . . . . . . . . . . . . . o •. o�.o. o •. o�.o. o. o. o. o�.o. o. o •. o •. o . o o o o o o o o o• o o o o o•o •o \i •o • • o • •o • a • o •o ••o:�à •o • •o • • o •. . . . . . . . . .. . . . . On os •F oN •C •O oH Snapshots of the ionic arrangements inside one of the Ti 3 C,F, electrode pores at different charged state: (a) negatively charged, (b) neutral, and (c) positively charged, respectively. Evolution of [EMIM] +, [TFSlr density profiles and charge-density profiles inside the negative electrode pore [(a), (b), (c)] and positive electrode pore [(d), (e), (f)] of n,c,F, electrode du ring neutral cycle (0-1 cycle) and charge-discharge cycle (1-4 cycle), as an example.
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