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Abstract :  Among colloidal nanocrystals, 2D nanoplatelets (NPL) made of II-VI compounds, appear as a special class 
of emitters with especially narrow photoluminescence signal. However the PL signal in the case of NPL is only 
tunable by discrete step. Here we demonstrate that doping is a viable path to finely tune the color of this NPL from 
green to red, making them extremely interesting as phosphor for wide gamut display. In addition using a 
combination of luminescence spectroscopy, tight binding simulation, transport and photoemission, we provide a 
consistent picture for the Ag doped CdSe NPL. The Ag state is strongly bound and located 340 meV above the 
valence band of the bulk material. The Ag dopant shifts the Fermi level toward the valence by up to 400 meV but 
preserve the n-type nature of the material. 
 
Keywords : nanoplatelets, doping, gamut, luminescence 
 
To whom correspondence should be sent : Sandrine.ithurria@espci.fr 
  



INTRODUCTION 

In NPLs, in contrast to quantum dots or rods, the charge carriers are confined only along the thickness direction, 

which is atomically flat and homogeneous within a NPL population. This completely eliminates inhomogeneous 

broadening and yields the narrowest photoluminescence linewidth among colloidal semiconductor nanocrystals. 

Thanks to this narrowness and their fast photoluminescence lifetime, NPLs have been used for a broad range of 

applications from light emitting diode1,2,3, to transistor4, detector5, phototransistor6, solar light concentrator7 and 

laser8,9. On the other hand, contrarily to colloidal quantum dots (CQDs), the spectrum of NPL can only be tuned in 

discrete steps corresponding to the finite number of atomic planes in the thickness direction. 10 Typically NPL made 

of CdSe present their first excitonic peaks at 390 nm, 460 nm, 510 nm, 550 nm as the thickness increases from 2 to 5 

layers of selenium. To obtain more tunability, alloyed NPL11,12, for example made of CdSSe2, have been reported. In 

this paper we explore the possibility to use doping as a viable path to tune the emission of CdSe NPL from green to 

red. 

Doping has for long been extremely challenging from a synthetic point of view13. Mn doping14 is probably one of the 

most established method. In the case of wide band gap semiconductor, an energy transfer from the band edge to 

the Mn 3d state leads to the observation of the Mn2+ phosphorescence15. Similarly, electron injection with CQD16 is 

known to lead to an electrochromic feature17 through a bleach of the band edge transition and the appearing of mid 

IR intraband absorption18. 

Extrinsic impurities can also be integrated as a path to introduce traps within the band gap which will tune the 

exciton energy. This method is widely used in the case of CIGS (CuInGaS(e)) nanocrystals for which the emission 

involves Cu states19–22. Similarly, the involvement of Cu states in the emission of Cu-doped CdSe material23 has been 

reported including in the case of NPL7,24. In this case the Cu atoms are introduced in the Cu+ form though a cation 

exchange process25. Other metals with a +I oxidation state, typically Ag+, have also been investigated as possible 

dopants for CdSe, in particular by the Norris group26,27,28. They reported that Ag behaves as n-type dopant at low 

doping and switches to a p type dopant when large amounts of dopant (>2 Ag per CQD) are incorporated29. They also 

reported that the introduction of Ag leads to an enhancement of the photoluminescence (PL) quantum efficiency. At 

low temperature, they observed the apparition of a second emission peak that is red shifted compared to the band 

edge and attributed to Ag states. However they have been unable to clearly conclude about the strength (weakly vs 

strongly bound) of exciton-Ag interaction. Cation exchange with silver30 and other noble metals have also been 

investigated on CdSe NPL beyond the doping regime, where metal tips start to form on the NPL31,32 corners, which 

may present interesting properties for transport33 and (photo)catalytic applications34. Here, we explore silver doping 

on CdSe 2D NPL in the intermediate doping regime from 1 to 100 Ag dopant per nanoparticle. We bring evidence 

that the 2D NPL present a significant difference with Ag doped CdSe CQD. The paper is organized as follows. The first 

part is a discussion on the optical properties of the Ag doped CdSe NPLs which highlights the potential of doping as a 

strategy to tune their emission spectrum. In the second part we discuss the energy position of the Ag level within the 

band gap of CdSe and demonstrate that the energy level of the Ag state lies at 0.34 eV above the bulk valence band, 

independently of doping concentration. Finally, using transport measurements and X-ray photoemission 

spectroscopy, we further discuss the impact of the Ag doping on the electronic structure of the material. 

 

 

 

 

  



METHODS 

CHEMICALS  

Octadecene (ODE) (Aldrich, 90 %), Cadmium acetate dihydrate Cd(Ac)2,2H2O (Strem, 98 %), Cadmium oxide (Strem, 

99.99 %), Myristic acid (Aldrich, >99%), Oleic acid (OA) (Aldrich 90 %), Selenium (Strem Chemicals 99.99 %), Hexane 

(VWR, 99 %), Ethanol (VWR, 95-97 %), Silver (I) Behenate (Alfa, 94%), Propionic acid (Aldrich, 99%), Oleylamine (OLA) 

(Acros, 80−90%), Trioctylphosphine (TOP) (Cytec, Solvay), Tributylphosphine (TBP) (Cytec, Solvay), 1,2-ethanedithiol 

(EDT) (Fluka, 98.0%),  LiClO4 (Aldrich, 98%), polyethylene glycol MW = 6 kg.mol−1 (PEG 6k) (Fluka), Octane (SDS, 99%), 

sulfur (Sigma, 99.99%), methanol (Carlo Erba, 99.9%), N-methylformamide (NMF) (Carlo Erba, 99%), sodium 

borohydride (NaBH4) (Sigma, 99%). 

PRECURSOR PREPARATION 

Cadmium myristate Cd(Myr)2: In a 50 mL three neck flask, 2.56 g of CdO and 11 g of myristic acid are mixed and 

degassed for 30 minutes at 80 °C. Then, under and argon flow, the temperature is set at 200 °C. The reaction is 

stopped when the solution becomes colorless (approximately 40 minutes). At 60 °C, 30 mL of methanol are added to 

solubilize the excess of myristic acid. The cadmium myristate is then washed 5 times with methanol. It is finally dried 

overnight under vacuum at 70 °C.  

Silver Oleate 1 mM: In a flask, 5 mg of silver behenate and 1 mL of OA are sonicated and then heated with a heat gun 

until all the silver behenate is solubilized. Then, 10 mL of ODE are added to have a final concentration of Ag of 1 mM. 

NANOCRSYTAL SYNTHESIS 

CdSe 4ML synthesis: In a 50 mL three neck flask, 24 mg of Se, 340 mg of Cd(Myr)2 and 25 mL of ODE are mixed and 

degassed under vacuum at room temperature for 20 minutes. Then, under an argon flow, the temperature is set to 

240 °C. At approximately 200 °C, when the solution turns orange, 110 mg of Cd(Ac)2,2H2O are swiftly added. The 

temperature is held at 240 °C for 10 minutes. Then, 500 µL of OA is added and the solution is quickly cooled to room 

temperature. After adding 25 mL of hexane and 25 mL of ethanol, the nanoplatelets are precipitated at 6000 rpm for 

5 minutes. Then, the supernatant composed of dots is discarded and the nanoplatelets are redispersed in 20 mL of 

hexane. 

Ag doping: In a flask with a stirring magnet, we add 1 mL of 4 ML nanoplatelets and 2 mL of hexane. A second 

solution of x mL of Silver Oleate 1 mM and (3-x) mL of hexane is prepared (x ranging from 0.01 to 1). 2.5 mL of this 

second solution is added to the first one at a rate of 6 mL/h. The progressive addition ensures a doping as 

homogeneous as possible. The solution is used as obtained for PL measurements. A washing step with ethanol is 

used for the other characterizations. For the other thicknesses of NPLs, the protocol is the same but the amount of 

NPL can vary a little: 2 mL for 2 and 5 MLs, 500 µL for 3 MLs and 1 mL for 6 ML NPLs 

MATERIAL CHARECTERIZATION 

UV-visible: spectra have been acquired with a Shimadzu UV-3600 spectrometer. Photoluminescence and excitation 

spectra are obtained from an Edinburgh Instrument spectrometer.  

A JEOL 2010 The transmission electron microscope is used to image nanoparticles and is operated at 200 kV. The 

grids are prepared by a dropcast of a solution of NPLs dispersed in hexane and degassed overnight under secondary 

vacuum. 

Transistors measurements 

Electrodes are made using standard optical lithography methods. Briefly the surface of a Si/SiO2 (400 nm thick) wafer 

is cleaned by sonication in acetone. The wafer is rinsed with isopropanol and finally cleaned using a O2 plasma for 5 

min. AZ5214 resist is spin-coated and baked at 110 °C for 90 s. The substrate is exposed under UV through a pattern 



mask for 1.5 s. The film is further baked at 125 °C for 2 min to invert the resist. Then a 40 s flood exposure is 

performed. The resist is developed using a bath of AZ726 for 32 s, before being rinsed with pure water. We then 

deposit a 5 nm Cr layer and a 80 nm gold layer using a thermal evaporator. The lift-off is performed by dipping the 

film for 1 h in acetone. The electrodes are finally rinsed using isopropanol and dried by air flow. The electrodes are 

2.5 mm long and spaced by 10 μm.  

Electrolyte: 0.5 g of LiClO4 are mixed with 2.3 g of PEG on a hot plate in an Ar filled glove box at 170 °C for 2 h. 

Transistor preparation: At the end of the partial cation exchange, the particles are precipitated once and redispersed 

in hexane/octane 9:1. This solution is dropcasted on an electrode in the glovebox. A solid state ligand exchange is 

then used to remove long carboxylate chains. It consists in dipping the film in a solution containing EDT in ethanol 

for 1.5 min. The film is then rinsed by dipping in ethanol for 30 s. Three drops are deposited with intermediary ligand 

exchange to avoid cracks and ensure a good coverage of the electrodes. Then, a drop of the electrolyte previously 

heated at 100 °C is deposited on the nanoparticle film. 

Measurement: Transfer curves are acquired using a keithley 2400 as sourcemeter by setting the drain voltage to 100 

mV and sweeping the gate voltage from -1 V to 3 V at a 1 mV/s rate.  

XPS measurements 

Sample preparation: Silicon wafers were rinsed with acetone, sonicated, rinsed again with acetone and iso-propanol 

and cleaned with a plasma cleaner for 5 minutes, with a plasma power of 7 W. 5 nm of Cr and 80 nm of Au were 

deposited using thermal evaporation deposition. A film of EDT caped NPLs is deposited on the substrate using the 

procedure described for transistors . 

Measurements have been conducted on Tempo beamline of synchrotron Soleil. The film is then introduced in the 

preparation chamber and then degassed until a vacuum in the 10-10 mbar range is reached. The sample is finally 

introduced in the analysis chamber. During the XPS measurements, the photoelectrons were detected at normal 

emission and at 46° from the polarization vector �⃗� . Photon energy is set at 600 eV. For the photoelectrons analysis 

we use a 50 eV pass energy. 

Simulation 

The electronic structure of CdSe NPLs was calculated using a well-established atomistic tight-binding approach. Each 

Cd or Se atom is described by a set of 20 atomic orbitals, sp3d5s* for each spin degree of freedom where s* 

represents a second s orbital. The dangling bonds at NPL surfaces are saturated by pseudo-hydrogen (H) atoms 

described by a single s orbital for each spin orientation. The hopping terms in the hamiltonian matrix are restricted 

to nearest-neighbor interactions. Spin-orbit coupling is included. We used the tight-binding parameters of Ref.35 for 

zinc-blende CdSe.  In this set of parameters, we have changed the value of the onsite s energy (Es) on Cd atoms to -

2.070 eV (instead of -1.857148 eV) because it gives a bulk CdSe bandgap of 1.66 eV (instead of 1.82 eV). It is 

important to mention that the experimental value of the bulk bandgap is not known with accuracy for CdSe in its 

zinc-blende phase. A value of 1.66 eV, already reported in Ref. 36, is more compatible with the optical gaps measured 

on thick CdSe NPLs (at 300K) and extrapolated to the bulk limit (see figure 2a). The Cd-H interaction terms simulate 

the effects of the ligands on the Cd atoms at the surface. The influence of ligands on the bandgap is non negligible, 

especially on the thinnest NPLs. Using Es(H) = 0.0 eV,  Vsss = -2.5 eV and Vsps = +4.5 eV (notations of Ref.35), we obtain 

for the thinnest NPL (3 ML) a gap in excellent agreement with experiments. The comparison between single-particle 

(tight-binding) gaps and measured optical gaps is pertinent because there is a substantial cancellation between self-

energy and excitonic corrections in the ground excitonic state 37 for reasons discussed in Refs.38,39. 

 

DISCUSSION 



We first synthesize 4ML CdSe NPLs made of 5 planes of cadmium alternated with 4 planes of selenium using the 

procedure given by Ithurria et al40, see Figure 1a for a scheme of the nanoparticle. Structurally speaking these NPLs 

are 1.2 nm thick while their lateral extension have a rectangular aspect of 9 nm x 30 nm, as show in the transmission 

electronic microscopy (TEM) image in Figure 1d. The NPLs spectrum is given in Figure 1g and presents an excitonic 

feature at 510 nm. 

To dope the NPLs with Ag+, we progressively add a solution of silver oleate (1 mM) diluted with hexane to a solution 

of NPLs under stirring. The addition is done drop by drop to achieve the best homogeneity. We then measure the 

amount of Ag atoms per nanoparticle using Inductively Coupled Plasma (ICP). This number increases progressively in 

the range from 1 to 100 Ag atom(s)/NPL and is in a good agreement with the amount of added Ag precursors (see 

supporting information). 

By doping the NPL, the shape of the NPLs remains unaffected, see TEM images in Figure 1e and f. At low doping the 

presence of Ag is noticeable by TEM. On the other hand, when more than 100 Ag/NPL are introduced, tips start to 

form on the corners of the NPLs, consistently with previous reports31,Erreur ! Signet non défini.33,34 relative to metallic tip 

functionalized NPL, see Figure 1c and f. 

 

Figure 1 Scheme of CdSe 2D NPL without (a) and with various amount of Ag (b and c), d. e and f are TEM image of 2D 
CdSe NPL with an increasing amount of silver per NPL  (0, 18, 139). g. Absorption spectra of CdSe NPL for various 
amount of Ag doping. h. Photoluminescence spectra of CdSe NPL for various amount of Ag doping. i. Chromaticity 
diagram highlighting the position associated with the PL spectra of CdSe NPL with various amount of Ag doping. j. 
image of CdSe NPL solution with various amount of Ag doping 



Optically speaking the absorption spectra of the NPLs remain totally unaffected by the introduction of Ag doping 

atoms, see Figure 1g. The intensity and positions of the first two optical features, which appear respectively at 510 

and 480 nm and are related to heavy hole to conduction band and light hole to conduction band transitions40 remain 

unchanged. On the other hand, the photoluminescence (PL) spectrum is drastically affected by the presence of Ag. 

Without doping the CdSe NPLs present a very narrow feature at 510 nm with a full width at half maximum (FWHM) 

of 8 nm. When silver is introduced, a broad band (FWHM= 138 nm) appears that is red shifted compared to the 

excitonic peak, with an emission maximum at 660 nm. This result is quite different from what Sahu et al reported in 

the case of Ag doped CdSe CQD, where this red peak emission was only noticeable at low temperature (10K)Erreur ! 

Signet non défini.29. In their work, the room temperature emission was only due to band edge recombination. In this sense 

our results are close to those reported by the Demir’s group for Cu+ doped CdSe NPL7,Erreur ! Signet non défini.24 where a red 

shifted emission was already observed at room temperature. On the other hand, Demir’s group focused on the large 

doping range to boost the Stokes shift, which is of utmost interest for solar concentrator applications. Thus, in their 

case the color promptly switched from green to red. By finely tuning the amount of dopant, we demonstrate that it 

is possible to finely tune the emission color from green to yellow, orange and finally red, see Figure 1i and j. This 

material is quite promising for display application, since once combined with a blue LED, it will enable very broad 

color gamut, thanks to the narrowness of the green emission of the NPL.  

It should be pointed out that Sahu et al.29 reported an increase of the PL quantum yield (QY) while introducing 1 to 2 

atoms of silver per particle. They attributed this enhancement to the effect of the electrostatic field created by the 

presence of the impurity in addition of the extra carrier addition. More recently Morgan et al.41 demonstrated that 1 

to 2 atoms of silver per CQD could diminish the amount of hole trapping however such behavior was not seen in the 

case of CQD passivated with oleylamine. Thus it seems that this enhancement is mostly due to surface passivation 

and in particular non passivated selenium surface atoms. In the case of NPLs we never observed such QY 

enhancement. Firstly, the way the NPLs are doped is different. In order to prevent the fast diffusion of silver and a 

reorganization of the NPLs, we used slow addition of silver carboxylate instead of a mixture of silver precursor in 

presence of phosphine. This ensures the preservation of the carboxylate ligands of the native NPLs. Indeed, 

modification of the surface chemistry of NPLs has drastic effects on the optical features of NPLs.42 Secondly, in 9 nm 

x 30 nm 4ML CdSe NPLs, the top and bottom surfaces represent close to 85% of the total surface and are the 

cadmium rich [001] facets. Each of the cadmium are passivated by a carboxylate. Regarding the shape of the NPLs, 

the edges facets are also probably [100] and [010] facets which mean that they are also passivated by carboxylates, 

thus it brings just little space for non passivated selenium of surface. 

In addition to tune the apparent color of the NPL emission, the bicolor spectrum enables us to evaluate the 

homogeneity of the doping within the NPL population. We used fluorescence cross correlation spectroscopy (FCCS) 

on a sample presenting approximately 15 Ag/NPL to measure the correlation between the band edge ( = 510 nm) 

and the dopant ( = 660 nm) emission. The results (see SI) show that (i) no NPLs emit only from the band edge state 

and (ii) 90 to 95% of NPLs emit only from the dopant state, while the rest emit from both the band edge and dopant 

states. This demonstrates that all NPLs are doped. 

To clearly state about the potential of doping as a viable path to tune the color of semiconductor nanoparticle, it is 

critical to demonstrate that the method is not limited to CdSe NPLs with this specific thickness. In the supporting 

information we provide evidence for the presence of a similar red emission for other thickness of CdSe NPLs (see 

figure S8) and other compositions (CdS, see figure S9). In all these NPLs, similarly to CQDs, the broad redshifted 

emission originates from a metal to conduction band transition recombination. The origin of this broad PL band 

shape has been attributed by Nelson et al.43 to a strong vibronic coupling between the symmetric contraction and 

symmetry breaking Jahn-Teller distorsion in the [AgSe4] excited cluster. In NPLs the silver dopant is especially close 

to the surface as the NPLs are thin. In addition, the ligands induce stress on the surface of NPLs, leading to NPL 

folding and twisting to release this elastic energy. This lattice distortion is especially large for thin NPLs. This yields to 

a large distortion of the tetrahedral environment of the silver dopant and might explain why while increasing the 

NPLs thickness we observe a narrowing of the dopant emission width (see figure S8). 



In the second part of the paper, we discuss the location of the Ag state within the CdSe band gap. The scaling of the 

band edge energy with thickness present a 1/N dependence with N the number of atomic plane in the NPL44, see 

Figure 2a. It results from a combination of quantum and dielectric confinements45. Thus contrary to what is expected 

for quantum well text book, the energy of the colloidal NPLs bands doesn’t scale a 1/N2 dependence in the case of 

ultrathin nanoparticles. Using a tight binding approach (see supplementary information), with, as only adjustable 

parameter, the nature of the orbitals ligands and their energies level estimated from the thinnest NPLs, we 

determine the gap of the NPLs. We indeed observe a linear dependence as function of 1/N (see figure 2a). From this, 

it was then possible to plot the theoretical dispersion of both the valence and conduction band independently (see 

figure 2b). We then reported the silver state for all 5 different populations of doped CdSe NPLs assuming that the 

broad PL transition results from a recombination of the conduction band to the silver state. By doing so, we observe 

that the Ag energy state is independent of confinement and is found to be 339 meV above the bulk valence band.46 

In other word the energy of the silver state is constant with respect to vacuum, which is a clear signature of its 

strongly bound character. This contrasts with the case of spherical QD for which the binding of the Ag state has been 

found to be rather weakErreur ! Signet non défini.29. This difference of bonding in the case of NPL is likely at the origin of the 

observation of the red emission already at room temperature. 

 

Figure 2 a band edge energy as a function of the inverse of the NPL thickness. b. Conduction, valence band and silver 
state energy as a function of the inverse of the NPL thickness. c Absorption and PL spectra for a given silver doping of 
2D CdSe NPL, highlighting how the experimental band edge and conduction to silver state energy are determined. 

 

To complete the understanding of the electronic spectrum of Ag doped CdSe NPL we want to determine the position 

of the Fermi level and determine its shift with the doping. To do so, we use a combination of transport and 

photoemission measurements. For transport, we conduct measurement into an ion gel electrolyte configuration4,28 

which is the only strategy to tune the doping magnitude up to several carrier per nanocrystals. In addition ion gel 

gating allows air operation and low operating bias. See the inset of Figure 3a for a scheme of the device. In all case 

the material present a n-type character, see Figure 3a, with an increase of the conductance under electron injection 

(ie under positive gate bias). We also observe a shift of the threshold voltage toward more positive value as Ag 

doping increase, in agreement with previous results by Sahu et alErreur ! Signet non défini.28,29, see Figure 3b. This shift is a 

signature of the displacement of the fermi level more deeply within the band gap of CdSe, see Figure 3b. Thus it is 

important to mention that CdSe due to its slight Cd rich character is a n-type material and will remain n-type even 

after the introduction of Ag traps state close to the valence band.  



 

Figure 3 a. Drain current as a function of gate bias for thin film of CdSe NPL doped with various amount of Ag. The 
inset is a scheme of the used electrolytic transistor configuration. b. Threshold bias of the transfer curve as a function 
of the silver doping. c Scheme of the position of the Fermi level with and without silver doping with respect to valence 
and conduction band. d. Photoemission signal associated with the Cd 3d state for various amount of Ag doping. e. 
Binding energy of the Cd 3d state as a function of the silver doping. 

Photoemission is also a very efficient tool to probe the electronic environment of nanocrystals. On the 

photoemission overview spectrum no signature of Ag peak has been observed unless the doping ratio reach 100 

dopant per nanoparticle (see figure S6). On the other hand we observe a clear shift of the Cd 3d state with the 

introduction of silver, see Figure 3d. In CdSe, the excess of Cd is responsible for the n-type nature of the material. As 

Ag is introduced, the Cd 3d state shift toward lower binding energy, meaning that Cd2+ become more electron rich 

and now behave as Cd2+-δ.47 Thus the doped material is behaving as if the excess of Cd was reduced and thus a lower 

n-type doping is expected. Assuming a rigid shift of the whole photoemission spectrum with doping, we can estimate 

the shift of the Fermi level with doping to be around 400 meV. This is fully consistent with the picture depicted by 

the transport measurement. 

CONCLUSION 

To summarize we have demonstrated the possibility to use doping as a possible path to tune the color of 

semiconductor nanoparticle in addition of traditional quantum confinement and alloying of semiconductor. In the 

specific case of CdSe NPL, this strategy is especially promising for the design of wide gamut display. Using tight 

binding simulation and photoluminecnce spectroscopy we have been able to locate the Ag trap state to be 339 meV 

above the valence band of the bulk material, with an energy (vs vacuum) independent of the confinement. The 



strong binding of the Ag state allows the observation of the PL associated to the Ag state already at room 

temperature. The Ag doped CdSe NPL, behave as n-type material with a Fermi level remaining in the upper band of 

the band gap.  
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