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Abstract— In this paper, the influence of the thickness of 

metallic-oxide coatings, ITO and SnO2, on the sensitivity of a 

Microstructured Optical Fiber (MOF) Fabry-Pérot (FP) has been 

studied with the aim of developing ammonia gas fiber optic 

sensors. Also, the distribution of the optical power that can be 

coupled to the metallic-oxide sensing films is investigated in order 

to understand how the sensor’s sensitivity can be improved; the 

thickness of the coatings plays a relevant role on the sensitivity and 

response time. Films with thicknesses between 200 and 850 nm 

were experimentally examined resulting an optimal thickness of 

625 nm for a SnO2 film. The behavior of the sensors towards 

different concentrations of ammonia gas from 10 ppm to 130 ppm 

was analyzed by measuring the phase shifts of the reflected signal 

using the Fast Fourier Transform (FFT) of its optical spectrum. 

The registered response/recovery times of this sensor are below 90 

seconds. 

Index Terms— Microstructured Optical Fiber, Fabry-Pérot 

Interferometer, Ammonia gas, Fast Fourier Transform, Metallic-

oxides and Thickness. 

I. INTRODUCTION

THE development of the society and the industry causes that 

activities as fossil fuel combustions or the utilization of 

pesticides and fertilizers among others, produce the emission of 

a high number of gases to the atmosphere [1]–[3]. These gases 

could be hazardous to human health or environment due to their 

toxicity and they show an associated risk to the ecosystem. For 

this reason, the detection of gas molecules such as NO2, NH3, 

NO or CO is receiving much attention in the last years [4-5].    

More specifically, most of the ammonia gas (NH3) in the 

atmosphere is emitted directly or indirectly by human 

activity[6] [7]. Moreover, in the last years, the worldwide 

emission of ammonia per year has been increased, reaching the 

levels set by the European Union (20–30 Tg) to guarantee a 

good quality of life [8].    

Nowadays, there are several areas that require the 
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measurement of ammonia concentration in order to prevent 

hazardous situations for the human being and the environment, 

in which its concentration varies from parts per million (ppm) 

[9] to ultra-low concentrations (less than parts per billion (ppb))

[10]. One of them is farming zones [11]–[13]; here, the

ammonia emission is due to the utilization of pesticides or

fertilizer. Another different area is the automotive and chemical

industry; they produce ammonia emissions in many processes

developed in their factories [14]; this increment causes that the

pollution could reach levels which are a risk for the

environment and for the health of the citizen making the

commercialization of this type of sensors attractive [15]. And

finally, ammonia gas detection is also required in medical

applications. As an example, the medical community considers

very interesting the detection of ammonia in exhaled air

because it can be used for the diagnosis of certain diseases like

ulcers, liver or kidney dysfunctions [16]–[18].

Every application mentioned above needs to detect with high 

accuracy the levels of ammonia. In order to reach ppm-ppb 

sensitivities, previous papers propose different configurations 

such as electronic sensors (e-noses) [19-20], non-dispersive 

sensors [21-22] or spectroscopy [23], [24] based on different 

sensing principles as, for instance, conducting polymers [24-

25], colorimetric [27]–[29], absorption [30] or the use of 2-D 

materials [31]. This paper proposes the use of microstructured 

optical fibers (MOF) and metallic-oxides with the aim to 

improving the features of the sensors mentioned above.  

As it is widely known, compared to electro-chemical sensors, 

MOF-gas sensors offer numerous advantages such as 

electromagnetically passive and immune to electromagnetic 

interference, lightweight, low cost and wavelength 

multiplexing which make them ideal candidates for operation 

in harsh environments with high temperature and humidity. 

With regard to IR sensors, MOF-gas sensors could work in a 

wide wavelength range instead of only infrared.  For example, 
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they can work in the third communication window which they 

have low transmission losses and the equipment used in this 

range is more standard and cheaper. Finally, as it can be 

observed in [32], [33]sensors based on photothermal and 

photoacoustic spectroscopy need to work set-ups with a high 

number of components and devices, increasing in this manner, 

their cost and the possibility that the sensors do not work 

properly. 

For these reasons, metal-oxides have been used for the 

development and manufacturing of electronic gas sensors, 

mostly based on SnO2 and ITO [34]–[36]. SnO2 or ITO sensors 

are rugged, thermally robust, inexpensive and can work in harsh 

environments such as explosive zones or places with high 

temperature or humidity. SnO2 is an n-type material (electron 

donor) which has attractive adsorption properties and also a 

high chemical and thermal stability in air. ITO also presents 

these properties: it is a mixture made of indium oxide (In2O3) 

and tin oxide (SnO2), with a typical ratio composition 

(In2O3:SnO2) of 90:10 (%wt). As other metallic oxides, SnO2 

and ITO, allow the detection of many gaseous compounds, 

gases or Volatile Organic Compounds (VOC) among others. 

But this characteristic does not always have to be taken as a 

drawback. The low selectivity of the metallic oxides can be very 

useful in application related to array of sensors or multiplexing. 

In these cases, with the utilization of post processing techniques 

such as principal component analysis (PCA) [31], the 

identification and detection of several gases in complex mixture 

at the same time can be possible. Moreover, one way to cover 

the low selectivity of this type of sensors is the surface 

molecular functionalization [37]; several papers have been 

demonstrated that thanks to this method, the sensors can be 

considered as selective towards a specific gas [38]–[40].  

In order to explain the mechanism of interaction between 

gases and metallic-oxides, many models have been proposed. 

Currently, it is well established that this mechanism is based on 

the principle of conductance change due to the chemisorption 

of gas molecules to the sensing layer [7], [41]. Metallic-oxide 

films consist of a large number of grains, contacting at their 

boundaries. Its electrical behavior is governed by the formation 

of double Schottky potential barriers at the interface of adjacent 

grains caused by charge trapping at the interface; chemisorption 

of oxygen from air occurs and it causes the immobilization of 

the electrons of the conduction band of the sensing layer, 

creating a depletion layer in the near surface. The height of this 

barrier determines the conductance. When the sensing layer is 

exposed to a chemically reducing gas, as for example ammonia, 

co-adsorption and mutual interaction between the gas and the 

oxygen result in oxidation of the gas at the surface [41]. The 

removal of oxygen from the grain surface results in a decrease 

in barrier height. This is a well stablished and accepted model 

for electronic gas sensors based on metal-oxides which assumes 

that the molecules of gases penetrate in the sensing layer. In the 

current work, instead of taking advantage of the electronic 

properties of the metal oxides, their optical transparency will be 

exploited. Here, it is assumed that the chemisorption of gas by 

the metal-oxide will affect also to its optical properties, 

generally speaking its refractive index. It has been previously 

studied in the electronic sensors that the gas concentration 

inside the sensing layer is not constant and decreases as the 

distance from the external surface increases; a diffusion of the 

gas concentration occurs inside the sensing layer [42], [43]. 

This means that the effect of the gas on the sensing material is 

dependent on the depth from the external surface. Here, an 

optical sensor is proposed and the interaction of light with the 

part of the sensing film that is affected by the gas is critical. In 

order to optimize these devices, it is necessary to study the 

influence of the thickness of the sensing layer in the sensor 

performance.    

In addition, temperature is another important factor as the 

chemisorption and the sensitivity of the sensor depends on it. 

Most of metallic-oxide gas sensors have to be heated up to 

temperatures over 250 °C to achieve good sensitivities. This 

paper propose to work with thin films able to work at room 

temperature, avoiding the necessity to heat the sensors [44]. At 

this point it is important to mention that MOF-gas sensors based 

on metallic oxide nanocoatings are also sensitive to humidity; 

in [45], the authors studied the performance of these sensors 

towards different values of relative humidity. In order to 

minimize the effect of the humidity on sensor´s sensitivity, 

thinking in a final application, a PTFE membrane can be used 

because which consists of a hydrophobic film permeable for 

gases, and more concretely, for ammonia molecules. 

Since the idea is to take advantage on the optical properties 

of these metal-oxides, optical fiber it is a very convenient tool 

to fabricate the sensors. Among the different types of optical 

fibers, MOF geometry is characterized by a the arrangement of 

air holes running along the entire length of the fiber, centered 

on a core [46]. Due to this characteristic, this kind of fibers has 

attracted an intense research activity and the presence of these 

air-holes in the cladding offers the opportunity to detect many 

parameters such as gases, volatile organic compounds (VOCs), 

among other [45], [47], [48]. A specific type of MOFs is 

suspended-core MOFs which presents air holes surrounding a 

small core (typically a few microns diameter). If the goal is to 

develop gas sensor, these optical fibers have several attractive 

advantages because it is possible to select the structure of the 

fiber, more concretely,  the dimensions of the holes and core of 

the fibers used varying the features of the transmitted light; in 

every different MOF structure developed in this work, the 

objective is to enhance the evanescent field of the light inside 

the holes and to improve in this manner, the interaction between 

this evanescent field and the gases [49].   

Taking into account this, the characteristics of suspended-

core MOFs and metallic oxides previously explained, the 

authors propose the combination of both elements for the 

development of an ammonia gas sensor. In addition, for the first 

time, the influence of the metallic oxides film thicknesses in 

terms of optical power coupled to the sensing film, sensitivity 

and response time of these suspended-core MOF sensors are 

studied, making a theoretical study of their optical 

characteristics and exposing experimentally the sensors to 

different concentrations of ammonia gas (from 10 ppm to 130 

ppm).  
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II. MATERIALS & METHODS

A. Construction of the MOF sensor

As it has been exposed in the introduction, the geometry of

suspended core MOFs is very attractive to develop gas sensors. 

This paper proposes to use a MOF named four-bridge double-

Y-shape core fabricated using the stack and draw process. This

fiber is formed by four large air holes divided by four bridges

(the average width of these four bridges is 819.5 ± 26.16 nm)

and shows a suspended core of dimension 1.142 µm (height)

and 5.942 (width) µm, as a double Y shape (see Fig.1.A). This

particular structure has interesting properties for gas sensing

and chemical deposition processes; the presence of the four

longitudinal air holes directly in contact with the fiber core

allows the light guided in the core and the surrounding medium

to interact directly through the evanescent field; in the same

manner, metallic-oxides can be deposited inside these holes as

well as on the tip of the fiber using physical deposition,

allowing the interaction between them and the evanescent field

of the guided light.

Fig. 1. A): On the left, MOF cross section used to develop ammonia gas sensors; 

on the right, a zoom of the core with their dimensions. B): Structure of the low-

finesse Fabry-Pérot cavity. 

A short length of the four-bridge double-Y-shape core MOF 

(around 700 μm ± 10 μm) was used to fabricate a low-finesse 

Fabry-Pérot (FP) interferometer [50] by splicing it to a single-

mode optical fiber Corning SMF-28, as it has been previously 

explained in [45]. Fig.1.B shows the structure of the FP 

interferometer. 

B. Sensing material

SnO2 and ITO were selected as the sensing materials due to

their good features to develop gas sensors. Both metallic-oxide 

materials were purchased from ZhongNuo Advanced Material 

Technology Co. They were deposited onto the heads of the 

MOF Fabry-Pérot sensors (MOF-FP) using a sputtering 

machine (Pulsed DC sputtering System, Nadetech Innovations). 

This technique was selected because it allows controlling with 

high accuracy the final thickness obtained in every deposition. 

Moreover, the time of fabrication required to deposit suitable 

coatings in the desired range is very short, in the order of 5 

minutes [51]. 

C. Experimental set-ups

Fig. 2 shows the set up used during the nanofilm construction

process.  The sensors were placed into the sputtering machine 

in a vertical position under the ITO or SnO2 target. The 

sputtering machine was configured with a partial pressure of 

Argon of 5x10-2 mbar, a current of 150 mA and a voltage of 180 

V. It is very important to set these parameters for every

construction process as well as the distance between the MOF

sensor head and the ITO/ SnO2 target in order to guarantee the

same construction conditions; in this case, this distance was 5

cm.

The film deposition was monitored using a reflection set up 

in order to analyze the evolution of the spectrum during the 

process. This set up was formed by a commercial optical 

interrogator (Smartec SM 125) which was used to illuminate 

the sensors and also to record the reflected spectral response. 

The interrogator was controlled by MATLAB® software (see 

Fig. 2). 

Fig. 2. Reflection set up used to control the construction of the SnO2/ITO 

nanofilm by means of the sputtering technique. 

The response of the sensors towards ammonia gas was 

studied using a measurement set up which is divided into two 

parts: the first one is formed by the devices needed to record 

every spectra of the sensor response (the optical fiber reflection 

configuration shown in Fig. 2); the second one is the part 

necessary to expose the sensors to different concentrations of 

ammonia, see Fig. 3. The flow of the gases (ammonia and 

nitrogen) from gas bottles was controlled by virtual 

instrumentation (software LabView®) which regulated the gas 

flow through EL-Mass Flow Meters (Bronkhorst Inc). Both gas 

bottles were purchased from Praxair Inc. who certified and 

ensured the high purity of the gases (99.999%). The mixing 

chamber of the set up is in reality a Controlled Evaporator 

Mixer (CEM) that allows to control with high accuracy the 

values of temperature used during the measurement process.   

One of the most used techniques for the detection of 

ammonia gas is based on the pH variation produced in a sensing 

material that contains a pH indicator and water [52]. Since 

ammonia vapor dissolves in water, this affects the pH of the 

sensing medium and indirectly the pH indicator provides an 
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optical signal which is proportional to the NH3 gas 

concentration. Unfortunately, this type of sensors cannot be 

used in dry environments because the sensing material would 

be degraded. Taking this into account, this paper proposes an 

alternative sensor that can work at 0% Relative Humidity. In 

fact, the sensors were exposed to different concentrations of 

ammonia gas from 10 ppm to 130 ppm using nitrogen dry gas 

as the carrier at a constant gas flow and temperature of 3512.5 

ml/min (the SCCM of the gas was 3833.98 cm3/min) and 25ºC 

± 0.5ºC, respectively.  

In order to avoid any influence from external gases and 

ensuring the constant value of zero humidity at room 

temperature, the sensors were placed into a hermetic 

measurement chamber. This gas calibration system is shown in 

Fig. 3. 

Fig. 3. Set up used where the sensors were exposed to different concentrations 

of ammonia gas 

D. Theoretical analysis

To understand the interaction of the evanescent field of the

light with the deposited sensing layer (ITO or SnO2) and the 

effect of increasing its thickness, in terms of guided optical 

power, a numerical study was performed using COMSOL© 

software. The study was performed for a layer thickness range 

from 0.1 to 11 μm. In the case of ITO, the refractive index was 

set at 1.811 + j 0.052 at 1550 nm (it is the typical wavelength 

used in third window equipment); for SnO2 thin films, the 

refractive index was set at 1.901 + j 0.022 at 1550 nm. These 

values were experimentally obtained when ITO and SnO2 were 

deposited on a glass slide by means of sputtering technique with 

the same parameters explained in section 2.3 and afterwards, 

their refractive indexes were measured using an ellipsometer, 

Uvisel 2 (Horiba). 

In this work, a standard communications single mode fiber 

(SMF) is experimentally spliced to the MOF (10.2 μm of modal 

diameter). Due to this, for the theoretical analysis it is assumed 

a Gaussian electric field following the SMF LP01 fundamental 

mode at 1550 nm. This excitation model has been also verified 

by using a two-step mode analysis: firstly, a SMF is simulated 

and its LP01 modal distribution is obtained and used as input 

value for the second step: the MOF fiber. This two-step process 

is a key point for the theoretical analysis because, as it will be 

seen, the Gaussian input modal field diameter determines the 

guided optical power and limits the effective dimensions of the 

fiber core. 

III. RESULTS & DISCUSSION

A. Study of theoretical simulations

In this section, the results obtained by simulations with

COMSOL© software are exposed. It is important to mention 

that all the theoretical results obtained with ITO and SnO2 as 

well were analogous (little variations on the effective refractive 

indexes of each propagated mode but no field distribution 

differences). For this reason, the authors decided to show only 

the graphs of the ITO study for the shake of clarity; Fig. 4 shows 

the modal field distribution of the fundamental mode LP01 for 

ITO thin films of 300 nm, 500 nm and 700 nm thickness. 
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Fig. 4. LP01 distributions for ITO thin film layers: A) 300 nm, B) 500 nm and 

C) 700 nm. 

The first phenomenon that it can be noticed is the field 

confinement with the deposition thickness. For thinner ITO 

nanofilms (below 300 nm), the mode field distribution is not 

only confined inside the ITO film but also expands inside the 

silica substrate.  

For thicker ITO thicknesses, the optical power remains 

mainly inside the nanofilm; its behavior is similar to an isolated 

one-layer antiresonant reflecting optical waveguide (ARROW) 

propagating structures [53]. Since ncore < ncladding (where core is 

made of silica and cladding of ITO), these structures would 

support leaky-mode propagation [54]. 

The second conclusion is the relation between the sensing 

layer thickness and the optical power that this layer can guide. 

This relationship was measured by integrating the optical power 

inside the thin film waveguides. Results of this study are shown 

in Fig. 5 in order to verify the ARROW guide performance. 

Fig. 5. Guided optical power by the thin film against film thickness; the inset is 

a zoom of the guided optical power behavior in thinner thicknesses. 

The optical power guided inside the thin film follows an 

exponential relation with the ITO thin film for a deposition 

thickness below 1 μm, see inset of Fig. 5. For thicker layers, the 

integrated optical power rises as the ARROW guide fits the 

input modal field diameter until it reaches its highest value 

close to ~10 μm of modal diameter. Beyond this value, the 

optical power remains almost constant as all the input power is 

guided through the ARROW optical guide. 

To explain the sensing mechanism of these sensors with 

ammonia gas, a hypothesis can be inferred: there could be two 

main phenomena affecting the sensitivity. On the one hand, the 

refractive index variation induced by the gas penetration. This 

variation is caused by the penetration of the gas molecules in 

the sensing layer and it is expected not to be uniform because 

the presence of gas should be higher in regions closer to the 

sensing layer-gas interface; consequently, there is a gradient of 

gas penetration inside the sensing layer. The thicker the sensing 

layer is, the lower is the relative penetration (gas molecules can 

penetrate until one determined depth for a given concentration, 

independently of the sensing layer thickness). On the other 

hand, from the numerical simulations, it has been inferred that 

as the sensing layer grows, more optical power is guided 

through it until a certain value. Thus, there is a trade-off 

between the sensing layer thickness and the sensor sensitivity 

achieved. For thinner nanofilms, the refractive index variation 

of the layer due to gas penetration is higher in comparison with 

thicker nanofilms (with lower relative penetration of gas) but 

on the other hand, the guided optical power by these nanofilms 

is lower than the guided by thicker nanofilms. The optimal 

thickness is difficult to obtain just through the numerical 

analysis because this simulation does not link the layer 

thickness with the sensor sensitivity and also does not take into 

account the effect of the penetration of the ammonia into the 

sensing nanofilm. An experimental study is needed in order to 

combine both theoretical results and provide an optimal 

thickness. 

B. Construction of the nanofilm

In order to find the optimal thickness that satisfies, in the

most appropriate way, the trade-off between guided optical 

power and depth penetration of gas molecules, two different 

sets of sensors were fabricated with ITO and SnO2. The 

metallic-oxides were deposited onto the heads of the MOF-FP 

sensors using the sputtering technique described in section 2.2. 

These two sets consisted of 4 sensors with different 

thicknesses and consequently, different construction times. The 

times selected were 2, 4, 6 and 8 minutes always setting the 

conditions exposed in section 2.2. These times were selected 

with the intention to obtain and to study the behavior of 

thicknesses, in the range of 0.1-1 micrometers. The ITO sensors 

were named ITO227 (2 minutes of deposition), ITO331 (4 

minutes of deposition) and so on; the SnO2 sensors were called 

in the same manner, firstly the metallic oxide used and secondly 

the thickness of the sensor (SnO2192 for 2 minutes of 

deposition), see Table 1. The thicknesses of the two sets of 

sensors were measured by Scanning Electronic Microscope 

(SEM), confirming that the thicknesses obtained were in the 

suitable range. 
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Table. 1. Summary of the different features of the sensors and their names. 

Based on the fact that the structure of the MOFs (core and 

bridges) did not always present the same dimensions (due to the 

custom fabrication process as it is not a commercial fiber, see 

Fig. 1.A), the width of each of the 4 bridges of a same MOFs 

was measured and averaged prior to the nanocoating deposition 

in order to minimize the possible error in this measurement. 

After the nanocoating deposition, the average width of the 

bridges was measured again; subtracting both values (average 

width before and after deposition) the thickness of the coating 

was determined (see Fig. 6). The results obtained are showed in 

Table 1 with their corresponding standard deviations. 

Fig. 6. Details of SnO2405, SnO2625 and SnO2822 cross sections after SnO2 

deposition. The nanofilm thicknesses were measured by a Scanning Electronic 

Microscope (SEM) in the specific point fixed with the dotted lines and the 

crosses. 

C. Characterization of the sensors toward ammonia gas

Another way to verify that metal oxides have been properly

deposited is to analyze the interferometric response of the 

sensors. Fig. 7 shows the spectrum of the SnO2625 before (in 

red) and after (in blue) nanofilm deposition process.  It can be 

appreciated that during this process, a wavelength shift occurs 

(every peak of the spectrum suffers a red shift; in Fig. 7, it is 

indicated with red arrows), confirming the assumption that 

metallic-oxides, ITO or SnO2, are deposited inside the holes and 

on the tip of the MOF-FP sensors. 

Fig. 7. In blue, the FP interference obtained for SnO2625 just after the splice 

between SMF and MOF with no coating; in red, the optical power of SnO2625 

measured with the optical interrogator after deposition process. 

Thanks to the features of the spectra of the sensors after 

nanofilm deposition process (showed in Fig. 7), it is possible to 

apply the Fast Fourier Transform (FFT) as method of 

characterization of the sensor response towards ammonia gas. 

This technique has been explained in [55] and it shows several 

improvements over techniques based on the tracking of the 

wavelength shifts [56]; one of the most important is that this 

method does not depend of the signal amplitude and for this 

reason, amplitude variations have not got any influence on the 

data processing making it easier. 

The refractive index of the external medium changes when 

the sensors are exposed to different concentrations of ammonia 

as well as the refractive index of the sensing layer; a very 

important consequence of this fact is that a phase shift occurs. 

But this variation in the refractive index of the sensing layer is 

not uniform and it depends on the penetration of the ammonia 

molecules into this layer. It means that setting a value of ppm, 

thicker sensing layers present lower relative depth penetration 

of ammonia molecules and consequently, a lower refractive 

index variation in the whole layer. But on the other hand, as it 

can be observed in section 3, thicker thicknesses have the 

feature to guide more optical power. Based on these 

phenomena, and with the aim of obtaining a suitable nanofilm 

that gives the best sensitivity possible, sensors with different 

thicknesses were exposed to ammonia gas using the set up 

showed in Fig. 3. Firstly, SnO2 sensors were exposed to 130, 

110, 90, 70, 50, 30 and 10 ppm of ammonia gas.  Fig. 8 shows 

the calibration curves of the SnO2 sensors with the 

corresponding phase shifts measured when they were exposed 

to these concentrations: the solid shapes in the graphic represent 

the experimental data and the color lines correspond to the 

practical values, calculated according to a statistical 

approximation. It can be appreciated that the highest phase shift 

when the sensors were exposed to the lowest ammonia 

concentration, 10 ppm, was SnO2625 with a phase shift of 0.034 

π radians; it was the sensor with the best sensitivity. At this 

point, it is important to remark that 10 ppm is the lowest value 

that the authors can obtain with their set up but it is not the 

lowest ammonia detection value of SnO2625; this result 

encourages the authors to think that the system could be 
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enhanced to measure concentrations in the range of ppb. 

Regarding to maximum detectable gas concentration, similar 

sensors were exposed to saturated atmospheres of acetone, 

isopropanol and methanol with a good behavior [57]. For the 

thickest (SnO2822) and thinnest (SnO2192) thicknesses, their 

sensitivities were the worst and the phase shifts measured for 

this concentration (10 ppm) were almost the same, 0.011π 

radians. In the case of SnO2192, the sensing layer is very thin 

and for this reason, the optical power guided by this layer is 

very low and it is necessary to couple more to achieve better 

sensitivities. The case of SnO2822 is the opposite; the optical 

power coupled is very high because the thickness of the sensing 

layer is thick but the relative depth penetration of ammonia 

molecules into the sensing layer is very low with regard to its 

thickness and consequently, the total variation of the sensing 

layer refractive index is also low. SnO2405 shows a phase shift 

of 0.017 π radians when it was exposed to 10 ppm of ammonia 

gas. This sensor has not got the best sensitivity possible because 

there exist thicker thicknesses which can couple more optical 

power and the diffusion of the ammonia gas molecules into 

them gives refractive index changes sufficiently high to 

improve SnO2405 sensitivity (as it the case of SnO2625). As it 

can be also appreciated in Fig. 8, the R2 values obtained for 

SnO2 sensors  are always higher than 0.9888 (SnO2625 value), 

confirming that the statistical approximation used is a good 

adjustment model for SnO2 sensor responses towards ammonia. 

Fig. 8. Calibration curves with their errors obtained for the sensors with a SnO2 

sensing layer when they were exposed to different concentration to ammonia 

gas, from 130 ppm to 10 ppm. 

ITO sensors were also exposed to the same concentrations of 

ammonia gas (from 130 ppm to 10 ppm) in order to compare 

the sensibilities of the different metallic-oxides, SnO2 and ITO. 

Fig. 9 shows, in the same manner that Fig. 8, the phase shifts 

measured for ITO sensors when they were exposed to these 

concentrations of ammonia gas. ITO435 showed the best 

sensitivity for ITO nanofilms with a phase shift of 0.0064 π 

radians for 10 ppm of ammonia gas; ITO331 and ITO227 

showed 0.0053 π radians and 0.0041 π radians, respectively.  As 

it can be observed, SnO2625 is more sensitive than ITO435 

improving its sensitivity five times. It means that SnO2 is more 

appropriate to develop this type of ammonia gas sensors than 

ITO.  Regarding to R2 values, the lowest value for ITO Sensors 

was 0.9961 (ITO331), also confirming that the linear model fits 

in an acceptable way. 

Fig. 9. Calibration curves with their errors obtained for the sensors with an ITO 

sensing layer when they were exposed to different concentration to ammonia 

gas, from 130 ppm to 10 ppm.  

The dynamic behavior of ITO435 and SnO2625, when they 

were exposed towards ammonia gas, is showed in Fig. 10. It can 

be inferred that the sensitivities of both sensors are different. 

Both responses are repetitive and after every exposure, the 

sensors always recovered the baseline in a short period of time. 

This behavior is  possible thanks to the holey structure of the 

four-bridge double-Y-shape core fiber used in this work; the 

holes of this particular MOF allow a quickly adsorption and 

desorption of ammonia gas molecules obtaining short response 

and recovery times (see Table 2). More precisely, ITO435 

showed faster recovery times than SnO2625 in every exposure 

(see Table 2); in both cases, the longest recovery times values 

(ITO435, 70 seconds and SnO2625, 75 seconds, respectively) 

were obtained when the sensors were exposed to the highest 

ammonia gas concentration. When the sensors were exposed to 

lowest ammonia gas concentrations, the recovery times 

measured were shorter than these values (45 seconds for 

ITO435 and 70 seconds for SnO2625). Regarding to response 

times, ITO435 was also faster than SnO2625 (see Table 2). 

ITO435 showed times shorter than 35 seconds in every 

exposure in comparison with SnO2625 which showed 75 

seconds. As in the case of recovery time, this response 

corresponds to the highest value of ammonia gas concentration. 

Table. 2. Comparative between SnO2625 and ITO435 responses and recovery 

times measured when they were exposed to different concentration of ammonia 

gas, from 130 to 10 ppm. 
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Fig. 10. Comparative between SnO2625 and ITO435 phase responses measured 

when they were exposed to different concentration of ammonia gas, from 130 

ppm to 10 ppm. 

In order to facilitate the comparison between the response 

and recovery times of the sensors exposed in Table. 2, Fig. 11 

is showed. In this graph, the main Y axis represents the response 

times of the sensors (in seconds) and the secondary, the 

recovery times (also in seconds); X axis represents the different 

concentrations of ammonia which the sensors were exposed. 

The arrow direction of the dotted circle indicates the axis which 

the measurement corresponds, response time or recovery time, 

respectively. As in the case of Table.2, it is easily appreciable 

that the response and recovery times of the ITO435 sensor are 

always faster than SnO2625 when the sensors are exposed to the 

same concentration of ammonia gas. 

Fig. 11. Response (principal axis) and recovery times (secondary axis) of 

SnO2625 and ITO435 when they were exposed to 130 and 10 ppm of NH3. 

Fig.11 is a zoom of Fig.10 and it shows the recovery and 

response times of ITO435 and SnO2625 when they was 

exposed to 50 ppm and 30 ppm of ammonia gas in order to show 

the dynamic behavior of the sensors. 

Fig. 12. Recovery and response times of SnO2625 and ITO435 when they were 

exposed to 50 and 30 ppm of NH3, respectively.  

IV. CONCLUSION

In this paper, a study of the thickness influence of metallic-

oxide coatings, ITO and SnO2 on the sensitivity of a MOF-FP 

ammonia gas is presented. The results of this paper corroborate 

that thickness is a key aspect to optimize the sensitivity.  

The thickness plays this important role because two very 

parameters depend on it in a very high way. The first parameter 

is the optical power that a specific structure (formed by a MOF 

and a sensing layer deposited on it) can guide or couple; the 

second parameter is the diffusion of the gas molecules inside 

this layer by means of the chemisorption. For this reason, this 

paper concludes that it is necessary to reach a trade-off between 

the optical power that a structure can guide through its sensing 

layer deposited and the influence that the gas molecules of NH3 

has in this layer and consequently, in its effective refractive 

index.  

The feasibility of metallic-oxides as ammonia gas sensing 

material has been also studied and two of the most used, ITO 

and SnO2, were compared concluding that SnO2 has best 

sensitivity to this gas than ITO.  

It has been experimentally probed that the combination of 

MOF-FP and metallic-oxides deposited by means of sputtering 

technique is a good election to develop this type of gas sensor. 

The sensor that exhibited the best sensitivity, a MOF-FP sensor 

with a SnO2 coating of 625 nm (SnO2625), showed a phase shift 

of 0.034 π radians when it was exposed to an ammonia 

concentration of 10 ppm. Moreover, the sensor response was 

repetitive and after every exposure (from 130 ppm to 10 ppm), 

the sensor reached its baseline in a short period of time with 

suitable recovery and response times of 75 and 53 seconds 

respectively at room temperature.  
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