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I. Introduction

The generalization of composite materials (50% mass ratio in recent aircrafts) in aeronautical structures raises issues at various levels: design, manufacture, assembly and control in service.

Thus, the increasing use of composites has highlighted the limits of TS resins predominantly used in aeronautics. In addition, manual draping of TS prepregs is a well-controlled, but long and expensive process. Several manufacturing processes offer an alternative to manual draping of TS prepregs: Resin Transfer Molding, infusion, compression molding of thermoplastics. The constraints associated with TS have thus promoted the emergence of new materials Carbon fiber composites and high performance thermoplastic resin (TP) with a better compromise. If this type of polymer has been put aside for a long time due to poor mechanical properties at high temperature (i.e. about 120°-200°C for polymer matrix composites), the development of high performance resins (PEEK, PES, PI, PPS) in the 1990s, opened the door to structural composites combining carbon fibers and high-performance TP matrices. However, the use of polymer matrix composites (PMC) raises several problems concerning their large-scale exploitation in the aeronautics sector in terms of manufacturing (Stamping, RTM, Sheet Molding Compound, interpenetration welding of surface layers, etc.), behavior (under monotonic or cyclic loading), properties under critical conditions and more particularly their fracture behavior at high temperature.

I.1 Fracture mechanics in composite materials

There are different ways to approach fracture mechanics: locally through stress and strain fields around the crack tip, and more globally with the energy release rate (associated with material toughness). Depending on the material behaviour (e.g. linear elastic or elasticplastic), different fracture mechanics frameworks can be considered. Thus, the determination of G-R (brittle fracture) and J-R curves (ductile fracture) is the key point to quantify fracture in terms of energy required to grow a crack in laminates with different lay-ups. In elastic brittle composite materials, fracture is usually analyzed by using the Linear Elastic Fracture Mechanics (LEFM) parameters: R-curve analysis, critical strain energy release rate GIc, stress intensity factor KIc. In elastic-ductile composite materials, fracture analysis is conducted by means of Elastic Plastic Fracture Mechanics (EPFM): J-integral, crack opening displacement or J-R curves. The knowledge of the R-curves is therefore of the utmost importance in composite materials design as it represents the energy brought to the material to extend a crack in heterogeneous and anisotropic media. This energy is directly associated with damage mechanisms resulting from composite materials' fracture toughness. In fibers reinforced polymer composites, the energy dissipated during controlled crack propagation is usually evaluated in terms of different energy-absorbing mechanisms: fiber breakage, local plastic deformation, matrix-cracking, fiber/matrix debonding and fiber pull-out [START_REF] Jk | Crack-tip energy absorption processes in fibre composites[END_REF][START_REF] Jk | The prediction of R-curves and notched tensile strength for composite laminates[END_REF]. In composite laminates, failure is determined by the combination of loading, location of defect and material heterogeneity (presence of matrix-rich regions at the crimp area in woven-ply laminates).

When failure is initiated from an existing notch, a sequence of energy absorbing events occurs in a region surrounding the notch tip. The knowledge of energy-absorbing processes is therefore important since they are responsible for the toughness of the composite. Depending on laminates' stacking sequence, the contribution of matrix behavior to strain energy release rate can be evaluated during damage in both brittle and ductile composite laminates subjected to high temperature conditions (T > Tg) when matrix ductility and toughness are enhanced [START_REF] Vieille | Influence of matrix ductility and toughness on strain energy release rate and failure behavior of woven-ply reinforced thermoplastic structures at high temperature[END_REF][START_REF] Vieille | A fracture mechanics approach using Acoustic Emission technique to investigate damage evolution in woven-ply thermoplastic structures at temperatures higher than glass transition temperature[END_REF]. In composite materials with a brittle matrix, the energies dissipated during crack initiation and propagation in the composite with a weak fiber/matrix interface are derived principally from the work of fiber pull-out (which is due to the frictional forces that hold a broken fiber in its matrix socket). In ductile matrix composite systems, the local plastic deformation of the matrix also must be taken into account to determine the total fracture toughness [START_REF] Lauke | Fracture toughness of short-fibre reinforced thermoplastics[END_REF][START_REF] Kim | Interlaminar fracture toughness of CF/PEI and GF/PEI composites at elevated temperatures[END_REF]. The fracture behavior (and therefore the fracture toughness) of TP polymers exhibits temperature dependence (viscoelastic and viscoplastic behaviors) not only above Tg but also below Tg. 

I. 2 Fracture toughness of TP-based composites

When it comes to damage tolerance, high-performance TP matrix laminates are characterized by high values of fracture toughness compared to thermosetting-based composites. In addition, potential advantages of using woven-ply laminates as opposed to UD-ply laminates are discussed in the literature as woven-ply composites have higher values of interlaminar critical strain energy release rates . Most of the studies available in the literature deal with the mode I interlaminar failure of TP based composites by means of double cantilever beam tests. In orthotropic or quasi-isotropic composite laminates, transverse matrix cracking and fibers breakage (also known as translaminar failure modes) are usually the primary damage mechanisms occurring in the early phase of mechanical loading [START_REF] Vieille | Influence of matrix ductility and toughness on strain energy release rate and failure behavior of woven-ply reinforced thermoplastic structures at high temperature[END_REF]. To the author's best knowledge, there is no study in the literature quantifying the influence of time-dependent behaviours on translaminar fracture of woven-ply composites. In the present study, 5-Harness Satin weave carbon fabrics reinforced PolyPhenylene Sulfide (5HS C/PPS) laminates have been studied with two different stacking sequences: a Quasi-Isotropic (QI) sequence displaying a fibre-dominated behaviour and an Angle-Ply (AP) sequence with a matrixdominated behavior [START_REF] Chabchoub | Determination of J-R curves by load separation criterion in highly ductile TP-based composites under high temperature conditions[END_REF]. It is expected that QI specimens show weak time-dependency in contrast to AP specimens. Tensile tests have been carried out on Single-Edge-Notch (SEN) specimens subjected to quasi-static loadings to investigate the effect of time-dependent behaviors on translaminar failure and strain energy release rate [START_REF] Vieille | A fracture mechanics approach using Acoustic Emission technique to investigate damage evolution in woven-ply thermoplastic structures at temperatures higher than glass transition temperature[END_REF]. In other words, the fracture behavior and toughness depend on the contribution of both fiber and matrix nature to damage mechanisms. In addition, the translaminar crack growth resulting from an initial transverse notch is usually self-similar in quasi-isotropic brittle laminates [START_REF] Vieille | Influence of matrix ductility and toughness on strain energy release rate and failure behavior of woven-ply reinforced thermoplastic structures at high temperature[END_REF][START_REF] Vieille | A fracture mechanics approach using Acoustic Emission technique to investigate damage evolution in woven-ply thermoplastic structures at temperatures higher than glass transition temperature[END_REF]. In angle-ply ductile laminates, a self-similar crack growth may be expected in materials that have very strong matrix materials such as the matrix and the fiber/matrix interface are sufficiently strong to enable matrix cracking which results in the breakage of fibers due to stress concentration [START_REF] Vieille | A fracture mechanics approach using Acoustic Emission technique to investigate damage evolution in woven-ply thermoplastic structures at temperatures higher than glass transition temperature[END_REF]. Thus, this idealization of a damage zone, which extends in a self-similar manner, allows a global analysis based on the evaluation of the total strain energy release-rate [START_REF] Pwr | Physical modelling of damage development in structural composite materials under stress[END_REF][START_REF] Whitney | Stress fracture criteria for laminated composites containing stress concentrations[END_REF]. The experimental data used in the present work for comparison purposes with the numerical modelling results are drawn from previous works [START_REF] Vieille | A fracture mechanics approach using Acoustic Emission Technique to investigate damage evolution in woven-ply thermoplastic structures at temperatures higher than glass transition temperature[END_REF][START_REF] Vieille | Influence of matrix ductility and toughness on strain energy release rate and failure behavior of woven-ply reinforced thermoplastic structures at high temperature[END_REF].

I.3 Modeling background

I.3.1 Numerical modelling of the strain energy release rate

The study of fracture mechanics in composite materials is not recent [START_REF] Valentini | Crack propagation in a Brittle elastic material with defects[END_REF][START_REF] Belmonte | A physically-based model for the notched strength of woven quasi-isotropic CFRP laminates[END_REF][START_REF] Pinho | Fracture toughness of the tensile and compressive fibre failure modes in laminated composites[END_REF][START_REF] Shameli | Fracture criterion of woven Glass-Epoxy Composite using a new modified mixed-mode loading fixture[END_REF][START_REF] Fan | Elastic-plastic fracture behavior analysis on a Griffith crack in the cylindrical three-phase composites with generalized Irwin model[END_REF]. When it comes to investigate numerically the crack propagation in TP-based composites at high temperature as matrix toughness and viscous behavior are significantly enhanced, there is virtually no reference in the literature. It is known that the comprehension and the prediction of both initiation and propagation of primary damage in TP composites is highly related to the presence of singular stress and strain fields [START_REF] Pupurs | Micro-crack Initiation and Propagation in Fiber Reinforced Composites[END_REF] responsible for the accommodation of overstresses in high gradients zones (e.g. notches or holes). According to Vieille et al [START_REF] Vieille | Overstress accommodation in notched woven-ply thermoplastic laminates at high-temperature: numerical modeling and validation by digital image correlation[END_REF][START_REF] Vieille | About the influence of temperature and matrix ductility on the behaviour of carbon woven-ply PPS or epoxy laminates: notched and unnotched laminates[END_REF],

the overstress accommodation is highly temperature-dependent in high-performance TP-based composites mainly under off axis loading. Hence, in order to account for the non-linear behavior (time-dependent and plastic behaviors) of TP-based laminates at high temperature, there is a need to develop a reliable model to capture their visco-elastic-plastic behaviors. The present work is based on a viscoelastic and viscoplastic model developed by Albouy et al. [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF]. In the literature, many studies have been conducted to describe the time dependent behavior of Polymer Matrix Composites (PMCs). A comprehensive review is proposed in [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF]. Most of the viscoelastic models presented in the literature such as Schapery's model, were initially elaborated for polymer materials and was later extended to composites [START_REF] Bonnet | Matériaux composites soumis à de grandes vitesses de sollicitation. Analyse expérimentale et modélisation[END_REF]. At higher loading levels, the viscoplastic behavior becomes prominent and not surprisingly, the viscoelastic models lose their accuracy. Finally, in the vicinity of , it turns out that most of the viscoelastic models are unable to precisely predict the viscous behaviors [START_REF] Al-Haik | Prediction of nonlinear viscoelastic behavior of polymeric composites using an artificial neural network[END_REF]. That's the reason why, a viscoelastic viscoplastic model has been developed for TP-based composites [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF] and implemented into a Finite Element code Cast3m®.

The study and the comprehension of fracture mechanics in high performance TP composite require the development of numerical models able to evaluate the energy release rate and predict the initiation and crack growth process. The main purpose of the present work is then to determine the strain energy release rate at crack initiation in high performance TP composite at > . Many numerical tools have been developed to provide the mechanical field state in the vicinity of the crack tip. Among them, the energy methods, based on unvarying integrals, appear to be efficient to evaluate the energy release rate in accordance with a thermodynamic approach [START_REF] Al-Haik | Prediction of nonlinear viscoelastic behavior of polymeric composites using an artificial neural network[END_REF][START_REF] Pitti | Finite element analysis and Fracture in viscoelastic materials by Mv integral-Part I: crack initiation[END_REF]. Using such methods, it is possible to evaluate the fracture parameters far from the crack tip where the mechanical fields are largely disturbed by a strong singularity. However, some of these tools are mathematically limited to simple or global fracture modes for isotropic or orthotropic media [START_REF] Pitti | Finite element analysis and Fracture in viscoelastic materials by Mv integral-Part I: crack initiation[END_REF][START_REF] Pitti | Mixed mode fracture separation in viscoelastic orthotropic media: numerical and analytical approach by the 4 9 -integral[END_REF].

Using a contour integral related to energy in the vicinity of a crack, Rice proposed a method to solve 2D notch and crack problems in elastic-plastic materials [START_REF] Rice | A path independent integral and the approximate analysis of strain concentration by notches and cracks[END_REF]. The -integral can be seen as the amplitude of the stress and strain singularity; the latter is often referred to as the HRR (Hutchinson-Rice-Rosengren) singularity [START_REF] Rice | A path independent integral and the approximate analysis of strain concentration by notches and cracks[END_REF][START_REF] Rice | Plane strain deformation near a crack tip in a power-law hardening material[END_REF][START_REF] Hutchinson | Plastic stress and strain fields at a crack tip[END_REF] which is formally defined by the pathindependent line integral:
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Where # is an arbitrary curve encircling the crack tip oriented by its normal , $ designates the displacement component and is the strain energy density defined as:
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where and ε are the components of stress and strain, respectively.

However, the J-integral leads to difficulties in integrating fields at Gaussian points [START_REF] Dubois | Modelling of the crack growth initiation in viscoelastic media by the -integral[END_REF][START_REF] Dubois | A finite element analysis of creep-crack growth in viscoelastic media[END_REF][START_REF] Bouchard | Contribution à la modélisation numérique en mécanique de la rupture et structures multi matériaux[END_REF].

Alternatively, the Gθ-integral method, applicable to materials whose behavior can be elastic, viscoelastic and viscoplastic [START_REF] Dubois | A finite element analysis of creep-crack growth in viscoelastic media[END_REF], provides a way to determine the strain energy release rate by using a surface integral. Initially developed by Destuynder et al. [START_REF] Destuynder | Sur une interprétation mathématique de l'intégrale de Rice en théorie de la rupture fragile[END_REF], the Gθ-integral is deduced from the J-Integral by operating, on the contour integral domain, a Gauss-Ostrogradsky transformation which changes the integration domain from a contour to a surface V. It is given by:

= % -. * +,+ + . $ ,+ . * +, . "/ (3) 
where V is a surface bounded by two contours.

* 0 1 * * 2 3 is the virtual displacement field. It represents the virtual kinematics of the crack.

If and integrals provide to determine an invariant leading at the mechanical state in the crack vicinity, they provide an overall computation regardless the modes of fracture (mode I or II, mixed modes). For this reason, these integrals are used only for pure opening or pure shear fracture modes [START_REF] Pitti | Finite element analysis and Fracture in viscoelastic materials by Mv integral-Part I: crack initiation[END_REF][START_REF] Pitti | Mixed mode fracture separation in viscoelastic orthotropic media: numerical and analytical approach by the 4 9 -integral[END_REF]. In order to take into account the mixed mode separation, Noether proposed the conservative law method, based on an independent path integral [START_REF] Noether | Invariant variations problem[END_REF].

This method is characterized by an expensive finite element discretization. 
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where ( ( ) , $) and ( (9) , ;) are the real and virtual stresses and displacement field respectively.

Then, this integral was modified from a curvilinear integral to a surface integral .

Thus, for plane problems, 4 -integral takes the following form: 9) • $ • * +, "/ .
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In the case of orthotropic materials and for each fracture mode, the virtual displacements fields are expressed as follows [START_REF] Bui | Découplage des modes mixtes de rupture en thermo-élasticité par des intégrales indépendantes du contour[END_REF]:
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with
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D represent the roots of the following equation:
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] , ] 2 , ] 22 and ] bb are the components of the compliance tensor in an orthotropic body.

More recently, Moutou Pitti et al. have generalized this approach into viscoelastic behavior by combining the generalized Kelvin Voigt model and 4 -integral in the case of an elastic body [START_REF] Pitti | Finite element analysis and Fracture in viscoelastic materials by Mv integral-Part I: crack initiation[END_REF][START_REF] Pitti | Mixed mode fracture separation in viscoelastic orthotropic media: numerical and analytical approach by the 4 9 -integral[END_REF]. Eq. ( 5) becomes:
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with k = (0,1, … . , N), where N is the number of springs.

(+) ($), $ (+) and ,+ (9) (;), ; (+) are the real and virtual stresses and displacements in the k gh spring.

This method is only applicable in the case of 2D configurations. In addition, although the viscoelastic behavior can be implicitly taken into account in the model through 4* 9 -integral, the mechanical fields are determined by considering an elastic behavior. Destunyder et al.

have extended the Gθ method by introducing a vector field * 0 allowing a virtual crown definition [31][36]. This crown should be far enough from the crack tip in order to obtain good approximation of the solution. The vector field * 0 should verify the following properties:

-* is parallel to the crack plan;

-* is normal to the crack front;

the support of * is concentrated in the vicinity of the crack;

-‖*‖ is constant in a defined area around the crack tip

In 2D, two paths j and j 2 can be considered around the crack tip. These paths divide the structure into three domains. For a given angle of inclination k, the vector field * 0 can be expressed as follow [START_REF] Dubois | A finite element analysis of creep-crack growth in viscoelastic media[END_REF]:
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where 4 is an integration point, o and are the intersections between p4 and j and j 2 respectively.

Thus, * is continuously differentiable and takes the following values in the three domains (see Figure 1):

in j qr , ‖*‖ = 1; in j s r , ‖*‖ = 0;

in j tu I , ‖*‖ varies continuously from 1 to 0.

I.3.2 Numerical modelling of time-dependent behaviors

The behavior of woven-ply thermoplastic laminates at temperature higher than their was simulated using a time-dependent model. The purpose of this section was not to detail the model, but it is necessary to briefly recall the viscoelastic viscoplastic model constitutive laws. For more details, the reader can refer to [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF]. In order to predict accurately the time dependent behavior carbon fibers woven-ply reinforced PolyPhenylene Sulphide (PPS) laminates at temperature higher than their , a linear spectral viscoelastic model and a generalized Norton-type viscoplastic formulation developed for TS-based composites have been considered [20][37]. To a first approximation, the small strain formulation is used. Thus, under an incremental formalism, the total strain can be divided into three parts as follows:

∆ = ∆ s + ∆ 9s + ∆ 9w (9) 
where s is the elastic strain, 9s is the viscoelastic one and 9w is the viscoplastic one.

Viscoelastic spectral linear model

In order to simulate the viscoelastic behavior of Polymer Matrix Composites (PMCs) at high temperature, a viscoelastic spectral linear model was chosen [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF]. It consists in decomposing the viscoelastic strain rate x 9s into elementary mechanisms ξ z which are associated with relaxation time spectrum such as:

x 9s = { | q } ~ ( 10 
)
where • is the total number of mechanisms, and the elementary viscous mechanisms | are defined by:
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where is the Cauchy stress tensor and ] 9s is the viscoelastic compliances tensor.

The viscoelastic formulation assumes a normal distribution of the relaxation mechanisms weights • according to the relaxation time of the i th mechanism (U) = log (ˆ ) where ˆ is the relaxation time:
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with = t + ) + (U -1)∆ is the ith relaxation mechanism and ∆= 2 ) / • -1 is the time interval separating two relaxation times. The spectrum is only described by two parameters: its standard deviation ) and its average value t .

In the case of woven ply, under the assumption of a purely elastic behavior in fibers directions (direction 1 and 2 in the case of a woven-ply lamina) and a plane stress state (thin laminated plate), S ƒ" can be defined by:

S ƒ" = • • 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 k aa / 2 0 0 0 0 0 0 0 0 0 0 0 0 0 0 • • ( 13 
)
where 2 is the shear modulus and k aa is a material viscosity parameter.

Generalized Norton-type viscoplastic model

In order to develop a satisfactory modelling at high stress levels, a generalized Norton-type viscoplastic model [START_REF] Boubakar | A meso-macro finite element modelling of laminate structures: part II: time-dependent behaviour[END_REF] is added to the viscoelastic model:
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with -' = > -' 4 -' " 4 describes the viscoplastic flow anisotropy associated with the PPS matrix in shear loading:
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' is the thermodynamic force. In the case of a linear kinematics hardening, it is associated withsuch as ' = --.

is a material parameter associated with the linear kinematic hardening.

The constitutive laws for the viscoplastic strain rate x 9w and the kinematic hardening rate -x are derived from the thermodynamical potential ' 9w such as:

x 9w = <〈' 9w 〉 š › oe• = and αx = -<〈' 9w 〉 š › oe• Ÿ ( 16 
)
where represents the material rate sensitivity and < is a penalty coefficient. When < → ∞, the classical time-independent plasticity expression is recovered. Therefore, the evolution laws can be expressed as follows:

x 9w = £ x 9w ¤ =NŸ =NŸ and -x = £ x 9w ¤ =NŸ =NŸ = x 9w (17) 
where £ x 9w = > " x 9w 4 N x 9w is the Lagrange viscoplastic multiplier homogenous to a strain rate. Using a backward Euler method, the previous constitutive laws have been time-discretized, and the resulting incremental laws have been implemented into the finite element code Cast3m® [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF].

Parameters identification

It is noteworthy that the main advantage of the present modelling compared to other models found in the literature is the reduced number of parameters to identify. The parameters of the viscoelastic and viscoplastic constitutive laws are summarized in Table 1. The mechanical tests carried out to identify the parameters of the models are detailed in [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF].

I.4 Objectives of the work

The Gθ-integral can be computed by means of the procedure G_THETA implemented in the finite element code Cast3m®. This procedure can deal with elastic, elasto-plastic and viscoplastic problems based on 2D, 3D or axisymmetric geometries, and can account for the behavior of homogenous, non-homogeneous or composite materials. It can also be used to separate the mixed modes for homogenous and isotropic materials. However, this procedure is complicated and it's very difficult to adapt it to external constitutive laws. In addition, by analyzing the analytical form of Gθ-integral, one can notice that it is expressed in term of displacement, strain and stress mechanical fields. In this context, the idea was to apply directly the Gθ integral form based on the CH_THETA procedure implemented into the finite element code Cast3m® in order to create a * field. In order to accurately evaluate the Gθintegral using Gθ method, it is required to predict accurate local mechanical fields in the vicinity of the crack tip by means of optimized meshing. This can be achieved by using the viscoelastic viscoplastic model constitutive laws implemented in Cast3M [START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF].

Thus, the mode I strain energy release rate was evaluated by using Gθ-integral method based on the mechanical fields at the crowns surrounding the crack tip. The independence path integral was examined by representing the evolution of the strain energy release rate versus each crown in laminates characterized by viscoelastic viscoplastic behaviours at high temperature. Then, the strain energy release rate was plotted as a function of the applied load and crack growth. The obtained results were compared to experimental ones. It's worth precising that the purpose of the present work is not to simulate the crack growth under mechanical loading but to evaluate the capability of this method to determine the mode I strain energy release rate for different loading levels at crack initiation.

II. Results and discussion

II. 1 Meshing strategies

In order to test the capability of the numerical model to predict the response (overstress and overstrain profiles) of high-gradient structures [START_REF] Vieille | Viscoelastic viscoplastic model for aeronautical thermoplastic laminates at high temperature: Validation on high stress gradient structures[END_REF], simulations have been carried out on Single Edge Notched (SEN) specimens, characterized by a ratio a/w=0.3. For symmetry reasons, only a half of the plate is modelled. Although reduction in the mesh size leads to more accurate FE solution, the finer mesh refinement requires more computation time. That is the reason why, it is necessary to find a compromise between accuracy requirements and computation time [START_REF] Chabchoub | Investigations on crack propagation and strain energy release rate in notched woven-ply thermoplastic laminates at high-temperature[END_REF]. To this end, three-node triangular elements (Discrete Kirchhoff Triangles -DKT) have been used to mesh the crack tip with higher mesh density and two different types of meshing (radiant and concentric -see Figure 2) around the crack tip were tested, allowing us to generate crowns around the crack tip. Indeed, crowns, whose boundaries coincide with elements sides, have a crucial role when computing the strain energy release rate by means of the method. In addition, the numerical integration is performed at Gauss integration points of elements belonging to the crown, giving therefore more accurate results.

The numerical overstress and overstrain profiles was validated through the comparison with theoretical stress fields and longitudinal overstrain fields obtained from experimental fullfield measurements (by Digital Image Correlation technique). The selected meshing type was then used to simulate the numerical overstrain and overstress profiles for AP laminates [START_REF] Chabchoub | Investigations on crack propagation and strain energy release rate in notched woven-ply thermoplastic laminates at high-temperature[END_REF].

One of the most important criteria for selecting an efficient mesh is its ability to generate accurate overstress and overstrain fields in high gradient zones. Indeed, the issue of stress concentration in composite materials design has always been of great interest to researchers [START_REF] Tan | Finite-width correction factors for anisotropic plate containing a central opening[END_REF][START_REF] Tan | Stress concentration in laminated composites[END_REF][START_REF] Huang | Stress concentration factor in matrix of a composite subjected to transverse compression[END_REF], and many studies have been conducted to investigate the effect of stress concentration zones (notches, holes…) on the mechanical properties of composites [START_REF] Liu | A new ultimate strength model of notched composite laminates including the effects of matrix[END_REF].

II. 2 Numerical modelling of the strain energy release rate

The strain energy release rate was computed by means of the numerical model in the case of laminates with two different stacking sequences: a Quasi-Isotropic (QI) sequence characterized by a fibre-dominated behaviour and an Angle-Ply (AP) sequence whose behaviour is matrix-dominated. It is expected that the PPS matrix viscoelastic-viscoplastic behavior has significant influence on the values of the strain energy release rate.

First of all, from the macroscopic standpoint, the proposed model predicts suitably the tensile mechanical response of notched specimens consisting of angle-ply and quasi-isotropic stacking sequences (see Figure 3). In QI specimens, a radiant meshing appears to be slightly more accurate than the concentric meshing. From the ¥ ¦ method introduced in section I.3, it is possible to estimate the strain energy release rate in AP and QI laminates. For the two stacking sequences, two ratios a/w=0.2 and a/w=0.3 were studied. These ratios were chosen to obtain a strain energy release rate which is stabilized far from both the crack tip and the specimen edge. In fact, it is necessary to choose an integration crown in such a way as to validate the path independence domain. Figures 4567show the evolution of the strain energy release rate according to the i th integration crown in QI and AP laminates. It appears that ¥ ¦ highly depends on the integration crown. In both cases, ¥ ¦ increases gradually until a constant value is reached. It's the high singularity of the mechanical fields which disturbs the field integration around the crack tip. Based on Eq. ( 5) and -method detailed in section I.3, the strain energy release rate was determined for different testing conditions.

The behavior of QI laminates is almost elastic brittle and it's characterized by rapid crack extension until brittle failure. However, the material exhibits a stable crack growth before crack initiation. Thus, it is important to consider the gradual propagation of the crack in the model. Figure 8 represents a comparison between numerical and experimental evolution of the strain energy release rate as a function of the applied load by considering computations with gradual crack growth (referred to as artificial propagation in Fig. 8). For a/w=0.2, the numerical results are satisfactory by considering the artificial propagation, though the simulation with a/w=0.3 shows some discrepancy between experimental and numerical results. Similarly for G-R curves in the case of QI laminates (see Figure 9).

In AP specimens with small ratios a/w (e.g. a/w=0.2), crack tip blunting is observed before reaching the critical strain energy release rate without important crack propagation [START_REF] Chabchoub | Determination of J-R curves by load separation criterion in highly ductile TP-based composites under high temperature conditions[END_REF], hence justifying that only crack opening is taken into account. Figure 10a represents the evolution of the strain energy release rate as a function of the applied load before the critical load. For a/w=0.3, the numerical result seems to be in accordance with the experimental results.

However, a discrepancy is observed in the case of a/w=0.2, as the model doesn't take into account crack tip blunting coming along with large fiber rotation and displacement near the crack tip [START_REF] Chabchoub | Investigations on crack propagation and strain energy release rate in notched woven-ply thermoplastic laminates at high-temperature[END_REF] to accurately simulate the J-R curves (see Figure 10b). In addition, along with the instability of the crack propagation, it appears essential to use an automatic remesher which takes into account the crack propagation at each time step as well as its direction.

Finally, -method provides an overall computation of the strain energy release rate in mode I; and cannot give an accurate approximation of the strain energy release rate in mode II as AP laminates are characterized by a mixed failure mode [START_REF] Vieille | Influence of matrix ductility and toughness on strain energy release rate and failure behavior of woven-ply reinforced thermoplastic structures at high temperature[END_REF].

III. Conclusion

Within the framework of fracture mechanics, the determination of G-R (brittle fracture) and J-R curves (ductile fracture) is utmost important to quantify fracture in terms of energy required to grow a crack in laminates with different lay-ups. Thus, the purpose of the present work was to apply the -integral in the case of C/PPS laminates characterized by a locally more or less significant time-dependent behavior at T>Tg in order to determine the mode I strain energy release rate (associated with the fracture toughness) at crack initiation. Depending on the stacking sequence, the highly viscous behavior of TP-based laminates at high temperature contributes to the increase in the fracture energy. By means of a time-dependent model implemented in the finite element code Cast3m and a meshing optimization, accurate mechanical fields have been simulated in the vicinity of the crack tip. A radiant mesh was selected to compute the mode I strain energy release rate by applying the method to AP and QI laminates with different ratios a/w. The R-curves have been derived from the computation of the strain energy release rate and the corresponding crack length. Ultimately, it is possible to build R-curves based on these numerical evaluations of fracture toughness and to compare these curves to the ones obtained from experiments.

Due to different phenomena (such as damage and crack instability) which are not taken into account by the model, a few discrepancies between experimental and numerical can be observed after crack initiation. The obtained results are highly sensitive to crack stability as, once the crack is initiated, it starts propagating in instable manner. To control the stability of the crack, compact tension specimens could prove to be relevant as the crack growth is inherently stable in such specimens. In addition, a remeshing technique will be considered to account for translaminar crack propagation, and to allow the model to improve its predictive capability. 

Figure captions

  Kim et al. have studied the influence of temperature on the interlaminar failure of composites with TP coated carbon fibers [4]. Vieille et al. have studied the evolution of mode I translaminar failure along with the strain energy release rate at high temperature in carbon fibers reinforced PolyPhenylene Sulfide (PPS) composites [3-4].
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 1 2 Parameters identification -mechanical properties, viscoelastic and viscoplastic parameters[START_REF] Albouy | Experimental and numerical investigations on the timedependent behavior of woven-ply PPS thermoplastic laminates at temperatures higher than glass transition temperature[END_REF] 

		Mechanical properties		Viscoelastic		Viscoplastic
						parameters		parameters
	E1(GPa) E2(GPa) G12(GPa) υ12 τy(MPa)	nc	n0	β44	δ(MPa)	K	N
	56.5	56.6	1.35	0.04	10	4.05	6.9 0.6	400	8.4e -12 9.5