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ABSTRACT

We report on the ultrafast vibrational response of single Au-Ag alloy and Au porous nanowires obtained by the template method. The oscil-
lations of the sample reflectivity are correlated with eigenmodes (EM) confined in the nanowire. Taking advantage of a free standing geome-
try, we are able to detect few harmonics. Coupling electron microscopy and pump-probe investigations with a very high spectral resolution
performed on the same wire, we demonstrate that both longitudinal and transverse sound velocities could be obtained for variable Au
concentrations. An additional quadrupolar mode is also observed and reproduced by finite element simulation. Finally, porous nanowires
are investigated.

Published under license by AIP Publishing. https://doi.org/10.1063/1.5108772

In the past few decades, multicomponent heterostructure nano-
wires (NWs) have received great interest from the fundamental as well
as from the application point of view. This interest originates from the
fact that specific functionalities are expected when several materials are
purposely combined in the same single nanostructure.1,2 Different
types of heterostructures such as core-shell, multilayered, alloy, or
nanoporous NWs are being developed and characterized and find
applications in fields such as magnetism,3–7 catalysis,8,9 electronics,10–12

optics,13–17 biological sensing,18 fuel cells,19 solar energy harvesting,20–22

microactuators,23 or acoustics.24,25

The impact of size reduction down to the nanoscale also attracts
considerable attention especially on acoustic responses. Indeed, confine-
ment deeply modifies the acoustic dispersion relations compared with
the bulk counterparts. This, in turn, strongly influences the thermal26,27

and electronic28 properties of the nanostructures, characteristics which
must be carefully taken into consideration during the development of
NW based thermoelectric, photonic, or electronic devices.27,29–31

The Young’s modulus of nanostructures has been determined
using various techniques, such as atomic force microscopy,32 transmis-
sion electron microscopy,33 or, alternatively, time-resolved pump and
probe spectroscopy where an ultrashort femtosecond pump pulse
induces a fast heating.34 The excited eigenmode (EM) of the nano-
object is subsequently optically detected by a time-delayed probe pulse.

This pump-probe method is nowadays considered a very powerful
tool to address local elasticity issues into nanostructures, particularly
interesting for being contact-less and for not requiring special sample
preparation.

Since the pioneering work of van Dijk,35 who investigated the
dynamic response of single gold nanospheres, a large number of mate-
rials and nano-object shapes have been investigated.36–42 There have
been a number of publications on semiconductor43–45 and single com-
ponent metal nanowires.46–51

In this letter, we report on the dynamic response of single Au-Ag
alloy NW. As we show, the vibration mode may be tuned by changing
the composition, just like its surface plasmon resonance,52 and there-
fore, the guided acoustic properties may be controlled. Single Au-Ag
alloy NWs with a nominal diameter of 200nm, a length of few lm,
and controlled gold molar fractions of 30, 40, and 60% have been con-
sidered. In addition, Ag is selectively dealloyed from the NWs, and the
properties of the resulting porous Au NWs are also examined. Due to
their extremely large surface, nanoporous NWs are very attractive for
different applications in, e.g., optics,53 catalysis,54 corrosion,55 and
chemical56 and biological sensing.57 Their dynamic response is
expected to be correlated with the thermal conductivity decrease,
which represents a promising track toward the increase in thermoelec-
tric efficiency.58 In order to improve the measurements, individual
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NWs are transferred onto prestructured substrates with lm-wide
trenches. Indeed, when a NW rests free-standing on a cavity or trench,
the energy relaxation channel through the substrate is suppressed and
the NW nanoresonators exhibit higher quality factors.48 Applying this
geometry, breathing harmonics and quadrupole mode response have
been observed. The standard Pochhammer-Chree model coupled with
scanning electron microscopy (SEM) measurements is combined to
successfully obtain a complete characterization of the longitudinal and
transverse sound velocities in the Au-Ag NWs for each Au concentra-
tion. Finite element simulations are also performed in order to com-
plete our investigation and interpretations.

The NWs were synthesized by electrodeposition in etched ion-
track membranes. First, 30lm thick polycarbonate foils (Makrofol N,
Bayer AG) were irradiated with 2GeV Au ions at the UNILAC linear
accelerator of GSI Helmholtz Center (Darmstadt, Germany). Prior to
etching, each side of the foils is exposed to UV light for 1 h. The ion-
tracks created by ions are subsequently selectively dissolved in a 2M
NaOH solution at 50 �C for 30min, resulting in cylindrical nanochan-
nels with an average diameter of 200nm. After etching, a thick Au
layer is sputtered on one side of the polymer membrane and rein-
forced with an electrodeposited Au layer (thickness of few lm). This
layer acts as a working electrode during the deposition of Au and Au-
Ag inside the nanochannels. The details of the electrodeposition of Au
and Au-Ag alloy NWs have been previously published.55 The polymer
membrane is then removed by immersing the sample in several baths
of dichloromethane solution, and the NWs are detached from the Au
electrode by a short sonication on clean dichloromethane. Finally,
individual Au-Ag NWs are pipetted onto the prestructured Si sub-
strates. The process is optimized such that enough NWs are free-
standing between two adjacent beams. To produce porous Au wires,
the substrate with the Au-Ag NWs is immersed in a nitric acid solu-
tion for 3 h, rinsed with 3 subsequent MilliQ water baths, and dried in
air. Thanks to transmission electron microscopy as well as energy-
dispersive X-ray spectroscopy, the homogeneity of the body of NWs
has been highlighted for Au-Ag alloys.55 Nevertheless, a surface
enrichment of few nm of the main metal has also been pointed out,
meaning that a Ag-rich layer in Au0.4Ag0.6 NWs can be observed for
example.

The experimental setup used during this study working in reflec-
tion geometry in an inverse Olympus microscope has been described in
detail in previous works.59,60 Ultrafast pump-probe spectroscopy experi-
ments are performed using a mode-locked Ti:sapphire (MAI-TAI
Spectra) laser source operating at 800 nm with a pulse duration
below 100 fs at the laser output and a repetition rate of 78.8MHz.
Synchronous detection on the sample reflectivity is performed by
modulating the pump beam at 1.8MHz. Both pump and probe
beams are focused by means of a microscope objective with
NA¼ 0.9 and are normally incident on the sample. The laser spots
can be focused around a 1 lm diameter at 1/e2. A two-color experi-
ment is performed by doubling the pump frequency (400 nm) with
a nonlinear crystal (Beta barium borate or BB0) to avoid scattered
light coming from the pump beam. A dichroic filter located in front
of the diode system suppresses the light of the pump beam, its power
on the sample is reduced around 300 lW, and the power of the
probe beam does not exceed 50 lW.

Figure 1 presents the oscillations of reflectivity DR/R measured
on a 200nm diameter single Au NW above a trench. A SEM image of

this NW is shown in Fig. 5(b). The subsequent frequency analysis of
the reflectivity signal is shown in Fig. 2. It evidences a main frequency
component around f2¼ 12.2GHz as well as several other components
at f3 ¼ 29:3 and f4¼ 46.3GHz and a low-frequency component
around f1¼ 5.0GHz. This obtained spectrum remains unchanged
along the wire.

Those components reveal the vibrations of the Au NW. In partic-
ular, the components numbered as f2, f3, and f4 correspond to the first
three breathing modes (BMs) of the wire exhibiting pure radial dis-
placement. This is found by solving the Navier equation in an infinite
isotropic NW in order to obtain the Pochhammer-Chree equation61,62

which can be approximated for such a mode in the long wavelength
assumption under the form

2
vT
vL

J1
xna
vL

� �
� xna

vT
J0

xna
vL

� �
¼ 0; (1)

where a is the wire radius, J0 and J1 correspond to the Bessel function
of the zeroth and first kind, respectively, xn ¼ 2pfn is the pulsation of
mode n, and vL and vT are the longitudinal and transverse sound
velocities. Of course, experimental NWs are not infinitely long but this
assumption can be done as their length is much larger than the pump
and probe beams. Surface effects and nonlocality phenomena are
neglected due to the scale of the understudy of the NWs.

However, even if the frequencies of these 3 modes are known, the
three unknown parameters a, vL, and vT cannot yet be unambiguously

FIG. 1. Time resolved reflectivity response measured on a single 200 nm diameter
Au nanowire placed across a trench.

FIG. 2. Normalized power spectral density of the signal shown in Fig. 1 presenting
3 frequency components at f2¼ 12.1, f3¼ 29.3, and f4¼ 46.3 GHz assigned to
radial breathing modes as well as a lower signature at f1¼ 5.0 GHz related to a
quadrupolar mode geometry.
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determined due to the mathematical structure of Eq. (1). This is
circumvented by determining the radius of the excited NW, a, by
SEM. For this, after the pump-probe measurements, the same NW
was located under the SEM beam using the numbered marks on the
trenches.

Subsequently, the (vL vT) couple solutions of Eq. (1) were deter-
mined for each frequency for the measured value of a. Figure 3 shows
the transverse velocities, plotted as a function of the longitudinal ones.
Three different curved lines are obtained. As these three frequency
components are simultaneously observed on the spectrum, the unique
possible (vL, vT) couple is obtained by the intersection point.

The slope of these curves increases with the harmonic order, indi-
cating that the resonance frequency is less and less sensitive to the
transverse velocity as it has been previously demonstrated.34 As shown
in Fig. 3, a single intersection point is not obtained, but instead there
are three intersection points quite close to each other. It leads to the
average values vML ¼ 3378m � s�1 and vMT ¼ 1381m � s�1 as well as
the standard deviations rvL ¼ 4m � s�1 and rvT ¼ 86m � s�1. We
would like to emphasize that the relative standard deviations obtained
are 0.12% and 6.2% for the longitudinal and transverse velocities,
respectively.

To investigate how velocities vary as a function of the NW com-
position, several NWs with the same nominal diameter but different
molar fractions of gold and silver (namely, Au0.3Ag0.7, Au0.4Ag0.6, and
Au0.6Ag0.4) were characterized in the same manner as described above.
However, in the case of alloy wires, the analysis was based on only 2
frequency components, since only two BMs were recorded in most of
the cases. As the molar fraction of gold decreases, the frequencies of
the breathing mode slightly increase, which is the tendency one can
expect looking at the elastic constants of bulk pure silver and gold,
respectively. Simultaneously, two homogenization models are used to
calculate both velocities from the Young’s modulus, Poisson’s ratio,
and density of bulk gold and silver properties given in Table I. The
obtained results are plotted in Fig. 4(a) together with the experimental
values.

As shown in Fig. 4, both transverse and longitudinal velocities
obtained experimentally increase as the gold molar fraction decreases.
This tendency is coherent with the prediction made from the Voigt
and Reuss models. Nevertheless, one can notice that the relative dis-
persion of the experimental values from the models is more important
for the transverse than for the longitudinal velocity. This is a conse-
quence of the BM being less sensitive to the former than to the latter.
A more important scattering of the experimental values for a lower
gold molar fraction is distinguishable for both velocities. SEM investi-
gations reveal an increase in surface roughness or the presence of
particles on the surface of NWs with a higher Ag concentration
[Fig. 5(a)], whereas the Au NWs are smooth [Fig. 5(b)]. Coupled to
the surface enrichment, this could cause a change of the BM frequen-
cies that could explain the scattering of values observed for a higher
silver molar fraction. It is also shown in Fig. 4(b) that for higher Ag
concentrations, quality factors are smaller for both BMs.

The first component of the spectrum shown in Fig. 2, i.e., f1, can
also be used in order to determine the mechanical properties of
the NW. The velocities obtained experimentally by the BM method
lead, with the density of bulk Au, to the experimental values for both
Young’s modulus Eexp ¼ 90:86 8:1 GPa and Poisson’s ratio �exp
¼ 0:4160:01 which happened to be slightly different from the Au
bulk. These mechanical parameters can then be used to run finite ele-
ment simulations using the COMSOL software to estimate nonpure
isotropic radial EM, and the details of the calculations can be found in

FIG. 3. Couples of longitudinal and transverse velocity solutions of Eq. (1) for the
first three breathing mode frequencies for 2a¼ 200.1 nm.

TABLE I. Values of the Young’s Modulus E, Poisson’s ratios c, and the densities q
of gold and silver.

Materials E (GPa) c q (kg m�3)

Au 78 0.43 1.93� 104

Ag 84 0.37 1.05� 104

FIG. 4. (a) Transverse and longitudinal velocities obtained experimentally com-
pared to those obtained thanks to Voigt and Reuss models. (b) Average quality
factors obtained experimentally for each composition for the first (blue squares) and
the second (red triangles) breathing modes.
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Ref. 63. Among such modes, a quadrupolar mode can be identified at
4.94GHz, very close to the experimental value of f1 shown in Fig. 2.
Figure 6(b) represents its mode shape. A relative error on the fre-
quency less than 4% may be deduced from measurements performed
on multiple NWs, proof that the estimations of both velocities are
coherent. Photonic EM exhibiting such angular symmetry has been
recently reported in Si NW64 and may be assigned to the quadrupolar
phonon mode excitation. Naturally, the efficiency of such a mecha-
nism is much lower than the uniform heat excitation which is at the
origin of the BM generation.

The sensitivity of this quadrupolar mode to both longitudinal
and transverse velocities can be investigated by running finite element
simulations for different velocity couples and extracting the frequency
of the mode. The obtained results for different values of vL while vT is
fixed, and vice versa, represented in Fig. 6 indicate that this mode is
more sensitive to the transverse than to the longitudinal velocity.

It is proposed to use the value of f1 measured experimentally as
well as the value of vL obtained by the BM method in order to deter-
mine a more accurate value of vT. Using this method and some finite
element simulations, one can improve the estimation of vT from
1381686m � s�1 obtained from Fig. 3 to 1336622m � s�1.

As shown in Fig. 6, when the fixed value of vL used is the one
given by the BM method and the fixed value of vT is the one obtained
by this second method, the intersection point of those two curves has

for ordinate the value of f1 obtained experimentally. Knowing f1 and
vL, the accurate value of vT can then be obtained graphically. This
added process allows one to obtain a more accurate value of the trans-
verse velocity in addition to the accurate value for the longitudinal
velocity from the BM method. Nevertheless, it requires us to measure
the frequency of the quadrupolar mode.

Porous NWs obtained after dealloying were also investigated.
Porosity / is defined as the Ag volumetric fraction before this pro-
cess.17 Time resolved reflectivity responses and the corresponding
power spectral densities obtained on Au0.4Ag0.6 NWs before and after
dealloying are shown in Figs. 7(a) and 7(b), respectively. While the
oscillations last for several ns for the alloy NWs, they are mostly
shorter than 1 ns in the case of the porous ones. This results in a much
smaller quality factor for the first breathing mode, as it is shown in
Fig. 7(b), which moreover happens to be the only detected component.
As shown in Fig. 7(d), an increase in the damping characterized by a
decrease in the quality factor as the porosity increases may be associ-
ated with the number of diffusion barriers which increases with the
porosity level. The results are in good agreement with very low thermal
conductivity reported in porous NWs.58 Nevertheless, a clear shift to
lower frequencies after dealloying is observed in Figs. 7(b) and 7(c),
signature of a large decrease in the stiffness in such granular medium.

We have shown that pump-probe investigations with a very high
spectral resolution can be performed to detect BMs of a single NW,
made of, in our case, Au-Ag alloys with different compositions.
Thanks to a prestructured substrate suppressing its mechanical
coupling with the NWs, several orders of EMs up to more than
46GHz can be distinguished with high quality factors. Solving the
Pochhammer-Chree equation, both longitudinal and transverse veloci-
ties can be determined, the latter being rarely addressed in the litera-
ture. The detection of an additional mode at lower frequency allows us
to increase the accuracy of the transverse velocity determination using
the finite element approach. This allowed us to verify Voigt and Reuss

FIG. 6. (a) Variation of f1 for a given value of vL and varying vT (blue) and for a
given value of vT and varying vL (red). (b) Mode shape calculated by finite element
simulation.

FIG. 7. (a) Time resolved reflectivity responses measured on a single Au0.4Ag0.6
alloy nanowire (blue) and a Au porous nanowire with a porosity of / ¼ 0.6 (red).
(b) Corresponding power spectral densities showing f2¼ 13.5 GHz and Q2¼ 24 for
the alloy and f2¼ 5.5 GHz and Q2¼ 6 for the porous one. (c) and (d) Frequency
and quality factor of the first breathing mode as a function of the porosity.

FIG. 5. Scanning electron microscopy images of (a) Au0.3Ag0.7, (b) Au1.0, and (c)
porous Au with /¼ 0.6 nanowires.
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models for Au-Ag NWs. Similar investigation has been realized on
porous Au NWs. We have demonstrated that ultrafast pump-probe
spectroscopy can be used in order to evaluate the elastic properties of
single NW and could be used for porous NWs.

The employed NWs are part of the experiment UMAT, which
was performed at the beam line X0 at the GSI Helmhotzzentrum
fuer Schwerionenforschung, Darmstadt (Germany), in the frame of
FAIR Phase-0.
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