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ABSTRACT 
In this work, nanoscale electrical and optical properties of n-GaN nanowires (NWs) 

containing GaN/AlN multiple quantum discs (MQDs) grown by molecular beam epitaxy 
(MBE) are investigated by means of single wire I(V) measurements, electron-beam induced 
current microscopy (EBIC) and cathodoluminescence (CL) analysis. A strong impact of non-
intentional AlN and GaN shells on the electrical resistance of individual NWs is put in 
evidence. The EBIC mappings reveal the presence of two regions with internal electric fields 
oriented in opposite directions: one in the MQDs region and the other in the adjacent bottom 
GaN segment. These fields are found to co-exist under zero bias, while under an external 
bias either one or the other dominates the current collection. In this way EBIC maps allow 
to locate the current generation within the wire under different bias conditions and to give 
the first direct evidence of carrier collection from AlN/GaN MQDs. The NWs have been 
further investigated by photoluminescence (PL) and cathodoluminescence (CL) analyses at 
low temperature. CL mappings show that the near band edge emission of GaN from the 
bottom part of the NW is blue-shifted due to the presence of the radial shell. In addition, it 
is observed that CL intensity drops in the central part of the NWs. Comparing the CL and 
EBIC maps, this decrease of the luminescence intensity is attributed to an efficient charge 
splitting effect due to the electric fields in the MQDs region and in the GaN base. 
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1. Introduction 
 
In the past years, semiconductor nanowires (NWs) have raised a huge interest due to their attractive 

optical properties such as low reflectance, large absorption cross-section and light-trapping phenomena 
[1,2]. In addition, their small foot print allows to relax the mechanical stress arising from the lattice 
mismatch via lateral surface, strongly decreasing the defect density and thus increasing the material 
quality compared to their bulk counterparts [3]. These properties are of great interest for the development 
of III-nitride based devices. Indeed, III-N 2D layers suffer from large dislocation densities when grown 
on conventional substrates (typically 108–1010 cm−3). Such a high defect density strongly affects the 
optical and electrical properties, thus limiting the efficiency of nitride-based optoelectronic devices [4–
6]. Due to higher tolerance to the lattice mismatch, dislocation-free NWs can be grown on different 



substrates, strongly reducing the production costs, and heterostructures can be incorporated maintaining 
the high quality crystal structure [7–9]. This is particularly advantageous in GaN NWs, where a defect-
free structures can be achieved with a possibility to create heterostructures without affecting the material 
quality, which is particularly useful for devices such as LEDs, photodetectors and resonant tunnelling 
devices [8–10].  

These advantages of NWs can be exploited for the design of nanostructured GaN UV-photodetectors. 
Generally, wide-band gap semiconductors present a range of advantages with respect to the standard 
materials used in commercial UV detectors (which are typically based on Si). First, they are transparent 
in the IR and visible range, eliminating the need of filters. Second, their direct bandgap ensures a high 
sensitivity. They can also be operated in challenging environmental conditions thanks to the material 
thermal stability and the ageing-resistant properties [11,12]. GaN NWs have been extensively studied for 
photo-detection application in the UV range [13,14]. In the last years, it has been demonstrated that 
insertion of high resistance heterostructures, as AlN barriers, in n-doped GaN NWs can boost the 
performances by reducing the dark current and enhancing the photosensitivity [10,15]. To reduce the 
dark current while keeping the efficient collection of the photo-generated carriers it is more advantageous 
to introduce multiple GaN/AlN insertions than a single thick AlN barrier. The improvement of the 
detection properties in GaN NWs containing AlN/GaN multiple quantum discs insertions compared to 
bare GaN NWs has been experimentally demonstrated in previous works [16]. 

However, due to the nanoscale dimensions of the NWs, the macroscopic characterization of the device 
properties offers a poor description of the physical phenomena occurring at a single NW level since 
standard characterization techniques probe millions of wires at the same time. Electron beam probe 
techniques can be used to investigate the properties of individual NWs [17–19] and to get an insight into 
the phenomena ruling the photodetection properties at the nanoscale. 

In this work, we investigate individual GaN NWs containing 20 periods of AlN/GaN quantum discs 
(MQDs region) by electron beam induced current microscopy (EBIC) and cathodoluminescence (CL). 
The parameters extracted from structural analyses were used to perform a numerical simulation of the 
band profile along the wire axis with NextNano© software, which predicts the existence of two regions 
with opposite internal electric fields in these wires. A recent publication pointed out that the existence of 
these two fields reduces the sensitivity of the photodetector when operating without any external bias; 
nevertheless, due to the presence of two opposite fields, photo-detecting properties are exploited both 
under positive and negative bias, with comparable sensitivity [20]. In this work we clarify the charge 
collection mechanisms occurring at different bias investigating single NWs by in-situ I(V) measurements 
and EBIC mapping. A close correlation of the electrical properties to the structure of the NWs is obtained 
as well. Optical characterization is performed by low temperature µ-PL and CL on dispersed NWs, 
revealing a blue-shifted GaN peak in the bottom segment of the wires due to strain. Moreover, a reduction 
of the luminescence is observed in the region where the electric fields are effectively splitting the 
generated charges. 
 
 
 
 
 
 



2. Nanowire growth and structural analysis 
 

The n-i-n GaN/AlN axial heterostructure NWs were grown on Si(111) substrates in a plasma-assisted 
molecular beam epitaxy (PAMBE) chamber, active nitrogen being supplied by a radio-frequency plasma 
cell. The substrate temperature was fixed at 800°C and the growth was performed under N-rich condition 
with a N/III ratio of about 1.36 for GaN and of about 9 for AlN. Prior to the growth of GaN NWs, a 2.5-
nm-thick AlN buffer layer was deposited on the substrate [21]. 20 periods of multiple GaN/AlN discs 
(MQDs) were integrated in the non-intentionally-doped active region of the NW volume, while the GaN 
base and GaN-cap NW parts were n-doped with Si (TSi = 1200°C). The NWs formed under these 
conditions are vertically aligned with hexagonal shape delimited by {10-10} planes [22].  

The n-i-n GaN/AlN heterostructured NWs have been analysed by scanning transmission electronic 
microscopy (STEM), using a 200 keV FEI Titan Themis system equipped with a probe aberration 
corrector and a super-X Bruker silicon drift detector (effective angle of detection of 0.98 steradian). The 
measurements have been performed on NWs detached from their substrate and dispersed on a Cu grid 
covered by a carbon membrane. The STEM images clearly show the three characteristic segments present 
in these wires: the n-GaN stem, the AlN barriers/GaN discs region and the n-GaN cap (Figure 1a). The 
GaN discs and the AlN spacers are characterized by abrupt interfaces and have been measured to be 
respectively  ̴ 0.6 and  4.5-7 nm thick (Figure 1b).  In fact, some NWs present AlN spacer widening with 
stacking, then inducing a continuous NW enlargement with a consequent thinning of the barriers along 
the growth direction. The NWs enlargement is associated with the formation of unintentional AlN/GaN 
radial multilayers surrounding the MQDs region and the GaN NW base. The structural analysis showed 
that together with the axial growth of the AlN barriers, a non-intended radial growth occurs, which results 
in the formation of a continuous AlN shell around the n-GaN base [23]. Moreover, an additional outer 
radial layer of GaN can be formed during the GaN cap growth. The formation of unintentional shell 
around the bottom part of the NW during the axial heterostructure growth has been already reported in 
the literature, its appearance being dependent on the local NW environment and shadow effects [16,24]. 
As an example, EDX maps in Figure 1c show the case of a NW with an inner/outer shell (of AlN and 
GaN, respectively) around the NW stem. From STEM images, the thickness of the GaN layer in the shell 
can vary from 1 nm to several tens of nanometers.  Depending on the thickness of the parasitic shell, the 
electrical properties at a single NW level can be very different, thus affecting the performance of 
optoelectronic devices at the macroscopic scale. Indeed, the thickness of the shell has an influence on the 
conductivity of the NWs. Due to Fermi level pinning at the surface, thin shells could be completely 
depleted, hence giving no contribution to the overall conductivity of the NW [25]. On the other hand, 
thick GaN shells would offer a low resistance path to the carriers, thus increasing the dark current level 
and decreasing the photosensitivity factor. To distinguish these extreme cases, two nominal structures 
are considered in the following: GaN NWs with a parasitic AlN shell without any GaN, labelled as “NW 
A” (Figure 1d) and GaN NWs with a parasitic AlN/GaN shell, labelled as “NW B” (Figure 1e).  

 



 

Figure 1. a) STEM image of a single GaN/AlN NW (the scale bar corresponds to 20 nm); b) STEM image of the 
multiple quantum discs region embedded in a GaN NW; c) EDX maps of a single NW for Ga and Al atoms (the 
scale bar corresponds to 10 nm); Schematic internal structure of a nanowire (d) with bottom AlN shell, labelled 
as NW A and (e) with bottom GaN/AlN shell, labelled as NW B.  

 
 
 
 

3. Investigation of the charge collection properties  
3.1 EBIC mapping and single I(V) characteristics 
 
The electrical properties of individual NWs were investigated by single NWs I(V) measurements and 

EBIC microscopy. For this purpose, the NWs were dispersed on a Si wafer with a 300 nm thermal SiO2 
layer on top and individually connected to metal pads (Figure 2a). After the dispersion, the NWs with a 
length of  ̴ 1.5 µm were selected, and the metal contacts to the top and the bottom part of the NWs were 
designed and fabricated by electron beam lithography technique. In order to obtain an ohmic contact on 
the n-GaN NWs, a Ti/Al/Ti/Au (5/25/15/100 nm) metal deposition is used [26]. SEM contrast allows to 
localize the MQDs region (being rich in Al, it appears darker as highlighted by the red circle in Figure 
2a), which in most of the cases is found to be close to the contact (or in some cases even partially buried 
under the contact). In EBIC microscopy electron–hole pairs are locally generated by the electron beam. 
In structures with an internal electric field, the electron–hole pairs created within or close to the field 
region can be separated and collected producing a measurable current [18,27,28].  
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Figure 2: a) Low magnification SE image of the metal pads connected to single NWs, with nanomanipulators on 
the contact pads and high magnification SE image of a single NW with contacts. The red circle highlights the 
MQDs region. b) Monte Carlo simulation with Casino software of the electron beam/NW interaction volume at 
the EBIC operational conditions. The blue lines represent the trajectories of the electrons from the beam. In the 
inset, NW segment colour legend. c) NextNano© simulation of the axial band profile. 

 
 
EBIC was performed in the Hitachi SU-8000 SEM using Kleindiek PS4 nanomanipulators equipped 

with tungsten tips to connect metal pads to the external circuit. An external bias ranging from -4 V to +4 
V was applied through a Stanford SR560 preamplifier controlled by a Gatan DigiScan system. The 
external bias is used to increase or flatten selectively different electric fields within the NWs. The same 
setup was used to measure single NW I(V) curves, acquired in-situ by means of a Keithley 2636 source-
meter, coupled with a LabView acquisition system.  More details about the set-up can be found in 
previous works [17,18,29].  Electron beam was set at 25 kV beam acceleration voltage and 145 pA 
injected current. These beam conditions were chosen to optimize both EBIC spatial resolution (which is 
estimated  ̴ 60 nm by the Monte Carlo simulation, as displayed in Fig. 2b), and the corresponding 
secondary electron (SE) image. Indeed, due to the small diameter of the NWs ( ̴ 50 nm) the use of a high 
acceleration voltage allows improving the resolution since the interaction volume exits the NW and 
broadens further down in the substrate (Fig. 2b)).   

Before the measurements, the axial band profile of the NWs is simulated by means of the NextNano© 
software using the geometrical parameters gathered from the previously described structural analysis 
(Figure 2c). The calculation was performed in 1D approximation, i.e. neglecting the radial band bending 
effects. This rough approximation cannot provide the quantitative information on the confinement in the 
quantum discs, however it evidences the existence of regions containing a built-in field. Indeed, the 



profile shows the presence of two internal fields oriented in opposite direction, respectively across the 
MQDs region (EMQD) and within the n-GaN base (Ebase). In addition, a Schottky barrier is expected at the 
interface between the metal contact and the bottom end of NWs A, due to the presence of the outer AlN 
shell. The built-in field of this Schottky barrier (ESchottky) is oriented in the same direction as the electric 
field induced in the MQDs region and opposite to the field in the GaN base (as shown in Figure 2b). 

In the following, we investigate the influence of this complex internal electric field distribution on the 
carrier collection at a single NW level in order to help clarifying the electrical properties of these 
structures. For all the measurements described in the following, the top GaN cap is connected to the 
positive pole of the source-meter while the bottom segment is connected to the negative pole. 

Among the tested NWs, two main groups have been identified by their I(V) characteristics and their 
EBIC maps. The observed properties can be ascribed to the two categories of structures previously 
described as NW A and NW B. In the following, electrical characterizations of one representative NW 
from each category are described.  
 

Figure 3: Single NW I(V) characteristics in dark (black curve) and under electron beam irradiation conditions 
(red curve) of NW A (a) and of NW B (b). The insets give the parameters representative of the electrical properties 
of each structure. 
 

An example of I(V) characteristics (in dark and under electron beam irradiation) for a single NW A is 
shown in Figure 3a. In dark conditions the NW shows an I(V) curve (black curve) characterized by a 
very high series resistance (Rs, estimated in the order of 1012 Ω) and a dark current value (Idark) below 1 
pA at -1 V. By using the electron beam as an irradiation source, the induced current (Icc) has been 
collected as a function of the external voltage. 

Although in these conditions no information can be gathered on the photon detection properties of the 
NWs, the electron beam irradiation can give an idea of the variation of the current collected under 
excitation conditions. To quantify this property, we define the electron beam sensitivity factor as 
Icc/Idark(V), analogously to the photosensitivity factor defined as Iph/Idark(V), where Iph indicates the 
current collected under light illumination. In these conditions, NW A demonstrates an induced current 
sensitivity of   ̴ 4 under a bias of -1 V, as reported in Figure 3a. This measurement shows a low value 
with respect to the photosensitivity factors reported in the literature under UV light illumination [16]. 
However, since an electron beam irradiation is used in the present work a direct comparison on the charge 
collection properties cannot be done. 

I(V) characteristics for the NW B (shown in Figure 3b) indicate a significantly different electrical 
response with respect to the NW A. The I(V) curve in dark shows a diodic behavior characterized by a 



higher conductivity as highlighted by the Idark(-1 V)= 0.4 nA and the Rs value around 108 Ω. The latter 
parameter is estimated by fitting the characteristic curve with a one-diode model. In this case, the electron 
beam sensitivity factor Icc/Idark(-1 V) is very close to 1, indicating a smaller percentage variation of the 
collected current under electron beam irradiation than what was observed for the NW A. However, it is 
worthy to notice that under the same excitation conditions, the photo-current measured in NW B is higher 
than in NW A. This indicates that, also due to the lower resistance, the NW B is more sensitive to the 
external excitation. These results are coherent with reports in the literature which indicate a resistance 
value higher than 107 Ω and a photosensitivity factor lower than 2 (under UV illumination at λ=300 nm 
with a power density of 5 mW/cm2) in wires with a parasitic AlN/GaN bottom shell [16]. 

An insight on the influence of the internal electric field on the described electrical properties is 
obtained by performing EBIC mapping on the same nano-objects at different external bias (Figure 4). 
The EBIC analyses discussed in the following allow to precisely locate the current generation within the 
wire under different bias conditions and give the first direct evidence of carrier collection from AlN/GaN 
MQDs. Concerning NW A (Figure 4a), under forward bias (V>0), an electrical signal is collected, highly 
localized at the bottom NW/contact interface, indicating the presence of a Schottky barrier between the 
deposited metal and the base segment of the NW A. The formation of a Schottky contact was expected 
due to the presence of a parasitic AlN outer shell on the lower part of the wire, as depicted in Figure 1b. 
The absence of an induced current corresponding to the MQDs region is surprising. However, it is worthy 
noticing that the high resistance of the wire decreases the current sensitivity of the measurements, 
therefore weak electric fields could be hard to visualize in these conditions. In addition, the presence of 
ESchottky oriented in the same direction as the electric field induced by the MQDs region may lead to an 
inhomogeneous voltage drop along the wire, which hinders the current collection from one of the regions. 

The same reasons could be responsible for the lack of electrical signal when EBIC mapping is 
performed without external bias (0 V). Under reverse bias, instead, an electrical signal from the GaN 
base appears due to the flattening of the band profile in the Schottky region. In this case, the induced 
collected current is well below 1 nA as a result of a highly resistive nature of the wire. However, the 
direction of the induced current is coherent with the electric field expected in the GaN base, revealing 
that the excess carriers are drifted apart by Ebase when a negative external bias is applied. 

These results enable to determine the charge collection mechanisms in single NWs. In fact, referring 
to the corresponding I(V) curve (reported in Figure 4b for clarity), we can attribute the photo-detection 
properties to the charge splitting occurring in the GaN base of the structure under reverse bias and the 
induced current collected under a forward bias to the electric fields arising at the Schottky contact and/or 
in the MQDs region. Although it is possible to have a qualitative information by comparing EBIC maps 
and I(V) curves, a quantitative comparison is not possible due to the different data acquisition in the two 
cases. Moreover, in the case of NW A the high resistance is a limiting factor since a sub-nA current is 
collected, as previously pointed out.  

With this regard, the higher conductivity of NW B can be beneficial for a deeper analysis of the EBIC 
maps. In fact, the presence of the parasitic outer AlN/GaN shell does not modify the electronic structure 
of the inner core. By reducing the resistance, it offers an electrical access allowing a more detailed 
investigation of the internal electric fields.  



 
Figure 4: a) SE image (the scale bar corresponds to 0.5 µm) and corresponding EBIC maps at different bias for 
NW A; b) I(V) curves in dark and under electron beam irradiation for NW A. The red and blue lines between 
curves highlight the effect of the internal electric fields on the collected current in the different voltage ranges. c) 
SE image (the scale bar corresponds to 0.5 µm) and corresponding EBIC maps at different bias for NW B. The 
white dashed lines indicate the regions of activity of the different internal electric fields, indicated in the legend 
aside. d) EBIC profile along the central axis of the NW extracted from the map acquired at -2 V.  

 
The EBIC maps of NW B at different bias, reported in Figure 4c, allowed to observe the activity of 

all the regions containing the internal electric fields – namely, EMQD, Ebase and ESchottky. Under forward 
bias (+2 V) the induced current is collected from both the MQDs region and the Schottky contact, as 
predicted from the previously discussed band profile. As expected, the collection of charges within the 
MQDs region occurs in a narrow section estimated to be around 190 nm. This estimation matches the 
expected extension for the charge collection volume across the MQDs region which extends for 120 nm. 
Considering the EBIC map resolution of 60 nm, the EBIC signal for the MQDs was expected to be around 
180 nm wide.  No further carrier diffusion is expected since the field EMQD is confined between the base 
(where the field Ebase has an opposite direction) and the triangular potential well at the GaN cap/AlN 
barrier interface appearing due to the difference between the spontaneous polarizations of GaN and AlN. 
The signal collected from the Schottky contact on the bottom part of the wire can be better visualized in 
EBIC maps without applied bias. In the 0 V map, it can be observed that the Schottky signal is maximum 
at the NW/contact interface, but it extends above and below the contact area. In addition, in these 
conditions the current flowing in the opposite direction, arising from the Ebase field in the GaN base, is 
observed along a large segment ( ̴ 600 nm), which is positioned between the MQDs region and the 
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Schottky contact. As expected under reverse bias (-2 V) the signal collected from the GaN base becomes 
predominant and an induced current up to  ̴ 12 nA can be collected. The weaker signal in the MQDs 
compared to the NW base may be due to a strong carrier localization in the quantum discs due to high 
AlN confining barriers, which prevents efficient carrier extraction. Previously, photocurrent arising from 
charge splitting in MQDs was reported under optical pumping [19]. It was indirectly identified as arising 
from the MQDs thanks to a spectral shift with respect to the GaN bandgap. Thanks to EBIC technique 
used in the present study, the location of this signal can be directly visualized allowing to attribute the 
induced current to the MQD region.  

To quantitatively analyse the variation of the induced current in the GaN core, the EBIC current profile 
was extracted along the central axis of the NW (Figure 4d). The EBIC profile shows that under reverse 
bias, the induced current abruptly increases at the MQDs/GaN base interface (the estimated minority 
carrier diffusion length across this interface is 25 nm) and then is constant in a region  ̴ 85 nm wide. This 
is the extension of space charge region (Wdep) induced by Ebase, which drives the charge collection when 
V<0. In addition, charges are collected also due to diffusive transport phenomena occurring in the lower 
part of the segment. By fitting the EBIC profile with an exponentially decaying function, it has been 
possible to estimate the hole diffusion length in the n-GaN core around 148 nm, similarly to other reports 
in the literature for single crystalline n-GaN wires with an estimated residual doping  ̴ 1017 cm-3 [30].  

3.2 Photoluminescence spectra and cathodoluminescence mapping  

Since EBIC analysis indicates that these wires have good transport properties due to their crystalline 
perfection, the optical properties of the NWs were addressed by PL spectroscopy. PL spectra were 
acquired at 4 K, the excitation being provided by 244 nm light emitted by a continuous wave frequency 
doubled Argon ion laser and focused on a spot of the size of around 3.5 µm at an incident power density 
of 100 W/cm2). The generated PL signal was dispersed by a 1800 grooves per mm grating in a 460 nm 
spectrometer allowing for a spectral resolution of around 0.25 meV and collected by a LN2-cooled silicon 
charged-coupled device (CCD). PL measurements were performed on individual NWs dispersed on a 
Si/SiO2 substrate. An example of a representative spectrum is given in Figure 5. 

Spectra show GaN donor bound exciton (D0XA) emission peak at 3.476 eV for all the investigated 
NWs, together with a shoulder at 3.454 eV and a lower intensity peak at 3.369 eV, respectively associated 
to inversed domain boundary emission and stacking faults (SFs) transitions [31,32]. A large number of 
peaks with higher energy is found with different recurrence among the investigated NWs. A large number 
of NWs ( ̴ 60 %) show a pronounced peak in the 3.564 – 3.626 eV range.  In all the observed cases, the 
full width at half maximum (FWHM) of these peaks is from 4 to 30 meV larger than for the emission 
associated to the donor bound exciton. Such blue-shifted peaks were previously reported in GaN NWs 
compressively strained with an AlN shell [33–35]. We attribute this spectral contribution to the NW base 
part surrounded with the AlN shell. The variation of the shell thickness from wire to wire explains the 
energy difference between the observed peaks. The increased broadening is ascribed to the shell 
inhomogeneity leading to a variation of strain.   



 

Figure 5: Example of PL spectra of AlN/GaN axial heterostructure NWs. Magnification is shown within the 
red square. 

 
In addition, several signals are found with a peak wavelength lower than 325 nm, i.e. characterized 

by a peak energy higher than 3.8 eV. Their presence and spectral position is not systematic in all the 
NWs (their recurrence is lower than 25%). Both observations suggest that they could be related to the 
GaN discs in the QDs region or to the GaN/AlN structures in the parasitic radial multi-layer [34]. For 
both of them a high energy emission is expected due to the quantum confinement with a peak wavelength 
strongly dependent on the local insertion morphology.  

To get an insight on the spatial distribution of these high energy emission peaks in single NWs, CL 
analyses were performed on individual NWs at 15 K. In CL measurements, the photons emitted due to 
radiative recombination events can be associated to the excitation electron beam position hence building 
a hyper-spectral map where a spectrum is associated to each pixel. By integrating the luminescence 
intensity associated to each pixel in different wavelength ranges, it is possible to obtain spectrally filtered 
maps of individual NWs [36–38]. The measurements were performed with an Attolight “Chronos” 
cathodoluminescence microscope with an acceleration voltage of 2 kV and the spectra were recorded on 
an Andor Newton CCD camera with a Horiba dispersive spectrometer using a 150 grooves/mm grating. 
Light is collected through an achromatic reflective objective with a numerical aperture of 0.7. The 
measurements were firstly performed on the same nano-objects analysed by EBIC mapping. 
Unfortunately, no clear results were obtained since the MQDs is partially covered with the metal contact. 
Moreover, the optical emission of these wires was degraded after several hours of EBIC observations 
yielding a low CL signal and a poor signal to noise ratio. For this reason, CL maps of fresh NWs not 
exposed to the electron beam were analyzed and are presented in the following. 
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Figure 6: Low temperature CL analysis. Luminescence spectra emitted at different positions showing the peaks 
attributed to unstrained and strained GaN D°XA transition (a) and to GaN discs or radial stacking (b). The insets 
represents schematically the localization of the signal showed in panels c and d. c) CL maps of a single NW 
showing the emission of unstrained GaN (3.35-3.50 eV) and strained GaN (3.50-3.75 eV). In the inset, a SE image 
of the investigated wire. d) CL map filtered for wavelength higher than 3.80 eV; e) STEM image showing radial 
GaN insertions embedded in the AlN parasitic shell. 
 

Coherently with the PL analysis, the CL measurements show luminescence spectra characterized by 
the presence of the unstrained and strained GaN peaks, respectively at 3.484 eV and 3.655 eV, emitted 
from the extremities of all the investigated NWs (Figure 6a). Also high energy peaks with different 
spectral position ranging from 290 nm to 319 nm (i.e. with an energy peak between 3.89 eV and 4.28 
eV) are observed as displayed in Figure 6b.   

In order to identify the origin of these different emissions, three CL maps are built by integrating the 
luminescence in the range of 3.35-3.5 eV, of 3.5-3.75 eV and above 3.8 eV. An example is given in 
Figures 6c and d, together with the SE image of the investigated NW (in the inset). 

The CL maps reveal that the GaN emissions are highly localized at the extremities of the wire. In 
particular, the unstrained GaN luminescence is emitted from the top shell-free segment, while this 
emission is blue-shifted in the bottom segment due to the presence of the parasitic radial shell.  

CL maps filtered for photon energies higher than 3.8 eV show that in few wires ( ̴ 25%) a localized 
high energy luminescence emitted is present in the bottom segment of the wire (Figure 6d). Although the 
resolution of the CL maps is not sufficient to determine the exact origin of these peaks, their localization 
in the bottom segment allows to refute their attribution to the MQDs. We attribute these emissions to 
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lateral GaN/AlN structures formed in the parasitic shell. Indeed, the presence of these parasitic GaN 
insertions was evidenced in the bottom shell by STEM analysis (Figure 6e). These insertions, embedded 
in the AlN shell, are probably created due to radial GaN growth during the discs formation, as reported 
in the literature [24,34,35,39]. The attribution of the high energy emission to the non-intentional GaN 
radial insertions is also consistent with the PL results; it is likely that the uncontrolled growth of these 
structures is the origin of the large dispersion from NW to NW of the peak wavelengths associated to the 
high energy emissions, as discussed in Figure 5. The higher intensity of the luminescence arising from 
the non-intentional GaN radial insertions compared to the axial MQDs may be due to their non-polar 
confining direction. 

One open question concerns the radiative recombination in the MQDs region, where high energy 
peaks with an energy around 4.2-4.4 eV are expected from 0.65 nm thick QDiscs [40,41]. These 
emissions were not observed in this study since, interestingly, in all analyzed NWs a large region with 
very low intensity emission is observed in part of the wire, where the MQDs are located. To understand 
the origin of the reduction of the luminescence intensity in the central NW part, the CL panchromatic 
map (i.e. spectrally integrated map) is analyzed (Figure 7a). This map shows the intensity integrated over 
the entire detected spectral range (125-670 nm) evidencing that the CL signal in the middle part of the 
wire drops for any wavelength. By extracting the intensity profiles along the wire axis from the CL maps, 
this luminescence drop can be clearly observed in the segment corresponding to the MQDs region and 
the adjacent part of the GaN stem (Figure 7b). By comparing this profile to the EBIC maps described in 
the previous Section, a strong anti-correlation is found, indicating that the charge drift observed in EBIC 
may be the cause of the decrease of luminescence in the central segment. Referring to the schematic of 
the NW in Figure 7b, it can be observed that CL intensity decreases in the segments where the internal 
electric fields drift apart the generated carriers. As a confirmation of this hypothesis, the segment with 
low CL intensity is estimated to be around 720 nm long, coherently with EBIC maps which show a 200 
nm wide electrical signal induced in the MQDs region and a 580 nm wide induced current in the GaN 
bottom segment. 

 

 
Figure 7: a) Panchromatic CL maps showing the luminescence variation along the wire; b) CL intensity profiles 
along the main axis of the NW extracted from the panchromatic CL map (black curve) and from the CL maps 
filtered in the ranges of 330-355 nm and 355-370 nm (blue and green curves, respectively). A schematic of the NW 
is added as a reference for the interpretation of the profiles.  

a) b) 



4. Conclusions 
 
In this work, the charge collection properties of n-GaN NWs containing GaN/AlN multiple quantum 

discs are investigated at the nanometric scale. The structural analysis performed by STEM revealed the 
presence of parasitic shells around the bottom segment made of AlN and GaN with thickness ranging 
from 1 to tens of nm. I(V) characteristics on single dispersed wires in dark and under electron beam 
irradiation indicated that the thickness of the GaN outer shell strongly influences the electrical properties 
of the wires. Thin GaN shells do not contribute to the overall electrical properties and therefore these 
NWs are characterized by a high series resistance, attributed to the AlN insertions, and by the ability to 
generate a current under excitation which is several times higher than in dark. The wires with thicker 
GaN shell are characterized by a resistance 103-104 times lower and an induced current comparable to 
the dark one. The charge collection properties are investigated by electron-beam induced current 
microscopy. EBIC maps on  resistive wires offer a poor insight on the charge collection properties while, 
a better electrical access to the internal electric fields was achieved in NWs having a parasitic GaN/AlN 
radial shell. EBIC microscopy revealed the co-existence of  two electric fields oriented in opposite 
directions which act on the generated carriers (as predicted by the band diagram simulation by 
NextNano© software): an electric field acting in the MQDs region and an electric field acting in the 
bottom GaN part adjacent to the MQDs. Moreover, it was possible to identify the voltage ranges where 
the different electric fields act on the excess carriers, i.e. the charge collection mechanisms ruling the 
photodetection properties of these wires under UV illumination. 

Finally, the NWs have been investigated also by PL and CL analyses at low temperature. Several 
peaks have been identified, the most prominent related to the band edge transition of both strained and 
unstrained GaN. CL mapping proved that the strained GaN emission originates from the bottom part of 
the NW due to the presence of the radial shell. Also the emission of high energy photons, attributed to 
GaN radial confining insertions, are observed in the bottom part of the wire. CL mapping revealed that 
a strong luminescence drop occurs in the central part of the NWs. Comparing the results obtained with 
CL and EBIC, the decrease of the luminescence intensity overlaps with the strong EBIC signal and is 
attributed to an efficient charge splitting due to the presence of the electric fields in the MQDs region 
and in the GaN base. 
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