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Abstract: Among the numerous fascinating properties of metal–organic frameworks (MOFs), their
rotational dynamics is perhaps one of the most intriguing, with clear consequences for adsorption
and separation of molecules, as well as for optical and mechanical properties. A closer look at the
rotational mobility in MOF linkers reveals that it is not only a considerably widespread phenomenon,
but also a fairly diverse one. Still, the impact of these dynamics is often understated. In this review,
we address the various mechanisms of linker rotation reported in the growing collection of literature,
followed by a highlight of the methods currently used in their study, and we conclude with the
impacts that such dynamics have on existing and future applications.

Keywords: metal–organic frameworks; linker dynamics; rotation; gate-opening effect; 2H NMR;
computational chemistry

1. Introduction

Metal–organic frameworks (MOFs) are ordered arrays of polytopic organic ligands, commonly
called linkers, interconnecting metal-based inorganic building units via coordination bonds.
The assembly of a large number of organic and inorganic building units is what enables a vast
array of topologically diverse frameworks [1]. In particular, the choice and design of the organic
linkers is an equally important means of endowing these crystalline materials with specific desired
capabilities. Often, these organic components confer some type of flexibility, including rotational
mobility [2]. Rotational motion in MOFs is a contrasting characteristic with respect to other ordered
microporous materials, such as zeolites, which contain no intrinsic rotor components and are especially
challenging to functionalize.

Rotor MOFs can be considered a subset of amphidynamic crystals: solids that combine high
order with high molecular mobility [3]. In conventional amphidynamic crystals, molecular rotors are
assembled in the crystal lattice via non-covalent interactions, and they usually must contain bulky
groups that act as spacers to create enough free volume for rotation to occur. In MOFs, however, these
needs are overcome as a result of the porosity that is attained via highly directional coordination bonds.

Rotational dynamics is bound to influence several aspects of MOF properties, perhaps most
importantly their interaction with guest molecules. As an example, rotational mobility plays a central
role in the fascinating behavior of the zeolitic imidazolate framework ZIF-8 [4,5]. The linkers in
this framework are known to aid in the diffusion of surprisingly large guest molecules through the
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otherwise small micropores, by swinging, or partially rotating. This gate-opening, as we shall see,
occurs in a considerable variety of different rotor MOFs.

Additionally, the possibility to manufacture tailor-made molecular rotors in an ordered scaffold
opens up a multitude of options for novel applications, such as sensors, stimuli-responsive materials [6],
and crystalline molecular machines [7].

In the last years, an increasing number of papers have appeared that elucidate this type of
flexibility in MOFs [8–12]. So far, no review on rotational linker dynamics of MOFs exists. Yet, rotation
appears to be a rather common type of dynamics in this class of materials, with clear consequences for
adsorption and separation of molecules, optical, and mechanical properties. This review begins by
addressing the variety of linker rotational motions and their mechanisms (Section 2), followed by a
highlight of the methods currently used in their study—including experimental and computational
(Section 3), and finalizing with the impacts of such dynamics on MOF applications (Section 4).

2. Types of Rotational Linker Dynamics

Michl and coworkers [13] conceptualized rotational motions in molecules by defining them as
rotor systems analogous to macroscopic machines:

“Molecular rotor: a molecular system in which a molecule or part of a molecule rotates against another
part of the molecule

Rotator: the part of the molecule or system that rotates against the rest

Stator: the stationary part of the system with respect to which the rotator turns

Axle: the portion of the molecule that carries the rotator and about which the rotator turns”

For the purpose of this review, we have adapted these definitions to metal–organic frameworks in
a manner that will allow us to cover all relevant cases to the best of our knowledge. These definitions
were proposed for the broader context of molecular rotors, yet they can be easily applied to
metal–organic frameworks when we consider that the inorganic building units, together with the
functional groups coordinated thereto, form the stator. Common axles, shown in Scheme 1, can be
composed of one or more bonds, for example: the nitrogen–metal coordination bond, the covalent
bond between the benzene ring and the carboxylate, or the ethynyl (–C≡C–) group.
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Scheme 1. Common types of axles in metal–organic framework (MOF) rotor linkers.

Within this frame, we categorized rotational dynamics of MOF linkers into four groups (also
represented in Figure 1):

A. Complete rotation
B. Partial rotation
C. Rotation of side groups
D. Mechanically interlocked molecule rotation
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The first three types of rotation have a common ground in that their axles are covalent bonds.
Type A closely resembles the typical case of molecular rotors described by Michl et al., where the axle
crosses (approximately) the center of mass of the rotator, and connects it to two stators opposed to
each other. We group in this category all rotors that are able to complete 360◦ torsions.
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Figure 1. Illustration of the four types of rotational linker dynamics: (A). Complete rotation, (B). Partial
rotation, (C). Side group rotation, (D). Mechanically interlocked molecule rotation.

Complete rotation often occurs in steps comprising a fraction of the 360◦ path, which are often
referred to as jumps, hops or flips. The nature of these jumps is determined by the torsional potential
of the rotor [13]. Figure 2 illustrates the torsional potential of a terephthalate rotor. It can be seen that
minima in the potential energy are found every 180◦ of relative rotation between the para-phenylene
rotator and the coordinated carboxylate stators. These minima determine the starting and ending
position of the jumps, which must surpass an energetic barrier, Eb.
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It is important to note that the jump angles will vary depending on symmetry and structural
factors. Furthermore, when the thermal energy of the system is much higher than the energetic barrier,
the rotor will rotate freely instead of performing discrete jumps, a scenario that is known as free or
diffusional rotation [10].

Type B rotation involves rotational motions that do not lead to full rotations. We have separated
these from Type A since they can be considered a special case where the rotor is greatly hindered, either
due to intrinsic or extrinsic restrictions, and 360◦ rotations do not occur. We can make an important
division within this group:

• dynamics where the rotor performs rotational motions about a minimum in a potential energy
well, or torsional potential minimum, which are called librations.

• dynamics where the rotor overcomes a maximum in potential energy and reaches a second
conformation. For the sake of clarity, they will be referred to as hops in this section.

Librations are formally torsional vibrational modes, and as such their frequencies are largely
determined by the shape of the potential well, while only their amplitude depends on thermal
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energy [13]. It should be understood that systems that present Type A motions may also exhibit Type
B; for example, when a rotator undergoes librations as well as complete rotation. Librations of the
phenylene rotator are shown in Figure 2 as the arrow centered on a local minimum, representing
small-angle partial rotations without exceeding the torsional barrier. Hops, in contrast, do involve
a thermally activated transition from one local minimum to another, in the same fashion as already
described in Type A, with the condition that they do not achieve 360◦ rotations.

Due to these fundamental differences, librational and hopping dynamics fall in entirely different
timescales. Still, they can in principle be related to each other in a molecular rotor. The librational
frequency of a rotor may be considered approximately equal to the attempt frequency [13], or
pre-exponential factor, in the equation describing the rate of a thermally activated rotational hop:

rate = ω0e
−Eb
kT , (1)

whereω0 is the attempt frequency, Eb is the energetic barrier for rotation, k is the Boltzmann constant,
and T is the temperature.

It should be noted that the occurrence of rotational hopping entails the existence of librations,
although the latter are often not detected. The inverse relation does not hold.

Type C will involve the few reported studies of meta-rotors, or rotors within MOF linkers.
The defining characteristic of this group is that the axle and rotator do not play a role in the framework’s
connectivity; they are a side group on the linking struts. Therefore, the main linker component can be
considered the stator, with the functional group attached to it via a covalent bond “axle”.

Type D rotation involves systems where the rotator is a separate molecule that is mechanically
interlocked to the axle. Here, only weak interactions—such as dispersion forces and hydrogen
bonds—are the basis of contact between the two.

2.1. Type A: Complete Rotation

A list of rotor systems discussed in this sub-section can be found in Table 1, together with the
relevant information regarding rotation mechanism and energy barriers. We will begin our review
of Type A rotations with arguably the most common type of rotor in the MOF field: terephthalate
(or 1,4-benzenedicarboxylate; 1,4-BDC) linkers.

The first account of complete rotational motion of linkers in MOFs was published by Gonzalez
et al [14], where the dynamics of the phenylene units in the quintessential MOF-5 were examined.
The authors transferred the use of solid-state deuterium nuclear magnetic resonance (NMR), which
had so far been used to probe the dynamics of molecules within zeolites, microporous silica, and
polymer backbones [15], to the direct measurement of the dynamics of the perdeuterated phenylene
in the terephthalate linkers. It was found that the phenylene groups are static at room temperature
(within the timescale of the experiment, i.e., slower than ~ 103 Hz), and that they undergo fast 180◦

rotations (π-flips) at 373 K. These results were later confirmed by Gould et al. [16], who used the same
two-fold exchange model to fit the 2H NMR data, and applied the Arrhenius relation to assign an
activation energy of 47.3 ± 8.4 kJ mol−1. This experimental activation energy corroborated the barrier
of 52 kJ mol−1 that had been predicted earlier for this framework using DFT (density functional theory)
calculations [17], where the 90◦ twist of the benzene ring with respect to the carboxylate plane was
indeed found to be the maximum in the potential energy curve.

It should be remarked that the MOF-5 structure exerts little steric hindrance on the rotating
phenylene rings [16], and therefore the relatively high rotational barrier can be mainly attributed to
electronic effects. That is, the planar conformation of the terephthalate is stabilized through π electron
delocalization, and a 90◦ rotation of the phenylene implies a complete loss of π system delocalization
between the benzene ring and the carboxylate planes [10].

The same mechanism of complete rotation has been observed in several other terephthalate-based
MOFs, including the well-known MIL-47(V), MIL-53 [18–20], and UiO-66 [8,21,22] families.
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The rotational barriers for all these systems are within 30–50 kJ mol−1, regardless of the metal centers,
which suggests the barrier is in fact intrinsically determined by the linker, with some variations due to
metal electronegativity and possible steric effects from the crystal lattice.

Table 1. Type A rotor linkers and their rotational barriers.

MOF Rotator Type T/K* Barrier/kJ mol−1 ω0/Hz Method Ref.

MOF-5
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Similar findings were reported for the terephthalate rotor in the M2(1,4-BDC)2(DABCO) pillared
MOFs (also known as DMOF series) that consist of 2-D sheets of divalent metal ions (M = Co2+, Zn2+,
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Ni2+, and Cu2+) in the paddlewheel secondary building unit (SBU) linked by terephthalate and pillared
by 1,4-diazabicyclo[2.2.2]octane (DABCO) to a 3D structure. With 2H NMR it was also shown that
the phenylene groups performed π-flipping motions that were largely independent of which metal
cations were present [23]. The activation energies derived from this 2H NMR study were in the range
of 32–36 kJ mol−1.

Analysis of terephthalate rotors has been extended to cases where the pores are occupied with guest
molecules. The presence of molecules in the pores is expected to have a significant effect on the mobility
of the linkers lining the pores due to weak interactions as well as steric effects. In the case of MIL-53(Al),
the effect of xylene loading was analyzed and found to hinder the phenylene π flips greatly, increasing
the activation energy from 37 to above 50 kJ mol−1 [19]. The π-flipping of UiO-66(Zr) was found to have
a strong linear dependence on benzene loading, increasing from 30 kJ mol−1 in the guest-free framework,
to 48 kJ mol−1 with the highest loading of molecules [21]. Likewise, in the experimental studies of
unfunctionalized DMOF systems described above, the presence of N,N-dimethylformamide inside the
pores increased the activation energy from 32–36 to 47–55 kJ mol−1 [23].

In the Zn-DMOF family, DFT calculations were also employed to model the rotational
energy barrier for terephthalate linkers with a series of functionalizations, as well as for
1,4-naphthalenedicarboxylate (1,4-NDC) [30]. Using fragment models to approximate the MOF
structure, the potential energy surface was scanned while rotating the phenylene group. Drastic
differences in estimated rotational barriers were found when analyzing different substituent groups
on the benzene ring, ranging from 10 to 58 kJ mol−1. The authors attributed the decrease in barrier
for rotation to the electrostatic repulsion between electronegative atoms as ring substituents and the
oxygen atoms of the carboxylate groups, yet the electron donating/withdrawing effect of the groups
was not considered.

Only the barriers for terephthalate and 1,4-NDC (58 and 22 kJ mol−1, respectively) could
be compared to available experimental data; the calculation of the terephthalate resulted in an
overestimation the rotational barrier of 36 kJ mol−1 reported by Khudozhitkov et al. [23]., while
for 1,4-NDC the model underestimated the 53 kJ mol−1 found previously by Horike et al. [26]. The
latter 2H NMR study assumed four-site jumps of the 1,4-NDC rotor, based on their observation of four
disorder positions of the rotator in the single crystal X-ray diffraction (XRD) structure (Figure 3).
Nanomaterials 2019, 9, x FOR PEER REVIEW 7 of 36 

 

 
Figure 3. Structure of pillared DMOF with 1,4-NDC rotors. Adapted with permission from [26]. 
Copyright Wiley-VCH, 2006. 

Regardless of the substantial underestimation of the barrier of 1,4-NDC, the computational 
study confirmed the presence of two maxima in the torsional potential of this rotor, one at 0° and the 
other at 90° with respect to the carboxylate plane. The energy wells between these maxima in a 360° 
rotation correspond to the four sites that were used to model the 2H NMR spectra. 

Horike et al. also showed that rotational dynamics occur in linkers that are not dicarboxylates 
[26]. Initially, single crystal XRD studies indicated an equally disordered pyrazine ring over two 
positions, suggesting that this ligand completes a full 360° rotation in four steps, or jumps, around 
the N–N axis (precisely at 0°, 76.4°, 180°, and 256.4°) (Figure 4a). Therefore, in contrast with the 
terephthalate rotor π-flip cases, a four-site jump model was used to fit the 2H NMR spectra, and an 
activation energy of 7.7 kJ mol−1 was derived.  

Such a striking difference in energetic barriers for rotation between this rotor and the various 
phenylene-based systems is not surprising. The fact the axle of the pyrazine rotator is a σ bond with 
no double bond character implies that this type of coordination will exert less electronic limitations 
than the terephthalate rotors, which have a certain double bond character in the C–C axle due to π 
electron delocalization. 

It is interesting to note that only one activation energy was determined, even though the two 
sets of jumps used for analysis are geometrically unequal (two short jumps and two large jumps), 
suggesting the possibility of two barriers. Therefore, it could be inferred that the jumps are either 
energetically degenerate, or that the differences are too small to be detected. 

  
(a) (b) 

Figure 4. Structure of two N-linker rotor-based MOFs. (a) CdNa(2-stp)(pyz)0.5(H2O), with an 
illustration of the two disorder positions of the linker; (b) 2D stacked framework, Zn(5-Me-

Figure 3. Structure of pillared DMOF with 1,4-NDC rotors. Adapted with permission from [26].
Copyright Wiley-VCH, 2006.

Regardless of the substantial underestimation of the barrier of 1,4-NDC, the computational study
confirmed the presence of two maxima in the torsional potential of this rotor, one at 0◦ and the other at
90◦ with respect to the carboxylate plane. The energy wells between these maxima in a 360◦ rotation
correspond to the four sites that were used to model the 2H NMR spectra.

Horike et al. also showed that rotational dynamics occur in linkers that are not dicarboxylates [26].
Initially, single crystal XRD studies indicated an equally disordered pyrazine ring over two positions,
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suggesting that this ligand completes a full 360◦ rotation in four steps, or jumps, around the N–N axis
(precisely at 0◦, 76.4◦, 180◦, and 256.4◦) (Figure 4a). Therefore, in contrast with the terephthalate rotor
π-flip cases, a four-site jump model was used to fit the 2H NMR spectra, and an activation energy of
7.7 kJ mol−1 was derived.

Such a striking difference in energetic barriers for rotation between this rotor and the various
phenylene-based systems is not surprising. The fact the axle of the pyrazine rotator is a σ bond with
no double bond character implies that this type of coordination will exert less electronic limitations
than the terephthalate rotors, which have a certain double bond character in the C–C axle due to π
electron delocalization.

It is interesting to note that only one activation energy was determined, even though the two
sets of jumps used for analysis are geometrically unequal (two short jumps and two large jumps),
suggesting the possibility of two barriers. Therefore, it could be inferred that the jumps are either
energetically degenerate, or that the differences are too small to be detected.
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Figure 4. Structure of two N-linker rotor-based MOFs. (a) CdNa(2-stp)(pyz)0.5(H2O), with an
illustration of the two disorder positions of the linker; (b) 2D stacked framework, Zn(5-Me-isophthalate)
(bipyridine). Reproduced with permission from [26] and [31]. Copyright Wiley-VCH, 2006. Copyright
Wiley-VCH, 2018.

Inukai et al. have researched dynamics of a different type of two-linker 2D stacked framework
material, Zn(5-X-isophthalate)(bipyridine), where X stands for methyl, nitro, or methoxy groups [31,32].
These systems were studied with 2H NMR to describe the rotational dynamics of each type of ligand.
The 4,4′-bipyridine pillar’s dynamics were found to be fairly complex (see Figure 4b), and dependent
on the functional group used on the dicarboxylic linker. With the presence of methyl and nitro
groups, one of the rings of the bipyridine was measured to be static, since the functional group of the
isophthalate greatly hinders its rotation. The other pyridine ring, however, performed full rotations
through a combination of π-flips and 4-site jumps. Unfortunately, no activation energies were reported,
and thus no comparison may be made with respect to other N-donor ligands.

The use of 5-methoxyisophthalate, in contrast, brought about enough steric hindrance to block
the rotation of both pyridine rings simultaneously. The dynamics of the angled dicarboxylate linker
are an interesting example of incomplete rotations and will be addressed in Type B.

Shustova et al. investigated phenylene dynamics in a tetra(4-carboxy)phenylethylene-based
MOF [25], whose linker structure is depicted in Figure 5. A combined 2H solid-state NMR and DFT
study revealed that the phenylene rotators undergo rotations via π-flips, with an activation energy
of 43 kJ mol−1. Although such a high barrier is within the range of terephthalate rotors that we
have discussed previously, a comparison of the computed rotational barrier in model molecules
(including styrene, benzoic acid, and tetraphenylethylene) led the authors to conclude that, in this
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case, an important fraction of the rotational barrier is of steric origin. Since the four arms of the
linker are tethered to metal nodes, the core is barred from deformations that would otherwise allow
for one phenylene to rotate with less interaction with its neighbor (as was observed in the free
tetraphenylethylene molecule; right side of Figure 5).
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Figure 5. Linker conformation in tetra(4-carboxy)phenylethylene-based MOF, depicting steric
hindrance from neighboring rings (left and center). The comparative case of a free tetraphenylethylene
molecule is shown on the right. Reproduced with permission from [25]. Copyright American Chemical
Society, 2012.

A case of four site jump rotation of phenylene groups was recently reported in two octacarboxylate
frameworks, MFM-180 and MFM-181 (Figure 6a) [9]. Due to their branched structure, both
linkers contain only one type of rotator that can undergo complete rotations: a p-phenylene in
each arm connecting the core of the linker (ethylenyl or benzene ring, respectively) with the
benzenedicarboxylate terminal rings.Nanomaterials 2019, 9, x FOR PEER REVIEW 9 of 36 

 

 

 

(a) (b) 

Figure 6. (a) Structure of MFM-180 and MFM-181 and their respective linkers; (b) rotational trajectory 
of the para-phenylene rotators. Reproduced from [9].  

Detailed analysis of the 2H NMR line shape evolution along a wide temperature range allowed 
the authors to conclude that the mechanism for complete rotation involved a four-site jump-exchange 
in both MOFs. The four jumps, however, are not equal, since two different rate constants could be 
derived from the NMR data. In both cases, one of the jumps involves a smaller angle partial rotation 
and is even activated at 100 K (Δφ1 jump angle indicated in Figure 6b with a green arrow), while a 
second, wider motion (Δφ2), was only activated at 330 K, allowing for full-rotational movement at 
these higher temperatures (see blue arrow in Figure 6b). Because of the phenylene group’s C2 
symmetry, Δφ1 and Δφ2 occur twice within a complete 360° rotation. 

A closer look at each linker’s structure and the possible interactions of the rotating phenylene 
with neighboring rings revealed the likely origins of such a complex rotational behavior. On the one 
hand, the smaller barrier for Δφ1 was attributed to steric hindrance from the site marked with a green 
arrow in Figure 7, where the structural differences explain the large difference in Δφ1 jump rates 
between both MOFs. The large barrier for Δφ2, on the other hand, which is activated at approximately 
330 K in both frameworks, was proposed to originate from the interactions with the neighbor ring in 
the vicinity, marked with a blue arrow in Figure 7, which is similar in both MOFs. 

 
Figure 7. Rotator environment in MFM-180 and MFM-181. The colored arrows mark the closest steric 
interactions. Reproduced from [9].  

Figure 6. (a) Structure of MFM-180 and MFM-181 and their respective linkers; (b) rotational trajectory
of the para-phenylene rotators. Reproduced from [9].



Nanomaterials 2019, 9, 330 9 of 36

Detailed analysis of the 2H NMR line shape evolution along a wide temperature range allowed
the authors to conclude that the mechanism for complete rotation involved a four-site jump-exchange
in both MOFs. The four jumps, however, are not equal, since two different rate constants could be
derived from the NMR data. In both cases, one of the jumps involves a smaller angle partial rotation
and is even activated at 100 K (∆ϕ1 jump angle indicated in Figure 6b with a green arrow), while
a second, wider motion (∆ϕ2), was only activated at 330 K, allowing for full-rotational movement
at these higher temperatures (see blue arrow in Figure 6b). Because of the phenylene group’s C2

symmetry, ∆ϕ1 and ∆ϕ2 occur twice within a complete 360◦ rotation.
A closer look at each linker’s structure and the possible interactions of the rotating phenylene

with neighboring rings revealed the likely origins of such a complex rotational behavior. On the one
hand, the smaller barrier for ∆ϕ1 was attributed to steric hindrance from the site marked with a green
arrow in Figure 7, where the structural differences explain the large difference in ∆ϕ1 jump rates
between both MOFs. The large barrier for ∆ϕ2, on the other hand, which is activated at approximately
330 K in both frameworks, was proposed to originate from the interactions with the neighbor ring in
the vicinity, marked with a blue arrow in Figure 7, which is similar in both MOFs.
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Another branched linker MOF with complete rotational motions was studied in a similar fashion.
Three different tri-branched, hexacarboxylate linkers were used to build isostructural frameworks [12].
Two of the members of this series were found to perform full rotations (Figure 8, left and center). The
third ligand’s athracenylene rotors (Figure 8, right), in contrast, could not achieve complete rotations
due to its highly hindered environment, and will be discussed in Type B rotations. MFM-112 and
MFM-115 differ in that the linker of the former has a benzene ring core, while the latter has a nitrogen
core connecting the three dicarboxylate-terminated branches. These systems closely resemble the
MFM-180 and -181 previously discussed in that the rotator is a phenylene group connecting the
terminal ring to the core of the linker. Likewise, these rotors undergo four-site jumps to complete a
360◦ rotation.
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The authors determined that the p-phenylene groups in MFM-115 require significantly more
thermal energy to rotate than in MFM-112, which should be expected due to the shorter distances
between rotators owing to the smaller center group. Additionally, two different modes of rotation
were observed in MFM-115: a slow rotation with a barrier of 14 kJ mol−1 below 283 K, and a faster
motion with higher energy barrier (40 kJ mol−1) above 283 K. The authors hypothesized that the low
temperature motion corresponds to the collective, gearlike rotation of the three phenylene groups. It is
feasible that concerted motion would result in the diminishment of steric hindrance, as well as lower
rates of rotation. At higher temperatures, concerted motion becomes less likely, thus increasing the
steric hindrance from neighboring rings leading to a higher energetic barrier (40 kJ mol−1).

Garcia-Garibay’s group reported a framework containing a triptycene rotator with triple bond
axles in a Zn-based pillared architecture (see Figure 9) [33]. Although the triple bond axles were
expected to lead to a free rotor system, solvent DMF (N,N-dimethylformamide) molecules present in
the pores of the MOF were found to strongly hinder the rotation, leading to an apparent barrier of
56.5 kJ mol−1.
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Aiming to achieve lower rotational energy barriers in MOF rotor systems, Garcia-Garibay’s
research group explored a ditopic linker analogous in connectivity length to the terephthalate,
1,4-bicyclo[2.2.2]octane dicarboxylate (BODC, see Scheme 2, top). BODC linkers, in contrast to
terephthalates, present no π electron delocalization to provide a double bond character to the C–C
bond between rotator and stator (carboxylate). Additionally, the combined symmetry of the C3

rotor (bicyclo[2.2.2]octane, BCO) and the C2 stators leads to sixfold degenerate energy potential,
meaning that the rotor should be able to perform a full rotation in six jumps of equal activation
energy. Altogether, it was demonstrated that the BODC rotors have much lower rotational barriers
than terephthalates, emphasized by the fact that unrestricted diffusional rotation was observed down
to ca. 20 K, although with increasing contributions of six-fold exchange. Below 13 K, three-fold rotation
was observed, while at 6 K the slow exchange regime was detected (frequencies lower than 1 kHz).
Since the rotation of the BCO groups was too fast to derive appropriate rate constants from line shape
analysis, the authors performed 2H and 1H T1 relaxation measurements, which yielded activation
energies of 0.5–0.77 kJ mol−1.

Another framework containing a bicyclo[2.2.2]octane rotator was constructed by Bastien et al. [28].
The remarkable length of the axle (linker depicted in Scheme 2, center) would have meant that all steric
interactions might have been avoided, thus achieving free rotation. However, the framework was
found to be interpenetrated, and therefore the expected low rotational barrier could not be achieved.
A barrier of 15.5 kJ mol−1 was estimated computationally, mostly caused by steric hindrance from
neighboring rotators.

A different approach to achieving free rotation in MOF linkers was presented by Bracco et al. [29],
where a p-phenylene unit was selected as rotator with a triple bond axle coordinated to Zn2+ centers
via pyrazole groups (Scheme 2, bottom). Using 2H NMR, very fast π-flips were observed down to
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150 K, such that the rate constants of rotation could not be determined through line shape modeling.
Instead, the 1H spin-lattice relaxation times were measured and the Arrhenius equation was used to
determine an activation energy of 2 kJ mol−1.
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Scheme 2. Low-barrier rotor linkers. Rotator fragments are shown in red.

Although the majority of cases reported in the literature involve rotation of phenylene groups in
terephthalate linkers, several other cases illustrated here show that this type of motion is quite diverse.
The rotational barriers associated to complete rotations in MOFs can be found in a wide range, from
less than 1 kJ mol−1 to close to 50 kJ mol−1.

We can observe that the great diversity in rotor systems and their mechanisms of rotation arise
mainly from variations in the electronic configuration of the rotor and the steric environment in
frameworks. The location of maxima and minima along the torsional potential curve determine the
partial steps that a rotor must follow, while the height of rotational barriers is related to the rate of
rotation. In addition, guest molecules have been shown to significantly hinder rotational dynamics
of linkers, a property of great importance for adsorption applications which will be addressed in
Section 4.1.

2.2. Type B: Partial Rotation

Librational motions in MOFs often fall within the THz frequency region, and are thus detectable
with spectroscopic techniques such as inelastic neutron scattering and far-infrared spectroscopy. The
combination of detailed 2H NMR and spin-lattice relaxation analysis, which together can probe an
enormous range of frequencies, have established that systems that perform complete rotations may
also present librational motions within the same molecular rotator fragment, such as in the case of
UiO-66 [8].

Soft modes attributed to libration of phenylene groups in other terephthalate-based frameworks
have been discussed in several instances. In the case of MOF-5, this type of motion was initially
identified using inelastic neutron scattering and ab initio calculations [17]. The well-known “breathing”
MIL-53 was suspected to obtain its intriguing bi-stable pore configuration (narrow pore, large pore) as
a result of these twisting modes [34].

Similarly to MIL-53, the MIL-140A framework is built from inorganic 1D chains and terephthalate
linkers. However, within the latter structure, there are two different environments for the linkers
(A and B, see Figure 10). Using a combination of neutron scattering, far-infrared spectroscopy, and ab
initio quantum chemical calculations, researchers unraveled the contributions of librational motions
of phenylene groups in the low-frequency vibrational spectrum [24]. It was found that each type of
linker had phenylene twisting modes at different frequencies, and that the B linker’s rotation required
higher energies due to steric hindrance of the adjacent linkers. In fact, supporting single-point DFT
calculations showed that complete rotation of the hindered B linker is likely impossible.
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found in zeolitic imidazolate frameworks (ZIFs). An imidazolate ligand’s bridging coordination 
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Figure 10. Structure of MIL-140A, terephthalate linkers in two different positions (A and B).
Reproduced with permission from [24]. Copyright American Physical Society, 2017.

Revisiting the MFM hexacarboxylate series discussed in Type A, the third member that Yan and
co-workers designed, MFM-132, contains a 9,10-anthracenylene moiety on each of the three arms
(Figure 8, right). Their 2H NMR analysis demonstrated that these rotators were not able to perform
full rotations even at high temperatures (ca. 573 K) due to the steric hindrance from adjacent groups,
yet a small amplitude libration of 32◦ was observed.

In some instances, the impediment to rotate is a result of a ligand coordination geometry that
deviates from 180◦. Although not as many such cases have been reported, a remarkable example is
found in zeolitic imidazolate frameworks (ZIFs). An imidazolate ligand’s bridging coordination angle
is approximately 145◦, which means any large amplitude rotations will be strongly hampered by the
directionality of the coordination bond (see Figure 11). However, ample evidence has shown that even
small amplitude rotational motions are responsible for the remarkable capacity of MOFs such as ZIF-8
to admit molecules that are seemingly too large to fit through the pore windows [35].Nanomaterials 2019, 9, x FOR PEER REVIEW 13 of 36 
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carboxaldehyde, and nitro, shown in Scheme 3) has on the dynamic responses [37]. Researchers have 
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framework responds by adopting a high-pressure conformation where the imidazolate linkers swing 
to varying degrees depending on the functional group chosen to substitute the 2- position of the ring. 
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Figure 11. Illustration of the torsional potential for coordinated imidazolate linkers (as in zeolitic
imidazolate frameworks (ZIFs)). Large amplitude rotations are hampered by the connectivity angle,
yet small-amplitude librations are possible.

The rotational dynamics of the 2-methylimidazolate linker have been studied in detail using 2H
NMR [11,36], and multiple modes of rotation have been identified, including fast, small-angle librations
(shaded in orange in Figure 12a), small-amplitude two site hopping (blue arrows in Figure 12a), and
slow, large-amplitude swinging between two sites (Figure 12b). In the case of ZIFs, the term swinging
has been used to describe partial rotational motions indistinctly, even though they may have different
characteristics (e.g., librations or hops). Strikingly different energy barriers have been assigned to the
latter two rotational motions: 1.5 kJ mol−1 and 50–60 kJ mol−1, respectively. The torsional potential is
thus certainly more complex than what is described in Figure 11, likely with local minima at different
torsion angles.
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Figure 12. Diverse dynamics of 2-methylimidazolate linker in ZIF-8. (a) Small-amplitude two site
hopping (34◦) and fast librations (± 17◦) centered on both hop positions; (b) slow, large-amplitude
swing. Adapted with permission from [36]. https://pubs.acs.org/doi/10.1021/acs.jpcc.5b09312;
further permissions should be directed to the ACS. Copyright American Chemical Society, 2015.

Structural transitions in isostructural ZIFs have been studied to understand their behavior upon
molecule uptake, taking into consideration the effect that the choice of functional group (methyl,
carboxaldehyde, and nitro, shown in Scheme 3) has on the dynamic responses [37]. Researchers
have found that, when subjected to alcohol guest molecules under high hydrostatic pressures, the
framework responds by adopting a high-pressure conformation where the imidazolate linkers swing
to varying degrees depending on the functional group chosen to substitute the 2- position of the
ring. This collective swinging motion leads to changes in pore volume and pore window diameters,
with the methyl- and aldehyde-containing linkers this leads to a larger pore window, while the
nitro-functionalized linkers rotate in the opposite direction, leading to a smaller pore window.Nanomaterials 2019, 9, x FOR PEER REVIEW 14 of 36 
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Interest in the effect of functionalization on the imidazolate linker’s rotational flexibility has
motivated a recent study comparing the behavior of ZIF-8 with its 2-Cl and 2-Br functionalized
isoreticular analogues [38]. Using first-principles molecular dynamics, the authors found that the
2-chloroimidazolate linkers responded to N2 adsorption by swinging in a similar manner as the
2-methylimidazolate, while the bromo-substituted linker does not rotate, showing that the framework
is more rigid. It was proposed that the bulkiness of the bromo group, and not its electronic effects on
the coordination bond, is accountable for this lack of flexibility.

Inukai and coworkers developed a MOF that combines both full rotation of pyridine rings (already
discussed in Type A rotation) and libration of a secondary linker [31]. The 5-methylisophthalate group
resembles the previously discussed imidazolate linker in that the connectivity is not linear, but angular
(120◦ in this case). Due to this, 1,3-phenylenes cannot perform complete rotations, yet they can still
have rotational dynamics in the form of librations. 2H NMR evidence showed that the linker in this
system indeed librates, aiding in guest molecule transport by widening the pore window.

The discussed cases of partial rotational motions should provide evidence that this is a broad
category of dynamics, encompassing low-energy vibrational rotations that are expected to occur in any
linker with rotational degrees of freedom, and hindered, thermally activated hops along local minima
in the torsional potential. In contrast with full rotations, partial rotations have been documented in
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frameworks with angular linkers. In particular, the importance of this type of dynamics in frameworks
such as the prominent ZIF-8 will be highlighted in Section 4.

2.3. Type C: Rotation of Side Groups

A third type of rotational motion occurring in the linker consists in the rotation of a side group
that is covalently bonded to the main structural linker. Although a large variety of cases exist where
these motions are, in principle, possible, there are only a handful of reported cases.

From the systems discussed in the previous sections, those involving a methyl group attached
to the linker, methylimidazolate in ZIF-8 and 5-methylisophthalate in [Zn(5-Me-ip)(bpy)], are a clear
example in this category. In both cases, methyl C3 rotations around the C–C bond were observed in the
2H NMR line shapes. Methyl rotation has a very low activation barrier estimated at 0.6–0.8 kJ mol−1 in
ZIF-8 [39,40], therefore these fast motions are omnipresent in these systems in all covered temperature
ranges [31,36], and can be detected in the THz range of the vibrational spectrum.

In ZIF-8, methyl rotations are not as accountable for guest molecule transport via gate-opening as
are the librations of the whole imidazolate linker. Yet one can imagine that the impact of functional
group rotation would increase for bulkier or more complex groups. ZIF-90, an isostructural framework
to ZIF-8, the rotation carboxaldehyde group about its axis on position 2 was observed computationally
to have an important effect on the angle of the imidazolate linker due to intra-framework interactions
with neighboring linkers [41]. In other words, the librational angle is much smaller for ZIF-90
than for ZIF-8. Hence, the authors postulated a driving mechanism where the functional group
rotation enhances or restricts the linker swing motion, which would likely have an effect on the gas
adsorption process.

IRMOF-3, the amine-functionalized version of MOF-5, was subject of investigations regarding its
linker dynamics [42]. The authors succeeded in using 1H NMR relaxation measurements to assign a
second, lower-energy process besides the ring π-flip: the rotation of the amine group. Since the amine
group participates in hydrogen bonding with the nearby carboxylate oxygen, a complex interplay
between the amine rotation and the complete rotations of the phenylene may be expected.

Rotation of linker functional groups adds an additional aspect of design in MOFs. Although
few cases have been reported so far, the further study of MOF linker dynamics should unearth more
interesting examples in the future with potentially interesting effects on applications.

2.4. Type D: Rotation of Mechanically Interlocked Molecules

Metal–organic rotaxane frameworks (MORFs) are a relatively young class of MOF. This type of
framework originates from the interest in endowing rotaxanes with a higher degree of order, as their
functions had, until recently, mainly been studied in solution [43]. Yaghi and Stoddart [44] highlighted
MORFs as central in the exciting prospect of obtaining frameworks capable of dynamics that do not
compromise the structural units (i.e., the linkers). Since the rotator and stator are not covalently
bonded in this type of rotor systems, supramolecular interactions between the ring and the threading
component, as well as between the ring and the surrounding environment, should determine the
rotational dynamics.

The first report of rotational dynamics of a [2]rotaxane linker in a MOF came in 2012 [45],
were the wheel component mechanically interlocked around a carboxylate functionalized axle in a
Cu(II)-based MOF was found to transition from a static state to a thermally activated rotational state at
324 K (Figure 13). The fact that rotation was only possible in the activated framework (that is, guest
molecule-free) provides evidence of the importance of MOF porosity in achieving dynamic MORFs.
In a following study [46], a different MORF based on the same wheel component ([24]crown-6, or 24C6
macrocycle), a solvation-induced structural transition was also found to provide a means to control
the rotation of the wheel about the linker axle.
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A comparative study that considered three different macrocyclic components of varying sizes,
which imply different degrees of free volume allowing for ring dynamics [47]. It was found that only
the wheel components without a benzo group ([22]crown-6 and [24]crown-6) were able to perform
rotational motions, out of which only the larger wheel could rotate completely around the axle. Another
report suggested the variation of weak interactions between wheel and axle components as a rotation
control parameter [48]. These results have elucidated the remarkable degree of control that can be
achieved through the rational design of rotating moieties in MORFs.

3. Methods for the Study of Linker Dynamics

3.1. Solid-State Nuclear Magnetic Resonance (NMR)

The numerous examples of complex linker dynamics in MOFs covered in Section 2 evidences
the fact that 2H solid-state NMR is the leading experimental technique in MOF rotational dynamics
research. Deuterium NMR is an outstanding technique to analyze molecular dynamics in the solid
state for several reasons. Firstly, since deuterium has a nuclear spin of 1, its NMR properties are largely
determined by quadrupolar interactions with the electric field gradient tensor [49]. The electric field
gradient on an organic compound deuteron is determined predominantly by the electrons in the C–2H
bond, therefore axial symmetry along this bond can be assumed [50]. This allows for dynamics to be
tracked by analyzing the orientation of individual C–2H bonds [15,51].

It should be noted that natural abundance of the deuterium isotope is too low (0.0156%) [51],
making the use of 2H-labeled rotator groups compulsory. This is often not a substantial drawback, as
simple deuterated linker precursors are commercially available, but it may potentially deter the study
of more complex linker architectures. An obvious benefit, however, is that 2H NMR is highly selective
due to this labelling [15].

In most of the cases presented in this review, solid echo pulse sequences were used. In some
instances, the use of other pulse sequences may allow to probe an extended frequency range.
Spin alignment echo technique, for example, allowed Khudozhitkov et al. to probe rotational
motions of p-phenylene below 1 kHz rate [20], which is the typical lower limit of conventional
solid echo experiments.

The spin 1 nucleus of deuterium has three Zeeman energy levels, therefore, its spectra contain two
transitions. The splitting between these transitions is determined by the orientation of the C–2H bond
with respect to the external magnetic field. Since a powder sample contains all possible orientations of
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C–2H bonds, the static 2H solid-state NMR spectrum of a powder sample has a characteristic broad,
mirrored shape with two horns, called Pake (or powder) pattern [15]. Each half of the line shape is
caused by one of the transitions (see Figure 14), in combination to all the possible orientations of the
bonds. The maximum (the so-called horn), corresponds to the signal when the angle between the
C–2H bond and external magnetic field is 90◦. The shoulders of the line shape correspond to the 0◦

orientation, and are the least probable orientation in a powder sample.
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the distortions on the Pake pattern [52]. As an example, the left column of Figure 15 shows the 
evolution of the 2H NMR line shape with temperature in deuterium-labelled MIL-53(Al). A two-site 
π-flip model was used to model the spectra, based on the known symmetry and behavior of 
terephthalate rotors. The good agreement between the frequency-fitted line shapes (right column of 
Figure 15) and the experimental spectra confirms that the distortions of the Pake pattern are in fact a 

Figure 14. Pake pattern, displaying the two line shapes that compose it.

The Pake pattern can be highly sensitive to molecular motions that result in reorientation of
the C–2H bonds. The frequency and trajectory of these variations are the main factors that will
determine the distortions on the Pake pattern [52]. As an example, the left column of Figure 15
shows the evolution of the 2H NMR line shape with temperature in deuterium-labelled MIL-53(Al).
A two-site π-flip model was used to model the spectra, based on the known symmetry and behavior of
terephthalate rotors. The good agreement between the frequency-fitted line shapes (right column of
Figure 15) and the experimental spectra confirms that the distortions of the Pake pattern are in fact
a result of the gradual increase in frequency of π-flipping motions. This example demonstrates that
modeling the line shape with respect to possible trajectories is an essential part of analyzing molecular
dynamics using 2H solid-state NMR spectroscopy.
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The frequency range of 2H NMR measurements can be conveniently divided into three dynamic
frequency regions, corresponding to their effects on the Pake pattern: the slow motion limit (SML), for
rates of 1 kHz or less; the intermediate motion regime (IMR), when rates are between 103 and 107 Hz;
and the fast motion limit (FML), when rates are higher than 107 Hz [47].

Molecular dynamics of C–2H bonds that fall in the SML and in the FML regions do not cause
further changes in the Pake pattern line shape. Therefore, not much information can be gathered from
processes occurring at these frequencies. Indeed, the SML line shape can be modeled with a single set
of parameters. In the case of FML line shapes, the complete trajectory of motion must be known.

Dynamics occurring in the IMR, in contrast, cause marked differences in the line shape depending
on the geometry of the different deuteron sites, and on the exchange rate between them. Spectra are
thus collected at varying temperatures along the range, and the different spectral line shapes must
be fitted to a dynamic model. Such a model includes, among other information, the parameters that
describe the motion’s trajectory through exchange sites, and the exchange rate.

The complexity of deuterium NMR line shape analysis may increase when the studied systems
have more degrees of freedom in the C–2H bonds, or when more than one type of deuterium bond is
present. The work by Schurko and Loeb’s groups on rotaxane MOFs [45] illustrates one such case (see
Figure 16). With the help of detailed models, several modes of motion could be identified at different
temperatures, including the CD2 group reorientation, as well as partial and complete rotations of the
macrocycle around the axle component.Nanomaterials 2019, 9, x FOR PEER REVIEW 18 of 36 
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The work by Inukai et al. [32] depicts another interesting case of complexity solved by deuterium
NMR, where two pyridyl rings (PY1 and PY2 in Figure 17) behave differently depending on their
position in the crystal lattice. Good agreement with the experimental line shape (black line on the
left of Figure 17) was reached by modeling a superposition of the line shapes of the PY1 static ring
(gray line shape), and the mobile PY2 ring performing 4-site and 2-site flips (ring shown in green, with



Nanomaterials 2019, 9, 330 18 of 36

the 4-site line in green and the 2-site line in red). Similar modeling was implemented in several other
publications addressed in Section 2 [12,19,26,33].
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Besides deuterium NMR, some examples of 1H NMR used to study linker rotational motions
in MOFs can be found. Morris et al. [42] analyzed 1H spin-lattice relaxation (T1) data obtained from
IRMOF-3, a framework containing aminoterephthalate linkers. Two different motions were identified: a
low-energy motion (activation energy 5.0–7.5 kJ mol−1) and a higher energy process with an activation
energy of 21 kJ mol−1. Based on the frequency behavior these processes, the authors postulated that
the low-energy motion should be a libration, and the high-energy motion a π-flipping motion.

1H NMR spin-lattice relaxation analysis was further applied in two studies involving ultrafast
rotation in MOFs. Bracco et al. [29] carried out these measurements on the Zn-BPEB framework to
complement 2H NMR line shape analysis that revealed dynamics belonging to the fast motion limit
(>107 Hz). Indeed, the rotational frequency at 150 K was found to be in the order of 1011 Hz, and a
fitting of the Kubo–Tomita relation led to an activation energy of 2 kJ mol−1.

Vogelsberg et al. [10] measured T1 spin-lattice relaxation times down to much lower temperatures
(2.3–80 K) in the BODCA-MOF. They found a single process in the MHz frequency range, which could
be fitted to the Kubo–Tomita equation, yielding an activation energy of 0.77 kJ mol−1. This motion
was confirmed to be the rotation of the BCO moiety by means of 2H NMR experiments previously
addressed in Section 2.

More recently, Damron et al. [53] introduced the use of a different NMR method to study linker
dynamics in MOFs: a separated local field (SLF) type known as DIPSHIFT (which stands for dipolar
chemical shift correlation). This technique was applied to a series of the UiO-66 family, and differences
in rotational motions could be inferred from the variations in 13C–1H dipolar coupling strength.
The analysis relies on the fact that, with faster motions of the benzene ring, the 13C–1H dipolar
coupling constant decreases. It was thus found that the dimethyl functionalization vastly increased
the rotational mobility of the linker in the MOF, while the presence of hydroxyl groups on the ring had
the opposite effect.

In conclusion, solid-state NMR offers an interesting variety of approaches to study molecular
dynamics in solids. Deuterium NMR clearly stands out in the field of MOFs due to the unparalleled
level of detail that can be drawn from its analysis, especially when trying to discern between different
types of rotation. The other types of NMR spectroscopy here discussed offer the advantage of different
frequency ranges, and do not require chemical labelling. However, the conclusions that are derived
from these techniques usually require additional care, since they can be significantly more ambiguous
than deuterium NMR.
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3.2. Dielectric Spectroscopy

Dielectric spectroscopy can provide insight into the dipole moment reorientation dynamics
within solids [54]. Typically, the dependence of the complex permittivity (Equation (2)) of a material
with respect to frequency and temperature is studied by building a parallel plate capacitor with the
dielectric material of interest (i.e., the MOF) enclosed. The capacitance is measured—with respect to a
reference capacitor—along a wide range of electric field frequencies and temperatures. The measured
capacitance can be readily converted to dielectric permittivity when the dimensions of the capacitor
are known.

ε∗(ω, T) = ε′(ω, T)− iε′′ (ω, T) (2)

The most common analysis in MOF literature involves identifying the maxima of the imaginary
part of the complex permittivity—also known as the dielectric loss (ε”)—with respect to temperature
or frequency. These are indicative of dipolar reorientations (also known as relaxations) in response to
the applied alternating electric field [54] (pp. 59–61). Since this type of motion is thermally activated, a
characteristic temperature shift in the relaxation peaks is usually observed, with higher frequencies
corresponding to higher temperatures. A linear relation between the frequency of maximal ε” and the
inverse of temperature is often found, from which an activation energy and a pre-exponential factor
are obtained, according to the Arrhenius equation:

ωp = ω0e
−Ea
kT , (3)

whereωp is the frequency corresponding to the peak in ε”,ω0 is the pre-exponential factor (or attempt
frequency), Ea is the activation energy, k is the Boltzmann constant, and T is the temperature at which
theωp value is obtained. kT

In the field of MOFs, dielectric spectroscopy has been used mainly to study rotational motions of
functionalized terephthalate linkers. Winston et al. [55] compared the response of IRMOF-1 (MOF-5)
and IRMOF-2. Although they did not observe dielectric relaxations in the non-polar IRMOF-1, they
did identify it in the bromine-substituted analog, and the signal could thus be produced by rotational
motion of the permanent dipole present in the bromo-p-phenylene moiety. Fitting the spectra to an
appropriate model led to an activation energy of 30.5 kJ mol−1.

This is the case with some functionalized UiO-66(Zr) frameworks studied by Devautour et al. [56],
where the dipole moments generated by the presence of Br and NH2 functionalities on the rings of the
terephthalate linkers produced noticeable dielectric relaxation processes visible in the dielectric spectra.

Frunza et al. [57] demonstrated the use of dielectric spectroscopy to characterize rotational
motions in MOF-5. Their work suggests that, even in a non-polar framework, deformations in the
structure possibly lead to the appearance of dipole moments related to linker rotation. The authors
assigned a low activation energy process to bending of the SBUs of MOF-5, and a higher energy process
(33.4–37.3 kJ mol−1) to phenylene rotational motions.

Dielectric spectroscopy has recently been used in other non-terephthalate-based frameworks.
Knebel et al. [11] included this technique in their study of the rotational mobility of the
2-methylimidazolate linker in ZIF-8. Using a similar analysis to those in the previously mentioned
literature, they found a dielectric relaxation corresponding to an activation energy of 49 kJ mol−1. They
assigned this motion to the slow linker swinging that could also be observed in 2H NMR, albeit with a
slightly higher activation energy obtained with the latter technique.

Balčiūnas et al. [58] reported a comprehensive dielectric study of linker dynamics in ZIF-90—an
isoreticular analog of ZIF-8 that has a carboxaldehyde group in place of the methyl group. Their work
shows the effect that different gas molecules present in the pores have on the linker’s ability to perform
partial rotations. The linker rotation in the evacuated ZIF-90 has an activation energy of 22 kJ mol−1,
which increases to 34.7 and 35.7 kJ mol−1 in the presence of N2 and CO2, respectively.
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It is important to note that dielectric spectroscopy cannot provide the same level of detail as
deuterium NMR experiments regarding the nature and trajectory of molecular motions. As observed
in the cited articles, no specific conclusions are made as to whether the rotators perform full 360◦

rotations, or their rotational amplitude in the case of the partial rotations. Nevertheless, dielectric
spectroscopy is clearly growing in popularity in the MOF field as it is a powerful and sensitive method
to probe dynamics of MOFs with the added benefit of not requiring chemical labelling.

3.3. Terahertz Spectroscopy

Very recently, far-infrared (FIR) spectroscopy in the terahertz range has been applied successfully
to study MOF linker dynamics. This vibrational spectroscopy technique is used to study low-energy
vibrational modes in solid materials, which tend to be related to structural flexibility [59]. As discussed
in Section 2, librations are a prevalent form of partial rotational motion in MOF linkers, whose
frequencies have been observed in the THz range. This is indeed the range where you expect rotational
motions about a minimum in a potential energy. Dynamics of Type A—i.e., involving hopping over an
energetic barrier—are thus not detectable by this method.

High-quality quantum chemical calculations are usually required in order to interpret the spectra
associated to THz spectroscopy. In such a manner, the vibrational modes belonging to linker rotation
can be isolated from the various other types of collective modes.

Ryder et al. [60] undertook a detailed study of lattice dynamics in three ZIF materials (ZIF-4, ZIF-7,
and ZIF-8) using far-infrared spectroscopy. Specifically, they focused on the frequency region below
21 THz, down to 0.6 THz, using synchrotron radiation. Although their report identifies a large array of
low-frequency lattice vibrations, the relevant modes for linker rotation were found close to the lower
limit of the probed range. Gate-opening modes were found in ZIF-4, ZIF-7, and ZIF-8 at 1, 1.47 and
1 THz, respectively. In all three cases, the modes involve librations of at least some of the imidazolate
linkers that form one of the windows of the pore (example of ZIF-7 shown in Figure 18). In a similar
manner, but using terahertz time-domain spectroscopy (THz-TDS), Tan et al. [61] identified vibrational
modes involving rotational motion of the linkers in ZIF-8 and ZIF-90 in the same frequency range.
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In a subsequent article, Ryder et al. [24] applied THz spectroscopy to identify the differences in
the librational rotation of two types of terephthalate linkers—one significantly more hindered than the
other—that form the MIL-140A framework (addressed in Section 2.2).

Additionally, Li et al. [39] used THz-TDS to detect the rotation of the methyl group in ZIF-8—one
of the few examples of Type C rotors found in MOF literature.
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Terahertz spectroscopy is likely at the start of its application in the field of linker rotation, yet the
work discussed here demonstrates its great potential, when coupled with appropriate computational
chemistry methods, to expand our understanding of partial rotational dynamics in MOFs.

3.4. Computational Methodologies

The seminal works of Zhou et al. in 2006 [17], Kuc et al. in 2007 [62], and Winston et al. in
2008 [55] were the first to address the issue of linker rotation in metal–organic frameworks from a
computational perspective. Zhou et al. studied the rotation of the para-phenylene units in MOF-5
using density functional theory (DFT) single-point calculations (see Figure 19). Their method involved
the rotation of only one linker out of the six present in the primitive unit cell, with two-degree steps,
from 0◦ to 180◦. The rotational barrier found at 90◦ is 51.8 kJ mol−1. Kuc et al. studied the properties
of over 30 MOF structures, at the semi-empirical level with Density functional based tight-binding
(DFTB) calculations. As part of this larger study, they calculated a rotation barrier for the organic linker
in IRMOF-1 (= MOF-5) of 34 kJ mol−1, a value significantly lower than that calculated by Zhou, and
which can be attributed to the lower-accuracy level of theory chosen. Kuc et al. also stated that they
observed “nearly free rotation of the linker” at 300 K using DFTB-based molecular dynamics, which
is not in agreement with the later experimental findings through 2H NMR showing that at 300 K the
flipping rate is <1 kHz [16].Nanomaterials 2019, 9, x FOR PEER REVIEW 22 of 36 
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Winston’s study focused more specifically on the rotation dynamics of the bromo-p-phenylene
organic linkers— called “dipolar molecular rotors”—in IRMOF-2, by combining experimental and
computational methods. In particular, the authors calculated rotational energy barriers by a series of
energy calculations with 10◦ angle increments, at two levels of theory: density functional theory (DFT)
using the B3LYP functional, and the post-Hartree–Fock Møller–Plesset (MP2) theory. However, these
studies were performed not on the periodic crystalline structures, but on model clusters composed
of a single linker and two metal nodes. The rotation barrier ranges between 20 and 31 kJ mol−1

depending on the computational method, which is in good agreement with the experimental value of
30.5 kJ mol−1 determined by the same authors using dielectric spectroscopy.

This methodology is the simplest way to computationally characterize the rotation of a given
linker. The computational cost is relatively low, because it corresponds to a series of single-point
energy calculations with rotated configurations of the linker (in some studies, the other coordinates
are relaxed, but not always). This has been used in several other studies, and can be performed
with periodic DFT to take into account the full crystal structure, as has been done for example by
Kolokolov et al. [63] in their comparison of the dynamics of MIL-53(Cr) and MIL-47(V), two materials
with the same diamond-shaped micropores. They used periodic DFT calculations to study the nature
of the low-frequency vibration modes of the two materials, identifying the linker rotation modes
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as well as the corresponding rotational barriers—in agreement with 2H NMR experimental data.
The methodology can also be extended to a full calculation of the rotation energy profile, calculating
the potential energy surface E(Φ) by rotating a linker by an angle Φ—usually in series of calculations
constraining the dihedral angle Φ. Shustova et al. [25] studied in this way the phenyl ring dynamics in
a tetraphenylethylene-bridged MOF. In another recent example, Hobday et al. [37] looked at the tuning
of the swing motion of various functionalized imidazolate linkers in ZIFs. Ryder et al. [24] determined
the rotational energy profiles for various MIL–140A vibration modes, using DFT calculations, to show
that experimentally observed low-energy vibrations in THz spectroscopy originate from the hindered
rotations of organic linkers.

However, the rotation of MOF linkers also involves entropic contributions—which are not taken
into account in the potential energy surface scans—and can be expected to be significant, given that
the soft vibration motions often have low frequency. These effects can be studied with molecular
dynamics (MD) simulations at finite temperature T, where the free dynamics of the ligand will be
sampled over time. Burtch et al. [64] investigated the framework dynamics of pillared zinc-based
MOFs, relying on a classical molecular dynamics approach where an empirical force field is used
to describe the various intra- and intermolecular terms of the energy. They also used this approach
to study the influence of framework dynamics on water adsorption in these materials, and showed
that the dynamics of the linker (DABCO, 1,4-diazabicyclo[2.2.2]octane) is strongly impacted by the
presence of water guest molecules. However, the impact of the flexibility itself on total water uptake
was found to be negligible [65].

In a recent paper, Namsani and Yazayin [66] performed MD simulations of halogen-functionalized
IRMOF-1 and IRMOF-7 under the influence of an external electric field. Their study shows that the
rotation angle of dipolar linkers may be controlled externally to enhance the diffusion of methane
molecules in a specific direction, depending on the orientation of the electrical field.

We note here that several other studies have studied the impact of linker rotation on properties
such as adsorption of gas or liquid molecules. This can be done either with a full description of
the material’s flexibility (through MD simulations), or even at a lower level by a cursory look at
the geometric impact of the rotation of the linker on the properties—without a full description of
the energetics of the rotation itself. The Sholl group has published several studies on the impact of
flexibility in ZIF-8 on adsorption, for example of methane, carbon dioxide [67], and noble gases [68].
Elsaidi et al. [69] described the impact of ring rotation upon gas adsorption in the nanoporous spaces
of SIFSIX-3 pillared square grid networks.

While classical MD has a relatively low computational cost which allows the sampling of large time
and length scales, its accuracy is limited by that of the intra- and intermolecular interaction potentials
of its underlying force field. This accuracy can be particularly limited for soft vibration modes—which
are of critical importance in soft porous crystals—and large dihedral rotation angles, as Burtch showed
in their study [64]. Therefore, there is a need for molecular dynamics simulations based on quantum
chemistry calculations of the interatomic forces, a method called ab initio molecular dynamics (AIMD).
Recent studies have shown that the use of AIMD can shed light into the linker dynamics in MOFs,
investigating the nature of the large-amplitude “swinging” motion of the imidazolate linkers that give
rise to the flexibility of ZIF-8 (depicted in Figure 20a). This showed in particular that the deformation
upon adsorption is continuous upon pore loading with nitrogen (see Figure 20b) [35], and highlighted
the influence of the linker functionalization and the impact of this delicate balance of microscopic
interactions on the framework’s overall flexibility [38].
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Finally, direct sampling of the organic linker rotation through MD is suitable for low-barrier
rotations that occur spontaneously within the timescale of MD simulations (from ps to ns). It will not be
suitable to describe activated rotation events corresponding to high barriers, where free energy methods
such as metadynamics will be necessary to sample the free energy profile F(Φ) [70]. Such methods
have been used extensively in the literature on the conformations of organic molecules and biological
systems [71], but their use in the MOF field has been so far relatively rare. Haigis et al. [72] used
metadynamics in conjunction with AIMD to probe the water-assisted breaking of the linker–metal
bond that occurs during hydrothermal breakdown of MIL-53(Ga).

4. Implications of Rotational Dynamics on Applications of MOFs

4.1. Diffusion and Adsorption

There are ample studies where guest adsorption leads to a rotational conformational change [59,73–
76]. These studies do not directly investigate the dynamics of linker rotation, but the aforementioned
observation implies that linker rotation is energetically possible. As discussed in Section 2, the presence
of guest molecules inside the pores generally decreases the rate of rotational dynamics of the linkers.
A clear example of this is reported by Bracco et al. [29] (first discussed in Section 2.1, linker structure
shown in Scheme 2, bottom) where the 180◦ flip motion of the 1,4-bis(1H-pyrazol-4-ylethynyl)benzene
linker coordinated to Zn2+ decreases from 1011 Hz to 105 Hz, along with an increase in the activation
energy from 2 to 19 kJ mol−1 upon complete pore filling with CO2 at 150 K. At partial filling of
CO2, intermittent rotational frequencies due to a combination of static and mobile linker were found.
Interestingly, when CO2 guest molecules are present, the librational motion alongside the flips has a
larger amplitude (± 32–41◦) with respect to the libration of the guest-free structure (amplitude of±20◦).
This is an example of the influence of guest molecules of the rotational dynamics. Yet, the question we
pose here is: what is the influence of linker rotational dynamics on guest diffusion and adsorption?

An often addressed phenomenon that arises from the interaction between a mobile linker and
the guest molecules is the so-called gate-opening effect. It is usually observed as an inflection point, a
step, or hysteresis in an adsorption isotherm, as a result of a structural transition in the MOF [77–79].
This structural transition can be due for example to the breathing effect [80]. Here we discuss the
gate-opening effect with regard to structural transitions with a change in rotational conformation of
the linkers.

The gate-opening can affect guest diffusion. Often the pore size expected based from XRD does
not correspond with the size of the molecules that can be adsorbed: molecules larger than expected are
able to diffuse into the pores. A typical example is ZIF-8. This is due to the librational movement of
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the imidazolate linker (see Section 2.2). This means that energetically the pore opening can easily be
enlarged due to the librational motion of the linker. This is shown schematically in Figure 21.
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More specifically, the 6-membered rings that provide entrance to the cages have a free diameter of
ca. 3.0 Å. Many molecules with a kinetic diameter larger than that can penetrate into the pores, e.g.
O2, N2, CH4 [82]. This was first described by Moggach et al. [4], in a study where ZIF-8 crystals were
submitted to a pressure up to 1.47 GPa via a 4:1 (methanol:ethanol) hydrostatic mixture. This resulted
in a single-crystal to single-crystal phase transition to a previously unobserved phase. This phase
transition involves the rotation of the methylimidazolate linker, which leads to an increase in the
diameter of the 6-membered rings from 3.0 to 3.6 Å, allowing more methanol and ethanol molecules to
enter the pores. Later Fairen-Jimenez et al. [5] showed that this same phase transition also takes place
upon gas adsorption at lower pressures. For example, for N2 at 77 K it occurs at ∼0.02 bar [83].

Recently, Hobday et al. [37] compared ZIF-8 and its carboxaldehyde and nitro functionalized
analogues (ZIF-90 and ZIF-65, respectively) also under high hydrostatic pressure of a 4:1
methanol:ethanol mixture. At high pressures, the linker in ZIF-90 undergoes a similar rotation
as in ZIF-8, which leads to a larger pore opening. In contrast, the linker in ZIF-65 rotates in the opposite
direction, leading to a smaller pore opening. This suggests a difference in interaction energies of the
–NO2 groups between each other and with the alcohol molecules, with respect to what occurs with
the –CH3 and –CHO groups. The rotational dynamics of the nitro-functionalized ligand might still be
different for other guest molecules.

For a framework constructed from Mn2+ and isonicotinate, the one-dimensional pores are lined
with the isonicotinate linkers, which, in the guest-free conformation of the MOF, are orientated into a
closed pore configuration that is too narrow for diffusion of small molecules such as CO2. However,
adsorption of guest molecules such as CO2 and propane is associated with rotation of these linkers
about their coordination axis into an open pore configuration. This leads to a steep rise in the adsorption
curve at the gate-opening pressure. The gate-opening pressure is dependent on the adsorption energy
and hence adsorbate dependent [81].

An intriguing example of a material that is capable of transforming between a gate-closed to
gate-open configuration via linker rotation was reported by Kitagawa et al. [84]. The structure is based
on 2-D sheets that are pillared by a ligand with a 180◦ coordination geometry and an ethylene glycol
functionalization (see Figure 22). These side chains act as a molecular gate, that can be unlocked by
guest interactions. The hydrogen bonds of the ethylene glycol side chain are vital in the mechanism.
In the guest free framework, the side chains form hydrogen bonds with each other that lead to an
effectively closed pore configuration: N2 and O2 cannot be adsorbed. In contrast, water and methanol
can be adsorbed and lead to a gate-opening of the pores. The hydrogen bonds between the ethylene
glycol groups are broken as H-bonds with the guest molecules are formed. This leads to a rotation of
the linker around its coordination axis leading to a large pore opening (see Figure 22). At the vapor
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pressure upon which this occurs the sorption isotherm shows a step that is typical of a gate-opening
effect. For CO2, due to its much smaller tendency to form H-bonds with the ethylene glycol groups
this happens at a much higher vapor pressure.
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In a MOF based on Cu2+ and 5-diethyl-1,2,4-triazole, the ethyl groups are capable of momentarily
moving out of the way to permit the diffusion of guest molecules that are normally too large to fit, such
as acetylene and CO2 [85]. The structure of the framework is hardly changed upon guest inclusion.
This is a clear example of linker molecules, or part thereof, only temporarily moving out of the way.

Zhang et al. [86] studied a framework based on Cu2+, which is pillared by hexafluorogermanate
or hexafluoroniobate as well as a ligand containing two pyridyl rings, 4,4’-dipyridylacetylene or
4,4’-azopyridine more specifically. In the guest-free state one of the pyridyl rings is rotated such as to
optimize a favorable C–H···F hydrogen bond. When solvent molecules are occluded, both pyridyl
rings have a close to planar conformation, which leads to a larger pore size. The difference is the largest
for the 4,4’-azopyridine ligand, with a difference of 30◦ in rotational conformation for one pyridyl ring
in the guest-free state. The result is that the solvated MOF has larger pore sizes: 4.2 Å instead of 3 Å.
This larger pore size of 4.2 Å should allow for butadiene to diffuse through, while the butene isomers
that have a larger cross section cannot. Indeed, the authors report both plausible gate-opening in
the adsorption isotherm of butadiene, and a good separation between butadiene and butene isomers.
Often, MOFs do not perform as well in breakthrough adsorption experiments as expected from the
single gas adsorption experiments [87–89]. However, in this case a very good selectivity was retained
in the breakthrough experiments.
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For ZJU-198, shown in Figure 23 as ZJU-198-NP (NP = narrow pore), it has been shown
experimentally that this structure can separate CO2 from N2, acetylene from methane, and, moderately,
acetylene from ethylene [91]. This was initially rationalized via the static ZJU-198-NP structure.
Yet, many of the adsorbate molecules in fact do not fit into the ZJU-198-NP pores. Via Monte
Carlo simulations through grand canonical assemblies and molecular dynamics, Calero et al. [90]
showed that the structure actually undergoes a phase transition upon guest adsorption, via a linker
rotation that leads to large pore cavities. This structure is shown as ZJU-198-LP (LP = large pore) in
Figure 23. This breathing effect leads to preferential adsorption of molecules that favor the large-pore
configuration. In fact, the authors could far better reproduce the experimental adsorption isotherms
and selectivity, including this framework flexibility than by assuming a static ZJU-198-NP structure.

So far, we discussed the rotation-induced gate-opening effect that leads to larger effective pore
windows than predicted from XRD crystal structures. This can happen if the linkers in the equilibrium
guest-filled structure have a different orientational conformation with larger pore size. It can also
happen due to transitory linker rotation that allows diffusion of guest molecules, while the equilibrium
conformation is very alike that in the guest-free structure. The result of this effect is that molecules
larger than expected from the refined guest-free structure can diffuse through the MOF.

Another way in which rotational dynamics can lead to different adsorbate/adsorbent interactions
is when a conformational transition of the MOF affords a better packing of the adsorbate molecules, or
when it leads to more favorable adsorbate/adsorbent interactions.

The above-discussed gate-opening effect is in fact more intricate than initially thought. A gradual
deformation of the ZIF-8 structure takes place during adsorption. In the case of small molecules—such
as N2, Ar, O2 or CO—at low temperature, this deformation can lead to stepped isotherms due to
packing effects. More specifically, a step occurs when a more favorable packing arrangement of guest
molecules becomes possible in the deformed structure. As such, the polarizability and molecular size
and shape of the gases play a significant role in the adsorption behavior [35,92]. Recently Coudert
et al. [38], via a combination of N2 sorption and first principles thermodynamics, showed that the
isoreticular ZIF-8-Cl (ZIF-8 with the –CH3 group substituted by –Cl) has similar steps in the low
temperature N2 adsorption. Here too, it is convincingly shown that this is governed by an increasing
rotational linker deformation and guest packing effects. In contrast, the isoreticular ZIF-8-Br was
shown to be stiff and displays a characteristic type Ia adsorption isotherm.

In two metal–organic framework based on Cu2+-paddle wheels, that contain the linkers shown
in Scheme 4, a difference in rotational dynamics between these linkers leads to distinct differences
in the adsorption of methane [27]. At high loading, the pyrimidine-containing linker has a much
higher methane uptake. At low methane pressures, both frameworks show a very similar uptake. DFT
calculations show similar adsorption energies for both MOFs. With quasi-elastic neutron scattering,
the authors of this study found that the pyrimidine containing linker is far more dynamic, and hence
the authors postulated that the central pyrimidine rings can be more easily adjusted and oriented to
optimize the methane packing in the MOF at high pressure than that this can happen for the central
benzene rings in the other MOF.

In another series of MOFs investigated for methane storage (discussed in Section 2.1, see Figure 8),
a difference in rotational dynamics for the different ligands occurs. However, it is less clear in these
structures what the precise effect of rotational dynamics is on the interplay of flexibility, pore shape,
and adsorption energies that leads to the observed differences in methane loading.

SIFSIX-3-Ni consists of a network based on square grids of Ni2+ and pyrazine, which are pillared
by SiF6

2−. This structure shows a distinct inflection point in the Xe adsorption isotherm that is absent
for Kr, N2, and CO2. The pore diameters based on the refined structure are 3.5–3.8 Å, which is close to
the kinetic diameter of 4 Å of Xe. Whether the structure is present in vacuum, or fully loaded with He
or Xe, the pyrazine rings within the framework have a similar orientation, where each ring is rotated
approximately 16◦ with respect to the square grid plane orientation [69]. Two different orientations
(−16◦ and 16◦) are possible. The transition that occurs around the inflection point is hence subtler.
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Aided by DFT calculations, the authors concluded that a disorder-to-order structural transition in the
organization of the pyrazine rings takes place, which leads to an organized pattern of aligned +16◦

and −16◦ pyrazine configurations that can better accommodate Xe guests molecules. In this case, it
is not so much a packing effect, but rather a reorganization of the linker conformations to allow for
optimal adsorbate/adsorbent interactions.
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Scheme 4. Two rotor linkers used in (a) UTSA-76 and (b) NOTT-101.

For an isoreticular structure based on Zn2+ and Ni2+ it has also been shown that the rotational
dynamics of the pyrazine rings play a role in the adsorption of CO2 [93]. Here, intriguingly, a higher
uptake of CO2 is observed at 298 K than at 195 K.

Gee and Sholl [94] applied molecular dynamics simulation to better grasp what the role of
rotational flexibility of MIL-47 and MOF-48 might be on the adsorption selectivity for different pairs
of C8 aromatics. These MOFs with one-dimensional pores are based on V4+ coordinated by oxygen
and terephthalic acid (MIL-47) or dimethyl terephthalic acid (MOF-48). They compared static Grand
Canonical Monte Carlo simulations with GCMC simulations on a series of snapshots taken from flexible
molecular dynamics simulations that pertain to a wide set of dihedral angles of the terephthalate
linkers. When rotational flexibility was included, the computational results matched the experimentally
observed selectivity far better. For these host/guest systems, the simulated selectivity decreased when
flexibility was included.

As is clear, the rotational dynamics of linker molecules in MOFs can have a profound effect on
the adsorption properties of MOFs. The gate-opening effect shows that the effective pore size that
should be considered to predict selectivity based on a molecular sieving effect, is in this case generally
larger than the pore size determined from the guest-free refined structure. In addition, the potential
for structural transitions based on rotational linker dynamics, can lead to a better packing of guest
molecules at high loadings. This is especially the case for small molecules at low temperatures these
packing effects may be pronounced.

The examples we discussed show that in fact rotational dynamics has the potential to increase or
decrease the adsorption selectivity, depending on the specific interplay between the MOF structure, its
flexibility and the guest molecules. In any case, in order to understand the adsorptive properties of
MOFs, the rotational dynamics need to be considered.

4.2. Optical Properties

Rotational dynamics can influence several optical properties of MOFs. One area where this
happens is inspired by the recently discovered phenomenon of aggregation-induced emission
(AID) [95]. Chromophores that have this property are far more fluorescent as aggregates than when they
are present in dilute solutions. In these chromophores, orbitals that are involved in the luminescence
decay pathway are present on groups that are rapidly rotating in solution, hence quenching the
fluorescence. When aggregated, this rotation is hindered, hence fluorescence is switched on [96].
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A typical example is the molecule tetraphenylethylene (TPE), for which fast rotation of phenyl groups
and twisting of the C=C group occur in solution, but not upon aggregation [97]. Dinca et al. [98]
showed that a tight packing of the chromophores is actually not necessary, since simply restraining the
mobility via incorporation the chromophore in a matrix can suffice for fluorescence to occur. More
specifically, a tetrakis(4-carboxyphenyl)ethylene (TCPE) ligand was built as linker into metal–organic
frameworks via either Zn2+ (see Figure 24) or Cd2+ ions. Despite the distance between the TPE motifs
being significantly larger in the MOF than in the aggregate, and rotation/flipping of the phenyl rings
being feasible, the MOFs exhibit fluorescence, both in the solvated and unsolvated state.
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The same group investigated the effect for the MOF built up with Zn2+ paddle wheels in
greater detail via 2H NMR and DFT modeling of the energy barrier for rotation on a cluster model.
With respect to free TPE in the gas phase, the linker in the MOF has twice the energy barrier for ring
rotation: 50 kJ/mol versus 25 kJ/mol. This is due to the geometrical constraint the MOF topology
poses on the linker which leads to steric hindrance upon ring rotation that is absent from the free
TPE [98]. Apparently, these decreased phenyl rotations suffice to retain the fluorescence of the materials.
The authors predict that if the MOF topology could be chosen such that the rotational energy barrier
could be lowered significantly, they could be interesting sensors. They postulate that in such cases
the guest-free MOF should hardly fluoresce, while upon guest inclusion the fluorescence should be
switched on [25].

Correspondingly, Du et al. [99] recently hypothesized that the fluorescence enhancement of MIL-53
related MOFs with Au particles attached in the presence of glutathione, is related to a restriction of the
rotational dynamics of the terephthalate linkers.

Serra-Crespo et al. [100] showed that modulation of linker dynamics can also act as the switch
to turn on the non-linear optical (NLO) response of NH2-MIL-53(Al). NH2-MIL-53 is capable of
generating second-order NLO light, which is only allowed for non-centrosymmetric structures, in the
closed pore configuration where the linkers experience significant steric hindrance to rotation. When
guest molecules were introduced, the structure transformed to an open pore configuration that allowed
for linker rotation. This, in turn, lead to a randomization of the linker orientation that switched off the
NLO response.

In short, linker dynamics can have a pronounced effect on optical properties such as fluorescence
and non-linear optical light generation, such that on–off transitions may be realized based on the
drastic changes in linker dynamics upon guest adsorption/desorption.

4.3. Mechanical Properties

Metal–organic frameworks can show intriguing mechanical properties, such as negative thermal
expansion or gigantic positive thermal expansion [101–106]. This prompts the question: in what ways
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does the flexibility that many MOFs have play a role in these phenomena? Within the frame of this
review, what role may rotational linker dynamics play? A few papers have addressed this explicitly.

For MOF-5, which shows negative thermal expansion between at least 80 K and 500 K, it has been
shown in an experimental [103] and a computational study [106] that its unit cell contraction with
increasing temperature is due to a concerted transverse movement of the linkers and the twisting and
vibrations of the carboxylate groups specifically. Yet, the librations of the terephthalate linkers hardly
play a role in the phenomenon.

The FJI-H11-R MOFs—which consist of Cu2 paddle wheels and the rather elaborate linkers
depicted in Figure 25—show a significant positive thermal expansion [107], with a slight contraction of
0.6 % of the a-axis between 100 K and 293 K, but a large positive thermal expansion of 9.4 % along the
c-axis, leading to a pore volume increase of 8.0 %. The authors showed that this is related to rotation of
the of p-phenylene groups in the linker, and deformation of the linker.
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5. Conclusions

In this review we categorized rotational linker dynamics in MOFs into four types (A–D), based on
geometric and energetic considerations. Type A occurs in linkers with straight axles and low enough
rotational barriers, such that they are capable of completing 360◦ rotations. Type B consists of partial
rotations, such as librations (oscillations about a minimum) and hops in energetically constrained
rotors. Types C and D are topologically different from the first two, and far fewer examples are
reported in literature. In Type C, the rotor is a side functional group that is not involved in the
connectivity, while in Type D the rotor is formed by a macrocyclic molecule that is mechanically
interlocked around the main linker strut. In general, rotational motions are commonplace in MOFs,
with a rich diversity of mechanisms of rotation, as well as complex interplays between the rotor
framework and guest molecules.

Given the diverse examples found in the literature, it is evident that electronic configuration of
the rotor and the steric environment inside the framework are the two main factors determining the
torsional potential. Hence, they are essential parameters in the design of framework rotor systems.
For instance, high rotational barriers can be obtained using linkers that feature π-electron delocalization
systems. By contrast, axles with pure single-bond character—or with triple bond moieties—should
be chosen in order to reach free rotational motion. Additionally, the coordination geometry of a
linker may exclude the possibility of 360◦ rotations in certain types of MOFs. Steric hindrance on the
rotors, arising from the framework itself or from guest molecules in the pores, will lead to increased
rotational barriers.

With regard to the set of tools that can be used to study rotational dynamics of linkers, 2H NMR
is evidently the most important in the field. This is due to its specificity and ease of interpretation.
It has been used successfully to determine rotation steps, rates, and barriers of numerous and often
diverse MOFs. Other methods, such as 1H NMR spin-lattice relaxation, dielectric spectroscopy, and
THz spectroscopy, are becoming more commonplace, but may need further development and/or
combination with supporting techniques to avoid ambiguity. Molecular modeling techniques can also
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be used to provide information on the dynamic nature of the frameworks. Relatively low-cost DFT
calculations can be used to characterize the low-energy vibration modes of the materials, as well as the
energy profile for linker rotation. More advanced methods, including ab initio molecular dynamics
and free energy methods (such as metadynamics), are starting to appear in the study of rotational
linker dynamics in MOFs, although their computational cost is significantly higher.

In addition to their prevalence in MOFs, these motions can have a drastic impact on their
properties and on their performance in several applications. With regard to adsorption and separation,
molecules larger than the pore size expected from the XRD refined structure might adsorb. Furthermore,
the rotational dynamics allow the frameworks to access different conformational structures that allow
better packing and/or more favorable adsorbate/adsorbent interactions for specific molecules. As such,
the adsorption selectivity and capacity can be heavily influenced by the rotational dynamics. Still, the
majority of adsorption simulations in MOFs treat the adsorbing materials as rigid, which may not
capture the actual behavior of the MOF. As the rotational dynamics of the linkers are generally restricted
by guest inclusion, it provides a pathway for reversible guest-dependent optical properties, such as
switching on of fluorescence and switching-off second-harmonic generation upon guest inclusion.

Even though rotational dynamics are fairly prevalent in MOFs, their impact is often understated
or entirely ignored. Traditional microporous materials, such as zeolites and activated carbon cannot
display similar rotational dynamics. Yet, other emerging families of microporous materials, like porous
organic frameworks (POFs) and porous organic cages should be expected to exhibit similar behavior.
So far, research has primarily analyzed the properties that derive from rotation, but we expect growth
in the exploitation of rotation as a valuable design factor in functional nanomaterials. In particular,
more explicit cases of modulation of gas adsorption based on tunable rotational dynamics can be
forecast, as the interplay between these two phenomena is becoming more understood. An especially
exciting prospect is the attainment of coherent motion within MOFs, which might enable these ordered
microporous materials to behave as artificial nanomachine platforms able to perform useful work.
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