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In the multiferroic hexagonal manganite HoMnO3, inelastic neutron scattering and synchrotron
based THz spectroscopy have been used to investigate the spin waves associated to the Mn order
together with Ho crystal field excitations. While the Mn order sets in first below 80 K, a spin
reorientation occurs below 37 K, a rare feature in the rare earth manganites. We show that several
Ho crystal field excitations are present in the same energy range as the magnons, and that they
are all affected by the spin reorientation. Moreover, several anomalous features are observed in the
excitations at low temperature. Our analysis and calculations for the Mn spin waves and Ho crystal
field excitations support Mn-Ho coupling mechanisms as well as coupling to the lattice affecting the
dynamics.
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INTRODUCTION

Multiferroics continue to attract much attention in
condensed matter physics, because of the promising ap-
plications in spintronics they offer, but also because
these materials raise fundamental questions. One of
these concerns the understanding of the microscopic ori-
gin of the coupling between magnetic and electric de-
grees of freedom, and how new excitations resulting from
this coupling, for instance electromagnons, can emerge.
Electromagnons were first reported in 2006 as mag-
netic excitations excitable by the electric field compo-
nent of the electromagnetic wave [1]. Since then, elec-
tromagnons have been observed in several compounds
with non colinear magnetic order such as perovskites
[1, 2], hexaferrites [3] or even the more simple cupric
oxide [4]. Various mechanisms at the origin of these ex-
citations were invoked and identified, among which the
inverse Dzyaloshinskii-Moriya interaction [5], symmetric
exchange-striction mechanism [6] or higher harmonics of
the magnetic cycloids [7]. Other types of excitations in-
volving electric and magnetic degrees of freedom have
also been reported such as atomic rotation mode ex-
cited by the magnetic field component of the terahertz
(THz) light [8] or hybrid excitations arising from the in-
terplay between rare-earth crystal field (CF) excitations
and 3d transition metal magnons [9, 10], in particular in
the hexagonal manganite ErMnO3 [11]. All these hybrid
excitations often lie in the THz range and are also inves-
tigated using inelastic neutron [12] or X ray scattering
[13] and Raman spectroscopy [14].

The hexagonal manganites h-RMnO3 where R= Y,
Er, Ho, etc, crystallizing in the P63cm space group, have
been widely studied [15–18] since they combine remark-
able properties associated to multiferroism and magnetic
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FIG. 1. Sketch of the HoMnO3 crystallographic and mag-
netic structures. (a) Projection of the different atomic posi-
tions onto the ab-plane, omitting the oxygens for clarity. The
Mn ions on the 6c Wyckoff site have a x coordinate within
the ab-plane close to 1/3 and a z coordinate along the c-axis
equal to 0 (red spheres) or 1/2 (black spheres). The rare-
earths occupy two different Wyckoff sites (2a and 4b). The
main intra-plane (J) and inter-layer (K1,2) exchange interac-
tions between the Mn magnetic moments are indicated. (b)
Magnetic arrangement of the Mn ions with zero propagation
vector corresponding to the four one-dimensional irreducible
representations Γi of the P63cm space groupe. The homo-
metric pairs, indistinguishable through neutron scattering if
xMn=1/3, are indicated by the boxes.

frustration. They belong to type I multiferroics, where
ferroelectricity and magnetic orders occur at different
temperatures: onset of an electric polarization along the
c-axis at much higher temperature (TC'800K) than the
ordering of the Mn magnetic moments (TN'80K). De-
spite these different energy scales, non negligible coupling
between the electric and magnetic degrees of freedom are
present. For instance, the Mn magnetic ordering is ac-
companied by ionic motions inside the unit cell [19, 20]
giving rise to a giant magneto-elastic coupling, connected
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with an increase of the ferroelectric polarization. The
Mn sublattice consists of triangular planes (Fig. 1) with
a peculiar stacking along the c-axis, each Mn3+ ion sit-
ting close to the middle of the triangle of Mn3+ belong-
ing to adjacent layers. The actual materials have then
in common a 120◦ spin structure for the Mn magnetic
moments in the triangular planes, but the stacking and
relative phase difference of these patterns depend on the
R atom ((magnetic R=Ho, Yb, or not R= Y, Sc), and
correspond to the four one-dimensional irreducible repre-
sentations shown in Fig. 1. A key parameter tuning the
sign of the exchange interaction and the Mn3+ single-ion
anisotropy seems to be the shift away from 1/3 of the
x position of the Mn3+ ions within the triangular plane
[19, 21]. The ions R3+ are situated on two Wyckoff sites
2a and 4b. For magnetic rare earths, they also order at
lower temperature, either polarized by the Mn molecu-
lar field (site 4b) or from their mutual interaction in a
temperature range of few K (site 2a) [22, 23].

In this study, we focus on the Ho compound, which
has been intensively studied for its rich H − T phase
diagram and its strong magnetoelectric effects [17, 24].
It becomes ferroelectric at 875 K and the Mn magnetic
moments order at TN=75 K in the Γ4 representation
(see Fig. 1). Remarkably, a spin reorientation occurs at
TSR=37 K which is concomitant with the ordering of the
Ho(4b) magnetic moments, while the Ho(2a) moments
order around THo=5 K, both along the c-axis [19, 25–29].
This Mn reorientation transition, unique in the hexagonal
manganites, shows up also in the electric properties with
a drop in the electric polarisation below TSR which is
further recovered at THo [30]. Signatures of the rare-
earth Mn coupling in the spin dynamics in an applied
magnetic field have also been reported [31, 32], although
no rare-earth CF-Mn magnon hybridization has yet been
observed.

We report here a detailed study on the dynamical prop-
erties of this compound in the THz range using both
electromagnetic waves and neutrons as complementary
probes. We show that the THz dynamics is particu-
larly complex in HoMnO3 due to the presence of sev-
eral Ho CF excitations in addition to the Mn spin waves
that surprisingly become non-dispersive along the c-axis
at low temperature. To interpret the observed spectra
and their remarkable temperature dependence through
the spin reorientation transition and below, we have per-
formed calculations both for Mn and Ho dynamics. Our
work brings new insight on the complex spin dynamics of
this compound including possible signatures of the cou-
plings between the different magnetic ions, but also with
their lattice surroundings.

EXPERIMENTAL DETAILS

Single crystals have been grown using the floating zone
method, yielding rods of about 7 mm in diameter and
4 cm long. From these crystals, two small plaquettes
were cut for the THz measurements (Typically 2 mm in
diameter and 300 µm in thickness): one with the c-axis
perpendicular to the plaquette, the other one with the
c-axis within the plaquette. The polarized THz emission
of the synchrotron at SOLEIL was used to probe the THz
properties similarly to the study on ErMnO3 [11].

Inelastic neutron scattering (INS) measurements were
performed at the thermal spectrometer IN8 (ILL) as well
as at the 4F1 and 4F2 cold triple-axes spectrometers in-
stalled at LLB. The final wave vector used was kf =
2.662, 1.55 or 1.3 Å−1 depending on the desired en-
ergy resolution (0.8, 0.25 and 0.12 meV respectively).
Higher order reflections were removed using a PG (IN8)
or nitrogen cooled Beryllium filter (4F). The sample was
mounted to have access to Q = (h, 0, `) scattering wave-
vectors and attached to the cold finger of an orange cryo-
stat. Several Energy-scans taken along Q = (h, 0, `) were
collected to construct the maps shown in Fig. 2 and 3.

INELASTIC NEUTRON SCATTERING

The magnetic excitations have been first investigated
by INS. Figures 2a and 3 give an overview of those re-
sults, showing the spectra along a∗, along c∗, and the
temperature dependence measured at the zone centers
(1, 0, 0) and (1, 0, 1). Dispersive spin waves are clearly
visible along a∗ with a maximum of the branches around
17 meV (140 cm−1) while the amplitude of dispersion
along c∗ is much weaker, reflecting the hierarchy of the
magnetic interactions much stronger within the ab-planes
than in between. In addition to the spin waves, non-
dispersive excitations are visible corresponding to transi-
tion between CF levels of the two Ho3+ ions on 4b and 2a
sites. Remarkably, a significant temperature dependence
of the magnetic excitations is visible at TSR as shown at
the zone centers (1, 0, 0) and (1, 0, 1) in Fig.3 where
changes of spectral weight are observed for all the exci-
tations below 30 cm−1. More surprisingly, along c∗, the
spin waves dispersion disappears gradually below TSR
and finally the corresponding branches remain flat below
≈ 10 K.

The coexistence of both spin waves and CF transitions,
along with a subtle temperature evolution, make however
the interpretation of those spectra quite complex. Fortu-
nately, previous studies [12, 19, 22, 33–37] performed for
several members of the RMnO3 provide valuable assis-
tance. They especially concluded to the relevance of the
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FIG. 2. Spin dynamics in HoMnO3(̇a) Mn3+ spin waves and Ho3+ CF excitations measured by INS along the (h, 0, 1) reciprocal
space direction. These data have been taken on IN8 at 2K with a medium energy resolution of about 0.8 meV. M and M’
denote the Mn dispersive spin waves that can be seen at the zone center. Labels 1-6 refer to non dispersive Ho CF lines. (b)
Comparison with spin wave calculations using the model described in the text for the Γ1,3 configurations of the Mn magnetic
structure. (c,d) Spin wave calculations along (h, 0, 0) in the Γ1,3 configurations for spin fluctuations respectively along the
c-axis and within the basal hexagonal plane. (e-h) Spin wave calculations along (1, 0, `) for the 4 different possible Γi. In the
calculations of panels (b-f), modest but finite values of Dx and Dy were taken into account to ensure the stability of the various
Γi, see Table I. This is responsible for the rise of the small gaps at zone centers. All the spin wave calculations have been
performed using the SpinWave software [38].

following Hamiltonian to describe the Mn spin waves:

H =
1

2

∑
p,〈i,j〉

Ji,jSi,pSj,p +
1

2

∑
〈i,j〉

Ki,jSi,1Sj,2

+
∑
i,p

Dz(S
z
i,p)

2 −Dx(Sxi,p)
2 −Dy(Syi,p)

2 (1)

In this expression, Si,p is the Mn spin at site i, p = 1, 2 is
an index that labels the two Mn planes in the unit cell,
Dz is an easy plane anisotropy (Dz ≥ 0), and Dx,y ≥ 0
are effective easy axis anisotropies, forcing the spins to
point along the x or y directions (see Fig.1). Ji,j is the
antiferromagnetic coupling between neighboring spins in
the same plane, and Ki,j the antiferromagnetic coupling
between neighboring spins in adjacent planes. As shown
in Fig. 1a, the xMn position allows to distinguish two
different paths for K, a long and a short one, labeled
hereafter as K1 and K2. To proceed, we first assume
Dx = 0 and Dy = 0. Straightforward classical mini-
mization of H shows that the ground state structures are
planar 120◦ spin configurations. Using the convention of

Figure 1, the moments are given by :

Si,p = S

 cos(φp + (i− 1) 2π
3 )

sin(φp + (i− 1) 2π
3 )

0

 (2)

and the classical energy writes:

E = −3JS2 + 2(K1 −K2)S2 cos ∆φ, with ∆φ = φ2 − φ1
(3)

The value of φ1 along with the relative phase difference
∆φ = φ2 − φ1 between two adjacent planes fully deter-
mine the final structure. These structures can be classi-
fied using the Γi=1,2,3,4 irreducible representations listed
in Table I. Note that two 2-dimensional irreducible repre-
sentations are also allowed in the P63cm space group but
were not considered in this work. The sign of K1 −K2

determines the stability of each phase: Γ1,2 are stabilized
for K1−K2 ≥ 0, while Γ3,4 are stabilized for K1−K2 ≤ 0.

In principle, six spin wave branches are expected in
this model. However, since K1 ≈ K2, these branches
should be considered as three almost doubly degenerate
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FIG. 3. Panel A: Inelastic neutron scattering color maps in HoMnO3 for the (1, 0, `) reciprocal space direction at different
temperatures, ranging from 65 K down to 1.5 K. The spin reorientation occurs at TSR =37 K. Dispersing spin waves branches
(labeled M and M’)a ssociated to Mn order can be observed at 65, 45 and 27 K. The spectral weight is typical of the Γ2,4

configuration at 65 K and 45 K, but it becomes typical of Γ1,3 at 27 K. In addition, flat modes (0-4), likely Ho crystal field
excitations, are also observed. For the temperatures below 27 K, the spin waves gradually fade away into the CF excitations
and only non-dispersive excitations remain at 1.5 K (below THo). The dots added on the color maps were obtained by gaussian
fits of the individual constant-Q E-scans. Panel B : inelastic neutron scattering color maps in HoMnO3 for the (100) and (101)
reciprocal space positions as a function of temperature. The dots added on the color maps were obtained by gaussian fits of
the individual constant-Q E-scans. The dashed vertical lines indicate the transition temperatures.

Γi φ ∆φ Conditions
1 π/2 π Dy ≥ Dx,K1 −K2 ≥ 0
2 0 π Dy ≤ Dx,K1 −K2 ≥ 0
3 0 0 Dy ≤ Dx,K1 −K2 ≤ 0
4 π/2 0 Dy ≥ Dx,K1 −K2 ≤ 0

TABLE I. Condition for the Mn3+ single-ion anisotropy and
the interplane couplings stabilizing one 3 dimensional mag-
netic order of the Mn out of the four irreducible representa-
tions Γi.

modes. Moreover, due to the hexagonal symmetry, these
three branches can be described by a single one, stem-
ming from (0, 0, `) and going soft at (3, 0, `). The two
other branches are identical but stem from (1, 0, `) and
(2, 0, `) and go soft respectively at (4, 0, `) and (5, 0, `).

As shown in Fig.2(c,d), spin wave calculations indicate
that the former corresponds mostly to correlations be-
tween spin components along the c-axis (Fig.2c), while
the two latter correspond mostly to in-plane correlations
(Fig.2d). As a result, two acoustic-like and one optical-
like spin wave emerge from each zone center. The gap ∆
of the latter occurs at around 40 cm−1 (5 meV) and is
related to the easy-plane anisotropy by ∆ ≈ 3S

√
DzJ .

As explained above, the degeneracy is lifted as soon as
K1 6= K2. This becomes especially clear when looking at
the dispersion along (1, 0, `). This point is illustrated in
Fig.2e-f, showing the calculated spin wave dispersions for
the different Γi magnetic configurations. We notice that
the spectral weight of the lowest energy mode is strong
at (1, 0, 1) for Γ1,3, and at (1, 0, 0) in the case of Γ2,4.
This change has been put forward in Ref. 19 to explain
that the spin reorientation process in HoMnO3 involves a
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symmetry change from Γ2,4 below TN to Γ1,3 below TSR
with a 180◦ rotation of the spins in one of the triangular
layer. This change was attributed to a change of sign
of K1 − K2 induced by the change in position of the
Mn ions from xMn = 0.325 above TSR to xMn ≈ 0.334
below. In Ref. 19, the authors assumed Γ1 to be the
ground state. Actually, non linear optical measurements
as well as other probes suggest rather a Γ3 magnetic order
below TSR [26, 27, 29]. Since the Γ1,3 and Γ2,4 pairs
are homometric, i.e. they cannot be distinguished by
unpolarized neutron scattering if xMn is strictly equal to
1/3, we will assume that Γ3 is the actual ground state in
the following.

With these results in hand, we come back to the analy-
sis of the experimental results. Fig.2b displays the calcu-
lated inelastic neutron intensity for Q wave vectors along
(h, 0, 1). Using J =2.5 meV and Dz =0.65 meV, the high
energy behavior of the spectrum is well reproduced. For
instance, the spin wave labeled M originates from the
optical-like mode at ∆. It is clearly visible on Figure
2. In Fig.3 (panel A), it looks like a flat band along c∗

due to the weakness of the interplane couplings K1 and
K2. Finally, as shown in panel B, ∆ hardens towards
45 cm−1 when decreasing temperature. Note that some
renormalisation of the Mn excitations has been reported
in HoMnO3 as due to magnon-phonon coupling [37].

The second dispersive spin wave labeled M’ is the
acoustic-like spin wave mode stemming from the zone
center and consisting of two interlaced branches. It can
be also identified in Fig.3, thanks to the strong intensity
expected for Γ2,4 structures at (1, 0, 0). Below TSR, this
spectral weight jumps to (1, 0, 1), as a result of the tran-
sition to Γ1,3. From panel B in Figure 3, the change of
spectral weight from (1,0,0) to (1,0,1) at TSR can also
be noticed. The bandwidth of M’ is well captured for
K1 −K2 = 0.003 meV. The gap of this mode originates
from small single-ion anisotropies of the Mn3+ (terms Dy

and Dx). An additional origin of anisotropy is expected
to come from the Ho molecular field that should lead to
a scaling of the gap with the Ho(4b) ordered moment.
Indeed, at the mean field level, the coupling between the
3d and 4f magnetic species writes:

V =
∑
m,i,p,`

Sm,i gm,i,p,` 〈Jp,`〉

where g is the coupling tensor, m, p and i, ` are indices
that label the unit cell and the atom for the 3d and
rare earth sublattices. 〈Jp,`〉 is the average magnetic
moment at the rare earth site. Combined with the ex-
change Hamiltonian described in Eq. 1, V polarizes the
Mn spins, hence plays the role of anisotropy. In principle,
this should result in a gap in the spin wave spectrum as
observed in YbMnO3 [39]. However, in the present case,
the expected scaling seems not to fully operate probably
due to the coupling of the Mn spin waves with Ho CF

excitations.
Indeed, in addition to the spin waves, non-dispersive

excitations are also visible in Fig.2 and 3. These features
correspond to CF transitions of the Ho3+ ions on 4b and
2a sites and are labeled 0-6. As we shall see in the next
part, those labels are also used to describe the THz data
(see Figure 4). Note that the mode 5 is not visible in
our neutron scattering experiments probably because it
overlaps with the magnon M or because its neutron cross
section is intrinsically weak. Panel B of Figure 3 shows
the temperature dependence of CF transition modes 1
to 4. The intensity of those modes gradually increases
with decreasing temperature while their positions slightly
change, but the most remarkable feature is the formation
of an additional line labeled 1 just below TSR. Note that
the line labeled 0 appears at very low temperature only,
hence probably due to the Ho ordering on site 2a. In
addition, quite strikingly, the dispersion of M’ eventu-
ally merges gradually below TSR into those CF lines (at
least into those below 30 cm−1). Finally, the spectrum
encompasses only flat bands below ≈ 10 K.

We point out that this very peculiar temperature evo-
lution of M’ shows that this branch crosses several Ho
crystal field excitations, which makes very likely hy-
bridization mechanisms (via a resonant process) between
the Mn spin wave dispersion and the CF lines at low
temperature.

SYNCHROTRON BASED THZ SPECTROSCOPY

To get a better insight into the spin dynamics, we have
used THz spectroscopy as a complementary probe of both
Mn spin waves and Ho Crystal field excitations. In this
electromagnetic absorption technique, due to the high ve-
locity of photons in the material, the measurements are
considered in the long wave length limit and compari-
son with neutron data is therefore relevant for the (0,
0, 0) center of the Brillouin zone. There, all Ho crys-
tal field excitations should be present. As for the the
Mn spin waves, calculations similar to those presented
in the previous section show that the four different spin
configurations Γi have the same signature at (0,0,0). It
consists of a high energy branch (M) expected around
45 cm−1 which involves correlations between spin com-
ponents perpendicular to the c-axis, and a single low en-
ergy branch M’ corresponding to spin correlations along
the c-axis that is pushed to finite energy when some spin
anisotropy is present (see above and Fig.2).

The THz spectrum of HoMnO3 was first studied in
[31] where the Mn (M) magnon mode as well as several
Ho crystal field excitations were observed as a function
of external magnetic field. The Mn magnon was more
recently investigated under light irradiation [40] while its
dependence on the Ho-Mn interaction is reported in [32].
Here, thanks to synchrotron based spectroscopy, we are
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able to measure with great precision the whole spectra
from 0.3 to 1.8 THz (10 to 60 cm−1).

All the spectra recorded at different temperatures from
130 K or 100 K down to 6 K are shown in Fig.4 for the
three possible orientations (as regards the c-axis) of the
THz electric e and magnetic h fields. Several absorp-
tion bands are observed from 11 cm−1 up to 55 cm−1,
quite differently from other hexagonal manganites such
as YMnO3 or ErMnO3, suggesting the influence of Ho
ions in these THz spectra. Further inspection shows that,
for the two different THz polarizations with the same
magnetic field direction h⊥c, the spectra are very similar
and differ substantially from the case where h ‖ c. This
is a strong indication that all the observed excitations
are of magnetic origin. The Mn magnon (M) expected
around 45 cm−1 is clearly observed for h⊥c and seems to
behave as expected for a conventional magnon by emerg-
ing below TN . It shifts to higher energies when the tem-
perature is lowered (see Fig.5). This magnon involves
spin components perpendicular to this axis, in agreement
with the THz magnetic selection rule h⊥c. The other Mn
magnon (M’) involving the spin component along the c-
axis is expected at lower energies for h ‖ c but is not
easily distinguishable. All the other observed bands are
specific to the Ho compound and should be related to Ho
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FIG. 7. Details of the THz spectra around band 3 and 4. Left:
relative absorption measured for two different orientations of
e and h on the same sample. Right: results of gaussian fits
for the absorption peaks with the position, area and width as
a function of temperature. A maximum of 3 peaks were used.
Closed and open symbols refer to h⊥c and h ‖ c respectively.
Note the complexity of the spectra with several components
that are all affected by TSR.

crystal field excitations. Quite surprisingly, all spectra
are strongly affected by the spin reorientation process at
TSR.

A detailed description of the temperature dependence
of the spectra are given in Fig.5 to Fig.9. Six different
bands (each possibly including several excitations) are
clearly visible together with the Mn magnon. The ab-
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FIG. 8. Details of the THz spectra around band 5 when h ‖ c.
Left: absolute and relative absorption measured at different
temperatures. Right: results of gaussian fits for the absorp-
tion peaks with the position, area and width as a function
of temperature. Two peaks are present. The lower energy
peak appears smoothly when lowering the temperature and
can be fitted below 50 K. The higher energy one, the stronger,
is affected at TSR with a small shift in energy and increased
width and area.

sorption peaks have been fitted with gaussian profile and
their position, spectral weight (area) and lifetime (width)
are reported. They all show, at the reorientation tran-
sition TSR, a slight change of their position in energy
and more or less pronounced change of spectral weight.
In particular band 1 is observable only below TSR and
for h⊥c (see Fig.6). Band 2, always present for h⊥c,
is observable only below TSR when h ‖ c (see Fig.6).
Band 3, always present for h⊥c, disappears below TSR
when h ‖ c, while band 4 has a strong increase below
TSR (see Fig.7). Note that band 3 below TSR might
have a shoulder and that band 4 encompasses certainly
several modes. Finally, band 6 and maybe also band 5
have a side band that increases below TSR (see Figs.8
and 9). The Mn magnon (M) is also affected by the spin
reorientation at TSR: an abrupt change, although weak,
occurs in its position and line width while its area, which
was increasing below TN , starts to decrease and becomes
temperature independent below 10 K (see Fig.5).

A comparison with the neutron data can be made keep-
ing in mind that neutron scattering measures the imag-
inary part of the dynamical susceptibility that is equal
to the THz absorption divided by the energy. Both tech-
niques show remarkable agreement: At 20 K, below TSR,
the observed five flat bands along (1, 0, `)) in the neutron
data (see Fig.3) correspond nicely to band 1 - 4 and to
the magnon M observed in THz spectroscopy. The band
6 is also visible as a non dispersive branch at low temper-
ature in the neutron data of Fig.2. At 45 K, above TSR,
five branches are visible in the neutron spectra, three of
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FIG. 9. Details of the THz spectra around band 6 when h⊥c.
Left: absolute and relative absorption measured at different
temperatures. Right: results of gaussian fits for the absorp-
tion peaks with the position, area and width as a function of
temperature. Two peaks are present that are both affected
at TSR.

them correspond to bands 2-3-4 in THz, while the disper-
sive magnon M’ is not distinguishable in THz, probably
because it is below the energy window of the THz spec-
troscopy or mixed inside bands 3-4 (see Fig.3). To go
further into the analysis of the different magnon/crystal
field contributions and their possible hybridization, we
propose additional modeling of the complex Mn and Ho
dynamics. We first focus on the crystal field excitations
associated to the Ho ions.

CRYSTAL FIELD CALCULATIONS

Crystal field effects were calculated in a point charge
model taking into account the whole oxygen coordination
shell of the Ho3+ ions (4f10) for site 4b in C3 symmetry
and site 2a in C3v symmetry [11, 41, 42]. The atomic
coordinates were obtained from a refinement of neutron
diffraction data at 10 K [19]. The associated Hamiltonian
for each Ho3+ ion in the ground multiplet J=8 can be
expressed as:

HCF
4b = A0

2O
0
2 +A0

4O
0
4 +A3

4O
3
4 − (A3

4)∗O−34 +A0
6O

0
6

+A3
6O

3
6 − (A3

6)∗O−36 +A6
6O

6
6 + (A6

6)∗O−66

(4)

HCF
2a = A0

2O
0
2 +A0

4O
0
4 +A3

4(O3
4 −O−34 ) +A0

6O
0
6

+A3
6(O3

6 −O−36 ) +A6
6(O6

6 +O−66 )
(5)

for sites 4b and 2a, in terms of Omn Racah operators. A
global screening factor of 20% was estimated in order to
obtain the transition between the CF levels in the exper-
imental energy range. The CF parameters resulting from

this calculation, labeled set 1, are given in Table II. The
deduced energy scheme and selection rules are given in
Fig.10. For Ho 4b, the energy scheme contains singlet
(A) and degenerate doublets (E1

⊕
E2). Four different

energy levels are calculated below 100 cm−1. For Ho 2a,
two singlets (A1, A2) and one doublet (E) are present
with four different energy levels in the same energy range.
They are all allowed to occur for any orientation of the
THz magnetic field. The calculated absorption is shown
in Fig. 13(a) and (b) for both orientations of the THz
magnetic field h at 40 K and 6 K respectively. The en-
ergy and relative intensities of the highest energy bands 5
and 6 are correctly reproduced. However the agreement
between the calculations and the observed complex set
of mixed excitations below 30 cm−1 is less accurate.

set 1 Ho (4b) Ho (2a)
A0

2 0.392332 -0.664753
A0

4 0.000747 -0.000978
A3

4 -0.037963+i 0.008016 -0.039276
A0

6 -0.000776 -0.000848
A3

6 0.000337-i 0.000075 0.000219
A6

6 -0.000492 -0.000531
set 2 Ho (4b) Ho (2a)
A0

2 0.392332 -0.531802
A0

4 0.000747 -0.000978
A3

4 -0.037963+i 0.008016 -0.039276
A0

6 -0.000705 -0.000917
A3

6 0.000306-i 0.000068 0.000237
A6

6 -0.000448 -0.000574

TABLE II. CF parameters of sets 1 and 2 for the two Ho
sites in the Racah formalism (see text).

A1↔#A2# E↔#E#
A1,2↔#E# E↔#E#

Ho#Site#4b#(C3#symmetry)# Ho#Site#2a#(C3v#symmetry)#

E1⊕E2↔!E1⊕E2! A↔#A#
E1⊕E2↔#E1⊕E2# A↔E1⊕E2#

2#

2# 4#

4#

A#

A#
E1⊕E2#

E1⊕E2# 99#cm;1#

0;0.6#cm;1#E1⊕E2#

3# 5# 6#

3# 5# 6#

A1#

A2#

E#

E#
E#

5#

0;1.6#cm;1#
15#cm;1#

39#cm;1#
49#cm;1#

6#

2#
4# 15#cm;1#

30#cm;1#

3#

h k c

h ? c

h k c

h ? c

FIG. 10. Crystal field scheme and selection rules of the pa-
rameters set 1 for the two different Holmium sites with a
tentative matching of the calculated CF transitions with the
observed THz bands: Two transitions are expected for site
4b corresponding to band 2 and 3 and three for site 2a cor-
responding to band 4, 5 and 6. The selection rules and the
symmetry of the levels are indicated below.

To go further, we took into account the coupling of
the Ho 4b magnetic moments with the Mn ones expected
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to occur below TSR (discarding a possible magnetic cou-
pling of the Ho 2a with Mn) [29]. This was achieved
by including in the calculations the influence of the local
magnetic field produced by the Mn moments on the Ho
4b site, similarly to the case of ErMnO3 [11]. This field
was chosen along the c-axis according to the observed c-
direction of the Ho ordered magnetic moments. Its value
was adjusted at 2 T so that the ordered Ho 4b magnetic
moment extracted from the neutron diffraction data is
reproduced at low temperature (see Appendix I). The
influence of this magnetic field is to change slightly the
energy of some peaks and to produce additional splitting
of some CF levels (see Fig.11b and c for the parameter
set 1). We can notice in particular that the lowest en-
ergy CF peak corresponding to Ho 4b (in blue) in zero
field splits into two peaks under magnetic field. However,
experimentally, there are abrupt changes at TSR for all
the THz bands, both on their position and their inten-
sity, which cannot be accounted for by the sole effects of
temperature and molecular field. This is a strong indi-
cation that electric effects with modification of electric
charge screening are at play at TSR. This is further cor-
roborated by the observation simultaneously of a sharp
anomaly in the dielectric constant as well as a jump in
the electric polarisation along the c-axis [30].

With little additional changes of some CF parameters
(set 2 in Table II), we can reproduce qualitatively most
of the observed features in the THz spectra (see Fig. 13d
for T=6 K and a field of 2 T). In particular, bands 2, 3, 4,
5 and 6 are predicted at energies closer to the measured
ones, although there are still some discrepancies with the
calculated intensities. The presence of peak 3 above TSR
for h ‖ c and its disappearance below TSR while a new
peak labeled 2 appears at lower energy could be due to
the field splitting ascribed to the Ho-Mn coupling. Band
4 for h ‖ c below TSR could then result from a mixture
of several peaks including the higher energy mode from
the split peak (see horizontal bracket in Fig. 13d).

Strikingly, for h ⊥ c, band 1 appearing at TSR in the
measurements is missing in the calculations and therefore
cannot be accounted for by the effect of a magnetic field.
This discrepancy between calculations and experiment is
another indication that hybridization is at play between
Ho CF excitations and the lowest energy Mn magnon
(M’).

DISCUSSION

Our analysis and calculations for the Mn magnetic or-
der and associated spin waves, using the spin Hamilto-
nian of eq.1, can account for most of the experimental
data. Mainly, two spin branches M and M’ are observed
with INS that are correctly calculated (Fig.2 and 3). In
particular, the spin reorientation at TSR is clearly seen
as a change in the spin wave dispersion along c∗ for the

0 10 20 30 40 50 60
0

100

200

300

400

500

A
bs

or
pt

io
n 

(a
rb

. u
ni

ts
)

Energy (cm-1)

0 10 20 30 40 50 60
0

100

200

300

400

 

0 10 20 30 40 50 60
0

100

200

300

400

 

0 10 20 30 40 50 60
0

100

200

300

400

 

h"||"c"h"⊥"c"

0 10 20 30 40 50 60
0

100

200

300

400

 

0 10 20 30 40 50 60
0

100

200

300

400

 

0 10 20 30 40 50 60
0

100

200

300

400

 

Energy"(cm-1)" Energy"(cm-1)"

Ab
so
rp
5o

n"
(a
rb
."u
ni
ts
)"

2

2
5

6 6

5

4

3
4"

0 10 20 30 40 50 60
0

100

200

300

400

500

A
bs

or
pt

io
n 

(a
rb

. u
ni

ts
)

Energy (cm-1)

µ0H=0"
T=40"K"
Site"4b"
Site"2a"

Parameters"1"

µ0H=0"
T=6"K"

Parameters"1"

µ0H(4b)=2"T""
T=6"K"

Parameters"1"

µ0H(4b)=2"T"
T=6"K"

Parameters"2"

{ 

(a)"

(b)"

(c)"

(d)"

FIG. 11. Calculated CF THz absorption spectra for both
orientations of the THz magnetic field h and for Ho sites 4b
(blue) and 2a (yellow), using parameters set 1 at 40 K and zero
magnetic field (a), at 6 K and zero magnetic field (b) and at 6
K with a 2 T magnetic field parallel to the c-axis. The dashed
line and the two grey arrows for h ‖ c indicate the splitting of
the lowest energy Ho 4b CF excitation under magnetic field.
Panel (d) corresponds to the calculations performed using the
parameter set 2 at 6 K and under a magnetic field of 2 T along
the c-axis with a tentative matching of the calculations with
the measured bands of excitations.

branch M’ and is correctly captured when the change of
Mn spin configuration from Γ4 to Γ3 is introduced. The
second branch M is also observed with THz spectroscopy
(Fig.5), in agreement with the model. As for the non dis-
persive Ho CF excitations observed with INS and THz
spectroscopy, our calculations using the CF hamiltonian
described by eq.4 and 5 is able to reproduce the exper-
imental data qualitatively when two ingredients are in-
cluded: first, a change in charge screening at TSR that
explains the observed shifts and changes in intensity of
the whole CF spectrum, and second, a molecular field
along the c-axis produced by the Mn order. Similarly,
a molecular field produced by the Ho 4b order may be
introduced to account for the increased anisotropy gap
in the Mn spin wave branch M’. However our calcula-
tions do not agree quantitatively with the whole experi-
mental data: they cannot describe properly how the Mn
spin branch M’ become non dispersive along (1, 0, `) and
seems to merge into Ho CF excitations below 20 K. More-
over, they cannot explain the THz band 1 that appears at
TSR and is locked at 3 cm−1 below band 2 (Fig.6). Ad-
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ditional ingredients should be at play there, that couple
the 3d and 4f magnetic species dynamically.

It is possible for Mn Magnons and Ho crystal field ex-
citations to hybridize, if they are close in energy, which is
the case for the Ho manganite where 6 different Ho crys-
tal field excitations lie in the energy range of the Mn spin
waves (see Fig.??). They also should not be forbidden by
symmetry. This can be checked using a group represen-
tation analysis for both the Mn spin waves and the Ho
crystal field excitations : if they contain at least one com-
mon irreducible representation, the coupling is allowed.
The details are given in appendix II. According to [43],
for the Mn magnetic orders with zero propagation vector
corresponding to the four different one dimensionnal Γi,
the spin wave representation may be decomposed into
τ = A2

⊕
B1

⊕
E1

⊕
E2 where we use the irreducible

representations of the C6v (6mm) point group. For Ho
4b and 2a crystal field excitations, their decompositions
are already given in Fig.10, in the local point groups as-
sociated to the two different sites: C3 (3) for Ho 4b, and
C3v (3m) for Ho 2a. Their energy scheme contains sin-
glets (A for Ho 4b, A1, A2 for Ho 2a) and doublets (E1,
E2 for Ho 4b, E for Ho 2a). To infer compatibility with
those of the Mn magnons, we must consider their decom-
position into the irreducible representations of the C6v

point group. For Ho 4b, singlets A are decomposed into
{A1, A2, B1, B2} and degenerate doublets (E1

⊕
E2 are

decomposed into {E1, E2}. As for the Ho 2a, singlets A1

and A2 are decomposed into {A1, B2} and {A2, B1} re-
spectively, and doublets E into {E1, E2} as for Ho 4b. It
can be easily seen that they all have in common at least
one irreducible representation contained in the Mn spin
wave representation except for Ho 2a A1 singlet that is
calculated around 40-45 cm−1 and corresponds to band
5.

We conclude then that, in the energy range relevant
for the experimental data reported in this study, all the
CF excitations, except one (band 5 associated to Ho 2a),
are allowed to couple to Mn spin waves. Looking back
at neutron experiments and the spin wave calculations
reproduced in Fig.12, it can be seen that, when the tem-
perature is lowered close to TSR, the magnon M’ with
small gaps at the zone centers (1,0,0) and (1,0,1) become
close in energy to Ho (4b) CF excitations (bands 2 and
3-4), with different spectral weight for the magnons de-
pending on the magnetic order Γ1,3 or Γ2,4. A coupling
mechanism may be at play here that contributes to the
spin reorientation process and the lost of dispersion for
M’ along c∗.

It is worth noting that Ho and Mn ordered magnetic
moments below TSR are orthogonal. This suggests that,
in the Mn - Ho coupling Hamiltonian of eq., the coupling
tensor g shows non diagonal terms, as it is the case for in-
stance for the pseudo dipolar, the Dzyaloshinkii-Moriya
interaction [39] or the highest order trigonal anisotropy
[44]. Furthermore, the 2 T effective magnetic field expe-
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FIG. 12. (a) Mn spin wave calculations along (h, 0, 0) for spin
fluctuations within the (a, b) plane (upper panel) and along
the c-axis (lower panel). The calculated CF levels are added
for the Ho 4b site (red and blue lines) as well as the Ho 2a site
(yellow and green lines). The coupling of these CF excitations
with the Mn magnons is always allowed by symmetry for all
but for the dashed one.

rienced by the 4b Ho suggests a coupling strength g ∼
0.1 K. In this context and given the neutron scattering
data and the CF analysis detailed above, we may to con-
sider a possible dynamical coupling between i) in plane
Mn spin wave modes with Ho CF transitions polarized
along the c-axis and ii) out of plane Mn spin wave modes
with Ho CF transitions polarized in the (a,b) plane. In
this view, it is tempting to assign band 1 to the Mn
spin wave hybridized with band 2 (and also likely with
band 3). In this scenario, the in plane character of the
CF transitions would be transferred to the hybrid mode
which would now appear in the h⊥c channel as observed
experimentally in the THz measurements. This hybridis-
ation occurs only below TSR when the spectral weight of
these excitations is enhanced and their energy matches.
The energy difference between band 1 and 2, around 3
cm−1 experimentally, is in agreement with the coupling
strength g when all the Ho-Mn links are considered (12
of them).

CONCLUSION

To summarize, we have reexamined the THz dynam-
ics present in the multiferroic compound HoMnO3. The
peculiarity of this Ho compound in the hexagonal man-
ganites is the occurrence of a spin reorientation below
TSR=37 K. Remarkably, several Ho CF excitations are
present in the same energy range as the Mn spin waves.
Thanks to the complementary neutron and electromag-
netic wave probes, we have identified five Ho 4b and Ho
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2a CF excitations and shown how Mn spin waves as well
as Ho CF are affected by the reorientation process at
TSR. Using spin wave and CF calculations, we are able
to reproduce qualitatively most of the observed features.
At TSR, the Mn spin configuration switches from the
high temperature Γ4 configuration to Γ3. A change in
the spectral weight is observed along the (1, 0, `) direc-
tion that is correctly calculated in a simple hamiltonian
for the Mn win waves. At the same time, changes occur
in the CF excitations that can be accounted for when
coupling to the lattice and surrounding oxygen charges
are introduced. Then, Ho CF excitations start to match
in energy the Mn branch at different Brillouin zone cen-
ters. Further inspection of the neutron and THz data
points towards additional Ho-Mn coupling mechanisms
that show up below TSR in two different ways : first as an
additional excitation observed in THz spectroscopy that
is locked 3 cm−1 below a CF excitation and secondly the
progressive disappearance of the Mn dispersion along c∗.
Our detailed study on HoMnO3 gives finally new insight
on the very rich rare earth - transition metal dynamical
couplings that show up in the THz range.

This work was financially supported by the ANR-13-
BS04-0013-01.

APPENDIX I

In the Ho CF calculations, we introduce a constant
magnetic field to simulate the effect of the Ho-Mn cou-
pling. We used the measured Ho 4b and Mn ordered mo-
ment extracted from neutron diffraction data [39]: Ho
4b moments are observed along the c-axis; a molecular
field of 2 T along this direction is able to polarize Ho spins
with the correct magnitude and temperature dependence
at least below 10 K (see Fig.13). The Mn moment varies
only slightly below TSR thus validating the assumption
of a constant molecular field.

APPENDIX II

For Mn Magnons and Ho crystal field excitations to
hybridize, there may be symmetry requirements that can
be derived through a group representation analysis for
the Mn spin waves and the Ho crystal field excitations.
The Mn order with zero propagation vector is described
by the isomorphic space group C3

6v. The Mn spin wave
representations can be reduced into representations of the
associated point group C6v (6mm). This group contains
the lower symmetric C3 (3) and C3v (3m)that are best
describing the Ho CF shemes. In the present analysis, to
look at possible coupling mechanisms with the Mn spin
waves, we will rewrite the CF representations in the more
symmetric C6v. Its character table is given in table III.

FIG. 13. Temperature dependence of the ordered magnetic
moments Ho 4b extracted from the refinement of the neutron
diffraction data (black dots) compared to the calculated mag-
netic moment (blue line) induced by a contant magnetic field
of 2 T due to the coupling with the Mn magnetism. The red
stars show the Mn ordered moment also extracted from the
neutron diffraction data.

The symmetry of the different Mn spin waves have
been reported in [43] with Kovalev notation. We will
rather use Mulliken notation. To simplify calculations,
the spin wave analysis has been performed in a more
symmetric space group than C3

6v, namely D4
6h, which

means neglecting some oxygen displacements and there-
fore some weak magnetic anisotropies. From [43], it fol-
lows that the spin wave representation can be decom-
posed into A2g

⊕
B1g

⊕
E1g

⊕
E2g. Going back to the

lower symmetric C3
6v space group, gerade und ungerade

modes are no longer relevant so that the spin wave de-
composition becomes A2

⊕
B1

⊕
E1

⊕
E2. When spin

anisotropies are introduced, the degeneracy of the low
energy branches is lifted as can be seen in our spin wave
calculations (Fig.2), dictating the use of magnetic Shub-
nikov groups.

For Ho CF schemes, The character tables for the as-
sociated point groups C3 (3) and C3v (3m) are reported
in table IV and V. Their correlations to the more sym-
metric C6v group that we will use are given in table VI.
For Ho 4b, in its local C3 symmetry, two different kind
of symmetry are present for the crystal field states: sin-
glets are described by the irreducible representation A
and degenerate doublets described by E1

⊕
E2. These ir-

reducible representations induce, in the higher symmetric
C6v group, states that are decomposed into linear combi-
nations of {A1, A2, B1, B2} for the singlets and {E1, E2}
for the degenerate doublets. For the Ho 2a, in the local
C3v symmetry, three different symmetries are present:
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singlets A1 and A2, and doublets E. They induce, in C6v

symmetry, states that are decomposed into {A1, B2} and
{A2, B1} respectively for the singlets and {E1, E2} for
the doublets.

From these considerations, we can now look at possible
coupling between the Mn spin waves and the Ho 4b and
2a crystal field excitations that are allowed by symme-
try, that is if their representations contain at least one
common irreducible representation. This is the case fot
all CF excitations except for the Ho 2a A1 singlets.

TABLE III. C6v (6mm) character table

C6V 6mm 1 2 3 6 md mv functions
Multiplicity - 1 1 2 2 3 3 .

A1 Γ1 1 1 1 1 1 1 z, x2 + y2, z2

A2 Γ2 1 1 1 1 -1 -1 Jz
B1 Γ3 1 -1 1 -1 1 -1 .
B2 Γ4 1 -1 1 -1 -1 1 .
E2 Γ5 2 2 -1 -1 0 0 z, x2 − y2, xy
E1 Γ6 2 -2 -1 1 0 0 x, y, xz, yz Jx, Jy

TABLE IV. C3 (3) character table

C3 3 1 3+ 3− functions
A Γ1 1 1 1 z, x2 + y2, Jz

E2 Γ2 1 ω2 ω
x, y, xz, yz, x2 − y2, xy,Jx ,Jy

E1 Γ3 1 ω ω2

TABLE V. C3v (3) character table

C3v 3m 1 3 m functions
Multiplicity - 1 2 3

A1 Γ1 1 1 1 z, x2 + y2, z2

A2 Γ2 1 1 -1 Jz
E Γ3 2 -1 0 x, y, xz, yz, x2 − y2, xy,Jx ,Jy

All the tables reproduced here where established
thanks to [45].
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Casáis, J. L. Mart́ınez, and M. T. Fernández-Diaz, Chem.
Mater. 13, 1497 (2001).

[26] M. Fiebig, C. Degenhardt, R. V. Pisarev, J. App. Phys.
91, 8867 (2002).

[27] P. J. Brown and T. Chatterji, J. Phys. Condens. Matter
18, 10085 (2006).

[28] P. J. Brown and T. Chatterji, Phys. Rev. B 77, 104407
(2008).

[29] S. Nandi, A. Kreyssig, L. Tan, J. W. Kim, J. Q. Yan, J. C.
Lang, D. Haskel, R. J. McQueeney, and A. I. Goldman,
Phys. Rev. Lett. 100, 217201 (2008).

[30] N. Hur, I.K. Jeong,M .F. Hundley, S.B. Kim and S.-W.
Cheong, Phys. Rev. B 79, 134120 (2009).

[31] D. Talbayev, A.D. LaForge, S.A. Trugman, N. Hur, A.J.
Taylor, R.D. Averitt and D.N. Basov, Phys. Rev. 101,
247601 (2008).

[32] N.J. Laurita, Yi Luo, Rongwei Hu,, Meixia Wu, S.W.
Cheong, O. Tchernyshyov and N.P. Armitage, Phys. Rev.
Lett. 119, 227601 (2017).

[33] T. J. Sato, S. -H. Lee, T. Katsufuji, M. Masaki, S. Park,
J. R. D. Copley, and H. Takagi, Phys. Rev. B 68, 014432
(2003).

[34] J. Park, J.-G. Park, Gun Sang Jeon, Han-Yong Choi,
Changhee Lee, W. Jo, R. Bewley, K. A. McEwen, and T.
G. Perring, Phys. Rev. B 68, 104426 (2003).

[35] O. P. Vajk, M. Kenzelmann, J. W. Lynn, S. B. Kim, and
S.-W. Cheong, Phys. Rev. Lett. 94, 087601 (2005).

[36] S. Petit, F. Moussa, M. Hennion, S. Pailhès, L. Pinsard-
Gaudart, and A. Ivanov, Phys. Rev. Lett. 99, 266604
(2007).

[37] T. Kim, J. Leiner, K. Park, J. Oh, H. Sim, K. Iida, K.
Kamazawa, and J.-G. Park, Phys. Rev. B 97, 201113(R)
(2018).

[38] http://www-llb.cea.fr/logicielsllb/SpinWave/SW.html
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