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Abstract: X-ray diffraction (XRD) is typically silent towards information on low loadings of precious 
metals on solid catalysts because of their finely dispersed nature. When combined with a concentration 
modulation approach time-resolved high energy XRD is able to provide the detailed red-ox dynamics of 
Pd nano-particles of ca. 2 nm in 2 wt% Pd/CZ, an otherwise difficult sample for EXAFS because of the 
presence of Ce. The detailed temporal evolution of the Pd(111) and Ce(111) reflections together with 
surface information from synchronous DRIFTS measurements reveals that Ce maintains Pd oxidized 
during a 30 s CO pulse while reduction is detected at the beginning of the 30 s O2 pulse. Oxygen is likely 
transferred from Pd to Ce3+ before the onset of Pd re-oxidation. In this context, adsorbed carbonates 
appear to be the rate limiting species for re-oxidation. 
 
Establishing, with the highest level of precision, the structure of functional materials and the structural 
changes that occur whilst they are operating is a considerable research challenge. This key issue spans a 
vast range of disciplines as it is fundamental to both practical application and our understanding of why 
materials behave as they do. Approaches based upon X-ray diffraction (XRD)[1] and X-ray absorption 
spectroscopy (XAS)[2] as well as advanced microscopy,[3] continue to be at the forefront of this 
endeavour. This task is made even more challenging by the necessity to be able to observe structural 
changes – which in themselves may be extremely subtle in nature – while materials are functioning (in 
situ or operando conditions). Recently, progress has started to be made in utilizing approaches founded 
on the basis of lock in amplification to greatly enhance the sensitivity of advanced probes (e.g. infrared[4] 
and UV-vis[5] spectroscopies, XAS[6] and XRD[7]) and therefore resolve aspects of materials behaviour 
that would otherwise remain extremely difficult or even impossible to observe using conventional 
analytical approaches. 
Synchrotron high energy X-ray diffraction (XRD) can provide adequate time resolution to follow kinetic 
processes on sub second timescales.[8] This approach can permit insights into the behaviour of a support 
material, promoter phases and, in the case of the heterogeneous catalysts we consider here, the 
catalytically active precious metal phase, in a single shot. However, for many catalyst formulations XRD 
is of reduced utility due to the low levels of structural order, domain sizes that are often limited to the sub 
ca. 5 nm length scales, and complex multiphasic patterns that are extremely difficult to disentangle to 
yield the desired structural precision.[9] Practically, only the response of the catalyst support can be often 
recorded unless larger precious metal particles/oxide phases are present. This detection limit issue may be 
circumvented by increasing for example the metal loading in order to capture the dynamics of the 
precious metal active phase;[10] however, in doing this the advantage of studying technical catalysts 
working under representative conditions is lost. 
Here, we demonstrate how a modulation approach coupled to phase sensitive detection (PSD)[4a, 11] can be 
applied to a working catalyst using time-resolved high energy X-ray diffraction in combination with X-
ray absorption spectroscopy, infrared spectroscopy and mass spectrometry, to observe and start to 
quantify aspects of the synergetic behaviour between low loaded (ca. 2 wt%) nanoscale Pd0/PdII entities 
and a ceria-zirconia (CZ) support/promoter material. We have chosen a ceria based catalyst because of its 
extremely wide use in catalysis.[12] Ceria is a crucial component of three-way catalysts for automotive 
pollution control operating under fast periodic red-ox feedstock fluctuations.[12a] The Ce4+/Ce3+ red-ox 



pair directs the buffering of oxygen during the short fuel rich periods of operation; a function that is 
absolutely central to the maintenance of efficient catalytic operation. The interface that is achieved 
through contact of the metal nano-particles with ceria, together with the availability of oxygen under fuel 
rich conditions, curtails catalyst deactivation and specifically promotes or retards more fundamental 
aspects of the chemistry occurring on the metallic component compared to the corresponding alumina-
based catalysts.[13] The nature of the Pd/CZ system, in terms of the low levels and small size of the Pd 
component, together with the highly absorbing/scattering nature of ceria itself has made detailed 
understanding of the structure-function relationships and the kinetics of the processes that define its 
superior behavior, extremely difficult to obtain. We show that by using X-ray diffraction in tandem with 
the modulation approach and PSD we can go considerably beyond what has been previously attained in 
related systems[13b] in terms of being able to follow some extremely subtle structure-reactive changes that 
are at the very heart of the superior applied behaviour of difficult materials. 
Figure 1(a) shows the colour map representation of a CO/O2 concentration modulation experiment carried 
out on 2.2 wt% Pd/CZ at 573 K, where the concentration of CO and O2 in He is periodically and 
alternately switched on and off (between 0 and 1 vol%) every 25 s. The sample (67 m2/g; 85% Pd 
dispersion)[14] is characterized by a very well dispersed Pd-O phase as demonstrated by the analysis of the 
local environment around Pd using extended X-ray absorption fine structure (EXAFS, Figure S1); we 
note that this phase is extremely challenging to observe by electron microscopy methods (Figure S2).[14] 
The time-resolved XRD data of Figure 1(b) present virtually no visible change, except for extremely faint 
variation of the reflections of cubic CZ. As expected, no reflection of a Pd-containing phase is detectable 
using common XRD software. 
The subtle changes induced by the repeated CO/O2 pulsing are greatly enhanced by PSD. The set of 
phase-resolved XRD data (Figure 1(c)) shows a subset of reflections of very low intensity that can now be 
readily discerned and associated with the temporal response of CZ. Their differential profile reflects a 
reversible shift of the CZ d spacing according to the environment being experienced. This is indicative of 
a reversible lattice contraction/expansion as a consequence of oxygen removal and re-insertion, 
respectively.[13b] We note that the amplitude of  change now visible is some 60 times less than the 
intensity of the Bragg reflections observed in the time-resolved data set. 

 

Figure 1. (a) Colour map representation and (b) time-resolved hard-XRD patterns of 2 wt% Pd/CZ during a full CO/O2 
modulation experiment at 573 K (T= 50 s). (c) Corresponding set of phase-resolved data. The red profile is the in-phase pattern. 
Phase-resolved data are shown for the 10-150° φPSD range. The blue profile is the in-phase pattern obtained for Pd/Al2O3. (d-f) 
High energy-XRD data for an identical experiment performed on 2 wt% Pd/Al2O3. Phase-resolved data are shown for the 70-
180° φPSD range. Pd and PdO reflections are labelled with ○ and , respectively. 

 



More importantly, in the current context, a second subset of reflections also appears which are completely 
invisible in the raw XRD data. The signal at 2.78 Å-1 that experiences only an intensity variation is not 
characteristic of CZ. Further inspection of the PSD data reveals that the signal is accompanied by a series 
of further features at ca. 3.2, 4.5, 5.3 and 5.6 Å-1 that overlap with the CZ reflections. Comparison with 
the JCPDS reference cards confirms that the set of signals corresponds to metallic Pd ((111), (200), (220), 
(311) and (222), respectively). This is further corroborated by comparison with the PSD data obtained for 
a relatively simple system, insofar as Pd/Al2O3 can be considered such. In the 2 wt% Pd/Al2O3 (135 m2/g; 
20% Pd dispersion, 5.6 nm mean particle size)[6a] both PdO and metallic Pd phases are clearly detected 
and already evident in the conventional time-resolved data (Figure 1(d-f)). A such conventional XRD is 
clearly sufficient to access detailed structural-reactive kinetics (Figure 1e) of the dominant (Pd/PdO) 
redox couple in this case. The application of PSD to this case reveals only intensity variations of PdO and 
Pd reflections. Therefore, in an extremely difficult system for time-resolved spectroscopy such as Pd/CZ 
the formation of a metallic Pd phase during the CO pulse becomes visible only after application of PSD. 
The assignment of the reflections at 2.78 Å-1 and at higher Q to metallic Pd is further validated by the 
observation that Pd-free CZ does not exhibit any change in the Q range at 573 K where the Pd phase 
appears on Pd/CZ (Figure S3). Further, the amplitude of the changes observed for CZ on Pd/CZ is two 
orders of magnitude more intense than in the absence of Pd, thus clearly demonstrating a pronounced 
promotion of ceria reduction by Pd induced by the intimate contact of the two phases.[13b] However, PSD 
of the time-resolved data of Pd/CZ fails to provide any evidence of the participation of a PdO phase. 
Besides the overlap with CZ reflections, the most probable reason for the absence of PdO from PSD is 
that a defined phase having the structural character of PdO does not form at all in the presence of CZ. 
This would be consistent with the EXAFS analysis of the as prepared catalyst (Figure S1). 

 

Figure 2. Simulated XRD patterns of Pd nano-particles with diameter in the 1-5 nm range in the Pd(111) and Pd(200) region. 
The red and blue profiles correspond to the in-phase data of Figure 1c (Pd/CZ) and Figure 1f (Pd/Al2O3), respectively. PSD data 
are cut for simplicity. The contribution of CZ in the PSD data of Pd/CZ does not allow to detect the Pd(200) reflection. 

Based upon the only clearly accessible reflection corresponding to the formation of the metallic Pd phase 
(Pd(111), 2.78 Å-1), the estimation of the crystallite size by the Scherrer equation for the PSD data 
exhibiting the largest amplitude at 2.78 Å-1 (φPSD= 180°) provides in first approximation a value of 1.9 
nm, below the conventional threshold of XRD for this metal loading.[15] For the use of the Scherrer 
formula, it is assumed that strain does not contribute to the observed changes. Conventional strain 
analysis of the Pd/CZ is hindered because only the Pd(111) reflection is clearly available. The mean 
particle size of 5.3 nm obtained with the same procedure for a number of reflections of Pd/Al2O3 



corresponding to the PdO and Pd phases is in line with the chemisorption data (see above) and validates 
the XRD analysis. The simulated diffraction patterns of Pd nano-particles with diameter in the 1-5 nm 
range (Figure 2) confirmed that the signal observed in the phase-resolved data of Pd/CZ corresponds 
approximately to 2 nm, which is in striking agreement with the value obtained from the Scherrer 
equation. Similarly, the width at half height of the in-phase data of Pd/Al2O3 is also very close to that of 5 
nm large particles. 
The shift of the CZ pattern to low and high Q values upon CO and O2 pulsing, respectively, that is clearly 
observed in the PSD data is associated with the partial reduction of Ce4+ upon introduction of CO. The 
data shown in Figure 1 indicate that it is not a bulk reduction that is captured under these experimental 
conditions. Following the approach of Martorana et al.,[16] we have determined the fraction of Ce4+ that 
has been reduced in the CO pulse. The reliability of the method was confirmed by the measure of the 
mole content of Ce4+ (0.54) obtained assuming only a cubic structure for CZ that is compatible with the 
original CZ composition (Ce0.6Zr0.4O2). The small discrepancy in Ce may lie in a small contribution of the 
tetragonal phase.[16] The very small shift in d spacing (0.11% measured at 573 K (Figure S4)) indicates 
that only about 6% of Ce4+ reduces to Ce3+ (Figure 3a).[16] Hence, the observed structural changes are 
caused by extremely subtle variations of oxygen stoichiometry. 

 

Figure 3. Temporal responses of XRD reflections at Q= 2.78 Å-1 (Pd(111)) over (a) one modulation period (averaged data) and 
(b) the whole CO/O2 modulation experiment on Pd/CZ (red), Pd/Al2O3 (blue) and CZ (black). The fraction of reduced Ce4+ over 
the modulation period is also shown in (a). Right panel: phase angle (φPSD) dependence of selected reflections of (c-d) Pd/CZ and 
(e) Pd/Al2O3. Vertical bars are used to guide the eye. 

The dynamic changes associated with the Pd and CZ reflections identified by PSD can be followed in a 
temporal manner, thus placing us in a position to extract reduction and re-oxidation kinetics. Figure 3(b) 
shows that in case of Pd/CZ it is always the same fraction of Pd atoms that responds to the periodic 
external stimulus, the extent of change remaining constant over the repeated modulation periods. In 
strong contrast to this behaviour, the Pd(111) reflection of Pd/Al2O3 oscillates around a constant term 
only after the first CO pulse showing that re-oxidation is not able to completely restore the initial 
structure of the catalyst, in reason of e.g. particle size effects and the kinetics of re-oxidation. Figure 3(a) 
also shows the kinetics of the signal at 2.78 Å-1 for Pd/CZ and CZ, and for Pd/Al2O3 for comparison, 
obtained upon averaging over all modulation periods. The temporal profile of the CZ reflections is 
exemplarily represented by that at 2.01 Å-1 and demonstrates the d spacing variation, reflecting the 
Ce4+→Ce3+ reduction, is synchronous to reduction of Pd2+. Detection of the Pd metal phase by XRD is, 
however, delayed with respect to the point of CO admittance,[16] and therefore significantly retarded 
compared to the earlier reduction of Pd/Al2O3.  
The absence of any XRD response in the CO pulse despite the detection of adsorbed CO in the 
synchronous DRIFT spectra (Figure S5) indicates that CO consumes the available oxygen provided by 
ceria within the reduction pulse. This matches the broad gaseous CO2 profile observed by DRIFTS and 
MS that encompasses the whole CO pulse (Figure 4c).[13b] CO oxidation by Pd exploiting oxygen from 
CZ is not exhausted until the end of the CO pulse. The temporal profiles of Pd/CZ in Figure 3(a,b) and 



the CO2 evolution profiles (Figure 4c) are extremely different from those observed on CZ and Pd/Al2O3 
and demonstrate the well-known improvement of stability of Pd2+ by contact with CZ, and thus improved 
resistance toward reduction that is offered by the oxygen storage capacity of ceria. 
The appearance of the metallic Pd phase on Pd/CZ only at the very end of the CO pulse is delayed 
compared to the IR observation, suggesting that the reduced Pd atoms do not form a XRD active phase. 
On the contrary, adsorption of CO on the metal oxide is already detected by XRD by the increase to ca. 
1% of Ce3+ ca. 10 s from admittance of CO. The ordered Pd phase grows in and persists in the O2 pulse 
before vanishing synchronously with Ce re-oxidation. Ce3+ acts as a sink for oxygen and Pd oxidation 
commences once Ce3+ has been re-oxidized. 
Only the phase angular dependence of the reflections obtained by PSD, for which the temporal profiles 
are provided in Figure 3, is able to disclose the detail of the kinetics of these processes. Whereas the large 
phase lag (ΔφPSD= 190°) between PdO (2.37 Å-1) and Pd (2.78 Å-1) reflections is obvious in Pd/Al2O3 and 
reflects the conversion of one species into the other (Figure 3e), the small, but measurable only by PSD, 
phase lag between the reflections of CZ and that of metallic Pd (ΔφPSD= 20°) suggests that metallic Pd0 
evolves (and therefore Pd2+ reduces) before a change of d spacing of CZ becomes detectable (Figure 
3c,d). This is a key observation implying the direct interaction of Pd2+ and CZ rather than a discrete 
oxygen transfer process acting between components. The difference becomes more evident by using PSD 
at higher harmonics where faster processes can be more easily captured but at the expenses of intensity 
(Figure S6).[17] A phase lag of ΔφPSD= 50° is observed for k= 5. This information is not accessible by 
analysing the raw time-resolved XRD data of Pd/CZ. 
The delayed reduction of Pd observed in the high energy XRD data is supported by a similar quick-
EXAFS experiment (Figure S7). The levels of Pd2+ versus Pd(0) present as a function of time obtained 
from linear combination analysis (LCA, Figure S8) of the Pd K-edge XANES using the bulk PdO and the 
Pd foil references closely follow the overall temporal behaviour of the Pd(111) reflection. The use of bulk 
PdO as reference for Pd/CZ is evidently an approximation in this case as a well-defined PdO phase is not 
detected (from XRD and PSD). Nevertheless, qualitatively the XANES/LCA matches the general 
behaviour extracted from the XRD. A crucial result is that the reduction of Pd/CZ is considerably retarded 
compared to the start of the CO pulse and only towards its end is significant Pd reduction observed. 
Further, the reduced state of Pd/CZ also persists after switching from CO to O2 as observed in the 
modulation XRD data. Hence, a striking agreement with respect to the kinetics of Pd reduction-oxidation 
between XRD and XAS can be demonstrated.  
Beside adsorbed CO, readily forming after admittance of CO to both catalysts, a variety of adsorbed 
carbonate species (1700-1200 cm-1) also appear and dominate the IR spectra especially in the case of 
Pd/CZ (Figure S5). The temporal behaviour of these species, represented by the signal at 1430 cm-1 
(Figure 4), shows that carbonate species are removed much more slowly from the catalysts than CO. 
After 4 s from the CO→O2 switch all adsorbed Pd-CO species have disappeared, i.e. much earlier than 
the disappearance of the metallic Pd phase from the XRD. The removal of adsorbed CO species upon the 
CO→O2 switch is fast and matches with the second CO2 production event in both catalysts. At this point 
in time when gas phase oxygen is consumed and CO2 is formed, the reduction of Pd2+ and ceria becomes 
XRD (and XAS) visible indicating that oxygen is not yet able to re-oxidise the two components. Oxygen 
dissociation on Pd followed by spill-over to Ce3+, simultaneously to the slower direct dissociation at Ce3+ 
defects retards formation of Pd-O bonds (Pd/CZ) or PdO (Pd/Al2O3). The presence of carbonate-like 
species in the oxygen pulse seems to correlate with the reduced state of the catalysts indicating that their 
removal is the limiting step for catalyst (specifically the CZ) re-oxidation. 



 

Figure 4. DRIFT data during a full CO/O2 modulation period on Pd/Al2O3 (b) and Pd/CZ (c). CO2 evolution (2364 cm-1); COads, 
the difference between COB signals at 1904 cm-1 and 1927 cm-1 (1941 cm-1 in case of Pd/Al2O3); and, carbonate species observed 
at ca. 1430 cm-1 (scaled by factor 5) are shown. For clarity, the top panel (a) shows the data of Figure 3a for the Pd(111) 
reflection of Pd/CZ and Pd/Al2O3. 

In conclusion, the approach undertaken here provides a vastly superior sensitivity and specificity, toward 
extremely subtle and perhaps operationally deterministic structural-reactive changes occurring in a 
complex system working under realistic conditions. Application of phase sensitive detection (PSD) to 
synchrotron high energy XRD can push the intrinsic detection limits beyond those that are generally 
accepted. PSD is able to follow the structural changes associated with a subset of the complete material 
and separates the contribution of two reactively distinct phases (CZ and Pd). The complete kinetic 
behaviour of small noble metal nano-particles residing upon extremely heavy support materials is 
typically not readily discernible by microscopic (Z contrast) and diffraction methods (length scales, 
support contributions) yet becomes accessible in these experiments. The intrinsic advantage of XRD is 
that it can be used to obtain a global description of a complex catalyst at work, e.g. simultaneously the Pd 
nano-particles and the spectroscopically difficult metal oxide support. Such enhanced insights should be 
generically achievable in all situations involving functional materials wherein the reversible cycling (the 
modulation) of one or more of the intrinsic process variables may be achieved. 
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