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In this paper, we present a new device called the Darcytron, allowing pressure-imposed rheological measurements on
dense suspensions made of very small particles, like shear-thickening suspensions. The main idea is to impose and
control the particle pressure using a vertical Darcy flow across the settled bed of particles. We first validate the proof of
concept of the Darcytron on a standard (non shear-thickening) suspension composed of large glass particles. We then
use this new device to investigate the frictional behavior of a model shear-thickening suspension composed of small
silica particles. These results provide direct evidence of a transition between a frictionless and a frictional state as the
particle pressure is increased, providing support to the recent frictional transition scenario for shear thickening.

I. INTRODUCTION

The dramatic viscosity increase in some fluid/particules
mixtures above a critical shear rate, called shear-thickening,
is one of the most intriguing phenomenon observed in dense
particulate suspensions1–3. Shear thickening occurs in suspen-
sions composed of sufficiently small particles, typically below
50 µm, and appears in many practical cases such as concrete,
chocolate formulation or body armors design4–6. In spite of
this widespread nature, shear thickening has long remained
poorly understood.

Recently, discrete numerical simulations7,8 together with a
theoretical model9 have proposed that shear-thickening results
from a frictional transition. In standard suspensions composed
of large grains, which interact solely through solid frictional
contacts and lubrication forces, the rheology is expected to be
rate independent (i.e. Newtonian). The model and the simula-
tions thus considered the fact that in shear-thickening suspen-
sions, the grains are small enough that electrostatic charges
or a polymer coating at their surface can generate a signifi-
cant repulsive force between them. Introducing this additional
force scale in the description has a major impact on the sus-
pension rheology: as shown by both the simulations and the
model, this additional repulsive force induces the possibility
of a frictionless state of the suspension. Under low stress, the
interparticle force repels particles and thus prevents solid fric-
tional contacts between them. As a result, particles within the
sheared suspension can slide easily against each other with-
out friction, yielding a suspension of low viscosity. Under
large stress however, the repulsive force becomes negligible
and solid frictional contact can occur: the suspension then re-
covers a standard frictional behavior of larger viscosity.

Encouraging support for this scenario has already been pro-
vided by very recent experiments. For instance, using a spe-
cific AFM technique10, Comtet et al. (2017) directly mea-
sured the microscopic friction coefficient µp between two
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grains of a shear-thickening suspension. They showed that
such grains under low stress are indeed quasi-frictionless with
µp ≈ 0.02, and become frictional above a critical normal load,
with µp ≈ 0.45. This frictional behavior, observed here at the
particle scale, corresponds to that expected in the framework
of the frictional transition model. At the flow scale conversely,
supporting evidences are generally less direct. Experiments
showed results consistent with the model11,12 but no direct
evidence of a frictional transition could be highlighted. The
main difficulty lies in that these experiments were carried out
using standard rheological techniques, where the particulate
volume fraction is fixed. Such an approach provides access
to the suspension viscosity, shear stress and shear rate, but it
gives no information about the frictional properties of the sus-
pension – information that is essential in order to probe the
frictional transition model.

To access the suspension frictional properties, we proposed
in a previous article a different approach where, instead of
imposing the volume fraction, the particle pressure was im-
posed (Clavaud et. al (2017)13). One major virtue of impos-
ing the particle pressure is that the rheological law then natu-
rally takes the form of a friction law defining the macroscopic
suspension friction coefficient of the suspension µ = τ/Pp as
the ratio of the shear stress τ and to the particle normal pres-
sure Pp. In Clavaud et al. (2017), we studied the quasi-static
avalanche angle θ of a pile of non-buoyant repulsive particles
immersed in water in a slowly rotating drum. In this configu-
ration, both the shear stress and the particle pressure are fixed
and imposed by the weight of the flowing layer of grains at
the top of the pile. Consequently, the frictional state of the
suspension can be directly inferred from the avalanche angle
since µ = tanθ . By tuning the range of the repulsive force be-
tween particles, these experiments revealed the expected fric-
tional transition. Moreover, they showed that shear thickening
relies on the existence of a frictionless state of the suspension
under low stress.

These results obtained using a rotating drum configuration
strongly support the frictional transition scenario. However,
in such a configuration, the particle pressure cannot be ad-
justed and the frictional transition could only be observed by
tuning the physical and chemical properties of the suspen-
sion. To fully explore this frictional transition, it is now es-
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FIG. 1. The Darcytron: general concept. The granular pressure Pp is
controlled by imposing a vertical Darcy flow across the settled bed
of particles.

sential to vary the particle pressure. This represents a real
experimental challenge, since it requires the development of
an original rheometer able to perform pressure-imposed rheo-
logical measurements on shear-thickening suspensions, which
are composed of very small particles (below 50 µm). Exist-
ing pressure-imposed rheometers use a moving grid to apply
the desired normal stress on the particles14–16. They are thus
adapted to suspensions composed of large particles (typically
larger than 300 µm) but inappropriate for studying shear-
thickening suspensions.

In this paper, we develop a new pressure-imposed rheolog-
ical device, the Darcytron, based on an original concept: the
idea here is to impose the particle pressure, not by using a
moving grid like in Boyer et al. rheometer14, but by impos-
ing a Darcy flow across the suspension. As we will show,
this method is crucial to extend pressure-imposed measure-
ments to shear-thickening suspensions given their small par-
ticle size. The paper is organized as follows: we first present
the principle of the Darcytron. We then validate its concept by
investigating the frictional behavior of a standard (non shear-
thickening) suspension composed of large glass particles. Fi-
nally, we present the results highlighting the frictional tran-
sition when varying the particle pressure in a model shear-
thickening suspension composed of small silica particles.

II. THE DARCYTRON: GENERAL CONCEPT

A sketch of the Darcytron is represented in figure 1. The
configuration is a wide gap annular shear flow with a suspen-
sion of non-buoyant particles immersed in a Newtonian fluid
of viscosity η f . In this configuration, particles settle at the
bottom of the cell and the vertical particle stress σ

p
zz ≡ Pp,

called particle pressure in the following, is initially the con-
fining pressure imposed by gravity, Pp(z) = φ∆ρgz, where φ

is the volume fraction of the pile, ∆ρ = ρp− ρ f the density

difference between the particles and the fluid, g the gravity
and z the vertical position measured relatively to the sediment
free surface. The key idea of the Darcytron is to control the
particle pressure Pp by imposing, in addition to gravity, a ver-
tical Darcy flow through the settled pile of grains. To this
end, the wall at the bottom of the grain pile is made out of
a fixed porous grid with holes smaller than the particle size.
The Darcy flow is imposed by setting a height difference ∆H
between the fluid free surface and the tube outlet connected
to the bottom of the cell. When the Darcy flow is turned on,
the total vertical stress acting on the particles is now given by
the sum of both the confining pressure due to gravity and the
Darcy flow pressure. The vertical momentum balance on the
particle phase yields17,18

Pp(z) = φ∆ρgz+∇Pf z, (1)

where ∇Pf = Cρ f g∆H/L is the Darcy pressure gradient im-
posed across the granular bed, L is the height of the granular
bed and C is a numerical constant (smaller than 1) accounting
for the pressure loss in the grid. Everything thus happens as if
the grains were submitted to an effective gravity

geff = g
(

1+
Cρ f ∆H
φ∆ρL

)
, (2)

and the particle pressure can simply be recasted in

Pp(z) = φ∆ρgeffz. (3)

Therefore, in this set-up, by controlling the height of the
water outlet ∆H, one can easily vary the effective gravity
and thereby the pressure Pp acting on the particles. Another
important advantage of this configuration is that the bottom
porous grid is fixed and sealed to the side walls, unlike Boyer’s
configuration where the grid is mobile. Suspensions com-
posed of much smaller particle can thus be investigated with-
out particle leakage issues.

The inner cylinder is driven by a rheometer head which
measures the torque Γ required to maintain a constant ro-
tation speed Ω. This torque can be computed as Γ =

2πa2 ∫ h
0 σrθ (z)dz, where a is the radius of the inner cylin-

der, h is the cylinder depth immersed within the sediment and
σrθ is the total shear stress exerted on the inner cylinder in
the azymuthal direction θ . By definition the friction coeffi-
cient of the suspension µ is the ratio of the shear stress to
the normal particle stress14,19, µ = σrθ/σ

p
rr. Moreover, since

σ
p
rr = K × Pp where K is a numerical constant accounting

for the stress anisotropy within the granular phase, we obtain
Γ = µ ×Kπa2∆ρφgeffh2. Measuring the torque thereby pro-
vides direct access to the suspension friction coefficient

µ =
Γ

Kπa2∆ρφgeffh2 . (4)

Computing µ from the above formula requires the two numer-
ical constants C (accounting for the grid pressure drop) and K
(accounting for the stress anisotropy) to be set. In their work
on the rheology of dense suspensions, Dbouk et al.20 report
that the particle normal stress in the gradient direction (here
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FIG. 2. The Darcytron: proof of concept with a standard (non shear-thickening) suspension (glass beads d ≈ 500 µm immersed in a Newtonian
liquid of viscosity η f = 0.4 Pa s). a) Detailed set-up with the differential pressure sensors. b) Height of the water outlet ∆H, rotation speed
Ω, liquid pressures Pf measured at successive heights z and torque Γ versus time for a typical measurement. c) Time averaged fluid pressures
Pf measured at various heights z give access to the Darcy pressure gradient ∇Pf and thus to C =−∇Pf L/ρ f g∆H, see Equ. 5. d) Suspension
friction coefficient µ versus rotation speed Ω (cps: cycle per second). The grey area indicates the quasi-static regime. e) Darcy pressure
gradient ∇Pf versus ∆H. Inset: Corresponding values of C computed using Eqn. 5. f) Torque Γ versus ∆H. g) Quasi-static friction coefficient
µc versus ∆H and also versus the average granular pressure P̄p (blue axes) obtained using C = 0.63.

along r) is twice that in the vorticity direction (here along z,
direction along which the particle pressure is imposed) such
that K = 2. However, they addressed suspensions of volume
fractions ranging from 20 to 48%. In our experiments, we
will focus on the frictional behavior of the suspension in the
quasi-static regime, where φ → φc. We will therefore use the
anisotropy reported from experiments performed with dense
granular systems21 for which K ≈ 1. The value of C will be
discussed and measured in the next section.

We have described how the Darcytron enables to control
the particle pressure Pp and probe the friction coefficient µ of
the suspension. In the following, measurements will be per-
formed at very low rotation speed Ω→ 0 for which, under im-
posed particle pressure, the viscous number J = η f γ̇/Pp→ 0
and the suspension volume fraction φ → φc, where φc is the

maximum packing fraction of the suspension under steady
shear. In this regime, the particulate flow is localized close to
the cylinder within a thin shear band of few particle diameters
width in the (r,θ ) plane22. Carrying out measurements within
this so-called quasi-static or jamming limit is particularly ad-
vantageous. First, in this regime the suspension friction coef-
ficient µ(J→ 0)≡ µc is a well-documented monotonic func-
tion of the interparticle friction coefficient µp

19,23,24. Such
measurements will therefore give us the opportunity to di-
rectly probe whether the frictional behavior of the particles
changes when the confining pressure is varied, as predicted
by the frictional transition model. Second, as φ → φc, the
sample will remain homogeneous during measurements as no
migration of the particles can take place.
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III. PROOF OF CONCEPT WITH A STANDARD (NON
SHEAR-THICKENING) SUSPENSION

Before addressing the frictional behavior of shear-
thickening suspensions, we first validated the Darcytron con-
cept on a standard (non shear-thickening) suspension of
macroscopic (d ≈ 500 µm) frictional particles. In this case,
all colloïdal forces, such as Brownian or short range repul-
sive forces, are completely negligible relative to the external
imposed stress, such as gravity or Darcy pressure. The inter-
particle solid friction µp and thus the quasi-static suspension
friction coefficient µc are then expected to be constant, i.e.
independent of the confining pressure Pp.

A. Detailed set-up and protocol

A more detailed sketch of the Darcytron is provided in Fig-
ure 2.a. The cell is made out of transparent PMMA plates of
height 12.5 cm and width 10×10 cm. The particles are large
glass spherical beads (diameter d = 487± 72 µm and den-
sity ρp = 2500 kg/m3) immersed in a viscous and Newtonian
mixture of Ucon oil and water of viscosity η f = 0.4 Pa s and
density ρ f = 1005 kg/m3. The fluid is thoroughly degassed
using a vacuum pump. The particles are cleaned using ultra-
sounds and deionized water and then placed into the cell to
form sediment of height L = 8.4 cm.

The inner cylinder is a roughened metallic rod of radius
a= 6.2 mm immersed in the granular bed to a depth of h= 7.1
cm and driven at constant rotation speed Ω by an Anton Paar
MCR 501 rheometer. The grid at the bottom of the cell is
made out of a filter cloth sandwiched between two metallic
grids. The cloth has 220 µm holes, while those of the metal-
lic grids are 3 mm large. The tube at the bottom of the cell,
which allows us to control the height of the water outlet ∆H,
has a large diameter of 10 mm to minimize the viscous pres-
sure drop within the tube. A valve (not sketched) is mounted
at the tube end to turn on the Darcy flow across the settled bed
of particles. In order to keep ∆H (which controls the particle
pressure) constant during an experiment, the cell is refilled
with the suspending fluid as sketched in Figure 2.a. Four
differential pressure sensors are mounted on one of the side
walls to measure the fluid pore-pressure Pf within the sedi-
ment, see Figure 2.a. This measurement is done following the
same technique as Dbouk et al.20.

An example of measurement is shown in Figure 2.b. At
t = 0, the valve is closed (no Darcy flow, ∆H = 0) and the
inner cylinder is at rest (Ω= 0). In such a configuration, which
serves as a reference, we set the differential pressure sensor to
zero to remove the contribution of the hydrostatic pressure and
of any sensor offset. At t = t1, the valve is opened (∆H = 1 m)
to initiate the Darcy flow: a stationary fluid pressure gradient
spontaneously develops across the granular bed. At t = t2, we
start the rotation of the inner cylinder and mesure the torque Γ.
In the following, all signal to noise ratios are improved by time
averaging the signal over the averaging window represented in
Figure 2.b.

As shown in Figure 2.c, when the Darcy flow is turned on,

Pf increases linearly with z and can be well fitted with a line
of slope ∇Pf . From this measurement and Eqn. 1, the value
of coefficient C is then given by

C =
−∇Pf L
ρ f g∆H

. (5)

Typically, the imposed Darcy pressure gradient for ∆H = 1 m
corresponds to an effective gravity geff ≈ 10g. In practice, this
means that for measurements performed with ∆H larger than
0.1 m, the particle pressure is dominated by the effect of the
Darcy-flow.

Finally, the value C and the Torque Γ give access to the fric-
tion coefficient of the suspension using Eqn. 4 and 2. In Fig-
ure 2.d, the suspension friction coefficient µ is plotted for var-
ious rotation speeds Ω and for ∆H = 0. For Ω < 0.1 cps, the
friction coefficient becomes independent of the rotation speed
and is equal to its quasi-static value µc. Note that for such ro-
tation speeds and assuming the sheared granular layer thick-
ness is about 10d wide22, the corresponding viscous number
is J = η f aΩ/10dPp < 10−3, well in the quasi-static range.

B. Results

Systematic experiments were performed for different val-
ues of ∆H (various intensities of the Darcy-flow) and for rota-
tion speeds Ω < 0.1 cps to remain in the quasi-static regime.
As expected from Eqn. 1, we find that the Darcy pressure gra-
dient ∇Pf increases linearly with the height of the water outlet
∆H (Fig. 2.e). For each measurement, the Darcy pressure gra-
dient ∇Pf is used to estimate C using Eqn. 5. When varying
∆H, the value of C remains constant with C ≈ 0.63 (Fig. 2.e,
inset). This value of C indicates that over the total pressure
ρ f g∆H imposed by letting the fluid flow vertically throughout
the system, 27% is balanced by the grid while 63% is actually
acting on the granular bed of particles.

Figure 2.f shows that the torque also increases linearly
with ∆H. Using Eqn. 4, the measure of C and of the torque
Γ give access to the suspension friction coefficient µc, which
is plotted in Figure 2.g versus ∆H (black horizontal axis)
and also versus P̄p (blue horizontal axis), the mean particle
pressure: P̄p = 1

h
∫ h

0 Pp(z)dz. We find that the suspension
friction coefficient µc remains constant when the particle
pressure P̄p is increased, as expected for a standard Newtonian
suspension within the quasi-static regime.

The above results validate the Darcytron concept. Using an
external Darcy flow, we were able to control the particle pres-
sure Pp in a sheared granular suspension and access the quasi-
static suspension friction coefficient µc. We confirmed that for
a standard (non shear-thickening) suspension of macroscopic
frictional particles, µc is independent of the applied pressure,
see Figure 2.c. In the following, we will use these results as a
benchmark to highlight how the frictional behavior of shear-
thickening suspensions differs from that of a standard suspen-
sion.
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IV. APPLICATION OF THE DARCYTRON TO A MODEL
SHEAR-THICKENING SUSPENSION

A. Experimental system

We now turn to a model shear-thickening suspension com-
posed of non-Brownian silica beads of diameter d = 23.56
µm and density ρp = 1850 kg/m3 immersed in water, see Fig-
ure 3.a. We have previously shown that this system exhibits
shear thickening at large concentration due to the existence
of a short range electrostatic repulsive force in addition to
friction13. Here we use the Darcytron to probe its frictional
behavior under controlled particle pressure. Since the par-
ticles are now much smaller, the cell dimensions are scaled
down to 25 mm for its width and 60 mm for its height. We use
the same rough inner cylinder, with radius a = 6.2 mm and
the grid is now made out of a filter cloth with 10 µm pores
sandwiched between the same two metallic grids. The beads
are incorporated into the cell filled with pure water until they
form a sediment of height L = 26 mm. Typical signals for
the evolution of the fluid pressure and of the torque are shown

in Figure 3.d. Here, when the Darcy pressure gradient ∇Pf
is measured for a given height of the water outlet, we obtain
C = 0.99. This value of C, very close to 1, indicates that the
pressure loss in the grid is negligible compared to that due to
the granular sediment.

Compared to the previous standard suspension, the major
difference here is that silica particles immersed in water spon-
taneously develop negative surface charges (Figure 3.b). The
resulting charge distribution generates an electrostatic repul-
sive force Frep = F0 exp(−r/λD) between them, where F0 is
the magnitude of the force, r the distance between the sur-
faces of the particles and λD the Debye length25–27. With this
additional force scale, the frictional behavior of the granular
pile is expected to change when the particle pressure is varied.
At low granular pressure Pp, the repulsive force can prevent
particles from making solid contact: particles thus slide eas-
ily against each other without friction. Conversely, when the
confining pressure is sufficient to approach the particles at a
separation distance smaller than their roughness `r, particles
make solid frictional contact. The critical pressure P∗ for the



The Darcytron: a pressure-imposed rheometer for shear-thickening suspensions 6

onset of this frictional transition is13

P∗ =
4F0

πd2 e
−2 `r

λD . (6)

In pure water, F0/d ' 1 mN m−1, λD ' 1 µm26 and AFM
measurements of the particle roughness give `r = 3.73±0.80
nm, see Figure 3.c, which gives P∗ ' 53 Pa.

In the Darcytron, the particle pressure increases linearly
with depth z within the sediment according to Pp(z) =
φ∆ρgeffz. There is thus a critical depth z∗ = P∗/φ∆ρgeff(∆H)
at which the confining pressure Pp(z) overcomes the repul-
sive pressure P∗: above this critical depth (z < z∗), particles
are frictionless and below (z > z∗) they are frictional. This
behavior is illustrated in Figure 3.e where the Darcytron is
sketched for two extreme values of ∆H. When ∆H = 0 (left),
the applied pressure is small; the inner cylinder is therefore
immersed in a sediment of frictionless particles. Conversely,
when ∆H = 1 m (right), the applied pressure is large and most
of the cylinder is now immersed in a pile of frictional parti-
cles.

To probe the frictional transition, we set the immersion
height h of the cylinder to h = 1.5 mm such that, for the
smallest applied particle pressure (i.e ∆H = 0), the cylinder
is initially immersed in a sediment of frictionless particles:
h < z∗(∆H = 0) ' 10 mm. Under such conditions, the im-
mersed part of the cylinder has an aspect ratio h/2a≈ 1 (recall
the cylinder radius is 6.2 mm). This low aspect ratio means
that the friction at the lower end of the inner cylinder can no
longer be neglected compared to that on its vertical side. In
the following, we thus correct the expression of the torque to
account for the effect of friction at the lower end of the in-
ner cylinder. This leads to the following expression for the
suspension friction coefficient:

µ =
Γ

πa2φ∆ρgeffh2 (1+(2a/3h))
. (7)

B. Evidence of the frictional transition under imposed
particle pressure

Figure 3.f shows the quasi-static friction coefficient µc of
the silica particle suspension as a function of the particle pres-
sure, which is varied by changing ∆H. Measurements are per-
formed at a rotation speed Ω = 2× 10−5 cps to be in quasi-
static regime. The main observation is that the friction coeffi-
cient here is not constant but gradually increases as the parti-
cle pressure Pp is increased. At low particle pressure, we find
that the friction coefficient of the silica particles suspension is
µc ≈ 0.1, which is precisely the expected friction coefficient
of a suspension of frictionless particles13,23,24,28,29. This result
indicates that under low confining pressure the repulsive force
prevents solid contact between the silica particles and thus in-
terparticle friction. Upon increasing the confining pressure
(by increasing ∆H), the friction coefficient is found to gradu-
ally increase, meaning that more and more frictional contacts
occur within the suspension. For the largest particle pressure
investigated (∆H = 1 m), we found µc ≈ 0.32, a value ap-
proaching that obtained with the previous standard frictional
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FIG. 4. Unexpected instabilities observed with the silica particles at
large immersion depth of the inner cylinder (h = 5 mm).

suspension. The above results provide direct evidence that
varying the particle pressure induces a frictional transition in
this shear thickening suspension, in agreement with the recent
models.

We also wish to report that the frictionless state could only
be observed for an immersion height of the cylinder (h = 1.5
mm) significantly smaller than the predicted critical depth
z∗ = 10 mm. For larger immersion heights, we observed
the emergence of unexpected periodic oscillations of both the
torque Γ and the fluid pressure Pf , as shown in Figure 4.
These oscillations, which are reminiscent of the instabilities
observed in many recent studies30–33, constitute an intriguing
topic for future studies.

C. Comparison with rotating drum experiments (Clavaud et
al. 2017)

We now compare the results obtained here with the Dar-
cytron to those of Clavaud et al. (2017)13, where the frictional
transition was highlighted using a rotating drum configuration
by investigating the quasi-static avalanche angle θ of a pile of
the same silica particles, see Figure 5.a. The two experiments
are complementary. In the Darcytron, the control parameter is
the particle pressure Pp, which is varied within P̄p ∈ [4,350]
Pa by changing ∆H, while the repulsive pressure P∗ ' 53 Pa
is here fixed and set by the Debye length in pure water. Con-
versely, in the rotating drum, the confining pressure P̄p cannot
be changed as it is set by the weight of the flowing layer of
grains at the top of the pile (P̄p = 20φ∆ρgd cosθ ≈ 4.8 Pa)13 .
In that experiment, the control parameter is the ionic concen-
tration [NaCl] of the solvent which, by changing the Debye
Length λD = 0.304/

√
[NaCl] nm (at T = 25 C◦), modifies

the magnitude of the repulsive pressure P∗ (see Eqn. 6). By
increasing the salt concentration from 10−6 to 1 mol.l−1, we
changed the repulsive pressure P∗ from 53 to 10−9 Pa. In the
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FIG. 5. Comparison with the rotating drum experiments of Clavaud
et al. (2017). a) Schematic of the Darcytron (present study) and of the
rotating drum13 used to investigate the frictional transition in shear-
thickening suspensions. b) Table showing the complementarity of
these two studies. In the Darcytron, the control parameter is ∆H
(blue color bar) varying the particle pressure P̄p while the repulsive
pressure, P∗ = 53 Pa, is fixed. In the rotating drum, the control pa-
rameter is the ionic concentration [NaCl] of the solvent (green color
bar) varying the magnitude of the repulsive pressure P∗ while the par-
ticle pressure, P̄p = 4.8 Pa, is fixed. b) Comparison of both studies:
quasi-static friction coefficient µc of a shear thickening suspension
of silica particles versus P̄p/P∗. Comparison to the frictional behav-
ior of a standard (Newtonian) suspension (dashed-black line) and to
the frictional transition model (red line: Equ. 8 with µ0 = 0.1 and
µ1 = 0.49).

table of Figure 5.b, we sum up the parameters and their range
of application, highlighting the complementarity of both ex-
periments.

Figure 5.c shows that data obtained both with the Darcytron

(varying P̄p, keeping P∗ constant) and with the rotating drum
(varying P∗, keeping P̄p constant) collapse on the same master
curve when the quasi-static friction coefficient of the suspen-
sion µc is plotted as a function of P̄p/P∗. This collapse con-
firms that the frictional transition is controlled by a single di-
mensionless number P̄p/P∗. Moreover, when compared to the
benchmark frictional suspension (dashed line: µc = cte≈ 0.5),
the results obtained with the silica particles reveal the emer-
gence of the frictionless branch at low values of P̄p/P∗. This
latter observation confirms the fundamental hypothesis of the
frictional transition model: that of the existence of a friction-
free state of the suspension under low confining pressure.

In the spirit of Wyart & Cates model9, we propose a simple
mixing law to predict how the quasi-static suspension friction
coefficient µc varies with Pp/P∗:

µc(Pp/P∗) = µ1 f +µ0(1− f ), (8)

where µ0 = 0.1 (resp. µ1 = 0.49) is the quasi-static friction
coefficients of the suspension when all contacts are friction-
less (resp. frictional) and f ∈ [0,1] is the fraction of frictional
contacts. Figure 5.c shows that the frictional transition ob-
served experimentally is well captured by Eqn. 8 without ad-
justable parameter when taking f (Pp/P∗) = exp(−P∗/P̄p), as
proposed by Wyart & Cates model9.

V. DISCUSSION AND CONCLUSION

An original rheometer based on a new concept, the Dar-
cytron, was designed to study the frictional transition model
recently proposed to explain the shear-thickening behavior of
certain dense suspensions. The originality of this device is to
allow the control of the particle pressure by imposing a verti-
cal Darcy flow across a settled bed of particles. In addition,
this rheometer has no lower particle size limit (contrarily to
that of Boyer et al.14) since the particle pressure is here not im-
posed with a moving grid but with a Darcy flow of adjustable
intensity.

Our main finding is that the frictional behavior of a shear-
thickening suspension composed of small silica particles
strongly contrasts with that of a standard (Newtonian) sus-
pension of large glass beads, see Figure 5.c. For standard
(Newtonian) suspensions, the quasi-static friction coefficient
µc is independent of the confining pressure Pp, meaning that
the microscopic interparticle friction is independent of the ap-
plied stress. This behavior is expected in Newtonian suspen-
sions owing to the absence of other force scales than the shear
stress. Conversely, in a shear-thickening suspension of silica
particles, the quasi-static friction coefficient is found to in-
crease with the confining pressure. The friction coefficient is
found to transit from µ0 = 0.1 which corresponds to the fric-
tion coefficient of a suspension of frictionless particles, when
Pp/P∗� 1, to µ1 ≈ 0.5 which corresponds to the friction co-
efficient of a standard suspension of frictional particles, when
Pp/P∗� 1. This behavior stems from the presence of an elec-
trostatic repulsive force and its associated repulsive pressure
P∗, which prevents particle contacts and thus friction between
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particles under low confining pressure. Our experimental re-
sults thereby confirm the fundamental hypothesis of the fric-
tional transition model7–9 recently proposed to explain shear-
thickening in certain dense suspensions. Interestingly, our re-
sults were obtained in the quasi-static regime where, by def-
inition, measurements are rate-independent (i.e. independent
of the rotation speed, shear rate, relative velocity between par-
ticles). This suggests that hydrodynamic forces, such as lubri-
cation forces, play no role in the frictional transition and that
only the repulsive force prevents the contact between particles
in the frictionless state. In this sense, the denomination of the
transition as a ‘lubricated-to-frictional’ transition, which is of-
ten found in the literature of shear thickening, is to our opinion
misleading.

The new rheological device developed in this study enables
the investigation of the rheology of very dense suspensions,
where conventional rheology fails as close to jamming,
under volume-imposed conditions, stress fluctuations diverge.
Moreover, the Darcytron gives direct access to the suspension
friction coefficient, a quantity inaccessible to conventional
rheology. An interesting perspective would be to extend this
technique to be able to explore the full frictional rheology of
shear thickening suspensions (µ , φ ) when varying both the
viscous number J and Pp/P∗, thereby exploring all the param-
eters relevant within the constitutive laws of shear-thickening
suspensions. The way the pressure is imposed on the particles
(using a Darcy flow) is a new concept in rheometry which may
open interesting perspectives both for fundamental research
(flow and jamming of dense colloïdal and Brownian sus-
pensions) and for applications such as in the concrete industry.
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