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Aerogel-based metasurfaces for perfect acoustic energy absorption
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The unusual viscoelastic properties of silica aerogel plates are efficiently used to design subwavelength perfect
sound absorbers. We theoretically, numerically and experimentally report a perfect absorbing metamaterial
panel made of periodically arranged resonant building blocks consisting of a slit loaded by a clamped aerogel
plate backed by a closed cavity. The impedance matching condition is analyzed using the Argand diagram
of the reflection coefficient, i.e., the trajectory of the reflection coefficient as a function of frequency in the
complex plane. The lack or excess of losses in the system can be identified via this Argand diagram in order
to achieve the impedance matching condition. The universality of this tool can be further exploited to design
more complex metasurfaces for perfect sound absorption, thus allowing the rapid design of efficient absorbing
metamaterials.

Silica aerogels are extremely-lightweight nanoporous
materials1. The frame of these materials consists of an
assembly of connected small cross-sections beam-like el-
ements resulting from fused nanoparticles. This partic-
ular assembly provides silica aerogel a very low elastic
stiffness when compared to rigid silica structure of iden-
tical porosity. Aerogels possess a wide variety of excep-
tional properties such as low thermal conductivity, low
dielectric constant, low index of refraction or a very large
porosity (80-99.8%) thus providing these materials an ex-
tremely low density2. Because of this large porosity and
therefore of the very large available contact area, they
have been used as filters, absorbent media or waste con-
tainment (see Refs. [2–4] and references therein). They
have also been applied as catalysts or even to capture
cosmic dust5,6. Similarly, their low thermal conductivity,
which so far seems to be their most interesting property
compared to any other elastic or poroelastic material, has
been exploited in various commercial applications includ-
ing thermal insulation7, heat and cold storage devices5,8.

In acoustics, aerogels are used as impedance match-
ing materials to develop efficient ultrasonic devices9,10 or
sound absorbing materials for anechoic chambers5,11. Be-
yond these properties, silica aerogel plates are excellent
candidates to design new types of membrane metama-
terials, since they exhibit subwavelength resonances and
present absorption efficiency12,13. Effectively, the use of
membrane metamaterials to control acoustic waves has
shown an increasing interest in recent years14. Mem-

a)Wave Phenomena Group, Departamento de Ingenieŕıa
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brane and plate metamaterials have been employed in the
past to design efficient absorbers15–17, e.g., using a sin-
gle membrane backed by a cavity16,18, which can present
deeper subwavelength resonances as compared with ab-
sorbing metamaterials based in air cavities19–22. More-
over, double negative acoustic metamaterials23 can be
achieved by combining a lattice of membranes, which pro-
vides a negative effective mass density24, with subwave-
length side-branch resonators, which provides a negative
effective bulk modulus25. In addition, periodic arrange-
ments of clamped plates have been efficiently used to
control harmonic generation26 or solitary waves in the
nonlinear acoustic regime27.

In this work, we make use of the efficient and un-
usual attenuating properties of silica aerogel plates to
design subwavelength perfect sound absorbers. The an-
alyzed system is depicted in Fig. 1(a) and consists of
a periodic repetition of the resonant building units il-
lustrated in Fig. 1(b). These units are made of a slit
loaded by a clamped aerogel plate backed by a closed
cavity. The perfect absorption of this system is compre-
hensively analyzed both theoretically and experimentally.
In a first stage, we model the system using the Trans-
fer Matrix Method (TMM) accounting for the contribu-
tion of the losses to the problem, i.e., the viscothermal
losses from the slit and cavity and the viscoelastic losses
from the aerogel plate. In a second stage, we analyze
the impedance matching condition, also known as critical
coupling condition, which is obtained once the inherent
losses exactly compensates the leakage of the system28.
The Argand diagram of the reflection coefficient29 is fur-
ther employed to evaluate either the lack or excess of
inherent losses in the system, thus providing important
information on the impedance matching condition. The
Argand diagram is revealed as a universal and powerful
tool to design perfect absorbers.

We consider a slotted panel of thickness L, whose slits,
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FIG. 1. (color online) (a) Scheme of the panel under consider-
ation constructed by a slit, the aerogel plate, and the cavity.
(b) Schematic description of the unit cell.

of height hs, are loaded by a circular clamped aerogel
plate of radius rm and thickness hm backed by a cylin-
drical air cavity of the same radius and depth lc. The
clamped aerogel plate plays the central role, as it repre-
sents the main source of intrinsic losses and mainly gov-
erns the resonance of the system. Although the theoreti-
cal calculations are only carried out for the building block
of size L × a × a shown in Fig. 1(b), the generalization
to the case of N resonator unit cell is straightforward.

For wavelengths λ large enough compared to the thick-
ness of the aerogel plate hm and neglecting the effects of
rotary inertia and additional deflections caused by shear
forces, the transverse plate displacement wm satisfies the
Kirchhoff-Love wave equation30. The plate can be de-
scribed by ρ, the density and D = Eh3

m/12(1− ν2), the
bending stiffness. E is the Young modulus and ν is the
Poisson’s ratio of the plate. Assuming an implicit time
dependence eiωt, with ω the angular frequency, the vis-
coelastic behavior of silica aerogel can be modeled via a
complex Young modulus, E = E0(1+iηω), where E0 and
η are the unrelaxed Young modulus and the loss factor
respectively. In the subwavelength regime, the silica aero-
gel disk can be considered as a punctual resonant element
located at (x, y) = (L/2, a/2) (note that hm � λ0, where
λ0 is the wavelength in air). The acoustic impedance of
the clamped circular cross-sectional plate thus takes the
form31,32,

Zp =
−iωρhm
πr2

m

I1(krm)J0(krm) + J1(krm)I0(krm)

I1(krm)J2(krm)− J1(krm)I2(krm)
, (1)

where Jn and In are the of n-th order regular and mod-
ified Bessel’s functions of the first kind respectively and
the wavenumber in the plate satisfies k2 = ω

√
ρhm/D.

Viscothermal losses also occurs in the narrow slits33

and in the cavity, also offering a useful degree of free-
dom to tune the losses of the system. Assuming only
plane wave propagates in these channels, the viscother-
mal losses are modeled by effective parameters: complex
and frequency-dependent wavenumbers ks = ω

√
ρs/κs

and kc = ω
√
ρc/κc, and impedances Zs =

√
κsρs/hsa

and Zc =
√
κcρc/πr

2
m in the slit and in the cavity respec-

tively. Note that we make use of the effective density ρs
and bulk modulus κs of a slit34 for the slotted channel,
while we make use of the effective density ρc and bulk
modulus κc of a cylindrical duct34 for the cavity.

The scattering properties of the system are studied
through the reflection coefficient R obtained by TMM.
We relate the sound pressure and normal particle velocity
at the surface of the system, [P0, V0] = [P (x), Vx(x)]x=0

to the ones at the end of the system, [PL, VL] =
[P (x), Vx(x)]x=L, by a transfer matrix as[

P0

V0

]
= T

[
PL

VL

]
, where T = M∆lMSMRMS . (2)

In Eq. (2), transfer matrix over half the slit length MS

reads as

MS =

[
cos (ksL/2) iZs sin (ksL/2)

i sin (ksL/2) /Zs cos (ksL/2)

]
, (3)

and MR accounts for the local effect of the aerogel plate
together with the back cavity as

MR =

[
1 0

1/ZR 1

]
, (4)

where ZR = Zp−iZc cot(kclc). The matrix M∆l provides
the radiation correction of the slit to the free space as

M∆l =

[
1 Z∆l

0 1

]
, (5)

where Z∆l = −iω∆lρ0/φsa
2, with φs = hs/a the surface

porosity of the metasurface, ρ0 the air density and ∆l
the end correction length that can be approximated as35

∆l = hsφs

∞∑
n=1

sin2(nπφs)

(nπφs)
3 . (6)

The surface impedance at x = 0 can thus be directly
obtained using Eq. (2) and considering the rigid backing
condition (VL = 0) as

ZT =
P0

V0
=
Zs(Z∆l + ZR) + i tan (ksL/2)

[
iZsZR tan (ksL/2) + 2Z∆lZR + Z2

s

]
Zs + 2iZR tan (ksL/2)

. (7)

Finally, we calculate the reflection and absorption co- efficient using Eq. (7) as

R =
ZT − Z0

ZT + Z0
, and α = 1− |R|2, (8)
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FIG. 2. (color online) Reflection coefficient, in logarithmic scale, as a function of the frequency and (a) slit length, L, and (b)
cavity depth, lc. The rest of parameters are fixed to the optimal geometry (see main text). (c) Representation of the reflection
coefficient in the complex frequency plane for the sample with optimized parameters. The lines show the trajectory of the zero
when the corresponding geometrical parameter is modified. (d) and (e) show the absorption coefficient and the phase of the
reflection coefficient respectively for three values of the slit thickness, h′s, hs (black line) being the optimum value. (f) Argand
diagram of the complex reflection coefficient from 0 to 1200 Hz, for the lossless structure (dashed circle), the case of perfect
absorption (PA) geometry (black circle), the case h′s = hs/2, (red circle) and the case h′s = 2hs (blue circle). The small arrows
indicate the trajectory from low to high frequencies.

where Z0 is the impedance of the surrounding medium,
i.e., the air36. For the aerogel plate, we used an unre-
laxed Young modulus E0 = 197.92 kPa and a loss factor
η = 4.47 × 10−6 Pa·s, a density ρ = 80 kg/m3 and a
Poison’s ratio ν = 0.12, as characterized in Ref. [13].
Aerogel plates of rm = 19.5 mm and hm = 10.5 mm were
selected and a = 42 mm was fixed by the width of the
square cross-sectional impedance tube that was used for
the experimental validation.

The procedure begins with looking for the geomet-
ric parameters giving the most efficient absorption at
the lowest resonance frequency. The geometric param-
eters of the system are thus optimized numerically using
a sequential quadratic programming (SQP) method37.
The following parameters were obtained: L = 44 mm,
hs = 1.285 mm, and lc = 29.8 mm. The highly ef-
ficient absorption peak also appears at 591.2 Hz and
is associated with a reflection coefficient amplitude of
10 log10 |R| = −62 dB. The corresponding perfectly ab-
sorbed wavelength is λ/L = 13.1 times larger than he
depth of the structure. This subwavelength feature is
due to the slow sound properties induced by the pres-
ence of the slit loading resonators20,38,39. Effectively, the
resonance frequency of the slit in the absence of these
loading resonators is around 1900 Hz.40

Figures 2(a) and 2(b) show a parametric study of the
system reflection coefficient around the optimal configu-
ration. The reflection coefficient is significantly reduced

when the parameters correspond to the optimal param-
eters (marked by white crosses). However, the balance
between the inherent losses and the leakage of the system
is difficult to identify by using this parametric analysis.

A first approach to ensure that these parameters led to
perfect absorption of the sound energy consists in repre-
senting the reflection coefficient in the complex frequency
plane, as shown in Fig. 2(c). Using this representation,
the locations of the zero/pole pairs of the reflection coef-
ficient can be studied. In the lossless case, the zeros are
complex conjugates of their corresponding poles, both
appearing in the opposite half spaces of complex fre-
quency plane (zeros in the lower half space and poles in
the upper one with our time Fourier convention). How-
ever, the zeros follows a given trajectory towards the pole
half space when losses are introduced in the system. Note
that the losses are modified when modifying the system
geometry. In this way, the trajectory of the lowest fre-
quency zero is depicted Fig. 2(c), when hs, lc and L are
modified. For a given set of geometric parameters, the
trajectory of the zero crosses the real frequency axis, en-
suring the balance of the leakage by the inherent losses,
therefore providing the perfect absorption28.

The complex frequency plane also gives useful insights
to design and tune open lossy resonant systems18,20,41.
Such system is characterized by its leakage and the in-
herent losses; the impedance matching condition corre-
sponds to the critical coupling of the system, i.e., the per-
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FIG. 3. (color online) (a) Photograph of the experimental configuration. (b) Absorption as a function of the frequency. (c)
Complex plane representation of the reflection coefficient. The small arrows indicate the trajectory from low to high frequencies.

fect balance of the leakage by the inherent losses. On the
one hand, the intrinsic losses of the system are too large
(too small) compared to the leakage of the system when
the zero has (has not) already crossed the real axis, mean-
ing that the absorption is not optimal as the impedance
condition is not satisfied. These situations are illustrated
Fig. 2(d), where the absorption coefficient is depicted for
different values of hs. The red curve corresponds to a nar-
row slit (height h′s = hs/2) providing an excess of losses,
while the blue curve corresponds to a wide slit (height
h′s = 2hs) providing a lack of losses. The location of
the corresponding zero in the complex frequency plane
is marked with red and blue crosses in Fig. 2(c). The
perfect balance between the leakage by the losses is the
situation depicted on the color map Fig. 2(c); the zero
of the reflection coefficient is exactly located on the real
frequency axis. Therefore, we can conclude that the com-
plex frequency plane is very useful to immediately iden-
tify if one particular configuration has a lack or excess
of losses. This approach has been recently used to de-
sign absorbing materials ranging from porous media42,43

to different kind of metamaterials18,39,41,44,45. However,
the acoustic behavior of all systems cannot necessarily
be assessed in the complex frequency plane. Effectively,
numerical methods do not usually allow to calculate so-
lutions for complex frequencies, and more importantly,
experimental results are usually only provided for real
frequencies.

A useful approach to overcome this problem consists
in analyzing the reflection coefficient R = |R|eiϕ, with
ϕ = arctan[Im(R)/Re(R)], in the complex plane. Figure
2(e) and (f) depict respectively the phase of the reflection
coefficient and the corresponding Argand diagram from
400 to 800 Hz. The reflection coefficient is necessarily
inscribed within the unitary circle, i.e., |R| ≤ 1. In the
lossless case, the reflection coefficient follows the unitary
circle counter-clockwise with increasing frequency start-
ing from ϕ = 0 at 0 Hz, as R = eiϕ. When losses are
accounted for, the trajectory of R is modified and follows
an elliptical trajectory around the resonance, contained
inside of the unitary circle and displaced along the real
axis in the diagram. On the one hand, the reflection co-
efficient describes a loop that does not encompass the
origin if the losses exceed the optimal ones, e.g. the

red ellipse Figure 2(f) calculated for h′s = hs/2. On
the other hand, the ellipse encompasses the origin if the
losses lacks, e.g. the blue ellipse Figure 2(f) calculated
for h′s = 2hs. Finally, the ellipse must pass through the
origin, i.e., R = 0, when perfect absorption is reached,
e.g. the black ellipse Figure 2(f) calculated for h′s = hs.
In this situation, the impedance matching condition is
satisfied.

The designed optimal structure was validated exper-
imentally in a square cross-sectional impedance tube.
The circular aerogel plate was cut by laser cutting and
then inserted in a 3D-printed support manufactured by
stereolithography (Form 2, Formlabs, UK). In addition,
full wave numerical simulations by finite element method
(FEM) were performed. For the FEM simulations, the
plate was modeled as an elastic bulk plate of thick-
ness hm considering a Kelvin-Voigt viscoelastic model
and viscothermal losses were accounted for in the ducts
using effective parameters as previously introduced for
TMM calculations. Figure 3(a) shows the 3D printed
system together with the aerogel plate before assem-
bling. The measured absorption is shown in Fig. 3(b). A
good agreement is observed between the measurements,
FEM simulations and TMM predictions. The ripples ob-
served in the experimental data are probably due to non-
symmetrical errors during the manufacturing of the cir-
cular plate, as well as to the fact that the plate is not
perfectly clamped. Finally, Fig. 3(c) presents the Ar-
gand diagram of the reflection coefficient measured and
calculated with the TMM. Both curves passe through the
origin at a specific frequency that corresponds to the one
at which the system is impedance matched.

In summary, we have designed and manufactured a
resonant building block made of cavity backed aerogel
clamped plates that is suitable and efficient for perfect
sound absorbing panel. The experimental data agree
with those predicted by both the one-dimensional TMM
model and the FEM simulations. We have presented a
universal methodology based on the complex representa-
tion of the reflection coefficient, i.e., its Argand diagram,
to identify the lack or the excess of losses in the system.
This tool can be used further to design complex meta-
surfaces for perfect sound absorption when the system
cannot be evaluated at complex frequencies, thus help-
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ing in the rapid design of novel and efficient absorbing
metamaterials.

SUPPLEMENTARY MATERIAL

See supplementary materials for animations and de-
tails of the dependence of the acoustic absorption on the
different geometrical parameters.
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